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Abstract: In this paper we present a novel, quadruple well process developed in a modern
0.18um CMOS technology called INMAPS. On top of the standard process, we have added
a deep P implant that can be used to form a deep P-well and provide screening of N-wells
from the P-doped epitaxial layer. This prevents the collection of radiation-induced charge by
unrelated N-wells, typically ones where PMOS transistors are integrated. The design of a
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sensor specifically tailored to a particle physics experiment is presented, where @ach 50
pixel has over 150 PMOS and NMOS transistors. The sensor has been fabricated in the
INMAPS process and first experimental evidence of the effectiveness of this process on
charge collection is presented, showing a significant improvement in efficiency.

Keywords. CMOS, image sensor, fill factor

1. Introduction

Today, sales of CMOS sensors have overtaken those of CCDs (see for example [1]) and their

market share is continuously growing. Industry has been improving the image quality of the sensor and
nowadays some professional, full frame digital cameras host CMOS image sensors (see for example [2
3]). Image quality depends on several parameters, but by far the main selling point of a camera is the
pixel count. For a given sensor format, e.g. APS-C or 35 mm, the megapixel race brings a continuous
reduction in pixel size and this has led industry to develop very small pixels. Pixels smallepthan 2
are already in production (see for example [4]) and pixels as small pshave been presented [5, 6,
7]. In order to maintain a reasonable fill factor, the number of transistors needs to be kept to a
minimum and shared architectures are often used with an effective number of transistors per pixel as
low as 1.5 [5, 7]. As pixel size reduces the number of photons arriving at the pixel reduces accordingly
and so electronic noise and leakage current have had to be greatly improved, in particular through the
introduction of pinned photodiode and transfer gates, allowing true correlated double sampling to be
performed in the pixel [8]. Noise reduction has also been achieved with the use of novel reset scheme:
[9, 10, 11].

Although the general improvement of the imaging performance of CMOS sensors is welcome for all
applications, each field has its own special requirements. A large spectrum of scientific applications,
including particle and nuclear physics[12, 13, 14, 15], X-ray medical imaging [16, 17], electron
microscopy [18], EUV detection for sun observation [19] do not require pixel size belpm 20d in
some cases pixels as large as i are appropriate. Data rates can be extremely high thus posing
severe constraints on data transfer and processing, which are often preferably implemented as early ¢
possible in the data path, even at the pixel level. This means complicated electronics often need to b
integrated in the pixel, thus pushing the transistor count up, and requiring the use of both NMOS and
PMOS transistors.

This latter point is a very important one and is the focus of this paper. We propose a different, novel
way of enabling the use of PMOS transistors in the pixel without loss of signal. The way we achieve
this on a standard CMOS wafer is described in section 2. In section 3, we present details of the first
circuit we designed and fabricated in this process and in section 4 we present the first experimental
results demonstrating the effectiveness of our approach. Section 5 concludes the paper by briefly
discussing the outlook for future developments.
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2. INMAPS: a quadruple well technology
2.1. Sandard CMOS

The use of CMOS technology allows the integration of all sorts of electronics structures in the
sensor: control logic, column amplifiers, analogue-to-digital converters, image processing blocks, etc.,
but they are normally all confined to be outside the focal plane. The main reason for this is illustrated

in
Figure 1, which shows a schematic view of the cross-section of a typical CMOS wafer used in a

standard imaging process.

Figure 1. Schematic cross-section of a typical CMOS wafer. Not drawn to scale.
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At the bottom is a very low resistivity substrate, typically in the range of a few tenQ ahmover
which a P-doped epitaxial layer is grown. This layer, whose thickness is typically uputo @@h a
resistivity of the order of 1@ cm, represents the sensing volume. The electronics is built in the last
micron or so of this layer, with NMOS (PMOS) transistors occupying heavily doped P-wells (N-wells).
As a detecting element, the most commonly used structure is the one formed by an N-doped well
created in the epitaxial layer, for example the N-well diode as shown in the figure.

This structure, originally proposed for visible light applications [20] and for the detection of charged
particles [21], is well known to give a high fill factor. This can be easily understood by considering the
movement of radiation-generated minority carriers within the epitaxial layer. For the voltages and
resistivities commonly used in CMOS, this layer is mainly field-free, apart from a small region around
any PN junctions. Minority carriers move inside this volume because of diffusion. If their random walk
takes them towards either the P substrate or a P-well, they will experience a small potential barrier due
to the difference in doping between these areas and the epitaxial layer. These potential barriers ar
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small but sufficient to keep the carriers within the epitaxial layer. Provided their lifetime is long
enough, the minority carriers will be eventually collected by a PN junction and if there is only one
junction in the pixel, the fill factor in visible light applications will only be limited by metal layers for
front-illuminated sensors and will be virtually 100% for back-illuminated sensors. High-energy
charged patrticles can traverse the metal layers and any other material, generating a thin trail of
electron-hole pairs in the silicon and, provided there is only one PN junction in the pixel, the entire
amount of radiation-generated electrons will be collected, thus making the sensor able to detect
particles regardless of where they hit the sensor [22].

This maximum 100% fill factor is only obtained if the collecting junction is the only such junction
in the pixel. This automatically limits the electronics in the pixel to NMOS transistors only [23],
drastically reducing the complexity of the electronic processing that can be done in the pixel.

In order to allow PMOS transistors in the pixel, one has to isolate their N-wells from the P-epitaxial
layer. One way of achieving this is to use silicon-on-insulator (SOI), using the handle wafer as the
detection medium and adding vias through the buried oxide to connect the handle wafer to the CMOS
electronics. If the handle wafer has a high resistivity, it is also possible to deplete a significant part of
its volume [24, 25] in order to improve the charge collection. However the use of SOI wafers
drastically limits the number of available foundries and today the size of such sensors has been limitec
by the size of the reticle, i.e. to about 2&om.

Figure 2. Schematic cross-section of a CMOS wafer with the deep P-well implant. Not
drawn to scale.
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2.2. INMAPSCMOS

Our novel approach for isolating the N-wells of PMOS transistors from the epitaxial layer is based
on the use of a standard, bulk CMOS process, modified by adding a deep P implant, as illustrated ir
Figure 2. This implant generates a so-called “deep P-well”, much in the same way as a deep N-well
can be generated in most modern CMOS processes. We call this quadruple well process “INMAPS”,
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where the “IN” can stand fofsolated N-wells, or INtelligent. By adding the deep P-well layer
underneath all the N-wells used as substrate for PMOS transistors, it is then possible to keep the
collecting PN diode junction as the only one in the pixel that is exposed to the epitaxial layer, thus
allowing the integration of both PMOS and NMOS transistors within the pixel.

It should be noted that the additional implant, being deep, cannot be made too small. This could be &
limitation for very small pixels, such as the ones in digital cameras, but it does not pose any significant
problem in the large pixels found in scientific applications.

As mentioned above, the starting point for the INMAPS process is a standard, bulk process.
Although in this development we targeted a specific foundry and a specific technology node, this
additional deep P-well module could be added to most modern CMOS processes. The INMAPS
process was developed with a leading-edge foundry within theirp@rii@rocess. The process also
features stitching as standard, so that it is possible to create sensors in excess of the reticle size and
to wafer scale. The INMAPS process also features 6 metal levels, precision passive components fo
analogue design and multiple gate-oxide thickness

3. TPAC1.0: ademonstrator for the INMAPS process.

The INMAPS process is of general interest for all sensors which require some complex in-pixel
processing while preserving a very high fill factor or charge collection efficiency. In many scientific
applications, some kind of in-pixel processing is heeded, for example when data rate is high. In particle
physics, only a few pixels are hit by particles, so reading out all the pixels would represent an
unnecessary burden that would in most cases overload any data acquisition system. A much bette
approach is to read out only the few pixels which are hit by particles. This requires some data reduction
and processing logic within each pixel.

3.1. Application to electromagnetic calorimetry

In order to demonstrate the feasibility of this approach using the INMAPS process, we designed a
test sensor for an electromagnetic calorimeter. This is one of the detector subsystems for a future
particle accelerator, the International Linear Collider (ILC). Details of the application can be found
elsewhere [26, 27]. A complete detector for this application would require around 30 layers of sensors,
covering a total surface of the order of 2008 @iven a pixel pitch of the order of §0m, this
corresponds to a total number of pixels of the order & 50 this development has been named the
Tera-Pixel Active Calorimeter (TPAC) sensor. In one of the current designs of the ILC machine,
particles would collide with a minimum interval of 189 ns for a period of time lasting approximately 1
ms; a so-called “bunch train”. This is followed by a quiet period of 199 ms, when the sensor can be
read out, and all analog front-end circuits can be powered down. In every bunch train, only a small
fraction of all pixels are actually hit by particles, and so it is estimated that the noise hit rate would
dominate the overall data rate. With a target noise hit rate 9fth® data will be very sparse so each
pixel needs to be able to process the data, decide if a hit occurred, and only report out when this
happens.
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In this application, the pixel has to detect so-called Minimum lonizing Particles (MIPs). When a
charged particle traverses a medium, it loses energy at a rate that depends on its speed. The energy Ic
tends to decrease with increasing energy and then reaches a minimum when the particle starts to k&
relativistic, i.e. when its energy is of the same order as its rest energy (as given by the mass). If the
energy is further increased there is only a slight increase in the energy loss, in the range of 10%, so on
can consider the particle to produce minimum ionization if its energy is sufficiently high. When this is
the case, the particle is called a MIP. In particle physics experiments, the typical particle energies are
sufficiently high so that most particles behave as MIPs. The energy loss for a MIP is normally much
smaller than its energy so that it is convenient to consider that they produce a uniform trail of electron-
hole pairs when traversing the medium. The ionization rate is largely independent of the type of
particles. The energy loss has statistical fluctuations well described by the so-called Landau curve [28],
which has a peak and a tail towards high energy losses. The Landau peak is the most probable enert
loss and in silicon its value is approximately 0.3 keX/ This translates into a most probable number
of electron-hole pairs per micron of about 80. As stated above, the epitaxial layer is the detecting
volume and its thicknessyf is generally limited to about 3ém. Although some contribution to the
charge collection comes from the substrate, a good approximation is to consider that the total numbel
of electron-hole pairs generated by a MIP is equal ta.§0Fbr the 12um thick epitaxial layer used in
TPACL1.0, this corresponds to only about 960 electron-hole pairs and, given the charge diffusion
between pixels, the number of charge carriers collected by any single pixel is even smaller. Any further
loss, specifically due to charge collection by unrelated N-wells, would make the detection of MIPs in
CMOS sensors very difficult, if not impossible.

3.2. Sensor design

The test sensor, called TPACL1.0, incorporates sub-arrays of four different pixel designs, of which
there are two primary architectures, calfgdShape and preSample. All pixels contain four small N-
well diodes for charge collection.

The preShape pixel shown inFigure 3 pre-amplifies the collected charge and uses a CR-RC shaper
circuit to generate a shaped signal pulse proportional to the input charge as shown in the figure. A
pseudo-differential signal is achieved by using the input to the shaper circuit as a reference level. From
the simulation, the signal gain at the input to the comparator is 94 pV/e- and the Equivalent Noise
Charge (ENC) is 23ems.

A two-stage comparator generates an asynchronous Hdcadécision, using a differential global
threshold and applying per-pixel trim adjustment that is configured and stored at the beginning of the
sensor operation. A monostable circuit is used to generate an output pulse of a controlled length tc
ensure a single hit is recorded in the logic, independent of the magnitude of the analog signal. The
shaper circuit naturally recovers after a signal pulse and is therefore ready for a subsequent hit even
after a short delay time proportional to previous signal magnitude.

The preSample pixel (Figure 4) pre-amplifies the voltage drop on the diode node, similar to a
conventional MAPS, and then uses a charge amplifier to generate a voltage step proportional to the
input. The charge amplifier has been previously reset and a voltage sample stored on a local capacitol
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This forms the reference for the pseudo-differential signal, which is then compared by the same two-
stage comparator as used in BreShape pixel. From the simulation, the signal gain at the input to the
comparator is 440uV/e- and the ENC is 22es. Two monostable circuits generate a hit output and
the necessary signals to reset the charge amplifier and take a new reference sample. After this sho
self-reset the pixel is then active and will respond to a subsequent hit event.

The preShape and preSample pixels comprise 160 and 189 transistors respectively, and are laid out
on a 50um pitch. Two variants of both thpreShape and preSample pixel architectures were
implemented. In each case the difference lies only with subtle changes to the capacitors in the circuit tc
optimize signal gain based on circuit simulations. The front-end analog circuits in the pixel account for
the dominant power consumption on the sensor, at around 10uW per pixel. The duty cycle of the
experiment described in section 3.1 means this part of the device only needs to be powered for 2ms in
200ms period, thus significant power savings can be made in operation. Power consumption will
always be an important issue in active pixels of this type where static flow of current is required to
detect an asynchronous event. External control of biases is provided so the performance of the sensc
can be evaluated in low-power operating modes.

Figure 3. PreShape pixel block diagram showing the analogue signal path from
collecting diodes to binary hit output.
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Figure 4. PreSample pixel block diagram showing the analogue signal path from
collecting diodes to binary hit output.
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The implementation of the deep P-well implant in the pixel can be sdégunre 5. As the charge
collection is influenced mainly by the N-well and the deep P-well, only these two layers are shown in
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the figure; they are coloured purple and grey respectively. The boundary of ine gi@el is shown

by the dotted lines. The pixel contains four charge collecting diodes (the four purple dots), connected
together by metal lines. They are kept small to minimize capacitance, and hence maximize charge-to:
voltage conversion gain, and in turn minimize the noise. The other N-wells, all protected by the deep
P-well, correspond to where the PMOS transistors and other devices sit. The complex pixel circuits
have been arranged such that N-wells can be protected with a single symmetrical deep P-well. The fou
N-well diodes in each pixel remain exposed to the epitaxial substrate, and have been located toward
the corners to help improve pixel charge collection based on TCAD device simulations [29].

Figure 5. Layout of a 3x3 array gbreShape pixel from the TPAC1.0 sensor. Only the
N-well (purple) and deep P-well (grey) layers are shown. Every N- well but the
detecting diodes have got deep P-well underneath. The non-physical boudary between
pixels is shown as a dotted line.
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3.3 Sensor Architecture

The four pixel variants occupy quadrants of the sensitive area, which contains 28,224 pixels and
covers 79.4 mf A sub-row of 42 pixels is served by logic containing SRAM registers, which form
250 um wide columns that are insensitive to any charge deposits. In addition, a single row of dead
pixels across the centre of the sensor is used to distribute bias and reference voltages, and to re-buffi
control signals. These logic and bias regions account for an 11.1% dead space in the sensing area. £
no deep P-well is added here, charge arising from particles that pass through these regions will be
collected by local N-wells associated with PMOS transistors, and will therefore not be collected as
signal.

A key advantage of locating the logic as separate from the pixels is to minimize the risk of crosstalk
between clock signals and the sensitive analog front-end circuits in the pixel; no clock signals are
routed through the pixels; instead, thie outputs from 42 pixels are wired across to each section of
row logic. The row logic can latch the state of these asynchronous inputs by external control for
synchronization with the beam crossing rate, with typical period 189ns for this application, and then
begins the processing sequence.

The principle of the hit data storage is to make optimal use of the finite amount of local memory
available in each row. Rather than storing each individual hit separately, the row is divided into seven
parts, each containing six pixels. Each of the seven sub-sections of the row is interrogated in turn
within the time window between each sample of the 42 hit inputs; the full pattern of hits in a 6-pixel
sub-section is stored if any are present. This offers a reduction in the number of memory locations usec
for a high density of co-incident hits, such as a dense particle shower, whilst only using a single
memory location for noise hits.

The row logic contains 19 SRAM registers of 22 bits each, which store the global timestamp code
(13 bits), the pattern of hits (6 bits) and the multiplexer address (3 bits) that identifies and selects their
location within the full row of 42 pixels. Row addresses are generated by a local ROM such that they
appear as part of the readout parallel data word. The memory manager facilitates data write to eacl
register in turn, and selects each of the valid registers during readout. An overflow flag is raised if more
than 19 hits are generated in the row, in which case the data corresponding to the first 19 hits tha
occurred are retained and any subsequent hit data on that row are discarded. The memory manager
implemented as a bi-directional SRAM shift register that selects a single register with one-hot coding.

The row control logic can be operated in an override mode that stores the hit output from every
pixel regardless of status. The 13-bit timestamp is generated off-chip so arbitrary values can be driver
during override operation to verify correct SRAM read and write. Pixel configuration data, specifically
the mask and trim setting, can be loaded, and also read back, from the array.

In addition to the main design presented herein, threSample test pixels have been implemented
which allow access to internal nodes for evaluation. These include the facility to evaluate the
performance of monostable circuits, comparators, trim adjustment of threshold, and the analog front
end circuits for the preSampleixel architecture.
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The sensorRigure 6) was manufactured in the INMAPS process. The design uses 6 metal levels,
and both 1.8 and 3.3V transistors. Sensors with and without the deep P-well implant were fabricated sc

that a direct comparison could be made between them.

Figure 6. Photograph of the TPAC1.0 sensor.

4. The effect of the deep P-well on charge collection efficiency
4.1 Smulation

In order to study the effect of the deep P-well on the charge collection efficiency, we simulated the
response of the TPAC1.0 pixels both with and without the deep P-well using TCAD software. In the
simulation a uniform trail of charge is generated through the epitaxial layer, at various positions over
the pixel area, and the amount of collected charge is recorded for each cell. This model of charge
generation corresponds to either a MIP traversing the sensor, or to normally incident light at a
wavelength such that the absorption length is much longer than the thickness of the epitaxial layer.
This latter can be experimentally emulated by an infrared laser with a wavelength of 1064 nm, i.e. very
close to the silicon cut-off, illuminating the sensor from the substrate side.
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Figure 7. The geometry used in the TCAD simulation. The red circle indicates the
position of the charge collecting diode in the lower right quadrant.

50 um
7 8 /
4 5 6

In the simulation a 3% array of pixels was used, as showrfFigure 7. Hits are generated in 21
points in a sub-section of the central cell as shown on the right of the figure, wjimaspacing to
save simulation time. The red dot in the figure represents the position of the diode in that quadrant.
Since the pixel has an approximate eight-fold symmetry, the data from these 21 points is then mirrored
to create a symmetrical profile of charge collection for 121 discrete points in the central pixel.
Simulation results are shown Figure 8 andFigure 9. For every hit position, labeled by the x-axis
value, the total charge collected by the four diodes in each cell is shown. The target pixel (cell) is
numbered 5 (as shown Kigure 7), while the other cells show the charge collected by the immediate
neighbours. The total amount of charge generated was fixed to 1300 electron-hole pairs and the
ordinate gives the percentage of this full amount which is collected by the four diodes in a given cell.
The results are shown on a logarithmic scale. Without the deep P-well, one can see that the amount c
charge collected by the hit cell is predicted to be in some cases smaller than 1%. The collected signa
varies significantly for different positions in the pixel, with a maximum only in the few points nearest
the collecting diode (points 9, 13 and 14), where it is predicted to be about 30%. On the contrary, if the
deep P-well is introduced, the dependence on position is significantly diminished; those points closest
to the collecting diodes again collect the maximum charge, at about 50%, but the overall profile is
much more uniform. A good fraction of the charge is collected by the neighbouring pixels due to
charge diffusion, but without the deep P-well it would be collected by the unrelated N-wells and hence
lost. The approximate symmetries of the pixel can be observed in the data, for example points 15 to 2(
are symmetric between cells 5 and 2. The N-well layout is not completely symmetric and this is
reflected in the simulation for the no deep P-well case, e.g. with cells 5 and 2 not quite being equal.
However, the deep P-well reduces the charge absorption to a small enough level that the symmetry i
more apparent in this case.
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The pixel structure with the deep P-well is also compared to an ideal pixel, containing no unrelated
N-well and no deep P-welF{gure 9). This is an interesting comparison to a pixel of the same size but
with no complicated electronics within it and hence no charge absorption except through the diodes.
This structure should have a similar behaviour to the one with the deep P-well with respect to the
charge diffusion. The amount of charge available for collection should be marginally higher because
the deep P-well takes up a fraction of the epitaxial layer thus reducing the overall amount of charge tha
can be collected, but this should have a small effect. Overall the figures on the right and on the left
show the same behaviour but the absolute numbers are slightly higher for the reference structure on th
left. This gives an indication of the expected remaining charge loss to the N-wells through the deep P-
well implant. It is interesting to notice that for hits in the corners, i.e. where the charge diffusion to
neighbouring pixels is higher and there are no N-wells, the results for the two cases are very similar.

Figure 8. Simulation of charge collection for the (GDS) pixel layout data, as a function
of the impact point as labeled igure 7 and for the nine pixels (cells) in the layout.
On the left: without deep P-well. On the right: with deep P-well.
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Figure 9. Simulation of charge collection for the (GDS) pixel layout data and an ideal

(perfect) pixel containing only the collection diodes, as a function of the impact point and
for the nine cells in the layout. On the left: with a perfect P-well. On the right: reference
plot from Figure 8: standard pixel with deep P-well.
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4.2 Experimental results

In order to validate our simulation results, an infrared laser of wavelength 1064 nm was used to
inject signal intgoreShape pixels on the TPACL1.0 sensor. The sensor was illuminated from behind and
the laser was focused down to a spot sizeh2o emulate the deposit of charge at a discrete point in
the pixel. Due to the unknown effect of reflection from the metal layers on the sensor surface, any laser
calibration using a different sensor would not necessarily be accurate. Hence, only a comparison of the
relative fractions of charge collected at each point can be made from these data, rather that the absolu
values. The results are shown kigure 10. The vertical units are again the percentage of charge
collected in each pixel. Since there is good agreement in the shape of the curves for the deep P-we
data and simulation, an overall calibration factor was used to normalise these data to the correspondin
simulation curve, allowing easier comparison between the two. This normalisation is common to both
the deep P-well and non deep P-well data, so the plots show the relative signal size of these two cases

Without deep P-well, the charge collected by the central cell is often below 10% and varies
significantly for different positions, reaching a maximum of about 30% in a few points. Little charge is
collected by the neighbouring cells. With the deep P-well, the amount of charge collected does not
depend too much on the hit position and is always over 20%, reaching a maximum of about 50%.
Depending on the position, neighbouring cells collect a good proportion of the charge as expected
because of diffusion.

The agreement between the simulation and the data is fairly good, although the simulation seems tc
overestimate the absorption of charge by the N-wells in the case without the deep P-well implant.

These results show that the addition of the deep P-well is very effective in preserving the
performance of the pixel from the point of view of charge collection. A further article detailing the
response and performance of the sensor is in preparation.

Figure 10. Experimental results corresponding to the simulation shown in Figure 8. On
the left: without deep P-well. On the right: with deep P-well.
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5. Conclusion

We have developed a new process where a deep P implant is added to a standard, modern CMO
process to obtain isolation of N-wells from the epitaxial layer. In this way, it is possible to integrate
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both NMOS and PMOS transistors in a pixel without any significant loss of charge to the N-wells
where PMOS transistors sit. It is then possible to design pixels with complicated signal processing
while maintaining effectively a 100% fill factor.

The new process, called INMAPS, was used to design a sensor inpar0té8hnology. The sensor,
tailored to a particle physics application, has pixels where a low-noise signal conditioning chain was
integrated together with a comparator and trim adjustment logic to control non-uniformities between
pixels. In each pixel there are over 150 transistors, with a fair mixture of NMOS and PMOS transistors.
The sensor has been manufactured and experimental results show the effectiveness of the deep P-w
on the charge collection.

In the first sensor we integrated four different types of pixels. On the basis of the results from the
first sensor, we were able to select the most promising architecture and this has been implemented in
new sensor, which will have a uniform array of pixels. This second sensor, TPACL1.1, is expected back
from manufacture in September 2008.
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