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ADVANCED METHODS FOR MAKING 
SEMCONDUCTOR DEVICES BY LOW 
TEMPERATURE DIRECT BONDING 

GOVERNMENT LICENSE RIGHTS 

The U.S. Government has a paid-up license in this inven 
tion and the right in limited circumstances to require the 
patent owner to license others on reasonable terms as 
provided for by the terms of Contract No. N00024-94-C- 
4088 awarded by the Navy. 

FIELD OF THE INVENTION 

The present invention relates to the field of 
Semiconductors, and, more particularly, to a method of 
fabricating power Semiconductor devices or circuits, and the 
devices produced by the method. 

BACKGROUND OF THE INVENTION 

Electronic power Switching devices are widely used in 
many applications, Such as, for example, motor controls, 
inverters, line Switches, pulse circuits, and other power 
Switching applications. A Silicon controlled rectifier (SCR) 
or thyristor is a bistable Semiconductor Switching device 
formed from four layers of silicon. One type of power 
switching device, the MOS controlled thyristor (MCT) is 
especially Suited for resonant (Zero voltage or Zero current 
Switching applications. The MCT has a forward voltage drop 
much like the SCR, and therefore enjoys greatly reduced 
conduction power loss. The MCT allows the control of high 
power circuits with very Small amounts of input energy-a 
feature common to SCRS as well. In an MCT, turn-off is 
accomplished by turning on a highly interdigitated off-FET 
to short out one or both of the emitter-base junctions of a 
thyristor. 

Another advantageous power Switching device is the 
insulated gate bipolar transistor (IGBT) which is designed 
for high Voltage, low on-dissipation applications, Such as 
Switching regulators and motor drivers. The IGBT can be 
operated from low power integrated circuits. The IGBT is 
also an insulated gate, field controlled Switching device like 
the MCT. Available MCTs and IGBTs are useful at high 
Switching frequency than is generally practice with power 
Darlington transistors, for example. In addition, both may be 
operated with junction temperatures of 150° C. and above, 
and operate in Switching circuits having 600 volts or higher 
Switch ratings. 
One approach to fabricating power Switching devices 

involves direct Semiconductor-Semiconductor wafer bond 
ing. The wafer bonding has been for the purpose of replacing 
a thick, e.g. 100 um epitaxial layer growth. For this bonding 
application, high temperature bonding anneals at tempera 
tures of greater than about 1100° C. are typically used to 
remove microvoids and bubbles. Both hydrophobic and 
hydrophilic bonding has been used. 

Recently there has been increasing interest in the possi 
bility of fabricating Switching power devices with MOSFET 
current control devices on both the front side and back side 
of the power device to achieve faster turnoff of the device 
Such as disclosed in U.S. Pat. No. 4,977.438 to Abbas. The 
conventional approach for fabricating double-sided MOS 
FET controlled power devices is to perform processing and 
photoSteps on both sides of the wafer. This approach 
required critical control of thermal budgets, has approxi 
mately a factor of two increase in fabrication Steps, and 
increases the possibility of yield loSS due to Scratches, etc. 
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2 
U.S. Pat. No. 5,541,122 to Tu et al., for example, discloses 

a fabrication method for IGBT wherein two wafers are 
bonded together, and annealed at a temperature in a range of 
800 to 1100° C. An N-type wafer is doped N+ at a surface 
thereof and is bonded to a P+ wafer to define an N+ buffer 
region for the IGBT. Thereafter, a gate is formed on the 
upper Surface and various diffusions are also made adjacent 
the gate to define an emitter/collector encircling the gate. An 
emitter contact is formed on the diffusions and a collector 
contact is deposited on the lower Surface of the wafer using 
conventional techniques. 

Unfortunately, the relatively high temperature annealing 
and Subsequent device processing Steps may adversely affect 
the doping profile of the buffer layer. Accordingly, the 
turnoff speed may be reduced. In addition, the double-sided 
processing after annealing requires a relatively large number 
of proceSS Steps, and the Substrates are Subject to mechanical 
damage which may reduce yields. 

SUMMARY OF THE INVENTION 

In view of the foregoing background, it is therefore an 
object of the present invention to provide advanced methods 
for forming power devices or circuits with reduced process 
StepS and/or improved device quality. 

These and other objects, advantages and features in accor 
dance with the present invention are provided by a method 
for making a Semiconductor device from a plurality of 
Semiconductor Substrates, and wherein one embodiment of 
the invention comprises the Steps of processing at least one 
Surface of at least one of the Substrates; thinning at least one 
of the Substrates, bonding the Substrates together So that the 
at least one processed Surface defines an outer Surface of the 
Semiconductor device; and annealing the bonded together 
Substrates at a relatively low anneal temperature So as to not 
adversely effect the at least one processed Surface. The Step 
of thinning preferably comprises removing a Surface portion 
of the least one Substrate opposite the processed Surface, to 
a thickness of less than about 200 um. The surface may also 
be polished to a predetermined Surface roughness. 
One aspect of the invention relates to forming a gettering 

layer for the at least one Substrate prior to thinning. 
Accordingly, the Step of thinning removes the gettering 
layer. The Step of forming the gettering layer may include 
performing at least one of a phosphorous diffusion, an ion 
implantation of argon or carbon, and polysilicon deposition. 
In addition, the forming of the gettering layer may be done 
prior to the processing Step. 

Another aspect of the invention is directed to forming an 
implanted region at a Surface of the at least one Substrate 
opposite the processed Surface prior to bonding. The 
implanting may comprise implanting with a lifetime killing 
implant. Moreover, the implanting may be in a predeter 
mined pattern to define a plurality of laterally spaced life 
time killing implant regions. The lifetime killing implant 
may be one of protons, helium atoms, and carbon atoms. 

Still another aspect of the invention relates to forming a 
doped layer at a Surface of the at least one Substrate opposite 
the processed Surface prior to bonding. The Step of forming 
the doped layer may include implanting a dopant into the 
Surface. The at least one Substrate may have a first conduc 
tivity type dopant, and the Step of implanting may include 
implanting a dopant of a Second conductivity type into the 
doped layer at a concentration greater than a concentration 
of the first dopant in the Substrate. The doped layer may also 
be an epitaxial doped layer, Such as for a buffer layer for the 
device. Also relating to an epitaxial layer, a germanium layer 
may be formed on a Silicon Substrate. 
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The bonding may be carried out in a vacuum, and at least 
one of the Substrates to be thinned may be mounted onto a 
handling Substrate prior to thinning. The method may further 
comprise the Step of aligning the Substrates prior to bonding. 
For example, the Step of aligning may comprise: defining 
predefined corresponding portions in each Substrate, cutting 
the Substrates along the predefined portions to define cut 
edges, and aligning the Substrates along the cut edges. 
To increase device yield the method may further include 

the Step of testing individual devices on each Substrate. 
Accordingly, the aligning of the Substrates may be per 
formed to increase a yield of the Semiconductor devices. 

The Step of processing may include forming a metal layer. 
Thus, the anneal temperature is preferably less than a 
temperature related to a characteristic of the metal layer. For 
an aluminum layer, the anneal temperature is preferably leSS 
than about 450° C. If a barrier metal is used between the 
aluminum and Substrate, the anneal temperature may be in 
a range of about 450 to 550° C. 

If the metal layers are formed after bonding, the anneal 
temperature may be higher. For example, when the proceSS 
ing comprises forming at least doped region, the anneal 
temperature is preferably less than about 800° C. To form a 
Sufficiently Strong bond for Sawing, the anneal temperature 
is preferably greater than about 400 C. 

For Substrates comprising Silicon, the method may also 
include the Step of hydrogen terminating Silicon Surfaces 
prior to the bonding Step. In addition, the Surfaces to be 
bonded may be cleaned of at least one of hydrocarbons and 
metals. 

The processing Step preferably comprises forming at least 
one MOSFET control device, Such as to make an IGBT or 
MCT. In one preferred embodiment, the plurality of Sub 
Strates is two, and the processing Step comprises processing 
both Substrates. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a flow chart illustrating a method of semicon 
ductor device fabrication in accordance with the present 
invention. 

FIGS. 2-5 are cross-sectional views of one Substrate 
being processed in accordance with the present invention. 

FIG. 6 is a cross-sectional view of an IGBT in accordance 
with the present invention and produced using the Steps 
illustrated in FIGS. 2-5. 

FIG. 7 is a graph of resistance characteristics for an N-N 
hydrophobically bonded wafers as a function of anneal 
temperature. 

FIG. 8 is a graph of resistance verSuS inverse die area for 
N-N hydrophobically bonded wafers annealed at 400 C., 
and wherein the Solid line represents expected resistance. 

FIG. 9 is a graph of resistance versus inverse die area of 
P-P hydrophobically bonded wafers annealed at 400 C., 
and wherein the Solid line represents expected resistance. 

FIG. 10 is a graph of forward and reverse current-voltage 
characteristics for twenty diodes fabricated from hydropho 
bically bonding P-type and N-type silicon wafers. 

FIG. 11 is a graph of diode ideality characteristics verSuS 
forward bias as a function of diode area for hydrophobically 
bonded P-N junctions. 

FIG. 12 is a graph of bond strength as a function of anneal 
time for hydrophobically bonded wafers annealed at 400 
C., and wherein the dashed line indicates 800 ergs/cm as is 
needed for Sawing and processing, and wherein the Solid line 
is a least-squares fit to A+Blog(x). 
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4 
FIG. 13 is a cross-sectional view of a bonding P-N 

junction area between two Substrates in accordance with the 
present invention. 

FIG. 14 is a cross-sectional view of a pair of P-N 
junctions at the direct bond interface that may be used to 
form a vertical JFET that can Switch the conduction of 
current acroSS the bond interface. 

FIG. 15 is a cross-sectional view of a direct bonded IGBT 
including a thin N+ SiGe layer in accordance with the 
present invention. 

FIG. 16 is a cross-sectional view of a direct bonded IGBT 
including an ultra-thin ion implanted or epitaxially grown 
N+ buffer layer in accordance with the present invention. 

FIG. 17 is a graph of doping concentrations versus 
distance near the N+ buffer layer and P-type emitter anode 
of an IGBT or MCT in accordance with the present inven 
tion. 

FIG. 18 is a graph of doping concentrations versus 
distance near the N+ buffer layer and P-type emitter anode 
that further includes a P-type epitaxial layer grown on the P 
Substrate in accordance with the present invention. 

FIG. 19 is a schematic cross-sectional view of the bond 
interface area and further illustrating localized recombina 
tion areas in accordance with the present invention. 

FIG. 20 is a cross-sectional view of an anode side 
Substrate including an N+ buffer epitaxial layer in accor 
dance with the present invention. 

FIG. 21 is a cross-sectional view of the anode side 
substrate as shown in FIG. 20 after further processing and 
being joined to a cathode Side Substrate. 

FIG. 22 is a cross-sectional view of an anode Side 
Substrate illustrating high energy implantation to form the 
N+ buffer layer in accordance with the present invention. 

FIG. 23 is a cross-sectional view of the anode side 
Substrate as shown in FIG. 22 after further processing and 
being joined to a cathode Side Substrate. 

FIG. 24 is a cross-sectional view of an anode side 
substrate including a N+ buffer layer near the P body 
diffusions in accordance with the present invention. 

FIG. 25 is a cross-sectional view of the anode side 
Substrate as shown in FIG. 24 after further processing being 
joined to a cathode side Substrate. 

FIG. 26 is a cross-sectional view of an anode side 
Substrate being joined to an SOI Substrate in accordance 
with the present invention. 

FIG. 27 is a cross-sectional view of the anode side 
substrate as shown in FIG. 26 being joined to a cathode side 
Substrate. 

FIG. 28 is a cross-sectional view of an anode side 
substrate including an N+ buffer layer and base float Zone 
mounted to an SOI Substrate in accordance with the present 
invention. 

FIG. 29 is a cross-sectional view of the anode side 
substrate as shown in FIG. 28 after further processing and 
being joined to a cathode Side Substrate. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

The present invention will now be described more fully 
hereinafter with reference to the accompanying drawings, in 
which preferred embodiments of the invention are shown. 
This invention may, however, be embodied in many different 
forms and should not be construed as limited to the embodi 
ments Set forth herein. Rather, these embodiments are pro 
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Vided So that this disclosure will be thorough and complete, 
and will fully convey the scope of the invention to those 
skilled in the art. Like numbers refer to like elements 
throughout. 

Referring initially to the flow chart 50 of FIG. 1, fabri 
cation method aspects of the invention are first described. In 
this described embodiment, first and Second wafers are 
processed, with the processing blocks for the first wafer 
being identified in FIG. 1 with the suffix “a”, and those to the 
Second wafer designated with “b'. Accordingly, only those 
steps for the first wafer will be described in detail, since 
those of skill in the art will readily appreciate Similar Steps 
may optionally also be performed in this embodiment on the 
Second wafer also. 

From the start (Block 51), a gettering layer is formed on 
the second side, side B, of the first wafer at Block 52a. The 
gettering layer will be effective in removing contaminants, 
Such as boron, for example, as will be readily appreciated by 
those skilled in the art. The gettering region will diffuse 
lifetime killing transition metals from the bulk of the wafer 
to the gettering Site prior to thinning and direct bonding. AS 
would be readily appreciated by those skilled in the art, 
typical gettering techniques include phosphorous diffusion, 
ion implantations or argon or carbon, and/or polysilicon 
deposition on side B of the wafer. 

At Block 54a one or more active devices may be formed 
in a first side, i.e. side A, of the first wafer. The active devices 
may include one or more doped regions as may be formed 
by conventional techniques as will be readily appreciated by 
those skilled in the art. In certain embodiments, metal 
interconnects may also be formed, as described in greater 
detail below. The typical processing Steps may include one 
or more of ion implantations, diffusions, metal depositions, 
polysilicon deposition, Silicide formation, oxide growth, etc. 
The same or different types of MOSFET current controlled 
devices may be fabricated on the first and Second Substrates. 
The devices formed in accordance with the invention are 
directed to having current conduction in a vertical direction, 
that is, perpendicular to the interface formed between the 
bonded together Surfaces as will be readily appreciated by 
those skilled in the art. For single-sided or double-sided 
devices to work, it is generally required that there be 
minority carrier flow acroSS the interface for conductivity 
modulation. If the device has an N-base, then it would be 
desirable to inject a high density of holes (minority carriers) 
into the N- base to cause conductivity modulation. The 
condition for conductivity modulation is that the electron 
and hole densities in the base are equal. Conductivity 
modulation causes the electron density to increase much 
beyond its equilibrium value and thereby lowers the resis 
tance of the N- base Significantly as will be readily appre 
ciated by those skilled in the art. 

The first wafer may be secured to a handling wafer or 
support film (Block 56a) and at Block 58a, the first wafer is 
thinned on Side B, thereby removing the gettering layer and 
the contaminants contained therein. The wafer may be 
thinned by grinding, for example, to reduce the thickness to 
less than about 200 nm, although even thinner wafers may 
be preferred for Some applications. The handling wafer or 
Support film may be removed after thinning. 

Side B may be polished and cleaned at Block 60a taking 
care to minimize hydrocarbon voids and to reduce oxygen at 
the ultimate bonding interface. If metal is exposed on the 
Surface, Such as metal bonding pads, it may be advantageous 
to protect the metal from chemicals used in the cleaning of 
the wafers. One possible technique is to deposit a protective 
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6 
insulator layer that is resistant to the chemicals. The insu 
lator layer could be removed after the wafers are bonded. 
The polishing, Such as using chemical mechanical polishing 
(CMP), may be used so that the side B surface has a 
root-mean-Square (RMS) Surface roughness less than about 
1 nm. A Surface roughness of less than about 10 nm is 
desirable for direct bonding the two substrates together. In 
addition, if pressure is used in the bonding process, there is 
a likelihood that poorer Surface roughness can be tolerated. 
The waferS may have a tendency to warp due to the presence 
of thick dielectric layers, accordingly, pressure may be 
needed during bonding. Of course, the bonding could also be 
carried out at elevated temperatures of 200 to 400 C., for 
example, as will be readily appreciated by those skilled in 
the art. 

The cleaning is to remove hydrocarbons, organics, and 
metallic impurities from the Surface. The cleaning process 
generally may use chemicals Such as those used in RCA 
clean and piranha cleans as would be readily appreciated by 
those skilled in the art. Plasmas, UV, ozone, and laser 
irradiations may also be used to clean the Surface prior to 
bonding. 
To remove any native oxide, etching may performed using 

a dilute hydrofluoric (HF) acid. It may also be desirable to 
minimize the native oxide regrowth prior to bonding. For 
Silicon, one approach is to hydrogen terminate the Silicon 
surface using a dilute HF etch followed by either no water 
rinse or minimal water rinse. Another more complicated 
approach to minimize native oxide is to direct bond the two 
wafers in either a vacuum, or in an ambient Such as purified 
nitrogen, argon, or hydrogen that minimal concentrations of 
oxygen. Possible bond anneal ambients include nitrogen, 
oxygen, argon, hydrogen. One possible mechanism by 
which the bond Strength increases with anneal time is that 
the hydrogen diffuses laterally along the bond interface and 
out of the wafer. The ambient may affect how readily the 
hydrogen diffuses laterally. 
AS will be readily appreciated by those skilled in the art, 

the native oxide can impede the current flow across the 
interface. The hydrophobic approach may be Susceptible to 
hydrocarbon absorption whereas a hydrophilic bonding 
approach in which there is a thin oxide at the interface may 
not be Susceptible to hydrocarbon absorption. 
By hydrogen terminated it will be understood by those 

skilled in the art that this implies a large percentage of the 
Surface area is also free from oxygen. In other words, the 
native oxide or oxygen present on the Surface is also 
removed or minimized. In addition, the cleaning may be 
desired to remove contaminants, Such as hydrocarbons and 
metals from the surfaces to be bonded. The interface may 
also be considered as devoid of an oxide. It is possible that 
power Switching devices may work even if a very thin oxide 
layer were present However, the oxide layer would have to 
be thin enough So that both electrons and holes could tunnel 
through the oxide. For example, the oxide layer may be 
desirably less than about 1 nm for Satisfactory operation. 
At Block 62a side B of the first wafer may then optionally 

be implanted, Such as for lifetime killing and/or with dopants 
for layers in the power device as will also be described in 
greater detail below. For example, ion implantation of 
protons, helium, carbon, argon, oxygen, etc. may be used. 
Lifetime killing metals, Such as platinum or gold may also 
be implanted or diffused into the surface. The temperature 
required to diffuse the metals may be generally greater than 
about 450° C., therefore, it may not be possible to have 
aluminum on the back Surface during the anneal. 
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To optimize the forward voltage versus turn-off time, it 
may be desirable in power devices to have localized regions 
of lifetime killing rather than uniform lifetime killing. In 
particular, it is often desirable to have localized regions of 
lifetime killing within the N-type base region near the 
backside of the P+ emitter anode and/or within the P+ 
emitter of an IGBT or MCT as will be readily understood by 
those skilled in the art. There may also be advantages to 
localizing the lifetime killing implants laterally as well as 
Vertically. In this case, a photolithography Step, or metal 
mesh, may be used to confine higher energy protons laterally 
within certain regions. 

It may also be desirable to have very thin dopant layers 
located at or near the bonded interface of either or both of 
the waferS/Substrates. Since all of the high temperature 
processing Steps are performed on the wafers prior to 
thinning, relatively thin dopant layers at or near the bonding 
interface can be obtained by ion implantation or laser 
doping, Since later high temperature Steps are not needed. 
Such high temperature StepS would diffuse the dopants in 
these thin regions. Laser annealing the implanted dopant 
may be performed to activate the dopants as will be readily 
appreciated by those skilled in the art. 
AS an alternative, a photolithographic Step may be used to 

define the location of the ion implanted dopant. For 
example, it may be desirable in Some cases to define an N+ 
buffer layer implant for an IGBT or MCT so that there will 
be little injection of minority carriers into the region near the 
outside of the chip to obtain fast turn-off. 

Since the wafer typically includes a plurality of individual 
die thereon, these die can be tested (Block 64a) and the 
results later used to correlate with the Second Substrate to 
thereby increase the overall process yield. Yet another aspect 
of the invention relates to cutting the wafer along the outer 
streets (Block 66a). This will allow the precise alignment of 
the first and second wafers at Block 68. The wafers, once 
properly aligned, may be bonded by bringing Same together 
at a center point and allowing atomic bonding to tend to 
bring the wafers together extending outwardly from the 
center. In Some embodiments, a relatively high or ultrahigh 
Vacuum may be desirable for the bonding process. The two 
waferS may also be aligned based upon the crystal orienta 
tions of the two wafers as will also be appreciated by those 
skilled in the art. 
At Block 70 a low temperature anneal may be performed. 

In particular, the temperature may be less than about 800° C. 
if aluminum is to be added later, but may be 450° C. or less 
if the aluminum metal interconnects are already provided. If 
a barrier metal layer is provided between the aluminum and 
the Silicon Substrate a higher temperature anneal, e.g., about 
450–550° C. may be permitted. Perhaps the best overall 
gains are achieved if the two wafers are completely pro 
cessed prior to bonding. 
AS noted above, a significant requirement of the bond 

strength is that it be strong enough for a 400° C. anneal to 
allow Sawing or dicing. Accordingly, a bond interface 
energy of 800 ergS/cm is required based on experience. A 
400 C. anneal is potentially low enough to slow the 
formation of a Si-Aleutectic as will be appreciated by 
those skilled in the art. In other embodiments, laser cutting 
may be used So that a lower bond strength may be tolerated 
as will be appreciated by those skilled in the art. 
At Block 74, if no further processing is needed, the 

individual device dies/circuits may be diced from the 
bonded together wafers using conventional techniques as 
will be readily appreciated by those skilled in the art. The 
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8 
power Switching devices produced in accordance with the 
present invention have current transport acroSS the bonding 
interface, that is, perpendicular to the bonding interface. 
The method of the present invention allows the fabrica 

tion of double-sided MOSFET controlled power Switching 
devices with a significant reduction in the number of Sequen 
tial proceSS StepS by about a factor of two compared to 
conventional techniques. The direct bonding approaches 
allows current production recipes for fabricating Single-side 
power devices to be used, and thus a separate proceSS 
Sequence does not need to be developed. The present inven 
tion avoids the critical control of thermal budgets as in 
conventional processing, Since an anneal is optimized for 
one dopant on the top side of the substrate but will not likely 
be optimized for another on the back side. The conventional 
approach may also lead to yield losses from Scratches, etc. 
The present invention overcomes these drawbacks and also 
allows for a gettering operation to remove metal impurities 
prior to bonding. The yield can also be optimized by 
mapping the working die in the two wafers and aligning the 
wafers for best yield. 
The direct bonding after processing of the invention can 

be used to implement high performance IGBTs, MOSFETs, 
and MCTs, for example. The directed bonded devices may 
also have an ultra-thin N+ buffer layer which will provide 
Significant improvements in the turn-off time compared to 
alternate approaches as described in greater detail below. In 
addition, the direct bonded IGBTs and MCTs will have a 
novel feature of positive temperature coefficient for forward 
Voltage which arises from a negative temperature coefficient 
for current gain. 

It may also be advantageous to bond a silicon MOSFET 
current control power device in a first Substrate to a Second 
Substrate that includes SiC material. Other candidates for the 
material of the second substrate may include GaN, InP, and 
GaAS. Wide bandgap materials, Such as SiC., generally have 
a high critical field of electrical breakdown, and also have 
high Saturated drift Velocities. Thus, wide bandgap materials 
are often desirable to be used to Support most of the high 
Voltage drop acroSS depletion layers in power devices. 
Another reason for Selecting a material for the Second 
substrate to be different than silicon is to provide a high 
thermal conductivity. Thus, SiC, which has a three times 
higher thermal conductivity than Silicon may be used for the 
Second Substrate. Of course, in other embodiments, two or 
more non-Silicon Substrates may be processed and bonded in 
accordance with the present invention. 

Turning now to FIGS. 2-5, one aspect of the present 
invention is directed to an approach to achieve a double 
sided MOSFET controlled power Switching device using 
low temperature direct Semiconductor-Semiconductor 
wafer bonding by fabricating two MOSFET current control 
devices on two separate wafers, thinning the wafers from the 
backside to approximately 200 um, and then performing 
aligned bonding of the wafers. Perhaps the greatest advan 
tage of this approach occurs when the two wafers are almost 
completely processed prior to bonding. In this case alumi 
num interconnects are present on the Surface and the maxi 
mum allowed bonding anneal temperature is about 450° C. 
If a barrier metal is used between the aluminum and Silicon 
junction, bond anneal temperature of about 450-550° C. 
may be used. Higher temperature bonding anneals are per 
mitted if the metal interconnects are not present. Of this 
case, the MOSFET current control wafers would be fabri 
cated through the contact window photoStep. One main 
requirement is that the bonding anneal not cause excessive 
diffusion of Source/drain implants, and, thus, bond anneal 
temperatures in the 800-900 C. range are allowed. 
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Initial processing of a first Substrate 80 is shown in FIG. 
2. The first Substrate 80 will be direct bonded to a second 
substrate 95 to produce a double-sided MCT 110 (FIG. 6) as 
will be appreciated by those skilled in the art. A gettering 
implant 91 is provided as described in detail above. Next, as 
shown in FIG. 3, Various dopant regions are formed in the 
upper surface of the substrate 80, along with the illustrated 
Second gate region 81. The illustrated processed portion 
further includes an N-type base 82, an N-type buffer layer 83 
on the N-type base, and a P+ emitter 85 on the P-type base. 
The substrate 80 also includes an anode layer 86 and an N+ 
region 87. 

The first Substrate 80 is joined to the handling substrate 90 
or wafer, and the gettering layer 91 is removed by thinning 
to produce the intermediate structure shown in FIG. 4. A 
lifetime killing implant 92 is schematically illustrated being 
formed in the first Substrate 80 in FIG. 5. In FIG. 6, the thus 
processed first Substrate 80 is joined to a second substrate 95 
after cleaning, direct bonding, and the low temperature 
anneal. The second substrate 95 illustratively includes an 
N-type base 96, a P-type base 97 on the N-type base, an N+ 
emitter 98 on the N-type base, a first gate 99, a cathode layer 
100, and the illustrated P+ region 101. The second substrate 
95 also illustratively includes the lifetime killing implants 
102. An interface 103 is schematically illustrated between 
the first and second Substrates 80, 95. 

Special considerations arise for implementing double 
sided Switching power devices using low temperature direct 
bonding. The first requirement is the need for near ideal 
current conduction across the bonding interface. This 
requires that there be minimal native oxide at the bonding 
interface. Prior researchers have demonstrated that by using 
hydrophobic bonding in which the Silicon Surfaces are 
hydrogen terminated, bonding interfaces with minimal 
native oxide can be obtained. Also special considerations 
should be given to reducing boron and heavy metal con 
tamination during the Surface cleaning operations. Another 
requirement is that bubbles and microvoids must be mini 
mized at the bonding interface. 
Low temperature hydrophobically bonded wafers seem to 

be particularly Susceptible to hydrocarbon generated Voids, 
and thus Special attention should also be paid to cleaning 
procedures that remove hydrocarbons. Yet another require 
ment is low minority carrier recombination at the bonding 
interface. A possible advantage for low temperature direct 
bonding, as compared to conventional high temperature 
anneals (>1100° C.) bonding, it that the low temperature 
bonded interface may have less defects due to lattice mis 
orientation of the two waferS Since there is less driving 
energy for defect formation. 

Turning now to FIGS. 7 through 12, results from bonding 
experiments show that N-type to N-type and P-type to 
P-type silicon <100> wafers can be hydrophobically bonded 
using low temperature anneals without producing potential 
barriers in either the conduction or valence bands. The 
cleaning procedure that was used to achieve a hydrogen 
terminated Surface included combination of O. plasma and 
piranha cleans followed by a 10:1. HF dip, without a water 
rinse following the HF dip. Electrical data for the N-type to 
N-type waferS for various anneal temperatures is shown in 
FIG. 7. 

The presence of potential barriers shows up in the resis 
tance characteristics as a nonlinearity in the resistance for 
low biases. There is no evidence of a potential barrier for the 
600 C. and 700° C. anneals. However, the resistance 
increased for 800° C. anneal and is nonlinear, indicating the 
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formation of a barrier. For a 1000 C. anneal, the resistance 
decreases and does not have nonlinearities. Without wishing 
to be bound thereto, it is theorized that the potential barrier 
that is observed for the 800° C. anneal is most likely caused 
by the activation of boron, present on the wafer Surface prior 
to bonding due to boron absorbed from the atmosphere. For 
the 1000 C. anneal, boron diffuses away from the interface 
resulting in reduction in the potential barrier height. 

Also, the dependence of resistance as a function of area 
and variation of resistance for a given area were examined 
to evaluate the quality of the bonded interface. FIG. 8 shows 
the resistance verSuS inverse area and a Scatter plot of 
resistance values for N-type to N-type waferS annealed at 
400° C. for 9 hours. FIG. 9 shows a similar result for a 
P-type to P-type bond annealed at 400° C. for 24 hours. 
The electrical characteristics of PN junctions prepared by 

low-temperature hydrophobic bonding were also examined. 
FIG. 10 shows forward and reverse current-voltage charac 
teristics for twenty diodes fabricated from hydrophobically 
bonded P-type to N-type wafers for a 600 C. bond anneal. 
The leakage current density is approximately 40 nA/cm 
despite the fact that the edges of the PN junction mesas were 
unpassivated, and which may be the lowest leakage current 
density obtained for hydrophobically bonded wafers. FIG. 
11 shows the calculated ideality factor for small forward 
biases for PN diodes with varying areas. The measurements 
show a strong dependence on area, with the Smallest area 
diodes having the largest ideality factor values. Increases in 
ideality factor values above 1.0 are typically due to minority 
carrier recombination, either at the metallurgical junction or 
the perimeter of the device. The measured dependence on 
area Shows that the high ideality factor is due to recombi 
nation that is occurring at the edges of the unpassivated, 
Sawed mesas. The ideality factor approaches a value of 1.0 
as the area of the diode increases. These are the best ideality 
factors for low temperature bonded devices. 
A significant requirement, in addition to the electrical 

characteristics, is that the bond strength be strong enough for 
a 400 C. anneal to allow sawing or dicing of the Switching 
power devices. From experience, a bond interface energy of 
greater than 800 ergs/cm is required to provide Sufficient 
bond strength. FIG. 12 shows that the bond strength 
increases logarithmically with anneal time, indicating a first 
order reaction for the bond kinetics at 400° C. A 400° C. 
anneal was chose because it is potentially low enough to 
slow the formation of Si-Aleutectic. 

The experimental measurements show that low tempera 
ture direct wafer bonding is a Suitable approach for fabri 
cating double-gate MOSFET controlled Switching power 
devices. Near ideal electrical conduction acroSS the bonding 
interface can be obtained for bond anneal temperatures in 
the range of 400-700 C. A hydrophobic cleansing process 
has been developed that minimizes hydrocarbon generated 
Voids and has very little oxygen at the bonding interface. A 
bond interface energy of 1000 ergs/cmi was obtained for a 
9 hour 400 C. anneal which is sufficient to allow sawing of 
wafers. 

Referring now additionally to FIG. 13, another aspect of 
the invention is described. Because low bonding anneal 
temperatures are used in accordance with the present 
invention, it is possible to have defined metal or Silicide lines 
formed on either or both of the Substrates prior to bonding 
to provide low resistance for a PN junction at the interface, 
if desired. A possible process to implement a low resistance 
metal or Silicide Strapped PN junction is to use a photoli 
thography Step to define an implant of P-type dopant 121 
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into the N-type substrate 122 of the intermediate structure 
120 shown in FIG. 13. A second photostep is used to define 
the location of the metal or silicide strip 123 within the 
P-type dopant region 121. The resist mask can be used to 
etch about 100 nm of silicon. About 30 nm of tungsten can 
be evaporated. The exceSS tungsten that is on the Surface of 
the resist can be removed by lift-off, followed by an anneal 
to form tungsten Silicide 123. AS will be readily appreciated 
by those skilled in the art, an alternate approach may be to 
use a polishing technique to polish Silicide that is formed 
above the Silicon Surface back planar with the adjacent 
Silicon Surface. The Silicide can also be used to lower the 
resistance of a blanket doping layer, Such as lowering the 
P-type base resistance of a Gate Turn-off Thyristor. 

Turning now additionally to FIG. 14, a grid of low 
resistance PN junctions can be used as gates of a vertical 
JFET 130. The pair of illustrated junctions 131, 132 may be 
used to modulate a current flow perpendicular to the 
junctions, that is, acroSS the interface 134. Of course, a 
plurality of Such junctions could also be formed. The deple 
tion regions 135 are formed around the P doped regions 123 
as will be appreciated by those skilled in the art. In yet 
another variation of the invention, MOS gates could be 
formed on the Sides of trenches and operate in the depletion 
mode in which the current is being conducted between the 
channels at Zero Source-to-gate bias, and the gate is biased 
to increase the depletion layer to turn off the device. A grid 
of silicide lines at the interface between the two Substrates 
125, 122 can be used to form a permeable base transistor in 
which reverse biased Schottky diodes are used to modulate 
the current flow perpendicular to the grid of Silicide lines 
123 as will be readily appreciated by those skilled in the art. 

For the above described PN junction, low resistance 
P-type base layer, and Schottky diode, it may be necessary 
to provide a contact to the Silicide from the top Surface of 
either of the Substrates. Vias may be chemically or plasma 
etched from the top surface of either substrate to the silicide 
or metal layer using the Silicide or metal layer as an etch Stop 
layer. Another Suitable technique may be to laser drill a via 
through the upper substrate 125 (FIG. 13), and stop at the 
metal or Silicide layer. 

Yet another aspect of the invention is the ability to 
epitaxially grow Semiconductor layers on either or both of 
the Substrates prior to bonding. If aluminum interconnects 
are on the Substrates, the epitaxial growth should be at a 
temperature of less than 450° C., and less than 450 to 550 
C. if a barrier metal layer is used as described above. 

For example, as illustrated in FIG. 15 it is possible to 
grow an ultra-thin N+ buffer layer to define a SiGe hetero 
junction layer 141 on the silicon Surface of a substrate 145 
prior to bonding to the second substrate 150. The completed 
IGBT 140 also includes an anode layer 142, a P+ substrate 
emitter layer 143 adjacent the anode, and the SiGe buffer 
layer 141 adjacent the interface 144. The upper substrate 150 
includes an external emitter layer 151, a gate layer 152 and 
its underlying insulator layer 153. The upper substrate 150 
also includes the N-type base 155 including the lifetime 
killing implant 156 as discussed above. The other doped 
regions of the upper substrate 150 will be readily understood 
by those skilled in the art without further description. The 
SiGe base-emitter heterojunction that is properly configured 
may also have negative temperature coefficient for current 
gain, and, thus, positive temperature coefficient for forward 
Voltage. This characteristic will provide short circuit pro 
tection and help prevent thermal run away as will be readily 
appreciated by those skilled in the art. 

It is also possible to grow ultra-thin high concentration 
dopant layers on the Surface of a Substrate prior to bonding. 
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For example, as shown in the IGBT 160 of FIG. 16 an 
ultra-thin N+ buffer layer 161 may be grown on the lower 
substrate 162. The other portions of the IGBT 160 of FIG. 
16 are similar to those of FIG. 15 and indicated by the same 
reference numerals So that no further description is needed 
to those skilled in the art. The N+ buffer layer may be 
fabricated by implanting a thin, about 200 nm thick, layer 
with a concentration of about 1x10" cm of N-type dopant, 
Such as arsenic, antimony or phosphorous into the Surface of 
the P+ substrate. The P+ substrate may have a concentration 
of about 3x10" to 1x10' cm of P-type dopant. The 
Substrate can then be annealed at a temperature of from 
about 900 to 1000 C. to anneal the defects created during 
ion implantation as would be readily appreciated by those 
skilled in the art. 

The thinner the N+ buffer layer 161, the faster the turn-off 
time. Typically just before turn-off, the majority of the stored 
base charge is either near or in the N+ buffer layer 161. 
Accordingly, the thinner the N+ buffer layer 161, the closer 
the stored base charge is to the P+ emitter 143 and the less 
distance the Stored base charge has to diffuse to reach the P+ 
emitter and recombine as will also be readily appreciated by 
those skilled in the art. 

It may Sometimes be desirable to prevent injection of 
minority charge carriers into the region outside of the active 
area. A techniques to prevent the injection is to reduce the 
injection efficiency of holes in this region. Thus, a photoli 
thography Step can be performed to define a thick N+ ion 
implant into the regions outside of the active area to thereby 
reduce the injection efficiency. Other techniques could also 
be used, Such as to have a defined oxide barrier at the 
bonding interface 144. 
The thin epitaxial layers of SiGe or high N-type concen 

tration dopant can provide key advantages for the high 
performance IGBTs or MCTs. For example, thin, high 
concentration dopant layers can be used for the N+ buffer of 
an IGBT to achieve short turn-off time and negative tem 
perature coefficient for current gain. Of course, if the Sub 
strate was used as an N+ emitter, then the device would be 
processed to have a P+ ultra-thin buffer layer as will be 
readily appreciated by those skilled in the art. 

Because of the Semiconductor device physics of bandgap 
narrowing in highly doped Semiconductors, it can demon 
strated that if doping concentration of the N+ buffer layer 
161 is greater than the doping concentration of the P+ 
emitter 143, then a negative temperature coefficient for the 
current gain for the backside emitter of the IGBT 160 or an 
MCT can be obtained. The equations for this principle are 
given below. 

Electron Injection Efficiency 

(EIE)=J/J, 

and 

For a short base assumption, w>>L, then 

2 
Ri, QN 
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For Case 1 Egw>Eg->+öEg 

ÖEg = Egp - Egy Qp 

Therefore, as the temperature increases, the EIE decreases. 
For Case 2 Eg<Eg, 

2x-EglkT-2. EIE = - 
QP Op e+6 ERT 

Therefore, as the temperature increases, the EIE decreases. 
The device physics for a P+ emitter with an N+ base 

buffer layer that is higher in concentration than the P+ 
emitter results in a negative temperature coefficient for 
current gain. The profiles are illustrated in FIG. 17 for the 
various portions of the device near the interface. The inter 
face could be on either side of the N+ buffer as will be 
appreciated by those skilled in the art. The negative tem 
perature coefficient for current gain implies that the current 
in an IGBT or MCT decreases as the temperature increases. 
The current decreasing at higher temperatures means that the 
forward voltage will increase. Thus, the IGBT and MCT will 
have a positive temperature coefficient for forward Voltage. 
A positive temperature coefficient for forward Voltage for 
both IGBTs and MCTs is important to prevent thermal 
runaway and providing short circuit protection. 

In designing the N-- buffer layer, it is important to have an 
N+ buffer concentration that is higher than the P+ emitter; 
however, the N+ buffer must also be thin enough to provide 
sufficient current gain for the IGBT and MCT P+ backside 
emitters. 

The approach of using direct bonding or previously 
fabricated Substrates that contain MOSFET current control 
devices has a particular advantage for making an IGBT or 
MCT with the N+ buffer concentration higher than the P+ 
Substrate, and being relatively thin to produce acceptable 
current gain for the backside P+ emitter. A common 
approach used to presently make IGBTs or MCTs is to grow 
the N-- buffer using high temperature epitaxial growth. The 
high temperature epitaxial growth will diffuse the N-- dopant 
to make a thick buffer layer (10 to 20 um thick). Because 
there is a maximum allowed N-- buffer integrated doping 
concentration, it is generally necessary that the N+ concen 
tration be lower than the P+ Substrate concentration to obtain 
backside P+ emitter current gain. Also, high temperature 
(1100 to 1200° C) anneals are typically used to diffuse 
P-type dopant to produce deep P-type junctions for field 
termination. If this high temperature proceSS Step is used 
after the N+ buffer is formed, this anneal will also diffuse the 
N-type dopant increasing the N+ buffer width. Since the 
integrated N+ buffer dopant (concentration integrated over 
thickness) must be low enough to provide Sufficient gain for 
proper IGBT and MCT operation, a thicker N+ buffer must 
have a lower concentration. The high temperature field 
termination anneal thus makes it difficult to have an N+ 
buffer with a concentration greater than the P+ emitter 
concentration. 
A preferred approach to achieve an N+ buffer with a 

dopant concentration higher than the dopant concentration in 

15 

25 

35 

40 

45 

50 

55 

60 

65 

14 
the P+ emitter is to ion implant N-type ions (arsenic, 
phosphorous, antimony) into a P+ Substrate that has a 
concentration of approximately 3x10" cm. Because the 
ion implanted N-type dopant concentration is greater than 
the P+ doping concentration, the N-type dopant will over 
compensate the P+ doping concentration, and a thin, N+ 
layer can be formed on the pre-bonded surface of the 
substrate. The N+ buffer implant can also be made into the 
prebonded surface of the other substrate. Since one of the 
substrates will have a thickness between 100 um and 200 um 
and may have metal interconnects on the Surface thereof, it 
may generally be more difficult to perform the ion implant 
anneal. 
An alternate approach to make a thin N+ buffer with a 

concentration higher than the P+ emitter is to epitaxially 
grow the N+ buffer on the prebonded surface of either 
substrate before bonding. 

If the P+ substrate concentration is too high (such that a 
P+ to N+ junction would have too low of a breakdown 
Voltage, have too much leakage current, or be too high 
concentration so that it is difficult to have an N+ buffer 
concentration greater than the P+ concentration) then an 
alternate approach is to first grow a lower concentration 
P-type epitaxial layer on the P+ substrate as understood with 
reference to FIG. 18. It is likely necessary to optimize the 
thickness and concentration of the P-type epitaxial layer. If 
the P-type epitaxial layer is thick enough (must be thicker 
than the diffusion length of electrons into the P+ emitter), 
then the doping concentration of the P-type epitaxial layer 
will determine the effective emitter concentration that deter 
mines the injection efficiency. For this case, the P-type 
epitaxial layer may be tens of microns thick and have a 
doping concentration of approximately 1x10'7 cm. An 
approach for a thinner P-type epitaxial layer is to perform 
process Steps to reduce the minority carrier lifetime in the 
P-type epitaxial layer. The diffusion length for electrons into 
the P-type emitter is determined by the recombination time 
for electrons in the P-type emitter. For this case of low 
P-type emitter concentrations, relatively low N+ buffer 
concentrations are required to meet the criterion that the N-- 
buffer concentration be greater than the P+ emitter concen 
tration. An N+ buffer ion implant can now be made into the 
epitaxially grown P-type layer, or an N+ epitaxial layer 
grown on the P-type epitaxial layer growth. Direct bonding 
of the two substrates can now be performed. 
AS described above, an alternate way to achieve negative 

temperature coefficient for current gain is to epitaxially grow 
a SiGe strained N+ buffer layer on the prebond surface of 
either substrate. Thin epitaxial layers of SiGe or high N-type 
concentration dopant can provide key advantages for high 
performance IGBTs and MCTs. For example, thin, high 
concentration dopant layers can be used for the N+ buffer of 
an IGBT to achieve short turn-of time and negative tem 
perature coefficient for current gain. 

In particular, thin layers of SiGe can act as the N+ buffer 
layer for an IGBT or MCT. Since the N+ buffer layer will be 
thin, the IGBT will have fast turn-off time. A SiGe base 
emitter heterojunction that is properly designed also has 
negative temperature coefficient for current gain and thus 
positive temperature coefficient for forward Voltage. This 
characteristic will provide short circuit protection and help 
prevent thermal run away. If a first Substrate is used as an N+ 
emitter, then the device would be processed to have a P+ 
buffer made into the second Substrate. 

There are Some non-bonding approaches for achieving an 
N+ buffer concentration higher than the P+ emitter concen 
tration to obtain a positive temperature coefficient for an 
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IGBT and/or MCT. A first approach is an ultra-thinning 
approach, wherein the key requirement to achieve an N+ 
buffer concentration higher than P+ emitter concentration is 
to minimize temperature steps after the N+ buffer formation. 
A preferred fabrication approach is to: 

1. Perform the processing Steps needed to form the 
necessary MOSFET current control devices to implement an 
IGBT or MCT on the front side of a semiconductor Sub 
Strate. A preferred approach is to complete all process Steps 
including all of the metal interconnects, dielectric 
depositions, and photolithography Steps before thinning. 

2. Thin the Substrate from the backside to approximately 
100 um. 

3. Form a P+ emitter into the backside of the thinned 
Substrate by implanting a high dose of boron ion with a peak 
implant depth of approximately 100 nm. 

4. Form a high concentration N+ buffer layer into the 
Substrate back Surface by implanting phosphorous ions to a 
depth of approximately 500 nm. 

5. Anneal to activate boron and phosphorous ion implant 
dopants. If there is metal on the front Surface, the maximum 
anneal temperature is approximately 450 to 550 C. using 
conventional furnace annealing procedures. The 450 to 550 
C. will only partially activate the boron and phosphorous 
implant dopants. 
A technique to achieve almost complete activation of the 

implanted boron and phosphorous ions even with metal 
interconnects present on the front Surface is to use repetitive 
Short pulses of excimer laser illumination. An alternate 
technique to implement an N+ buffer with a higher concen 
tration than the P+ emitter on the back Surface of the thinned 
substrate is to epitaxially grow the N+ buffer and P+ emitter 
on the back Surface at approximately 500 C. If there are 
barrier metals under the aluminum interconnect, then growth 
temperatures of 500 C. are allowed. Molecular Beam 
Epitaxially (MBE) growth techniques include Metal 
Organic Chemical Vapor Deposition (MOCVD) and Ultra 
high Vacuum Chemical Vapor Deposition (UHVCVD). It is 
also possible to deposit N+ and P+ amorphous Silicon layers 
and then regrow the layer's Single crystal layer at approxi 
mately 500 C. using Solid phase epitaxial regrowth. An 
alternate technique to form a P+ emitter on the back Surface 
is to use a P+ polysilicon layer. This type of emitter 
Sometimes has a thin native oxide between the polysilicon 
layer and the Single crystal layer that can provide an increase 
in current gain and in Some cases, leSS change in current gain 
with temperature. 

High anneal temperatures can be used to activate the ion 
implanted dopants on the back Surface if metal interconnects 
are not present on the front Surface in Step 1 (in this case, the 
Substrate is processed to just before metal deposition). In this 
case, the Substrate is thinned, boron and phosphorous are 
implanted into the back Surface, and an anneal at 800 to 900 
C. is used to activate the implanted dopants. It will be 
necessary to perform the proceSS Steps and photolithography 
Steps on the front Surface to complete the process to make an 
IGBT. The difficult aspects of this process are that the wafer 
is approximately 100 um thick at this point. It will generally 
be necessary to temporarily attach the wafer to a Support 
wafer during the remaining proceSS StepS and then to remove 
the Support wafer at the end of the proceSS Steps or just 
before the metal sinter step. Alternately, the thinned IGBT or 
MCT Substrate could be permanently bonded or soldered to 
a metal Substrate, and the remaining processing StepS com 
pleted. 
A technique for making a relatively narrow N+ buffer 

layer is to implant an N+ buffer into the prebond surface of 
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a low N-type dopant concentration Substrate, anneal the 
implant dopant, and then direct bond the Substrate to a P+ 
emitter substrate. It is also possible to implant the N+ buffer 
dopant into the P+ substrate and over compensate the P+ 
dopant concentration. The N-type Substrate is then thinned 
to approximately 100 um and the diffusion and process Steps 
to make an IGBT or MCT are next performed. The highest 
temperature step is a 1100 to 1200° C. anneal to diffuse 
boron to make a deep junction for field termination. This 
high temperature step will cause the N+ buffer to diffuse and 
thus increase the thickness of the N+ buffer. With proper 
design and anneal temperature Steps, it may be possible to 
produce an IGBT or MOSFET with the N+ buffer concen 
tration higher than the P+ emitter concentration. 
One approach to achieve an N+ buffer concentration 

higher than the P+ emitter concentration is to grow a 
relatively thick (10 um) P-type epitaxial layer with a dopant 
concentration of approximately 1x10'7 cm on the P+ 
Substrate as illustrated in FIG. 18. The low concentration 
N-type substrate with the N+ buffer implanted into the 
prebond surface is then direct bonded to the P-type epitaxial 
surface. The effective dopant concentration for the P-type 
emitter injection efficiency will be the P-type epitaxial layer 
dopant concentration rather than the P+ Substrate dopant 
concentration. 

Yet another approach to achieve an N+ buffer concentra 
tion higher than the P+ emitter concentration is to grow a 
relatively thick (10 um-20 um) P-type epitaxial layer with a 
dopant concentration of approximately 1x10'7 cm on the 
P+ substrate as shown in FIG. 18. This epitaxial growth is 
followed by the epitaxial growth of an N+ buffer, and finally 
the epitaxial growth of the N-base layer. Since the epitaxial 
growth is a very high temperature process, it is difficult to 
achieve a thin N+ buffer and thus, it is difficult to achieve the 
condition that the N+ buffer concentration is greater than the 
P+ emitter concentration. The effective dopant concentration 
for the P-type emitter injection efficiency will be the P-type 
epitaxial layer dopant concentration rather than the P+ 
Substrate dopant concentration. 

Another aspect of the invention relates to lateral localized 
lifetime killing near the direct bonded interface of IGBTs 
and MCTS. There can also be advantages to localizing the 
lifetime killing implants 175 laterally as well as vertically as 
shown schematically in the device 170 of FIG. 19. The 
device 170 also is formed from an upper substrate 172 
bonded to the lower substrate 171 at the schematically 
illustrated interface 173. The lower Substrate 171 illustra 
tively includes an N+ doped portion 176 and an N doped 
portion 177. In this case, a photolithography step (or metal 
mesh) would be used to define high energy proton (or other 
lifetime killing implants, defect generation techniques, or 
transition metal diffusions) So that they are laterally confined 
to certain regions. The region of the power device that has 
lifetime killing in it typically has higher forward Voltage 
Since many of the injected carriers recombine in the lifetime 
killing region rather than transit from anode to cathode. By 
laterally confining the ion implanted lifetime killing, there 
will be regions of the device 170 that have no recombination 
of carriers as they transit from the anode to the cathode, and 
thus this portion of the device will have low (or ideal) 
forward Voltage. 
The minority carriers that are in the base layer typically 

are removed from the base layer either by diffusing to the 
emitter-base junction or by diffusing to recombination cen 
ters. In the case that the lifetime killing implants 175 are 
defined laterally, then the minority carriers in the base will 
diffuse laterally to the short lifetime recombination region. 
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Since it is possible to photodefine resist that is approxi 
mately 10 um thick to approximately 3 um feature sizes, the 
lifetime killing region can consist of a grid of 2-3 um 
diameter circular lifetime killing regions 175 that are buried 
approximately 10 um from the prebond interface and are 
Separated approximately every 10 um laterally (parallel lines 
2-3 um wide separated every 10 um is also an option). The 
effective distance the minority carriers then have to travel 
laterally to recombine is approximately 5 lum. Because of 
this short distance, the recombination time will be short. 
Thus, for the case that the lifetime killing is confined 
laterally, a high percentage of the injection PN junction area 
will not have lifetime killing, and an almost ideal turn-off 
time can be obtained while still achieving a fast turn-off time 
by having the minority carriers recombine laterally. 

Experimental evidence indicates that a large fraction of 
helium ion implantation damage in Silicon is not annealed 
for anneals in the 400 to 600 C. temperature range. Thus, 
this implantation lifetime killing damage will remain after 
the low temperature bonding anneal. 

The above described technique of laterally confining the 
lifetime killing also has Similar advantages for non-bonded 
devices such as PN diodes. It is desirable for a diode to have 
a low forward voltage so that it is desirable to have much of 
the diode area not have any lifetime killing. It is also 
desirable to have a fast turn-off time. Since much of the 
Stored charge in a diode is near the PN junction, laterally 
confined lifetime killing regions (potentially implemented 
by high energy helium implant) that are approximately 4 um 
to 8 um into the N-type base from the PN junction are 
desirable. The lifetime killing regions that are Spaced 
approximately 10 um apart laterally will provide a high 
percentage of the area that has no lifetime killing, but will 
yet provide fast turn-off time by allowing the carriers to 
diffuse laterally approximately 5 um to recombine laterally. 
Lateral confined lifetime killing also has similar advantages 
for a thinned IGBT in which the P+ emitter anode is formed 
on the backside of an IGBT or MCT device structure on the 
cathode Side. 

For IGBTs and MCTS, it may be desirable to have the 
lifetime killing near or in the N-- buffer. A common approach 
for fabricating a punchthrough IGBT is by epitaxially grow 
ing the N+ buffer and N-base layer on a P+ substrate. The 
processing steps for the diffusion and MOSFET control 
devices of the IGBT or MCT near the cathode are now 
performed. Because of the high temperature of the epitaxial 
layer growth (typically >1000 C.), lifetime killing, such as 
proton or HE implants or transition metal diffusion are 
typically performed after the epitaxial growth. There are 
Several ion implantation lifetime killing techniques, 
however, than can remain as minority carrier recombination 
centers after the high temperature epitaxial growth. A key 
requirement for these lifetime killing techniques is that the 
ion implantation to cause defects at the Surface on which 
epitaxial layers will be grown So that good quality epitaxial 
layers can be grown. One technique is to implant He ions 
with sufficient energy so that they are buried beneath the 
surface about 0.5 um and at sufficient doses (1x10" cm) 
So that when the Substrate is heated, the He gas expands and 
creates bubbles beneath the silicon Surface. These bubbles 
will Survive the epitaxial layer growth. The siliconside walls 
of the bubbles can then act as precipitation centers for 
transition metals and as recombination centers for minority 
carriers. The approaches to localize the lifetime killing in the 
lateral direction is to use a photolightographically defined 
resist masking layer So that the He implants can define a 
grind of 2-3 um diameter circular lifetime killing regions 
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that are buried about 0.5 um beneath the surface on which 
the epitaxial layer will be grown and are separated about 
every 10 to 20 um laterally. Parallel lines 2-3 um wide may 
be separated every 10–20 um as an option. The process for 
forming and growing the epitaxial layer and lateral lifetime 
killing is thus: 

1. Grow an epitaxial layer including about a 10 um thick 
N+ buffer and a 10 um N- base layer on a P+ substrate. 

2. Perform a photolithography Step to define regions for 
laterally localized He implants. 

3. Perform the He implant. 
4. Heat to create the bubbles in the silicon. 
5. Grow the remaining N-base epitaxial layer. 
Alternatives to the above described process include: 
1. Grow a 20 um N-base epitaxial layer, blanket implant 

Arsenic for the N+ buffer, perform photolithography step for 
the He implant, perform the He implant, heat, and grow the 
remaining N-base epitaxial layer. 

2. Other ion implantation lifetime killing Species that can 
be used in a Similar manner on the He implant described 
above are: 

a.) oxygen implant to create oxygen precipitates that are 
buried beneath the silicon Surface that will act as 
recombination centers. The anneal to create oxygen 
precipitates typically involves a long time anneal at 
650 C. to nucleate the precipitates, an anneal at 950 
C. to grow the precipitates, and then possibly an anneal 
at 1100° C. to grow stacking faults. The ion implanta 
tion dose typically required to create a high density of 
oxygen is typically less than about 1x10" cm and 
will not roughen the Surface as much as is the case for 
the He implant that causes the bubbles. 

b). Carbon implants to create carbon precipitates beneath 
the Surface. 

c). Ge implants to create lateral regions of misfit dislo 
cations that are buried beneath the Surface upon which 
the epitaxial layer is grown. 

d). In Some cases a non-laterally localized killing region 
of the pre-epitaxial growth lifetime killing may be 
desirable. 

The following description relates to alternate approaches 
to implement: 1) an N+ buffer near the P-type body on the 
anode side of the device, 2) a positive temperature coeffi 
cient for forward voltage for a double-side power device, 3) 
the use of a silicon-on-insulator (SOI) substrate to form thin 
anode Side and cathode side devices that need not be 
polished prior to bonding, and 4) electrochemical etching to 
form thin power device layers. 
A number of power Switching applications only require 

forward blocking operation and do not require reverse 
blocking operation. For this case, active device Structure and 
field termination are required on the cathode side of the 
device to achieve high breakdown voltage, however, only a 
low breakdown voltage device is required on the anode side 
of the device. For this case, it is often desirable to have an 
N+ buffer located near the P-type emitter on the anode side 
of the device to achieve a higher breakdown voltage for a 
given total thickness of the device, to achieve a faster 
turn-off Since many of the Stored hole charges in the N-base 
are located within or near the N+ buffer, and to achieve 
negative temperature coefficient for current gain as 
described above. 
The principle methods for implementing an N+ buffer in 

a double-sided device include those described herein for 
direct bonding after the Substrates have been processed. 
There are Several methods which are also appropriate to 
implementing a power Switching device which is fabricated 
using conventional double-sided Semiconductor processing. 
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Epitaxial growth may be used on the anode side Substrate 
prior to fabrication of the anode Side active devices. In this 
approach, an epitaxial layer including an N-base layer 182 
and an N+ buffer layer 181 and finally a lower doped N layer 
is grown on a float Zone N-type substrate 183 as shown in 
FIG. 20. In some cases a two doping concentration buffer 
may be desired for robustness. The two doping concentra 
tion buffer would include the epitaxial growth of a wide, 
lower doping concentration N-type buffer and then a thin N+ 
buffer. The N+ buffer layer will generally be located about 
2 um to 20 um from the top surface. The MOSFET current 
control devices located on the anode Side of the device can 
then be fabricated within the P-type body 185 as illustrated. 
The P body will also form the emitter of a PNP bipolar 
transistor consisting of the P-type body emitter, N+ buffer/ 
N-type base, and P-type collector on the cathode side of the 
device. 

The direct bond approach used to fabricate a double-sided 
power device including the above described N+ buffer is to 
fabricate the anode Side Substrate as described above, thin to 
about 10 um to 200 um, polish and clean the Surface, 
hydrogen terminate the Surface, and then direct bond to a 
thinned and polished cathode side substrate 190 as shown in 
FIG. 21. Note that the direct bond approach can readily form 
the two-step N buffer as described above by having the 
N-type Substrate concentration of the anode side Substrate 
180 be the desired concentration of the lower concentration 
N-type buffer of the two step N-type buffer. A double-sided 
power device with an N+ buffer near the anode side current 
control device can be fabricated by epitaxial growth as 
described above, but with the double-sided semiconductor 
processing instead of the direct wafer bond technique. 
A high energy implant of phosphorous may be used to 

form the N+ buffer region 181' of the Substrate 180' as shown 
in FIG. 22. The other portions of the substrate 180' are the 
same as those described above for FIGS. 20 and 21, and 
need no further discussion herein. FIG. 23 further illustrates 
the bonding of the two substrates 190, 180' and needs no 
further description. 
A positive temperature coefficient for forward Voltage for 

a double-sided power device can be obtained by having an 
N+ buffer concentration greater than the P-type body emitter 
concentration as described above. In this case it is generally 
desirable to have the N+ buffer layer 210 adjacent or near the 
P-type body 202 as shown in the anode side substrate 200 in 
FIG. 24. The N+ buffer layer is formed on the N- base float 
Zone substrate portion 203. FIG. 25 illustrates the direct 
bonding of the thus formed anode side Substrate 200 to the 
illustrated cathode side Substrate 210. 
An alternate approach to implement an N+ buffer is to use 

Silicon-on-insulator (SOI) technology. In this approach, an 
N+ ion implant to form the N+ buffer 221 is made into one 
surface of a the anode side substrate 220 as shown in the top 
portion of FIG. 26. This substrate 220 will later be bonded 
to the silicon Substrate 227 with oxide 226 on the Surface 
thereof to form the SOI substrate 225 as shown in the lower 
portion of FIG. 26. The active device portion of the anode 
Side Substrate 220 is next fabricated as Seen in the upper 
portion of FIG. 26. Prior to direct bonding to form the 
double-sided power device, the silicon substrate and SOI 
layer are removed by protecting the front Surface of the 
wafer, grinding to within 50 um of the oxide layer, chemi 
cally etching the Silicon and Stopping the etch at the oxide 
layer, and finally chemically etching the oxide layer. An 
advantage of the SOI Substrate is that the Surface roughness 
should be Sufficiently Small So that a polishing operation is 
not required. The previously fabricated anode Side Substrate 
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220 can be direct bonded to the previously fabricated 
cathode side Substrate 230 as shown in FIG. 27. 
An ion implanted N+ buffer may be formed into the 

prebond Surface of an ultra-thin previously fabricated anode 
side substrate. In this approach to form an N+ buffer layer 
near the P body of the anode side substrate, an N+ ion 
implant is made into one of the prebond Surface of either the 
anode Side or cathode Side Substrate. It is generally desirable 
that the anode side substrate be about 3 um to 20 um thick 
to form the N+ buffer near the P-body. The ultra-thin anode 
side substrate can be implemented by the SOI approach 
described immediately above, grinding, and polishing, 
hydrogen ion implant layer splitting, and electrochemical 
etchstop plus polishing. 
A thin anode Side Substrate can be formed by epitaxially 

growing an N-type base layer, N+ buffer, N-type base layer 
on a P-type Substrate and forming an anode side active 
device as described above. In the electrochemical etch Stop 
approach, typically the P-type Substrate is etched with the 
etch stopping within the PN junction depletion layer. Thus, 
thin active Side Substrates can be formed. It is generally 
necessary that the Surface be polished to obtain a Small 
enough Surface roughness to direct bond to the cathode side 
Substrate. The electrochemical etch Stop technique requires 
a method to make electrical contact to the front Side of the 
device while at the same time protecting the front Side of the 
wafer. A potential approach is to perform both functions by 
using a conductive polymer. 

Another SOI approach to fabricate thin substrates for 
direct bonding to form a double-sided power device is to 
fabricate one or both sides of a double-sided power device 
in the top silicon layer of an SOI substrate, remove the 
substrate and oxide, and direct bond two previously fabri 
cated Substrates to form the device. The primary advantage 
of this approach is that it is not necessary to polish the 
prebond surface prior to direct bonding. The SOI approach 
to direct bonded double-sided power devices is useful 
whether or not an N+ buffer is included and is even useful 
if only forming a one sided IGBT or MCT device. In 
forming an SOI Substrate, the typical process is to direct 
bond an oxidized Surface of Small Surface roughness (<1 
nm), and prime the Surface finish of the Silicon wafer to a 
Silicon handle Substrate. Thus, the Silicon Surface that is 
adjacent the buried oxide layer has a Small Surface rough 
neSS. The approach to use an SOI Substrate to form a 
double-sided power device is then to polish the top Silicon 
layer to the desired thickness generally in the range of about 
3 to 100 um thickness, fabricate the power Switching device 
in the top Silicon layer, remove the Silicon handle Substrate, 
remove the oxide layer, potentially ion implant into the 
prebond surface, and then direct bond two previously fab 
ricated Substrates to form a double-sided power Switching 
device. This process may be better understood with refer 
ence to FIGS. 28 and 29. In FIG. 28, the anode side substrate 
230 is bonded to the SOI substrate 240, and in FIG. 29, afer 
the SOI substrate is removed, the anode side Substrate 230 
is joined to the cathode side substrate 250. 
AS will be readily appreciated by those skilled in the art, 

it may also be desirable to join more than two Substrates as 
described herein. For example, Some high Voltage power 
devices may require a Silicon Substrate thickness of 2 mm. 
This is a relatively thick substrate that can be formed by 
bonding together four 0.5 mm thick Substrates, and with the 
top and bottom Substrates having the processing already 
performed prior to bonding in accordance with the inven 
tion. 

Although most of the description has discussed the for 
mation of MOSFET control devices on one or both of the 
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wafer surfaces, it should be understood by the inventive 
principles and techniques also apply to non-MOSFET cur 
rent control devices, such as Gate Turn-off Thyristors, 
thyristors, bipolar transistors and diodes. It should further be 
understood that "wafer' and “substrate' have been used 
interchangeably herein, and that each are intended to cover 
Single as well as multiple devices. 
Many modifications and other embodiments of the inven 

tion will come to the mind of one skilled in the art having 
the benefit of the teachings presented in the foregoing 
descriptions and the associated drawings. Therefore, it is to 
be understood that the invention is not to be limited to the 
Specific embodiments disclosed, and that modifications and 
embodiments are intended to be included within the scope of 
the appended claims. 

That which is claimed is: 
1. A method for making a Semiconductor circuit from a 

plurality of Semiconductor Substrates, the method compris 
ing the Steps of 

processing at least one Surface of at least one of the 
Substrates to form at least one active device of the 
Semiconductor circuit; 

thinning at least one of the Substrates, 
bonding the plurality of Substrates together after the 

processing and thinning StepS. So that the at least one 
processed Surface including the at least one active 
device defines an Outer Surface of the Semiconductor 
circuit; and 

annealing the bonded together Substrates at an anneal 
temperature So as to not adversely effect the at least one 
active device. 

2. A method according to claim 1 wherein the Step of 
thinning comprises removing a Surface portion of the least 
one Substrate opposite the processed Surface. 

3. A method according to claim 1 wherein the Step of 
thinning comprises thinning to a thickness of less than about 
200 lum. 

4. A method according to claim 1 further comprising the 
Step of polishing the thinned Surface to a predetermined 
Surface roughness. 

5. A method according to claim 1 further comprising the 
Step of forming a gettering layer for the at least one Substrate 
prior to thinning, and wherein the Step of thinning comprises 
removing the gettering layer. 

6. A method according to claim 5 wherein the step of 
forming the gettering layer comprises performing at least 
one of a phosphorous diffusion, an ion implantation of argon 
or carbon, and polysilicon deposition. 

7. A method according to claim 5 wherein the step of 
forming the gettering layer comprises forming Same prior to 
the processing step. 

8. A method according to claim 1 further comprising the 
Step of forming an implanted region at a Surface of the at 
least one Substrate opposite the processed Surface prior to 
bonding. 

9. A method according to claim 8 wherein the step of 
implanting comprises implanting with a lifetime killing 
implant. 

10. A method according to claim 9 wherein the step of 
implanting comprises implanting in a predetermined pattern 
to define a plurality of laterally spaced lifetime killing 
implant regions. 

11. A method according to claim 9 wherein the lifetime 
killing implant comprises at least one of protons, helium, 
carbon, OXygen, argon, Silicon, platinum, palladium, gold, 
iron and nickel. 

12. A method according to claim 1 further comprising the 
Step of forming a doped layer at a Surface of the at least one 
Substrate opposite the processed Surface prior to bonding. 
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13. A method according to claim 12 wherein the step of 

forming the doped layer comprises implanting a dopant into 
the Surface. 

14. A method according to claim 13 wherein the at least 
one Substrate has a first conductivity type dopant; and 
wherein Step of implanting a dopant comprises implanting a 
dopant of a Second conductivity type into the doped layer at 
a concentration greater than a concentration of the first 
dopant in the Substrate. 

15. A method according to claim 14 further comprising 
the Step of activating the implanted dopant. 

16. A method according to claim 12 wherein the step of 
forming the doped layer comprises forming an epitaxial 
doped layer. 

17. A method according to claim 1 further comprising the 
Step of forming an epitaxial layer at a Surface of the at least 
one Substrate opposite the processed Surface prior to bond 
Ing. 

18. A method according to claim 17 wherein the at least 
one Substrate comprises Silicon and the epitaxial layer 
comprises germanium. 

19. A method according to claim 1 wherein the step of 
processing comprises forming a highly doped buffer layer of 
a first conductivity type on a doped Substrate of the first 
conductivity type. 

20. A method according to claim 1 wherein the step of 
processing comprises implanting a highly doped buffer layer 
of a first conductivity type in a doped substrate of the first 
conductivity type. 

21. A method according to claim 1 wherein the Step of 
bonding is carried out in a vacuum. 

22. A method according to claim 1 further comprising the 
Step of mounting at least one of the Substrates to be thinned 
onto a handling Substrate prior to thinning. 

23. A method according to claim 1 further comprising the 
Step of aligning the Substrates prior to bonding. 

24. A method according to claim 23 wherein the step of 
aligning comprises: 

defining predefined corresponding portions in each Sub 
Strate, 

cutting the Substrates along the predefined portions to 
define cut edges, and 

aligning the Substrates along the cut edges. 
25. A method according to claim 23 further comprising 

the Step of testing individual devices on each Substrate, and 
aligning the Substrates to increase a yield of the devices. 

26. A method according to claim 1 wherein the Step of 
processing comprises forming a metal layer; and wherein the 
anneal temperature is less than a temperature related to a 
characteristic of the metal layer. 

27. A method according to claim 1 wherein the step of 
processing comprises forming an aluminum layer; and 
wherein the anneal temperature is less than about 450° C. 

28. A method according to claim 1 wherein the step of 
processing comprises forming an aluminum layer, and form 
ing a barrier metal between the aluminum layer and Sub 
Strate; and wherein the anneal temperature is in a range of 
about 450 to 550° C. 

29. A method according to claim 1 wherein the step of 
processing comprises forming at least doped region; further 
comprising the Step of forming at least one metal layer after 
the annealing Step; and wherein the anneal temperature is 
less than about 800° C. 

30. A method according to claim 1 wherein the anneal 
temperature is greater than about 400° C. 

31. A method according to claim 1 wherein the step of 
annealing comprises annealing for a predetermined time. 
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32. A method according to claim 1 wherein the Substrates 
comprise Silicon; and further comprising the Step of hydro 
gen terminating Silicon Surfaces prior to the bonding Step. 

33. A method according to claim 1 further comprising the 
Step of cleaning Surfaces to be bonded of at least one of 
hydrocarbons and metals. 

34. A method according to claim 1 wherein the at least one 
active device comprises at least one MOSFET control 
device. 

35. A method according to claim 1 wherein the plurality 
of Substrates is two; and wherein the processing Step com 
prises processing both Substrates. 

36. A method according to claim 1 wherein the step of 
bonding comprises bonding at a predetermined temperature 
in a predetermined ambient, and with a predetermined 
preSSure. 

37. A method according to claim 1 wherein the step of 
annealing comprises annealing in a predetermined ambient, 
and with a predetermined pressure. 

38. A method for making a Semiconductor circuit from a 
plurality of Semiconductor Substrates, the method compris 
ing the Steps of 

forming a gettering layer for at least one of the Substrates, 
processing at least one Surface of at least one of the 

Substrates to form at least one active device of the 
Semiconductor circuit; 

thinning at least one of the Substrates and thereby remov 
ing the at least one gettering layer; 

bonding the plurality of Substrates together after the 
processing and thinning StepS. So that the at least one 
processed Surface including the at least one active 
device defines an Outer Surface of the Semiconductor 
circuit; and 

annealing the bonded together Substrates at an anneal 
temperature So as to not adversely effect the at least one 
active device. 

39. A method according to claim 38 wherein the step of 
forming the gettering layer comprises performing at least 
one of a phosphorous diffusion, an ion implantation of 
argon, Silicon, oxygen, or carbon, and polysilicon deposi 
tion. 

40. A method according to claim 39 wherein the step of 
forming the gettering layer comprises forming Same prior to 
the processing step. 

41. A method according to claim 38 wherein the step of 
processing comprises forming a metal layer; and wherein the 
anneal temperature is less than a temperature related to a 
characteristic of the metal layer. 

42. A method according to claim 38 wherein the step of 
processing comprises forming an aluminum layer; and 
wherein the anneal temperature is less than about 450° C. 

43. A method according to claim 38 wherein the step of 
processing comprises forming an aluminum layer, and form 
ing a barrier metal between the aluminum layer and Sub 
Strate; and wherein the anneal temperature is in a range of 
about 450 to 550° C. 

44. A method according to claim 38 wherein the step of 
processing comprises forming at least doped region; further 
comprising the Step of forming at least one metal layer after 
the annealing Step; and wherein the anneal temperature is 
less than about 800° C. 

45. A method according to claim 38 wherein the anneal 
temperature is greater than about 400 C. 

46. A method according to claim 38 wherein the step of 
processing comprises completely processing the at least one 
Substrate to form all active devices and interconnections. 
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47. A method according to claim 38 wherein the at least 

one active device comprises at least one MOSFET control 
device. 

48. A method for making a Semiconductor circuit from a 
plurality of Semiconductor Substrates, the method compris 
ing the Steps of: 

processing at least one Surface of at least one of the 
Substrates to form at least one active device of the 
Semiconductor circuit; 

implanting a region of at least one Substrate opposite the 
processed Surface; 

bonding the plurality of Substrates together after the 
processing and thinning StepS. So that the at least one 
processed Surface including the at least one active 
device defines an Outer Surface of the Semiconductor 
circuit, and 

annealing the bonded together Substrates at an anneal 
temperature So as to not adversely effect the at least one 
active device and the implanted region. 

49. A method according to claim 48 further comprising 
the Step of thinning at least one of the Substrates prior to the 
bonding Step. 

50. A method according to claim 48 wherein the step of 
implanting comprises implanting with a lifetime killing 
implant. 

51. A method according to claim 50 wherein the step of 
implanting comprises implanting in a predetermined pattern 
to define a plurality of laterally spaced lifetime killing 
implant regions. 

52. A method according to claim 51 wherein the lifetime 
killing implant comprises at least one of protons, helium, 
carbon, OXygen, argon, Silicon, platinum, palladium, gold, 
iron and nickel. 

53. A method according to claim 48 wherein the step of 
implanting comprises implanting a dopant into the Surface. 

54. A method according to claim 53 wherein the at least 
one Substrate has a first conductivity type dopant; and 
wherein Step of implanting a dopant comprises implanting a 
dopant of a Second conductivity type into the doped layer at 
a concentration greater than a concentration of the first 
dopant in the Substrate. 

55. A method according to claim 48 wherein the step of 
processing comprises forming a metal layer; and wherein the 
anneal temperature is less than a temperature related to a 
characteristic of the metal layer. 

56. A method according to claim 48 wherein the step of 
processing comprises forming an aluminum layer; and 
wherein the anneal temperature is less than about 450° C. 

57. A method according to claim 48 wherein the step of 
processing comprises forming an aluminum layer, and form 
ing a barrier metal between the aluminum layer and Sub 
Strate; and wherein the anneal temperature is in a range of 
about 450 to 550° C. 

58. A method according to claim 48 wherein the step of 
processing comprises forming at least doped region; further 
comprising the Step of forming at least one metal layer after 
the annealing Step; and wherein the anneal temperature is 
less than about 800° C. 

59. A method according to claim 48 wherein the anneal 
temperature is greater than about 400° C. 

60. A method according to claim 48 wherein the step of 
processing comprises completely processing the at least one 
Substrate to form all active devices and interconnections. 

61. A method according to claim 48 wherein the at least 
one active device comprises at least one MOSFET control 
device. 

62. A method for making a Semiconductor circuit from a 
plurality of Semiconductor Substrates, the method compris 
ing the Steps of: 
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processing at least one Surface of at least one of the 
Substrates to form at least one active device of the 
Semiconductor circuit; 

forming an epitaxial layer on a Surface of at least one 
Substrate opposite the processed Surface; 

bonding the plurality of Substrates together after the 
processing and thinning StepS. So that the at least one 
processed Surface including the at least one active 
device defines an Outer Surface of the Semiconductor 
circuit; and 

annealing the bonded together Substrates at an anneal 
temperature So as to not adversely effect the at least one 
active device. 

63. A method according to claim 61 further comprising 
the Step of thinning at least one of the Substrates prior to the 
bonding Step. 

64. A method according to claim 61 wherein the step of 
forming an epitaxial layer comprises forming an epitaxial 
doped layer to define a relatively thin buffer layer. 

65. A method according to claim 64 wherein the step of 
forming the doped epitaxial layer comprises forming same 
to have a dopant concentration greater than an adjacent 
Substrate portion. 

66. A method according to claim 62 wherein the at least 
one Substrate comprises Silicon and the epitaxial layer 
comprises germanium. 

67. A method according to claim 62 wherein the step of 
processing comprises forming a metal layer; and wherein the 
anneal temperature is less than a temperature related to a 
characteristic of the metal layer. 

68. A method according to claim 62 wherein the step of 
processing comprises forming an aluminum layer; and 
wherein the anneal temperature is less than about 450° C. 

69. A method according to claim 62 wherein the step of 
processing comprises forming an aluminum layer, and form 
ing a barrier metal between the aluminum layer and Sub 
Strate; and wherein the anneal temperature is in a range of 
about 450 to 550° C. 

70. A method according to claim 62 wherein the step of 
processing comprises forming at least doped region; further 
comprising the Step of forming at least one metal layer after 
the annealing Step; and wherein the anneal temperature is 
less than about 800° C. 

71. A method according to claim 62 wherein the anneal 
temperature is greater than about 400 C. 

72. A method according to claim 62 wherein the step of 
processing comprises completely processing the at least one 
Substrate to form all active devices and interconnections. 

73. A method according to claim 62 wherein the at least 
one active device comprises at least one MOSFET control 
device. 
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74. A method for making a Semiconductor circuit from a 

plurality of Semiconductor Substrates, the method compris 
ing the Steps of: 

processing at least one Surface of at least one of the 
Substrates to form at least one active device of the 
Semiconductor circuit; 

implanting a region of at least one Substrate opposite the 
processed Surface in a predetermined pattern to define 
a plurality of laterally spaced lifetime killing implant 
regions; 

bonding the plurality of Substrates together after the 
processing and thinning StepS. So that the at least one 
processed Surface including the at least one active 
device defines an Outer Surface of the Semiconductor 
circuit, and 

annealing the bonded together Substrates at an anneal 
temperature So as to not adversely effect the at least one 
active device and the implanted regions. 

75. A method according to claim 74 further comprising 
the Step of thinning at least one of the Substrates prior to the 
bonding Step. 

76. A method according to claim 75 wherein the lifetime 
killing implant comprises at least one of protons, helium, 
carbon, OXygen, argon, Silicon, platinum, palladium, gold, 
iron and nickel. 

77. A method according to claim 74 wherein the step of 
processing comprises forming a metal layer; and wherein the 
anneal temperature is less than a temperature related to a 
characteristic of the metal layer. 

78. A method according to claim 74 wherein the step of 
processing comprises forming an aluminum layer; and 
wherein the anneal temperature is less than about 450° C. 

79. A method according to claim 62 wherein the step of 
processing comprises forming an aluminum layer, and form 
ing a barrier metal between the aluminum layer and Sub 
Strate; and wherein the anneal temperature is in a range of 
about 450 to 550° C. 

80. A method according to claim 74 wherein the step of 
processing comprises forming at least doped region; further 
comprising the Step of forming at least one metal layer after 
the annealing Step; and wherein the anneal temperature is 
less than about 800° C. 

81. A method according to claim 74 wherein the anneal 
temperature is greater than about 400° C. 

82. A method according to claim 74 wherein the step of 
processing comprises completely processing the at least one 
Substrate to form all active devices and interconnections. 

83. A method according to claim 74 wherein the at least 
one active device comprises at least one MOSFET control 
device. 
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