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ABSTRACT 
An electrolyte for a rechargeable lithium battery includes a 
non-aqueous organic solvent; a lithium salt; a first com­
pound represented by Chemical Formula 1; and a second 
compound represented by Chemical Formula 2, wherein an 
amount of the first compound is about 0.05 wt% to about 10 
wt% and an amount of the second compound is about 0.05 
wt% to about 10 wt%. 

[Chemical Formula 1] 

[Chemical Formula 2] 

In Chemical Formulae 1 and 2, the substituents are the same 
as defined in the detailed description. 
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FIG. 2 
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FIG. 3 

-- Comparative Example 1 
---- Comparative Example 2 
-- Comparative Example 3 
------- Example 1 
-- Example2 
----- Example 3 

1.600 ~-------------~ 
1.600 

,_ 1.600 - - - - - - - - - - - - - - - - - - - - _I_ - - - - - - - - - _l - - - - - - - - - - - - - - - - - - - - - - - - - - - - - _I_ -

' ' ' <( ' ' 
' ' 

S 1.600 
.f--1 

~ 1.600 

' ' 
' ' ' -------------- ------i----------7---------- ---------- ----------i--

' ' 
' ' 

I-
:::, I I I 

u 1. 600 ---- -- ----- --------- -:----- -----~- --- ------ ----- ----- ---- ---- --:-- ---------
' ' ' 
' ' ' 

1.600 : , : 
' 
' 1.600 --------------------+--------+--------- ----------='~=:::==~=-i..i.c 

' ' 1.600 L__ ___ -'-----: _ ___:_' _____:~ _ ___:__ ........... ~~-~ 

3 3.5 4 4.5 5 5.5 6 6.5 7 

Potentia I (V) 



Patent Application Publication Mar. 9, 2017 Sheet 4 of 8 

FIG. 4 

~ 
E 

-----­...... 
C: 

~ 
::::, 
u 

-- Comparative Example 1 
---- Comparative Example 2 
-- Comparative Example 3 
------- Example 1 
-- Example 2 
----- Example 3 

US 2017/0069934 Al 

0.000 L__ __ J.-iiiiiiiiiii~~".'.'::..:_ _ _.l_ __ _J 

5 5,5 6 6.5 7 

Potential (V) 



Patent Application Publication Mar. 9, 2017 Sheet 5 of 8 US 2017/0069934 Al 

FIG. 5 

40% ,--------,-------,-----------,---, 

35% 

30% 

-- 25% ?fi!, 

Q.} 
u, 
ro 
~ 
u 
C: 

V> u, 
Q.} 
C: 

.::.J!. 
u 

..c: 
I-

20% 

15% 

10% 

------- Example 1 
-- Example2 
----- Example 3 
-- Comparative Example 1 
---- Comparative Example 2 _____ _ 
-- Comparative Example 3 

7 14 

Storage time ( day) 

21 

' --------1----, 
' ' ' ' ' 

28 



90
%

 

80
%

 

70
%

 

60
%

 

50
%

 

40
%

 

30
%

 

20
%

 

10
%

 

0%
 

FI
G

. 
6 

77
.7

%
 

77
.6

%
 

78
.8

%
 

73
.4

%
 

75
.4

%
 

67
.0

%
 

38
%

 

Ex
am

ple
! 

Ex
am

ple
2 

Ex
am

ple
3 

Co
m

pa
ra

tiv
e 

Co
m

pa
ra

tiv
e 

Co
m

pa
ra

tiv
e 

Ex
am

pl
el

 
Ex

am
ple

2 
Ex

am
ple

3 

■
 

Th
ick

ne
ss

 v
ar

ia
tio

n 

D
 C

ap
ac

ity
 re

te
nt

io
n 

""O
 

~
 .....
 

('
D

 =
 

.....
 t "e
 -.... ('

) 

~
 .....
 .... 0 =
 

""O
 =
 

O
" -.... ('
) 

~
 .....
 .... 0 =
 

~
 

~
 :-: ~\

,C
i 

N
 

0 .... --.
.J rJ
J =­ ('D ('

D
 .....
 

O
'I 

0 .... Q
O

 

c rJ
J 

N
 

0 .... ~ 0 0 O
'I 

\,C
i 

\,C
i 
~
 

.i;
...

 >
 .... 



Patent Application Publication Mar. 9, 2017 Sheet 7 of 8 US 2017/0069934 Al 

FIG. 7 
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ELECTROLYTE FOR RECHARGEABLE 
LITHIUM BATTERY AND RECHARGEABLE 

LITHIUM BATTERY 

RELATED APPLICATIONS 

[0001] Any and all priority claims identified in the Appli­
cation Data Sheet, or any correction thereto, are hereby 
incorporated by reference under 37 CFR 1.57. For example, 
this application claims priority to and the benefit of Korean 
Patent Application No. 10-2015-0125029 filed in the Korean 
Intellectual Property Office on Sep. 3, 2015, the disclosure 
of which is incorporated herein by reference in its entirety. 

BACKGROUND 

[0002] Field 

[0003] This disclosure relates to an electrolyte for a 
rechargeable lithium battery and a rechargeable lithium 
battery including the same are disclosed. 

[0004] Description of the Related Technology 

[0005] A rechargeable lithium battery may be recharged 
and has three or more times higher energy density per unit 
weight than a conventional lead storage battery, nickel­
cadmium battery, nickel hydrogen battery, nickel zinc bat­
tery and the like, and may be charged at high rates and thus, 
is commercially manufactured for a laptop, a cell phone, an 
electric tool, an electric bike, and the like, and as a result 
there has been an increase in research activity on enhancing 
the energy density. 

[0006] Generally, a rechargeable lithium battery includes a 
positive electrode, a negative electrode, a separator disposed 
between the positive electrode and the negative electrode, 
and an electrolyte. 

[0007] Recently, as the need for a rechargeable lithium 
battery having a high energy density has increased, for 
example, a rechargeable battery for an electric vehicle, as a 
result research activity for a high voltage positive active 
material that can improve the energy density via high 
voltage has also increased. But there has been very little 
investigation in regards to an electrolyte additive for pre­
venting oxidation of an electrolyte at the interface of an 
electrolyte with a positive active material. 

SUMMARY 

[0008] One embodiment provides an electrolyte for a 
rechargeable lithium battery having improved swelling char­
acteristics, retention capacity, and improved swelling char­
acteristics during storage at a high voltage and a high 
temperature. 

[0009] Another embodiment provides a rechargeable 
lithium battery including the electrolyte. 

[0010] One embodiment provides an electrolyte for a 
rechargeable lithium battery including a non-aqueous 
organic solvent; a lithium salt; a first compound represented 
by Chemical Formula 1; and a second compound repre­
sented by Chemical Formula 2, wherein an amount of the 
first compound is about 0.05 wt% to about 10 wt% and an 
amount of the second compound is about 0.05 wt% to about 
10 wt%. 
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[CHEMICAL FORMULA 1] 

[0011] In some embodiments, in the Chemical Formula 1; 
k, m and n are independently an integer of O to 20, and k, m 
and n are selected to provide an asymmetric structure of 
Chemical Formula 1. In one embodiment, the k, m and n 
may be different integers from each other. 
[0012] In some embodiments, in the Chemical Formula 1; 
R1, R2

, R3
, R4

, Rs, and R6 are each independently hydrogen, 
a substituted or unsubstituted Cl-C30 alkyl group, a sub­
stituted or unsubstituted Cl-C30 alkoxy group, a halogen, a 
Cl-CS fluoroalkyl group, a substituted or unsubstituted 
C2-C30 alkenyl group, a substituted or unsubstituted 
C6-C30 aryl group, a carbonyl group, or an amine group. In 
some embodiments, the R1, R2

, R3
, R4

, Rs, and R6 may 
independently be hydrogen, a substituted or unsubstituted 
Cl-C30 alkyl group, a substituted or unsubstituted Cl-C30 
alkoxy group, or a Cl-C5 fluoroalkyl group. 

[CHEMICAL FORMULA 2] 

[0013] In some embodiments, in the Chemical Formula 2; 
n is an integer of 1 to 3, and X is hydrogen, a halogen, a 
substituted or unsubstituted Cl-ClO alkyl group, or a sub­
stituted or unsubstituted Cl-ClO alkoxy group. 
[0014] In some embodiments, an amount of the first com­
pound may be about 0.5 wt% to about 5 wt% based on 100 
wt% of the electrolyte for a rechargeable lithium battery. In 
one embodiment, an amount of the second compound may 
be about 0.5 wt% to about 5 wt% based on 100 wt% of 
the electrolyte for a rechargeable lithium battery. 
[0015] In some embodiments, the first compound may be 
1,3,6 or 1,2,6-hexanetricarbonitrile, 1,2,4 or 1,3,5-pentanet­
ricarbonitrile, 2-fluoro or 5-fluoro-hexanetricarbonitrile, or a 
combination thereof. In some embodiments, the second 
compound may be y-butyrolactone, y-caprolactone, y-vale­
rolactone, fluoro y-butyrolactone, or a combination thereof. 
[0016] In some embodiments, the electrolyte may include 
at least one additive selected from fluoroethylene carbonate, 
vinylethylene carbonate, succinonitrile, polysulfone, and a 
combination thereof. 
[0017] In some embodiments, the electrolyte may be used 
in a battery operated at a high voltage of greater than or 
equal to about 4.35 V. 
[0018] Some embodiments provide a rechargeable lithium 
battery including a negative electrode including a negative 
active material, a positive electrode including a positive 
active material; and the electrolyte. 
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[0019] Other embodiments are included in the following 
detailed description. 
[0020] In some embodiments, a rechargeable lithium bat­
tery having high-rate charge and discharge characteristics 
and cycle-life characteristics may be realized. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0021] FIG. 1 is a schematic view showing the structure of 
a rechargeable lithium battery cell according to one embodi­
ment. 
[0022] FIG. 2 is a graph showing the LSV (Linear Sweep 
Voltammetry) results of battery cells according to Examples 
1 to 3 and Comparative Examples 1 to 3 at room tempera­
ture. 
[0023] FIG. 3 is a graph showing the LSV (Linear Sweep 
Voltammetry) results of battery cells according to Examples 
1 to 3 and Comparative Examples 1 to 3 at a high tempera­
ture. 
[0024] FIG. 4 is a graph enlarging a part of FIG. 3. 
[0025] FIG. 5 is a graph showing the thickness increase 
rates of battery cells according to Examples 1 to 3 and 
Comparative Examples 1 to 3 when stored at a high tem­
perature. 
[0026] FIG. 6 is a graph showing the thickness increase 
rates and capacity retentions of the battery cells according to 
Examples 1 to 3 and Comparative Examples 1 to 3 when 
stored at a high temperature. 
[0027] FIG. 7 is a graph showing gas components gener­
ated from the rechargeable lithium battery cells according to 
Examples 1 to 3 and Comparative Examples 1 to 3 when 
stored at a high temperature. 
[0028] FIG. 8 is a graph showing the thermal impact 
thickness change rates of the rechargeable lithium battery 
cells according to Examples 2 and 3 and Comparative 
Examples 1 to 2. 

DETAILED DESCRIPTION 

[0029] Hereinafter, embodiments are described in detail. 
However, these embodiments are exemplary, and this dis­
closure is not limited thereto. 
[0030] An electrolyte for a rechargeable lithium battery 
according to one embodiment includes a non-aqueous 
organic solvent; a lithium salt; a first compound represented 
by Chemical Formula 1; and a second compound repre­
sented by Chemical Formula 2. 
[0031] Herein, an amount of the first compound may be 
about 0.05 wt% to about 10 wt% based on 100 wt% of the 
electrolyte for a rechargeable lithium battery. When the first 
compound is included in an amount smaller than about 0.05 
wt %, the number of functional groups available for bonding 
with the positive active material is insufficient, and thus 
there is deterioration in the suppression of gas generation of 
the positive electrode during the storage at a high tempera­
ture and a thermal impact treatment, while when the first 
compound is included in an amount larger than about 10 wt 
%, there is a problem of increasing viscosity and interface 
resistance and thus preventing improvement in battery per­
formance parameters such as capacity, cycle-life, and the 
like. 
[0032] An amount of the second compound may be about 
0.05 wt % to about 10 wt % based on 100 wt % of the 
electrolyte for a rechargeable lithium battery. When the 
second compound is included in a smaller amount of about 
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0.05 wt %, there is a deterioration in the swelling charac­
teristics during the storage at a high temperature and a 
thermal impact treatment, while when the second compound 
is included in a larger amount of about 10 wt %, there is a 
problem of increasing interface resistance and thus deterio­
rating a cycle-life. 
[0033] In some embodiments, the first and second com­
pounds may be respectively used in an amount of about 0.5 
wt% to about 5 wt% based on 100 wt% of the electrolyte 
for a rechargeable lithium battery, considering maintenance 
of bulk ion conductivity of the electrolyte itself and lithium 
ion conductivity at the interface of an active material. 

[CHEMICAL FORMULA 1] 

[0034] In some embodiments, in Chemical Formula 1; k, 
m and n are independently an integer of Oto 20, and k, m and 
n are selected so as to provide an asymmetric structure of 
Chemical Formula 1. In some embodiments, k, m and n may 
be different integers from each other. 
[0035] In some embodiments, in Chemical Formula 1; R 1 , 

R2
, R3

, R4
, Rs, andR6 may each be independently hydrogen, 

a substituted or unsubstituted Cl-C30 alkyl group, a sub­
stituted or unsubstituted Cl-C30 alkoxy group, halogen, a 
Cl-CS fluoroalkyl group, a substituted or unsubstituted 
C2-C30 alkenyl group, a substituted or unsubstituted 
C6-C30 aryl group, a carbonyl group, or an amine group. In 
one embodiment, the R1

, R2
, R3

, R4
, Rs, and R6 may 

independently be hydrogen, a substituted or unsubstituted 
Cl-C30 alkyl group, a substituted or unsubstituted Cl-C30 
alkoxy group, or a Cl-C5 fluoroalkyl group. 

[CHEMICAL FORMULA 2] 

[0036] In some embodiments, in Chemical Formula 2; n is 
an integer of 1 to 3, X is hydrogen, halogen, a substituted or 
unsubstituted alkyl group, or a substituted or unsubstituted 
alkoxy group. Herein, the alkyl group may be Cl to Cl0 
alkyl group, Cl to C3 alkyl group or an alkoxy group may 
be a C 1 to C 10 alkoxy group or C 1 to C3 alkoxy group. The 
alkyl group may be linear or branched. The substituted alkyl 
group and the substituted alkoxy group may have a halogen 
substituent such as fluoro. 
[0037] In some embodiments, the first compound includes 
three CN groups as represented by Chemical Formula 1 and 
thus has much lower bonding energy with metal ions in a 
battery than a nitrile-based compound including one CN 
group, two CN groups, or four or more CN groups and thus 
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forms more stable bond with the metal ions, and accordingly, 
is quite beneficial in decreasing battery thickness during the 
storage at a high temperature and a thermal impact. 
[0038] In some embodiments, the first compound may be 
hexanetricyanide (i.e., 1,3,6 or 1,2,6-hexanetricarbonitrile), 
pentatricyanide (i.e., 1,2,4 or 1,3,5-pentanetricarbonitrile), 
fluorohexanetricyanide (i.e., 2-fluoro or 5-fluoro-hexanetri­
carbonitrile), or a combination thereof. In some embodi­
ments, the second compound may be y-butyrolactone, 
y-caprolactone, y-valerolactone, fluoro y-butyrolactone, or a 
combination thereof. 
[0039] The first compound binds very tightly on the sur­
face of a positive active material and hence may form a 
protective layer that binds tightly to the surface of a positive 
active material layer. This effectively prevents a direct 
contact of a positive electrode with the electrolyte. There­
fore, it results in reduction of battery expansion due to 
decomposition of the electrolyte at the positive electrode 
when stored at a high temperature or due to repeated 
charging and discharging, both of which result in gas gen­
eration. In addition, the first compound may suppress the 
increase in battery thickness when a thermal impact is 
applied to a battery and thus improves the durability and 
safety of a battery to thermal impact. 
[0040] The second compound forms an oxide film at the 
positive electrode, effectively suppressing a reaction at the 
interface of the positive electrode with the electrolyte and in 
particular the stable oxide film at a high temperature shows 
an excellent effect of reducing the change in battery thick­
ness due to gas generation at high temperature. 
[0041] In some embodiments, the first and second com­
pounds may be used in the electrolyte in an amount of about 
0.05 wt% to about 10 wt% and it may improve oxidation 
resistance of the electrolyte, hence it will effectively sup­
press gas generation on the surface of the positive electrode 
within a predetermined range, and decrease the change in 
battery thickness during the storage at a high temperature 
and a thermal impact, and as a result remarkably improve 
thermal durability of the battery, compared with an electro­
lyte using only either the first compound or the second 
compound. 
[0042] In some embodiments, the electrolyte may include 
at least one additive selected from fluoroethylene carbonate, 
vinylethylene carbonate, succinonitrile, polysulfone and a 
combination thereof. When these additives are further 
included, the additives may help formation of a film on a 
negative electrode as well as the positive electrode and thus 
efficiently suppress gas generation from the positive and 
negative electrodes during the storage at a high temperature. 
[0043] In some embodiments, the additives may be used in 
an amount of about 0.01 wt % to about 20 wt % based on 
100 wt % of the non-aqueous organic solvent. In some 
embodiments, the additives may be used in an amount of 
about 0.1 wt% to about 10 wt% based on 100 wt% of the 
non-aqueous organic solvent. When the additives are used 
within the range, bulk ion conductivity of the electrolyte and 
resistance increase of the film may be minimized and thus 
there is no detrimental effect on the cell performance. 
[0044] In some embodiments, the electrolyte may be used 
in a battery operated at a high voltage of greater than or 
equal to about 4.35 V, particularly greater than or equal to 
about 4.4V. When a battery operated at a high voltage of 
greater than or equal to 4.35 V is used, gas is generated by 
reaction of an active material with an electrolyte, but when 
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the electrolyte includes the first and second compounds of 
Chemical Formula 1 and Chemical Formula 2 respectively, 
reaction of the active material with the electrolyte is pre­
vented and hence the gas generation is suppressed even in a 
high voltage battery. 
[0045] The non-aqueous organic solvent serves as a 
medium for transmitting ions taking part in the electro­
chemical reaction of a battery. 
[0046] In some embodiments, the non-aqueous organic 
solvent may include a carbonate-based, ester-based, ether­
based, ketone-based, alcohol-based, or aprotic solvent. 
[0047] In some embodiments, the carbonate-based solvent 
may include dimethyl carbonate (DMC), diethyl carbonate 
(DEC), dipropyl carbonate (DPC), methylpropyl carbonate 
(MPC), ethylpropyl carbonate (EPC), methylethyl carbonate 
(MEC), ethylene carbonate (EC), propylene carbonate (PC), 
butylene carbonate (BC), and the like. In some embodi­
ments, the ester-based solvent may include methyl acetate, 
ethyl acetate, n-propyl acetate, dimethyl acetate, methyl 
propionate, ethyl propionate, y-butyrolactone, decanolide, 
valerolactone, mevalonolactone, caprolactone, and the like. 
In some embodiments, the ether-based solvent may include 
dibutyl ether, tetraglyme, diglyme, dimethoxyethane, 
2-methyltetrahydrofuran, tetrahydrofuran, and the like. In 
some embodiments, the ketone-based solvent may include 
cyclohexanone and the like. In some embodiments, the 
alcohol-based solvent include ethyl alcohol, isopropyl alco­
hol, and the like, and examples of the aprotic solvent include 
nitriles such as R-CN (where R is a C2 to C20 linear, 
branched, or cyclic hydrocarbon group that may a double 
bond, an aromatic ring, or an ether bond), amides such as 
dimethylformamide, dioxolanes such as 1,3-dioxolane, sul­
folanes, and the like. 
[0048] The non-aqueous organic solvent may be used 
singularly or in a mixture. When the organic solvent is used 
in a mixture, the mixture ratio may be controlled in accor­
dance with a desirable battery performance. 
[0049] In some embodiments, the carbonate-based solvent 
is prepared by mixing a cyclic carbonate and a linear 
carbonate. The cyclic carbonate and linear carbonate are 
mixed together in a volume ratio of about 1:1 to about 1:9. 
When the mixture is used as an electrolyte, it may have 
enhanced performance. 
[0050] In some embodiments, the organic solvent may 
further include an aromatic hydrocarbon-based solvent as 
well as the carbonate-based solvent. In some embodiments, 
the carbonate-based solvent and aromatic hydrocarbon­
based solvent may be mixed together in a volume ratio of 
about 1: 1 to about 30: 1. 
[0051] In some embodiments, the aromatic hydrocarbon­
based organic solvent may be an aromatic hydrocarbon­
based compound represented by Chemical Formula 3. 

[CHEMICAL FORMULA 3] 
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[0052] In Chemical Formula 3, R7 to R12 are the same or 
different and are selected from hydrogen, a halogen, a Cl to 
Cl0 alkyl group, a haloalkyl group, and a combination 
thereof. 
[0053] In some embodiments, the aromatic hydrocarbon­
based organic solvent may include benzene, fluorobenzene, 
1,2-difluoro benzene, 1,3-difluoro benzene, 1,4-difluoro ben­
zene, 1,2,3-trifluorobenzene, 1,2,4-trifluorobenzene, chlo­
robenzene, 1,2-dichlorobenzene, 1,3-dichlorobenzene, 1,4-
dichlorobenzene, 1,2,3-trichlorobenzene, 1,2,4-
trichlorobenzene, iodobenzene, 1,2-diiodobenzene, 1,3-
diiodobenzene, 1,4-diiodobenzene, 1,2,3-triiodobenzene, 
1,2,4-triiodobenzene, toluene, fluorotoluene, 2,3-difluoro­
toluene, 2,4-difluorotoluene, 2,S-difluorotoluene, 2,3,4-trif­
luorotoluene, 2,3,S-trifluorotoluene, chlorotoluene, 2,3-di­
chlorotoluene, 2,4-dichlorotoluene, 2,S-dichlorotoluene, 
2,3,4-trichlorotoluene, 2,3,S-trichlorotoluene, iodotoluene, 
2,3-diiodotoluene, 2,4-diiodotoluene, 2,S-diiodotoluene, 
2,3,4-triiodotoluene, 2,3,S-triiodotoluene, xylene, and com­
bination thereof. 
[0054] The electrolyte may further include vinylene car­
bonate or an ethylene carbonate-based compound repre­
sented by Chemical Formula 4 to improve battery cycle life, 
as an additive for improving cycle life. 

[CHEMICAL FORMULA 4] 

[0055] In Chemical Formula 4, R13 and R14 are the same 
or different and are selected from hydrogen, a halogen, a 
cyano group (CN), a nitro group (NO2), or a Cl to CS 
fluoroalkyl group, provided that at least one of R 13 and R 14 

is a halogen, a cyano group (CN), a nitro group (NO2), or a 
Cl to CS fluoroalkyl group, and R13 and R14 are not 
simultaneously hydrogen. 
[0056] Examples of the ethylene carbonate-based com­
pound include difluoro ethylenecarbonate, chloroethylene 
carbonate, dichloroethylene carbonate, bromoethylene car­
bonate, dibromoethylene carbonate, nitroethylene carbon­
ate, cyanoethylene carbonate or fluoroethylene carbonate. 
The amount of the additive for improving cycle life may be 
flexibly used within an appropriate range. 
[0057] The lithium salt is dissolved in an organic solvent, 
supplies a battery with lithium ions, basically operates the 
rechargeable lithium battery, and improves transportation of 
the lithium ions between positive and negative electrodes. 
Examples of the lithium salt include at least one supporting 
salt selected from LiPF 6 , LiBF 4, LiSbF 6 , LiAsF 6 , LiN 
(SO2C2F5 ) 2, Li(CF3SO2)2N, LiN(SO3C2F5 ) 2, LiC4F9 SO3, 
LiClO4, LiAlO2, LiAlCl4, LiN(CxF2x+l SO2)(CyF2y+l SO2) 
(where x and y are natural numbers, e.g., an integer of 1 to 
20), LiCl, Lil and LiB(C2O4)2 (lithium bis(oxalato) borate; 
LiBOB). The lithium salt may be used in a concentration 
ranging from about 0.1 M to about 2.0 M. When the lithium 
salt is included at the above concentration range, an elec­
trolyte may have excellent performance and lithium ion 
mobility due to optimal electrolyte conductivity and viscos­
ity. 
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[0058] Some embodiments provide a rechargeable lithium 
battery including a negative electrode including a negative 
active material, a positive electrode including a positive 
active material; and the electrolyte. 

[0059] In some embodiments, the positive electrode may 
include a current collector and a positive active material 
layer formed on the current collector. 

[0060] In some embodiments, the positive active material 
may include lithiated intercalation compounds that revers­
ibly intercalate and deintercalate lithium ions. 

[0061] Specifically, at least one composite oxide of 
lithium and a metal of cobalt, manganese, nickel, or a 
combination thereof may be used. 

[0062] Specific examples thereof may be a compound 
represented by one of chemical formulae. 

[0063] LiaAl-bXbD\ (0.90sasl.8, 0sbs0.S); LiaAl­
bXb02-cD1 c(0.90sasl .8, 0sbs0.S, 0scs0.0S); LiaEl-bxbo2-
cD1 C (0sbs0.S, 0scs0.0S); LiaE2-bxbo4-cD1 

C (0sbs0.S, 
0scs0.0S); LiaNil-b-cCobXcD1 

a (0.90sasl .8, 0sbs0.S, 
0scs0.S, 0<as2); LiaNil-b-ccobxco2-aT\ (0.90sasl.8, 
0sbs0.S, 0scs0.0S, 0<a<2); LiaNil-b-cCObXP2-aT1 2 
(0.90sasl.8, 0sbs0.S, 0scs0.0S, 0<a<2); LiaNi1_6_ 

cMn6XcD1 
a (0.90sasl.8, 0sbs0.S, 0scs0.0S, 0<as2); 

LiaNil-b-cMnbXcO2-a T1 
a (0.90sasl .8, 0sbs0.S, 0scs0.0S, 

0<a<2); LiaNil-b-cMnbXcO2-aT1 2 (0.90sasl.8, 0sbs0.S, 
0scs0.0S, 0<a<2); LiaNi6EcGj)2 (0.90sasl.8, 0sbs0.9, 
0scs0.S, 0.00lsds0.1); LiaNi6CocMnPeO2 (0.90sasl.8, 
0sbs0.9, 0scs0.S, 0sds0.S, 0.00lses0.1); LiaNiG6O2 
(0.90sasl.8, 0.0Olsbs0.1); LiaCoG6O2 (0.90sasl.8, 
0.001 sbs0.1 ); LiaMn1_6G6 O2 (0.90sasl.8, 0.001 sbs0.1 ); 
LiaMn2G6O4 (0.90sasl.8, 0.00lsbs0.1); LiaMn1_gGgPO4 
(0.90sasl.8, 0sgs0.S); QO2; QS2; LiQS2; V2O5 ; LiV2O5 ; 

LiZO2; LiNiVO4; Lic3-JJJiPO4)3 (0sfs2); Lic3-JJFe2 (PO4)3 
(0sfs2); and LiaFePO4 (0.90sasl.8). 

[0064] In chemical formulae, A is selected from Ni, Co, 
Mn, and a combination thereof; X is selected from Al, Ni, 
Co, Mn, Cr, Fe, Mg, Sr, V, a rare earth element, and a 
combination thereof; D1 is selected from O (oxygen), F 
(fluorine), S (sulfur), P (phosphorous), and a combination 
thereof; E is selected from Co, Mn, and a combination 
thereof; T1 is selected from F (fluorine), S (sulfur), P 
(phosphorous), and a combination thereof; G is selected 
from Al, Cr, Mn, Fe, Mg, La, Ce, Sr, V, and a combination 
thereof; Q is selected from Ti, Mo, Mn, and a combination 
thereof; Z is selected from Cr, V, Fe, Sc, Y, and a combi­
nation thereof; and J is selected from V, Cr, Mn, Co, Ni, Cu, 
and a combination thereof. 

[0065] In some embodiments, the positive active material 
may include the positive active material with the coating 
layer, or a compound of the active material and the active 
material coated with the coating layer. In some embodi­
ments, the coating layer may include a coating element 
compound of an oxide of a coating element, hydroxide of a 
coating element, oxyhydroxide of a coating element, oxy­
carbonate of a coating element, or hydroxycarbonate of a 
coating element. In some embodiments, the compound for 
the coating layer may be either amorphous or crystalline. In 
some embodiments, the coating element included in the 
coating layer may be Mg, Al, Co, K, Na, Ca, Si, Ti, V, Sn, 
Ge, Ga, B (boron), As, Zr, or a mixture thereof. The coating 
process may include any conventional processes as long as 
it does not causes any side effects on the properties of the 
positive active material (e.g., spray coating, immersing), 
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which is well known to persons having ordinary skill in this 
art, so a detailed description thereof is omitted. 
[0066] In some embodiments, the positive active material 
may be LiCo 1_xMgxO2 having a TiO2 coating layer. 
[0067] In some embodiments, the amount of the positive 
active material may be about 90 wt % to about 98 wt % 
based on the total weight of the positive active material 
layer. 
[0068] In some embodiments, the positive active material 
layer may include a binder and a conductive material. 
Herein, each amount of the binder and conductive material 
may be about 1 wt % to about 5 wt % based on the total 
weight of the positive active material layer. 
[0069] The binder improves binding properties of positive 
active material particles with one another and with a current 
collector. Examples thereof may be polyvinyl alcohol, car­
boxylmethyl cellulose, hydroxypropyl cellulose, diacetyl 
cellulose, polyvinylchloride, carboxylated polyvinylchlo­
ride, polyvinylfluoride, an ethylene oxide-containing poly­
mer, polyvinylpyrrolidone, polyurethane, polytetrafluoro­
ethylene, polyvinylidene fluoride, polyethylene, 
polypropylene, a styrene-butadiene rubber, an acrylated sty­
rene-butadiene rubber, epoxy resin, nylon, and the like, but 
are not limited thereto. 
[0070] The conductive material is included to improve 
electrode conductivity. Any electrically conductive material 
may be used as a conductive material unless it causes a 
chemical change. Examples of the conductive material 
include a carbon-based material such as natural graphite, 
artificial graphite, carbon black, acetylene black, ketjen 
black, a carbon fiber, and the like; a metal-based material of 
a metal powder or a metal fiber including copper, nickel, 
aluminum, silver, and the like; a conductive polymer such as 
a polyphenylene derivative; or a mixture thereof. 
[0071] The current collector may be Al, but is not limited 
thereto. 
[0072] The negative electrode includes a current collector 
and a negative active material layer formed on the current 
collector. 
[0073] In some embodiments, the negative active material 
may be a material that reversibly intercalates/deintercalates 
lithium ions, a lithium metal, a lithium metal alloy, a 
material being capable of doping and dedoping lithium, or a 
transition metal oxide. 
[0074] The material that reversibly intercalates/deinterca­
lates lithium ions includes carbon materials. The carbon 
material may be any generally-used carbon-based negative 
active material in a lithium ion secondary battery. Examples 
of the carbon material include crystalline carbon, amorphous 
carbon, and a combination thereof. The crystalline carbon 
may be non-shaped, or sheet, flake, spherical, or fiber shaped 
natural graphite or artificial graphite. The amorphous carbon 
may be a soft carbon, a hard carbon, a mesophase pitch 
carbonized product, fired coke, and the like. 
[0075] The lithium metal alloy may include lithium and a 
metal selected from Na, K, Rb, Cs, Fr, Be, Mg, Ca, Sr, Si, 
Sb, Pb, In, Zn, Ba, Ra, Ge, Al, and Sn. 
[0076] The material being capable of doping and dedoping 
lithium include Si, SiOx(0<x<2), a Si-Q alloy (wherein Q is 
selected from an alkali metal, an alkaline-earth metal, a 
Group 13 element, a Group 14 element, a Group 15 element, 
a Group 16 element, a transition metal, a rare earth element, 
and a combination thereof, and not Si), Sn, SnO2 , Sn-R 
alloy (wherein R is an alkali metal, an alkaline-earth metal, 
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a Group 13 element, a Group 14 element, a Group 15 
element, a Group 16 element, a transition element, a rare 
earth element, or a combination thereof, not Sn), and the 
like. At least one of them may be mixed with SiO2 . The 
elements Q and R may be selected from Mg, Ca, Sr, Ba, Ra, 
Sc, Y, Ti, Zr, Hf, Rf, V, Nb, Ta, Db, Cr, Mo, W, Sg, Tc, Re, 
Bh, Fe, Pb, Ru, Os, Hs, Rh, Ir, Pd, Pt, Cu, Ag, Au, Zn, Cd, 
B, Al, Ga, Sn, In, Tl, Ge, P, As, Sb, Bi, S, Se, Te, Po, and 
combination thereof. 
[0077] The transition metal oxide may be vanadium oxide, 
lithium vanadium oxide, and the like. 
[0078] In the negative active material layer, the amount of 
the negative active material may be about 95 wt% to about 
99 wt % based on the total weight of the negative active 
material layer. 
[0079] In some embodiments, the negative active material 
layer may include a binder, and optionally a conductive 
material. In some embodiments, the binder in the negative 
active material layer may be about 1 wt % to about 5 wt % 
based on the total weight of the negative active material 
layer. In some embodiments, the negative active material 
layer may include about 90 wt % to about 98 wt % of the 
negative active material, about 1 wt % to about 5 wt % of 
the binder, and about 1 wt % to about 5 wt % of the 
conductive material. 
[0080] The binder improves binding properties of negative 
active material particles with one another and with a current 
collector. The binder may be a non-water-soluble binder, a 
water-soluble binder, or a combination thereof. 
[0081] In some embodiments, the non-water-soluble 
binder may be polyvinylchloride, carboxylated polyvinyl­
chloride, polyvinylfluoride, an ethylene oxide-containing 
polymer, polyvinylpyrrolidone, polyurethane, polytetrafluo­
roethylene, polyvinylidene fluoride, polyethylene, polypro­
pylene, polyamide-imide, polyimide, or a combination 
thereof. 
[0082] In some embodiments, the water-soluble binder 
may be a rubber-based binder or a polymer resin binder. In 
some embodiments, the rubber-based binder may be 
selected from a styrene-butadiene rubber, an acrylated sty­
rene-butadiene rubber (SBR), an acrylonitrile-butadiene 
rubber, an acrylic rubber, a butyl rubber, a fluorine rubber, 
and a combination thereof. The polymer resin binder may be 
selected from polytetrafluoroethylene, polyethylene, poly­
propylene, ethylenepropylene copolymer, polyethylene 
oxide, polyvinylpyrrolidone, polyepichlorohydrine, poly­
phosphazene, polyacrylonitrile, polystyrene, an ethylene 
propylenediene copolymer, polyvinylpyridine, chlorosul­
fonated polyethylene, latex, a polyester resin, an acrylic 
resin, a phenolic resin, an epoxy resin, polyvinylalcohol, and 
a combination thereof. 
[0083] When the water-soluble binder is used as the posi­
tive electrode binder, a cellulose-based compound may be 
further used to provide viscosity as a thickener. The cellu­
lose-based compound includes one or more of carboxylm­
ethyl cellulose, hydroxypropylmethyl cellulose, methyl cel­
lulose, or alkali metal salts thereof. The alkali metal may be 
Na, K, or Li. Such a thickener may be included in an amount 
of about 0.1 to about 3 parts by weight based on 100 parts 
by weight of the negative active material. 
[0084] The conductive material is included to provide 
electrode conductivity. Any electrically conductive material 
may be used as a conductive material unless it causes a 
chemical change. Examples thereof may be a carbon-based 
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material such as natural graphite, artificial graphite, carbon 
black, acetylene black, ketjen black, carbon fiber and the 
like; a metal-based material such as a metal powder or a 
metal fiber and the like of copper, nickel, aluminum, silver, 
and the like; a conductive polymer such as a polyphenylene 
derivative and the like, or a mixture thereof. 
[0085] The current collector may be selected from a 
copper foil, a nickel foil, a stainless steel foil, a titanium foil, 
a nickel foam, a copper foam, a polymer substrate coated 
with a conductive metal, and a combination thereof. 
[0086] In some embodiments, the rechargeable lithium 
battery may further include a separator between the negative 
electrode and the positive electrode, depending on a kind of 
the battery. Examples of a suitable separator material include 
polyethylene, polypropylene, polyvinylidene fluoride, and 
multi-layers thereof such as a polyethylene/polypropylene 
double-layered separator, a polyethylene/polypropylene/ 
polyethylene triple-layered separator, and a polypropylene/ 
polyethylene/polypropylene triple-layered separator. 
[0087] FIG. 1 is an exploded perspective view showing a 
rechargeable lithium battery according to one embodiment. 
The rechargeable lithium battery according to one embodi­
ment is illustrated to have for example a prismatic shape, but 
not limited thereto in the present disclosure and may have 
various shapes such as a cylinder, a pouch, and the like. 
[0088] Referring to FIG. 1, a rechargeable lithium battery 
100 according to one embodiment includes an electrode 
assembly 40 formed by placing a separator 30 between a 
positive electrode 10 and a negative electrode 20 and 
winding the same, and the electrode assembly 40 in a case 
50. The electrolyte solution (not shown) is impregnated in 
the positive electrode 10, the negative electrode 20, and the 
separator 30. 
[0089] Hereinafter, examples of the present disclosure and 
comparative examples are described. These examples, how­
ever, are not in any sense to be interpreted as limiting the 
scope of the disclosure. 

Example 1 

[0090] An electrolyte was prepared by mixing ethylene 
carbonate and ethyl methyl carbonate (3:7 volume ratio) to 
prepare a non-aqueous organic solvent and dissolving 1.0 M 
LiPF 6 , hexane tricyanide (1,3,6 or 1,2,6-Hexanetricarboni­
trile) (HTCN), and y-butyrolactone (GBL) thereto. Herein, 
the hexane tricyanide and the y-butyrolactone were used 
respectively in an amount of 2 wt % and 1.5 wt % based on 
100 wt % of the non-aqueous organic solvent. 
[0091] Positive active material slurry was prepared by 
missing 90 wt % of LiCoO2 , 4 wt % of an acetylene black 
conductive material, and 6 wt% of a polyvinylidene fluoride 
binder in N-methyl pyrrolidone solvent. 
[0092] The positive active material slurry was coated to be 
15 µm thick on an Al foil, dried at 100° C., and then, pressed, 
manufacturing a positive electrode. 
[0093] Negative active material slurry was prepared by 
mixing 90 wt % of an artificial graphite negative active 
material and 10 wt% of a polyvinylidene fluoride binder in 
an N-methyl pyrrolidone solvent. 
[0094] The negative active material slurry was coated to 
be 10 µm thick on a Cu foil, dried at 100° C., and then, 
pressed, manufacturing a negative electrode. 
[0095] The electrolyte and the negative and positive elec­
trodes were used to manufacture a 4.4 V-level prismatic 
rechargeable lithium battery cell. 
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Example 2 

[0096] An electrolyte was prepared according to the same 
method as Example 1 except for respectively changing the 
amounts of hexane tricyanide and y-butyrolactone into 2 wt 
% and3 wt% based on l00wt % of the non-aqueous organic 
solvent. 
[0097] The electrolyte was used with the positive and 
negative electrodes according to Example 1 to manufacture 
a rechargeable lithium battery cell. 

Example 3 

[0098] An electrolyte was prepared according to the same 
method as Example 1 except for respectively using the 
amounts of the hexane tricyanide and the y-butyrolactone 
into 2 wt % and 5 wt % based on 100 wt % of the 
non-aqueous organic solvent. 

[0099] The electrolyte was used with the positive and 
negative electrodes according to Example 1 to manufacture 
a rechargeable lithium battery cell. 

Comparative Example 1 

[0100] An electrolyte was prepared by mixing ethylene 
carbonate and ethyl methyl carbonate (3:7 volume ratio) to 
prepare a non-aqueous organic solvent and adding 1.0 M 
LiPF 6 thereto. 

[0101] The electrolyte was used with the positive and 
negative electrodes according to Example 1 to manufacture 
a rechargeable lithium battery cell. 

Comparative Example 2 

[0102] An electrolyte was prepared according to the same 
method as Example 1 except for respectively using the 
amounts of the hexane tricyanide and the y-butyrolactone 
into 2 wt % and 0 wt % based on 100 wt % of the 
non-aqueous organic solvent. 

[0103] The electrolyte was used with the positive and 
negative electrodes according to Example 1 to manufacture 
a rechargeable lithium battery cell. 

Comparative Example 3 

[0104] An electrolyte was prepared according to the same 
method as Example 1 except for respectively using the 
amounts of the hexane tricyanide and the y-butyrolactone 
into 0 wt % and 3 wt % based on 100 wt % of the 
non-aqueous organic solvent. 

[0105] The electrolyte was used with the positive and 
negative electrodes according to Example 1 to manufacture 
a rechargeable lithium battery cell. 

Comparative Example 4 

[0106] An electrolyte was prepared according to the same 
method as Example 1 except for respectively using the 
amounts of the hexane tricyanide and the y-butyrolactone 
into 0.04 wt % and 10 wt % based on 100 wt % of the 
non-aqueous organic solvent. 

[0107] The electrolyte was used with the positive and 
negative electrodes according to Example 1 to manufacture 
a rechargeable lithium battery cell. 
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Comparative Example 5 

[0108] An electrolyte was prepared according to the same 
method as Example 1 except for respectively using the 
amounts of the hexane tricyanide and the y-butyrolactone 
into 2 wt % and 0.04 wt % based on 100 wt % of the 
non-aqueous organic solvent. 

[0109] The electrolyte was used with the positive and 
negative electrodes according to Example 1 to manufacture 
a rechargeable lithium battery cell. 

Comparative Example 6 

[0110] An electrolyte was prepared according to the same 
method as Example 1 except for respectively using the 
amounts of the hexane tricyanide and the y-butyrolactone 
into 10.2 wt % and 2 wt % based on 100 wt % of the 
non-aqueous organic solvent. 

[0111] The electrolyte was used with the positive and 
negative electrodes according to Example 1 to manufacture 
a rechargeable lithium battery cell. 

Linear Sweep Voltammetry (LSV) 

[0112] Anodic Decomposition Characteristics at Room 
Temperature 

[0113] The anodic polarization of each electrolyte accord­
ing to Examples 1 to 3 and Comparative Examples 1 to 3 at 
room temperature of 25° C. was measured in a linear sweep 
voltammetry method using an instrument (Model No. 
1480A, Multistat available from Solartron (Leicester, Eng­
land)) to evaluate its oxidation electrode decomposition 
characteristics, and the results are provided in FIG. 2. 

During the measurement, a Pt electrode as a working elec­
trode and Li as a reference electrode and a counter electrode 
were used to manufacture a three electrode electrochemical 
cell. Herein, a scan was performed at 3 V to 7 V at a speed 
of 1.0 mV/sec. 

[0114] As shown in FIG. 2, the electrolytes including both 
HTCN and GBL according to Examples 1 to 3 were largely 
suppressed from an oxidation composition current at a 
relatively high voltage compared with the electrolyte includ­
ing only either one of the HTCN or the GBL according to 
Comparative Examples 1 to 3. 

[0115] Anodic Decomposition Characteristics at High 
Temperature 

[0116] The anodic polarization of each electrolytes 
according to Examples 1 to 3 and Comparative Examples 1 
to 3 at a high temperature of 60° C. was measured to 
evaluate its anodic decomposition evaluated, and the results 
are provided in FIG. 3. In addition, a circled region in FIG. 
3 was enlarged and provided in FIG. 4. During the mea­
surement, a Pt electrode as a working electrode and Li as a 
reference electrode and a counter electrode were used to 
manufacture a three electrode electrochemical cell. Herein, 
a scan was performed at 3 V to 7 Vat a speed of 1.0 m V/sec. 

[0117] As shown in FIGS. 3 and 4, the electrolytes includ­
ing both HTCN and GBL were largely suppressed from an 
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oxidation decomposition current at relatively high voltage 
compared with the electrolyte solutions including only either 

one of the HTCN or the GBL according to Comparative 

Examples 1 to 3 even at a high temperature of 60° C. 

[0118] Referring to the results of FIGS. 2, 3, and 4, an 

electrolyte including both HTCN and GBL showed excellent 

resistance to oxidation related decomposition compared 

with an electrolyte using no HTCN and GBL or just one of 
the HTCN and the GBL and tended to advantageously 

generate gas due to oxidation decomposition of the electro­

lyte at a positive electrode when allowed to stand at a high 

temperature or given by a thermal impact. 

Battery Characteristics 

[0119] Characteristics when being Allowed to Stand at 

High Temperature 

[0120] Capacity Retention 

[0121] Each rechargeable lithium battery cell according to 

Examples 1 to 3 and Comparative Examples 1 to 3 was once 

charged at 0.5 C/discharged at 0.2 C, and its initial discharge 
capacity was provided in Table 1. 

[0122] The initial charge and discharge capacity was mea­

sured using an instrument (Model No. PEBC0505 available 

from PNE solution (Suwon, Korea)), and then, the recharge­

able lithium battery cell was fully-charged under a condition 
of 0.5 C and 4.4 V and allowed to stand at 60° C. for 4 

weeks, once discharged at 0.2 C, and measured the discharge 
capacity. The results are provided as capacity after being 
allowed to stand at 60° C. for 4 weeks in Table 1. 

[0123] A ratio (%) of the discharge capacity after being 
allowed to stand at 60° C. for 4 weeks relative to initial 
discharge capacity was calculated and provided as a capacity 
retention in Table 1. 

[0124] Thickness Change Rate 

[0125] Each rechargeable lithium battery cell according to 
Examples 1 to 3 and Comparative Examples 1 to 3 was once 
initially charged and discharged at 0.5 C/0.2 C, fully­
charged under a condition of 0.2 C and 4.4 V and then, 
measured its initial thickness and then, allowed to stand at 
60° C. for 4 weeks and measured the thickness again. The 
initial thickness, the thickness after allowed to stand at 60° 
C. for 4 weeks, and a thickness change rate (%) of the initial 
thickness relative to the thickness increase (the thickness 
after allowed to stand at 60° C. for 4 weeks-the initial 
thickness) were provided in Table 1. In addition, the thick­
ness change rate was also provided in FIG. 5. For the 
rechargeable lithium battery cells in Examples 1 and 2 and 
Comparative Examples 1 and 2, this test was performed 
twice, and each of the two results are shown in FIG. 5. 

[0126] In addition, the capacity retentions and thickness 
change rates of Examples 1 to 3 and Comparative Examples 
1 to 3 out of the capacity retention and thickness change rate 
results in Table 1 were provided in FIG. 6. 
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TABLE 1 

Capacity after 
being allowed 

Initial to stand at Capacity Initial 
HTCN GBL capacity 60° C. for 4 retention thickness 
(wt%) (wt%) (rnAh) weeks (mAh) (%) (µrn) 

Example 1 2 1.5 2920 2270 77.7 5.28 
Example 2 2 3 2919 2265 77.6 5.23 
Example 3 2 5 2933 2310 78.8 5.22 

Comparative 0 0 2940 1970 67.0 5.35 
Example 1 

Comparative 2 0 2931 2150 73.4 5.30 
Example 2 

Comparative 0 3 2932 2210 75.4 5.29 
Example 3 

Comparative 0.04 10 2915 1980 67.9 5.25 
Example 4 

Comparative 2 0.04 2920 2180 75.7 5.29 
Example 5 

Comparative 10.2 2 2800 2000 71.4 5.30 
Example 6 

[0127] As shown in Table 1 and FIG. 6, the rechargeable 

lithium battery cells using the electrolyte including both 

HTCN and GBL according to Examples 1 to 3 showed high 

capacity retention at a high temperature compared with the 
rechargeable lithium battery cells using an electrolyte 

including no HTCN and GBL or just one of the HTCN and 

the GBL according to Comparative Examples 1 to 3. In 

addition, as shown in Table 1 and FIGS. 4 and 5, the 

rechargeable lithium battery cells using the electrolyte 

including the HTCN and the GBL according to Examples 1 

to 3 were effectively suppressed from a thickness increase 

after allowed to stand at 60° C. for 4 weeks compared with 

the rechargeable lithium battery cells using the electrolyte 
including no HTCN and GBL or just one of the HTCN and 

the GBL according to Comparative Examples 1 to 3. 

[0128] Furthermore, the cells including both of the HTCN 
and the GBL but using them out of the range of 0.05 wt % 

to 10 wt % according to Comparative Examples 4 to 6 
showed deteriorated capacity retention compared with the 
cells according to Examples 1 to 3 and also, a high thickness 
increase rate after being allowed to stand at 60° C. for 4 
weeks compared with the cells according to Examples 1 to 
3. 

[0129] Analysis of Gas Generated after Allowed to Stand 
at High Temperature 

[0130] The electrolytes according to Examples 1 to 3 and 
Comparative Examples 1 to 3 were allowed to stand at 60° 
C. for 4 weeks, and then, gas generated therefrom was 
analyzed regarding its component and amount using an 
instrunient (Model No. GC 6890A available from Agilent 
Technology (Santa Clara, USA)), and the results are pro­
vided in FIG. 7. 

[0131] As shown in FIG. 7, the electrolytes according to 
Examples 1 to 3 generated remarkably less CO2 gas mainly 
due to their oxidation decomposition reaction. 
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Thickness 
after being 
allowed to 

stand at Thickness 
60° C. for 4 change rate 
weeks (µrn) (%) 

6.10 16 
5.82 11 
5.66 8 
7.36 38 

6.49 22 

6.06 15 

6.80 30 

6.47 22 

6.38 20 

Thermal Impact Experiment 

[0132] Capacity Retention 

[0133] The rechargeable lithium battery cells according to 

Examples 2 to 3 and Comparative Examples 1 to 2 were 

once charged at 0.5 C/discharged at 0.2 C and measured the 
initial discharge capacity, and the results are provided in 

Table 2. 

[0134] After measuring the initial discharge capacity, the 

rechargeable lithium battery cells were fully-charged under 

a condition of 0.5 C and 4.4 V, then, their thermal impact 

experiments were performed by 20 times repetitively heat­

ing up to 85° C. and maintaining them there for 2 hours, then 

cooling them down, and then maintaining them at -40° C. 

for 2 hours to give a thermal stress. After the thermal impact 

experiment, the rechargeable lithium battery cells were once 

charged at 0.5 C/discharged at 0.2 C and measured the 

capacity. The results as capacity after thermal impact are 

provided in Table 2. 

[0135] A ratio (%) of capacity after the thermal impact 

relative to the initial capacity is provided in Table 2. 

[0136] Thickness Change Rate 

[0137] The initial battery thickness of each rechargeable 

lithium battery cell according to Examples 1 to 3 and 
Comparative Examples 1 to 3 before the thermal impact 

experiment and its battery thickness after the thermal impact 
experiment were measured. The initial thickness and the 
thickness after the thermal impact experiment were provided 
in Table 2, and an increased thickness (thickness after the 
thermal impact experiment-initial thickness) was provided 
as a thickness change rate (%) in Table 2. 

[0138] In addition, the capacity retention and the thickness 
change rate of the cells were provided in FIG. 8. 
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TABLE 2 

Capacity 
after 

Initial thermal Capacity Initial 
HTCN GBL capacity impact retention thickness 
(wt%) (wt%) (rnAh) (mAh) (%) (µm) 

Example 2 2 3 2904 2280 78.5 5.25 
Example 3 2 5 2900 2260 77.9 5.22 

Comparative 0 0 2920 1906 65.3 5.17 
Example 1 

Comparative 2 0 2910 2300 79 5.21 
Example 2 

[0139] As shown in Table 2 and FIG. 8, the rechargeable 
lithium battery cells using the electrolyte including HTCN 
and GBL according to Examples 2 and 3 showed high 
capacity retention after a thermal impact experiment and a 
small thickness change rate after the thermal impact experi­
ment, compared with the rechargeable lithium battery cell 
using the electrolyte including no HTCN and GBL accord­
ing to Comparative Example 1 or the rechargeable lithium 
battery cell using the electrolyte including just only the 
HTCN according to Comparative Example 2. 
[0140] While this disclosure has been described in con­
nection with what is presently considered to be practical 
exemplary embodiments, it is to be understood that the 
disclosure is not limited to the disclosed embodiments, and 
is intended to cover various modifications and equivalent 
arrangements included within the spirit and scope of the 
appended claims. In the present disclosure, the terms 
"Example," and "Comparative Example" are used to iden­
tify a particular example or experimentation and should not 
be interpreted as admission of prior art. 

What is claimed is: 
1. An electrolyte for a rechargeable lithium battery com-

prising 
a non-aqueous organic solvent; 
a lithium salt; 
a first compound represented by Chemical Formula 1; and 
a second compound represented by Chemical Formula 2, 
wherein an amount of the first compound is about 0.05 wt 

% to about 10 wt% and 
an amount of the second compound is about 0.05 wt% to 

about 10 wt%: 

[Chemical Formula 1] 

wherein, k, m, and n are independently an integer of 0 to 
20, and k, m and n are selected to provide an asym­
metric structure of Chemical Formula 1, 

R1, R2
, R3

, R4
, Rs, and R6 are each independently 

hydrogen, a substituted or unsubstituted Cl-C30 alkyl 
group, a substituted or unsubstituted Cl-C30 alkoxy 
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Thickness 
after 

thermal Thickness 
impact change 
(µm) 

5.65 
5.67 
6.70 

5.96 

rate(%) 

8 
9 

30 

14 

group, a halogen, a Cl-C5 fluoroalkyl group, a substi­
tuted or unsubstituted C2-C30 alkenyl group, a substi­
tuted or unsubstituted C6-C30 aryl group, a carbonyl 
group, or an amine group, and 

[Chemical Formula 2] 

wherein, n is an integer of 1 to 3, and 
X is hydrogen, a halogen, a substituted or unsubstituted 

Cl-ClO alkyl group, or a substituted or unsubstituted 
Cl-ClO alkoxy group. 

2. The electrolyte for a rechargeable lithium battery of 
claim 1, wherein an amount of the first compound is about 
0.5 wt % to about 5 wt % based on 100 wt % of the 
electrolyte for a rechargeable lithium battery. 

3. The electrolyte for a rechargeable lithium battery of 
claim 1, wherein an amount of the second compound is 
about 0.5 wt% to about 5 wt% based on 100 wt% of the 
electrolyte for a rechargeable lithium battery. 

4. The electrolyte for a rechargeable lithium battery of 
claim 1, wherein the R1, R2

, R3
, R4

, Rs and R6 are each 
independently hydrogen, a substituted or unsubstituted 
Cl-C30 alkyl group, a substituted or unsubstituted Cl-C30 
alkoxy group, or Cl-CS fluoroalkyl group. 

5. The electrolyte for a rechargeable lithium battery of 
claim 1, wherein the k, m and n are different integers from 
each other. 

6. The electrolyte for a rechargeable lithium battery of 
claim 1, wherein the first compound is hexanetricyanide, 
pentatricyanide, fluorohexanetricyanide or a combination 
thereof. 

7. The electrolyte for a rechargeable lithium battery of 
claim 1, wherein the second compound is y-butyrolactone, 
y-caprolactone, y-valerolactone, fluoro y-butyrolactone, or a 
combination thereof. 

8. The electrolyte for a rechargeable lithium battery of 
claim 1, wherein the electrolyte comprises at least one 
additive selected from fluoroethylene carbonate, vinylethyl­
ene carbonate, succinonitrile, polysulfone, and a combina­
tion thereof. 

9. The electrolyte for a rechargeable lithium battery of 
claim 1, wherein the electrolyte is used in a battery operated 
at a high voltage of greater than or equal to about 4.35 V. 
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10. A rechargeable lithium battery comprising 
a negative electrode including a negative active material, 

a positive electrode including a positive active material; 
and 

an electrolyte comprising: 

a non-aqueous organic solvent; 

a lithium salt; 

a first compound represented by Chemical Formula 1; and 
a second compound represented by Chemical Formula 2, 

wherein an amount of the first compound is about 0.05 wt% 
to about 10 wt% and an amount of the second compound is 
about 0.05 wt% to about 10 wt%: 

[Chemical Formula 1] 

wherein, k, m, and n are independently an integer of0 to 20, 
and k, m and n are selected to provide an asymmetric 
structure of Chemical Formula 1, 

R1, R2
, R3

, R4
, Rs, and R6 are each independently hydrogen, 

a substituted or unsubstituted Cl-C30 alkyl group, a sub­
stituted or unsubstituted Cl-C30 alkoxy group, a halogen, a 
Cl-CS fluoroalkyl group, a substituted or unsubstituted 
C2-C30 alkenyl group, a substituted or unsubstituted 
C6-C30 aryl group, a carbonyl group, or an amine group, 
and 
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[Chemical Formula 2] 

wherein, n is an integer of 1 to 3, and 
X is hydrogen, a halogen, a substituted or unsubstituted 

Cl-ClO alkyl group, or a substituted or unsubstituted 
Cl-ClO alkoxy group. 

11. The rechargeable battery of claim 10, wherein an 
amount of the first compound is about 0.5 wt % to about 5 
wt% based on 100 wt% of the electrolyte for a rechargeable 
lithium battery. 

12. The rechargeable battery of claim 10, wherein an 
amount of the second compound is about 0.5 wt% to about 
5 wt % based on 100 wt % of the electrolyte for a 
rechargeable lithium battery. 

13. The rechargeable battery of claim 10, wherein the R1
, 

R2
, R3

, R4
, Rs and R6 are each independently hydrogen, a 

substituted or unsubstituted Cl-C30 alkyl group, a substi­
tuted or unsubstituted Cl-C30 alkoxy group, or a Cl-C5 
fluoroalkyl group. 

14. The rechargeable battery of claim 10, wherein the k, 
m and n are different integers from each other. 

15. The rechargeable battery of claim 10, wherein the first 
compound is hexanetricyanide, pentatricyanide, fluorohexa­
netricyanide or a combination thereof. 

16. The rechargeable battery of claim 10, wherein the 
second compound is y-butyrolactone, y-caprolactone, y-vale­
rolactone, fluoro y-butyrolactone, or a combination thereof. 

17. The rechargeable battery of claim 10, wherein the 
electrolyte comprises at least one additive selected from 
fluoroethylene carbonate, vinylethylene carbonate, succino­
nitrile, polysulfone, and a combination thereof. 

* * * * * 




