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1. 

CATALYSTS FOR THE CONVERSION OF 
METHANE TO SYNTHESIS GAS 

CROSS-REFERENCE TO RELATED 
APPLICATIONS 

The present invention claims priority under 35 U.S.C. S 
119(e) of U.S. Provisional Application Ser. No. 60/437,071, 
filed Dec. 30, 2002, and entitled “Improved Catalysts for the 
Conversion of Methane to Synthesis Gas'. This application 
is related to commonly assigned, co-pending U.S. Utility 
Application Ser. No. 60/437,124 filed Dec. 30, 2002 entitled 
“Use of Nonmicroporous Support for Syngas Catalyst’. 
which is hereby incorporated herein by reference. 

STATEMENT REGARDING FEDERALLY 
SPONSORED RESEARCH OR DEVELOPMENT 

Not applicable. 

FIELD OF THE INVENTION 

The present invention generally relates to catalysts and 
processes for the catalytic conversion of hydrocarbons (e.g., 
natural gas) to produce carbon monoxide and hydrogen 
(synthesis gas). More particularly, the invention relates to 
Such catalysts and their manner of making, and to processes 
employing the catalysts for production of synthesis gas. 

BACKGROUND OF THE INVENTION 

Catalysis is the basis for many industrial/commercial 
processes in the world today. The most important aspect of 
a catalyst is that it can increase the productivity, efficiency 
and profitability of the overall process by enhancing the rate, 
activity and/or selectivity of a given reaction. Many indus 
trial/commercial processes involve reactions that are simply 
too slow and/or efficient to be economical without a catalyst 
present. For example, the process of converting natural gas 
or methane to liquid hydrocarbons (a particularly desirable 
process for making liquid fuels) necessarily involves several 
catalytic reactions. 
The conversion of methane or natural gas to hydrocarbons 

is typically carried out in two steps. In the first step, a 
methane-containing gas is converted into a mixture of 
carbon monoxide and hydrogen (i.e., “synthesis gas” or 
“syngas'). In a second step, the syngas intermediate is 
catalytically converted to higher hydrocarbon products, i.e., 
Cs, by processes such as the Fischer-Tropsch Synthesis. 

Current industrial use of methane or natural gas as a 
chemical feedstock proceeds by the initial conversion of the 
feedstock to carbon monoxide and hydrogen by for example, 
steam reforming (the most widespread process), dry reform 
ing, autothermal reforming, gas heated reforming, partial 
oxidation, or catalytic partial oxidation. Examples of these 
processes are disclosed in GUNARDSON, HAROLD, 
Industrial Gases in Petrochemical Processing 41-80 (1998). 
An example of catalytic partial oxidation is shown in U.S. 
Published patent application No. 20020013227 to Dindi et 
al., both incorporated herein by reference for all purposes. 
Steam reforming, dry reforming, and catalytic partial oxi 
dation proceed according to the following reactions with 
methane as hydrocarbon gas feedtock, respectively: 
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While currently limited as an industrial process, catalytic 
partial oxidation (CPOX) has recently attracted much atten 
tion due to significant inherent advantages, such as the fact 
that heat is released during the process, in contrast to the 
endothermic steam and dry reforming processes. 
The catalytic partial oxidation (“CPOX) of hydrocar 

bons, e.g., methane or natural gas, to syngas has also been 
described in the literature. In catalytic partial oxidation, 
natural gas or methane is mixed with air, oxygen-enriched 
air, oxygen blended with a diluent gas such as nitrogen, or 
Substantially pure oxygen, and introduced to a catalyst at 
elevated gas hourly space Velocity, temperature and pressure 
to generate a syngas product, wherein syngas comprises a 
mixture of hydrogen (H2) and carbon monoxide (CO). As 
shown in Equation (3), the partial oxidation of methane 
yields a syngas product with a H:CO molar ratio close to 
2:1, which is more useful for the downstream conversion of 
syngas to chemicals such as methanol or to hydrocarbons 
Such as liquid fuels, waxes, and/or lubricating oils, than is 
the 3:1 H:CO ratio from steam reforming. However, both 
reactions continue to be the focus of research in the world 
today. 
As stated above, these reactions are catalytic reactions and 

the literature is replete with varying catalyst compositions. 
The more preferred catalytic metals are Group VIII or noble 
metals, such as rhodium, platinum, or palladium. These 
metals are sometimes combined with secondary metals (also 
called promoter metals) to enhance their activity. Further, 
the catalyst compositions may include a Support material 
Such as alumina, silica, titania, Zirconia, and the like. 

Partial oxidation catalysts are generally prepared by uni 
formly dispersing one or more catalytic metal throughout a 
catalyst Support matrix. One problem with this type prepa 
ration is that some preferred catalytic metals, e.g., Rh, Pt. 
Pd, are typically expensive. Regardless of how expensive or 
how high the loading, uniform dispersion inherently exiles 
a Substantial amount of catalytic metal to the deep internal 
surfaces or “core” of a support. For purposes of this disclo 
sure “deep internal surfaces” or “core' is intended to mean 
the region of the catalyst structure that is deeper than the 
smaller of (1) 300 um as measured from the catalyst exterior 
surface or (2) the outer 30% of the catalyst volume as 
measured from the catalyst exterior surface directly inwards 
toward the center of the structure. It should be appreciated 
that volume here and further herein is contemplated to 
include both the solid and pore volumes that make up a 
particle structure. The catalyst metal exiled in this manner 
creates at least two disadvantages. First, catalytic metal 
inside the core region of the catalyst Support structure will 
be underutilized. This is especially true in high space 
velocity reactors where only a relatively small fraction of the 
reactant gases are able to reach the core region. A second 
disadvantage is that the any products formed inside the core 
region will have to diffuse out of the core and the outer layer 
surrounding the core. The time it takes for the products 
formed inside the core region to leave the catalyst particle is 
significantly greater relative to the products formed at or 
near the exterior surface of the catalyst. More specifically, 
the difference is equal to the added time it takes for the 
products to diffuse out of the core. Thus, a further disad 
vantage is that the possibility for undesired side reactions 
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becomes greater because the products and the reactants are 
exposed to active catalyst material for a longer period of 
time. 

Applicants theorize, without wishing to be bound by the 
theory, that in processes having very high reactant space 
Velocities, such as, for example, the catalytic partial oxida 
tion of methane, the inner part of the catalyst particles (e.g., 
core) do not significantly contribute to the overall reaction 
productivity. In fact, Applicants postulate that the undesired 
secondary reactions are predominant in the inner region. 
Therefore, the chemical activity in the core of the catalyst 
particle will have the undesirable effects set forth above such 
as affecting the H:CO molar ratio, lowering the H and CO 
selectivities, and increasing the reaction temperature. Addi 
tionally, the catalytic metal inside the inner core of the 
catalyst is underutilized with respect to the desired reactions. 
Therefore, the catalyst metal dispersed in the inner core of 
the particles contributes significantly to the cost without 
contributing significantly to the productivity, and indeed 
potentially decreasing the productivity, of the reactor. 

Non-porous material (defined as a material with a surface 
area of less than 1 m/g) would typically provide a catalyst 
core without significant diffusion of reactants/products and 
thus would overcome the production of undesirable by 
products. However, the use of a non-porous Support material 
for the catalyst core is not an acceptable solution, because 
non-porous materials do not have a Sufficient amount of 
Surface area on which to disperse the catalytic material. In 
addition, lack of Sufficient Surface area can prevent the 
reactions from igniting. 

Thus, there is a desire to have a syngas production 
process, which minimizes the amount of expensive catalytic 
material in the core of catalyst particles and also limits 
access of the core to the reactants, thus limiting the extent of 
the occurrence of the undesirable secondary reactions and 
minimizing the effects of those undesirable reactions. 
Accordingly, research has focused on developing new cata 
lysts that can reduce or eliminate the problems associated 
with the prior art catalysts. The approach taken is to more 
effectively using Smaller amounts of catalytic metal or using 
the catalytic metals more efficiently while maintaining the 
required minimum amount of Surface area. The present 
invention has been developed with these considerations in 
mind and is believed to be an improvement over the catalyst 
systems in the prior art. 

SUMMARY OF THE INVENTION 

The present invention is directed towards improved cata 
lyst systems, as well as methods of making and using Such 
systems. The present invention provides a syngas catalyst 
system comprising a core and an outer layer comprising a 
catalytically active metal, in which effective use of the 
catalyst metal is enhanced and the occurrence of undesirable 
secondary reactions is inhibited. The invention achieves this 
result by minimizing diffusion of the reactant gases into the 
core of the catalyst particle. Thus, the reactant gases are not 
allowed to linger in the particle core and react unfavorably, 
and the expensive catalytically active materials are only 
placed where their presence is most economically beneficial. 

In particular, preferred embodiments of the present inven 
tion comprise new partial oxidation catalysts and methods of 
preparing and using said catalysts. Accordingly, the present 
invention also encompasses an improved method for con 
verting a hydrocarbon containing gas and an oxygen con 
taining gas to a gas mixture comprising hydrogen and 
carbon monoxide, i.e., syngas, using catalyst systems in 
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4 
accordance with the present invention. In addition, the 
present invention contemplates an improved method for 
converting hydrocarbon gas to liquid hydrocarbons using the 
novel syngas catalysts described herein. 
The preferred embodiments include a partial oxidation 

catalyst in which wherein at least 60% of the catalytically 
active metal is located within 300 um from the catalyst 
exterior surface. In a more preferred embodiment, the 
present invention comprises a catalyst having a catalytically 
active metal load of about 1 wt % or less, preferably of about 
0.75 wt % or less, more preferably of about 0.5 wt % or less, 
on a support wherein at least 60% of the catalytically active 
metal is located within 300 um from the catalyst exterior 
Surface. 

A particular preferred embodiment comprises a partial 
oxidation catalyst compositions capable of high methane 
and carbon monoxide selectivities comprising rhodium as 
the catalytic metal, with a rhodium loading of about 1 wt % 
or less, preferably of about 0.75 wt % or less, more prefer 
ably of about 0.5 wt % or less. The preferred reaction is 
partial oxidation of light hydrocarbons, particularly natural 
gas or methane to form synthesis gas, but the Support is 
equally useful in any oxidative reactions such as conversion 
of a gaseous alkane to its corresponding olefin. 
The present invention further relates to methods for 

preparing catalyst compositions in accordance with the 
present invention. For example, a method for preparing 
nonmicroporous catalyst particles, each having a core com 
prising a refractory Support like alumina or Zirconia and an 
outer layer, includes applying a pore blocking material such 
as silicic acid or Sodium carbonate to the Support material, 
So as to Substantially block the micropores of the Support 
material and obtain a nonmicroporous core of the catalyst 
particle. The particles are then provided a catalytically active 
material for catalyzing reactions, wherein the catalytically 
active material preferably comprises a Group VIII metal like 
rhodium and optionally a promoter metal Such as a lan 
thanide metal or rhenium, dispersed in the outer layer, 
wherein the catalytically active material does not Substan 
tially penetrate and deposit into the core because of the 
blocked pores. Another embodiment involves preparing 
catalysts using an impregnation technique employing a fast 
drying or low vapor pressure solvent, which allows prefer 
ential deposition of the active material in an outer layer, 
preferably deposited on the outer surface of the support. 
Methods for carrying out partial oxidation reactions using 

the catalyst compositions described above. The preferred 
process comprises the production of a synthesis gas from 
one or more gaseous hydrocarbons. The process comprises 
passing a hydrocarbon containing gas and an oxygen con 
taining gas over a partial oxidation catalyst containing the 
catalyst system described above under conditions effective 
to produce a gas stream comprising hydrogen and carbon 
monoxide. 

The present invention also comprises a conversion pro 
cess utilizing a hydrocarbon gas as feed to produce higher 
molecular weight hydrocarbons (such as Cs hydrocarbons 
comprising five carbon atoms or more). At least a portion of 
the synthesis gas stream produced as described above is 
reacted with a hydrocarbon synthesis catalyst in a hydro 
carbon synthesis reactor under conditions effective to pro 
duce Cs hydrocarbons. In a preferred embodiment, a gas to 
liquid conversion process is carried out using the syngas 
process described herein and a Fischer-Tropsch synthesis 
reaction. In another embodiment, a portion of the syngas 
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may be converted to methanol and/or other alcohols using 
the syngas process described herein and an alcohol synthe 
sis. 

These and other embodiments, features and advantages of 
the present invention will become apparent with reference to 
the following detailed description and drawings. 

BRIEF DESCRIPTION OF THE DRAWINGS 

For a more detailed understanding of the present inven 
tion, reference is made to the accompanying Figure, 
wherein: 

FIG. 1 shows a catalyst particle in accordance with one 
embodiment of the present invention: 

FIG. 2 shows a catalyst particle in accordance with one 
embodiment of the present invention: 

FIG.3 shows a trilobe catalyst particle in accordance with 
one embodiment of the present invention; 

FIG. 4 shows a flow diagram for a hydrocarbon gas to 
liquids reactor system. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

Herein will be described in detail, specific embodiments 
of the present invention, with the understanding that the 
present disclosure is to be considered an exemplification of 
the principles of the invention, and is not intended to limit 
the invention to that illustrated and described herein. The 
present invention is susceptible to embodiments of different 
forms or order and should not be interpreted to be limited to 
the particular structures, methods or compositions described 
herein. In particular, various embodiments of the present 
invention provide a number of different configurations of the 
overall gas to liquid conversion process. 
The present invention relates to improved catalyst sys 

tems. The present invention also comprises methods of 
preparing and using the catalyst systems. The present inven 
tion is more preferably directed towards syngas catalysts 
used in partial oxidation reactions and even more preferably 
used in Syngas catalysts that contain Group VIII or noble 
metals. However, it should be appreciated that the catalyst 
systems according to the present invention are useful for 
other partial oxidation reactions, which are intended to be 
within the scope of the present invention. In addition, the 
present invention contemplates an improved method for 
converting hydrocarbon gas to Cs hydrocarbons using the 
novel syngas catalyst Systems described herein. Thus, the 
invention also relates to processes for converting hydrocar 
bon-containing gas to Cs hydrocarbons via an integrated 
syngas to Fischer-Tropsch process. 
One embodiment of the present invention is for a catalyst 

system in which the majority of the catalytic metal is near 
the surface of the support matrix. In other words, the catalyst 
is not uniformly dispersed throughout the catalyst matrix, 
but instead has regions of differing catalyst concentration. 
For example, as show in FIG. 1, the support could have more 
than one discrete region comprising differing catalyst con 
centrations. As shown, the spherical catalyst System 10 has 
two regions 20 and 30. Region 20 is the inner core, and 
region 30, also called outer layer, is the area at the periphery 
of the core. Region 30 is delimited by exterior surface 50 of 
catalyst system 10 and outer surface 40 of the region 20. In 
the broadest and simplest terms and in accordance with the 
present invention, region 20 should have a lower amount of 
catalyst than region 30. In other words, the catalyst material 
should be distributed such that if region 20 and 30 were 
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6 
divided into two sections of equal volume, i.e., 50–50, 
more than 50% of the catalytically active material would be 
located in region 30. In a preferred embodiment, region 20 
would comprise Substantially lower amounts of catalyst than 
region 30. The general objective being that more than 50% 
of the catalytically active material is located in a contiguous 
region of the support that comprises 50% or less of the total 
Support Volume. In a more preferred embodiment, region 20 
would have substantially zero catalytic material. 

In another embodiment of the present invention shown in 
FIG. 2, a catalyst particle 110 has a core 120 with an outer 
surface 140, a catalytic outer layer 130 with an exterior 
surface 150, and a substantially blocked-micropore layer 
135. The substantially blocked-micropore layer 135 substan 
tially prevents access to deposition of catalytic material in 
internal surface of core 120 of the catalyst particle 110. 
Thus, catalyst material are deposited primarily only on the 
outer surface 140 of the core 120 and form the outer layer 
130. The substantially blocked-micropore layer 135 can be 
of any thickness, so long as it Substantially blocks access of 
the catalytic material to the core 120 of the catalyst particle 
110. It is preferred that the catalytic layer 130 be not more 
than 300 micron thick, and greater than 0.5 micron thick. 

Referring now back to FIG. 1, a catalyst particle 10 in 
accordance with the first embodiment of the present inven 
tion includes a catalytic outer layer 30. The particle 10 of 
FIG. 1 differs from particle 110 of FIG. 2 in that the 
substantially blocked-micropore layer of particle 10 extends 
substantially throughout the core 20 of the particle 10. 

Referring now to FIG. 3, another embodiment of a 
catalyst particle 210 has a trilobe configuration with a core 
220 and an outer layer 230 comprising most of the catalytic 
material. As in the particle of FIG. 1, the blocked-micropore 
layer extends through substantially the entire core 220 of the 
particle 210, such that the catalytic material does not sub 
stantially penetrate into the core 220 of the particle 210 
during the preparation of the catalyst. 

It should be appreciated that discrete regions are difficult 
to produce in practice and a more practical approach may be 
to create a gradient of catalyst concentration with the highest 
concentration near the exterior Surface and essentially Zero 
near the center of the core. Again, producing a catalyst in 
which the majority of active catalyst material is near the 
exterior surface. It should also be appreciated that although 
a spherical-shape structure for the Support is illustrated in 
FIGS. 1–2 and a trilobe-shape structure for the support is 
illustrated in FIG. 3, the present invention is not intended to 
be so limited and is equally applicable to any shape so long 
as the catalytic material is predominately in the region that 
is delimited by the outer surface of the core and the exterior 
Surface of the catalyst. In addition, Some combination of 
discrete and graduated regions could be used. 

In another embodiment, catalyst systems that have less 
than 60% of their total volume within 300 um of the catalyst 
support outer surface should have at least 60% of the 
catalytically active metal located within 300 um of the 
catalyst exterior surface, preferably wherein about 75% of 
the catalytically active metal is located within 250 um of the 
catalyst exterior surface, and still more preferably 80% of 
the catalytically active metal is located within 200 um of the 
catalyst exterior Surface. By locating the catalytic metal near 
the outer Surface of the Support, a larger percentage of 
expensive catalytic metal can be more efficiently used 
because less of the metal will be exiled to the core and fewer 
side reactions are possible because fewer undesirable prod 
ucts will be formed in the core. It should be understood that 
for the present disclosure depositing at or near the outer 
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Surface of a Support particle may include (1) on its outer 
Surface causing an “extension' of the Surface with continued 
buildup of catalyst material. (2) on the outer Surface and 
inside the pores and/or pore surfaces such that little buildup, 
if any, occurs, or (3) Some combination of the two, e.g., 
Some deposition within the pores with an average buildup on 
the outer surface. 

In addition, an increase in the amount of catalytic metal 
that is located near the exterior surface of the catalyst may 
decrease the overall amount of catalytic metal that is needed 
to prepare an efficient catalyst system. Thus, another pre 
ferred embodiment of the present invention comprises a 
catalyst system wherein the catalytically active metal, e.g., 
rhodium, loading is preferably 1 wt % or less, more pref 
erably 0.75 wt % or less and still more preferably 0.5 wt % 
or less. By using a smaller loading of catalytic metal, the 
present invention has the advantage of greatly reducing the 
cost associated with the expensive metals. 
By combining the above-identified features, the present 

invention becomes a significant improvement over catalysts 
with more uniform dispersions of catalytic metal and higher 
catalyst loadings on the internal Surface of a Support mate 
rial. Accordingly, in another preferred embodiment, the 
catalyst systems of the present invention comprise catalyti 
cally active metal loadings of preferably 1 wt % or less, 
more preferably 0.75 wt % or less and still more preferably 
0.5 wt % or less, wherein more than 50% of the catalytically 
active material is located in a contiguous region of the 
support that comprises 50% or less of the total support 
Volume and wherein that region contains all of the outer 
surface of the support. In another embodiment, it is preferred 
that catalyst systems that have less than 60% of their volume 
within 300 um of the catalyst exterior surface comprise 
catalytically active metal loadings of preferably 1 wt % or 
less, more preferably 0.75 wt % or less and still more 
preferable 0.5 wt % or less, wherein at least 60% of the 
catalytically active metal is located within 300 um of the 
catalyst exterior surface, preferably wherein about 75% of 
the catalytically active metal is located within 250 um of the 
catalyst exterior surface, and still more preferably 80% 
within 200 um of the catalyst exterior surface 

The preferred catalytic metals are Group VIII, noble 
metals and/or mixtures thereof, or rhenium, more preferably 
iridium, rhenium, or rhodium, still more preferably rhodium. 
In addition, the catalyst composition may contain promoters 
or other secondary metals. Suitable promoters or other 
secondary metals are well known in the art and are not 
critical to the invention. Without being limited to any 
particular promoter or secondary metal, some Suitable ones 
include lanthanides, Group VIII metals and/or any mixtures 
thereof. The Support material may comprise any well known 
in the art, such as refractory Support materials like alumina, 
titania, Zirconia, and the like, preferably alumina. The term 
porous Support material as used herein is meant to include all 
Supports that have a preferred initial Surface area of at least 
2 m/g and preferably at least 5 m/g. The support structures 
may be monoliths, particulates or any other shape or form 
that can be prepared from the compositions of the present 
invention. Often, the shape or form selected will dictate the 
type of catalyst bed that must be used. For example, fixed 
beds are comprised of monoliths and large particle sized 
Supports (greater than 0.5 mm, preferably greater than about 
1 mm). Small-size Support particles (less than 0.5 mm, 
preferably less than 0.25 mm) tend to be more useful in 
fluidized beds. The more preferred embodiments of the 
present invention comprise fixed bed reactors having large 
to medium sized particulate type Supports. 
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Referring now to FIG. 4, a reactor system in which the 

particle of the present invention might be used includes a 
feed stream 310, a syngas reactor 301, a catalytic reaction 
Zone 340, an intermediate syngas stream 320, a Fischer 
Tropsch reactor 302, and a product stream 330. Gaseous 
feed stream 310, comprising a hydrocarbon portion, prefer 
ably methane, mixtures of C1-C5 hydrocarbons, or natural 
gas, and an oxygen-containing portion, preferably air or 
oxygen-enriched air, oxygen diluted with a diluent gas Such 
as nitrogen, or more preferably Substantially pure oxygen, is 
fed into syngas reactor 301. Syngas reactor 301 houses a 
plurality of catalyst particles such as those of FIG. 1, FIG. 
2, or FIG. 3, wherein the catalytic material does not sub 
stantially penetrate into the core of the catalyst particle. 
Reaction Zone 340 is operated in conditions favorable such 
that at least a portion of said hydrocarbon of the feed stream 
310 are converted to syngas comprising hydrogen and 
carbon monoxide to produce intermediate syngas stream 
320. Intermediate syngas stream 320 preferably comprises 
primarily syngas, but may comprise other components such 
as water, carbon monoxide, and unconverted reactants. 
Intermediate syngas stream 320 is then fed to a hydrocarbon 
synthesis reactor 302 where preferably a Fischer-Tropsch 
synthesis takes place to convert the syngas to product stream 
330, preferably comprising primarily higher hydrocarbons, 
such as in the 544 Patent to Herron, et al incorporated 
herein by reference in its entirety. 

For all of the embodiments according to the present 
invention, the catalyst systems should preferably maintain 
high conversion and selectivity values. Accordingly, catalyst 
systems of the present invention preferably exhibit a hydro 
carbon gas conversion of greater than or equal to 80%, more 
preferably greater than or equal to 85%, and still more 
preferably greater than or equal to 90%. Likewise, the 
catalyst systems of the present invention preferably exhibit 
hydrogen and carbon monoxide selectivities of greater than 
or equal to 80%, more preferably greater than or equal to 
85%, and still more preferably greater than or equal to 90%. 
Methods for the preparation of the catalyst systems 

described herein are not critical. Any method by which the 
catalytic metal can be dispersed within the catalyst matrix in 
accordance with the present invention will be sufficient. For 
example, the following known techniques have been found 
to be useful in either blocking the pores of a porous Support 
or preferentially depositing catalytic material near the outer 
Surface of the porous catalyst Support: (i) applying a solution 
of a pore-blocking agent Such as silicic acid or Sodium 
carbonate, to the Support particle, and calcining the catalyst 
particle Such that a Substantial portion of micropores of the 
particle are filled or blocked; (ii) immersion in water fol 
lowed by drying at a temperature ranging from about 150° 
F. to about 300°F. in a microwave oven, or the like, and then 
calcining in air, (iii) using a fast drying or low vapor 
pressure solvent during an impregnation step; and (iv) 
impregnation of 'egg yolks” by selecting an appropriate 
combination of a metal compound, redox reaction and type 
of support, e.g., hydroxyl ion-generating redox reaction with 
an acidic reacting Support or a hydrogen ion-generating 
redox reaction with a basic Support. 
A fast drying solvent may include any solvent with a low 

vapor pressure (at normal temperature and pressure) pro 
vided that the catalytic metal precursors are solvable in that 
Solvent. For example, Suitable solvents may include, but are 
not limited to, alcohols, such as methanol, ethyl alcohol, iso 
or n-propanol, butanol and the like, acetone, or toluene. 
Using a fast drying solvent preferentially deposits catalytic 
metal precursors on and/or near the outer Surface of the 
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support because of the rapid drying of the solvent. The 
techniques described herein are not exhaustive oftechniques 
useful to the present invention and are merely listed as 
examples of the preferred techniques. Many others exist, are 
known or can be created by those of ordinary skill in the art 
to perform the same function and get the same or similar 
result. 

Accordingly, one of the preferred embodiments of the 
present invention is an improved process for converting a 
hydrocarbon containing gas and an oxygen containing gas to 
a gas mixture comprising hydrogen and carbon monoxide, 
ie., syngas. The process comprises using the improved 
catalyst compositions described herein in a partial oxidation 
reaction Such as the syngas synthesis reaction described 
above. The preferred reaction is a syngas type reaction, but 
other reactions, such as oxidative dehydrogenation, are also 
well suited for the catalyst systems of the present invention. 
The following is a description of a method for producing 
syngas according to the present invention using the catalyst 
systems described herein. 
As mentioned above, a syngas reaction is basically a 

reaction of a fuel or hydrocarbon containing gas and an 
oxygen containing gas to produce a Syngas stream compris 
ing primarily hydrogen and carbon monoxide. Regardless of 
the source, the hydrocarbon-containing feed and the oxygen 
containing feed are reacted in a syngas or other reactor under 
catalytic conditions effective to produce the desired prod 
ucts. The syngas reactor can comprise any of the synthesis 
gas technology and/or methods known in the art. The 
hydrocarbon-containing feed is preferably obtained as natu 
ral gas. However, the most important component is generally 
methane. Methane or other suitable hydrocarbon feedstocks 
(hydrocarbons with four carbons or less) are also readily 
available from a variety of other sources Such as higher 
chain hydrocarbon liquids, coal, coke, hydrocarbon gases, 
etc., all of which are clearly known in the art. Similarly, the 
oxygen-containing gas may come from a variety of Sources 
and will be somewhat dependent upon the nature of the 
reaction being used. For example, a partial oxidation reac 
tion requires diatomic oxygen as a feedstock, while steam 
reforming and dry reforming requires only steam and carbon 
dioxide, respectively. According to the preferred embodi 
ment of the present invention, partial oxidation is assumed 
for at least part of any syngas reaction or method involving 
a syngas reaction disclosed herein. In the most preferred 
embodiment, the reaction will comprise a high space veloc 
ity catalytic partial oxidation where the GHSV is greater 
than 100,000 hr'. 

The gas feedstocks are generally preheated, mixed and 
passed over or through the catalyst beds. As the mixed 
feedstocks contact the catalyst, the synthesis reactions take 
place. The synthesis gas product contains primarily hydro 
gen and carbon monoxide, however, many other minor 
components may be present including steam, nitrogen, car 
bon dioxide, ammonia, hydrogen cyanide, etc., as well as 
unreacted feedstocks, such as methane and/or oxygen. The 
synthesis gas product, i.e., syngas, is then ready to be used, 
treated, or directed to its intended purpose. For example, in 
the instant case some or all of the syngas is preferably used 
as a feedstock for a Fischer-Tropsch process. 

Accordingly, one of the preferred embodiments of the 
present invention is an improved method for producing Cs 
hydrocarbons by sending the syngas product, prepared using 
the novel catalyst systems described herein, to a hydrocar 
bon synthesis reactor Such as a Fischer-Tropsch reactor. 

Syngas is typically at a temperature of about 600–1500 
C. when leaving a syngas reactor. The syngas must be 
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10 
transitioned to be useable in a Fischer-Tropsch or other 
hydrocarbon synthesis reactors, which operate at lower 
temperatures of about 200° C. to 400° C. The syngas is 
typically cooled, dehydrated (i.e., taken below 100° C. to 
knock out water) and compressed during the transition 
phase. Thus, in the transition of syngas from the syngas 
reactor to a Fischer-Tropsch reactor, the syngas stream may 
experience a temperature window of 50° C. to 1500° C. 
The Fischer-Tropsch reactor can comprise any of the 

Fischer-Tropsch technology and/or methods known in the 
art. The Fischer-Tropsch feedstock is hydrogen and carbon 
monoxide, i.e., syngas. The hydrogen to carbon monoxide 
molar ratio is generally deliberately adjusted to a desired 
ratio of approximately 2:1, but can vary between 0.5 and 4. 
The syngas is then contacted with a Fischer-Tropsch cata 
lyst. Fischer-Tropsch catalysts are well known in the art and 
generally comprise a catalytically active metal, a promoter 
and a Support structure. The most common catalytic metals 
used in Fischer-Tropsch catalysts are Group VIII metals, 
Such as cobalt, nickel, ruthenium, iron or mixtures thereof. 
When the Fischer-Tropsch catalyst is supported, the support 
comprises generally alumina, titania, Silica, Zirconia or mix 
tures thereof. Fischer-Tropsch reactors use fixed and fluid 
type conventional catalyst beds as well as slurry bubble 
columns. The literature is replete with particular embodi 
ments of Fischer-Tropsch reactors and Fischer-Tropsch cata 
lyst compositions, such as the 544 Patent to Herron et al. 
(discussed above). Preferred operating conditions of a slurry 
bubble Fischer-Tropsch reactor are disclosed in U.S. pub 
lished patent application 2003/0114543, which is incorpo 
rated herein in its entirety. As the syngas feedstock contacts 
the catalyst, the hydrocarbon synthesis reaction takes place. 
The Fischer-Tropsch product contains a wide distribution of 
hydrocarbon products from Cs to greater than Coo. 

EXAMPLES 

Catalyst Examples A H were prepared in accordance with 
the present invention. Each was prepared using the follow 
ing general procedure. A selected Support material having an 
appropriate surface area, i.e., at least 2 m/g, and preferably 
at about 4–5 m/g, was impregnated with a sodium carbon 
ate solution by incipient wetness. The Sodium carbonate 
Solution ranged from 1-5 wt %. The impregnated Support 
materials were then dried in an oven for 3 hours at 150° C. 
The dried Supports were then impregnated with an aqueous 
solution of RhClxH2O and SmCls. 6H2O using an appro 
priate quantity to achieve incipient wetness with the desired 
loading of Rh and Sm, except for Example B, where the 
dried alumina was next impregnated with an aqueous solu 
tion of Rh(NO), ReCls, ZrO(NO), ... xHO using an 
appropriate quantity to achieve incipient wetness with the 
desired loading of Rh, Re and Zr. Other promoters can be 
added in like manner as desired. Because of the presence of 
the sodium carbonate, the Rh and promoter metals were 
deposited in the outer radial portion of the Support structure. 
The catalyst compositions were then washed with distilled 
water to remove sodium. The catalyst samples were then 
dried in an oven for 2 hours at 120° C. and calcined in air 
for 2 hours at 800° C. Table 1 lists the type of support, 
Surface area and particle size, as well as the concentration of 
the Sodium carbonate Solution used in the preparation of 
these Examples, and the catalytic material (Rhodium, pro 
moters) loadings. 
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TABLE 1. 

Catalyst Compositions 

Cat 
8- Sodium 
lyst carbonate Loading 

Ex. Support used Rhodium Promoter(s) 

A Alpha-alumina (Sasol); 3% O.S90 O.S90 Sin 
5.1 m/g: 
0.3–0.6 mm granules 

B Alpha-alumina 4% 1.0% 0.05% Re, 
(Norpor-Saint- O.05% Zr 
Gobain); 4.4 m/g: 
1 mm granules; 

C Alpha-alumina 4% 0.75% O.S90 Sin 
(Norpor-Saint 
Gobain); 4.4 m/g: 
1 mm granules 

D Alpha-alumina: 59% O.S90 O.S90 Sin 
5.1 m/g: 
1.6 mm extrudate: 
trilobes 

E. Alpha-alumina (Sasol); 2% O.S90 O.S90 Sin 
5.1 m/g: 
0.3–0.6 mm granules 

F Alpha-alumina (Sasol); 190 O.S90 O.S90 Sin 
5.1 m/g: 
0.3–0.6 mm granules 

G Alpha-alumina (Sasol); 2.5% O.S90 O.S90 Sin 
5.1 m/g: 
0.3–0.6 mm granules 

H Alpha-alumina (Sasol); 1.75% O.S90 O.S90 Sin 
5.1 m/g: 
0.3–0.6 mm granules 

The catalyst Examples A-D shown in Table 1 were 
evaluated for their ability to catalyze a partial oxidation 
reaction in a conventional flow apparatus using a quartz 
reactor with a length of 12 inches (300 mm), an outside 
diameter of 19 mm and an inside diameter of 13 mm. 
Ceramic foam pieces of 99% Al-O (12 mm outside diam 
eterx5 mm thick, with 45 pores per linear inch) were placed 
before and after the catalyst as radiation shields. Runs were 
conducted at a pressure of 5 psig (136 kPa) in which an 
oxygen/methane volumetric ratio of 0.55 was introduced to 
a catalyst bed comprised of the prepared catalyst Examples. 
In all runs, the inlet temperatures for the reactant gases were 
kept at ~300° C. Two flow rates were used and held constant 
at either 3,500 cc/min or 5,000 cc/min. The catalyst bed 
height was fixed at 9.5 mm. The reactor effluent was 
analyzed using a gas chromatograph equipped with a ther 
mal conductivity detector. The results of the test runs were 
obtained after at least 6 hours on stream at the specified 
conditions and are shown in Table 2. 

TABLE 2 

Reactivity Data of Rhodium Catalysts 

Exit CHA H2 CO H/CO in 
Flow Temp Conversion Selectivity Selectivity syngas 

Catalyst Rate (C.) (%) (%) (%) product 

A. 3500 772 94.9 88.3 96.3 1.83 
5000 789 95.2 87.4 96.7 1.81 

B 3500 730 93.2 87.O 95.8 1.82 
SOOO 764 93.3 87.8 96.1 1.83 

C 3500 778 91.6 944 95.8 1.97 
SOOO 817 91.4 90.6 96.3 1.88 

D 3SOO 669 95.0 93.0 93.0 1.93 
5000 702 94.9 92.1 92.1 1.91 
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The data in Table 2 shows that the catalytic performance 

of the rhodium catalyst systems prepared in accordance with 
the present invention are comparable to other catalysts in the 
art with much higher catlytic metal loadings, such as those 
disclosed in U.S. published patent application 2002/ 
0115730, which is incorporated herein by reference in its 
entirety. 
The examples and testing data show that the catalyst 

compositions of the present invention are an improvement 
over prior art catalysts in their ability to maintaining high 
methane conversion and hydrogen and carbon monoxide 
selectivity values with very low amounts of expensive 
catalytic metal. 

Whiled the preferred embodiments of the invention have 
been shown and described, modifications thereof can be 
made by one skilled in the art without departing from the 
spirit and teachings of the invention. The embodiments 
described herein are exemplary only, and are not intended to 
be limiting. Many variations and modifications of the inven 
tion disclosed herein are possible and are within the scope of 
the invention. Accordingly, the scope of protection is not 
limited by the description set out above, but is only limited 
by the claims which follow, that scope including all equiva 
lents of the subject matter of the claims. The disclosures of 
all issued patents, patent applications and publications cited 
herein are incorporated by reference. 
What is claimed is: 
1. A process for producing synthesis gas comprising: 
passing a hydrocarbon containing gas and an oxygen 

containing gas over a partial oxidation catalyst, under 
conditions effective to produce a gas stream comprising 
hydrogen and carbon monoxide, 

wherein the partial oxidation catalyst comprises a cata 
lytic metal and a Support material; 

wherein the partial oxidation catalyst includes a plurality 
of discrete structures, each comprising a core contain 
ing said Support material and an outer region disposed 
on said core; 

wherein the plurality of discrete structures has an average 
size greater than 0.5 mm; 

wherein the outer region has anthickness of not more than 
200 microns, and further 

wherein more than 60% of the catalytically active metal 
loaded on the discrete structure is located in the outer 
region 

further wherein the catalyst comprises a substantially 
blocked-micropore layer disposed between the outer 
region and the center of the core, said Substantially 
blocked-micropore layer being either at the periphery 
of the core or extended substantially throughout the 
COC. 

2. The process according to claim 1 wherein the catalytic 
metal comprises a Group VIII metal or noble metal. 

3. The process according to claim 1 wherein the catalytic 
metal comprises rhodium. 

4. The process according to claim 3 wherein the catalytic 
metal comprises about 1 wt % or less of the total catalyst 
weight. 

5. The process according to claim 3 wherein the catalytic 
metal comprises about 0.75 wt % or less of the total catalyst 
weight. 

6. The process according to claim 1 wherein 80% of the 
catalytic metal is located within the outer region. 

7. The process according to claim 1 wherein the outer 
region thickness is no greater than 100 microns. 

8. The process according to claim 1 wherein the Support 
material comprises alumina. 
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9. The process according to claim 1 wherein the partial 
oxidation catalyst exhibits a methane conversion of greater 
than or equal to 80 mole %. 

10. The process according to claim 1 wherein the partial 
oxidation catalyst exhibits a hydrogen selectivity of greater 
than or equal to 80 mole %. 

11. The process according to claim 1 wherein the partial 
oxidation catalyst exhibits a carbon monoxide selectivity of 
greater than or equal to 80 mole %. 

12. The process according to claim 1 wherein the hydro 
carbon containing gas and an oxygen containing gas over the 
catalyst is done at a GHSV greater then 100,000 hr'. 

13. The process according to claim 1 wherein the hydro 
carbon containing gas comprises methane. 

14. The process according to claim 1 wherein 80% of the 
catalytic metal is located within the outer region. 

15. The process according to claim 1 wherein the cata 
lytically active metal is iridium, rhenium, or rhodium. 

16. The process according to claim 15 wherein the cata 
lytically active metal comprises about 1 wt % or less of the 
total catalyst weight. 

17. The process according to claim 15 wherein the cata 
lytically active metal comprises about 0.75 wt % or less of 
the total catalyst weight. 

18. The process according to claim 15 wherein the cata 
lytically active metal comprises about 0.5 wt % or less of the 
total catalyst weight. 

19. The process according to claim 3 wherein the catalyst 
further comprises a promoter selected from the group con 
sisting of lanthanide metals, rhenium, Zirconium, and com 
binations thereof. 

20. The process according to claim 3 wherein the catalyst 
further comprises a promoter selected from the group con 
sisting of rhenium, Zirconium, and combinations thereof. 

21. The process according to claim3 wherein the catalytic 
metal comprises about 0.5 wt % or less of the total catalyst 
weight. 

22. The process according to claim 1 wherein the outer 
region is delimited by the exterior surface of the catalyst 
structure; the core comprises the center of the structure; and 
wherein the catalyst comprises a gradient in catalytically 
active metal concentration with the highest concentration 
near said exterior Surface and essentially Zero near said 
Center. 

23. The process according to claim 1 wherein the outer 
region comprises rhodium and a promoter selected from the 
group consisting of Samarium, rhenium, Zirconium, and 
combinations thereof. 

24. The process according to claim 1 wherein the catalyst 
further comprises a promoter, and more than 60% of the 
promoter loaded on the discrete structure is located in the 
outer region. 

25. The process according to claim 1 wherein more than 
80% of the catalytic metal is located within the outer region. 

26. The process according to claim 1 wherein the outer 
region is a catalytic outer layer greater than 0.5 micron thick. 

27. The process according to claim 1 wherein said sub 
stantially blocked-micropore layer is disposed at the periph 
ery of the core. 

28. The process according to claim 1 wherein the sub 
stantially blocked-micropore layer is created before the 
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loading of the catalytically active metal by a method com 
prising applying silicic acid or sodium carbonate to the 
Support material and then calcining. 

29. The process according to claim 1 wherein the discrete 
structures are particles with a trilobe configuration. 

30. The process according to claim 1 wherein the discrete 
structures are particles with a spherical configuration. 

31. The process according to claim 1 wherein the discrete 
structures are particles having a size greater than about 1 

. 

32. The process according to claim 1 wherein the Support 
material comprises a refractory material selected from the 
group consisting of alumina, titania, Zirconia, gallium oxide 
(GaO), silica and mixtures thereof. 

33. The process according to claim 1 wherein the oxygen 
containing gas comprises air, OXygen-enriched air, oxygen 
blended with a diluent gas, or Substantially pure oxygen. 

34. The process according to claim 1 wherein the hydro 
carbon containing gas comprises natural gas. 

35. The process according to claim 1 wherein the partial 
oxidation catalyst exhibits a hydrogen selectivity of greater 
than or equal to 85 mole %. 

36. The process according to claim 1 wherein the partial 
oxidation catalyst exhibits a carbon monoxide selectivity of 
greater than or equal to 85 mole %. 

37. The process according to claim 1 wherein the partial 
oxidation catalyst exhibits a methane conversion of greater 
than or equal to 85 mole %. 

38. The process according to claim 1 wherein the gas 
stream comprising hydrogen and carbon monoxide is further 
reacted in a hydrocarbon synthesis reactor under conditions 
effective to produce liquid hydrocarbons. 

39. A process for producing synthesis gas comprising: 
passing a hydrocarbon containing gas and an oxygen 

containing gas over a partial oxidation catalyst, under 
conditions effective to produce a gas stream comprising 
hydrogen and carbon monoxide, 

wherein the partial oxidation catalyst comprises a cata 
lytic metal and a Support material; 

wherein the partial oxidation catalyst includes a plurality 
of discrete structures, each comprising a core contain 
ing said Support material and an outer region disposed 
on said core; 

wherein the plurality of discrete structures has an average 
size greater than 0.5 mm; 

wherein the outer region has anthickness of not more than 
200 microns, 

wherein more than 60% of the catalytically active metal 
loaded on the discrete structure is located in the outer 
region, and further 

wherein the core is nonmicroporous. 
40. The process according to claim 39 wherein the non 

microporous core is created before the loading of the cata 
lytically active metal by applying a pore blocking material 
to the Support material and then calcining, said pore block 
ing material being selected from the group consisting of 
silicic acid and sodium carbonate. 
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