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NOTICES

Disclaimers

The findings in this report are not to be construed as an
official Department of the Army position, unless so desig-
nated by other authorized documents.

The citation of trade names and names of manufacturers in
this report is not to be construed as off.cial Government
endorsement or approval of commercial products or services
referenced herein.

Samsung Ex. 1012, Page 2 of 37
Samsung Electronics Co., Ltd. v. RJ Technology, LLC
IPR2023-01183




REPORT DOCUMENTATION PAGE :):: No. 07040188

mmw! or thes MIwo«mmmmw or~ 9 dots
gatherng and g the deta s wwmumqwmm-nglncolmmof # g thes bur Or &y OtheY ;pect of thes

of u wqra Q thrs m “zom. 1215 Jetterson
Dave Wighway. Suite 1208, znoum and 10 the o"keo' Monmmeal and luaon nuwwort WMMM!w Washington, 0C 20503
1. AGENCY USE ONLY (Lun Dlank) ] 2. REPORT DATE 3. REPORT TYPE AND DATES COVERED
December 1993 Technical Report: Dec 91 to Dec 92
{4, TITLE AND SUBTITLE S. FUNDING NUMBERS

PERFORMANCE OF THE SONY LITHIUM-ION RECHARGEABLE BATTERY
6. AUTHOR(S)

George Au and Martin Sulkes
7. PERFORMING ORGANIZATION NAME(S) AND ADDRESS(ES) 8. PERFORMING ORGANIZATION

REPORT NUMBER
US Army Research Laboratory (ARL)
Electronics and Power Sources Directorate (EPSD) ARL-TR-71

ATTN: AMSRL-EP-PA
Fort Monmouth, NJ 07703-5601

e T e Sy T T oS e 7Y 7 TS Y77 TV

9. SPONSORING / MONITORING AGENCY NAME(S) AND ADDRESS(ES) 10. SPONSORING / MONITORING
AGENCY REPORT NUMBER

11. SUPPLEMENTARY NOTES

12a. DISTRIBUTION/ AVAILABILITY STATEMENT 12b. DISTRIBUTION CODE

Approved for public release; distribution is unlimited.

13. ABSTRACT (Maximum 200 words)

Sony lithium-ion cells type 20500 were tested and evaluated at different tempera-
tures, discharge rates from C/2 to 3C, and with different charge voltage cutoffs.
The capacity was typical 0.8 Ah at the C/2 rate at 25 deg C when charged to 4.1-volt
cutoff. An energy density of 70 Wh/kg and 400 or more cycles was demonstrated.
Charging to 4.25 volts and higher cutoffs was tested without a safety problem.

The Sony charger provided a constant potential charge at 8.2 volts (4.1 volts/cell).
ét r;p]aces 90% of capacity within one hour and it shut off the charging after

2-1/2 hours.

14. SUBJECT TERMS 15. NUMBER OF PAGES
Lithium-ion batteries; rechargeable batteries; electrodes; 37
electrolytes; organic; charging 16. PRICE CODE

e e e ———————y v

17. SECURITY CLASSIFICATION ] 18. SECURITY CLASSIFICATION | 19. SECURITY CLASSIFICATION [ 20. LIMITATION OF ABSTRACT

OF REPORT OF THIS PAGE OF ABSTRACT
Unclassified Unclassified Unclassified UL
NSN 7540-01-280-5500 Standard Form 298 (Rev. 2-89)

Prewcnbrd by ANSI St3 71918

Samsung Ex. 1012, Page 3 of 37
Samsung Electronics Co., Ltd. v. RJ Technology, LLC
IPR2023-01183




2.

3.

5.

6.

CONTENTS
Page
INTRODUCTION. . .o v cvoeeccaccsoscescascossscsncaseassncace eess 1
APPROACH. . c et eeceesceccanssnacsnseansscsssssssossosvesncsasnsasasl
TEST PROCEDURES AND CONDITIONS. .. ..ccceccosscacsasccssscscaal

3.1 Visual and Teardown Inspection.......c.cccceeveceesasel
3.2 Electrical Testing.....ccececeescccsccnssenscsnnssavnseal

TEST RESUL TS . . cccccececcccsccssnssrssscssscssssssscscsscsssassosscsed
4.1 External and Internal Cell Examination................3
4.2 Analytical ResultS8.....cicieiencrencactsnsncnnnnnenses.d
4.3 Sony charger Characteristic............c...cctee.. .5
4.4 Electrical ResultS...cccceeerteseccscccccsccacncansssnceed
CONCLUSIONS . . c.ccocescscecocscsstscscsccssacscsscscecscscscsosnocssed
RECOMMENDATIONS . . c e e vccerscencorsssascsoscsnscncssasscscsasssessesd
REFERENCES. ..t ccccesectscccacscssossssosvsosscssossssscscssascesd
FIGURES........0...........Q‘......l.........I.QCQ....'...IO

TABLES.-o...t0o.aoaoooooooooooooooo.oooooa-ooon...on.-ooooz4

Accesion For

NTIS CRA&I g
DTIC TAB

Unannounced 0
Justification ____ . _._.]

By
Distribution|

Availability Codes

Avail and /.6r
Dist Special

gl |

iii

Samsung Ex. 1012, Page 4 of 37
Samsung Electronics Co., Ltd. v. RJ Technology, LLC

IPR2023-01183



1.
2.
3.

4.

10.

11.

12.

13.

14’

FIGURES

Page
SONY S3 CHARGE TO 3.9 VOLTS AT DIFFERENT TEMPERATURES... 10
SONY S6 CHARGE TO 4.1 VOLTS AT DIFFERENT TEMPERATURES... 11

SONY S5 CHARGE TO 4.25 VOLTS AT DIFFERENT TEMPERATURES.. 12

DISCHARGE CAPACITY AT 0.5 AMPERE TO 2.5 VOLTS AT 25°C
AFTER CHARGE TO 4.4, 4.25, 4.1, AND 3.9 VOLTS .......... 13

DISCHARGE CAPACITY AT 0.5 AMPERE TO 2.5 VOLTS AT DIFFERENT
TEMPERATURES AFTER CHARGE TO 3.9 VOLTS AT THE SAME
TEMPERATURE. .. .cccccecescesessoscscacsasncssscccsssnsecsaces 14

DISCHARGE CAPACITY AT 0.5 AMPERE TO 2.5 VOLTS AT DIFFERENT
TEMPERATURES AFTER CHARGE TO 4.1 VOLTS AT THE SAME
TEMPERATURE. .. .ccccvececceccvscoocsncsscossosssssascsccssess 15

DISCHARGE CAPACITY AT 0.5 AMPERE TO 2.5 VOLTS AT DIFFERENT
TEMPERATURES AFTER CHARGE TO 4.25 VOLTS AT THE SAME
TEMPERATURE. . . .t ccveeeecsvssccscesoscscscsssssasssscnccscses 16

DISCHARGE CAPACITY AT 0.5 AMPERE AT -20°C AFTER CHARGE TO
4.25, 4.1, AND 3.9 VOLTS AT 25°C.ccccececccsccccscsnscess 17

DISCHARGE CAPACITY AT 0.5, 1, 2, AND 3 AMPERES AFTER
CHARGE TO 4.1 VOLTS...ccocececccccsocoscscccnssscscsscaoses 18

DISCHARGE CAPACITY AT 4.5 AMPERES ON 5 SECONDS, OFF 25
SECONDS TO 2.5 VOLTS AFTER CHARGE TO 4.25 VOLTS.......... 19

DISCHARGE CAPACITY BEFORE AND AFTER STORAGE AT 45°C FOR
14 DAYS AFTER CHARGE TO 4.1 VOLTS....ccccceceecoscesccssss 20

DISCHARGE CAPACITY BEFORE AND AFTER STORAGE AT 45°C FOR
14 DAYS AFTER CHARGE TO 4.25 VOLTS....cccccseacsccsesssss 21

SONY LI-ION #ST1 LIFE CYCLE CHARGE TO 4.1 VOLTS,
O.5AMPERE/2.5 VOLTS....cccceecesccoscsscscsascassasscase 22

SONY #ST2 LIFE CYCLE CHARGE TO 4.25 VOLTS
0'5 MPERE/205 VOLTSO..o-.oo.oo.cnnooooao---o.ooooo.u.oo 23

Samsung Ex. 1012, Page 5 of 37
Samsung Electronics Co., Ltd. v. RJ Technology, LLC
IPR2023-01183



TABLES

Page
Charging input at indicated temperature....... cecsses 24
Effect of charge voltage on discharge capacity at
various temperatures..........c.cciticccttiaictsccacnans 25
Storage tests at 45°C and 50°C....... . 26
Characteristics of rechargeable systems............... 27

Samsung Ex. ‘1A012, rPage 67 of 37 -
Samsung Electronics Co., Ltd. v. RJ Technology, LLC
IPR2023-01183




1. INTRODUCTION

Rechargeable lithium batteries which contain free lithium metal
have exhibited safety problems which jeopardize their widespread
usage. To date, they have short cycle lives and the high reac-
tivity of cycled lithium metal is a prime safety concern. Re-
chargeable batteries which contain lithium intercalation com-
pounds, instead of the free lithium metal, should be much safer
and have a greater cycle life. Such systems are called "rocking
chair" types, since the lithium-ions move back and fort. between
the cathode and anode on charge and discharge. The Sony Corp
produced a lithium-ion rechargeable battery which is incorporated
into <cellular phone equipment only in Japan. Each battery
consisted of two 5/4 C; size cells. Sony claimed that cell type
20500 has a rated capacity of 1080 milliampere hours when dis-
charged at C/3 rate. But this phone battery is rated at only 900
milliampere hours. Eighteen batteries and two chargers were
obtained and subjected to the evaluation described in this re-
port.

2. APPROACH

The Sony battery packs which were manufactured 12/91 were disman-
tled and the cells recovered. They were then subjected to
testing and evaluation as follows:

Visual and mechanical inspection

Discharge at various rates and temperatures
Various charging conditions

Storage

Cycle life

00000

3. TEST PROCEDURES AND CONDITIONS

3.1 Visual and Teardown Inspection

Cells to be evaluated were weighed and examined to insure their
physical integrity. Dimensions were recorded. The cells were
then dissected and an analysis performed to determine their
internal composition.

3.2 Electrical Testing

3.2.1 Charging.

(1) Sony Charging Method. It consists of essentially a con-
stant potential charge with a 1.1 ampere limit to 4.1 volts.
Charge temperatures tested were -30°C, 0°C, 25°C and 50°C. The
capacities in ampere hours were recorded. This data is the
benchmark for comparing the Sony charging method with the multi-
step constant current charging methods described below.
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(2) Multistep Constant Current Charging. Constant current
charging was performed at various temperatures, to a cutoff
voltage on each step of 3.9, 4.1 and 4.25 volts:

First step: 700 mA
Second step: 200 mA
Third step: 50 mA

3.2.2 Discharging.

(1) Constant Current. After being charged by one of the above
methods at 25°C, the cells were then discharged at a comnstant
current of 500 mA, at various temperatures, to a 2.5 volt end
point. Additional discharges were conducted at 0.5, 1, 2 and 3
amperes at 25°C using the standard charge cutoff voltage of 4.1
volts.

(2) Pulse Discharge. Cells were charged to 4.1 volts and then
discharged on a cycle consisting of 5 amperes for 5 seconds, then
off for 25 seconds to a 2.5 volt cutoff at 25°C. The test was
repeated using a charging cutoff voltage of 4.25 volts and a
pulse of 4.5 amperes.

3.2.3 sStorage.

Cells were charged to three voltage levels: 3.9, 4.1, and 4.25
volts. They were then stored at 45°C for 14 days. The cells
were subsequently discharged at 25°C at 0.5 ampere to 2.5 volts.
Several charge/discharge cycles were run to establish whether a
temporary or permanent loss occurred as a result of the storage.
Afterwards the same cells were charged and stored for 20 days at
50°C. The cells were then discharged at 0.5 ampere to 2.5 volts
at 25°C and recharged.

3.2.4 Cycle Life.

Cells were cycled on a regime consisting of a multistage constant
current charge, as indicated in paragraph 3.2.1(2) above and then
discharged at a constant current of 0.5 ampere to a 2.5 volt
cutoff. The cells were to be cycled until they reached 60% of
their initial capacity.

3.2.5 Test Equipment.

Cells were charged and discharged using a Techware Automatic
Battery Cycler.

3.2.6 Recorded Data.
The following data were recorded: voltage and current during

charge/discharge, ampere-hours, and watt-hours during both charge
and discharge.
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4. TEST RESULTS

4.1 External and Internal Cell Examination.

Cells were weighed and dimensioned. They were then cut apart to
examine the internal components. The results of the examinations
are as follows:

4.1.1 External Dimension

Diameter 2.1 cm

Height 5.2 cm

Volume 18.0 cm3

Weight 41 gm

Cell type 20500 lithium-ion (5/4 SUB C)

4.1.2 Internal Construction

Electrode configuration Spirally wound

Outside electrode Anode

Mandrel 3.5 mm diameter
stainless steel tube

Outer separator fastener Green tape

Polarity Case negative

Anode lead weld point Bottom of case

4.1.3 Electrode and Separator Dimension

Anode thickness 0.0095 inch (0.24 mm)

Anode length 24.75 inches (62.9 cm)
Anode width 1.63 inches (4.14 cm)

Anode area: 520 cm?

Cathode thickness 0.0075 inch (0.19 mm)

Cathode length 23.5 inches (59.7 cm)

Cathode width 1.585 inches (4.03 cm)
Cathode area 480.6 cm?

Separator thickness 1 mil isotactic

polypropylene (Celgard)
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4.2
4.2.1

Analytical Results (see Reference 1)

Cathode

Active Material

Active Material Loading
Active Material Capacity
Binder

Current collector

Lead

Anode

Active Material

Active Material Loading
Active Material Capacity
Binder

Current collector
Lead

ELECTROLYTE SOLUTION

Solute
Solute concentration
Solvents

Total electrolyte weight

CELL CASE

Material

Li0002

10.46 gm (total)

1.43 Ah (Li°.5C002)
Undefined

0.001 inch thick Al foil
Aluminum tab

Carbon (polyfurfuryl
alcohol-derived carbon)
6.56 gm (total)

1.22 Ah (Li°.5C6)
(Polyvinylidene
fluoride)

0.001 inch thick Cu foil
Aluminum

LiPFﬁ

Undefined

PC (70 volume percent)
DEC (30 volume percent)
4.05 gm

Nickel-plated steel
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4.3 Sony Charger Characteristic.

The Sony charger, Model No. JC2-H211 has two channels for charg-
ing two BA2-H211 cellular phone batteries at the same time. Each
channel has four contact pins directly connected to the battery.
Although the charger has a capability to access each cell in the
battery, it does not charge or control each cell in the battery
separately. It had been reported that earlier models of this
charger did control the voltage on a single cell, rather than a
battery basis. The two cells are charged in series with a con-
stant potential limit of 8.2 volts. The JC2-H211l charges at a
constant current of 1.1 amperes until the battery voltage reaches
approximately 7.9 volts and starts to taper off to 70 milliam-
peres. It will completely shut off the current after two and a
half hours of charge. The charger has three indicator lights:

(1) A green light for AC power.

(2) One red light each for each channel to indicate the bat-
tery is being charged. A steady red light indicates current
limiting at 1.1 amps.

(3) A blinking red light indicates that the battery is par-
tially charged and in the voltage limited mode. When the red
light is out, no current is flowing and charge is completed.

4.4 Electrical Results

4.4.1 cCharging.

Figures 1 through 3 are the curves for a 3-step constant cur:rent
charging to 3.9, 4.1 and 4.25 volts respectively, at different
temperatures. Table 1 summarizes the charging input in ampere-
hours under the various charging scenarios.

(1) Charge Curves for Charging to 3.9, 4.1 and 4.25 Volts at
Different Temperatures. Figures 1-3 show that the total time to
charge the cell is decreased as the temperature is increased. As
the charging cutoff voltage is raised, the total time to fully
charge the cell is increased because of the significantly higher
capacity. At the lower temperatures, charging requires a high
voltage to overcome increased impedance, and thus full charge is
not obtained. Figures 4 through 7 give the discharge curves
obtained after charging at different charge voltages and varying
temperatures using a discharge end voltage of 2.5 volts and a
discharge constant current of 0.5 ampere.

(2) Charging Input at Indicated Temperature. Table 1 shows
that higher charge input is obtained at the high temperature of
50°C. The charge input is greatest for the highest charging
cutoff voltage of 4.25 volts. As the temperature gets lower, the
charging input drops, until at -20°C and below only a very small
portion of the charge is inputted at 0.7 and 0.2 ampere. The
importance of lowering the charge rate at the lower temperature
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is evident regardless of the charge cutoff voltage. Therefore,
at low temperatures the cell camn only accept a low rate of
charge. This is attributed to the higher impedance at low tem-
perature.

4.4.2 Discharging.

(1) Effect of Charging Voltage on Discharge. The higher the
charging cutoff voltage used, the higher the average closed
circuit voltage on discharge, as seen in figure 4. The capacity
is approximately doubled in going from a charging voltage of 3.9
volts to 4.4 volts. Table 2 summarizes the effect of charge
voltage on discharge capacity at various temperatures. The higher
charge voltage, together with high temperature. gives the highest
capacity. However, when the cell is operating at high temperature
(50°C), it will have the highest permanent loss (see the storage
discussion, para. 4.4.2(5), for detail).

(2) Effect of Temperature on Discharge. Figures 5 through 7
give the curves obtained at different temperatures with a dis-
charge of 0.5 ampere to a 2.5 volt endpoint. Charging conditions
were as previously stated in para. 3.2.1(2). Charge and discharge
temperatures are the same. Compared to the 25°C discharge capaci-
ty, the 50°C result was approximately 7% higher, while at 0°C and
-20°C it was lower by 18.0% and 64.0%, respectively. The dis-
charge capacity is affected by both the charge and discharge
temperatures. However, the major factor in obtaining greater
output capacity was by increasing the charge cutoff voltage and
charging at room temperature or higher. This is not only demon-
strated by comparing the discharges of Figures 5-7, but even more
vividly by comparing figure 8 with figure 7, when discharging the
cell at -20°C after a room temperature charge (figure 8) and
after a -20°C charge (figure 7). The discharge capacity can be
increased 45% at -20°C after charging at room temperature and
using the 4.25 volt cutoff.

(3) Effect of Discharge Rate. Figure 9 depicts the discharge
curves obtained for discharges at the 0.5, 1, 2 and 3 ampere
rates. Capacity drops off steeply as the discharge rate is in-
creased above 1 ampere, with much lower average operating volt-
ages as well. The Li-ion cell does yield almost full capacity for
a 1C rate discharge.

(4) Pulse Discharge. Figure 10 shows that at a 4.25 volt charge
voltage cutoff, a capacity of 0.773 ampere-hour was obtained on
the subsequent discharge cycle of 4.5 amperes for 5 seconds, then
off for 25 seconds to an end voltage of 2.5 volts at 25°C. This -
indicates that lithium-ion cells are capable of relatively high
current pulses as long as the average discharge rate is not
excessive.
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(5) Storage. The data obtained on cells subjected to storage
are in Table 3. The initial loss in capacity on the first cycle
after storage and the permanent loss are higher as the charge
cutoff voltage is increased. This was also confirmed for the
subsequent storage and cycling at 50°C of the same cells. Figures
11 and 12 (charge cutoff voltages of 4.1 and 4.25, respectively)
compare the discharge curves and capacities before storage for
the first discharge immediately after storage, and after re-
charge.

(6) Cycle Life. One cell shown in figure 13 was subjected to
a regime consisting of a charge cutoff voltage of 4.1 volts and
discharge of 0.5 ampere to 2.5 volts. It has reached 400 cycles
to date. Initially, the cell gave 0.85 ampere-hour then dropped
to 0.75 ampere-hour at 75 cycles and gradually decreased to 0.73
ampere-hour at 400 cycles. For the first 40 cycles and again at
around 125 to 165 cycles there were big dips in capacity. After
that the cell recovered to give normal capacity. The reason for
the dips has not been substantiated, but it is attributed to an
intermittent contact in the circuitry for short periods of time.
In figure 14, where the charge voltage was 4.25 volts, the ini-~
tial capacity is approximately 12% higher than for the 4.1 volt
charge cutoff voltage. However, capacity does drop more quickly
until the same capacity is reached as for the 4.1 charge cutoff
voltage cell. At 350 cycles, the capacities are about equal,
after which the capacity for the 4.25 charge cutoff voltage cell
dropped below that of the 4.1 volt one. The cells are still
being cycled until they reach 60% of their initial capacity.
Additional cell cycling at these and slightly higher voltages
should establish the charging voltage to achieve optimum capacity
and cycle life.

5. CONCLUSIONS

(1) The advantages of the Sony lithium-ion rechargeable cell
are in its carbon anode which when combined with a high voltage
cathode (such as LiCoO;) makes for a high voltage, high cycle
life and a very safe cell compared to other types of lithium
rechargeable cells.

(2) The Sony lithium-ion cell was well built. It was similar
in construction to other types of spirally wound electrode/sepa-
rator constructionms.

(3) Charging the Sony lithium-ion cell in accordance with Sony
instructions and/or using the Sony charger, produced the capaci-
ty and energy density close to their battery rated values, but
not their original claimed values. Cells typically gave 20% less
capacity than claimed and the same capacity as rated.
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(4) The Sony charger can recharge the cellular phone battery
in one hour to about 90% of capacity. It will fully charge within
two and a half hours. It was demonstrated that using a multi-step
(3 steps: 700 mA, 200 mA, 50 mA) constant current method of
charge gave equivalent capacities to that using the Sony method
of charge. Salient results for this charging are:

(a) Temperature. The highest temperature (50°C) of charge
gave the highest charge input. No excessive overcharge was noted
even with a 4.25 volts charge cutoff.

(b) Charging cutoff voltage. The highest charging cutoff
voltage gave the highest charge input and discharge output.
Energy density is increased about 13% per 0.1 volt rise in charge
cutoff.

(c) At the lower temperature of charge, more charge is
inputted at low charge rates. Practical charge temperature limits
#re 0°C to 40°C, because below 0°C only low current is accepted,
«ud, at 50°C and above, data indicated that there is high perma-
nent loss in capacity.

(5) Storage. For the 14 day storage at 45°C, a higher charg-
ing cutoff voltage (prior to storage) resulted in a higher ini-
tial loss and a permanent loss in capacity after storage. For the
20 days storage at 50°C, a loss of 1.2% per day was measured. 80%
of that capacity loss was permanent and not recoverable with cy-
cling. This indicates that 50°C and higher temperatures can
significantly reduce the capacity and cycle life of the Sony
cell.

(6) Cycling. Although a higher charge voltage cutoff (4.25
volts versus 4.1 volts) produced higher initial capacity, a
greater drop off in capacity is noted when cycling with the
higher charge cutoff voltage cell until around 350 cycles. At
that point, the lower charge cutoff voltage (4.1 volts) cell
began to outperform the higher charge cutoff voltage (4.25 volts)
cell. Cycle life can be extended by limiting charge voltage but
at the expense of initial capacity. However, voltages as high as
4.25 volts appear to yield an acceptable cycle life.

(7) The performance obtained for the Sony lithium-ion re-
chargeable cell was compared to that of other rechargeable sys-
tems. Data are presented in table 4. They show that the Li-ion
rechargeable cell, using the highest charge cutoff voltage, gives
greater energy densities than the present aqueous systems [nick-
el-cadmium (NiCd) and nickel-metal hydride (NiMH)], but lower
than the LiNiO2 system. However, its cycle life is much better
and it has given indication of being safer than metallic 1lithium
rechargeable systems.
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(8) Of extreme importance was the fact that for the
charge/discharge conditions imposed on the Sony lithium-ion
rechargeable 5/4 C4 cells, no safety incidents were encountered.
This is very encouraging and positive information which should
give the go ahead for a more thorough evaluation of the Sony
lithium-ion battery (two cells or more) under more stringent
conditions and full characterization of its performance, cycle
life, storage and safety features.

6. RECOMMENDATION

Based on the promising preliminary data collected to date, it is
recommended that a more complete evaluation be conducted to
further characterize the performance of the Sony and other
"rocking chair" (RCT) lithium-ion rechargeable cells and batter-
ies. At the present time the RCT is one of the most promising
lithium rechargeable batteries for military use. The data have
indicated:

(o]

High cell voltage (fewer cells to produce a given battery
voltage)

High cycle life

Quick recharge capability

Reasonable storage

Safe operation

0000
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