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1
NONAQUEOUS SECONDARY BATTERY

FIELD OF THE INVENTION

This invention relates to a nonaqueous secondary battery

2

InO, doped with 8§ mol % of Sn (i.e., ITO) is capable of
reversible intercalation of an Li ion (see Solid State lonic.,
Vols. 28-30, p. 1733 (1988)). However, the electrode useful
in an electrochromic system should be transparent, the

5 active material is used in the form of a thin film formed by,
having improved charge and discharge cycle characteristics for example, vacuum evaporation, and the electrode usually
and improved safety. works at a considerably low current differing from the

practical range of batteries. For example, Solid State Ionics,
BACKGROUND OF THE INVENTION supra, shows a working current of 1 uA to 30 uA/cm? as an
. . . 10 experimental example.

Negative electrode active materials for nonaqueous sec- . . C .
ondary batteries typically include metallic lithium and Knowndpo;%nvle elgcgrod;agtzl% (r)riazltgnalzlnclggle sP 1p(iel
lithium alloys. The problem associated with these active COMpOUnCs CISCOSEE 10 JE=B-4- and cobalt oxide
materials is that metallic lithjum grows dendritically during dlSCI?SEd m. IP-B-63-5 95. 7. . .
charging and discharging to cause an internal short circuit, It is possible to combine these positive electrode active
involving a danger of ignition because of high activity of the materials Wit_h an ox1d_e mainly comprising Sn as a negative
dendritical metal per se. To solve the problem, a calcined electrode active material to provide a nonaqueous secondary
carbonaceous material capable of intercalating and deinter- ~ battery having a high discharge potential, 2 high capacity,
calating lithium has recently been put to practical use. ~ improved charge and discharge cycle characteristics, and
However, since the carbonaceous material has electrical , increased safety. Yet, the charge and discharge cycle char-
conductivity by itself, metallic lithium is sometimes pre- acteristics are still unsatisfactory as described above, and it
cipitated on the carbonaceous material at the time of an has been keenly demanded to further improve charge and
overcharge or a rapid charge. It eventually follows that discharge cycle characteristics.
lithium grows dendritically thereon. This problem has been
dealt with by altering a charger or reducing the amount of the 25
positive electrode active material to prevent an overcharge. SUMMARY OF THE INVENTION
Where the latter solution is adopted, however, the limited An object of the present invention is to provide a non-
amount of the active material leads to a limited discharge aqueous secondary battery having improved charge and
capacity. Further, the carbonaceous material has a relatively discharge cycle characteristics, a high discharge potential, a
low density and therefore a low capacity per unit volume. ., pioh discharge capacity, and increased safety.

Thus, the.dlscharge. capacity 1s lmut.ed by both the amount The above object of the present invention is accomplished
of the active material and the capacity per unit volume. b L .
. R o y a nonaqueous secondary battery comprising a positive

In addition to metallic lithium, lithium alloys and the electrode active material, a negative electrode active mate-
above-mentioned carbonaceous material, negative electrode rial, and a lithium salt, in which (1) the negative electrode
active materials so far proposed include TiS, and LiTiS; 35 ac(ive material contains at least one compound capable of
which arc capable of intercalating and deintercalating intercalating and deintercalating lithium mainly comprising
llthllum (U.S._Pat. No. 3,983,476); transition metal oxides an atom of the group 13, 14, or 15 (as referenced by the
having a rutile structure, such as WO, (U.S. Pat. No. American Chemical Society format) of the periodic table,
4,198,476), spinel compounds, such as Li,Fe(Fe,)O, (JP- (2) the negative electrode active material mainly comprises
A-58-220362, the term “JP-A” as used herein means an 40 an amorphous compound containing at least two atoms
“unexamined published Japanese patent application™); a  gelected from the elements of the groups 13, 14, and 15 of
electrochemically synthesized lithium compound of Fe,O, the periodic table, (3) the negative electrode active material
(U.S. Pat. No. 4,464,447); a lithium compound Of“Fezo’S’ is a compound capable of intercalating and deintercalating
(JP-A-3-112070); Nb,O5 (JP-B-62-59412 (the term “JP-B lithium containing at least one of the atoms of the group 13,
as used herein means an “examined published Japanese 45 14, and 15 of the periodic table and fluorine, or (4) the
patent application”) and JP-A-2-82447); FeO, Fe,0s, negative electrode active material contains at least one
Fe;0,, CoO, Co,0;, and Co,0, (JP-A-3-291862); amor- compound of the atom of the group 13, 14, or 15 of the
phous V,05 (JP-A-4-223061); and transition metal oxides periodic table, Zn, or Mg which is capable of intercalating
having their basic crystal structure changed by intercalation and deintercalating lithium.
of a lithium ion (EP 567149). Any of these known com- 5q

pounds has a high oxidation-reduction potential, failing to
provide a nonaqueous secondary battery having a discharge
potential as high as 3 V and a high capacity.

SnO, or Sn compounds are used as an active material of

BRIEF DESCRIPTION OF THE DRAWING

FIG. 1 s the X-ray diffraction pattern of compound D-1-A
prepared in Synthesis Example D-1.

lithium batteries as in Li; 43C0q.655n0040, as a secondary 55

battery positive electrode active material (EP 86-106301); FIG. 2 is a cross section of a coin battery prepared in
Sn0,-added V,0; as a secondary battery positive electrode Examples, wherein 1 indicates a negative electrode sealing
active material (JP-A-2-158056); SnO,-added o-Fe,O, plate, 2 indicates a negative electrode active material mix-
(preferred SnO, content: 0.5 to 10 mol %) as a secondary tare pellet, 3 indicates a separator, 4 indicates a positive
battery negative electrode active materal (JP-A-62 60 electrode active material mixture pellet, 5 indicates a col-
-219465); and SnO, as a primary battery positive electrode lector, 6 indicates a positive electrode case, and 7 indicates
active material (Denki Kagaku oyobi Kogyo Butsuri a gasket.

Kagaku, Vol. 46, No. 7, p. 407 (1978)). With reference to the FIG. 3 is a cross section of a cylindrical battery prepared
use of SnO, or Sn compounds as an electrochromic elec- in Examples, wherein 8 indicates a positive electrode sheet,
trode, it is known that SnO, is capable of reversible inter- 65 9 indicates a negative electrode sheet, 10 indicates a sepa-

calation of an Li ion (see Journal of Electrochemical Soci-
ety, Vol. 140, No. 5, L81 (1993) and that a film comprising

rator, 11 indicates a battery case, 12 indicates a battery cover,
13 indicates a gasket, and 14 indicates a safety valve.
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3 4
DETAILED DESCRIPTION OF THE clectrode. Hereinafter, cases are met in which they are
INVENTION represented as an active material.

The terminology “negative electrode active material pre-
cursor” as used herein is explained below. The inventors
have found that SnO having an o-PbO structure, SnO,
having a rutile structure, and the like do not act by them-
selves as a negative electrode active material of a secondary
battery but change their crystal structure on intercalation of
lithjum to act as a reversible negative electrode active
material. That is, the charge and discharge efficiency of the
first cycle is as low as about 80% or 60%. Thus, the starting
material, such as a-PbO-structure SnO or rutile-structure
SnO,, namely, a compound before lithium intercalation is
called a “negative electrode active material precursor”.

The negative electrode active material according to the
present invention can be obtained by electrochemically
intercalating a lithium ion into, for example, an oxide, an
active material precursor. Lithium ion intercalation is con-
ducted until the basic structure of the oxide is changed (for
example, until the X-ray diffraction pattern changes) and
also until the thus changed basic structure of the Li ion-
containing oxide undergoes substantially no change during
charging and discharging (for example, the X-ray diffraction
pattern does not change substantially). The change in basic
structure means change from a certain crystal structure to a
different crystal structure or from a crystal structure to an
amorphous structure.

Where the compound represented by formulae (I) to (V)
of the present invention described in later is used as a
negative electrode active material precursor, it was found
that intercalation of lithium does not cause reduction of the
respective metal (an alloy with lithium). This can be con-
firmed from the fact that (1) observation under a transmis-
sion electron microscope reveals no precipitation of a metal
(especially no precipitation of a dendrite), (2) the potential
of lithium intercalation/deintercalation via a metal is differ-
ent from that of the oxide, and (3) the lithium deintercalation
loss with respect to lithium intercalation in SnO was about
1 equivalent, which does not agree with a loss of 2 equiva-
lents in the case where metallic tin is generated. Since the
potential of an oxide is similar to that of a currently
employed calcined carbonaceous compound, it is assumed
that the bonding state of lithium is neither mere ionic
bonding nor mere metallic bonding, similarly to a calcined
carbonaceous compound. Accordingly, the negative elec-
trode active material of the present invention is obviously
different from conventional lithjum alloys.

It is preferable that the active material precursor which
can be used in the present invention is substantially amor-
phous at the time of battery assembly (before lithium ion
intercalation). The term “substantially amorphous” as used
herein means that an X-ray diffraction pattern using CuKo
rays shows a broad scattering band with peaks between 20°
and 40° in terms of 26 and may contain diffraction assigned
to a crystalline structure.

The maximum intensity of the peaks assigned to the
crystalline structure appearing between 20=40° and 70° is
preferably not higher than 500 times, still preferably not
higher than 100 times, still more preferably not higher than
5 times, the intensity of the peak of the broad scattering band
appearing between 26=20° and 40°. It is the most preferred
that the pattern exhibits no crystalline diffraction spectrum.

Also, it is preferred that the active material precursor is
substantially amorphous at the time of intercalating lithium
ion.

In the present invention, either the active material pre-
cursor or the active material can be used as a negative
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The metals of the groups 13 to 15 of the periodic table
which can be used in the present invention include B, Al, Ga,
In, T, Si, Ge, Sn, Pb, P, As, Sb, and Bi, preferably B, Al, Si,
Ge, Sn, Pb, P, As, Sb, and Bi, still preferably Al, Si, Ge, Sn,
Pb, As, and Sb or B, Al, Si, Ge, Sn, and P.

Examples of the negative electrode active material
according to the present invention include GeO, GeO,, SnO,
Si0, SnO,, PbO, PbO,, Pb,0; Pb;0,, Sb,0;, Sb,O,,
Sb,0s, Bi, 04, Bi,0,, and Bi, 04, and non-stoichiometrical
compounds of these oxides.

Preferred of them are SnO, SnO,, GeO, and GEO,, with
SnO and SnO, being particularly preferred. o-PbO-structure
SnO, rutile-structure SnO,, GeO, and rutile-structure GeO,
are preferred, with o-PbO-structure SnO and rutile-structure
SnO, being particularly preferred.

Still preferred negative electrode active materials are
represented by formula (I):

M'M2,M*, m
wherein M' and M2, which are different from each other,
each represent at least one of Si, Ge, Sn, Pb, P, B, Al, As, and
Sb, preferably at least one of Si, Ge, Sn, Pb, P, B, Al, and Sb,
still preferably at least one of Si, Ge, Sn, Pb, P, B, and Al;
M* represents at least one of O, S, Se, and Te, preferably at
least one of O and S, still preferably O; p represents a
number exceeding 0 and not exceeding 10, generally from
0.001 to 10, preferably from 0.01 to 5, still preferably from
0.01 to 2; and g represents a number of from 1 to 50,
preferably 1 to 26, still preferably 1.02 to 6.

Also, preferred are those of formula (I) in which M' and
M? are different from each other; M represents at least one
of Ge, Sn, Pb, Sb, and Bi; M? represents at least one atom
of the groups 13, 14, and 15 of the periodic table (exclusive
of Ge, Sn, Pb, Sb, and Bi when M? represents each of these);
p represents a number of from 0.001 to 1; and M* and g have
the same meanings as defined in formula (I) above.

The valency of M* or M? in formula () is not particularly
limited and may be either a single valency or a mixed
valency. The M? to M! ratio may vary continuously within
arange of from more than O up to 10 molar equivalents. The
amount of M*, represented by q in formula (I), continuously
varies accordingly.

Of the compounds of formula (I), preferred are those in
which M* is Sn, i.e., compounds represented by formula (IT):

SnM3, M, oy
wherein M> represents at least one of Si, Ge, Pb, P, B, Al, As,
and Sb, preferably at least one of Si, Ge, Pb, P, B, Al, and
Sb, still preferably at least one of Si, Ge, Pb, P, B, and Al;
M?® represents at least one of O and S, preferably O; p
represents a number exceeding O and not exceeding 10,
generally from 0.001 to 10, preferably from 0.01 to 5, more
preferably a number of from 0.01 to 1.5, still preferably from
0.7 to 1.5; and g represents a number of from 1.0 to 50,
preferably from 1.0 to 26, still preferably from 1.02 to 6.

Still preferred of the compounds represented by formula
(II) are those represented by formula (III):

SnM3,0, (I
wherein M? is as defined above, preferably Si; r represents
a number of exceeding O and not exceeding 5.0, generally
from 0.01 to 5.0, preferably a number of from 0.01 to 1.5,
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5 6
still preferably from 0.7 to 1.5; and s represents a number of SnSig Alg 3Po.102.0 SnSij Al 2P0 203,
from 1.0 to 26, preferably from 1.02 to 6. SnSig ¢Alg 1Po305 1, SnSi; gAlg 1Pg 103,
Examples of the compounds represented by formula (II) SnSi, gAly 1Po505 25 SnSi; gAly ,Pg 205 4
or (Ill) are SnSi;4,0; gy, S1Ge(104.02: SNPDg 010 o, SnSi, ,Aly 5P 30545, SnSi, 4Al, ,Pg 6056
SPy 0101 025, SnBy 6,0, 015, S1AlG 6,0, 015, S08i.0102.020 5 SnSiAl, P 4055, SnSiAly,Py,05,, SnSiAl,,P,,0554,
SnGeg, 010202, S0Py 6,05 62, S1Pg,0105 625, S1By 0105 015, SnSiAly 1Py 20565, SnSig;Bg P05 6,
Sn8ig 50011, S1Ge 501 1. SnPbosOy 1 S1P0sO15s,  SnSiy 5By 1Po 705 5, S1Sig ¢Bo3Po 105,00 S1Sin,6Bo 2P0 203
SnBg 0501 o755 S08ig,05051, S1Ge 05051, SPboosOz 1, SnSiy By 1Pos0s 1» S0Sig B 1Po105 SnSig gBo1Po 305 5
S0Pg0505 125 00502075, Sn8ip;0; 5, SnGeg, 0, 5, SnSiBg 1Py 1054, SnSiBg,Py,055,  SnSiBg P05 65,
Do10:12,  SnPy,0;,55  SnBy,0, 45, SnSig,0,,, 10 SnSig 1Pby 1 Py.90s 6 SnSig 5Pby 1P 1035 5,
SnGeg 10,5,  SoPby 0,5, SnPy 05,55, SnBg 0,5, SnSiy ¢Pbg sPo 1046, SnSig Pbg ,Po 2,03,
Sn8ip,0,4,  SnGep;0,4,  SuPby,0,4,  SnPG,0, 5 SnSig ¢Pbg 1 Pg305.1, SnSig ¢Pbg 1P 10s,
SnBy,0:3,  SnS8ip,0,4,  S0Geo 054, SnPbo;054,  SnSiy gPby 1 Po 203 s SnSiPby P 1054 SnSiPby 2Py 505 s
SnPy;0,5  SnBy,0,5,  SnSig30,6  SnGeg;0, 6, SnSiPbg (Pg 205 g5 SnPAl, ;05 ¢s, SnPAly 305 65,
SnPby 30,6 SnPy30, 75, SnBy30, 45 SnSig30,6 15 SnP; gAly 105 15, SnPg gAlg 50,45, SnPy AL ;0,,, and
SnGe 30,4 SnPb 30,6, SnPy30, 45, SnBg 30, .4, SnP, sAly 50, ;. The valency of Sn and M® are not particu-
Sn8i;0;4  SnGeg;0,4,  SuPbp;0,4,  SnPy;0,7s, larly limited and may be a single valency or a mixed valency.
SnBg 70505,  SnSigg0;4  SnGeog0s6,  SnPbogOs6,  The ratio of M to Sn may vary continuously within a range
S0Py 503, SnBg g0, 5, SnSi0;, SnGeO;, SnPbO;, SnPO; 5, of from 0 to 2 molar equivalents, and the amount of oxygen
SnBO, 5, SnSi; ;05 4, SnGe; 505 4, SUPb; 505 4, S0Py ;04 29 continuously varies accordingly.

SnB, 50, g, Sn8i, 50,, SnGe, 50,, SnPb, sO,, SnP, 5O, ;s, Additional examples of the compounds represented by

SnB, 50355, Sn8i,05, SnGe, 05 g,p20s, SnP,0, S1B,0,, formulae (I) to (V) are shown below.
SnSi,0¢, SnGe,0f4 SnPb,0g4, SnP,0,, SnB,0;, SnSiS,, SnSi, ,Geg Pbg 1056 S$nSig ,Gep 105 65
SnSiSe,, SnSiTe;, SnPS, 5, SnPSe; 5, SnPTes s, SuBS;5.  $nSiy,Pb, ;0,6  SNGey,Si 056  SHPby,Sig 105 6
SnBSe,5,  SnBTe,s,  SnPogOs,  SnBosO,z  and 25 SnGe Pby;0,6  surp02G€0102e  SnSipeGeg O
SnSig»5BO;. SnSig aGeg 205, SnSi, sGe, 503, SnSi, oPby, , 05,
The valency of Sn and M? in formula (II) or (IfI) is not SnSig gPbg ,03, SnSi, sPby 505, SnGeg ¢Sig 03,
particularly limited and may be a single valency or a mixed SnGe, ¢Sig,0s, SnPby oSiy ; 03, SnPby £Sio 203
valency. The ratio of M? to Sn in the compound of formula SnSiy gGeg 1Py 105, SnP, oGeg 10545, SnPg 5Geg 505 s
(II) may vary continuously within a range of from 0.01 to 10 34 SnP, ;Geo 503 2'5, o 9'pb0 1'03 4;, SnPo' Spb0'203'4,
molar equivalents. Accordingly, the amount of M>, repre- SnPo:sto'sOa.zsa SnGe;) 9P0.103.05! SnGéo 8p0'203:1,
sented by g in formula (II), varies continuously. Similarly, SnPby 0P 105 05 SPDg gp0 20515 SOP, Geg 1Pbg 105 4
the ratio of M to Sn in the compound of formuia (III) may SnB, ¢Gep 055 SnBg G20,  SNBgsGep <O, s,
vary continuously within a range of from 0.01 to 5.0 molar SnBo.ngo .0, '55’ SleoAsto'zozvc, SnB(; sto.502.75a
equivalents. Accordingly, the amount of oxygen, represented 35 SnGe, oBy 0, 0, A SnGeg §Gg 20,9,
by s in formula (II), varies continuously. SnPby, 4By, 105 0sS1Pbg ¢Bg 205 0, SnBo.sGeo.l.Pbo:loz:ﬁv
Of the compounds of formula (II), preferred are those SnSip 5B 2P0 203,  SnSigsBg2P020s,  SnSigou10.102.05
represented by formula (IV): SnSij 5Alg 0505 75, SnSig sAlg 0515, SnSig sAlg 5O, 75,
B MS Sn8i;Aly 50, g5, SnSiAl; 5055, Sn8ig sBg 0502 75,
SaSIPMO, M 4 Sn8ip.5B010215,  SnSigsBos0a75,  SnSig;Bg 305 450
Of the compounds of formula (IV), preferred are those SHS%0-9B0-102~95’ Sn,S’B0-203-3’ SHSIQ-SPbO-OSOZVS’
represented by formula (V): SnS%OASPbOAIOZ.IS’ Sns}o.spbo.soz.ﬁ, 'Sn510_7Pb0.302_45,
SnSig gPby 10595,  SnSiPby 055, SnSig;Geg 1Po 0565
SnSi,P,ALM’,0, ) Sn8i; ,Geg 1Py 705 35 SnSiy 6Geg 4P0.103 25,
45 SnSi; ¢Geg 5P 20515 SnSiy ,Geg 1P.205 15
In formulae (IV) and (V), M° represents at least one of Ge, SnSig sGeg 1Pg 103 055 SnSiy gGeg 1P 305 55,
B, Al, and Pb, preferably at least one of Ge, Al, and B, still SnSiGeg 1Py 10545, SnSiGeg ,Pg ;05 4, SnSiGeg Py 205 7,
preferably Al; M7 represents at least one of Ge, B, and P; t SnSig Geg 1Al 10505, SnSiy gGeg 1Bg 102 05,
represents a number exceeding 0 and not exceeding 2.0 SnSi; ¢Geg 1Sbg 105,055 SnSi, ¢Geg 1Ing 105655
(preferably not exceeding 1.5), generally from 0.01 to 2.0, 50 SnSi; 3GegyPby 10,65, SnSig B 141610505
preferably from 0.01 to 1.5; u represents a number of from SnSig gSby ;AlO, o, SnPAl, ;05 ¢s, SnPAl, 503 65,
0.01 to 4.0, preferably from 0.01 to 3.5; v represents a SnPg Al 105 45, SnP, Al 50545, S0Py 5Al, 054,
number exceeding 0 and not exceeding 2.0 (preferably not SnPg Al 50, 4, PbSi 0,01 .02 PbGeg 0,0, g2»

exceeding 1.5), generally from 0.01 to 2.0, preferably from
0.01 to 1.5; w represents a number exceeding O to not
exceeding 2.0, generally from 0.01 to 2.0; and s represents

55

PbSig.0102.02, PBGEg.0102.025 PbPo.m_OLozs, PbBg 01. OL 015
PbP (_),0102.0257 PbGeg 0102015, PbSigos0; .1, PbGeg 501 1
PbSig 05021, PbGEp 5021, PbPg 50O, 105, PbB

b 0.0501.075?

a number of from 1.0 to 26, preferably from 1.02 to 10. PbP; 050021250  PbBggs04.675PbSip 10,5,  PbGeg 0,5,

Specific but non-limiting examples of the oxides repre- PbSig,0,, PbGey0,, PbP,,0,,5, PbB,,0, s,
sented by formula (IV) or (V) are SnSi;,sBg,Pg205, PbP;;0;,s, PbBg,0,,s5, PbSiy,0,, PbGey,0, .,
SnSig 5B 2P0 203, SnSiy 6Pg 10,25 SnSig P 2031, 60 PbSip,0,4  PbGey,0;4  PbPy,0,5,  PbBy,0,5,
SnSig ,Pg30,.75, SnSig sPg 50325 SnSi 3P 703 35 PbP;,0;5,  PbBg,0;3,  PbSig30,6  PbGeg 30,6,
Sn8iy ;P 305 4, Sn8ig sP5105 25 SnSi, ;Geg 1P 650 PbSip30;6.  PbGep 3016  PbPy30,45,  PbBg 30,5,
SnSig ,Geg 1Po 703 35 SnSig Geg 4Pg 103 25 PbP; 30, 45 PbBg 30, 45, PbSig ,Geg 105,65
Sn8ip Geg 2Pg 205 1, SnSig;Geg 1P 205 15 PbGeg 2510.102.65 PbP; ,Gep 10, 75 PbGeg 1P.104 65
SnSig gGeg 1P 103 05, Sn8i, gGeg 1 Po 305 55, 65 PbBg,Geg 10, 5, PbGe; ,Bg 10, 55 PbSig 70, 4,
SnSiGey 1Py 1Ps 45, SnSiGeg ;P ;P55 SnSiGeg 3Py ,Ps 7, PbGey;0,4, PbPo;0575, PbBy;0,45,  PbSigs0,6,
SnSig ;Alg 1Po.605.6s SnSi; 5Alg 1 Po.70s.5, PbGey 0,6, PbPg 03, PbByg0,, PbSiO;, PbGeO,,
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PbPO;,, PbBO,s, PbSi;eGey, 05, PbSiyGe, 04, pyrophosphate, tin phosphite, stannous sulfate, stannic sul-
PbSig sGeg 503, PbPy 5Geg 105 45, PbP, :Geg 505 4, fate. ) ) o
PbP, sGey 50545,  PbBgoGeg 10,45, PbBg Geg .0, 6, The silicon compounds inclu'd.e Si0,, SiO, organic s.111con
PbB, sGegy 505 75, PbGe, 6Sig 105, PbGe, ¢Sig 05, halide compounds such as silicon tetrachloride, s11{c0n,
PbGe, Py 10505  PbGepgPy2051,  PbGeg By 0505 5 tetrafluoride, trichloromethylsilane, dimethyldichlorosilane
PbGe. .B...O- PbSi. .O.. PbGe, .O,. PbP, .0, and tetraethhylsilane, alkoxysilance compounds such as

Co.880.2Y2.9, 11.5Y4, €15V, 159475 b 0 d h 1 d hvd .

PbB, 5055, PbGe,05, PbSi,05 PbGe,O4 PbPO,, fetramethoxysilane an tet.raet oxystiane, and nydroxysi-
’ ; : Q3 lane compounds such as trichlorohydroxysilane.
PbB,0s, GeSiggO1.020  GeSigg105.00,  GeSigpsOy,, : .
GeSi Qi ; : The germanium compounds include GeO,, GeO, germa-
eSig 050z,  GeSiy 0y, Gelip,0,,  GeSiy,0, . ; .

. . ; : nium tetrachloride, and alkoxy germanium compounds such
GeSip20z4,  GeSigs01 088130z,  GeSigs0,, 10 as germanium tetramethoxide and germanium tetracthoxide
GeSig s05, GeSig,0,.,4, GeSig,054 GeSi0;, GeSiO,, Th - )

.0 )7 2 -7 3 e lead compounds include PbO, ppo. pp203, PbsO,,
GeSi; 504 GeSiy 505, GePo10100s,  GePo.0102.0050 PbCl,, lead chlorate, lead perchlorate, lead nitrate, lead
GePj 0501.125: GePy o505 125: GePp 10, 55, GePg 10,55, carbonate, lead formate, lead acetate, lead tetraacetate, lead
GePy 015, GePp,0,5,  GePo30; 475, GePy30,7s, tartrate, lead diethoxide, lead di(isopropoxide).
83112(()).502.25, GG;I())O.SolZS’ G ?)Cp(gozjy gellzovgajs’ 15" The phosphorus compound includes phosphorus pentox-

ers s, erly s € sYa.750 €1 .sYs s ide, phosphorus oxychloride, phospho_rous pentachlonde,
GeBg 0,04 015, GeBg 01020155 GeBg 5010755 phosphorus trichloride, phosphorous tribromide, trimethyl
GeB 0505075. GeBp 1015, GeBy 0,5 GeBg,0, 5, phosphate, triethyl phosphate, tripropyl phosphate, stannous
GeBy,0,4.  GeBy30y4s5, GeBg305.45.  GeBysO; 75, pyrophosphate, and boron phosphate.
GeBg 50, 55, GeBg 70, o5, GeBg ;05 g5, GeBO, 5, GeBO5 5, 20 The boron compound includes boron sesquioxide, boron

GeB, 50355 and GeB 50, 25

The use of any of the compounds represented by formulae
(I) to (V) as a main negative electrode active material affords
a nonaqueous secondary battery having excellent charge and
discharge cycle characteristics, a high discharge potential, a
high capacity and high safety.

The pronouncedly excellent effects of the present inven-
tion come from the use of a compound containing Sn in
which Sn is present with divalency. The valency of Sn can
be determined through chemical titration, for example,
according to the method described in Physics and Chemistry
of Glasses, Vol. 8, No. 4, p. 165 (1967). It is also decided
from the Knight shift in the solid nuclear magnetic reso-
nance spectrum of Sn. For example, in broad-line NMR
measurement, metallic Sn (zero valent Sn) shows a peak in
an extremely low magnetic field in the vicinity of 7000 ppm
with reference to Sn(CH,),, whereas the peak of SnO
(divalent Sn) appears around 100 ppm, and that of SnO,
(tetravalent Sn) appears around —600 ppm. Like this, the
Knight shift largely depends on the valency of Sn, the center
metal, with the ligands being the same. The valency can thus
be determined by the peak position obtained by '*Sn-NMR
analysis.

The negative electrode active material of the present

25

30

35

40

trichloride, boron tribromide, boron carbide, boric acid,
trimethyl borate, triethyl borate, tripropyl borate, tributyl
borate, boron phosphide, and boron phosphate.

The aluminum compound includes aluminum oxide
(0-alumina or B-alumina), aluminum silicate, aluminum
triisopropoxide, aluminum tellurite, aluminum chloride, alu-
minum boride, aluminum phosphide, aluminum phosphate,
aluminum lactate, aluminum borate, aluminum sulfide, and
aluminum sulfate.

The antimony compound includes antimony tribromide,
antimony trichloride, diantimony trioxide, and triphenylan-
timony.

Calcination is carried out preferably at a rate of tempera-
ture rise of 4° to 2000° C./min, still preferably 6° to 2000°
C./min, most preferably 10° to 2000° C./min; at a calcina-
tion temperature of 250° to 1500° C., still preferably 350° to
1500° C., most preferably 500° to 1500° C.; for a period of
0.01 to 100 hours, still preferably 0.5 to 70 hours, most
preferably 1 to 20 hours. After calcination, the system is
cooled at a rate of temperature drop of 2° to 107° C./min, still
preferably 4° to 107° C./min, still more preferably 6° to 107°
C./min, most preferably 10° to 107° C./min.

The term “rate of temperature rise” as used herein means
an average rate of temperature rise from 50% calcination

invention may contain various compounds, such as com- 45 temperature (° C.) up to 80% calcination temperature (° C.),
pounds of the group 1 elements (e.g., Li, Na, K, Rb, and Cs), and the term “rate of temperature drop” as used herein
transition metals (e.g., Sc, Ti, V, Cr, Mn, Fe, Co, Ni, Cu, Zn, means an average rate of temperature drop from 80%
Y, Zr, Nb, Mo, Tc, Ru, Rh, Pd, Ag, lanthanoid metals, Hf, Ta, calcination temperature (° C.) to 50% calcination tempera-
W, Re, Os, Ir, Pt, Au, Hg), the group 2 elements (e.g., Be, ture (° C.).

Mg, Ca, Sr, Ba), and the group 17 elements (e.g., F, Cl, Br, 50 Cooling of the calcined product may be effected either

I). Further, it may also contain dopants of various com-
pounds (e.g., compounds of Sb, In, Nb) for improving
electrical conductivity. The addition amount thereof is pref-
erably 0 to 20 mol %.

The compounds of formulae (I) to (V) can be synthesized
by either a calcination method or a solution method.

For instance, the calcination method is conducted by
calcining a mixed compound of M' compound and M?>
compound (where M! and M?, which are different from each
other, each represent Si, Ge, Sn, Pb, P, B, Al, As, Sb).

The tin compounds include SnO, SnO,, Sn,04, Sn,0,,
Sn,0,5.H,0, Sng0,,, stannous hydroxide, stannic oxyhy-
droxide, stannic acid, stannous oxalate, stannous phosphate,
orthostannic acid, metastannic acid, parastannic acid, stan-
nous fluoride, stannic fluoride, stannous chloride, stannic
chloride, stannous bromide, stannic bromide, stannous
iodide, stannic iodide, tin selenide, tin telluride, stannous

55

60

65

within a calcining furnace or out of the furnace, for example,
by pouring the product into water. Super-quenching methods
described in Ceramics Processing, p. 217, Gihodo (1987),
such as a gun method, a Hammer-Anvil method, a slap
method, a gas atomizing method, a plasma spray method, a
centrifugal quenching method, and a melt drag method, can
also be used. Further, cooling may be conducted by a single
roller method or a twin-roller method described in New
Glass Handbook, p. 172, Maruzen (1991). Where the mate-
rial melts during calcination, the calcined product may be
withdrawn continuously while feeing the raw materials. The
molten liquid is preferably stirred during calcination.

The calcining atmosphere preferably has an oxygen con-
tent of not more than 100% by volume, preferably not more
than 20% by volume, more preferably not more than 5% by
volume. An inert gas atmosphere is still preferred. Inert gas
includes nitrogen, argon, helium, krypton, and xenon.
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The compound of formulae (I) to (V) preferably has an
average particle size of from 0.1 to 60 um. The calcined
product can be ground to size by means of well-known
grinding machines or classifiers, such as a mortar, a ball mill,

10

Lithjum-containing transition metal oxides which can be
used as a positive electrode active material include, for
preference, lithium-containing oxides of Ti, V, Cr, Mn, Fe,
Co, Ni, Cu, Mo or W. The oxide may contain other alkali

a sand mill, a vibration ball mill, a satellite ball mill, a 5 metals (the group 1 and 2 elements) in addition to Li and/or
planetary ball mill, a spinning air flow type jet mill, and a other elements such as Al, Ga, In, Ge, Sn, Pb, Sb, Bi, Si, P,
sieve. If necessary, wet grinding using water or an organic B, etc. The ratio of these additional elements is preferably up
solvent, such as _mcthanol, may be co_nducted._The gnnd§ are to 30 mol %, still preferably up to 10 mol %, based on the
preferably classified lo ob}am a desired partlcle': size elthe?r transition metal.

by dry or wet classification by means of a sieve, an air 10 Preferred of the Li-containing transition metal oxides as a
classifier, etc. .s . :

According to one of the embodiments of the present positive electrp d? active material are those prepared from a
invention in which the negative electrode active material is mixture qf_a lithium compound and. at least one compoun_d
an oxide containing fluorine, the fluorine in the negative of a transition metal selected from Ti, V, Cr, Mn, Fe, Co, Ni,
clectrode active material strengthens the structure and MO, and W at a lithium compound/total transition metal
chemical stability of a compound oxide. In particular, fluo- 15 compounds molar ratio of 0.3 to 2.2. .
rine in an amorphous oxide is effective to further enhance Still preferred are those prepared from a mixture of a
the amorphous properties thereby improving the electro- lithium compound and at least one compound of a transition
chemical structural stability. metal selected from V, Cr, Mn, Fe, Co, and Ni at a lithium

Specific examples of the fluorine-containing negative compound/total transition metal compounds molar ratio of
electrode active material or a precursor thereof are 20 from 0.3 to 2.2.

GeFj 50g o, GeF,,0, ,, SnFg,04.0, SnF;,0; g, The most preferred are those represented by formula
SnSiF, 40,4,  PbF; 40,5  PbF;,0,4,  PbF,,0,,, Li,QO0,, (Q represents at least one transition metal selected
PbiFy 4058,  SboF2050,  SbF(,054,  SbyFp,04,, from Co, Mn, Ni, V, and Fe; x is from 0.2 to 1.2; and y is
Bi,F; 403 4, BiyF( 405 5, and Bi,F,, ,0, 5, and non-stoichio- from 1.4 to 3). Q may contain, in addition to a transition
metrical compounds or compound oxides thereof. 25 metal, other metals, such as Al, Ga, In, Ge, Sn, Pb, Sb, Bi,

Preferred of these fluorine-containing negative electrode Si, P, B, etc. The ratio of the other metals is preferably up to
active materials are fluorine-containing SnQO, SnQ, , GeO, 30 mol % based on the total transition metals.

GeO,, and SnSiO,, with fluorine-containing SnSiO; being Suitable examples of the lithium-containing metal oxide
still preferred. Fluorine-containing and amorphous SnO, positive electrode active material which can be preferably
Sn0O, , GeO, GeO,, and SnSiO; are particularly preferred. 30 used in the present invention are Li,CoO,, LiNiO,,

A preferred fluorine content in the fluorine-containing LiMnO,, Li CONi,_,0,, Li,Co,V,_,0,, Li,Co,Fe, ,0O,,
negative electrode active material is from 10 to 100 mol %, Li,Mn,0,, LiMn/Co, 0O, LiMnNi, O, LiMnV,_
particularly 20 to 50 mol %, based on the total amount of the 0,, LiMn_Fe, 0O,, a mixture of LiMn,0, and MnO,, a
metal elements in the active material. mixture of Li, MnO; and MnO,, a mixture of Li,Mn,0,,

The F-containing negative electrode active materials pref- 35 Li, MnO;, and MnO, (wherein x=0.2 to 1.2; a=0.1 to 0.9;
erably include those represented by formula Sn SiF 0O, b=0.8 to 0.98; c=1.6 to 1.96; and z=2.01 to 5).
(0.2<x=1.0; 0<y=2; 2.2<z=3). The F-containing com- Preferred examples of the lithium-containing metal oxide
pound oxide may be crystalline or amorphous but is pref- positive electrode active materials are Li,CoO,, Li NiO,,
erably amorphous. Li,MnO,, Li,Co,Ni,_,0,, Li,CO,V, ,0,, Li,Co,Fe, ,0,

The F-containing negative electrode active material pre- 40 z;Mn,0,, LiMnCo, O, LiMnNi, O, LiMnV,_
cursor mainly comprising Sn can be synthesized by calcin- ¢0,4, and Li Mn_Fe, O, (wherein x=0.7 to 1.2; a=0.1 10 0.9;
ing a mixture of the above-mentioned tin oxide and fluorine b=0.8 to 0.98; c=1.6 to 1.96; z=2.01 to 2.3).
compound in air or an inert gas at a high temperature. Still preferred of the lithium-containing metal oxide posi-

In the case of adding another metal or metals, a mixture tive electrode active materials are Li,CoO,, LiNiO,,
of the tin compound, the fluorine compound, and an oxide of 45 LiMnO,, Li,Co,Ni,_,0,, LiMn,0,, and LiCo,V,_,0,
another metal or metals is calcined. For example, fluorine- (wherein x=0.7 to 1.2; a=0.1 to 0.9; b=0.9 to 0.98; and
containing SnSiO; can be synthesized by calcining a mix- z=2.01 to 2.3).
ture of SnO, SnF,, and Si0, in an inert gas at 200° to 1200° The most preferred are Li,CoO,, LiNiO,, Li,MnO,,
C., preferably 500° to 1100° C. Li,Co,Ni, ,0,, LiMn,O,, and Li,Co,V, O, (wherein

For obtaining an amorphous (glassy) active material, the 50 x=0.7 to 1.2; a=0.1 to 0.9; b=0.9 to 0.98; and z=2.02 to 2.3).
calcined product is quenched at a cooling rate of 1.5° to 100° The value x in the above formulae is the value before
C./min, preferably 5° to 20° C./min. commencement of charging and discharging and varies with

The fluorine-containing negative electrode active material a charge and a discharge.
precursor can also be synthesized by co-precipitation in a According to another embodiment of the present inven-
solution (co-precipitation method). In this case, an acidic or 55 tion, a spinel type manganese-containing oxide is used as a

alkaline aqueous solution containing, for example a salt of
the group 13, 14 or 15 element is neutralized in the presence
of a fluoride ion to form a fluorine-containing compound
hydroxide or a fluorine-containing compound oxide.

positive electrode active material. Spinel type oxides have a
spinel structure represented by formula A(B,)O,, in which
the oxygen anions are aligned in cubic closest packing and
occupy part of the faces and apexes of a tetrahedron and an

The negative electrode active material precursors contain- 60 octahedron. The unit cell is composed of 8 molecules, and
ing other metals can also be synthesized by the above- oxygen occupies 32¢ positions in the Fd3m space. The unit
described calcination method or co-precipitation method. cells occupy the lattice spacing of 64 octahedrons at three

The positive electrode active material which can be used crystallographically non-equivalent positions, 8a, 8b, and
in the present invention may be a transition metal oxide 48f. In this spinel structure, cations B are positioned at the
capable of reversibly intercalating and deintercalating a 65 lattice spacing sites of the 164 octahedrons (the vacant

lithium ion but is preferably a lithium-containing transition
metal oxide.

octahedron site is 16¢), and cations A are positioned at the
lattice spacing sites of the 8a tetrahedrons. Each 8a octahe-
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dron shares the face with the adjoining 4 vacant 16c¢ octa-
hedrons thereby to provide passageways through which
cations A diffuse (e.g., 8a—>16¢c—8a—16c). On the other
hand, each 8b tetrahedron shares the face with the 164

12

The spinel type manganese oxide may be doped with one
or more of other transition metal elements, typical elements,
and rare earth elements to form a compound oxide. Preferred
dopants are transition metal elements, such as Co, Ni, Ti, V,

octahedron formed of cations B, resulting in energy disad- s 7Zr, Nb, Mo, W, and Fe.

vantage to cations’ occupation. The 48f tetrahedron shares The positive electrode active materials which can be used
the face' wi_th b'oth the lﬁd and 16¢ octah(?drons. According in the present invention also include manganese oxide
to the distribution of cations A, A(B,)O, is called a normal compounds having a hollandite skeleton structure as dis-
spinel structure, and B(AB)0, is C?H?d an inverse-spinel closed in JP-A-4-270125, which are regarded as having the
structure. AXBJ'(AI-.XBl“y)O“’ an mtermed@te SUIUCLUTE ) oo ve-described general formulae with part or most part
between a normal spinel and an inverse-spinel, is also called R : .

a spinel. (e.g., 95% or Ipore) of Li cations thereof being spbstlt.uted

Manganese oxides having a normal spinel structure typi- with otl?cr cations, €.g., H’_K’ N,a’ an'd ammontum 10nS.
cally include LiMn,O,, which serves as a positive electrode Hollandite type compounds in which Li cations are substi-
active material. In this structure, a half of the Mn cations are tuted. with H can easﬂ){ be obtained by, for example, treating
trivalent, with the another half being tetravalent. A-MnO,, 15 an Li—Mg double oxide represented by the above general
also known as an active material, is regarded to have a spinel formula with an acid at a high temperature to remove Li.
structure with defects, derived by removing lithium from The positive electrode active materials can be synthesized
LiMn,0,, in which all the Mn cations are tetravalent, as by mixing a lithium compound and a transition metal
described in U.S. Pat. No. 4,246,253, The manganese oxide compound, followed by calcination or by reacting these
positive electrode active materials which can be used in the 20 materials in a solution. The former calcination method is
present invention include all of those having a normal spinel preferred.
structure, those having an inverse-spinel structure, those Calcination is carried out at a calcination temperature
having a defect-free structure, and those having a non- selected from the range in which at least part of the mixed
stoichiometrical spinel structure with defects. compounds may be decomposed and melted, for example,

Suitable Li-containing manganese oxides having a spinel 55 from 250° to 2000° C., preferably from 350° to 1500° C., for
f}tlructure whichtcz(iin t{)e used in;lhefpresml)t inli’?ntiﬁ\r/} inclalge 1 to 72 hours, preferably 2 to 20 hours. Prior to calcination,

0s€ Trepresenied by gener ormuia L1y, [Mn, JU, the mixture is preferably pre-calcined at 250° to 900° C.
(O<x<_1.7.; 0=y<0.7). Such compqunds mCl}ldc L1.4Mn5012 Mixing of the raw materials may be either dry blending or
(or Li[Li,,; Mns;]O,). In addition, the following com- : : L

; wet blending. If desired, calcination may be followed by
pounds are also included under the scope covered by the 30 annealine at 200° to 900° C

above general formula (structural formulae include those Th agl P h . limi b
represented by multiplying the general formula by an integer e c cination atmosphere 15 not _umted and may be an
or a decimal): ox1d1211ng a?tr.nostl_)here %r a rfreducglg a}tmosphere.dFor
. . . . example, calcination can be performed in air, a prepared gas
L14Mn409, LiMnO; (or  Li;Mn,0,), LiMnO,, having an arbitrary oxygen concentration, hydrogen, carbon
.LIZMH“OS" and 35 monoxide, nitrogen, argon, helium, krypton, xenon, or car-

LizMns0,, bon dioxide.

Suitable Li-containing manganese oxides having a spinel In the synthesis of positive electrode active materials,
structure which can be used as a positive electrode active chemical intercalation of a lithium ion into a transition metal
material in the present invention further include those rep- oxide is preferably achieved by reacting metallic lithium, a
resented by general formula Li;, .[Mn, /O, (0<x<1.0; 40 Ilithium alloy or butyl lithium with the transition metal oxide.
0=y<0.5). Preferred of them are those represented by gen- While not limiting, the positive electrode active material
eral formula Li;_[Mn, 10, (0.20<x<1.0; 0<y<0.2), such to be used in the present invention preferably has an average
as Li;MnsO,, (or Li; ,[Mn, O, (x=0.273; y=0.182)), particle size of from 0.1 to 50 um and a BET specific surface
which is a non-stoichiometrical spinel compound disclosed area of from 0.01 to 50 m?/g. An agueous solution (super-
in JP-A-4-240117; and those represented by general formula 45 natant liquid) of 5 g of a positive electrode active material
Li,_[Mn, ]O, (0<x=0.20; 0<y<0.4), such as Li,Mn,O,. in 100 ml of distilled water preferably has a pH of 7 to 12.
In addition, the following compounds are also included The resulting positive electrode active material can be
under the scope covered by the above formula Li, [Mn,_ ground to size by means of well-known grinding machines
»]O, (structural formulae include those represented by mul- or classifiers, such as a mortar, a ball mill, a vibration ball
tiplying the general formula by an integer or a decimal): 5o mill, a vibration mill, a satellite ball mill, a planetary ball

Li,Mn, 4 5O, Li,Mn, sO,¢, and Liy,;MnO, mill, a spinning air flow type jet mill, and a sieve.

The above-mentioned spinel type manganese oxides as a If desired, the positive electrode active material obtained
positive electrode active material can be obtained by react- by calcination may be washed with water, an aqueous acid
ing a lithium salt and a manganese salt or 2 manganese oxide solution, an aqueous alkali solution or an organic solvent
in a solid phase at a high temperature according to a known 55 before use.
method. In using lithium carbonate and manganese dioxide A preferred combination of a negative electrode active
as starting materials, calcination is carried out at 350° to material and a positive electrode active material is a com-
900° C., preferably 350° to 500° C., for 8 to 48 hours. In bination of a compound of formula (I) as a negative elec-
using lithium nitrate having a low melting point (261° C.) as trode active material and Li,CoO,, Li,NiO,, Li,Co,Ni,_
a lithium salt, calcination is carried out at 300° to 900° C., 60 0O,, Li MnO,, Li Mn,Q,, or Li,Co,V;_,0, (x=0.7 to 1.2;
preferably 300° to 500° C. Manganese oxides to be used a=0.1 to 0.9; b=0.9 to 0.98; and z=2.02 to 2.3) as a positive
include A-MnO,, electrolytically prepared MnO, (EMD), electrode active material, still preferably a combination of a
chemically prepared MnO, (CMD), and a mixture thereof. compound of formula (III) and Li,CoO,, LiNiO,, Li,-
Lithium-manganese double oxides (e.g., Li,Mn,O,) may Co,Ni,_,0,, Li,MnO,, Li Mn,0,, or Li,Co,V,_,0, (x=0.7
also be used as a lithium material. In this case, the Li—Mn 65 to 1.2; a=0.1 to 0.9; b=0.9 to 0.98; and z=2.02 t0 2.3) as a

double oxide is mixed with a manganese material, e.g.,
manganese dioxide, and calcined at 350° to 500° C.

positive electrode active material, most preferably a com-
bination of a compound of formula (IV) as a negative
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electrode active material and Li CoO,, Li NiO,, Li,Co,Ni;_
a0,, Li,MnO,, Li Mn,0,, or Li,CO,V,_,0, (x=0.7 to 1.2;
a=0.1 t0 0.9; b=0.9 t0 0.98; and z=2.02 to 2.3) as a positive
electrode active material.

14

lithium, such as a polysaccharide, it is preferable to deacti-
vate the functional group by addition of a compound having
an isocyanate group. The binder is used in an amount of 1
to 50% by weight, preferably 2 to 30% by weight, based on

Further, preferred is a combination of a compound of s the total weight of the active material mixture.
formula (I) as a negative electrode active material and In particular, polymers having a decomposition tempera-
Li,;Mn,0,, LiMnO,, Li,Mn,0,, Li,MnO, Li;Mn,O,, ture of not lower than 3OQ° C. are }_)referred as a bm@er for
Li,Mn;0, 5, Li;Mn,g sOys, Li,Mn, 0,4 or Lig ,Mn,0,. the negative electrode_ active material of the present inven-

Such combinations of active materials afford a nonaque- tion. Such polymers mcludc? polyethylene: polyp;opyler_le,
ous secondary battery having excellent charge and discharge 10 eﬂp 0Xy Iesins, po}yester resins, and ﬁucgme Fesms,.vy}t.h

i . . . . uorine resins being preferred. The term “fluorine resin” is
cycle characteristics, a high discharge potential, and a high d herei al term for olymers havi bon-
capacily. used herein as a general term for polymers having a carbon

e . fluorine bond in the molecule thereof as specified in JIS
Lithium is intercalated into a compound represented by e . . "
. K6900 “Glossary of Terms Used in Plastic Industry”.
any of formulas (I) to (V) in an amount of from 1 to 20 Sui - -
. - uitable examples of the fluorine resins are shown below.
cquivalents, preferably from 3 to 10 equivalents. 15

The ratio of a positive electrode active material to a
negative electrode active material is decided according to (A-1)  Polytetrafluoroethylene (PTFE)
the above-mentioned equivalent amount. It is preferable to (A-2)  Polyvinylidene fluoride (PVDF)
use a positive electrode active material in an amount based a-3) (ngg? porocthylene-hexafluoropropylene copolymer
on the calculated ratio multiplied by 0.5 to 2. Where any 20 (A.4)  Tetrafluoroethylene-perflucroalkyl viny! ether
other substance than a positive electrode active material, copolymer (PFA)
€.g., metallic lithium, a lithium alloy or butyl lithium, is used (A-5)  Vinylidene fluoride-hexafluoropropylene copolymer
as a lithium source, the amount of a positive electrode active E::% ggg :‘ei‘;“feS:Elrl‘g;:gl;’lr:gE‘;gﬁii‘n};ﬁ"?ﬁ;gggﬁl‘;’
material to be used is decided in conformity with the (A-8)  Polychlorotrifiuorocthylene (PCTFE)
equivalent amount of deintercalated lithium of the negative 25 (A-9)  Vinylidene fluoride-pentafluoropropylene copolymer
electrode active material. In this case, too, the ratio based on Eﬁ'i(g Eﬁp{izgecgg;ﬂ;%f::gggn; ;:Pc‘:})’;fl'er ot (ECTFE)
the equivalent amount is preferably multiplied by 0.5 to 2. A12) Vin;ﬁ done Auoride hex aﬂu’;mpmp;’leg:

Negative electrode active materials which may be used in tetrafluoroethylene copolymer
combination with the negative electrode active material of (A-13)  Vinylidene fluoride-perfluoromethyl vinyl ether-
the present invention include metallic lithium, lithium alloys 30 tetrafluoroethylene copolymer
(e.g., alloys with Al, Al—Mn, Al-—Mg, Al—Sn, Al—In or
Al—Cd), and calcined carbonaceous compounds capable of Copolymer resins comprising another ethylenically unsat-
intercalating and deintercalating a lithium ion or metallic urated monomer in addition to the above-mentioned mono-
lithium. mers are also useful. Specific but non-limiting examples of

The purpose of the combined use of metallic lithium ora 35 copolymerizable unsaturated monomers include acrylic
lithium alloy is to intercalate lithium into a compound esters, methacrylic esters, vinyl acetate, acrylonitrile, acrylic
mainly comprising an oxide of formula (I) to (V) within a acid, methacrylic acid, maleic anhydride, butadiene, styrene,
cell but not to utilize the dissolution-precipitation reaction of N-vinylpyrrolidone, N-vinylpyridine, glycidyl methacry-
metallic lithium, etc. as an electrode reaction. late, hydroxyethyl methacrylate, and methyl vinyl ether.

An electrode material mixture which can be used in the 40 The binder resins can be obtained by any of solution
present invention comprises the above-described active polymerization, emulsion polymerization, suspension poly-
material, a conducting agent, a binder, a filler, and so forth. merization, and gaseous phase polymerization, and the poly-

The conducting agent may be any electron-conducting mer may be any of random polymers, graft polymers, and
material which undergoes no chemical change in an block polymers.
assembled battery. Suitable conducting agents include natu- 45  The above-mentioned binder resin may be used in com-
ral graphite (scale graphite, flake graphite, lumpy graphite, bination with one or more other polymers, such as car-
ctc.), artificial graphite, carbon black, acetylene black, boxymethyl cellulose, sodium polyacrylate, hydroxyethyl
Ketjen black, carbon fiber, metal powders (e.g., copper, cellulose, polyvinyl alcohol, polyvinyl pyrrolidone, polyeth-
nickel, aluminum or silver powder), metallic fibers, ylene oxide, and alginic acid.
polyphenylene derivatives, and mixtures of two or more 50 The binder is preferably used in an amount of from 0.5 to
thereof. A combination of graphite and acetylene black is 30% by weight based on the negative electrode active
particularly preferred. material.

The conducting agent is preferably used in an amount of The filler to be used in the present invention is not
from 1 to 50% by weight, still preferably from 2 to 30% by particularly limited as long as it is a fibrous material under-
weight, based on the total weight of the active material 55 going no chemical change in an assembled battery. Suitable
mixture. Carbon or graphite is preferably used in an amount fillers include fibers of polyolefins (e.g., polypropylene or
of from 2 to 15% by weight. polyethylene), glass fiber, and carbon fiber. While not lim-

The binder includes polysaccharides, thermoplastic res- iting, the filler is preferably used in an amount of up to 30%
ins, and rubbery polymers; such as starch, polyvinyl alcohol, by weight based on the total weight of the active material
carboxymethyl cellulose, hydroxypropyl cellulose, regener- 60 mixture.
ated cellulose, diacetyl cellulose, polyvinyl chloride, poly- The nonaqueous electrolytic solution which can be used
vinyl pyrrolidone, tetrafluoroethylene, polyvinylidene fluo- in the nonaqueous secondary battery of the present invention
ride, polyethylene, polypropylene, ethylene-propylene- consists of at least one organic solvent and at least one
diene terpolymers (EPDM), sulfonated EPDM, styrene- lithium salt soluble in the solvent. Suitable organic solvents
butadiene rubbers, polybutadiene, fluorine rubbers, 65 include aprotic solvents, such as propylene carbonate, eth-

polyethylene oxide, and mixtures of two or more thereof. In
using a compound having a functional group reactive with

ylene carbonate, butylene carbonate, dimethyl carbonate,
diethyl carbonate, y-butyrolactone, 1,2-dimethoxyethane,
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tetrahydrofuran, 2-methyltetrahydrofuran, dimethyl sulfox-
ide, 1,3-dioxolane, formamide, dimethylformamide, diox-
olane, acetonitrile, nitromethane, methyl formate, methyl
acetate, methyl propionate, ethyl propionate, phosphoric
triesters, trimethoxymethane, dioxolane derivatives, sul-
folane, 3-methyl-2-oxazolidinone, propylene -carbonate
derivatives, tetrahydrofuran derivatives, ethyl ether, and
1,3-propanesultone. These solvents may be used either indi-
vidually or in combination of two or more thereof. Suitable

16

nium salt (see JP-A-60-30065), polyethylene glycol (see
JP-A-60-41773), pyrrole (see JP-A-60-79677), 2-methoxy-
ethanol (see JP-A-60-89075), AICl, (see JP-A-61-88466), a
monomer providing a conductive polymeric active material
(see JP-A-61-161673), triethylenephosphoramide (see
JP-A-61-208758), a trialkylphosphine (JP-A-62-80976),
morpholine (see JP-A-62-80977), an aryl compound having
a carbonyl group (see JP-A-62-86673), hexamethylphos-
phoric triamide and a 4-alkylmorpholine (see JP-A-62-

lithium salts soluble in these solvents include LiClO,, 10 217575), a bicyclic tertiary amine (see JP-A-62-217578), an
LiBF,, LiPF,, LiCF;SO;, LiCF;CO,, LiAsFg, LiSbF, oil (see JP-A-62-287580), a quaternary phosphonium salt
LiB,4Cl,q, lower aliphatic lithium carboxylates, LiAICl,, (see JP-A-63-121268), and a tertiary sulfonium salt (see
LiCl, LiBr, Lil, chloroboran lithium, and lithium tetraphe- JP-A-63-121269).

nylborate. These lithium salts may be used either individu- In order to make the electrolytic solution incombustible,
ally or in combination of two or more thereof. In particular, 15 ahalogen-containing solvent, such as carbon tetrachloride or

a solution of LiCF;80;, LiClO,, LiBF, and/or LiPF in a
mixed solvent of propylene carbonate or ethylene carbonate
and 1,2-dimethoxyethane and/or diethyl carbonate is a pre-
ferred electrolytic solution.

The amount of the electrolytic solution to be used in a
battery is not particularly limited and can be selected accord-
ing to the amounts of the positive and negative electrode
active materials or the size of the battery.

The concentration of the supporting electrolyte is prefer-
ably from (0.2 to 3 mols per liter of the electrolytic solution.

In addition to electrolytic solutions, inorganic or organic
solid electrolytes may also be employed.

Examples of suitable inorganic solid electrolytes include
a lithium nitride, a lithium halide, and a lithium oxyacid salt.
Among them preferred are Li;N, Lil, Li;NIL,, Li;N—Lil—
LiOH, LiSiO,, LiSiO,—Lil—LiOH, xLi;PO,—(1-
x)Li,SiO,, Li,SiS;, and phosphorus sulfide compounds.

Examples of suitable organic solid electrolytes include
polyethylene oxide derivatives or polymers containing the
same (see JP-A-63-135447), polypropylene oxide deriva-
tives or polymers containing the same, polymers containing
an ionizing group (see JP-A-62-254302, JP-A-62-254303,
and JP-A-63-193954), a mixture of a polymer containing an
ionizing group and the above-mentioned aprotic electrolytic
solution (see U.S. Pat. Nos. 4,792,504 and 4,830,939, JP-A-
62-22375, JP-A-62-22376, JP-A-63-22375, JP-A-62-22776,
and JP-A-1-95117), and phosphoric ester polymers (see
JP-A-61-256573). A combination of polyacrylonitrile and an
electrolytic solution (see JP-A-62-278774) and a combina-
tion of an organic solid electrolyte and an inorganic solid
electrolyte (see JP-A-60-1768) are also known.

As a separator, an insulating thin film having high ion
permeability and prescribed mechanical strength is used. A
sheet or nonwoven fabric made of an olefin polymer (e.g.,
polypropylene), glass fiber or polyethylene is usually
employed for their organic solvent resistance and hydropho-
bic properties. The pore size of the separator is selected from
the range generally used for batteries, e.g., from 0.01 to 10
um. The thickness of the separator is selected from the range
generally used for batteries, e.g., from 5 to 300 pm.

For the purpose of improving charge and discharge char-
acteristics, the electrolytic solution may contain other com-
pounds, such as pyridine (see JP-A-49-108525), triethyl
phosphite (see JP-A-47-4376), triethanolamine (see JP-A-
52-72425), a cyclic ether (see JP-A-57-152684), ethylene-
diamine (see JP-A-58-87777), n-glyme (sece JP-A-58-
87778), hexaphosphoric acid triamide (see JP-A-58-87779),
a nitrobenzene derivative (see JP-A-58-214281), sulfur (see
JP-A-59-8280), a quinoneimine dye (see JP-A-59-68184),
an N-substituted oxazolidinone and an N,N'-substituted imi-
dazolidinone (see JP-A-59-154778), an ethylene glycol
dialkyl ether (see JP-A-59-205167), a quaternary ammo-
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trifluorochloroethylene, may be added to the electrolytic
solution (see JP-A-48-36632). In order to make the electro-
lytic solution resistant to high-temperature preservation,
carbonic acid gas may be incorporated thereto (see JP-A-
59-134567).

The positive or negative electrode active material mixture
may contain an electrolytic solution or an electrolyte. For
example, it is known to add the above-mentioned ion-
conductive polymer or nitromethane (see JP-A-48-36633) or
an electrolytic solution (see JP-A-57-12487) to the active
material mixture.

The surface of the positive electrode active material may
be modified by treating with an esterification agent (see
JP-A-55-163779), a chelating agent (see JP-A-55-163780),
a conducting high polymer (see JP-A-58-163188 and JP-A-
59-14274), polyethylene oxide (see JP-A-60-97561), and
the like.

The surface of the negative electrode active material may
also be modified by, for example, providing a layer com-
prising an ion-conductive polymer or polyacetylene (see
JP-A-58-111276) or treating with LiCl (see JP-A-58-
142771).

A collector for an active material may be made of any
electron-conducting substance which undergoes no chemi-
cal change in an assembled battery. Suitable materials of a
collector for the positive electrode include stainless steel,
nickel, aluminum, titanium, calcined carbon; and aluminum
or stainless steel with its surface treated with carbon, nickel,
titanium or silver. Suitable materials of a collector for the
negative electrode include stainless steel, nickel, copper,
titanium, aluminum, calcined carbon; copper or stainless
steel with its surface treated with carbon, nickel, titanium or
silver; and an Al—Cd alloy. These materials may be sub-
jected to surface oxidation. The collector may have a variety
of forms, such as a foil, a film, a sheet, a net, a punched
sheet, a lath, a porous body, a foamed body, a fibrous body,
and so on. While not limiting, the thickness of the collector
is from 1 to 500 um.

The battery according to the present invention may have
any shape, such as a coin shape, a button shape, a sheet
shape, a cylindrical shape, and an angular shape.

A coin-shaped or button-shaped battery is generally pro-
duced by compressing a positive or negative active material
mixture into a pellet having prescribed thickness and diam-
eter according to the size of the battery. A sheet, cylindrical
or angular battery is generally produced by coating a col-
lector with a positive or negative active material mixture,
followed by drying and compressing. The thickness, length
or width of the coating layer are decided according to the
size of the battery. In particular, the dry thickness (thickness
after compression) is preferably selected from the range 1 to
2000 um.
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The application of the nonaqueous secondary battery of
thc present invention is not particularly limited. For
cxample, it is useful in electronic equipment, such as note-
book-size color or monochromatic personal computers, pen
input personal computers, pocket-size (palmtop) personal
computers, notebook-size word processors, pocket-size
word processors, electron book players, pocket phones,
wircless extensions of key telephone sets, pagers, handy
terminals, portable facsimiles, portable copying machines,
portable printers, headphone stereos, video cameras, liquid
crystal TV sets, handy cleaners, portable CD, mini disk
systems, clectrical shavers, machine translation systems,
land mobile radiotelephones, transceivers, electrical tools,
portable calculators, memory cards, tape recorders, radios,
backup powers, and so on; automobiles, electrically-pow-
cred vehicles, motors, lights, toys, family (home) computers,

10

15

18

Separator:

A finely porous polypropylene sheet and polypropylene
nonwoven fabric impregnated with the electrolytic solution.

The resulting lithium battery was subjected to a charge
and discharge test under conditions of a constant current
density of 0.75 mA/cm?, a cut-off voltage of 1.3 V in
charging, and a cut-off voltage of 0.2 in discharging. All the
tests were started with intercalation of lithium into the
compound of the present invention. The results obtained are
shown in Table A-1.

Symbols used in Table A-1 and Tables A-2 to A-8 here-
inafter given have the following meanings:

@...

negative electrode active material precursor
of the present invention

load conditioners, irons, watches, stroboscopic lamps, cam- ) ... lithium deintercalation capacity in the first
cras, medical equipment (e.g., pacemakers, hearing aids, and gg:ﬂmifsfﬁ‘;“ve electrode active
mas.saging machines); military equipment; and spacecraft 20 ©... average ;’olemia.l (V) of lithium
equipment. The nonaqueous secondary battery of the present deintercalation
invention may be used in combination with solar batteries. @-... cycle characteristics {(lithium
The present invention will now be illustrated in greater deintercalation capacity in the 10th cycle -
oo, . . lithium deintercalation capacity in the 1st
detail with reference to Examplfzs, bl'lt t'he present invention cycle)/lithium deintercalation capacity in
should not be construed as being limited thereto. All the 25 the 1st cycle]
percents are by weight unless otherwise indicated. ©... discharge capacity in the 1st cycle (mAh/ml-
$n0, GeO, GeO,, PbO, PbO,, Pb,0,, Pb,0,, Sb,0,, cylindrical battery volume)
Sb,0,, Bi,0,, LiCo0,, LiNiO,, LiMn,0, used in Examples
are commercially available ones.
Preparation of SnO,;: 30 TABLE A-1
Sn(OH), synthesized from SnCl, and NaOH was calcined Run ) ©
in air at 400° C. for 4 hours to obtain SnO, , and the resulting No. (@ (mAh/g) W) Y
SnO, was ground in a mortar to an average primary particle
size of about 0.05 um (rutile structure). 1 5nO 340 0.62 0.06
. . . 2 Sn0, 499 0.67 0.05
Preparation of LiCOg 95V 0,0505 07 o35 3 GeO 358 0.65 0.02
A mixture of Li,CO,, CoCO;, and NH, VO, was calcined 4 GeO, 259 0.68 -0.29
at 900° C. for 6 hours, followed by grinding in a mortar. 5 PbO 309 0.58 0.55
. 6 PbO, 283 0.62 0.53
7 Pb,0, 301 0.60 0.57
8 Pb,0, 296 0.59 0.57
EXAMPLE A-1 40 9 Sb,0, 358 110 0.02
10 Sb,0, 222 1.10 -0.18
In order to examine how close the negative electrode 1 B0, 345 0.88 0.63
active material of the present invention is to metallic lithium,
an average potential of lithium deintercalation with refer-
ence to Li—Al (80%-20%) and its capacity were measured. 45
A coin lithium battery having the structure shown in FIG. EXAMPLE A-2

2 was assembled in a dry box (dew point: —40° 1o —70° C.;
dry air) using the following materials.
Electrode:

A negative electrode active material mixture consisting of
82% of each of the negative electrode active material
precursors shown in Table A-1, 8% of flake graphite and 4%
of acetylene black as conducting agents, and 6% of polyvi-
nylidene fluoride as a binder was compression molded into
a pellet of 13 mm in diameter and 22 mg in weight. Before
use, the pellet was dried in the above-described dry box by
means of a far infrared heater at 150° C. for 3 hours.
Counter Electrode:

An Li—Al (80%-20%) pellet of 15 mm in diameter and
100 mg in weight.

Collector:

A 80 pm thick net of SUS316 was welded to each of a
positive electrode case and a negative electrode case.
Electrolytic Solution:

200 ul of a 1 mol/l solution of LiPF, in a 2:2:6 (by
volume) mixed solvent of ethylene carbonate, butylene
carbonate and dimethyl carbonate.

55
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A coin battery was prepared in the same manner as in
Example A-1, except for using the following counter elec-
trode.

A positive electrode active material mixture consisting of
82% of LiCoO,, 8% of flake graphite, 4% of acetylene
black, and 6% of tetrafluoroethylene was compression
molded to obtain a pellet of 13 mm in diameter. The weight
of the pellet was decided according to the lithium interca-
lation capacity of the negative electrode active material
precursor. The charge capacity of LiCoO, was 170 mAb/g.
Before assembly, the pellet was dried in the same manner as
in Example A-1.

The resulting lithium battery was subjected to a charge
and discharge test under conditions of a constant current
density of 0.75 mA/cm? a cut-off voltage of 4.3 V in
charging, and a cut-off voltage of 2.7 V in discharging. All
the tests were started with charging. The results obtained are
shown in Table A-2.
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EXAMPLE A-5
TABLE A-2
The same test as in Run No. 1 of Example A-2 was
i‘:‘ @ (mﬁ’})]/g) ((\C,)) @ cor?ducted, e?(cepl for usi'ng cach of the positive e?eclrode
5 active materials shown in Table A-5. The charging and
1 510 485 3.52 0.08 discharging conditions were 4.3 to 2.7 V. The results
2 Sn0O, 443 3.48 0.07 . .
3 GeO 120 350 0.03 obtained are shown in Table A-5.
4 GeO, 229 346 -0.15
5 PbO 286 3.56 0.48 TABLE A-5
6 PbO, 261 352 0.55 10
7 Pb,0, 275 3.50 0.49 Positive
8 Pb,0, 279 3.54 0.49 Run Electrode (b) ©
9 Sb,0s4 320 3.04 0.04 No. Active Material (mAh/g) V) (@
10 Sb,0, 195 3.05 —0.02
11 Bi, 0 302 3.27 0.65 1 LiCoO, 485 3.52 0.08
2 LiNiO, 522 3.43 0.07
15 3 LiCog.05 V005020 473 3.53 0.06
4 LiMn,0, 392 3.56 0.09
EXAMPLE A-3
In order to examine the influences of the calcination
temperature in the synthesis of a negative electrode active 20
material, the same test as in Run No. 2 of Example A-1 was EXAMPLE A-6
conducted, except for varying the calcination temperature . .
for the synthesis of SnO,as shown in Table A-3. The results A rmxture'of 86% of SnO or SnO,as a negtcmve electrode
obtained are shown in Table A-3. active material precursor, 6%.01’ flake graphite, and 3{% of
45 acetylene black was mixed with 4% of an aqueous disper-
TABLE A-3 sion of a styrene-butadiene rubber and 1% of carboxymethyl
Calcination cellulose as binders. The mixture was kneaded using water
Run Temperature () © as a medium to prepare a slurry. The slurry was extrusion
No. °C) (mAh/g) v @ coated on both sides of a 18 pm thick copper foil and, after
1 300 499 0,68 0.05 30 drying, compressed by calendering. The compressed sheet
2 500 515 0.68 0.06 was cut to a prescribed size to prepare a 124 pm thick
3 600 597 0.69 0.1 negative electrode sheet.
4 700 595 0.69 0.09 i i . .
A mixture of 87% of LiCoO, as a positive electrode active
35 material, 6% of flake graphite, 3% of acetylene black, and,
as binders, 3% of an aqueous dispersion of polytetrafluoro-
EXAMPLE A-4 ethylene and 1% of sodium polyacrylate was kneaded with
In order to examine the effect of addition of P and/or Sb water, and the resulting slurry was applied on both sides of
to SnO,as a negative electrode active material, the same test a 20 um thick aluminum foil, dried, compressed, and cut to
as in Run No. 2 of Example A-1 was conducted, except for 40 size in the same manner as described above to prepare a 220
using Sb (10 mol %)-added SnO,, P (10 mol %)-added um thick positive electrode sheet.
SnO,, or Sb+.P (10 mol.% in total)-added SnOz. asa negative A nickel or aluminum lead was connected by spot welding
clectrode active material precursor. The coalcmatlonoof the to the end of the negative electrode sheet or the positive
E/%v(v)onéatenal was clorx(}uctzdhm aer'th 700 lc" 30(,) g or electrode sheet, respectively. Both the electrode sheets with
» respectively, for 4 hours. Lhe results obtained are 45 a lead were dried at 150° C. for 2 hours in dry air having a
shown in Table A-4. . . 5
o . dew point of not higher than —40° C.
For addition of Sb, SbCl; or Sb,05 was added at the time . -
o . Dried positive electrode sheet (8), finely porous polypro-
of synthesizing Sn(OH),. Since SbCl; and Sb,O; gave lene fil tor (Cell Guard 2400) (10). dried .
substantially the same test results, the results of SbClg ply ene hiim sepa;a or (Cell Guar 10 ) ( 1)’ . e nefgatlv.e
addition are shown. For addition of P, P,O, was added at the 50 clectrode sheet (9), and separator (10) were laminated in this
time of synthesizing Sn(OH),. In experiments using order and rolled up by means of a winder.
Sb—Sn0,, reduction of the amount of the conducting agents The roll was put in cylindrical open-top battery case (11)
produced no difference in test results so that the results made of nicke]-plated iron which also served as a negative
obtained in using a negative electrode active material mix- electrode terminal, and a 1 mol/l LiPF solution in a 2:2:6
ture comprising 91% of the negative electrode active mate- 55 (by volume) mixture of ethylene carbonate, butylene car-
rial precursor, 3% of acetylenc black, and 6% of polyvi- bonate, and dimethyl carbonate was poured into the case.
nylidene fluoride are shown in Table A-4. Battery cover (12) having a positive electrode terminal was
fitted into the top of case (11) via gasket (13) to prepare a
TABLE A-4 €0 cylindrical battery. Positive electrode terminal (12) and
Run o) © positive electrode sheet (8) were previously connected
No. Additive (mAh/g) %) (G through a lead terminal, and battery case (11) and negative
| none 499 0.68 0.05 electrode sheet (9) were connected in the same way.
2 Sb 575 0.76 0.11 The cross section of the thus assembled cylindrical battery
431 P 22; 8’33 g'gg 65 1is shown in FIG. 3. Numeral (14) is a safety valve. The

Sb+P

charging and discharging conditions were 4.3 to 2.7 V and
1 mA/cm?. The results obtained are shown in Table A-6.
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ing to the present invention is about 4 times that of the
TABLE A-6 calcined carbonaceous material.
Run ®) © © As a result of the safety test in Example A-7 and Com-
No. (mAh/g) 4% () (mAh/ml) parative Example A-3, neither the SnO pellet nor the SnO,
5 pellet ignited, whereas 32 out of 50 negative electrode
1 460 3.54 0.04 357

COMPARATIVE EXAMPLE A-1

An electrode pellet was prepared in the same manner as
in Run No. 1 of Example A-1 except for replacing the
compound as a negative electrode active material with rutile
type WO, or spinel type Fe;O,. The same charge and
discharge test as in Example A-2 was conducted. The results
obtained are shown in Table A-7.

10

15

pellets of Comparative Example A-3 spontaneously ignited.
It is thus seen that the compounds of the present invention
are of high safety.

As demonstrated above, the use of an Li-containing
transition metal oxide as a positive electrode active material
and an oxide mainly comprising at least one of the group 13,
14, and 15 metals as a negative electrode active material
provides a safe nonaqueous secondary battery having a high
discharge potential, a high discharge capacity, and satisfac-
tory charge and discharge cycle characteristics.

TABLE A7 SYNTHESIS EXAMPLE B-1
Na e o ) @ o, Tin monoxide (13.5 g) and silicon dioxide (6.0 g) were
dry blended, put in an alumina crucible, heated up to 1000°
; sz’%z igg gi}) 8-‘11451 C. at a rate of 10° C./min in an argon atmosphere, calcined
23 : : at that temperature for 12 hours, cooled to room temperature
at a rate of 6° C./min, and taken out of the calcination
55 furnace to obtain SnSi0O,. The calcined product was coarsely

COMPARATIVE EXAMPLE A-2

The coin battery prepared in Run No. 1 of Example A-1
was tested in the same manner as in Example A-1, except for
changing the current density for lithium intercalation to 0.38

ground and further pulverized in a jet mill to an average
particle size of 5 um (hereinafter designated as compound
B-1-A).

In the same manner, the following compounds were

mA/cm?. The results are shown in Table A-8. 30 synthesized starting with the stoichiometric amounts of the
respective raw materials.
TABLE A-8 SnGeO; (compound B-1-B)
Current SnPbO; (compound B-1-C)
Run Density for Li (b) (© i -1-
No. Intercalation (mAh/g) W) @ 35 Sns%°-9Ge°-lo3 (compound B-1-D)
SnSig oPbg ;05 (compound B-1-E)
1 038 233 0.68 0.82 SnSi, sGey 505 (compound B-1-F)
SnSi, sPby sO; (compound B-1-G)
EXAMPLE A-7 AND COMPARATIVE o nGeosPby,0; (compound B-1-H)

EXAMPLE A-3

A coin battery was prepared in the same manner as in
Example A-2, except for using SnO or SnO, as a negative
electrode active material precursor. Fifty batteries for each
negative electrode active material were tested by repeating
charging and discharging 20 times at a current density of 5
mA/cm? and then disassembled. The negative electrode
pellet was taken out to 60% RH air and observed whether
spontaneous ignition would occur.

For comparison, the same test was conducted, except for
using a pellet (15 mm in diameter; 100 mg in weight) of an
Li—Al alloy as a negative electrode active material.

On comparing Examples A-1 to A-6 with Comparative
Example A-1, it was proved that the batteries using the
compounds according to the present invention have a high
discharge potential, satisfactory charge and discharge cycle
characteristics, and a high discharge capacity.

Further, the negative electrode active material precursors
of the present invention have a higher pellet density than that
of a calcined carbonaceous material (1.1 to 1.4). In particu-
lar, SnO or SnO,has a pellet density of 3.0 to 3.5, which is
about 2 to 3 times that of the latter, and also has about 2.5
times as high discharge capacity per unit weight as the latter.
Because the molecular weight per equivalent of the former
is twice that of the latter, it is seen that the discharge capacity
per volume of the negative electrode active material accord-
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SnSi, 5,0, 4, (compound B-1-I)
SnSi, ,0; 4 (compound B-1-J)
SnSi, ;0, (compound B-1-K)
PbSiO; (compound B-1-L)
PbGeO; (compound B-1-M)
PbSiy ¢Geg ;05 (compound B-1-N)

SYNTHESIS EXAMPLE B-2

Tin monoxide (13.5 g) and silicon dioxide (6.0 g) were
dry blended, put in an alumina crucible, heated up to 1000°
C. at a rate of 10° C./min in an argon atmosphere, calcined
at that temperature for 12 hours, and spread on a stainless
steel foil in an argon atmosphere for quenching. The result-
ing product was coarsely ground and further pulverized in a
jet mill to obtain SnSiO, having an average particle size of
5 pm (hereinafter designated as compound B-2-A).

SYNTHESIS EXAMPLE B-3

Tin dioxide (15.1 g) and silicon dioxide (0.6 g) were dry
blended, put in an alumina crucible, calcined at 1000° C. for
12 hours in air, cooled to room temperature, and taken out
of the calcination furnace to obtain SnSi, ; O, ». The calcined
product was pulverized in a jet mill to an average particle
size of 4 pm (hereinafter designated as compound B-3-A).
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In the samc manner, the following compounds were
synthesized starting with the stoichiometric amounts of the
respective raw materials.

SnSig 20, ¢ (compound B-3-B)

24
Collector:
A 80 pm thick net of SUS316 was welded to each of the
positive electrode case and the negative electrode case.
Electrolytic Solution;

5 200 Wl of a 1 mol/l solution of LiPF, in a 2:2:6 (by
d B-3- s
Sngemou (compound B-3-C) volume) mixture of ethylene carbonate, butylene carbonate
SnGey 30, ¢ (compound B-3-D) and dimethyl carbonate.
SnPby ;O ; (compound B-3-E) Separator:
SnPby, 0, ¢ (compound B-3-F) A finely porous polypropylene sheet and polypropylene
S$nSi, ;Geg ,0, 4 (compound B-3-G) 10 nonwoven fabric impregnated with the electrolytic solution.
SnSi ' Pb ’ o ' (compound B-1-H) The resulting lithium battery was subjected to a charge
S S'OA] 00'1 24 and discharge test under conditions of a constant current
n %001 2.02 (compound B-3-1) density of 0.75 mA/cm?, a cui-off voltage of 4.3 V in
SnSi, 505 {compound B-3-J) charging, and a cut-off voltage of 2.7 V in discharging. All
SnSi,O4 (compound B-3-K) 15 the tests were started with charging. The results obtained are
PbSi, ;0, , (compound B-3-L) shown in Table B-1.
PbGe, 50, ; (compound B-3-M) Symbols used in Table B-1 and Tables B-2 to B-7 here-
03720 inafter described have the following meanings:
GeSi, ;0,5 (compound B-3-N)
GeSi, ;0 compound B-3-O
037026 ¢ P ) 20 @... negative electrode active material of the
present invention
b)... discharge capacity of the first cycle (mAh/g-
SYNTHESIS EXAMPLE B-4 negative electrode active material)
. . . .. e disch tential (V
Tin monoxide (13.5 g) and silicon dioxide (0.6 g) were 8 . i;ﬁfjii;i&ﬁﬁﬁc‘lo(ﬁfelnufnb)er of the
dry blended, put in an alumina crucible, calcined at 350° C. 25 cycles at which the discharge capacity was
for 6 hours in an argon atmosphere, cooled to room tem- reduced to 60% of that of the first cycle)
perature, and taken out of the calcination furnace to obtain
SnSi, O, ,. The calcined product was pulverized in a jet
mill to an average particle size of 2 ym (compound B-4-A). TABLE B-1
In th.c same manner, the fqlloyving f:ompounds were 20 Run ) © @
synthesized starting with the stoichiometric amounts of the No. (a) (mAh/g) ) (cycles)
respective raw materials. . i o o -
SnSig 5,0, o, (compound B-4-B) 2 B-1.B 448 3.54 289
SnGe, , 0, , (compound B-4-C) 35 i g}—g jgg ggg 3(9)2
SnPby ; 0, , {compound B-4-D) 5 B-1-E 483 339 317
PbSig 50, ; (compound B-4-E) 6 B-1-g 4(6)2 3'451(5) gg(l)
7 B-1- 5 .
PbGe, ,0, , (compound B-4-F) 8 B-1-H 240 350 267
GeSiO; (compound B-4-G) 40 9 B-1-I 425 348 213
10 B-1-J 449 3.52 252
11 B-1-K 437 3.50 167
12 B-1-L 415 3.21 239
EXAMPLE B-1 13 B-1-M 389 325 248
A coin lithium battery having the structure shown in FIG. H BN 378 322 182
2 was assembled in a dry box (dry air; dew point: —40° to 45 . .
~70° C.) using the following materials. The results in Table B-1 reveal that the negative electrode
Electrode active material according to the present invention provides
A negative electrode active material mixture consisting of a nonaqueous secondary battery having excellent charge and
82% of each of compounds B-1-A to N synthesized in dlschmge cycle c_haractenstlcs, a high discharge potential,
Synthesis Example B-1, 8% of flake graphite and 4% of so 2and a high capacity.
acetylene black as conducting agents, and 6% of polyvi- EXAMPLE B-2
nylidene fluoride as a binder was compression molded to . )
obtain a negative electrode pellet of 13 mm in diameter and A coin battery was prepared and tesied in the same
22 mg in weight. Before use, the pellet was dried in the manner as 1in Run No. 1 of Examp.le B-1, except .fOT
above-described dry box by means of a far infrared heater at 55 replacing compound B-1-A as a negative electrode active
150° C. for 3 hours. material with compound B-2-A synthesized in Synthesis
Counter Electrode: Example B-2. The results obtained are shown in Table B-2.
A positive electrode active material mixture consisting of
82% of LiCoO, as a positive electrode active material, 8% TABLE B-2
of flake graphite, 4% of acetylene black, and 6% of tet- 60 Run ®) © @
rafluoroethylene was compression molded to obtain a pellet No. @) (mAh/g) V) (cycles)
of 13 mm in diameter. The weight of the pellet was decided >
according to the lithium intercalation capacity of the nega- ! B-2-A 2 35 331
tive electrode active material precursor, and the charge
capacity of LiCoO, was 170 mAh/g. Before use, the pellet 65 It is seen that the battery using the negative electrode

was dried in the same dry box as used above at 150° C. for
3 hours by means of a far infrared heater.

active material obtained by calcination followed by quench-
ing exhibits further improved charge and discharge cycle
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characteristics with a high discharge potential and a high
capacity. TABLE B-S
Run (b) (©) (@
No. (a) (mAh/g) V) (cycles)
5
EXAMPLE B-3 1 Sn0, 443 3.48 85
Coin batteries were prepared and tested in the same 2 S0 483 333 ”
manner as in Example B-1, except for replacing the com-
pound B-1 as a negative electrode active material with each It is seen that the use of the tin compound oxide according
of compounds B-3-A to B-3-O synthesized in Synthesis 10 to the present invention as a negative electrode active
Example B-3. The resuits obtained are shown in Table B-3. material provides a battery superior to that using SnO,or
SnO in terms of charge and discharge cycle characteristics
TABLE B-3 and capacity.
Run (b) © @ -
No, @ (mAN/g) s (eyces) 15 COMPARATIVE EXAMPLE B-2
A coin battery was prepared and tested in the same manner
1 B-3-A 442 3.50 186 . .
9 B-3-B 448 35 185 as in Example B-1, except for replacing the compound B-1
3 B-3-C 458 3.53 166 as a negative electrode active material with WO, or Fe,O,.
4 B-3-D 472 351 158 The results obtained are shown in Table B-6.
5 B-3-E 481 347 161 20
6 B-3-F 482 3.42 159
7 B-3-G 463 355 177 TABLE B-6
8 B-3-H 468 3.44 180
Run () ©) @
9 B-3-1 440 3.48 155
10 B3 428 354 137 No. @ (mAb/g) ™ (eycles)
11 B-3-K 444 3.55 142 25
12 B-3-L 485 334 141 é Pyz%z }gg gfé g
13 B-3-M 401 338 155 e :
14 B-3-N 417 3.62 170
15 B-3-0 394 3.65 127 It is apparent that the use of the tin compound oxide
according to the present invention as a negative electrode
; ; 30 active material provides a battery superior to that using WO
It can be seen that the battery using the negative electrode " -ralp Ty Sup ! g WO,
active material according to the present invention have 011; ezt03. 1“ tegnshof all of c?;rge émd dls.charge cycle
cxcellent charge and discharge cycle characteristics, a high characteristics, discharge potential, and capacity.
discharge potential, and a high capacity. N EXAMPLE B-5
A coin battery was prepared and tested in the same
EXAMPLE B-4 manner as in Run No. 1 of Example B-1, except for
replacing LiCoO, as a positive electrode active material
Coin batteries were prepared and tested in the same with LiNiO,, LiCoq 05V ,0502,67 or LiMn,Q,. The results
manner as in Example B-1, except for replacing the com- 40 obtained are shown in Table B-7.
pound B-1 as a negative electrode active material with each
of compounds B-4-A to B-4-G synthesized in Synthesis TABLE B-7
Example B-4. The results obtained are shown in Table B-4. Positive
Run  Electrode () © (G)]
TABLE B-4 45 No. Active Material (mAh/g) W) (cycles)
Run (b) © @ 1 LiCo0O, 488 3.51 327
No. (@ (mAh/g) )] (cycles) 2 LiNiO, 492 341 330
3 LiCog.95V0.0502.0 480 3.50 385
1 B-4-A 485 3.53 127 4  LiMn,O, 470 355 323
2 B-4-B 487 353 113 50
3 B-4-C 472 355 141
4 B-4-D 492 3.49 155 It is seen that the battery according to the present inven-
g g:f}f i‘;g g;é 1(1)2 tion is excellent in all of charge and discharge cycle char-
7 B-5.-G 418 333 12 acteristics, discharge potential, and discharge capacity
regardless of which of the above positive electrode active
. . 35 materials is used.
It can be seen that the battery using the negative electrode
active material according to the present invention has excel- EXAMPLE B-6
lent charge and discharge cycle characteristics, a high dis-
charge potential, and a high capacity. A mixture of 86% of compound B-1-A synthesized in
60 Synthesis Example B-1 as a negative electrode active mate-
rial, 6% of flake graphite, and 3% of acetylene black was
COMPARATIVE EXAMPLE B-1 mixed with 4% of an aqueous dispersion of a styrene-
butadiene rubber and 1% of carboxymethyl cellulose as
A coin battery was prepared and tested in the same binders. The mixture was kneaded together with water to
manner as in Example B-1, except for replacing the com- 65 prepare a slurry. The slurry was extrusion coated on both

pound B-1 as a negative electrode active material with
SnO,o0r SnO. The results obtained are shown in Table B-5.

sides of a 18 um thick copper foil and, after drying,
compressed by calendaring. The compressed sheet was cut
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to a prescribed size to prepare a 124 um thick negative
electrode sheet.

A mixture of 87% of LiCo0, as a positive electrode active
material, 6% of flake graphite, 3% of acetylene black, and,
as binders, 3% of an aqueous dispersion of polytetrafluoro-
ethylene and 1% of sodium polyacrylate was kneaded with
water, and the resulting slurry was applied on both sides of
a 20 pm thick aluminum foil, dried, compressed, and cut to
size in the same manner as described above to prepare a 220
um thick positive electrode sheet.

Anickel or aluminum lead was connected by spot welding
to the end of the negative electrode sheet or the positive
electrode sheet, respectively. Both the electrode sheets with
a lead were dried at 150° C. for 2 hours in dry air having a
dew point of not higher than —40° C.

Dried positive electrode sheet (8), finely porous polypro-
pylene film separator (Cell Guard 2400) (10), dried negative
electrode sheet (9), and separator (10) were laminated in this
order and rolled up by means of a winder.

The roll was put in cylindrical open-top battery case (11)
made of nickel-plated iron which also served as a negative
electrode terminal, and a 1 mol/l LiPF, solution in a 2:2:6
(by volume) mixture of ethylene carbonate, butylene car-
bonate, and dimethyl carbonate was poured into the case.
Battery cover (12) with a positive electrode terminal was
fitted into the top of case (11) via gasket (13) to prepare a
cylindrical battery. Positive electrode terminal (12) and
positive electrode sheet (8) were previously connected via a
lead terminal, and battery case (11) and negative electrode
sheet (9) were connected in the same way.

The cross section of the thus assembled cylindrical battery
is shown in FIG. 3. Numeral (14) is a safety valve. The
battery was subjected to a charge and discharge test under
conditions of 4.3 to 2.7 V and 1 mA/cm® The results
obtained are shown in Table B-8. In Table B-8, symbol (e)
means a discharge capacity per ml of a C size battery.

10

20

25

30

28
In the following Examples, SnO, GeO, GeO,, Si0,, PbO,
PbO,, Pb,0;, Pb;0,, Sb,0,, Sb,0,, Bi,05, WO, (compara-
tive), and Fe, O, (comparative) used as a negative electrode
active material are commercially available ones.

SYNTHESIS EXAMPLE C-1

Tin chloride and sodium hydroxide were reacted in an
aqueous solution to precipitate Sn(OH),. The precipitate
was calcined in air at 400° C. for 4 hours to synthesize rutile
type SnO, , which was ground in a mortar to an average
primary particle size of about 0.05 pm.

SYNTHESIS EXAMPLE C-2

Lithium carbonate (7.3 g) and tin dioxide (15.1 g) were
dry blended, put in an aluminum crucible, and calcined in air
at 1000° C. for 12 hours. After the calcination, the product
was cooled to room temperature to obtain Li,SiO;.

In the same manner, Li,GeO;, Li,PbO,;, Li;BiO,,
Li;SbO,, Li,ZnO,, LizInO,, Li,ZnSn,0¢, Li,MgSn,O,
Liy ,Sn0, 45, Li,SnO,, LigSnOs, and LigSnOg were pre-
pared using stoichiometrical amounts of the respective start-
ing materials.

SYNTHESIS EXAMPLE C-3

Lithium acetate dihydrate (10.2 g) and tin monoxide (13.5
g) were dry blended, put in a porcelain crucible, calcined in
an argon atmosphere at 350° C. for 24 hours, and cooled to
room temperature to synthesize Li,SnO,. The product was
pulverized in a jet mill to an average particle size of 2.5 pm.

In the same manner, Li,;Sn0O, 5, LigSnO,, and LigSnO4
were synthesized using stoichiometrical amounts of the
respective starting materials.

SYNTHESIS EXAMPLE C-+4

Silicon dioxide (2.60 g) and tin monoxide (1.16 g) were

TABLE B-8 dry blended, put in an alumina crucible, calcined in air at
= © © @ © 40 1000° C. for 12 hours, and rapidly cooled to room tempera-
un (3 . .
No. (mAB/g) W) (eycles) (mAh/ml) ture to synthesize amorphous and glassy SiSnO,.
1 450 3.54 550 360 SYNTHESIS EXAMPLE C-5
45 Lithium carbonate (2.26 g), tricobalt tetroxide (5.0 g), and

EXAMPLE B-8 AND COMPARATIVE
EXAMPLE B-3

Fifty coin batteries were prepared in the same manner as
in Run No. 1 of Example B-1 and subjected to a safety test
in the same manner as in Example A-7. As a result, none of
them ignited.

For comparison, the same test was conducted, except for
using a pellet (15 mm in diameter; 100 mg in weight)
prepared by using an Li—Al (80%-20%) alloy as a negative
electrode active material. As a result, 32 out of 50 ignited.

It can be seen from these results that the nonaqueous
secondary battery according to the present invention is of
high safety.

As described above, the nonaqueous secondary battery of
the present invention in which an Li-containing transition
metal oxide is used as a positive electrode active material
and at least one specific compound oxide as a negative
electrode active material exhibits a high discharge potential,
a high discharge capacity, excellent charge and discharge
cycle characteristics, and high safety.

50

60

65

germanium dioxide (0.19 g) were dry blended and calcined
in air at 900° C. for 18 hours to synthesize crystalline
LiCoGe, 430,. Average particle size: 4 pm.

SYNTHESIS EXAMPLE C-6

Lithium carbonate (2.26 g), tricobalt tetroxide (5.0 g), and
zirconium dioxide (0.16 g) were dry blended, and calcined
in air at 900° C. for 18 hours to synthesize crystalline
LiCoZr, ,0,. Average particle size: 5 um.

SYNTHESIS EXAMPLE C-7

Lithium carbonate (2.26 g), tricobalt tetroxide (5.0 g),
germanium dioxide (0.13 g), and zirconium dioxide (0.16 g)
were dry blended, and calcined in air at 900° C. for 18 hours
to synthesize crystalline LiCoGe, o,Zr, 5,0,. Average par-
ticle size: 4 um.

In the same manner, LiCoGej o0, LiCoGeg 60,,
LiCoZry 460,  LiCoZry 30,  LiCoTig 0., and
LiCoTig 0300, were synthesized as a positive electrode
active material by using stoichiometrical amounts of the
respective starting materials.
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SYNTHESIS EXAMPLE C-8
. . . TABLE C-1
Lithium carbonate (2.26 g) and tricobalt tetroxide (5.0 g)
were dry blended and calcined in air at 900° C. for 18 hours Aver- }?is'
. . . . s age charge
to synthesize crystalline LiCoO,. Average particle size: 5 5 Dis-  Capacity
pm. Positive Negative charge  at the
Electrode Electrode Po- 2nd Cycle
Active Active tential Cycle Charac-
SYNTHESIS EXAMPLE C-9 Material Material V) (mAh/g) teristics*

Lithium carbonate (1.20 g) and manganese dioxide (5.92 10 Comparison:

g) were dry blended and calcined in air at 800° C. for 12 LiCo0, wo, 320 160 015
hours to synthesize crystalline LiMn,O,. Average particle LiMn,0, WO, 3.15 145 0.16
size: 3 pm. LiNiy sCoq 50, WO, 315 140 0.16
LiCoO, SnO 3.52 480 0.08
LiCoO. SnO 3.52 470 0.07

15 . 2 2 ¥
LiMn,0, SnO 3.50 390 0.09
SYNTHESIS EXAMPLE C-10 LiNigsCop 50, $10 348 360 0.09
el . . LiCoO SnSO. 3.50 460 0.04

Lithium carbonate (2.26 g), tricobalt tetroxide (2.50 g),  [ico0, 14,50, 350 440 0.06
and nickel oxide (2.29 g) were dry blended and calcined in LiCoO, GeO, 3.46 229 -0.10
air at 800° C. for 20 hours to synthesize crystalline 20 Invention:

LiNig 5Coq sO,. Average particle size: 7 pm. LiCoGeq o0, $10 355 490 0.05

LiCoGey 60, S$no 355 482 0.06

EXAMPLE C-1 LiCoGeg 0505 %) 3.53 482 0.06

- LiCoZry 3,0 Sn0 3.55 515 0.05

LiCoZrz_zzO; Sno 3.55 505 0.06

A coin battery was assembled using the following mate- 25 LiCoZr, 50, Sn0 3.53 500 0.06
Ty

rials. LiCoGeg 0305 SnSi0, 3.55 482 0.03

o O S

A negative electrode active material mixture consisting of L;ngfo o0, S:Sifga 355 490 0.03
82% of a negative electrode active material precursor shown LiC0Zrg0,0, Li,Sn0;4 3.55 460 0.03
in Table C-1, 8% of flake graphite and 4% of acetylene black 30 LiC0Zry0,0, GeO, 350 265 -0.10
as conducting agents, and 6% of polyvinylidene fluoride as Egggg"-‘ng‘mgz i:lss]r?cs) ggg jgg g'gi
a binder was compression moided into a pellet of 13 mm in LiCoTipn0y " © S0 355 482 0.06
diameter and 22 mg in weight. Before use, the pellet was LiCoTig 050, Sn0 3.54 480 0.05
dried in a dry box (dry air; dew point: —40° to —70° C.) by L§C°Geo<osgz Sn02 3.54 475 0.05
means of a far infrared heater at 150° C. for about 3 hours. 35 Egggg"moz 32;}';2“ o ggi 23(5) 8'82
Counter Electrode: o e Pere i '

ositive electrode active material mixture consisting o Note: *(Discharge capacity of the 10th cycle — discharge capacity of the 1st

A positive el d i terial mixt ting of ¢ 3
82% of a positive electrode active material shown in Table cycle)/discharge capacity of the st cycle
C-1, 8% of flake graphite and 4% of acetylene black as
conducting agents, and 6% of tetrafluoroethylene as a binder 40
was compression molded into a pellet of 13 mm in diameter SYNTHESIS EXAMPLE C-11
and 110 mg in weight. Before use, the pellet was dried under Li,CO. and MnO. were mixed at a molar ratio of about

P . 2 3 2

télslls:gl:rFondluons as used for the negative electrode pellet. 1:4, and the mixture was calcined in air at 400° C. for 12
T hours to synthesize a spinel type lithium-manganese oxide
A SO um thick net of SU_S316 was welded to each of the 45 having the composition of Li,Mn,0q (or Liy gMn, -40.,)
ositive case and the negative case - LT A8 . 0887 1784
glectrolytic Solution : according to the present invention. An oxide of the same

Ui : oy - .
' . . . . composition could also be synthesized by calcining a 1:4 (by

200 pl of a 1 mol/l solution of LiPF, in a 2:2:6 (by 16y mixture of Li,CO, and MnCO, in air at 430° C. for
volume) mixed solvent of ethylene carbonate, butylene 5 hours
carbonate and dimethyl carbonate. 50 '

Separator:

A finely porous polypropylene sheet and polypropylene SYNTHESIS EXAMPLE C-12
nonwoven fabric impregnated with the electrolytic solution. . . .

The resulting lithium battery was subjected to a charge Li,CO; and MnO, were mixed at a molar ratio of about
and discharge test under conditions of a constant current ss 0-35:2,2and the mixture was calcined in air at 450° C. for 12
density of 0.75 mA/cm?, a cut-off voltage of 43 V in hou'rs to synthesize .a'spmel type lltlnum-mangax_'lese oxide
charging, and a cut-off voltage of 2.7 V in discharging. All having the composition of Li;,Mn,0, according to the
the tests were started with intercalation of lithium into the present invention.
negative electrode active material precursor of the present
invention. While more than 100 kinds of coin batteries were 60 SYNTHESIS EXAMPLE C-13
prepared and tested using a variety of combinations of a
negative electrode active material and a positive electrode Li,Mn,0Q, synthesized in Synthesis Example 11 and

g p 9 SYI y p
active material, the typical results are shown in Table C-1. A-MnO, were mixed at an Li:Mn atomic ratio of about 2:5,
It should therefore be understood that the combination of a and the mixture was calcined in air at 250° C. for 24 hours
negative electrode active material and a positive electrode 65 to synthesize a spinel type lithium-manganese oxide havin,

g p D yp g g

active material which can be used in the present invention
are not limited to those shown in the Table.

the composition of Li,Mn;O,, according to the present
invention.
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SYNTHESIS EXAMPLE C-14
TABLE C-2
Li,CO; and A-MnO, were mixed at an Li:Mn molar ratio
. i .. . L ° Discharge Capacity
of about 4:5, and the mixture was calcined in air at 430° C. Positi . .

K o ; i ositive Negative Capacity Average Cycle
for 12 hours to synthesize a lithium-manganese oxide having 5  Efectrode Electrode of the Discharge ~ Charac-
the composition of Li,Mn,0,, (or Li; ;5Mn, 4,0,) accord- Active Active 2nd Cycle  Potential  teristics
ing to the present invention ' ' Materizl Material (mAb/g) m (eycles)

Comparison:
10 LiMn,0, WO, 170 3.15 40
SYNTHESIS EXAMPLE C-15 LigeMn, 550, WO, 180 3.20 50
LiMn,0, SnO. 410 3.45 130
Li,Mn;O,, synthesized in Synthesis Example C-14 and LiMniO: Sn0 430 3.45 120
EMD were mixed at a molar ratio of about 1:10, and the LiMn,0, Li,Sn0; 420 3.45 125
mixture was calcined in air at 400° C. for 40 hours to Eng&; SnSi0s 425 346 135
synthesize a lithium-manganese oxide having the composi- 15 ————
tion of LiysMn, 430,. Alternatively, the same compound Li,Mns0,, Sn0, 430 3.50 130
: i : : - Li,Mn;0,, SnO 450 3.50 122
could be obtained by mixing Li,MnsO,, with CMD instead LiMnO LLSnO 440 350 130
of EMD at a molar ratio of 1:10 and calcining the mixture LiiMnjOii Sn25i033 445 315 135
at 400° C. for 24 hours. Li,Mn,0, SnO 445 3.50 120
20 Lip.Mn; 50,  SnO 455 3.50 120
LipsMn; g0,  SnO 450 3.50 120
LigagMn, o0,  SnO 460 3.50 120
SYNTHESIS EXAMPLE C-16 Li,Mn,Oq SnSi0, 440 3.52 150
Lip6Mn; g50,  SnSiOs 450 3.52 155
Li,Mns0,, synthesized in Synthesis Example C-14 and __ LiosMnigs0,  SnSiO, 445 3.53 150
. . ) 25 LipagMn, o0,  SnSiO, - 455 352 155
A-MnO, were mixed at a molar ratio of about 1:12, and the LigagMn, 505 Li,SnO; 435 350 145
mixture was calcined in air at 400° C. for 12 hours to LigssMn, g0,  Li,SnO, 440 3.50 145
synthesize a lithium-manganese oxide having the composi- II:foi\SAM“cz).sxo‘: Iéizgnoz ggg g-ig ;gg
tion of Lig ,sMn; g0, according to the present invention. L:z 437“1";904 Gzoz 270 3.40 510
The manganese oxides synthesized in Synthesis 3¢
fes C-11 - i i . i .
Exz'lmp s C-1 .to.C 16 arc represented by Li;0(MnG,), in The results in Table C-2 prove that the lithium ion
which x falls within a range of 2 to 9. . .
nonaqueous secondary batteries prepared from a combina-
tion of the negative electrode active material according to
35 the present invention and a spinel type lithium-manganese
EXAMPLE C-2 double oxide as a positive electrode active material are
A positive electrode pellet (active material content: 16.4 superior in discharge capacity and cycle characteristics to
mg) and a negative electrode pellet (active material content: conventional batteries using a combination of a metal oxide
85 mg) were prepared in the same manner as in Example type negative electrode active material and a manganese
C-1, except for using the active materials shown in Table 40 OXide as a positive electrode active material.
C-2. The negative electrode active material according to the
A 80 um thick net of SUS316 as a collector was welded present invention can be obtained by electrochemically
to each of positive and negative cases. 1nt§rca1at1ng l'lat]hmm ions into ;nh oxll.dg-(a negatlve a(lale.ctrod.e
As an lecuolyti souton, 250l of a 1 molf solaionof 45 Ze 8 EER DO e
LiPFg in a 1:1 (by volume) mixed solvent of ethylene . . .p 8
. . . (for example, until the X-ray diffraction pattern changes)
carbonate and diethylene carbonate was infiltrated into a . . .
separator composed of a finely porous polypropylene sheet and also until the thus changed basic structure of the Li
P g ion-containing oxide undergoes substantially no change
and polypropylene nonwoven fabric. The positive electrode . : . .

. during charging and discharging (for example, the X-ray
pellet and the negative electrode pellet was set on the 50 . . g . .

- . diffraction pattern of the Li-containing oxide does not
respective collector, and the positive electrode case and the . . .

. . change substantially). The change in basic structure means
negative electrode case were fitted to each other with the change from a certain crystal structure to a different crvstal
separator therebetween in a dry box to prepare a coin lithium g Y i
battery structure or from a crystal structure to an amorphous struc-

. iy . . 55 ture.
The resulting lithium battery was subjected to a charge L . .

. & Y J g The lithium nonaqueous secondary batteries in which an
and discharge test under conditions of a constant current :
density of 0.75 em?. a cut-off voltage of 43 V in oxide of a metal selected fr_om the group IIIB, IVB and VB
charg’y anci Loff voilage of 2.7V i gd b " All elements is used as a negative electrode active material and

1ng, and a cul-oft voil -/ V10 dISCHArgIng. a compound oxide containing cobalt and a metal selected
tlrlle tests.wer;e bsltanéd;rolm i}liarg;ﬂfl- Tlf?dr.es;lllts obtamed.ar’e, 60 from the group IIB, IVB and VB elements or a spinel type
shown in lable C-2. In the lable, “discharge capacity lithium-manganese compound oxide is used as a positive
means the capacity per unit weight of the negative electrode electrode active material have a high discharge capacity and
active material up to the time when the discharge was a high charging and discharging efficiency as well as high

1 6% : . . 29 g g g y - g
terminated at 1.8 V, and “capacity cycle characteristics safety and satisfactory cycle characteristics owing to the
means the number of cycles required for the discharge 65 properties of the negative electrode active material. In

capacity to be reduced to 60% of the initial discharge
capacity.

addition, use of inexpensive manganese brings about an
economical advantage.
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SYNTHESIS EXAMPLE D-1
Tin monoxide (13.5 g) and silicon dioxide (6.0 g) were

dry blended, put in an alumina crucible, heated up to 1000°
C. at arate of 15° C./min in an argon atmosphere, calcined

34

In the same manner as above, the following compounds
were synthesized using stoichiometrical amounts of the
respective starting materials.

SnSig 30, 5 (compound D-3-B; B/A=2.4)

5
at that temperature for 12 hours, cooled to room temperature SnGeg ,0, , (compound D-3-C; B/A=7.4)
at a rate of 10° C./min, and taken out of the calcination SnGe, 30, ¢ (compound D-3-D; B/A=4.7)
.furna(.:c to 9btaiq SnSiO;. The calcined-prodl}ct was pulver- SnPby, ,0, , (compound D-3-E; B/A=7.5)
ized in a jet mill to an average particle size of 4.5 um StPb,, ,0, ¢ (compound D-3-F; B/A=16.5)
(hereinafter designated as compound D-1-A). e
. . 10 SnSi, ,Gey ;0,, (compound D-3-G; B/A=9.5)
The X-ray diffraction pattern (CuKa rays) of compound SnSi ) Pb : 0 d D-3-H: B/A=29 1
D-1-A is shown in FIG. 1. The pattern shows a broad peak 1510,1500.102.4 (compound D-3-H; =29.1)
centered at about 28° (20) with no diffraction assigned to Sn8iy ;05 0, (compound D-3-I; B/A=7.1)
crystal properties between 40° and 70° (20). SnSi; ;05 (compound D-3-J; B/A=0)
The following compounds were also synthesized in the 15 SnSi,04 (compound D-3-K; B/A=0)
same manner as descriped aboye using .stoichiometn'cal PbSi, 0, , (compound D-3-L; B/A=5.3)
amounts of the respective starting materials. The X'-ra.y PbGe, 50, ; (compound D-3-M; B/A=2.3)
diffraction pattern (CuKa rays) of these compounds simi- Lo d D3N: -0
larly exhibited a broad scattering band with its peak between GCSTOJOM (compound D-3-N; B/A=0)
20° and 40° (20). The diffraction intensity of the peak of the 20 ~ GeSig 20, ¢ (compound D-3-O; B/A=0)
broad scattering band appearing between 20° and 40° (20) is SnP, 50, 55 (compound D-3-P; B/A=1.4)
taken as A, and the strongest intensity of any diffraction line SnB, 50, 45 (compound D-3-Q; B/A=6.4)
assigned to crystal properties which may appear between
40° and 70° (26) is taken as B (B=0 where no diffraction SYNTHESIS EXAMPLE D-4
afflg“ed to hcrYSta}thg’Pemes OCZ‘“S) ghe B/A value is 25 1y monoxide (13.5 g), 4.8 g of silicon dioxide, and 1.42
shown together with the compound number. g of diphosphorus pentoxide, each weighed in dry air having
SnGeO; (compound D-1-B; B/A=0) a dew point of —50° C., were dry blended in a ball mill in the
SnSi; gPy 105 (compound D-1-C; B/A=0) same dry air. The mixture was put in an alumina crucible,
SnSi, ¢Gey ;05 (compound D-1-D; B/A=0) heated to 1100° C. at a rate of 10° C./min in an argon
o ) ’ 30" atmosphere, calcined at that temperature for 10 hours, and
SnSi, oPbg ;05 (compound D-1-E; B/A=0) atmosphere, P ) » an
SnSi. .Ge. .0 d D-1-F: B/A=0 cooled to room temperature at a rate of 8.3° C./min to obtain
n f0~5 €605 (compound D-1-F; =0) a glassy compound. The compound was pulverized in a jet
SnSig sPby 505 (compound D-1-G; B/A=0.3) mill and air-classified to obtain compound D-4-A having an
SnGe, 4Pb, ;05 (compound D-1-H; B/A=0) 45 average particle size of 4 um. The B/A ratio in the X-ray
SnSi, g0, , (compound D-1-I; B/A=0.1) diffraction pattern was 0.
SnSi, ,0; 4 (compound D-1-J; B/A=0) In the same manner as described above, the following
SnSi. .0 ‘(compound D-1-K; B/A=0) compounds were synthesized using stoichiometrical
PbS'g ¢ 4 D-1L: B’ IA=0 amounts of the respective starting materials (Al,O5 and
iO; (compound D-1-L; =0) 40 Sb20; were used as an Al source and an Sb source, respec-
PbGeO; (compound D-1-M; B/A=0) tively).
PbSig 9Geg 05 (compound D-1-N; B/A=0) SnSi; 6Py 105 05 (compound D-4-B; B/A=0)
SnPO; 5 (compound D-1-O; B/A=0) SnSiy 4Py 505 15 (compound D-4-C; B/A=0)
SnBO, 5 (compound D-1-P; B/A=0) Sn8i, 5Py 503 55 (compound D-4-D; B/A=0)
SnSiy40, g (compound D-1-Q; B/A=0) 5 SnSiy Py 05 4 (compound D-4-E; B/A=0)
SnSi, Py 1 Sby 105 (compound D-4-F; B/A=0.5)
SYNTHESIS EXAMPLE D-2
SYNTHESIS EXAMPLE D-5
Tin monoxide (1.35 g) and silicon dioxide (0.6 g) were ) . . L
dry blended, put in an alumina crucible, heated up to 1000° 50 1in monoxide (10.78 g), 3.6 g of silicon dioxide, 4.11 g
C. at a rate of 15° C./min in an argon atmosphere, calcined of stannous pyrophosphate, and 2.1 g of germanium dioxide
at that temperature for 10 hours, and quenched by spreading were dry blended in a ball mill. ;Fhe Tixture was g“t 1n an
on a stainless steel foil in an argon atmosphere. The calcined alumina crucible, heated to 1100° C. at a rate of 10° C./min
product (SnSiO,) was coarsely ground and then pulverized in an argon atmosp}}ere, and calcined at that temperature .for
in a jet mill to an average particle size of 3.5 um (hereinafter 55 10 hours. The calcined product was quenched by pouring
designated as compound D-2-A). The B/A ratio in the X-ray into water in an argon atmosphere to obtain a glassy com-
diffraction pattern was 9.5. pound. The compound was wet ground in a ball mill using
water as a grinding medium, and the slurry was passed
through a sieve of 25 um to remove coarse particles. Water
SYNTHESIS EXAMPLE D-3 60 Wwas removed by decantation, and the solid was dried at 150°
Tin dioxide (15.1 g) and silicon dioxide (0.6 g) were dry ~ C- for 1 hour to obtain compound D-5-A having an average
blended, put in an alumina crucible, calcined at 1200° C. for ~ particle size of 3.1 pm. The B/A ratio in the X-ray diffraction
10 hours, cooled to room temperature, and taken out of the pattern was 0.
furnace to obtain SnSij;0,,. The calcined product was In the same manner as described above, the following
pulverized in a jet mill to an average particle size of 4 pm 65 compounds were synthesized using stoichiometrical

(hereinafter designated as compound D-3-A). The B/A ratio
in the X-ray diffraction pattern was 0.

amounts of the respective starting materials. Al,O; was used
as an aluminum source.
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SnSig ,Geg 1Py 205, (compound D-5-B; B/A=0)
SnSi; ¢Geg 4Pg 105 25 (compound D-5-C; B/A=0)
SnSi, ,Geg 1P 70535 (compound D-5-D; B/A=0)
SnSi, P 1Aly ;05 (compound D-5-E; B/A=0)

36

-continued

©)...
...

average discharge potential (V)
cycle characteristics (the number of cycles
at which the discharge capacity was reduced

5 to 60% of the initial discharge capacity).
SnSi, gPg,Aly ;O3 55 (compound D-5-F; B/A=0)
SnSi, P, Al 20, o (compound D-5-G; B/A=0)

lo6" 0.1 0320 P . i TABLE D-1
SnSig Py Al 105 ; (compound D-5-H; B/A=0)

i -5-1; = Run () (c) @
SnSTostAlo'lO&5 (compound D-5-1; B/A=1.5) 10 No. @ (mAbg) s (eyees)
SnSig gPy ,03; (compound D-5-J; B/A=0)

. . 1 -1-A .
SnSiy 4P 4Al, ,0; 5 (compound D-5-K; B/A=0) 5 DA P > 5
SnSiy 1Py Aly ;05 ¢ (compound D-5-L; B/A=0) 3 D-1-C 493 3.30 311

. 4 D-1-D 470 3.59 300
Sn8i; gAlg 2P 203 4 (compound D-5-M; B/A=0) 15 5 D-1-E 484 3.40 296
SnSi, ;Alg 5Py 305 45 (compound D-5-N; B/A=0) s gllg g(l) 252 304

: -1- 4 224
SnSi 4Alo 2P5.603 ¢ (compound D-5-0; B/A=0) 8 D1-H 428 353 268
SnPAl, ;05 ¢5 (compound D-5-P; B/A=0) 9 D-1-I 501 3.47 207

10 D-1J 453 3.47 311

20 11 D-1-K 451 3.50 268

12 D-1-L 421 3.29 246

EXAMPLE D-1 13 D-1-M 395 3.21 262

14 D-1-N 380 3.27 290

A coin-shaped nonaqueous battery having the structure 15 D-1-0 462 3.54 302
shown in FIG. 2 was assembled in a dry box (dew point: 25 13 ][3):11:(}; j;é gii ggg

—40° to —70° C.; dry air) using the following materials.
Electrode:

A negative electrode active material mixture consisting of
82% of each of compounds D-1-A to D-1-Q synthesized in
Synthesis Example D-1, 8% of flake graphite and 4% of
acetylene black as conducting agents, and 6% of polyvi-
nylidene fluoride as a binder was compression molded into
a pellet of 13 mm in diameter and 22 mg in weight. Before
use, the pellet was dried in the above-described dry box by
means of a far infrared heater at 150° C. for 3 hours.
Counter Electrode:

A positive electrode active material mixture consisting of
82% of LiCoO, as a positive electrode active material, 8%
of flake graphite, 4% of acetylene black, and 6% of tet-
rafluorocthylene was compression molded to obtain a pellet

35

It is seen from these results that the negative electrode
active material according to the present invention provides
anonaqueous secondary battery having excellent charge and
discharge cycle characteristics with a high discharge poten-
tial and a high capacity.

EXAMPLE D-2

A coin battery was prepared and tested in the same
manner as in Example D-1, except for using compound
D-2-A synthesized in Synthesis Example D-2 as a negative
electrode active material. The results obtained are shown in
Table D-2.

of 13 mm in diameter (the weight was decided according to 40 TABLE D-2
the lithium intercalation capacity of the compound D-1). The
charge capacity of LiCoO, was 170 mAh/g. Before use, the Run ®) © (@
pellet was dried in the same dry box as used above at 150° No. @ (mAh/g) V) (eycles)
g. 1flor 3 hours by means of a far infrared heater. 45 1 D-2-A 544 35 377
ollector:
A 80 um thick net of SUS316 was welded to each of the . . .
positive case and the negative case. I.t is seen that th.e battery using the negative electrode
Electrolytic Solution: active material obtained by calcination followed by quench-
200 pl of a 1 mol/l solution of LiPF, in a 2:2:6 (by 108 exhibits further improved charge and discharge cycle
volume) mixed solvent of ethylene carbonate, butylene 50 charac':tensucs with a high discharge potential and a high
carbonate and dimethy! carbonate. capacity.
Separator:
A finely porous polypropylene sheet and polypropylene EXAMPLE D-3
nonwoven fabric impregnated with the electrolytic solution. 55 Coin batteries were prepared and tested in the same

The resulting nonaqueous battery was subjected to a
charge and discharge test under conditions of a constant
current density of 0.75 mA/cm?® and a voltage between 4.3
V and 2.7 V. All the tests were started with charging. The
results obtained are shown in Table D-1.

manner as in Example D-1, except for replacing the com-
pound D-1 with each of compounds D-3-A to D-3-Q syn-
thesized in Synthesis Example D-3 as a negative electrode
active material. The results obtained are shown in Table D-3.

Symbols used in Table D-1 and Tables D-2 to D-10 90
4 . . TABLE D-3
hereinafter shown have the following meanings:
Run ®) (©) @
No. (a) (mAl/g) V) (cycles)
(@... negative clectrode active material of the
present invention 65 1 D-3-A 449 348 196
... discharge capacity of the first cycle (mAh/g- 2 D-3-B 453 3.51 197
negative electrode active material) 3 D-3-C 459 3.51 177
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TABLE D-3-continued

Run ) (©) (@
No. (a) (mAh/g) V) (cycles)

4 D-3-D 478 3.53 163

5 D-3-E 487 345 169

6 D-3-F 489 348 164

7 D-3-G 471 3.51 182

8 D-3-H 475 342 155

9 D-3-1 448 344 197
10 D-3-1 431 3.50 255
11 D-3-K 409 3,51 251
12 D-3-L 492 338 189
13 D-3-M 409 342 202
14 D-3-N 421 3.61 279
15 D-3-0 401 3.68 288
16 D-3-P 457 3.40 212
17 D-3-Q 463 341 211

It can be seen that the batteries using the negative elec-
trode active material according to the present invention have
excellent charge and discharge cycle characteristics, a high
discharge potential, and a high capacity.

COMPARATIVE EXAMPLE D-1

A coin battery was prepared and tested in the same
manner as in Example D-1, except for using, as a negative
electrode active material, SnO,or SnO. The SnO, and SnO
used here showed no broad scattering band assigned to
amorphous properties in its X-ray diffractometry using

CuKa rays. The results obtained are shown in Table D-4.
TABLE D-4
Run (b) (c) (G
No. (a) (mAh/g) V) (cycles)
1 Sn0O, 443 3.48 85
2 SnO 483 3.53 73

It is apparent that the use of the tin compound oxide
according to the present invention as a negative electrode
active material provides a battery superior to that using
SnO, or SnO in terms of charge and discharge cycle
characteristics and capacity.

COMPARATIVE EXAMPLE D-2

A coin battery was prepared and tested in the same
manner as in Example D-1, except for using, as a negative
electrode active material, Fe,O,;, amorphous V,Os, or
LiCoVO,. The results obtained are shown in Table D-5.

TABLE D-5
Run ®) © (@
No. (a) (mAb/g) V) (cycles)
1 Fe,04 109 3.16 13
2 V505 82 2.83 82
3 LiCoO, 256 291 102

It is seen that the battery using the tin compound oxide
according to the present invention as a negative electrode
active material is superior to that using Fe,O,, amorphous
V,0s, or LiCoVO, in terms of charge and discharge cycle
characteristics, discharge potential, and discharge capacity.

EXAMPLE D-4

A coin nonaqueous secondary battery was prepared and
tested in the same manner as in Run No. 1 of Example D-1,
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except for replacing LiCoO, with each of the positive
electrode active materials shown in Table D-6. The results
obtained are shown in Table D-6.

TABLE D-6
Positive
Run Electrode (b) {c) (d)
No. Active Material (mAh/g) V) (cycles)
1 LiCoO, 493 35 335
2 LiNiO, 497 3.39 340
3 LiCoyos5V0.0502.0 485 3.49 390
4 LiMn,0, 474 3.54 329
5 LiMnO, 505 331 330

It is seen that the negative electrode active material of the
present invention provides a nonaqueous secondary battery
excellent in all of charge and discharge cycle characteristics,
discharge potential, and discharge capacity regardless of
which of these positive electrode active materials is used.

EXAMPLE D-5

A mixture of 86% of compound D-1-A synthesized in
Synthesis Example D-! as a negative electrode active mate-
rial, 6% of flake graphite, and 3% of acetylene black was
mixed with 4% of an aqueous dispersion of a styrene-
butadiene rubber and 1% of carboxymethyl cellulose as
binders. The mixture was kneaded together with water to
prepare a slurry. The slurry was extrusion coated on both
sides of a 18 um thick copper foil and, after drying,
compressed by calendaring. The compressed sheet was cut
to a prescribed size to prepare a 124 pm thick negative
electrode sheet.

A mixture of 87% of LiCoO, as a positive electrode active
material, 6% of flake graphite, 3% of acetylene black, and,
as binders, 3% of an aqueous dispersion of polytetrafluoro-
ethylene and 1% of sodium polyacrylate was kneaded with
water, and the resulting slurry was applied on both sides of
a 20 pm thick aluminum foil, dried, compressed, and cut to
size in the same manner as described above to prepare a 220
um thick positive electrode sheet.

A nickel or aluminum lead was connected by spot welding
to the end of the negative electrode sheet or the positive
electrode sheet, respectively. Both the electrode sheets with
a lead were dried at 150° C. for 2 hours in dry air having a
dew point of not higher than —40° C.

Dried positive electrode sheet (8), finely porous polypro-
pylene film separator (Cell Guard 2400) (10), dried negative
electrode sheet (9), and separator (10) were laminated in this
order and rolled up by means of a winder.

The roll was put in cylindrical open-top battery case (11)
made of nickel-plated iron which also served as a negative
electrode terminal, and a 1 mol/l LiPF, solution in a 2:2:6
(by volume) mixture of ethylene carbonate, butylene car-
bonate, and dimethyl carbonate was poured into the case.
Battery cover (12) with a positive electrode terminal was
fitted into the top of case (11) via gasket (13) to prepare a
cylindrical battery. Positive electrode terminal (12) and
positive electrode sheet (8) were previously connected via a
lead terminal, and battery case (11) and negative electrode
sheet (9) were connected in the same way.

The cross section of the thus assembled cylindrical battery
is shown in FIG. 3. Numeral (14) is a safety valve. The
resulting battery was tested in the same manner as in
Example D-1. The results obtained are shown in Table D-7.
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In Table D-7, symbol (e) means a discharge capacity per ml
of a C size balttery. TABLE D-9
Run Q) (©) (@
TABLE D-7 No. (a) (mAh/g) V) (cycles)
5
Run ®) () (@) ©
1 D-4-A 500 3.50 350
No. (mAh/g) V) (cycles) (mAh/ml) 5 D-4-B 205 351 344
3 D-4-C 515 3.51 367
1 498 3.56 570 366 2 DAD s16 350 359
5 D-4-E 510 3.49 348
10 6 D-4-F 520 3.53 370
7 D-5-A 540 3.51 376
8 D-5-B 545 3.48 374
EXAMPLE D-6 AND COMPARATIVE 9 D-5-C 535 3.51 378
EXAMPLE D-3 10 D-5-D 540 3.52 374
11 D-5-E 545 3.51 385
Fifty coin batteries were prepared in the same manner as 15 g DDgg 22(5) gg% ggg
in Exar_nple. D-1 using each of compounds D-1-A to Q 14 D-5.H 557 351 168
synthesized in Synthesis Example D-1, compounds D-4-Ato 15 D-5-1 548 3.52 388
F synthesized in Synthesis Example D-4, and compound 16 D-5-] 510 3.52 354
D-5-A 1o P synthesized in Synthesis Example D-5 as a }; g'g'f ggg ggf g;g
negative clectrode active material and subjected to a safety 9o 19 D-5M 360 351 387
test in the same manner as in Example A-7. As a result none 20 D-5-N 558 3.51 173
of them ignited. 21 D-5-0 557 3.51 383
For comparison, the same test was conducted, except for 2 D-sP 562 352 372
using a pellet (15 mm in diameter; 100 mg in weight) of an
Li—Al (80%-20%) alloy as a negative electrode active 25 The results prove that the negative electrode active mate-
material. As a result, 32 out of 50 ignited. rials which can be used in the present invention provide a
It can be seen from thesc results that the nonaqueous ~ nonaqueous secondary battery with excellent charge and
secondary battery according to the present invention are of discharge cycle characteristics, a high discharge potential,
high safety. and a high capacity. It is also seen that batteries using a
30 P-containing compound as a negative electrode active mate-

COMPARATIVE EXAMPLE D-4

SnSiO; (compound D-1-A) synthesized in Synthesis
Example D-1 was heat treated at 700° C. for 2 hours and
cooled to room temperature to obtain crystalline SnSiO,.
The X-ray diffraction pattern of the product showed no peak
assigned to amorphous properties. A coin battery was pre-
pared and tested in the same manner as in Example D-1,
except for using the thus prepared crystalline SnSiO; as a
negative electrode active material. The results of the charge
and discharge test are shown in Table D-8.
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rial are particularly excellent in charge and discharge cycle
characteristics.

EXAMPLE D-8

A coin battery was prepared and tested in the same
manner as in Example D-4, except for replacing compound
D-1-A as a negative electrode active material with each of
compounds D-4-A to F synthesized in Synthesis Example
D-4 and compounds D-5-A to P synthesized in Synthesis
Example D-5. The results of the charge and discharge test
are shown in Table D-10. In Table D-10, symbol (e) has the
same meaning as in Table D-7.

TABLE D-8
45 TABLE D-10
Run (b) © (d)

No. (a) (mAh/g) V) (cycles) Run (b) ©) ) ()

No. (a) (mAh/g) V) (cycles) (mAh/ml)

1 SnSi0, 44] 3.48 95

(crystalline) 1  D4A 502 3.56 570 368
2 D-4-B 498 3.57 560 366
50 3 D4C 518 3.57 575 381
It can be seen that the nonaqueous secondary battery 4  D-4-D 518 3.55 580 380
prepared by using the amorphous tin compound oxide of the g g‘i‘i: géé ggg ggf g;?
present invention as a negative electrode active material is 7 DS5A 543 358 580 399
superior in charge and discharge cycle characteristics and 8 D-5B 549 3.54 581 403
capacity to that prepared by using a crystalline tin compound 55 9 D35C 540 3.57 584 397
oxide 10 D5D 543 3.58 582 399
’ 11 D-5-E 551 3.56 591 405
12 DS5F 553 3.56 593 406
13 D-5-G 560 3.56 574 412
14 DS5H 562 3.57 577 413
EXAMPLE D-7 60 15 D51 553 3.57 595 406
A coin battery was prepared and tested in the same 13 3:55_}1( gég ggg g;g z31(7)g
manner as in Run No. 1 of Examp.le D-1, except for 18  D5.L 553 356 570 406
replacing compound D-1-A as a negative electrode active 19 D5M 562 3.55 596 413
material with each of compounds D-4-A to F synthesized in 3(1) g"g'g ggg g-gg ;gg jﬁ’-
Synthesis Example D-4 and compounds D-5-A to P synthe- 65 22 Dsp 61 3.56 S84 413

sized in Synthesis Example D-5. The results of the charge
and discharge test are shown in Table D-9.
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As described above, the use of an Li-containing transition
metal oxide as a positive electrode active material and at
least one specific compound oxide as a negative electrode
active material affords a nonaqueous secondary battery

42
SYNTHESIS EXAMPLE E-5
A uniform mixture of SnO, PbO,, and SnF, at a molar

ratio of 0.8:1.0:0.2, totally weighing 20 g, was calcined in an
argon atmosphere at 1000° C. for 6 hours and cooled to room

having a high discharge potential, a high discharge capacity 5 . :
and excellent charge and discharge cycle characteristics. temperature over a period of 2.hours o obtain an amorph.ous
Sn0, GeO,, and PbO, used in the following Examplesare ~ S0ic: S1POF0.40, 5 The calcined product was ground in a
> 2 grinding machine and sieved to obtain a powdered negative
commercially available ones. electrode active material precursor having an average par-
SYNTHESIS EXAMPLE E-1 1o ticle size of about 8 um.

A uniform mixture of SnO and SnF, at a molar ratio of SYNTHESIS EXAMPLE E-6
0.9:0.1, totally weighing 20 g, was calcined in an argon . it
atmosphere at 950° C. for 6g hours and cooled to rogom .A dry mixture of 2.26 g of 11th1u_m ca.rbonatfa, ?'0 g of
temperature over a period of 2 hours to obtain SnF, ,0¢¢. 15 tncqbalt t.etrO).ude, and 00'16 g of zirconium dioxide was
The calcined product was ground in a grinding machine and calcmeq n air at 900° C. for. _18 hours to S,Y“th“‘ze
sieved to obtain a powdered negative electrode active mate- cry. stalline L1C(?Zr0.0202 as a positive electrode active mate-
rial precursor having an average particle size of about 10 rial. The regultmg product was grot}nd to obtain a brown
um. powder having an average particle size of 5 pm.

20
SYNTHESIS EXAMPLE E-2 SYNTHESIS EXAMPLE E-7

A uniform mixture of SnO, 8i0,, and SnF, at a molar A dry mixture of 1.20 g of lithium carbonate and 5.92 g
ratio of 0.8:1.0:0.2, totally weighing 20 g, was calcined in an of manganese dioxide was calcined in air at 800° C. for 12
argon atmosphere at 1000° C. for 6 hours and cooled to room hours to synthesize crystalline LiMn,0, as a positive elec-
temperature over a period of 2 hours to obtain glassy 2° trode active material. Average particle size: 3 pm.
amorphous SnSiF, ,0,¢ as a yellow solid. The calcined
product was ground in a grinding machine and sieved to EXAMPLE E-1
obtain a powdered negative electrode active material pre-
cursor having an average particle size of about 5 um. Electrode:. . S -

. e . .. 30 A negative electrode active material mixture consisting of

Alternatively, a 5% acidic aqueous solution containing 82% of each of the negative electrode active material
fvrilt(ljxlzazrlll(iosgscﬁnﬁni) Irlrilglavf/ }iﬁtelxos(t)ifngfg:.l -ghtait?fﬁrﬁ;mjzi precursors shown in Table E-1, 8% of flake graphite and 4%
continued for an additional period of 4 hours while keeping of z?cetylene b-l ack as cqnductmg agents, anfi 6% of p olyv1-

o b - nylidene fluoride as a binder was compression molded into
at 1180 éob 9%1 C‘Z and (;h;,tgu,s formed p;g(ggl(t:at? wzaz 35 a pellet of 13 mm in diameter and 22 mg in weight. For
o o oo S 50n .4 el powder. The powder_S0PATIYE negativ lotode gctive matealscoke (LCP-
was mixed with SnF, at a molar ratio of 1:0.2. A 20 g portion ?};g’er c{vlg:e W e}rle er%o_n teel Chemical Co., Ltd.) and rutile
of the mixture was heat treated at 1000° C. for 1 hour in an Counter Electrode:
argon atmosphere to obtain glassy amorphous SnSiF, 40,5 4, A positive electrode active material mixture consisting of
as a yellow solid. 82% of each of the positive electrode active materials shown

' in Table E-1, 8% of flake graphite, 4% of acetylene black,
SYNTHESIS EXAMPLE E-3 and 6% of tetrafluoroethylene was compression molded to

A uniform mixture of SnO, SiO,, SnF,, and GeO, at a obtain a pellet of 13 mm in diameter and 110 mg in weight.
molar ratio of 0.8:1.0:0.2:0.1, totally weighing 20 g, was 45 The negative electrode pellet and the positive electrode
calcined in an argon atmosphere at 1000° C. for 6 hours and pellet were dried in a dry box (dir air; dew point: —40° to
cooled to room temperature over a period of 2 hours to —70° C.) at 150° C. for about 3 hours by means of a far
obtain glassy amorphous SnSiGe,,F,,0;, as a yellow  infrared heater.
solid. The calcined product was ground in a grinding Collector:
machine and sieved to obtain a powdered negative electrode 50 A 80 um thick net of SUS316 was welded to each of a
active material precursor having an average particle size of positive case and a negative case.
about 6 pm. Electrolytic Solution: .

In the same manner as described above but using sto- 200 O,f a 1 mol/l solution of LiPF, in a 2:2:6 (by
ichiometrical amounts of the respective raw materials, volume) rmxed. solvent of ethylene carbonate, butylene
SnSiTio_lFvo:;‘_o, SnSiA10'1F0.403.0, SnSiFeo_lF0_4O3.o, and 55 CarbOnate. and dlmethy] carbonate.

SnSiZn, ,Fey 405 o were synthesized. Separator:
A finely porous polypropylene sheet and polypropylene
SYNTHESIS EXAMPLE E-4 nonwoven fabric impregnated with the electrolytic solution.
The positive electrode case and the negative electrode

A uniform mixture of SnO, GeO,, and SnF, at a molar 60 case were fitted to each other to prepare a coin lithium
ratio of 0.8:1.0:0.2, totally weighing 20 g, was calcined in an battery.
argon atmosphere at 1000° C. for 6 hours and cooled to room The resulting coin battery was subjected to a charge and
temperature over a period of 2 hours to obtain glassy discharge test under conditions of a constant current density
amorphous SnGeF, ,0, ; as a yellow solid. The calcined of 0.75 mA/cm?, a cut-off voltage of 4.3 V in charging, and
product was ground in a grinding machine and sieved to 65 a cut-off voltage of 2.7 V in discharging. All the tests were

obtain a powdered negative electrode active material pre-
cursor having an average particle size of about 4 pm.

started with lithium intercalation into the negative electrode
active material precursor. While more than 50 kinds of coin
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batteries were prepared and tested using a variety of com-
binations of a negative electrode active material and a
positive electrode active material, only the typical results are
shown in Table E-1. It should therefore be understood that
the combination of a negative electrode active material and
a positive electrode active material which can be used in the
present invention is not limited to those shown in Table E-1.

active material mainly comprises a compound represented
by formula (I):

44
MM2MY, M
wherein M! and M2, which are different from each other,
each reyresent at least one of Si, Ge, Sn, Pb, P, B, Al, As, and
Sb; M" represents at least one of O, S, Se, and Te; p
represents a number of from 0.001 to 10; and g represents a
number of from 1.00 to 50.
2. A nonaqueous secondary battery comprising a positive
electrode active material, a negative electrode active mate-

TABLE E-1
rial, and a lithium salt, wherein said negative electrode
Dis- 10 active material mainly comprises a compound represented
C?;a:fi‘:y by formula (I):
Becwode  Elcuode Divcharge 2 Cyee MM MY, <I>
‘:42:;;1 ﬁ?:!gal Pot?)u A (,S,{;l/eg) tfﬁsxnics* 15 Wherein M' and M? are different from each other, M}
represents at least one of Ge, Sn, Pb, Sb, and Bi; M?
Comparison: represents at least one atom of the groups 13, 14, and 15 of
LiCoZtgy0,  coke 3.40 150 0.10 the periodic table; M? represents at least one of O, S, Se, and
LiCoZry0; WO, 390 160 0.15 Te; p represents a number of from 0.001 to 1; and q
LiMn,0, coke 3.30 170 012 ,, represents a number of from 1.00 to 50.
LiMn,0, WO, 3.10 140 0.17 3. A nonaqueous secondary battery comprising a positive
Invention: electrode active material, a negative electrode active mate-
LiCoZry 0505 SF,000 353 450 0.07 rial, and a lithium salt, wherein said negative electrode
LiC0Zry 0,0,  SnSiFy 40,4 3.55 420 0.04 active material mainly comprises a compound represented
LiCoZrg 0,0,  SnSiF ;0,5 3.55 410 0.05 by formula (II)
LiCoZrygs0,  SnSiGeg FouOs 3.56 430 004 25
LiCoZr 00, SnSiAlyFo,405 3.56 420 0.03 SaME M a
LiCoZrg 0,0,  SnSiTig Fo404 356 420 0.03 e
Egzggﬁigﬁ gggié:: :;? :833 ggi iig 8:82 wherein M? represents at least one of Si, Ge, Pb, P, B, Al, As,
LiC0Zrp0203  SnGeFo,0,5 3.50 450 0.06 and Sb; M? represents at least one of O and S; p represents
LiCoZ1o,03  SnPbF;,0,5 3.50 400 008 30 3 number of from 0.001 to 10; and g represents a number of
LiMnZO4 SnF9_200_9 3.50 430 0.08 from 1.00 to 50.
LiMn,0, SnSiF, 40, 5 351 400 0.07 .. ..
LiMn,0, SnSiGeg 1Fy 405 3.51 400 0.08 4. A nonagueous secondary battery comprising a positive
LiMn, O, SnSiAly ,Fy 4,05 352 410 0.05 electrode active material, a negative electrode active mate-
LiMn,0, SnSiTiy ,Fo.405 3.52 400 0.05 ral, and a lithium salt, wherein said negative electrode
LiMn, 0, SnGeFo. 025 345 420 008 35 ,ctive material mainly comprises a compound oxide repre-
Note: *(Discharge capacity of the 10th cycle — discharge capacity of the Ist sented by formula (I1D):
cycle)/discharge capacity of the st cycle
It is obvious from the results in Table E-1 that the N
nonaqueous secondary batteries using the negative electrode SaM>0, amn
active material according to the present invention are supe- 40 wherein M? represents at least one of Si. Ge. Pb. P, B. Al
rior in discharge capacity and cycle characteristics to those and As: 1 re rgsents a number of from b 01’ to é 0’, a;l d s’
using conventional negative electrode active materials. ’ P ’ "
According to the present invention, the use of an oxide represents a number of from 1.0 to 26. . .o
containing the group 13, 14, or 15 metal and fluorine 5.A nonaqueous se(?ondary bat'tery comprising a positive
furnishes a nonaqueous secondary battery having a high 45 e'lectrode acu.ve'matenal, a nega}we e_:lectrode_ active mate-
discharge capacity and satisfactory charge and discharge nal', and a }1th1un.1 salt, whgrem said negative .electrode
cycle characteristics. active material mainly comprises a compound oxide repre-
Compared with the conventional batteries using coke or sented by formula (IV):
WO, as a negative electrode active material, the nonaqueous o
secondary batteries of the present invention have a higher 50 SnSipM0; )
average discharge potential by 0.1 to 0.35 V. Further, the wherein M® represents at least one of Ge, B, Al, and Pb; t
dlS'C hargehc apacity, rpeasur.ed ?t the 2nd cycle, of the bat- represents a number of from 0.01 to 2.0; u represents a
teries Of. the present invention is at least d ouble.that of the number of from 0.01 to 4.0; v represents a number of from
‘f:onve{monal ones. There‘fore,_ the batteges 9f the present 0.01 to 2.0; and s represents a number of from 1.0 to 26.
invention are very effective in the applications requiring 55 6. A nonaqueous secondary battery comprising a positive
high POWCL. . . . . . electrode active material, a negative electrode active mate-
fngI:ct?;Sln;'srlﬁtéogxl’;as l?eelzhde;scr;bid lgld;ttl and “ﬁh rial, and a lithium salt, wherein said negative electrode
s i xampe ol VIS SPATELIS vt manycomprss s compound i e
can be made therein without departing from the spirit and 60 sented by formula (V):
scope thereof. SnSiP,ALM’,0, 4%)
What is claimed is:
1. A nonaqueous secondary battery comprising a positive wherein M” represents at least one of Ge, B, and Pb; t
electrode active material, a negative electrode active mate- represents a number of from 0.01 to 2.0; u represents a
rial, and a lithium salt, wherein said negative electrode 65 number of from 0.01 to 4.0; v represents a number of from

0 to 2.0; w represents a number of from 0.01 to 2.0; and s
represents a number of from 1.0 to 26.
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7. A method for producing a negative clectrode active
material for a nonaqueous secondary battery comprising a
positive eclectrode active material, a negative electrode
active material, and a lithium salt, which comprises the step
of calcining a compound of M' and M? by heating at a rate
of temperature rise of 4° to 2000° C./min, maintaining at
250° C. to 1500° C. for 0.01 to 100 hours, and cooling at a
rate of temperature drop of 2° to 107° C./min; wherein said
M' and M?, which are different from each other, are repre-
sented by Si, Ge, Sn, Pb, P, B, Al, As or Sb.

8. A method for producing a negative electrode active
material for a nonaqueous secondary battery comprising a
positive electrode active material, a negative electrode
active material, and a lithium salt, which comprises the step
of calcining a compound of M' and M? by heating at a rate
of temperature rise of 10° to 2000° C./min, maintaining at
250° C. to 1500° C. for 0.01 to 100 hours, and cooling at a

10

15
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rate of temperature drop of 2° to 107° C./min; wherein said
M' and M?, which are different from each other, are repre-
sented by Si, Ge, Sn, Pb, P, B, Al, As or Sb.

9. A nonaqueous secondary battery comprising a positive
electrode active material, a negative electrode active mate-
rial, and a nonaqueous electrolyte containing a lithium salt,
wherein said negative electrode active material comprises a
compound represented by formula (I):

MMM, ®
wherein M! and M?, which are different from each other,
each represent at least one of Si, Ge, Sn and Pb; M*
represents O; p represents a number of from 0.001 to 2; and
q represents a number of from 1.02 to 6.

* % k% %
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