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� Surface capacity of w9 mAh cm�2 is obtained.
� Excellent cycling performance and good rate capability at various discharge rates.
� The novel composite cathodes are highly compact with a relative density of 92%.
� No electronic conductive additive or polymer binder is used.
� The one-step sintering approach may be readily applied to other cathode systems.
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a b s t r a c t

Three-dimensional (3-D) composite electrodes are prepared by one-step sintering of the laminated
LiCoO2 and 0.44LiBO2$0.56LiF pellets, in which the amorphous 0.44LiBO2$0.56LiF solid electrolyte melts
during the sintering process and fills the interspaces in the underlying highly conductive 3-D frame
formed by LiCoO2. The one-step sintering process yields a compact electrode structure of w92% in
relative density, which contains no electronic conductive additives or polymer binder. For better char-
acterization of the composite electrode, liquid electrolyte is used in the battery test, but the vast majority
of the active material is in the all-solid-state environment. The specific capacity of the 3-D composite
electrode is dependent on the thickness of the composite electrodes. The 100-mm-thick 3-D composite
electrode possesses high specific discharge capacity of 131 mAh g�1 at C/20 rate (96% utilization of the
active material), excellent cycling performance for the measured 20 cycles and good rate capability at
various discharge rates. The 200-mm-thick 3-D composite electrode delivers 88% of the theoretical ca-
pacity, i.e., 120 mAh g�1, and a significantly enhanced surface capacity of w9 mAh cm�2, which is much
higher than that of the electrode used in the conventional all-solid-state lithium battery.

� 2013 Elsevier B.V. All rights reserved.
1. Introduction

Safety issues and substantial demand for higher energy density
are two major challenges for the lithium ion batteries [1,2], which
slow down their applications in electric vehicles and energy storage
for power stations. All-solid-state lithium ion batteries, with solid
state electrolytes and new battery structure designs, are the ulti-
mate solution for the safety issues and have attracted ever-
increasing attentions for the past few years. The thin film type
all-solid-state batteries prepared by film deposition techniques
have been thoroughly investigated [3e8]. Limited by the very thin
x: þ86 10 62772507.
. Shen), cwnan@tsinghua.edu.

All rights reserved.
cathodes employed, the surface capacities of these thin film type
batteries are only 9.9e250 mAh cm�2, though they could deliver
excellent capacity retention over thousands of cycles [9]. Bulk-type
all-solid-state batteries are thus considered more promising to be
used in the scenarios where high capacity is crucial. In principle, the
capacity and cycle lifetime of all-solid-state batteries are deter-
mined by the microstructure of the cathode especially the in-
terfaces between the active cathode materials and the solid
electrolytes. Recently, a number of efforts have been made in
constructing porous cathodes with pores of three-dimensional (3-
D) connectivity inside [10,11]. With the ionic electrolyte filled in
the pores, these 3-D composite cathodes are capable of providing
higher capacity due to their significantly larger specific areas and
much shorter diffusion path for the lithium ions during the
charging/discharging process. For instance, Lai et al. reported that
porous 3-D LiCoO2 electrode with liquid electrolyte filled-in
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exhibited ultrahigh energy density and good cycling performance
[12]. Thick film cathodes filled with solid oxide electrolyte have also
been reported [13]. However, a composite of thick oxide electrolyte
pellets of about 0.5e1 mm and thin cathode layer of only about
10 mm result in low capacity and energy density [13]. By increasing
the thickness of the composite electrode to 400 mm, a higher sur-
face capacity of 2.2 mAh cm�2 was achieved in a monolithic solid-
state lithium battery with Li1.5Al0.5Ge1.5(PO4)3 as solid electrolyte
and Li3V2(PO4)3 as electrodes [14], which is much higher than that
in the thin film type all-solid-state batteries. Another report on
filling solid inorganic electrolyte into the open pores of the porous
3-D LiCoO2 electrode was carried out by repeatedly infiltrating
Li0.35La0.55TiO3 sol into the pores of the pre-sintered LiCoO2 sub-
strate and the subsequent heat treatments. The 100-mm-thick
electrode thus prepared could deliver a specific discharge capacity
of only 115 mAh g�1, and no cycling data was given [15]. Moreover,
the infiltration and firing process needs to be repeated many cycles
and is time-consuming and labor intense.

In this contribution, a high performance composite electrode is
prepared via a simple one-step sintering process by using LiCoO2 as
active cathode material and 0.44LiBO2$0.56LiF as amorphous solid
electrolyte. Instead of direct co-firing or infiltrating the porous
cathode with precursor sol of solid electrolyte, laminated LiCoO2

pellet and 0.44LiBO2$0.56LiF pellet was uni-axially pressed
together, as shown in Fig. 1. With a melting temperature of<700 �C
[16], 0.44LiBO2$0.56LiF solid electrolyte was melted during the
sintering process at 950 �C and infiltrated the underlying LiCoO2

frame. The one-step sintering process yielded a 3-D composite
electrode of w92% in relative density. Without any electronic
conductive additive or polymer binder, the novel composite cath-
odes are highly compact as comparedwith their counterparts in the
conventional liquid lithium battery. A rather high specific dis-
charged capacity of 131 mAh g�1 (or a high surface capacity of
5 mAh cm�2) was achieved in a 100-mm-thick composite electrode,
which is up to 96% of the theoretical capacity of LiCoO2
(137mAh g�1). Further increase in the thickness to 200 mm led to an
even higher surface capacity of 9 mAh cm�2. Given the low sin-
tering temperature and the amorphous nature of 0.44LiBO2$0.56LiF
solid electrolyte, this one-step sintering approach is promising to
be extended to other cathode systems.

2. Experimental

Battery-grade LiCoO2 powder was ball-milled for 12 h, and used
as active material of the composite electrodes. LiBO2 and LiF with a
molar ratio of 0.44:0.56 were mixed using an agate mortar to act as
solid ionic electrolyte. The active material and solid ionic electro-
lyte were pressed into pellets with a diameter of 12 mm, separately.
Then the active material pellet and solid electrolyte pellet with a
mass ratio of 2:1 were stacked as shown in Fig. 1a, and sintered at
950 �C for 90 min. During the sintering process, LiCoO2 particles in
the lower pellet connected together and formed a 3-D frame, while
Fig. 1. A schematic illustration for the preparatio
the upper pellet consisting of LiBO2 and LiF melt and filled into
interspaces of the LiCoO2 frame (Fig. 1b), forming the 3-D com-
posite electrode (Fig. 1c). For comparison, pure LiCoO2 and
0.44LiBO2$0.56LiF pellets were also sintered under the same
condition.

X-ray diffraction (XRD, Rigaku D/max-2500 diffraction meter
with a Cu Ka radiation source) was used for the phase identification
in the sintered composite electrode. The microstructure of the
LiCoO2 ceramics sintered with and without solid electrolyte was
observed by scanning electron microscopy (SEM, JEOL JSM-7001F).
The composition of the 3-D composite electrode was determined
using inductively coupled plasma spectroscopy (ICP-AES, Varian
Vista-MPX) and ion chromatography (IC, Metrohm 761 compact).
Electrochemical impedance measurement was carried out with an
impedance analyzer (ZAHNER-elektrik IM 6) in the frequency range
from 100 kHz to10 mHz with an AC voltage amplitude of 5 mV.

As the first step towards the goal of all solid state battery, we
focus on the preparation and evaluation of the composite electrode.
In order to better test the performance of the composite electrodes,
liquid electrolyte is used here, but the liquid electrolyte is only
wetting the surface of the dense composite electrode and only
some of LiCoO2 particles on top surface could be contacting to the
liquid electrolytes, and thus the vast majority of the active material
inside the composite electrode is in the all-solid-state environment
not contact with the liquid electrolyte (see Fig. 1c). In this scenario,
Lithium ions as well as electrons are transported solely by the solid
electrolyte and the LiCoO2 inside the composite electrode. For
battery measurement, the composite electrodes were polished to
different thickness ranging from 100 mm to 500 mm. Au was sput-
tered onto one side of the composite electrode as the current col-
lector. A piece of lithium foil was then pressed onto another
collector, on top of which one layer of Celgard 2400 separator was
placed. Then, the prepared composite electrode was centered over
the separator. Thewhole laminated constructionwas sealed in a LIR
2032 cell with electrolyte solution of 1 M LiPF6 dissolved in
ethylene carbonate (EC) and diethyl carbonate (DEC) (1:1). The cells
were galvanostatically cycled between 2.5 and 4.2 V vs. Li/Liþ at C/
20. For investigation of the rate capability of the 100-mm-thick 3-D
composite electrode, CC charging was used, with constant current
C/10 applied until cell voltage reached 4.2 V, after which cells were
galvanostatically discharged at various rates to 2.5 V. Cyclic tests
indicate that the 0.44LiBO2$0.56LiF solid electrolyte is stable
against the liquid electrolyte solution (see Fig. S1 in the Supporting
information).

3. Results and discussion

3.1. Structure and composition

Fig. 2 shows the XRD patterns of the fresh surface and interior of
the sintered 3-D composite electrode. For the upper and lower fresh
surfaces, diffraction peaks corresponding to LiCoO2 (PDF 50-0653)
n process of the 3-D composite electrodes.
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Fig. 3. SEM micrographs of the (a) fractured surface of pure LiCoO2 pellet, (b) fractured
surface of 3-D composite electrode; and (c) cross-sectional top surface of the 3-D
composite electrode.

Fig. 2. XRD patterns for (A) upper fresh surface, (B) interior, and (C) lower fresh surface
of the sintered 3-D composite electrodes.
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and Co3O4 (PDF 42-1467) were observed. The appearance of Co3O4
phase at surfaces was due to the volatilization of Li during the
sintering process. While for the interior, only pure LiCoO2 diffrac-
tion peaks appeared. In the whole samples, no LiBO2 or LiF
diffraction peak could be observed in the XRD patterns of the fresh
surfaces or interior of the composite electrode, which indicates that
the solid ionic electrolyte was amorphous in the 3-D composite
electrode.

As seen from the SEMmicrographs of the pure LiCoO2 pellet and
the 3-D composite electrodes in Fig. 3, many pores existed in the
interspaces of the connected LiCoO2 particles in the pure LiCoO2
pellet whose relative density was about 69% as determined by
Archimedes method in ethanol, while no obvious pores can be
observed in the 3-D composite electrodes with a relative density of
92%. The density increases notably in comparison with the pure
LiCoO2 pellet due to the introduction of the amorphous solid
electrolyte. The comparison between their SEM micrographs in
Fig. 3(a) and (b) also clearly illustrates that the amorphous solid
electrolyte was infiltrated into the 3-D LiCoO2 electrodes and the
particles are mostly covered by the amorphous solid electrolyte.
Fig. 3c also shows that the top surface of the composite electrode is
covered by the amorphous solid electrolyte, as proposed in Fig. 1c.
The mass fraction of LiCoO2 in the composite electrode can be
calculated as follows, i.e.,

m
r2

¼ m� f
r1

þm� ð1� fÞ
r3

(1)

f ¼ r1 � ðr3 � r2Þ
r2 � ðr3 � r1Þ

(2)

where r1, r2, r3 are the actual densities of LiCoO2, composite elec-
trode and solid electrolyte, respectively, as seen in Table 1; m and f
are the mass of the composite electrode and the mass fraction of
the LiCoO2, respectively. Thus the calculatedmass fraction of LiCoO2
in the composite electrode is about 91.3%.

ICP and IC analysis were carried out to check the composition
of the composite electrode and to verify the mass fraction of
LiCoO2 in the composite electrode. The molar ratio of elements in
the composite electrode is about Li:Co:B:F ¼ 5.76:4.87:0.437:0.563
measured by using ICP for Li, Co, and B, and using IC for F, which
corresponds to 92.9 wt% LiCoO2, 4.24 wt% LiBO2 and 2.85 wt% LiF.
This measured mass fraction of LiCoO2 agrees well with that
(91.3%) obtained from the density calculations above
(inaccuracy < 2%). The molar ratio of LiBO2 to LiF fits well with the
composition in the raw materials. Lithium volatilization accounts
for a bit loss of Li (<2%).
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Table 1
The density of pure LiCoO2 pellet, 0.44LiBO2$0.56LiF pellet and composite electrode
pellet determined by Archimedes method in ethanol.

Sample Apparent density
g cm�3

Relative
density %

Actual density
g cm�3

Pure LiCoO2 (r1) 3.51 69 5.09
0.44LiBO2$0.56LiF

(r3)
2.29 95 2.41

Composite electrode
(r2)

4.27 92 4.64
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3.2. Electrochemical properties

Fig. 4a shows the first three charge/discharge cycles for a 100-
mm-thick 3-D composite electrode. As can be seen, at C/20 rate, 96%
utilization of the active material is obtained with a specific
discharge capacity of 131 mAh g�1 (or a surface capacity of
5 mAh cm�2). A small initial polarization spike was observed in the
first charging process, which can be explained by partial delithia-
tion of Li1�xCoO2. During the partial delithiation, Li1�xCoO2 un-
dergoes a semiconductoremetal transition, with conductivity
increasing dramatically [17]. And then the polarization phenome-
non disappears in the following cycles.

The thickness of the composite electrodes plays a key role in
determining the capacity and cycle lifetimes of the composite
electrodes. As seen from Fig. 4b, the specific capacity and first cycle
efficiency of the 3-D composite electrodes decrease with increasing
the thickness of the composite electrode. This is especially so as the
thickness is larger than 200 mm. Amorphous solid state electrolyte,
i.e., LiBO2 and LiF, acts as the ionic conductor between the LiCoO2
frames in the 92% dense composite electrode, which guarantees
high ionic conductivity of the composite electrolyte (as could be
observed from the impedance spectra shown in Fig. S2 in the
Fig. 4. (a) First three charge/discharge curves obtained from a 100-mm-thick 3-D composite e
spike in the first charging process. (b) Specific capacity and first cycle efficiency of the 3
electrode, tested against a lithium anode over 2.5e4.2 V at C/20. (d) Discharge curves of th
Supporting information). The ionic conductivity of 0.44 LiBO2$ 0.56
LiF solid electrolyte is about 10�6 S cm�1 [16]. With no electronic
conductive additives added in the composite electrode, the trans-
port paths for electrons are only provided by the highly conductive
LiCoO2 frames and these paths are much longer than those in the
conventional liquid lithium battery, considering the compact
structure of the composite electrode. And with increasing thick-
ness, the charging/discharging current density increases at the
same cycling rate. Thus, the polarization of the composite electrode
becomes more distinctive with increasing thickness of the elec-
trode, resulting in decline of the specific capacity and the first cycle
efficiency. The electronic conductivity of the as-prepared compos-
ite electrode pellet is 3.3 � 10�3 S cm�1 (at 2 DC voltage), which
may increase dramatically during the cells cycling, due to partial
delithiation of Li1�xCoO2 [17]. The SEM micrographs of the com-
posite electrode after 20 cycles (see Fig. S3 in the Supporting in-
formation) show an obvious microstructure change in the surface
layer of the failed samples (>200 mm). Along with the increase in
the thickness of the composite electrodes, more defects and iso-
lated voids appear in the thicker electrodes, which may further
decrease the specific capacity and the first cycle efficiency. Never-
theless, on the other hand, the thicker electrodes contain larger
amount of active materials, which may give rise to higher surface
capacity. For the 200-mm-thick 3-D composite electrode, the sur-
face capacity can reach 9 mAh cm�2, which is much higher than the
surface capacity of the electrode used in the previously reported
all-solid-state lithium batteries [3e9,13e15].

The cyclic performance of the 3-D composite electrode is shown
in Fig. 4c. For the measured 20 cycles, the 100-mm-thick and 200-
mm-thick 3-D composite electrodes deliver excellent capacity
retention, while capacity fade appears upon further increasing the
thickness of the composite electrodes. Given the paradox in the
effect of electrode thickness on the capacity and cycle lifetimes,
lectrode at C/20 charge and discharge rates. The inset shows a small initial polarization
-D composite electrodes with different thicknesses. (c) Cycling of the 3-D composite
e cells with100-mm-thick composite electrode at various current rates.
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trade-offs need to be made in terms of the electrode thickness. For
high-performance cycling properties, the thickness of the 3-D
composite electrode should be controlled within 200 mm.

The rate discharge performance of the 100-mm-thick composite
electrode is further investigated. As seen in Fig. 4d, though the
discharge capacity of the composite electrode decreased with
increasing C rates, it still retained relatively high at C/10
(127mAh g�1), C/5 (120mAh g�1) and C/2 (95mAh g�1) rate, which
are typical rates in a number of practical applications in portable
electronic devices. Even at C rate, the battery delivered a capacity of
65 mAh g�1, which is 47% of the theoretical capacity of LiCoO2.

The high specific capacities and good cycling performances of
the composite electrodes may come from the novel 3-D structure
and excellent interfaces between the cathode particles and solid
state electrolyte. During the sintering and filling process, the
melting solid state electrolyte guaranteed excellent interfaces be-
tween cathode particles and solid state electrolyte, which were
maintained in the final 3-D composite electrodes. In the 3-D
structure, the highly conductive LiCoO2 frame provides transport
path for electrons in the composite electrode, while the amorphous
solid state electrolyte in the interspaces contributes to the ionic
conductivity of the composite electrode and strengthens the elec-
trode against the intercalation strains during the electrochemical
cycling. Thus new structure design of the composite electrode may
provide another way to increase the electronic conductivities.
Moreover, the amorphous nature of the 0.44LiBO2$0.56LiF solid
electrolyte is also favorable for the alleviation of stress originated
by the mismatch between the thermal expansion coefficients of
cathode and solid electrolyte during the sintering process, leading
to improved structural integrity and less imperfections at the
cathode/electrolyte interface. The solid electrolyte used here is
composed of LiF and LiBO2. It is obvious that the component LiF is
stable with lithium foil as F- cannot be reduced. The component
LiBO2 is also stable with lithium as reported by Hensley et al. [18].
Thus, the 0.44LiBO2$0.56LiF can also serve as the solid electrolyte
layer, which is stable with the lithium foil and most of the negative
electrodes used for the all-solid-state lithium batteries.

4. Conclusions

Thus by simple one-step sintering of the laminated LiCoO2 pellet
and 0.44LiBO2$0.56LiF pellet, high-performance 3-D composite
electrodes have been obtained, which possesses a compact struc-
ture and contains no electronic conductive additive or polymer
binder. During the sintering process, LiBO2 and LiF melt and filled
into interspaces of the LiCoO2 frame, forming the compact elec-
trode with a relative density of 92%. The specific capacity of the 3-D
composite electrode is dependent on the thickness of the com-
posite electrodes. For the 100-mm-thick 3-D composite electrode,
specific discharge capacity of 131 mAh g�1 (and surface capacity of
5 mAh cm�2) is obtained at C/20 charge/discharge rate, indicating
96% utilization of the active material, while the 200-mm-thick 3-D
composite electrode delivers 88% of the theoretical capacity, i.e.,
120 mAh g�1, and its surface capacity can reach 9 mAh cm�2, which
is much higher than the surface capacity of the electrode used in
the previous all-solid-state lithium batteries. After 20 cycles, the 3-
D composite electrodes deliver excellent capacity retention. And
even at C/10, C/5 and C/2 rate, the 100-mm-thick composite elec-
trode retains relatively high discharge capacity, which are practical
for many portable power applications. Given the low sintering
temperature and the amorphous nature of 0.44LiBO2$0.56LiF solid
electrolyte, this one-step sintering approach is promising to be
extended to other cathode systems.
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