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Mr. Boutrid, | have the samples in my car. Please let us discuss the details soon, which | can’t

present as well in the report.

Best regards,
Dr. Kurt Stark
Director of Business Development

Buergofol GmbH
Manchinger Str. 125
85053 Ingolstadt

Commercial Register
Regensburg District Court
Commercial Register No.: HRB 1938

Phone  +49 841 659 156 Tax number: 132/118/08025
Fax +49 841 659 210 Managing director

email kurt.stark@buergofol.de Schleicher Gregor

Mobile 0173 7032546

We deliver exclusively on the basis of our GTC, which can be viewed at www.buergofol.de

We deliver exclusively on the basis of our General Terms and Conditions (for details see our website www.buergofol.de)

This email and any attachments contain confidential information that may be particularly protected by law, e.g. by attorney-client
privilege. This information is intended exclusively for the persons named as recipients. If you are not the intended recipient or have
received this email due to a transmission error, please inform us immediately by email, telephone, or fax and then delete this email.
Unauthorized copying of this email or any attachments and unauthorized forwarding of the information they contain to third parties is

not permitted. Thank you for your help.
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Visit Report

OUR QUALITY - YOUR SUCCESS

Customer:
Date:

BRANDENBURGER, 76829 Landau/Pfalz
June 5, 2012

Participants: Dr. Stark, BUERGO.FOL;

Mr. Gltermann, Rudiger Kinzebach (Team Leader R&D), Peter Duttenhofer
(Product Manager), Mr. Ziigel (Process and AT), Michael Haas (Head of QA),

BRANDENBURGER

cc: Gregor Schleicher, Dr. FS, Ms. Girtner, Dr. Boutrid, T.

Abfall

Topic Responsibility | To be
completed
before

1. Inner tube film - Call for help!

We have already been informed of “general complaints” Dr. Boutrid; ASAP

about film tears when removing the inner tube film after KS

resin curing. These totaled:

2006: O

2007: 2

2008: 8

2009: 10

2010: 49 « Could something have happened here?
2011: 56

2012: 29 (to date)

This is a huge problem for Brandenburger; they are losing
customers and their good reputation. The problem mainly
occurs with smaller DNs of 200 to 300. Despite 1000%
elongation in the tensile test, PA (presumably) splits radially
in the tube even at 10% elongation.

Possible causes were discussed intensively:

- Adhesion and interaction of the film with the resin; the
film really sticks to the resin in some cases and
cannot be removed without destroying it (additional
costs due to loss of time, use of robots, etc.). Film not
“homogeneous”.

- Outer layer tears, adhesion promoter penetrates to
the resin?; other adhesion promoters?

- Humidity, water content, “softeners”

- Storage of the film; aging?

- Crystal vs. amorphous regions in PA

- Problem with our raw materials?

- Layer thickness distribution +/- 20% PA and PE

- PAleaking?? Fisheyes? Holes?

Microtome sections

Hydrotracer
measurement?

DSC?
Control?
MS?

Created on June 5, 2012
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Possible solutions discussed:

- Introduce a PE “protective layer”; 5-layer PE-PA-PE?

- Make the film thicker, i.e. 50/100 (= limit) 150 p?

- Run test series on the influence of water. Drying Test influence
(thermal or chemical), cold storage, etc. of water?

- Then inflation tests carried out by us

- New tube films introduced by Dr. Boutrid. Inflation tests?
Brandenburger wants samples in DN 300, 432 mm
wide, quantity 100 running meters Sample

| brought 2 samples of the “complaint” films for the
laboratory, which exhibit pronounced stripes.

Brandenburger trusts that we will solve the problem soon.
They are very happy with us and don’t want any other
manufacturers unless the problem is not resolved, in which
case they will have to “look around”.

ACTION: Examination by QM, Dr. Boutrid. Find solutions!
Provide samples to customers. AB/KS

2. NEW: sliding film, HDPE, 500 pu (up to 800 u)

Here, | said that we are now also producing this film in IN, AB/KS/GS ASAP
in accordance with my previous experience.
They would like to test our products soon = purchase 2-3 samples

variant Metzeler Metzo Plast HDPE/T (via GS) as well as
our blocked blown films.
They would be satisfied with my approximate, non-binding
price estimate of €1.8/m? and would switch to us if suitable.
Important parameters:

- Mechanics (elongation/recovery behavior)

- Coefficient of sliding friction relative to liner Test COF

- No wrinkling

- Maximum width 1500 mm. Most of it, however, is

<1100 mm (ratio?)

ACTIONS:

e Provide samples of 2-3 variants

e For DN 300 = width 500 mm

» 100 running meters of each

3. Outer film
We have lost business. Allegedly, our outer film was not AB/KS/GS 07 — 12/2012
sufficiently UV-proof (stripes). Complaints processing was
also supposedly slow. The fact is, however, that the outer
film that Brandenburger is now already receiving is
laminated with fleece, which is a major advantage.

| have received samples for analysis! Analyze
The supplier for this is LANTOR. | said that based on the samples
history, LANTOR is not a partner for BF as a matter of
course, only if it has to be. Brandenburger was already Find fleece
aware of the LANTOR patent application connection of partner
film/fleece for sewer rehabilitation and was not bothered by
it, even though Brandenburger has patents from the 1990s

Created on June 5, 2012
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that are detrimental to novelty. We may have to file
opposition to this if granted.

ACTION: We need to find an alternative outer film/fleece
product.

Opposition to
Lantor patent?

4. Inner film with fleece
| have received samples!
Can be sealed to the tube.
- Objective: The inner film should remain in place for
>50 years.
- Resistant to abrasion, rinsing, and chemicals
- Sealing seam must be 100% tight
- Fleece must not melt!
- PE-PA-PE (fleece) or PE/PA (fleece)
- When sealing occurs inside-against-outside
(overlapping)
- PE fleece? Polyester?
- According to Brandenburger, PA is more difficult to
conceal
- Adhesive not favored (as fleece is then unable to
absorb as much resin)
- Better thermal lamination
Here | referred to our extensive experience in the LM sector
with regard to thermal lamination.
ACTIONS:
« Start project, find solution

AB/KS/GS

Analysis

07 —12/2012

5. NEW: black “resin protection film”
Requirement approx. 75,000 m?/a; protection for prepreg
rolls. Formats in width 1200 mm x 1200 mm or
1200 mm x 1300 mm
Glued.
Currently, Colamin film made by Obermiihle.
We want less expensive film, and not so stiff.
Analyze — thickness and structure
| have received samples
ACTIONS:

» Readjust the film

AB/KS

Format cutter?

Analysis

07 — 12/2012

6. Other

Metal-coated conductive film. A request from Mr. Zigel.
Strips, width 3-4 cm, approximately 1 cm metal layer at the
edges (no aluminum, no copper; better Ni)

ACTION: Specialized product. KS asks why the entire strip
can’'t be metallized.

KS

As needed

7. Next meeting:
Brandenburger also wants more frequent visits from us.
Next meeting no later than September 2012.

Created on June 5, 2012
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Your global source
for foreign filing services

Certification of Accuracy

I, David Clayberg, pursuant to 28 U.S.C. §1746, hereby declare under penalty of perjury
that the following is true and correct.

1. lam fluentin both English and German

2. lam a professional translator of German into English

3. The attached English translation of the following document is to the best of my
knowledge and belief, true, correct and complete translation of the source
document:
- EX2038 - 6-5-2012 customer visit report 4924-7133-2364.docx

4. | declare under penalty of perjury under the laws of the United States of America

that the foregoing is true and correct. | understand that willful false statements
and the like are punishable by fine or imprisonment, or both (18 U.S.C. §1001).

Executed on this day, January 13, 2025

Qach
/S T

David Clayberg

SOURCE ;:!“;?4’)}? 244 Fifth Avenue, Suite R269, New York N.Y. 10001 | www.sourceip.com | info@sourceip.com
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Subject: Besuchsbericht Brandenburger vom 05.06.2012 6/5/2012 9:58:55 PM
To: Abdel.Boutrid@buergofol.de

Dr.FS@online.de

Gregor.Schleicher@buergofol.de

Hanni.Guertner@buergofol.de
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From: kurt.stark@buergofol.de
Priority: Normal
Attachments: 1
Besuchsbericht Brandenburger 140,288 6/5/2012 11:52:39
05 06_2012.doc Bytes PM
anbei.

Herr Boutrid, die Muster habe ich im Auto. Bitte lassen Sie uns bald die Details besprechen, die ich im Bericht
evtl. nicht so darstellen kann.

Mit freundlichen GriiRen
Dr. Kurt Stark
Director Business Development

Buergofol GmbH Handelsregister

Manchinger Str. 125 Amtsgericht Regensburg
85053 Ingolstadt Handelsreg.-Nr.: HRB 1938
Telefon +49 841 659 156 Steuernummer: 132/118/08025
Fax +49 841 659 210 Geschéftsfiihrer

eMail  kurt.stark@buergofol.de Schleicher Gregor

Mobil 0173 7032546
Wir liefern ausschlieBlich auf Grundlage unserer AGB, einsehbar auf www.buergofol.de

We deliver exclusively on the basis of our General Terms and Conditions (for details see our website www.buergofol.de)

Diese E-Mail und eventuell beigefiigte Anhdnge enthalten vertrauliche Informationen, die rechtlich besonders geschiitzt sein
kénnen, z.B. durch das Anwaltsgeheimnis. Diese Informationen sind ausschlieBlich fir die als Adressaten genannten Personen
bestimmt. Wenn Sie nicht der angeschriebene Empfinger sind oder diese E-Mail durch einen Ubertragungsfehler erhalten haben,
informieren Sie uns bitte sofort per E-Mail, Telefon oder Fax und I6schen danach vorliegende E-Mail. Das unbefugte Kopieren
dieser E-Mail, ihrer eventuell beigefligten Anhédnge sowie die unbefugte Weitergabe der enthaltenen Informationen an Dritte sind
nicht gestattet. Wir danken fiir Ihre Hilfe.
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Besuchsbericht/Visit Report

Kunde/Customer:
Datum/Date: 05.06.2012

Teilnehmer/Participants: Dr. Stark, BUERGO.FOL,;

BRANDENBURGER, 76829 Landau/Pfalz

Herr Gutermann, Rudiger Kinzebach (Teamleitung F&E), Peter Duttenhofer
(Produktmanager), Hr. Zlgel (Prozess und AT), Michael Haas (Leiter QS),

BRANDENBURGER

cc: Gregor Schleicher, Dr. FS, Fr. Glrtner, Dr. Boutrid, T. Abfall

ThemalTopics Zustandigkeit/ | Zu erledigen
Responsibility | bis/ to be
completed
before
1. Schlauchinnenfolie — Hilferuf!
Die ,Pauschalreklamationen® Folienabrisse beim|Dr. Boutrid; | ASAP

Entfernen der Schlauchinnenfolie nach Harzhartung
wurden uns schon mitgeteilt. Es sind dies:

2006: O

2007: 2

2008: 8

2009: 10

2010: 49 < hier kdnnte etwas passiert sein?
2011: 56

2012: 29 (bis jetzt)

Bei Brandenburger ist dies ein Riesen-Problem, man
verliert Kunden und den guten Ruf. Problem tritt vor
allem bei kleineren DNs 200 bis 300 auf. Trotz 1000 %
Dehnung im Zugversuch spleisst (vermutlich) PA radial
im Schlauch schon bei 10 % Dehnung.

Mogliche Ursachen wurden intensiv diskutiert:

- Anhaftung und Wechselwirkung der Folie mit
dem Harz; Folie klebt vereinzelt richtig daran
und kann zerstérungsfrei nicht entfernt werden
(Mehrkosten durch Zeitverlust, Einsatz Roboter
etc.). Folie nicht ,homogen®.

- AuRere Schicht reidt, Haftvermittler kommt zum
Harz durch?; anderer Haftvermittler?

- Luftfeuchtigkeit, Wassergehalt, ,\Weichmacher*

- Lagerung der Folie; Alterung?

- Kiristall. vs. amorphe Bereiche bei PA

- Problem bei unseren Rohstoffen?

- Schichtdickenverteilung +/- 20% PA u. PE

- PA undicht?? Stippen? Lécher?

KS

Mikrotomschnitte

Messung
Hydrotracer?

DSC?
Kontrolle?
MS?

Erstellt am 05.06.2012
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Mogliche diskutierte Losungen:
- EinfGhrung einer PE-,Schutzschicht®; 5-Schicht
- Folie dicker machen, sprich 50/100 (= Limit)
- Testreihe Einfluss  Wasser. Trocknung
(thermisch oder chemisch), Kaltelagerung etc.
- Anschlie3end Aufblasversuche bei uns
- Neue Schlauchfolien von Dr. Boutrid vorstellen.
Brandenburger wiinscht Muster in DN 300, 432
mm breit, Menge 100 Ifm
2 Muster der ,reklamierten” Folien habe ich fiirs Labor
mitgebracht, welche ausgepragte Streifen aufweisen.

Brandenburger vertraut darauf, dass wir das Problem
bald I6sen. Man ist sehr mit uns zufrieden und mochte
keine anderen Hersteller, es sei denn, das Problem
wird nicht behoben, dann muss man sich ,um-
schauen®.

AKTION: Prafung durch QM, Dr. Boutrid. Losungen
finden! Bemusterungen an Kunden. AB/KS

PE-PA-PE?
150 p?
Test
Wasser?

Einflul®

Aufblasversuche
?

Muster

2. NEU: Gleitfolie, HDPE, 500 p (bis 800 p)
Hier sagte ich, dass wir in IN diese Folie nun auch
herstellen, gemal meinen friheren Erfahrungen.
Man mochte unsere Produkte bald testen = Variante
Zukauf Metzeler Metzo Plast HDPE/T (via GS) sowie
auch unsere verblockten Blasfolien.
Mit meiner ungefahren unverbindlichen Preisab-
schatzung von 1,8 €/gm kann man sich arrangieren
und wurde bei Eignung zu uns wechseln.
Wichtige Parameter:

- Mechanik (Dehnung/Rlckstellverhalten)

- Gleitwert gegen Liner

- Keine Faltenbildung

- Maximale Breite 1500 mm. Hauptmenge liegt

aber < 1100 mm (- Racio?)

AKTIONEN:

e Bemusterung 2-3 Varianten

e Fur DN 300 = Breite 500 mm

e Jeweils 100 Ifm

AB/KS/GS

2-3 Muster

COF testen

ASAP

3. AuBenfolie

Das Geschaft haben wir verloren. Angeblich war
unsere AulRenfolie nicht UV-dicht genug (Streifen).
Reklamationsbearbeitung  ging  angeblich  auch
schleppend. Tatsache ist aber, dass Brandenburger
nun schon die AuBenfolie mit Vlies kaschiert
bekommt, was ein gehoriger Vorteil ist.

Muster fir Analyse habe ich bekommen!

Lieferant daflr ist LANTOR. Aus der Historie sagte ich,
dass LANTOR sicher kein Partner fiir BF ist, nur wenn
es sein muss. Die LANTOR-Patentanmeldung
Verbindung Folie/Vlies fir Kanalsanierung war bei

AB/KS/GS

Muster
analysieren
Partner Vlies
finden

07-12/2012

Erstellt am 05.06.2012
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Brandenburger schon bekannt und stoért sie dabei |Einspruch
nicht, trotzdem Brandenburger neuheitsschadliche | -antor-Patent?
Patente aus den 90er Jahren hat. Ggf. mussen wir
dagegen einsprechen, wenn erteilt.

AKTION: Wir mussen Produktalternative
Aulienfolie/Vlies finden.

4. Innenfolie mit Vlies AB/KS/GS 07 - 12/2012
Muster habe ich bekommen!
Kann zum Schlauch versiegelt werden. Analyse
- Ziel: Innenfolie soll dauerhaft > 50 Jahre drin
bleiben.
- Abriebs-, Spul-, Chemikalienbestandig
- Siegelnaht muss 100 % dicht sein
- Vlies darf nicht schmelzen!
- PE-PA-PE (Vlies) oder PE/PA (Vlies)
- Beim Siegeln kommt innen gegen aufen
(Uberlappend)
- PE-Vlies? Polyester?
- PAst It. Brandenburger schwerer zu kaschieren
- Kleber nicht favorisiert (da Vlies dann weniger
Harz saugen kann)
- Besser Thermokaschierung
Hier verwies ich auf unsere umfangreichen
Erfahrungen aus der LM-Branche bzgl.
Thermokaschierung.
AKTIONEN:
e Projekt starten, Losung finden

5. NEU: schwarze ,,Harzschutzfolie* AB/KS 07 —12/2012
Bedarf ca. 75.000 gm/a; Schutz fur Prepreg-Rollen.

Formate in Breite 1200 mm x 1200 mm oder Formatschneider

1200 mm x 1300 mm ?

Wird geklebt.

Derzeit Colamin-Folie von Obermdihle.
Man méchte billigere Folie, und nicht so steif.
Dicke und Struktur - analysieren

Muster habe ich bekommen Analyse
AKTIONEN:
e Folie nachstellen
6. Sonstiges KS Bei Bedarf

Metall-beschichtete Leitfahige Folie. Ein Wunsch von
Hr. Zigel. Streifen, Breite 3-4 cm, An den Randern ca.
1 cm Metallschicht (kein Alu, kein Cu; besser Ni)
AKTION: Spezialitat. KS fragt nach, warum nicht gleich
der ganze Streifen metallisiert sein darf.

7. Nachster Termin:

Brandenburger  winscht  sich  auch  hdhere
Besuchsfrequenz unsererseits.

Nachster Termin spatestens September 2012.

Erstellt am 05.06.2012
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