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ROD AND ANCHOR SYSTEM AND METHOD

FOR USING
BACKGROUND
[0001] 1. Field of the Disclosure
[0002] The following is directed to a method of using a rod

and anchor system, and more particularly directed to a
method of using rod and anchor system utilizing anchors
capable of use with a variety of rod type for correction of
spinal abnormalities.

[0003] 2. Description of the Related Art

[0004] In human anatomy, the spine is a generally flexible
column that can take tensile and compressive loads. The spine
also allows bending motion and provides a place of attach-
ment for tendons, muscles and ligaments. Generally, the spine
is divided into four sections: the cervical spine, the thoracic or
dorsal spine, the lumbar spine, and the pelvic spine. The
pelvic spine generally includes the sacrum and the coccyx.
The sections of the spine are made up of individual bones
called vertebrae. Also, the vertebrae are separated by inter-
vertebral discs, which are situated between adjacent verte-
brae.

[0005] There are a variety of different spinal abnormalities,
including for example, improper curvatures, deformed verte-
brae, misaligned vertebrae, which may be cured or mitigated
by implantation of certain devices. Such devices can include
articles and mechanisms useful for repairing damaged por-
tions of the spine, stabilizing portions of the spine, or even
changing the position of the spine to a more natural state. In
certain instances, rod and anchor systems are commonly
employed when portions of the spine need to be realigned,
such as in patients with abnormal curvatures. These systems
typically include anchors that can be implanted within the
bone of the spine and attached to a rod extending along the
abnormal portion of the spine, such that the rod provides rigid
support for urging the spine to a more healthy position.
[0006] Implantation of a rod and anchor system typically
involves the fixation of a plurality of screws that are precisely
placed within the patient’s spine. Current rod and anchor
systems offer treatment options by providing a selection of
rods and anchors in different sizes. Generally, in a pre-opera-
tory diagnosis, the surgeon estimates the best combination of
rods and anchors based upon certain criteria, such as the size,
age, and general health of the patient, and the severity of the
abnormality. However, unexpected conditions associated
with the health of the spine, severity of the condition, and
other factors may lead to a change in the rod and anchor
architecture during the surgical procedure. Such changes are
fraught with potential problems including, a longer surgical
procedure exposing the patient to a greater risk of infection
and additional trauma, tiring of the surgeon and staff, trial and
error design changes, and ultimately a potential for implan-
tation of a rod and anchor system not properly suited for the
intended task.

[0007] Because of the nature of treating spinal deformities
or degenerative conditions, and the critical function of the
spine, implants and methods of treating deformities must be
suitably developed to ensure patient recovery and proper
implant performance. Accordingly, the industry continues to
demand improvements in such implants.

SUMMARY

[0008] According to a first aspect, a method is disclosed for
conducting a surgery that includes implanting an anchor into

Jun. 3,2010

a bone, wherein the anchor comprises a receiving portion and
a screw, the screw including a screw head contained within
the receiving portion and pivotally engageable with a surface
of the receiving portion. The receiving portion includes a
material having a greater yield strength than a material of the
screw. The method further includes selecting a rod from a
group of rod types and coupling the rod with the receiving
portion.

[0009] According to a second aspect, a method is disclosed
for conducting a surgery that includes implanting an anchor
into a bone, wherein the anchor comprises a receiving portion
and a screw, the screw includes a screw head contained within
the receiving portion and pivotally engageable with a surface
of the receiving portion. The receiving portion and the screw
include a different material. The method further includes
selecting a rod from a group of rod types, and coupling the rod
with the receiving portion.

[0010] According to another aspect, a method of conduct-
ing a surgery includes implanting an anchor into a bone,
wherein the anchor comprises a screw coupled to a receiving
portion that is configured to engage a rod and couple the screw
and rod together. The method further includes selecting a rod
from a group of rod types, where the rod types may be
selected based upon diameter of the rod, material of the rod,
or a combination thereof. Further steps in the method include
coupling the rod within the receiving portion and selecting a
set screw from a group of set screw types based on a material
of the rod, wherein each set screw type can be made of a
different material. The method can further include fastening
the set screw within the receiving portion to secure the rod and
receiving portion to each other.

[0011] In another aspect, another method of conducting a
surgery includes implanting an anchor into a bone, wherein
the anchor comprises a receiving portion and a screw and the
receiving portion and the screw comprise a different material.
The method further includes selecting a rod from a group of
rod types, coupling the rod within the receiving portion, and
setting a torque limit on a tool for engaging a set screw based
upon a material of the rod. After setting the torque limit, the
method can include fastening a set screw within the receiving
portion to engage the rod at the set torque limit of the tool to
secure the rod and the receiving portion to each other. As
such, in these embodiments, all rods can use a single type of
set screw, placed within the anchor at a predetermined set
torque level.

BRIEF DESCRIPTION OF THE DRAWINGS

[0012] The present disclosure may be better understood,
and its numerous features and advantages made apparent to
those skilled in the art by referencing the accompanying
drawings.

[0013] FIG. 1 includes a lateral view of a portion of a
vertebral column.

[0014] FIG. 2 includes a top plan view of a vertebrae.
[0015] FIG. 3 includes a cross-sectional view of an anchor
in accordance with an embodiment.

[0016] FIG. 4 includes aside-view ofa screw in accordance
with an embodiment.

[0017] FIG. 5 includes a cross-sectional view of a receiving
portion in accordance with an embodiment.

[0018] FIG. 6 includes a cross-sectional view of a crown in
accordance with an embodiment.

[0019] FIG. 7 includes a side view of a set screw in accor-
dance with an embodiment.
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[0020] FIG. 8 includes a method of conducting a surgery
using arod and anchor system in accordance with an embodi-
ment.

[0021] FIG. 9 includes a method of conducting a surgery
using arod and anchor system in accordance with an embodi-
ment.

[0022] The use of the same reference symbols in different
drawings indicates similar or identical items.

DETAILED DESCRIPTION

Description of Relevant Anatomy

[0023] Referring initially to FIG. 1, a portion of a vertebral
column, designated 100, is shown. As depicted, the vertebral
column 100 includes a lumbar region 102, a sacral region 104,
and a coccygeal region 106. The vertebral column 100 also
includes a cervical region and a thoracic region. For clarity
and ease of discussion, the cervical region and the thoracic
region are not illustrated.

[0024] As illustrated in FIG. 1, the lumbar region 102
includes a first lumbar vertebra 108, a second lumbar vertebra
110, a third lumbar vertebra 112, a fourth lumbar vertebra
114, and a fifth lumbar vertebra 116. The sacral region 104
includes a sacrum 118. Further, the coccygeal region 106
includes a coccyx 120.

[0025] As depicted in FIG. 1, a first intervertebral lumbar
disc 122 is disposed between the first lumbar vertebra 108 and
the second lumbar vertebra 110. A second intervertebral lum-
bar disc 124 is disposed between the second lumbar vertebra
110 and the third lumbar vertebra 112. A third intervertebral
lumbar disc 126 is disposed between the third lumbar vertebra
112 and the fourth lumbar vertebra 114. Further, a fourth
intervertebral lumbar disc 128 is disposed between the fourth
lumbar vertebra 114 and the fifth lumbar vertebra 116. Addi-
tionally, a fifth intervertebral lumbar disc 130 is disposed
between the fifth lumbar vertebra 116 and the sacrum 118.
[0026] Referring to FIG. 2, a vertebra 202 is illustrated. As
shown, the vertebral body 204 includes a cortical rim 214
composed of cortical bone. Also, the vertebral body 204
includes cancellous bone 216 within the cortical rim 214. The
cortical rim 214 is often referred to as the apophyseal rim or
apophyseal ring. Further, the cancellous bone 216 is generally
softer than the cortical bone of the cortical rim 214.

[0027] As illustrated in FIG. 2, the vertebra 202 further
includes a first pedicle 222, a second pedicle 218, a first
lamina 220, and a second lamina 228. Further, a vertebral
foramen 226 is established within the vertebra 202. A spinal
cord 230 passes through the vertebral foramen 226. More-
over, a first nerve root 224 and a second nerve root 232 extend
from the spinal cord 230. Notably, during implantation of
anchors, such as screws within the spine, particularly anchors
that will be attached to other implants, such as a rod, such
screws can generally be implanted within the pedicles 218
and 222, since these portions of the spine provide suitable
support and rigidity for anchors.

[0028] The vertebrae that make up the vertebral column
have slightly different appearances as they range from the
cervical region to the lumbar region of the vertebral column.
However, all of the vertebrae, except the first and second
cervical vertebrae, have the same basic structures.

Description of Embodiments

[0029] The following description is directed to a rod and
anchor system designed to alleviate and correct spinal defor-
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mities such as, curvatures of the spine common with such
maladies as kyphosis or scoliosis. The following description
details certain features of the rods and anchors, and more
particularly, a system for using such rod and anchors in which
the surgeon is provided with fewer pieces, yet greater options
for greater flexibility in implant design for a given patient.
More features and benefits will become apparent in the fol-
lowing description.

[0030] FIG. 3 includes a cross-sectional illustration of an
anchor in accordance with an embodiment. In particular, the
anchor 300 includes a receiving portion 301 connected to a
screw 303. The screw 303 includes a threaded shaft 306
suitable for aiding implantation of the screw 303 within bone.
Additionally, the screw 303 includes a screw head 305 at a
proximal end of the screw 303 that is generally rounded and
configured to be contained within a portion of the receiving
portion 301. In particular, the screw head 305 is contained
within a receiving portion 301 and pivotally engageable with
a surface of the receiving portion 301. As such, the depicted
anchor 300 is a polyaxial screw capable of angulation and
pivoting with respect to the receiving portion 301 for easier
placement and precise implantation into a patient.

[0031] The receiving portion 301 includes a head portion
307, a crown 309, and a ring 311. In particular, the head
portion 307 is a generally u-shaped structure having arms 310
and 312 and an opening 313 extending between the arms 310
and 312 transversely to the longitudinal axis of the head
portion 307 such that a rod can be engaged within the opening
313. The receiving 301 portion is configured to engage a
portion of a rod and thereby connect and affix a screw 303 to
the rod and thus coupling a portion of a patient’s spine relative
to the rod. As can be understood, such a configuration allows
for maneuvering and correction of a condition of a spine to
more properly align with a chosen alignment dictated by the
position of the implanted rod. The receiving portion 301 as
noted above further includes a crown 309 which is configured
to be contained within the head portion 307 and coupled to the
screw head 305. Upon coupling of the receiving portion 301
with a rod, the crown 309 is position such that it engages a
portion of the rod. As such, the crown 309 provides an inter-
face for both the screw head 305 and rod, and has contours
suitable for proper placement of both the screw head 305 and
the rod within the receiving portion 307.

[0032] As further illustrated in FIG. 3, the receiving portion
301 includes a ring 311 contained within an interior of the
head portion 307 and configured to engage the screw head
305. Notably, the ring 311 is positioned such that it facilitates
containment of the screw head 305 within the receiving por-
tion 301 while allowing angulation and pivoting of the screw
303 relative to the head portion 307.

[0033] FIG. 4 includes a side view of a screw 303 in accor-
dance with an embodiment. Notably, the screw, as previously
illustrated in FIG. 3 includes a screw head 305 at a proximal
end of the screw 303 as well as a threaded shaft 306 connected
to the screw head 305. As illustrated, the screw head 305 can
have a generally hemispherical or semi-hemispherical shape
such that it is properly configured for angulation and pivoting
along a surface of the head portion 307 of the receiving
portion 301. Such a configuration facilitates the polyaxial
capabilities of the screw 303. Additionally, the screw head
305 includes a stepped portion 401 at the proximal end, which
allows for compression of the crown 309 onto the screw head
305 and thereby locking the position of the anchor 300 rela-
tive to the spinal anatomy and the location of the rod.
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[0034] As further illustrated in FIG. 4, the screw 303
includes a threaded shaft 306 having different threaded por-
tions. In particular, the screw 303 includes a threaded portion
403 adjacent to the screw head 305 and another threaded
portion 405 adjacent to the distal end of the screw 303. As
illustrated, the threaded portion 403 has a thread form of
tightly wound threads along the shaft of the screw 303 such
that no gaps exist exposing portions of the shaft between the
threads. By contrast, the threaded portion 405 has a different
thread form than the thread form of portion 403. In particular,
the threaded portion 405 includes gaps 406 between adjacent
threads such that the underlying shaft of the screw 303 is
exposed. The thread forms illustrated in threaded portions
403 and 405 facilitate increased thread purchase within bone
of patients and necessitate fewer revolutions for inserting the
thread shaft 306 into bone. In particular, the threaded portion
405 is suitable for screwing into softer bone while allowing
faster advancement based on the spacing between threads,
while the threaded portion 403 having the tighter thread form
facilitates threading of the screw 303 into denser bone.
[0035] Additionally, the screw 303 includes a flute 407
adjacent to the tapered end of the screw 303. The flute 407
facilitates insertion and starting of the screw 303 for proper
implantation into the bone and may also include a burr to
avoid reversing and pullout of the screw 303 once implanted.
[0036] Notably, the components of the anchor herein are
formed such that they can include different materials. That is,
as will be appreciated with further description, components of
the receiving member can include materials that are different
than the materials of the screw 303 to facilitate coupling with
various rod types. In accordance with an embodiment, the
screw 303 can be made of a metal material, and more particu-
larly, a metal such as titanium, including titanium alloy, for
example Ti6Al4V, Til5Mb, and the like. In still other
instances, the screw 303 can include cobalt, such as cobalt
chrome. In accordance with a particular embodiment, the
screw 303 is made entirely of Ti6Al4V. Titanium screws are
suitable due to superior imaging quality, which aids proper
placement of the screw.

[0037] In more detailed terms, reference to a different
material herein is based on a difference of elemental weight
percent for each element contained in the two materials being
compared. In particular, different materials have a difference
in elemental weight percent of at least about 5 wt % based on
the absolute value of the total difference in weight content of
each elements contained in the components. In other embodi-
ments the difference of elemental weight percents between
the two materials can be greater, such as at least about 10 wt
%, 15 wt %, 20 wt %, or even at least about 25 wt %.

[0038] For example, the screw 303 can be made of
Ti6Al4V, a material containing 6 wt % aluminum, and 4 wt %
vanadium, some trace elements wherein each is present in an
amount of less than 1 wt %, and the remainder (about 90 wt
%) being titanium. A component of the receiving portion 301,
such as the head portion 307, can be made of Til5SMb, a
material containing 15 wt % molybdenum, some trace mate-
rials, wherein each trace material is present in an amount less
than 1 wt % and the remainder (about 85 wt %) being tita-
nium. The elemental weight percent difference of the screw
material relative to the head portion material is 15 wt %, based
on the absolute difference in the um of elemental weight
percents of each of the elemental components. In more detail,
the difference in the titanium content from the screws to the
receiving portion is 5 wt %. The difference in the elemental
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weight percent of the aluminum is 6 wt %, since there is
essentially no aluminum in the material of the head portion
307, excluding impurity contents which are typically frac-
tions of a percent. And, the difference in the elemental weight
percent of the vanadium is 4 wt %, since the material of the
head portion 307 does not contain vanadium, again excluding
impurity contents of the alloy material of the head portion
307.

[0039] Accordingly, different materials may contain all of
the same elemental components, however, the total elemental
weight percent of such components differs by at least 5 wt %,
and as such the materials are considered different. As such,
different materials will generally include materials that differ
by at least one elemental component, even if the base material
is the same, such as common in alloys.

[0040] FIG. 5 includes a cross-sectional view of a head
portion of the receiving portion in accordance with an
embodiment. The head portion 307 has a generally u-shaped
cross-sectional contour formed by its body and arms 310 and
312 generally extending parallel to the longitudinal axis of the
body of the head portion 307. Additionally, the head portion
307 includes an opening 313 between the arms 310 and 312
for engagement of a rod therein. As further illustrated in FIG.
5, the head portion 307 includes a semi-circular surface 507
for engaging a portion of a rod thereon.

[0041] The head portion 307 also includes an opening 501
extending into the interior of the head portion body along the
longitudinal axis of the body defined by a surface 503. The
opening 501 joins with opening 313 forming a passage
extending longitudinally through the body of the head portion
307. The opening 501 facilitates the engagement of a screw
head 305 therein such that the screw 303 and rod can be
coupled to each other. In particular, the head portion 307
further includes a surface 503 configured to engage aring 311
therein and affix the position of the screw head within the
opening 501. The head portion 307 includes a threaded por-
tion 515 within the arms 310 and 312 configured to engage a
set screw therein and facilitate affixing a rod within the open-
ing 313.

[0042] As described herein, components of the anchor
including the components of the receiving portion 301 such as
the head portion 307 can be made of certain materials for
facilitating greater flexibility in the choice of rods to which
the receiving member, and ultimately the anchor, are con-
nected. This in turn facilitates greater flexibility interopera-
tively (i.e., during the operation) such that the surgeon can
change his procedure, if necessary, without undue complica-
tions. In fact, the components of the receiving portion can be
formed from materials having a tensile strength (i.e., yield
strengths) and stiffness (i.e., Modulus of Elasticity) greater
than the corresponding yield strength and stiffness of the
material of the screw 303 making the receiving portion 301
suitable for use with a wide variety of rod materials.

[0043] In accordance with one embodiment, the head por-
tion 307 is typically made of a metal or metal alloy. In par-
ticular, the head portion 307 is made of a different material
than the material of the screw 303. Suitable metals can be
those having a yield strength that is greater than the yield
strength of the rod material or screw material. It will be
appreciated that yield strength is the stress at which a material
strain changes from elastic deformation to plastic deforma-
tion causing it to deform permanently. The formation of the
head portion 307 from a material having a greater yield
strength than the material of the screw and/or the rod facili-
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tates a head portion 307 capable of holding its shape without
deformation during coupling of the rod and screw members.
In fact, selection of the material of the head portion 307 can
make the receiving portion 301 suitable for use with a wide
variety of rod materials. Certain materials suitable for use in
the head portion 307 are those having a yield strength of at
least about 450 MPa. In other instances, the yield strength
may be greater, such as at least about 500 MPa, or even at least
about 800 MPa. In accordance with a particular embodiment,
the head portion 307 includes a material having a yield
strength within a range between about 450 MPa and about
1400 MPa, and more particularly within a range between
about 1000 MPa and about 1400 MPa.

[0044] Additionally, the head portion 307 can be made of a
material having a greater stiffness than the material of the
screw 303. Such mechanical characteristics avoid deforma-
tion of the head portion 307 in the presence of excessive
loading on the anchor 300. In one embodiment, the head
portion 307 is made of a material having a stiffness (i.e.,
Modulus of Elasticity) of at least about 100 GPa. In certain
other instances, the stiffness of the material of the head por-
tion 307 can be greater, such as at least about 110 GPa, 125
GPa, 190 GPa, and particularly within a range between about
100 GPa and about 250 GPa.

[0045] In some embodiments, it is particularly desirable to
form the head portion 307 from a cobalt-containing metal.
For example, in one particular embodiment, the head portion
307 includes cobalt chromium molybdenum (CCM), such
that the entire head portion 307 is made entirely of CCM. Use
of such materials within the head portion 307, particularly
CCM, provides superior mechanical properties and improved
imaging properties over materials such as stainless steel.
Additionally, it has been observed that use of CCM, improves
the lifetime of the implant since it has lower galvanic corro-
sion potential when coupled with other metals.

[0046] FIG. 6 includes a cross-sectional view of a crown
configured to be engaged within an interior of the head por-
tion in accordance with an embodiment. As illustrated, the
crown 309 has a unique shape such that it can be disposed
between the screw head 305 and the rod and engaged with
both the screw head 305 and the rod when assembled. As
noted herein, the crown 309 is configured to be housed within
the interior of the head portion 307 of the receiving portion
301, and includes side surfaces 609 for engaging interior
surfaces of the head portion 307.

[0047] The crown 309 includes an opening 605 for engage-
ment of the screw head therein. As such, the opening 605 can
have a semi-hemispherical shape defined by surface 607 such
that it can directly contact and engage the screw head. Addi-
tionally, the crown 309 includes a saddle portion 601 config-
ured to engage a surface of the rod. Notably, the saddle
portion 601 includes a saddle surface 603 configured to
directly contact and engage a portion of the rod within the
interior of the head portion 307.

[0048] Like the head portion 307, the crown 309 can be
formed of a material that is different than the material of other
components, for example, the material of the screw 303 or the
head portion 307. For example, the crown 309 can include a
material that is different than a material of the screw 303, and
more particularly, the material of the crown 309 can be dif-
ferent than the material of the head portion 307. In fact, like
the head portion 307, the crown 309 can be made of a material
suitable for engaging a variety of rod types thereby facilitat-
ing greater flexibility in the surgeons choice of rod. As such,
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the crown 309 can be made of a material having a yield
strength that is less than the yield strength of the screw 303,
and more particularly the screw head 305. Such a crown 309
is conducive for deformation of either the crown 309 relative
to the screw head 305 and rod, which facilitates increased
surface contact between the rod, crown 309, and screw head
305, thus locking the components together relative to each
other. Some Suitable materials for the crown 309 comprise
metal and metal alloys including materials such as titanium,
steel, cobalt, chromium, cobalt chromium molybdenum and
alloys or combinations thereof. In certain embodiments, the
crown 309 is made entirely of cobalt chromium molybdenum.

[0049] In some alternative embodiments, the crown 309
can be made of a material having a yield strength and stiffness
that is between the yield strength and stiffness of the material
of the head portion 307 and the screw 303, such that it facili-
tates a load sharing design. For example, the crown 309 can be
made of a material having a yield strength and stiffness that is
less than the yield strength and stiffness of the head portion
307 and at least the same as and preferably greater than the
yield strength and stiffness of the screw 303. For example, the
crown 309 may be made of a titanium material having at least
the same yield strength and stiffness of the material of the
screw 303, but a yield strength and stiffness less than the yield
strength and stiffness of the material of the head portion 307.
Thus in situations of excess loading of the anchor, certain
components such as the screw 303 and the crown 309 are
more likely to undergo deformation before the head portion
307, thus improving the overall mechanical integrity and
extending the lifetime of the anchor 300 in situations of
excess loading.

[0050] FIG. 7 includes a side view of a set screw in accor-
dance with an embodiment. The set screw is configured to be
threaded and fastened within complementary threads of the
threaded portion 515 of head portion 307 after placing the rod
within the opening 313 of the head portion 307 to fixably
engage and secure the rod within the receiving portion 301 of
the anchor. As illustrated in FIG. 7, the set screw 700 includes
acap 703 for coupling of the set screw with a tool for insertion
of the set screw 700 within the head portion 307. Notably, the
set screw 700 can include a threaded portion 701 that includes
threads 702 and a tip 707 at a distal end configured to engage
a rod upon full and proper placement of the set screw 700
within the head portion 307. Additionally, the set screw can
include a bearing surface design at the distal end such that as
the set screw 700 is tightened it moves as a lower torque,
turning over the surface of the rod. In accordance with one
embodiment, the threaded portion 701 includes a Higby-style
truncation 709 of the initial thread 702 which facilitates easier
threading of the set screw 700 within the head portion 307.
The Higby-style truncation 709 is manufactured such that the
leading razor edge of the thread is removed.

[0051] The set screw 700 can further include a break off
region 705 located between the cap 703 and threaded portion
701. As will be appreciated, the break off region 705 facili-
tates separation of the cap 703 from the threaded portion 701
upon engaging the set screw 700 at a specified torque within
the head portion 307. As will be further appreciated in the
accompanying description, the rod and anchor system can
include a variety of set screw types depending on the select
rod type thus providing the surgeon with greater flexibility in
the implant design. Further description of this will be pre-
sented herein.
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[0052] Referring briefly again to FIG. 3, the anchor 300 can
include a ring 311 disposed within an anterior of the head
portion 307. The ring can be a split ring having a gap in the
circumference. In accordance with an embodiment, the ring
311 can be selected such that it is made of a material that is
different than a material of the screw 303. Notably, the ring
can be made of a metal or metal alloy comprising materials
such as titanium, cobalt, chromium, steel, cobalt chromium
molybdenum, and alloys or combinations thereof. In particu-
lar instances, the ring 311 can include a material having a
yield strength that is the same as or greater than the yield
strength of the material of the screw.

[0053] The following is directed to methods for using the
anchors to conduct a surgery and correction of spinal abnor-
malities. FIG. 8 includes a method for conducting a surgery
using anchors and rods in accordance with an embodiment.
The process is initiated at step 801 by implanting an anchor
300 into a bone, which can include threading the threaded
portion 306 of the screw 303 into the bone. As will be appre-
ciated, the anchors are particularly designed to be implanted
into the bone of the spine, for example, the pedicle.

[0054] Moreover, the implanting process can include an
imaging process, in which the placement of the screw is aided
by x-ray imaging for proper placement of the anchor in the
bone. Imaging processes are particularly useful in spinal sur-
geries where small dimensions separate bone and critical
anatomical features, such as the spinal cord. In particular, use
of the anchors having the materials described herein, notably
the combination of CCM and titanium, facilitates placement
of the screws via imaging, since such materials are readily
identifiable with imaging technologies.

[0055] After implanting the anchor into the bone at step
801, the process continues at step 803 by selecting a rod from
a group of rod types. Notably, such a selection process can be
based upon a diagnosis by a doctor of the condition of the
spine, an evaluation of criteria such as the age and size of the
patient, and the desired amount of correction, which can
dictate use of one rod type over another rod type. In particular,
rod types can refer to rods having different diameters as well
as rods made of different materials. For example, in accor-
dance with an embodiment, the rod and screw system dis-
closed herein includes two rod types with respect rod diam-
eter. For example, one rod type includes small diameter rod
type having diameters within the range between 4 mm and 5
mm. According to one particular embodiment, the small
diameter rod type has an average diameter of 4.75 mm. Such
rods may be particularly useful on children, adolescents, and
adults, and conditions where the rod and anchor system
requires less rigidity or an implant architecture having lesser
mechanical demands. Accordingly, the ability to change the
rod type interoperatively allows for greater flexibility in the
treatment options for a greater range of patients, without
concerns of needing to change any implanted anchors, since
the anchors are suitable for use with a variety of rod types.
[0056] In accordance with another embodiment, the rod
and anchor system herein includes large diameter rod types
which may be suitable for large adults or deformities requir-
ing stiffer rod architecture or even deformities requiring
greater correction. As such, the large diameter rod type can
have an average diameter within a range between about 5 mm
and 6.5 mm. In accordance with one particular embodiment,
the large diameter rod type has an average diameter of
approximately 5.5 mm, approximately 6.1 mm, or approxi-
mately 6.3 mm.
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[0057] Inaddition to selection of rod type based upon aver-
age diameter of the rods, a surgeon may also select a rod type
based upon the material. Certain spinal conditions may dic-
tate use of one material over another. For example, certain
conditions may dictate a greater correction of the spinal
abnormality, such as extreme spinal curvatures, and thus a
stiff rod material may be more suitable. Other spinal condi-
tions may dictate a less rigid rod and anchor design, for
example in instances of slight abnormalities where the sur-
geon may wish to stabilize the spine while avoiding stress
shielding effects.

[0058] As such, in accordance with one embodiment, the
rod and anchor system herein includes a variety of rod types
made from different materials including for example, metals,
metal alloys, ceramic materials, plastic materials (e.g.,
including reinforced materials), and a combination thereof. In
particular, such suitable metal materials can include titanium,
cobalt, chromium, iron (e.g., steel), cobalt chromium molyb-
denum, and alloys and combinations thereof. Suitable poly-
mer materials can include polyether materials including poly-
etherketone  (PEK), polyetheretherketone  (PEEK),
polyetherketoneketone ~ (PEKK),  polyaryletherketone
(PAEK). According to one particular embodiment, the rod
material includes PEEK, and more particularly may include a
form of reinforced PEEK, using carbon-containing reinforc-
ing members or other ceramic materials (e.g., oxides, car-
bides, borides, and nitrides) as reinforcing members.

[0059] Moreover, certain rod types can include rod sub-
types based upon the processing conditions of the material,
such that for a given rod type, different mechanical properties
ofthe rod can exist based upon the processing conditions used
to form the rod. For example, a metal rod type (e.g., titanium
alloy) may include multiple subtypes based upon the process-
ing conditions of the material of the rod that can impart
different mechanical characteristics. Certain rod subtypes
can include rods formed from a multiple annealing process,
single annealing process, or hot working or warm working
process. Hot working and warm working processes are rudi-
mentary shaping processes used to give a material an initial
strength. Further processes such as annealing processes can
remove residual stresses within the material and change the
mechanical characteristics such as yield strength. For
example, metal rods of the multiple annealing subtype can
have a lower yield strength as compared to rods formed from
a single annealing process, while rods formed with higher
carbon and nitrogen contents have greater yield strength as
compared to rods formed according to a lower carbon and
nitrogen content material. Accordingly, within each of the rod
types that differ based upon material, there may be a plurality
of subtypes, wherein each subtype has different mechanical
characteristics (e.g., yield strength) based upon different
manufacturing processes. As will be appreciated, this pro-
vides a surgeon with greater flexibility in the selection of the
rod material and thus greater flexibility in the implant design.
[0060] In particular instances, certain components of the
screw 300 can include the same material, that is for example,
the head portion 307 and the threaded portion 306 can include
a same material, for example each can be made of pure tita-
nium. However, the head portion 307 can be manufactured in
a different manner such that it is of different subtype, and can
have a greater yield strength than the pure titanium material of
the threaded portion 306. It will be appreciated that such
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differences in subtypes of materials based on differences in
manufacturing can be applied to other components of the
screw 300.

[0061] After selecting a rod from a group of rod types, at
step 803, the process can continue at step 805 by coupling the
select rod with the receiving portion of the anchor. As will be
appreciated, this can include placing a portion of the rod
within the opening 313 of the head portion 307.

[0062] After coupling the rod with the receiving portion at
step 807, the process can continue at step 806 by selecting a
set screw from a group of set screw types based upon a
material of the rod. Like the rod types, the set screw types can
use different materials. Accordingly, selection of an appro-
priate set screw type can be based upon the material of the rod,
such that the set screw can be matched to the rod. Matching of
the set screw type with the rod type does not necessarily mean
exact matching of both of the materials. Rather, matching
includes selection of a set screw suitable for coupling the rod
with the anchor without significant deformation or fatigue to
the rod material or the receiving portion components of the
anchor. In accordance with an embodiment, matching
includes selecting a set screw based upon the yield strength
and/or stiffness of the material of the set screw and the yield
strength and/or stiffness of the material of the rod. For
example, a set screw can be selected such that it is made of a
material having a yield strength within about 800 MPa of the
yield strength of the rod material. In other instances, this
difference in yield strength and may be less, such that differ-
ence between the yield strength and of the set screw material
and rod material is not greater than about 600 MPa, about 400
MPa, or even not greater than about 200 MPa. Certain
embodiments utilize matching of materials such that the dif-
ference in yield strength is within a range between about 50
MPaand about 800 MPa, and more particularly within a range
between about 50 MPa and about 400 MPa.

[0063] For example, in one particular embodiment, the rod
can be made of CCM, while the set screw is selected such that
it matched to the rod material and as such can include a
material such as titanium. In such embodiments, depending
upon the processing of the materials of the components (i.e.,
the subtype) the yield strengths of the materials of the set
screw and the rod are within 800 MPa of each other. Notably,
the set screw material is typically selected such that it is made
of'a material having a lesser yield strength than that of the rod
such that upon excess loading, the set screw can deform
around the rod, thus increasing the surface area contact
between the set screw and the rod, while also avoiding per-
manent deformation of the rod material.

[0064] In instances where a difference does exist between
the yield strength and/or stiffness of the material of the set
screw and the rod, it may be particularly suitable that the yield
strength and/or stiffness of the set screw is greater than that of
the rod. For example, if a surgeon selected a titanium alloy
rod, for example Ti6Al4V, the surgeon may select a set screw
made of the same titanium alloy. Such a selection may be
particularly suitable in shorter cases where little or no defor-
mation between the components can be tolerated. Still, how-
ever, in certain other instances, such as instances of longer
and greater deformity wherein the rod extends along a greater
length of the spine, a set screw made of cobalt chromium
molybdenum (CCM) may be selected. Such a set screw has a
greater yield strength and/or stiffness than the titanium alloy
rod and may ensure proper rigid engagement between the
anchor and rod. As such, based on the surgeons selection of
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rod type and rod subtype, a set screw of different material
maybe used to provide the best connection between the
anchor, rod, and set screw.

[0065] After selecting a set screw from a group of set screw
types at step 807, the process continues by fastening the set
screw within the receiving portion to secure the rod and the
receiving portion to each other. As will be appreciated, such a
process in the context of break off set screws can include
fastening the set screw into place until it engages a portion of
the rod and the cap of the set screw is broken off.

[0066] FIG.9 includes an alternative method of correcting
a spinal abnormality using a rod and anchor system. The steps
901, 903, and 905 are the same as those previously presented
in FIG. 8 in corresponding steps 801, 803 and 805. At step
907, however, the method differs since the surgeon does not
select a set screw from a group of set screw types. Rather, a
torque limit of a tool designed to engage the set screw is set at
a particular torque limit based upon a material of the rod
selected. Notably, in this embodiment, the rod and anchor
system may not necessarily provide the surgeon with a selec-
tion of different set screw types, and instead, this particular
rod and anchor system can include a single type of set screw.
In such embodiments, it may be suitable that the set of set
screws are made of a material that is different than that of the
screw 303. In more particular instances, it may be suitable
that the set screw is made of a metal or metal alloy having a
suitably high yield strength and stiffness. According to one
embodiment, the rod and anchor system includes a set screw
made entirely of CCM, stainless steel, or a titanium alloy.
[0067] After setting the torque limit on the tool, the process
continues at step 909 by fastening the set screw within the
receiving portion of the anchor to secure the rod and receiving
portion to each other. Notably, the set screw is tightened at the
set torque limit of the tool that was previously selected based
upon the rod material. Upon reaching the set torque limit, the
torque limiting handle will no longer be able to apply a
torsional force to the set screw, and thus the set screw will be
set at the predetermined set toque limit. Thus a single type of
set screw can be used to fasten a PEEK rod, a titanium rod, or
CCM rod. For example, in such instances where the surgeon
wishes to fasten a PEEK rod, the torque limit may be set
particularly low to avoid over-stressing and mechanical fail-
ure of the PEEK rod by the rigid metal set screw. In other
instances, such as those wherein a stainless steel rod is
coupled to the anchor, the torque limit of the tool can be set to
a higher torque than that used to couple the PEEK rod, since
the stainless steel material has a greater rigidity and is less
likely to fatigue or fail under greater loading by the set screw.
[0068] Inaccordance with aparticular embodiment, the rod
and anchor system described herein can include a chart, suit-
able for indicating the desired torque limit for setting of the
set screw based on rod types and rod subtypes. As will be
appreciated, in the instances that the rod and anchor system
includes a plurality of set screw types, the process of selecting
a set screw type may also use a chart. The chart can be used as
a reference to aid matching of the set screw types with the
various rod types and rod subtypes. A combination of the
above systems can be used, such that a variety of set screw
types are provided and combined with a tool capable of hav-
ing torque limit settings. In such instances, a chart can be
provided that includes matching of a set screw type based on
a rod type and rod subtype as well as the select torque limit
range of the tool for proper setting of the set screw.
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[0069] The foregoing has described a rod and anchor sys-
tem having a combination of features distinguished over con-
ventional rod and anchor systems. Notably, the rod and
anchor system includes an anchor having a receiving portion
and screw that include different components and such com-
ponents intentionally incorporate different materials such
that the anchor is universally coupleable with a variety of rod
types without being susceptible to deformation while also
having improved imaging quality. Additionally, the anchors
disclosed herein have smaller receiving portions, thereby
reducing the irritation by the anchor to surrounding bone and
tissue. Moreover, the anchors herein use a combination of
materials having lower galvanic corrosion potential com-
pared to stainless steel, thereby extending the lifespan of the
implant.

[0070] The rod and anchor system described herein use a
single anchor type coupleable with a variety of rod types and
rod subtypes providing the surgeon with greater versatility
interoperatively. This versatility is further improved by the
use of a plurality of set screw types, or alternatively a single
set screw type coupleable with the anchor and rod at a select
torque limit.

[0071] The above-disclosed subject matter is to be consid-
ered illustrative, and not restrictive, and the appended claims
are intended to cover all such modifications, enhancements,
and other embodiments, which fall within the true scope of
the present invention. Thus, to the maximum extent allowed
by law, the scope of the present invention is to be determined
by the broadest permissible interpretation of the following
claims and their equivalents, and shall not be restricted or
limited by the foregoing detailed description.

What is claimed is:

1. A method of comprising:

implanting an anchor into a bone, wherein the anchor com-

prises a receiving portion and a screw, the screw com-
prising a screw head contained within the receiving por-
tion and pivotally engageable with a surface of the
receiving portion, and wherein the receiving portion
comprises a material having a greater yield strength than
a material of the screw;

selecting a rod from a group of rod types; and

coupling the rod with the receiving portion.

2. The method of claim 1, wherein the receiving portion
comprises a material having a yield strength of at least about
450 MPa.

3. The method of claim 1, wherein the receiving portion
comprises a head portion, wherein the head portion comprises
a material having a greater yield strength than the material of
the screw.

4. The method of claim 1, wherein the head portion com-
prises amaterial having a greater stiffness than the material of
the screw.

5. The method of claim 4, wherein the stiffness is at least
about 100 GPa.

6. A method comprising:

implanting an anchor into a bone, wherein the anchor com-

prises a receiving portion and a screw, the screw com-
prising a screw head contained within the receiving por-
tion and pivotally engageable with a surface of the
receiving portion, and wherein the receiving portion and
the screw comprise a different material;
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selecting a rod from a group of rod types; and
coupling the rod with the receiving portion.

7. The method of claim 6, wherein the receiving portion
and the screw comprise a different material based on an
elemental weight percent difference of at least about 5 weight
percent, wherein the elemental weight percent difference is
the absolute value of the total difference in weight content of
each element contained in the screw relative to the weight
content of each element contained in the receiving portion.

8. The method of claim 7, wherein the receiving portion
comprises a head portion and the head portion and the screw
comprise the different material based on a total difference in
the elemental weight percent of the material of the screw
relative to the material of a head portion within the receiving
portion.

9. The method of claim 6, wherein the receiving portion
comprises a head portion having a U-shape and configured to
receive the screw head therein, the head portion comprising a
different material than a material of the screw.

10. The method of claim 9, wherein the head portion com-
prises a material having a yield strength greater than a yield
strength of a material of the rod.

11. The method of claim 9, wherein the head portion com-
prises a material having a yield strength greater than a yield
strength of the material of the screw.

12. The method of claim 9, wherein the head portion com-
prises cobalt chromium molybdenum (CCM).

13. The method of claim 12, wherein the head portion is
made entirely of CCM.

14. The method of claim 9, wherein the receiving portion
comprises a crown configured to be contained within the head
portion and coupled to the screw head and the rod.

15. The method of claim 14, wherein the crown comprises
a material different than a material of the head portion.

16. The method of claim 6, further comprising:

selecting a set screw from a group of set screw type con-

sisting of set screws made of different materials; and
fastening the set screw within the receiving portion to
secure the rod and the receiving portion to each other.

17. The method of claim 16, wherein each of the set screw
types can be made of a material selected from the group of
materials consisting of titanium, cobalt, chromium, steel, and
cobalt chromium molybdenum.

18. The method of claim 6, further comprising:

placing a set screw within the receiving portion;

setting a torque limit on a tool for engaging the set screw

based upon a material of the rod; and

fastening the set screw within the receiving portion to

secure the rod and the receiving portion to each other,
wherein the set screw is tightened at the set torque limit
of the tool.

19. A method comprising:

implanting an anchor into a bone, wherein the anchor com-

prises a screw coupled to a receiving portion;

selecting a rod from a group of rod types;

coupling the rod within the receiving portion;

selecting a set screw from a group of set screw types based

on a material of the rod, wherein each set screw type is
made of a different material; and
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8
fastening the set screw within the receiving portion tose- based upon the yield strength of a material of the set screw and
cure the rod and receiving portion to each other. the yield strength of the material of the rod.
20. The method of claim 19, wherein selecting a set screw
includes matching a set screw type to the material of the rod L
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