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Floor covering, consisting of floor panels (1) based on a 
fiber-like material bound by a binding agent, more particu 
larly MDF or HDF, which, at least at their edges, are 
connected to each other by means of a connection, more 
particularly a tongue-and-groove connection (2-3) which 
connection consists of coupling parts which are made in one 
piece with the floor panels and is shaped in Such a manner 
that the floor panels (1) are locked glue-free in the direction 
parallel to the plane of the floor covering and transverse to 
the connection, as well as in a direction perpendicular to this 
plane, characterized in that, at least at the location where the 
floor panels (1) cooperate with each other, a sliding agent 
(12-12A) is provided at least on one of the floor panels (1). 
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FLOOR PANEL FOR FLOOR COVERING 
AND METHOD FOR MAKING THE FLOOR 

PANEL 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 

This invention relates to a floor panel for use in making 
floor coverings, as well as a method for making the floor 
panel. 

2. Related Art 
More particularly, the invention relates to a floor panel 

which, at least at its edges, includes tongue-and-groove 
connection parts, which are made in one piece with the floor 
panel and shaped in Such a manner that when coupled 
together along mutual edges by the tongue and groove 
coupling parts the floor panels are locked glue-free in a 
direction parallel to the plane of the panels and transverse to 
the edge connection, as well as in a direction perpendicular 
to this plane. Such floor covering panels are described in 
U.S. Pat. No. 6,006,486. 
The floor panels can be joined together very fast by means 

of clicking and/or turning and are connected firmly without 
the necessity of using glue. It is also possible to disconnect 
these floor panels, after which they can be used again at 
another location. 
When the floor covering is stepped on, it may occur that 

two adjacent panels undergo a minimal bending and, thus, 
carry out a movement in respect to each other. This move 
ment is not unusual, as the floor panels are normally 
installed over an insulating and Somewhat resilient underlay 
material. 

This movement between the floor panels may result in a 
creaking noise, due to the friction which is created at the 
Surfaces which are in contact with each other, because the 
coupling has locking Surfaces associated with the tongue and 
groove parts between two panels which extend in a direction 
other than the horizontal direction (parallel to the principal 
plane of the panels). 

It was noted that this phenomenon occurs with floor 
panels which are made of a material having a glued fibre-like 
wood based material, more particularly MDF or HDF. 

In spite of the fact that by the use of tongue-and-groove 
connections made from MDF or HDF a rather Smooth 
Surface is obtained, as a result of which the aforementioned 
clicking and/or turning into each other takes place in a 
particularly easy manner, over the long term wear and tear 
may result from the mutual movement of the floor panels, as 
a result of which the trouble-free fitting of the floor panels 
can be influenced disadvantageously. 

This invention in first instance has as an objective a floor 
covering panel in which the aforementioned and other 
disadvantages are avoided and, when being Stepped upon, 
the creaking between the floor panels is avoided whereas 
over the long term the wear and tear of the tongue-and 
groove connection also is limited. 

According to the invention, this object is achieved in that 
a non-metallic sliding agent is applied on at least one of the 
panels at least at the location where the floor panels coop 
erate with each other, generally at the tongue-and-groove 
connection. The sliding agent is applied in the factory, for 
example, Subsequent to the fabrication of the floor panels. 
Due to the presence of this sliding agent, the floor panels, 

with the coupling parts of their tongue-and-groove 
connected, can Slide over each other without thereby creat 
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2 
ing a perceptible Sound. Due to the presence of the sliding 
agent, the friction, moreover, is reduced, as a result of which 
there is leSS wear and tear. If the Sliding agent is provided at 
well-defined locations, this, as will be explained hereafter, 
also results in the floor panels being more easily joined, as 
the Sliding agent reduces resistance during joining. 

Preferably, a sliding agent is applied in the form of a layer 
which lies at least partially on top of the Surface of one or 
both edges involved. By working with a layer on top of the 
Surface, a good lubricating and sliding function is obtained. 

According to a first possibility, the Sliding agent is applied 
Substantially over the entire Surface of the edge of at least 
one of the floor panels. 

According to a Second embodiment, however, the Sliding 
agent is applied in the form of one or more local Strips 
extending in the longitudinal direction at the tongue-and 
groove connection. Due to the provision of the Sliding agent 
in the form of Strips, it can easily be applied in a continuous 
process. Moreover, by applying Such a Strip locally, it is 
possible to avoid, due to the deformation of the sliding 
agent, that the latter is pushed beyond the tongue-and 
groove connection, as a result of which a Soiling at the upper 
side of the floor covering is avoided. Moreover, by local 
application in the form of a Strip, the Sliding agent can be 
applied efficiently at the location where it is desired, as a 
result of which the applied quantity can be kept limited. 
The local application has also as an advantage that the 

Strip may consist of a relatively thick layer of this sliding 
agent without creating any disadvantage. 
More particularly, it is preferred that precisely one Strip is 

applied. 
Each respective Strip in original, undeformed condition 

preferably has a maximum width of 4 mm. 
The Strip does not have to be continuous and may, for 

example, also consist of a Succession of line portions, dots, 
and So on. 

Preferably, the sliding agent is kept away from the upper 
edge of the floor panel, with the advantage that the sliding 
agent, when deformed, can not appear at the upper Side of 
the floor covering. In first instance, this is of importance 
when a Strip of Some thickness is applied. 

Specifically, it is preferred that between the upper edge 
and the Strip of Sliding agent that has been applied on a top 
area which is situated closest to the upper edge when Seen 
along the contour of the Surface, a receiving Space is 
provided, as a result of which possible Surplus sliding agent 
which is pressed aside can be taken up, So that the sliding 
agent cannot move up to the upper Side. Such an interme 
diate receiving Space may also be provided in the direction 
towards the lower edge. 
AS already becomes clear from the foregoing, preferably 

a deformable material is applied as a sliding agent. 
More particularly, this sliding agent preferably is plasti 

cally deformable and, for example, meltable, but Sets at 
room temperature, Such that, during the manufacturing of 
the floor panels, it may be sprayed or be applied by means 
of a Supply nozzle, in liquid form. 

Suitable Sliding agents are, amongst others, wax, in 
particular, paraffin. 

It is noted that impregnating a tongue-and-groove of floor 
panels with paraffin is known but that this is performed to 
render the tongue-and-groove connection more resistive 
against the penetration of water. Hereby, the paraffin is 
applied over the entire Surface of the tongue-and-groove and 
this in Such a way that the paraffin completely penetrates into 
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the Surface. As a result thereof, this paraffin can not remedy 
the aforementioned problems arising with a tongue-and 
groove connection engaged under a certain tension. 

According to the invention, the Sliding agent, more 
particularly, the paraffin, is applied in Such a manner that a 
lubricating and/or sliding effect and, even better, a lubricat 
ing film is obtained. The necessary quantity of sliding agent 
depends on the material of the floor panels, the shape of the 
coupling and, eventually, when there is a tension between 
the floor parts, the value of this tension. This necessary 
quantity can be determined by tests. 

In the case of a layer "lying on top', the thickness with 
which the Sliding agent is provided, preferably is at least 
Such that, at least with a glossy-looking Sliding agent, a 
glossy Surface remains visible after the application. More 
particularly, it is preferred that the layer of Sliding agent in 
Such case has an average thickness in the order of magnitude 
of 0.05 mm or more, although Smaller thicknesses in prin 
ciple are not excluded. 

According to the invention, the tongue and/or groove can 
also be treated with a Surface treatment product for Sealing 
and/or hardening the Surface, in which case the sliding agent 
is applied on top of this product, as a result of which the 
additional advantage is obtained that the Sliding agent will 
not penetrate into the floor panels until after a certain period 
of time. 

According to a particular embodiment of the invention, 
the Surface of the edge of the floor panel is treated at least 
partially, but preferably entirely with a liquid mixture of at 
least one Sealing agent and one sliding agent. By means of 
this treatment method which is performed in the factory, in 
one treatment a Seal against humidity penetration, as well as 
a lubrication effect is obtained simultaneously. Such mixture 
has as a result that, after the application thereof on the milled 
tongue-and-groove profile, the Sealing agent is absorbed in 
the material of the floor panel and fills the pores thereof, 
whereas the Sliding agent remains at the Surface. In this case, 
the Sealing agent preferably is made of polyurethane, and the 
Sliding agent of a wax, an oil or an oil-like Substance. 

The application of the mixture may take place in any 
manner, for example, by atomization, Spraying, application 
by means of Small rollers, etc. 
More particularly the above-Said Sealing agent may be 

combined with the use of a Strip of Sliding agent applied on 
top, whereby then, at the location of this Strip, a relatively 
thick layer of Sliding agent is present, whereas a Smaller 
quantity is present on the rest of the Surface. 

The tongue and the groove of the tongue-and-groove 
connection preferably have Such a form that, in coupled 
position, they exert a certain tensioning force upon each 
other, in a preferred form of embodiment a tensioning force 
by means of which the mutually coupled floor panels are 
forced towards each other, in which case the Strip of Sliding 
agent is at least present on one or more portions of the 
contact Surfaces of the tongue and/or the groove where this 
tensioning force is exerted or reacted. It is in fact at these 
portions where the largest friction occurs and the risk is 
greatest that an undesired noise will be created when the 
floor covering is Stepped on. 

According to a particular form of embodiment, the floor 
covering includes a tongue-and-groove connection compris 
ing one or more portions which bend elastically when being 
joined together and taken apart, respectively, as certain 
portions of the coupling parts during joining and taking apart 
are forced over each other with a certain force. The afore 
mentioned sliding agent at least is provided at the location 

4 
of one or more of the portions which have to be forced over 
each other with a certain force. As a result thereof, the 
Sliding agent also forms a lubricating agent, whereby fraying 
of the HDF or MDF is excluded, even if the floor panels are 

5 joined and taken apart repeatedly. 
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Moreover, in this case the sliding agent facilitates the 
mutual joining, by turning or clicking in, of the tongue and 
groove of a tongue-and-groove connection between two 
adjacent floor panels. 
A portion of the floor panels defining the groove may be 

an elastically bendable lip, and the shape of the tongue and 
groove may be Such that the tongue only fits into the groove 
by bending this lip and the Sliding agent is applied on this lip 
or on the portion of the tongue opposite thereof. 
The locking can be performed by a protrusion on the 

tongue and a receSS in the wall of the groove. The sliding 
agent then preferably will be applied on this protrusion. 
According to a particular embodiment, the risk for creat 

ing creaking Sounds can also be avoided, or at least 
minimized, by using an elastic coating instead of a sliding 
agent. To this aim, an elastic coating is applied at least on 
one of the floor panels, at least at the location where the floor 
panels cooperate with each other, which coating, during a 
mutual shifting between the cooperating portions of the 
actual floor panels, enables local deformation in the material 
of the coating, as a result of which the risk of shifting at the 
contact Surface between the coatings themselves, or between 
the coating and the Surface of the other floor panel, is 
avoided or at least resisted and minimized. 

This invention thus relates to a floor panel for a floor 
covering according to any of the preceding embodiments 
which is characterized in that it is provided by the factory on 
at least at one of its edges with a sliding agent or an elastic 
coating, as described above, as well as in the description 
below. 

DESCRIPTION OF THE DRAWINGS 

With the intention of better showing the characteristics of 
the invention, hereafter, as examples without any limitative 
character, Several preferred forms of embodiment are 
described, with reference to the accompanying drawings, 
wherein: 

FIG. 1 represents a view in perspective of a floor panel 
according to the invention; 

FIG. 2 represents a cross-section according to line II-II 
in FIG. 1, drawn at a larger Scale, 

FIG. 3, at an even larger Scale, represents the part which 
is indicated by F3 in FIG. 2; 

FIGS. 4 and 5 in cross-section represent two floor panels 
according to the invention, during the mutual coupling and 
locking in respect to each other; 

FIG. 6 in cross-section represents the two floor panels 
after having been coupled to each other; 

FIG. 7 in cross-section shows another embodiment of the 
invention; 

FIG. 8 Schematically represents an enlargement of the 
portion indicated by F8 in FIG. 7; 

FIG. 9 represents another embodiment of the invention; 
FIG. 10 represents a portion of another embodiment. 

DETAILED DESCRIPTION 

The floor panel according to the invention comprises a 
hard floor panel 1, as represented in FIGS. 1 to 3, which are 
mutually coupled with other ones of the panel in a glueleSS 
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fashion by means of a tongue-and-groove connection, con 
Sisting of a tongue part 2 and a groove part 3 of a desired 
shape. 

The represented floor panel 1 is a laminate panel and 
comprises a hard core 4 made of MDF sheet, HDF sheet, or 
Similar, a layer 5 at the stepping (upper) side, and a layer 6 
at the rear (bottom) side. 
The layer 5 may be multi-layered and comprises, for 

example, a decorative layer with a protective transparent 
resin layer thereupon. The layer 6 may consist of a paper 
layer impregnated with resin or Such. 

This floor panel 1 is rectangular, but may also have other 
shapes. This floor panel 1 has a tongue part 2 at one 
longitudinal edge over its entire length, whereas its opposite 
longitudinal edge has a groove part 3 over its entire length. 

In an analogous manner, Such tongue part 2 preferably is 
also present at one perpendicular edge, whereas the opposite 
perpendicular edge is provided with Such a groove part 3. 

In cross-section, the tongue 2 and groove 3 have Such a 
form that a tongue 2 of a floor panel 1 can be brought by 
turning or clicking (Snapping) into a groove 3 of a similar 
Second floor panel 1 and that after coupling a locking is 
obtained, in the direction parallel to the plane of the floor 
covering, transverse to the tongue-and-groove connection 
2-3, as well as in the direction which is perpendicular to this 
plane and, thus, Vertical, whereby the coupling parts of the 
tongue-and-groove connection 2-3, in otherwords, the 
tongue 2 and the groove 3 in coupled position, preferably 
exert a tensioning force upon each other, as a result of which 
the coupled floor panels 1 are forced towards each other. 

In the example represented in FIGS. 1 to 3, this is 
achieved in that each floor panel 1, at the Side of the groove 
3, comprises an elastically bendable lip 7 in which a receSS 
8 is provided over the entire length, and the tongue 2 has at 
its underside a protrusion 9 over its entire length. 

This protrusion 9 is placed at Such a location and has Such 
a shape that, when the tongue 2 of a floor panel 1 is provided 
in a groove 3 of an identical floor panel 1 coupled thereto, 
the side of the recess 8 in this groove 3 directed to the center 
of the first floor panel 1 with an inclined surface 10 comes 
into contact with an inclined contact Surface 11 of the side 
of the protrusion 9 of this tongue 2 directed to the center of 
the first-mentioned floor panel 1. 

The contact Surfaces 10 and 11 which are inclined relative 
to the Stepping Side and the rear Side of the floor panels 1 fit 
against each other with a certain tensioning force because 
the elastically bendable lip 7 bordering the last-mentioned 
groove 3, in coupled position of two floor panels 1, is bent 
in an extremely Small order, for example, over Several 
hundreds to tenths of a millimeter, and therefore provides for 
a compressing force in the Vertical direction. 

It is noted that the form of the tongue-and-groove con 
nection 2-3 hereby is such that the tensioning force which 
forces the floor panels 1 towards each other, Substantially 
exerts a pressure only at two places, namely by means of a 
line contact at the location of the upper edge where the 
decorative layer is situated, and, a band-shaped contact, 
formed at the contact Surfaces 10 and 11. 

Due to this recess 8 and this protrusion 9 and furthermore 
the conventional engagement of the tongue 2 in the groove 
3, the floor panels 1 are locked in a direction parallel to the 
aforementioned Sides of the floor panels 1 as well as in a 
direction vertical thereto. 

The two lateral edges of the core 4, and, therefore, the 
tongue 2 as well as the groove 3, preferably are impregnated 
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6 
with a Surface treatment product, for example, with poly 
urethane. This possible impregnation, however, is not shown 
in FIGS. 2 to 6. 

A feature of the invention is that at the edges of the floor 
panel 1, at the tongue 2 and/or the groove 3, a sliding agent 
12 is provided. 

According to the embodiment represented in FIGS. 1 to 6, 
on at least at one of two contact Surfaces 10 and 11, in this 
case, on the contact Surface 11 of the tongue 2, a Strip of 
Sliding agent 12 is provided. 
The Strip of Sliding agent 11 is kneadable or plastically 

deformable, and the sliding agent therefore at room tem 
perature is in Solid form. It can be meltable Such that it may 
be sprayed after heating and can be sprayed onto the tongue 
2 by means of a Spray nozzle, as represented in FIG. 2, or 
by means of a needle-shaped nozzle or in any other manner. 

Suitable Sliding agents are, as already mentioned, mineral 
or Synthetic wax, Such as paraffin. Paraffin is easy to melt 
(between 55 and 80°C., depending on the composition), but 
also sets very rapidly at room temperature after Spraying. It 
can be sprayed by means of Spraying devices and/or appli 
cation nozzles available on the market. Moreover, it is an 
environmentally acceptable product. 

In fact, the Sliding agent 12 is provided over the tip of the 
protrusion 9 with a tangible thickness, in Such a manner that 
the Strip of Sliding agent 12 extends at opposite Sides of this 
tip, as represented clearly in FIGS. 2 and 3. The strip of 
Sliding agent 12 does not only cover the contact Surface 11 
at one Side of the tip, but also a portion of the Surface at the 
other side of the tip. 

Bringing a tongue 2 into a groove 3 in order to couple two 
adjacent floor panels 1 to each other and lock them as well 
in Vertical as in horizontal direction may take place by 
having one floor panel 1 undergo a downward pivoting 
movement during this mounting, as represented in FIG. 4, or 
by clicking them into each other by a Sidewards shifting 
movement, as represented in FIG. 5. 

After two floor panels 1 have been coupled to each other 
with their longitudinal edges, the transverse edges of those 
floor panels 1 can be coupled to the other, for example, by 
clicking-in. 

In both cases, but in the first place in the Second case, the 
lip 7 temporarily is somewhat bent, and the tip of the 
protrusion 9, which is covered with the Strip of Sliding agent 
12, has to push away a portion of the lip 7 with a certain 
force. 

It is clear that the Sliding agent 12 on this tip facilitates 
this by reducing the friction. 
When the tongue 2 is completely engaged in the groove 

3, as represented in FIG. 6, a thin layer of Sliding agent 12 
will be present between the two contact layers 10 and 11, and 
a possible Surplus of Sliding agent 12 will have been pushed 
away, on one hand, into the Small receiving Space 13 which 
remains at the Side of the tip situated opposite to the contact 
surfaces 10 and 11, between the tongue 2 and the lowermost 
wall of the groove 3, and, on the other hand, into the 
receiving space 14 between the end of the lip 7 of one floor 
panel 1 and the portion of the other floor panel 1 situated 
below the tongue 2. 

In an extreme case, when, however, a Surplus of Sliding 
agent 12 has been applied, not only the receiving Space 13, 
but also the receiving spaces 15 and 16 will provide for that 
the Surplus sliding agent 12 is to be collected therein, in Such 
a manner that this sliding agent 12 never will appear at the 
upper Side of the floor covering. 
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When a floor covering consisting of the floor panels 1 
described heretofore is Stepped on, those floor panels 1, in 
the first place if they are placed upon a Somewhat resilient 
underlay, may perform a minor hinge-like movement in 
respect to each other without, however, creating a gap. 
AS a result of the fact that a sliding agent 12 is present on 

the aforementioned tip and between the contact surfaces 10 
and 12, the aforementioned hinge-like movement will cause 
a minimum friction between the contact Surfaces 10 and 11 
Such that, even after a long period of time, wear and tear will 
be very limited and no play will be created between tongue 
2 and its groove 3. There will also be no Sound or creaking 
to be heard during this hinge-like movement. 

The invention is in no way limited to the form of 
embodiment described heretofore and represented in the 
figures, on the contrary may Such floor covering and Such 
floor panel be produced in various ways without departure 
from the Scope of the invention. 

So, the Sliding agent 12 may also be placed in the receSS 
8 instead of at the tip of the protrusion 9. In this case, too, 
the last-mentioned advantages are obtained. Sliding agent 12 
may also be provided on the aforementioned tip as well as 
in the aforementioned recess 8. 

The tongue 2 and the groove 3 may, of course, have 
another profile than described heretofore and represented in 
the figures. The invention will be particularly advantageous 
in those cases whereby the tongue 2 and the groove 3 allow 
for a glue-free coupling without play, with a locking in the 
plane of the floor covering as well as in a direction perpen 
dicular thereto, whereby, thus, portions of the tongue 2 are 
pressed with a tensioning force against portions of the wall 
of the groove 3. 

It is clear that, by means of an appropriate dosage, the 
Sliding agent may also be applied over a larger portion of the 
Surface. 
Of course, the use of the Sliding agent 12 does not 

necessarily have to be combined with the use of a Surface 
treatment product. 

In FIG. 7, the form of embodiment already mentioned in 
the introduction is represented Schematically, whereby the 
tongue 2 and the groove 3 are treated by means of a mixture 
of Sealing agent and sliding agent, as a result of which a 
layer of Sealing agent 17 and a layer of Sliding agent 12A 
have been formed, whereby the layer of sealing agent 17, for 
example, polyurethane, Substantially is situated within the 
material of the floor panel 1, whereas the sliding agent 12A, 
for example, wax, oil or a paraffin, has remained on the outer 
Surface. The Set Sealing agent 17 prevents the absorption of 
the sliding agent 12A, as a result of which this latter remains 
active. Preferably, the wax consists of a Viscous compound 
based on Silicone, more particularly polysiloxane 
copolymer. A Small quantity of even less than 1% in respect 
to the entire mixture may already Suffice. 

FIG. 8 shows a schematic enlargement. 
Although the use of a mixture offers the advantage that 

only one treatment is required for the application, it is clear 
that the invention also relates to embodiments whereby the 
Sealing agent 17 and the sliding agent 12A are applied on the 
edge Successively. 

It is also clear that the mixture may also be applied in the 
shape of a Strip. 

FIG. 9 shows a further variant whereby the technique 
which is applied in FIG. 7 is combined further with a local 
Strip of sliding agent 12. 

FIG. 10 shows an enlargement from a variant whereby at 
the location where the floor panels 1 cooperate with each 
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other, in this case, on the contact Surfaces 10A and 11A, an 
elastic coating 18, 19 respectively, is provided which allows 
for a deformation within its thickness when a mutual shifting 
occurs between the actual floor panels 1, in Such a manner 
that there will be no shifting at the location of the contact 
surface 20 of the coatings 18 and 19. 

In FIG. 10, the aforementioned deformation is represented 
Schematically in respect to the material portions 21 and 22. 
When, as the floor covering is Stepped on, a shifting V of the 
contact Surface 11A in respect to the Surface 10A takes place, 
the material portions 21 and 22 at the contact Surface 20, So 
to speak, adhere to each other and are deformed within the 
thickness to the indicated material portions 21A and 22A. AS 
a result thereof, there will be no shifting of elastic coating 
materials over each other, but only a deformation within 
their thickness, as a result of which creaking Sounds are 
excluded, at least, however, with a minor deformation. 

It is clear that the Sliding agent 12-12A and/or the 
coatings 18-19, in the case that the floor panels 1 are 
provided with coupling parts at four sides, can be applied 
either exclusively along one or both of the longitudinal 
edges, or along one or both of the longitudinal edges as well 
as along one or two of the short edges. 
Although the invention proves its usefulness in first 

instance in Such embodiments in which the coupling parts of 
the tongue-and-groove connection exert a tensioning force 
upon each other, it is clear that it can also be applied in 
embodiments in which this tensioning force is not present. 
What is claimed is: 
1. A flooring panel comprising a laminated panel having 

an MDF/HDF core material and a decorative top surface 
layer on a top side of the panel terminating at opposed upper 
edges; Said panel including at least two opposed pairs of Side 
edges, tongue and groove connector parts extending along at 
least one of Said pairs of opposed Side edges, Said connector 
parts cooperating with each other to couple two ones of Said 
panels to each other along adjacent Side edges by means of 
Said connector parts by a tongue part fitting in a groove part; 
Said connector parts including locking portions cooperating 
to lock the panels against panel Separation in directions 
parallel with the panel top Side and perpendicular to the 
panel top side and perpendicular to the Side edges, upon 
coupling of connected parts of a pair of panels, Said tongue 
and groove coupling parts made from MDF/HDF core 
material; and a non-metallic sliding agent layer on the 
Surface of at least a portion of a panel edge including a 
tongue or grOOVe connector part. 

2. The flooring panel as claimed in claim 1, wherein the 
Sliding agent covers the entire Side edges of the panel that 
are provided with Said connector parts. 

3. The flooring panel as claimed in claim 1, Said sliding 
agent comprising at least one Strip extending along a respec 
tive connector part. 

4. The flooring panel as claimed in claim 3, Said at least 
one Strip having an initial uniform maximum width of 4 mm. 

5. The flooring panel as claimed in claim 3, wherein Said 
at least one Strip is located at a position Spaced away from 
an adjacent upper edge of the floor panel. 

6. The flooring panel as claimed in claim 5, including at 
least one receiving Space located between a panel upper 
edge and the Strip of Sliding agent. 

7. The flooring panel as claimed in claim 1, wherein Said 
Sliding agent comprises a layer on a respective connector 
part, Said layer having a minimum undisturbed average 
thickness of about 0.05 mm. 

8. The flooring panel as claimed in claim 1, Said sliding 
agent being plastically deformable. 
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9. The flooring panel as claimed in claim 1, wherein Said 
Sliding agent is a wax. 

10. The flooring panel as claimed in claim 9, wherein the 
Sliding agent is paraffin. 

11. The flooring panel as claimed in claim 1, including a 
Surface treatment material penetrating at least the portion of 
the panel edge to which the Sliding agent is applied, said 
Sliding agent disposed over a portion at least of Said Surface 
treatment material. 

12. The flooring panel as claimed in claim 1, including a 
Sealing agent mixed with Said sliding agent. 

13. The flooring panel as claimed in claim 12, Said Sealing 
agent comprising polyurethane. 

14. The flooring panel as claimed in claim 12, Said sliding 
agent Selected from the group consisting of wax and an oil 
or oily Substance. 

15. The flooring panel as claimed in claim 14, wherein the 
wax comprises a Silicone based compound. 

16. The flooring panel as claimed in claim 15, wherein the 
Silicone based compound is a polysiloxane copolymer. 

17. The flooring panel as claimed in claim 12, Said 
mixture of Sealing agent and Sliding agent being provided on 
the entire panel edge provided with a connector part, and 
including at least one additional Strip of sliding agent located 
on Said mixture of Sealing agent and Sliding agent. 

18. The flooring panel as claimed in claim 1, Said con 
nector parts and locking portions cooperating when con 
nected Such that the coupled connector parts exert a tension 
force upon each other along tension force reacting portions 
of the connector parts, Said sliding agent being provided on 
at least a portion of at least one of Said tension force reacting 
portion, Said tension force urging the coupled connector 
parts together. 

19. The flooring panel as claimed in claim 18, said tension 
force acting along a band-shaped contact area; Said sliding 
agent formed as a Strip located along Said contact area. 

20. The flooring panel as claimed in claim 1, wherein the 
groove part of Said connector parts includes a lower Side, an 
elastically bendable lip having an upper Side extending from 
Said lower Side and away from the groove, Said sliding agent 
located on the upper Side of the lip. 

21. The flooring panel as claimed in claim 1, Said sliding 
agent located on a lower Side of the tongue part of Said 
connector parts. 

22. The flooring panel as claimed in claim 21, each tongue 
part of Said connector part having a protrusion and each 
groove part of Said connector part having a receSS in a lower 
wall of the groove part, Said sliding agent provided on the 
protrusion. 

23. The flooring panel as claimed in the claim 1, wherein 
upon coupling the coupling parts and locking portions 
produce a tensioning force on the coupling parts, and 
wherein a portion of the panel edge that includes the sliding 
agent comprises at least one area wherein a tensioning force 
is exerted. 

24. The flooring panel as claimed in claim 23, wherein 
Said at least one area includes a portion of Said tongue and 
groove coupling parts. 

25. The flooring panel as claimed in claim 23, wherein 
Said one area is band-shaped and is located below Said upper 
edges and on at least one of Said coupling parts. 
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26. The flooring panel as claimed in claim 1, wherein 

coupling of the coupling parts requires forcing one coupling 
part over another coupling part, and wherein a portion of the 
panel edge associated with the coupling parts is elastically 
bent upon coupling of the coupling parts as a result of Said 
forcing of one coupling part over another coupling part, and 
Said portion of panel edge on which a sliding agent is located 
comprises at least one area over which one coupling part is 
forced relative to another coupling part. 

27. The flooring panel as claimed in claim 26, including 
a groove of one connector part comprising a lower lip 
defining a lower wall of the groove, Said tongue of Said 
coupling parts causing bending of Said lip upon coupling of 
the coupling parts, said portion of Said panel edge on which 
Said sliding agent is located comprising at least a portion of 
one of Said tongue and groove. 

28. The flooring panel as claimed in claim 1, wherein Said 
locking portions include a protrusion on a lower Surface of 
a tongue coupling part that cooperates with a receSS in a 
lower lip defining a lower wall of a groove of Said coupling 
parts, said portion of panel edge on which said sliding agent 
is located including at least a portion of Said protrusion. 

29. A flooring panel comprising a laminated panel having 
an MDF/HDF core material and a decorative top surface 
layer on a top Side of the panel terminating at opposed upper 
edges; Said panel including at least two opposed pairs of Side 
edges, tongue and groove connector parts extending along at 
least one of Said pairs of opposed Side edges, Said connector 
parts cooperatirig with each other to couple two ones of Said 
panels to each other along adjacent Side edges by means of 
Said connector parts by a tongue part fitting in a groove part; 
Said connector parts including locking portions cooperating 
upon coupling parts being coupled to lock the panels against 
panel Separation in directions parallel with the panel top side 
and perpendicular to the panel top Side and perpendicular to 
the Side edges, upon coupling of Said connector parts of a 
pair of panels, Said tongue and groove connector parts made 
from MDF/HDF core material; and an elastic coating pro 
Vided on at least a portion of one of Said opposed side edges 
including one of Said tongue and groove connector parts, 
Said elastic coating having elastic properties enabling the 
elastic coating to accommodate, within its thickness, Slight 
movement between Surfaces of pairs of coupled panels 
connected together at respective connector parts on which 
Said elastic coating is provided without relative Surface to 
Surface motion between the Surfaces and the adjacent elastic 
coating. 

30. A method for making a floor covering panel compris 
ing the Steps: 

forming a flooring panel having opposed side edges, 
milling a tongue profile and a groove profile at two or 

more of Said edges, 
applying a liquid mixture of Sealing agent and sliding 

agent on Said edges, including permitting at least part 
of the Sealing agent to be absorbed in the material of the 
floor panel and with at least part of the Sliding agent 
remaining on the Surface of the edges as a Solid layer. 

31. The method according to claim 30, including Selecting 
as the panel material a material Selected from the group 
consisting of MDF and HDF. 

k k k k k 
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