
ARTICLE

Realization of high-efficiency fluorescent organic
light-emitting diodes with low driving voltage
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It is commonly accepted that a full bandgap voltage is required to achieving efficient elec-

troluminescence (EL) in organic light-emitting diodes. In this work, we demonstrated organic

molecules with a large singlet-triplet splitting can achieve efficient EL at voltages below the

bandgap voltage. The EL originates from delayed fluorescence due to triplet fusion. Finally, in

spite of a lower quantum efficiency, a blue fluorescent organic light-emitting diode having a

power efficiency higher than some of the best thermally activated delayed fluorescent and

phosphorescent blue organic light-emitting diodes is demonstrated. The current findings

suggest that leveraging triplet fusion from purely organic molecules in organic light-emitting

diode materials offers an alternative route to achieve stable and high efficiency blue organic

light-emitting diodes.
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To form excitons in organic molecules in an organic light-
emitting diode (OLED) via electrical excitation, electrons
and holes must be injected to their respective frontier

orbitals, i.e., the lowest unoccupied molecular orbital (LUMO)
and highest occupied molecular orbital (HOMO) of the emitting
molecule in the emissive layer. Excitons are formed when injected
electrons and holes form bound pairs having a Coulombic
potential larger than the room-temperature thermal energy1–3.
Upon their formation, triplet and singlet excitons have the same
degenerate energetics which is equal to the HOMO-LUMO gap
energy, and as electrons and holes approach each other, the triplet
and the singlet energy levels separate. The magnitude of this
singlet-triplet splitting is determined by the exchange energy or
the HOMO-LUMO orbital overlap4,5. Although triplet excitons
can have much lower energy compared to singlet excitons, to
form either species, electrical energy equivalent to the HOMO-
LUMO gap is required to turn on an OLED.
Triplet-triplet annihilation (TTA), also known as triplet fusion

(TF), is a process in which two triplet excitons annihilate and
produce a higher energy triplet or singlet exciton6. In fluorescent
molecules, TF leads to the formation of singlet excitons and hence
electro-fluorescence, also known as P-type delayed fluorescence,
which is due to the much longer lifetime of triplet excitons
compared to singlet excitons7. Initially it was postulated that
annihilation of two triplet excitons would create a singlet exciton
with a 25% probability and a triplet exciton with a 75% prob-
ability, following spin statistics. However, in systems where the
energy of the first excited triplet state (T1) is about half of the first
excited singlet state (S1), i.e., 2T1= S1, Kondakov et al. showed
that triplets can generate singlets via TF with a conversion effi-
ciency close to 100%8,9. Monkman et al. also observed that for
efficient TF leading to singlet emission, the higher-order triplet
states (Tn) must be larger than twice the first triplet state, i.e., Tn
> 2T1, to prevent TF from producing higher-order non-radiative
triplet excitons instead of radiative singlet excitons10. One of the
most well-known materials which satisfies the energetic require-
ments for obtaining 100% singlet yield from TF is rubrene, which
is a tetracene-based molecule8,11. There are other organic mole-
cules that show delayed fluorescence due to TF, with different
singlet production efficiencies and rates12,13. In addition to yellow
emitting tetracene-based molecules, blue-emitting anthracene-
based molecules such as 9,10-diphenylanthracene (DPA) are
known to have delayed fluorescence due to triplet fusion9,14.

While it is commonly accepted that generation of singlet and
triplet excitons in an OLED requires the full bandgap voltage,
recently we along with others reported sub-bandgap EL in
rubrene-based devices with triplet excitons generated by energy
transfer from charge-transfer (CT) excitons, also known as
“exciplex” excitons15,16. The reason for electroluminescence (EL)
at sub-bandgap voltages was that the formation of the lower
energy exciplex excitons does not require the full bandgap energy.
Figure 1 presents a schematic diagram of the energy transfer and
up-conversion emission mechanism in CT-assisted OLEDs with
EL at sub-bandgap voltages. Although these CT-assisted devices
can have EL at sub-bandgap voltages corresponding to the energy
of the CT state, they are inherently inefficient due to the energy
down-flow (quenching) from the emitter back to the CT-state,
and therefore the EL quantum efficiency is typically low, and high
efficiency sub-bandgap OLEDs remain out of reach15–19. In this
work, we demonstrate that organic molecules with a large singlet-
triplet splitting which also exhibit P-type delayed fluorescence can
form triplet excitons via direct charge injection, and result in
efficient EL at sub-bandgap voltages close to their triplet energy
without the presence of any exciplex states. Finally, taking
advantage of direct formation of triplets by charge injection, we
demonstrate a high efficiency deep blue fluorescent OLED with

a sub-bandgap turn-on voltage of 2.4 V, having luminances of
100 cd/m2 and 1000 cd/m2 at 2.9 and 3.4 V, respectively, and an
external quantum efficiency (EQE) close to 10% at 1000 cd/m2.
The resulting operating power efficiency (PE) of 14.5 lm/W at
1000 cd/m2 is higher than that of some of the best blue phos-
phorescent OLEDs, making it quite promising as a stable blue
OLED for display applications.

Results
Materials Selection. To design an efficient TF blue fluores-
cent OLED, 4,4′-bis(9-ethyl-3-carbazovinylene)-1,1′-biphenyl
(BCzVBi) is chosed as the emitter and 9-[4-(10-phenyl-9-anthryl)
phenyl]-9H-carbazole (CzPA) is selected as the host. CzPA has
been previously used as a host in efficient blue fluorescent OLEDs
with a long operational lifetime20. It is a diphenylanthracene-
based molecule with a carbazole side group. Diphenylanthracene-
based molecules are well known for their triplet-fusion delayed
fluorescence and the carbazole group facilitates the hole transport
of the molecule21. We chose BCzVBi as the blue fluorescent
dopant for two reasons. First, due to the larger triplet energy of
BCzVBi (1.94 eV) compared to CzPA (1.77 eV), triplet excitons
will diffuse to the host molecules and have a larger fusion
probability due to the larger concentration of the host molecules.
Second, the large overlap between BCzVBi’s absorption and
CzPA’s emission spectra, as shown in Supplementary Fig. 1, leads
to efficient Förster energy transfer from CzPA to BCzVBi.

Single layer OLEDs. To characterize the TF properties of the
emitter and host materials, single layer OLEDs using un-doped
BCzVBi and CzPA as the emitter were first fabricated. The single-
layer OLEDs have the following structure: indium tin oxide (ITO)
/ PEDOT (30 nm) / emitter (40 nm) / Cs2CO3 (1 nm) / Alumi-
num (100 nm). In this work PEDOT refers to poly(3,4-ethyle-
nedioxythiophene) polystyrene sulfonate (PEDOT:PSS) and is
used as the hole injection layer (HIL). Here, an electron transport
layer (ETL) was not used as electron injection is enabled directly
through the cathode.
Unexpectedly, in the BCzVBi device, EL at applied voltages as

low as 2.10 V was observed, with emitted photon energies up to
3.0 eV, well in excess of the bandgap. Figure 2 presents the device
current density and the photocurrent measured as a function of
the bias voltage. To measure the EL, two kinds of photodetectors
were applied: a photomultiplier tube (PMT) detector for very low
light intensities and a Si-photodiode for medium and higher light
intensities. The sensitivity threshold of the photodiode is
approximately 0.1 cd/m2 and its corresponding photocurrent is
marked on the luminance plot in Fig. 2a. Figure 2b shows the
molecular structure of BCzVBi and the device structure of the
single-layer device while Fig. 2c displays the EL spectrum. Since
there is no hole transport layer (HTL) or ETL presented in the
device, these results clearly show that triplet excitons are formed
under low voltage.
In the context of TF photochemical up-conversion, it is well

established that the up-converted emission intensity displays a
quadratic to linear trend as a function of input light excitation
intensity between low to high photon flux22. These observations
are a result of traversing two kinetic limits for the sensitized TF
process, the weak-annihilation and strong-annihilation regimes,
which only become apparent from the time-integrated
expressions13,22. In the weak-annihilation limit, the first-order
decay (and pseudo-first-order quenching by O2) of the triplet
excited state dominates the kinetics resulting in the quadratic
power dependence where the fluorescence emission is propor-
tional to the square of the excited triplet concentration. When the
TF process dominates, bimolecular triplet annihilation now
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outcompetes the first-order triplet decay processes and the
fluorescence emission becomes directly proportional to the
incident light flux exhibiting linear dependence. Precisely
the same phenomenon is to be expected in electroluminescent
devices when small-to-large concentrations of annihilating
triplets are proportionally generated with increasing driving
voltage (which increases current and therefore the triplet
concentration), analogous to photochemical up-conversion,
Kondakov and coworkers have previously shown that in OLEDs
exhibiting triplet fusion, at low current density, because of low
triplet exciton density, the luminance displays quadratic output
behavior vs current density. In this regime the probability of
triplets poised to annihilate is low, placing it in the weak
annihilation limit. At higher current, the luminance exhibits
linear dependence with increasing current density when the TF

process becomes dominant9. To confirm triplet fusion in the
single-layer devices, photocurrent as a function of current density
for the two different regions was measured. Figure 2d, e shows the
low- and high-voltage regions for the BCzVBi single-layer device.
Figure 2d shows the quadratic trend indicative of the TF
mechanism leading to light emission, while Fig. 2e shows the
linear dependence, indicative of direct formation of singlet
excitons leading to emission. Moreover, fluorescent OLEDs with
an active triplet fusion mechanism show a delayed EL after device
turn-off due to the long lifetime of the triplet excitons15,23–25.
Figure 2f shows the delayed EL decay of the BCzVBi single-layer
device, further confirming that the EL originates from the triplets.
Next, we made a CzPA single-layer device. The device

characteristics of the CzPA single-layer device are shown in
Supplementary Fig. 2. The CzPA single-layer device displayed EL

N N

102

a

d e f

b c

Device current density
PMT signal
Si-photodiode signal

0.1 cd/m2

101

100

10–1

10–2

10–3

C
ur

re
nt

 d
en

si
ty

 (
m

A
 c

m
–2

)

Current density (mA/cm2)
Current density (mA/cm2)

N
or

m
al

iz
ed

 E
L 

in
te

ns
ity

R
el

at
iv

e 
lu

m
in

an
ce

 (
a.

u.
)

10–4

10–5

10–6 10–2

10–1 ITO

5.2 eV 5.38 eV

2.35 eV

3.5 eV

Cs2CO3/Al
BCzVBi
40 nm

PEDOT

100

101

102

103

104

105

106

107 3.1 2.8 2.5 2.3

Photon energy (eV)

2.1 1.9 1.8

400 450 500 550
Wavelength (nm)

600 650 700
–2

–5
0 20 40 60 80 0.0

1E–03

1E–02

1E–01

1E+00

0.5 1.0 1.5 2.0
Time (µs)

2.5 3.0 3.5 4.0
–2
0
2
4
6
8

10
12
14
16
18
20

0.
00 0.

02
0.

04
0.

06
0.

08
0.

10
0.

12
0.

14

0
5

10
15

N
or

m
al

iz
ed

ph
ot

oc
ur

re
nt

 (
a.

u.
)

N
or

m
al

iz
ed

ph
ot

oc
ur

re
nt

 (
a.

u.
)

N
or

m
al

iz
ed

ph
ot

oc
ur

re
nt

 (
a.

u.
)

20
25
30
35
40

2.1 to 2.4 volts
BCzVBi device

2.4 to 3.9 volts
BCzVBi device

BCzVBi device @ 2.2 volts

–1 0 1
Voltage (V)

2 3 4

Fig. 2 Single layer BCzVBi device. a Current density and relative luminance versus voltage. b Molecular structure of BCzVBi and the energy level diagram
of the corresponding single layer device. c EL spectrum. d Photocurrent vs. current density in the low-voltage region and e in the high-voltage region.
f Transient EL dynamics of the device after turn-off

Quenching
(undesirable)Emission from the

singlet state due to

triplet-fusion

(desirable)
Emiss

ion fro
m th

e

CT-s
tate or e

xc
iplex

(undesir
able)

S1

S1
T1 T1

S0 S0

ITO

5.2 eV
5.24 eV

6.42 eV

4.5 eV

2.96 eV CT-exciton (exciplex)

4.08 eV

Al

C60

Rubrene

PEDOT

TF

Dexter ET

TF-molecule CT-exciton

a b

Fig. 1 Working mechanism of CT-assisted OLEDs. a Energy transfer schematic and mechanism of previously reported OLEDs with EL at sub-bandgap
voltages. b Energy level diagram of rubrene and C60 based exciplex OLED

NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-10260-7 ARTICLE

NATURE COMMUNICATIONS |         (2019) 10:2305 | https://doi.org/10.1038/s41467-019-10260-7 | www.nature.com/naturecommunications 3Pictiva EX2020 
Samsung v Pictiva 

IPR2024-00855

www.nature.com/naturecommunications
www.nature.com/naturecommunications


at voltages as low as 2.35 V, with a bandgap energy of 3.17 eV.
Similar to the BCzVBi single-layer device, the photocurrent
versus the current density of the CzPA device also shows
quadratic behavior for the low current region and linear behavior
for the high current region, and the transient EL of the device
displays microsecond delayed fluorescence, indicative of emission
originating from triplet fusion.
These data clearly indicate that upon sub-bandgap electrical

excitation, triplet excitons are present in these devices ultimately
leading to delayed EL. As discussed previously, there are no other
carrier transport layers present in these single-layer devices
leading to the formation of CT excitons and that rules out the
possibility of the presence of an exciplex state. Upon examination
of these data, it appears that the voltage at the onset of EL for the
single-layer devices corresponds to the sum of the Schottky
barrier energy for hole injection from PEDOT and the first triplet
excited state energy. Given the 5.2 eV work function of PEDOT,
the Schottky barriers for hole injection for the CzPA and the
BCzVBi single-layer devices are 0.51 and 0.18 eV, respectively.
Adding the triplet energy of the two materials, that is 1.77 eV for
CzPA and 1.94 eV for BCzVBi, to the Schottky barriers, we get
energies of 2.28 and 2.12 eV, which are very close to the
experimental values for the onset voltages of EL for the single-
layer devices of 2.35 and 2.10 V, respectively.
To further investigate whether the sub-bandgap EL turn-on is

observed in other material systems exhibiting triplet fusion leading
to delayed fluorescence, more single-layer devices were examined
using organic emitters exhibiting triplet fusion having a large
singlet-triplet splitting: BDAVBi (4,4’-bis[4-(diphenylamino)styryl]
biphenyl), DMPPP (1,1′-(2,5-dimethyl-1,4-phenylene)dipyrene)

and TBADN (2-tert-butyl-9,10-di(naphth-2-yl)anthracene). All
three devices showed EL at sub-bandgap voltages close to the
sum of the values of their triplet energy and the hole injection
Schottky barrier, similar to BCzVBi and CzPA. Moreover, in
addition to a transient delayed electro-fluorescence, all these single
layer devices show a quadratic dependence of the photocurrent on
measured current density in the sub-bandgap region, indicating
that the EL occurs via triplet fusion. The device structures and
characteristics of the BDAVBi, DMPPP and TBADN single-layer
devices are shown in Supplementary Figs. 3 and 4 and 5,
respectively.
Given the strong evidence that all the organic molecules

examined above feature EL and triplet fusion at sub-bandgap
voltages, we decided to revisit rubrene. Rubrene is a well-known
organic single molecule which shows P-type delayed fluorescence
via triplet fusion with close to 100% efficiency8. The rubrene
single-layer device was made with the following structure: ITO /
PEDOT (30 nm) / Rubrene (40 nm) / Aluminum (100 nm), as
shown in Fig. 3. Here, a bare aluminum electrode is used directly
on top of the rubrene layer without an electron transport/
injection layer. To have a better alignment between aluminum
work function (4.08 eV from vacuum) and the triplet level of
rubrene (4.10 eV from vacuum), Cs2CO3 was not used for the
rubrene single-layer device. Figure 3a shows a diode turn-on of
about 1 V and an onset of EL at about 1.10 V. The results show
that delayed fluorescence due to triplet fusion can be turned-on at
voltages close to the triplet energy and triplet excitons can be
formed without providing the bandgap energy for injection into
the HOMO-LUMO levels. This finding suggests that full bandgap
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voltages are not required for an OLED with emitters with
sufficiently low triplet energies.
To further understand the exciton formation mechanism,

rubrene single layer devices with cathode interlayers to facilitate
electron injection were also fabricated for comparison. In a
normal OLED, a cathode interlayer such as Cs2CO3 or LiF is
usually used to lower the work function of the aluminum
electrode and facilitate electron injection26. In contrast to
conventional OLEDs where the turn-on voltage is lowered by
introducing a cathode interlayer, a turn-on voltage increase was
observed in the rubrene single layer OLED when a thin layer of
Cs2CO3 or LiF is used as shown in Fig. 4. These results can be
explained by the misalignment of the cathode work function with
the triplet level of rubrene. When a cathode interlayer is inserted
between the aluminum cathode and rubrene, the effective work
function is lowered, resulting in a better energy alignment with
the rubrene LUMO level rather than the triplet level. This mis-
alignment with the triplet level and the better-alignment with the
LUMO level results in a competition between electron injection
into the LUMO level and the triplet level. As a result of
introducing the cathode interlayer, the device operates closer a
“normal OLED” where a full bandgap turn-on voltage is expected
and that is the reason for the higher turn-on voltage.
Based on these results, we propose the following mechanism

for triplet formation. When a sufficient bias voltage is applied to
the device, holes can overcome the barrier and are injected from
PEDOT to the HOMO level of the emitter molecules.
Subsequently, in the presence of holes accumulating at the
HTL/emitter interface, electrons from the cathode are injected to
the triplet excited state of the emitter molecules generating triplet
excitons, leading to sub-bandgap EL via triplet fusion. It should
be noted that, under this conditions, electrons do not need to be

injected to the LUMO frontier orbital to generate excitions.
Therefore, for the single-layer devices, the onset voltage of EL
would be at the voltages that can provide sufficient energy for
holes to overcome the hole injection Schottky barrier (ϕh) from
PEDOT to the HOMO level of the TF molecule, and enough
energy for electrons to be injected to triplets of the molecule, i.e.,
Von~ϕh+T1, as shown in Fig. 5a. Supplementary Table 1 shows a
list of molecules studied in this work with the corresponding
single-layer devices exhibiting sub-bandgap EL due to TF having
the structure: ITO / PEDOT (30 nm) / emitters (40 nm) / Cs2CO3

(1 nm) / Al (100 nm).

Multiple layer OLEDs. While very low turn-on voltages are
demonstrated in the single layer devices, the EL efficiencies are
inherently very low because the recombination zone is close to the
metal electrode interface resulting in luminescence quenching.
Building upon the above results, a high efficiency sub-bandgap
OLED making use of TF with triplets directly formed by charge
injection was fabricated. To design such a device, the hole
injection barrier must be small and electrons are to be readily
injected to the triplet level of the emitter from the ETL. Based on
these criteria, we fabricated the following device using CzPA as
the host and BCzVBi as the emitter: ITO (50 nm) / TAPC:MoO3

1:0.1 (30 nm) / TAPC (20 nm) / CzPA (3 nm) / CzPA:BCzVBi
1:0.1 (30 nm) / BCzVBi (3 nm) / BPhen (30 nm) / Cs2CO3 (1 nm) /
Aluminum (100 nm). Here TAPC is 1,1-bis[(di-4-tolylamino)phe-
nyl]cyclohexane and is used as the hole transport layer and BPhen
is bathophenanthroline and is used as the electron transport layer.
Thin films of CzPA and BCzVBi located at transporting layer sides
function as hole or electron injection facilitating layers. The device
characteristics are shown in Fig. 6. While BCzVBi and CzPA have
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HOMO-LUMO bandgaps of 3.03 and 3.17 eV, respectively and the
device shows EL emission with photon energies up to 3.0 eV. The
onset of EL takes place at 2.1 V (Supplementary Fig. 6a), which is
similar to the BCzVBi single-layer device. The high efficiency device
achieves a luminance of 0.1 cd/m2 at 2.4 V, 100 cd/m2 at 2.9 V and
1000 cd/m2 at 3.4 V, respectively, as shown in Fig. 6a. The EL
spectra of the optimized device indicated no change as a function of
voltage, as shown in Figure S6b.
The structure of the multi-layer device is the result of many

optimization runs to achieve the best charge balance for
maximum efficiency. The results of the optimization runs are

shown in Supplementary Figs. 7, 8 and 9. All OLEDs in the
optimization runs show a luminance of 0.1 cd/m2 at 2.4 V with
their corresponding EL spectra displaying the emission from
BCzVBi only. Further details on optimization runs are included
in the supporting information section.
The onset of EL at the same voltage of 2.1 V for both the single-

layer BCzVBi device and the multilayer device suggests that the
initial triplet exciton formation occurs on the BCzVBi molecules
and that BCzVBi is responsible for EL at initial sub-bandgap
voltages, as shown in Fig. 5b. Upon formation of triplet excitons
on the BCzVBi molecules, three processes can occur which would
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ultimately lead to the generation of singlet excitons on BCzVBi at
sub-bandgap voltages, as shown in Fig. 5c. First, BCzVBi triplet
excitons can annihilate with each other and create radiative
singlet excitons on BCzVBi molecules, like the case in the BCzVBi
single-layer device. Second, BCzVBi triplet excitons can transfer
their energies to CzPA triplet excitons via Dexter energy transfer
and the CzPA triplet excitons can then annihilate and create a
singlet exciton on CzPA molecules. The singlet excitons on the
CzPA molecules would then transfer their energy by Förster
energy transfer to the singlet excitons on BCzVBi, due to the
spectral overlap between CzPA emission and BCzVBi absorption.
Third, CzPA and BCzVBi triplet excitons can hetero-annihilate
and ultimately lead to formation of singlet excitons on BCzVBi.
The formation of triplet excitons with direct injection of the
electrons into the LUMO level of the TF molecules leads to sub-
bandgap EL from our state of the art blue fluorescent device and
its high luminance at such low voltages.
To investigate the effects of triplet energy on the device

operation, a high T1 energy level host 4,4′-Bis(carbazol-9-yl)
biphenyl (CBP) was used to replace CzPA in the same device
structure. CBP is a host material with a high triplet energy of
2.6 eV, that is known not to exhibit any delayed fluorescence nor
triplet-fusion25,27. Two important points should be noted here.
First, if the operating voltage of the OLED is determined by the
triplet energy, it is expected the operating voltage of the CBP
device is higher than that of the CzPA device. Second, since CBP
is not a TTA host, the quantum efficiency is expected to be lower
than the corresponding CzPA device. Figure 6 shows the device
structure and performance of the CBP device versus the
optimized CzPA device. We emphasize that the only difference
between the two devices is the host material and everything else is
the same. Again, two things should be noted here. First, the device
using CBP as the host has a much larger operating voltage
compared to the optimized CzPA device. For example, the
operating voltage at 1,000 cd/cm2 is 3.5 V for the CZPA device
compared to 7.6 V for the CBP device. In addition, we notice that
the onset of EL is 3.7 V for the CBP device compared with 2.4 V
for the CzPA device. The results demonstrate that the triplet
energy of the host has a significant effect on the device operating
voltage as we predicted. Second, the EQE of the CzPA device is
almost 10% while the EQE of the CBP device is less than 4%.
Again, these results confirm the non-TF nature of the CBP
fluorescent device. The combination of the lower operating
voltage and the higher EQE value resulted in the CzPA device
having a power efficiency more than 4 times higher than that of
the normal flourescent device.
To further demonstrate the significance of our present work,

we compare the performance of our TF OLEDs with phosphor-
escent and thermally activated delayed fluorescent (TADF) blue
OLEDs. Table 1 summarizes the device performance comparison

of our work and some of the best phosphorescent and TADF
OLEDs with similar CIE color coordinates. Although TADF and
phosphorescent OLEDs can achieve very high values of EQE and
PE at very low luminance, at higher practical luminance ranges
(>500 cd/m2) they show a significant efficiency roll-off. Our
optimized fluorescent device does not show any efficiency roll-off
at a luminance up to 2,000 cd/m2, and owing to its low operating
voltages, it shows a higher power efficiency compared to all other
TADF and phosphorescent devices with similar spectral color
coordinates. Our device achieves a maximum EQE of 9.8% and
PE of 16.4 lm/W and an EQE of 9.8% at 1000 cd/m2 and PE of
14.5 lm/W at 1000 cd/m2. These results suggest that at higher
current densities the triplet fusion process becomes increasingly
efficient which is akin to photochemical up-conversion processes
where combinations of high sensitizer and annihilator concen-
trations along with strong light excitation leads to the highest
possible efficiencies that can be realized in a triplet fusion
composition28.

Discussion
This work demonstrated that triplet excitons can form under low
driving voltage around the triplet exciton energy of the materials
and subsequently generate singlet excitons through TF process
and emit light. The onset voltage can be as low as half of the
molecular HOMO-LUMO bandgap. The direct triplet formation
occurs in wide-bandgap blue-emitting single organic molecules as
well as narrower band-gap yellow emitting organic molecules.
Based on these findings, a state of the art blue fluorescent OLED
with a power efficiency higher than some of the best phosphor-
escent and TADF blue OLEDs at high luminance was achieved.
This discovery indicates that while the internal quantum effi-
ciency is half of that of phosphorescent or TADF OLEDs, the
efficacy at high luminance can actually be higher due to the lower
applied voltages. There are two advantages of these devices. First,
the operating voltage of these fluorescent OLEDs is lower than
conventional devices, which leads to much lower power con-
sumption. If the triplet energy of the emitter is half of the singlet
energy, the operating voltage of the resulting device might be only
half of the conventaional OLED. Even though the quantum
efficiency of the triplet-fusion device is half of that of the phos-
phorescent device, the resulting power efficiency in lumens per
watt will be the same. Second, the reduced operational voltage can
lead to a longer operational lifetime of the device. Further
experiments will be carried out to validate the point.

Methods
Materials. TAPC, BPhen, BCzVBi, DMPPP, BDAVBi and rubrene were purchased
from Lumtec Technology Corp. CzPA was purchased from ChangChun Tuo Cai
Technology Co., Ltd. ITO thickness for all the substrates used was 50 nm thick.

Table 1 Performance Comparison

Emitter V @ 1
cd/m2

(V)

V @
500 cd/m2

(V)

V @
1000 cd/m2

(V)

Max
PE (lm/W)

PE @
500 cd/m2

(lm/W)

PE @
1000 cd/m2

(lm/W)

Max
EQE
(%)

EQE
@ 500 cd/m2

(%)

EQE @
1000
cd/m2 (%)

CIE (x,y) Ref.

BCzVBi 2.50 3.2 3.4 16.4 15.1 14.5 9.8 9.6 9.8 (0.15,0.21) This Work
DTPDDA 3.0 5.0 5.8 30.4 10 9.8 22.3 11 10.6 (0.15,0.20) 30

34TCzTTrz 3.8 7.0 9.8 15.0 N/R N/R 10.3 <5 <1 (0.16,0.20) 31

CzAcSF: TBPe 3.0 5.0 5.0 23.4 N/R 9.7 15.4 N/R 10.7 (0.15,0.23) 32

DDCzTrz 4.0 5.9 8.0 23.6 4.0 N/R 18.4 5.0 N/R (0.16,0.21) 33

FCNIrpic 4.0 6.0 8.0 29.8 11.9 10.2 18.9 17.7 16.7 (0.14,0.21) 34

Ir(dbfmi) 2.56 N/R 4.74 35.9 10 6.3 18.6 N/R 6.2 (0.15,0.19) 35

Summary of our device and some of the best TADF and phosphorescent OLEDs with similar color coordinates reported in literature
N/R not-reported
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Optical properties. For ellipsometry measurements a Woollam M2000 ellips-
ometer was used, and the data was fitted using WVASE software.

Singlet and triplet energies. Molecular triplet energies were experimentally
estimated via phosphorescence spectra recorded at 77 K, Supplementary Fig. 10.
The material of interest was dissolved in a glass-forming, heavy-atom containing
solvent of 40 wt.% toluene, 40 wt% dichloromethane, and 20 wt.% iodobenzene.
The solution was cooled to 77 K in a transparent liquid-nitrogen Dewar. Time-
gated phosphorescence spectra of the molecules were collected with an LP920 laser
flash photolysis system (Edinburgh Instruments) using a wavelength-tunable
Vibrant 355 LD-UVM Nd:YAG/OPO system (OPOTEK) as the excitation source
(1.0–2.6 mJ/pulse). Emission spectra were collected with an iStar ICCD camera
(Andor Technology), which was controlled by the LP900 software program
(Edinburgh Instruments). The gate delay after excitation into the wavelength of
each molecule’s respective absorbance maximum was 200 μs, and the gate width for
data collection was 200 μs. Time-gated phosphorescence spectra reported herein
are the average of at least 512 laser flashes.

Molecular singlet energies were estimated from solution-phase absorption and
emission spectra, Supplementary Fig. 11. Absorption spectra were acquired using
an Agilent 8453 diode array spectrophotometer. Room temperature and 77 K static
emission spectra were collected with a FLS980 fluorometer (Edinburgh
Instruments) equipped with a 450W Xe arc lamp and a Peltier cooled PMT
(R928P Hamamatsu). The 77 K emission spectra were collected using a 2-MeTHF
optical glass cooled in the same manner detailed above. All static emission spectra
were corrected for detector response.

Energy levels. Molecular HOMO energy levels of interest were estimated from
redox potentials measured by cyclic voltammetry (CV) using a CH Instruments
CHI650E Electrochemical Analyzer/Workstation. Measurements were carried out
in a single electrochemical cell with a typical three-electrode configuration con-
tained within an inert atmosphere glovebox (MBraun). The cell configuration
consisted of a platinum disk working electrode, platinum wire counter electrode,
and a Ag/AgNO3 reference electrode. Analyte solutions were prepared in degassed
dry dichloromethane containing 0.1 M tetrabutylammonium hexafluorophosphate
(TBAPF6, recrystallized from ethanol) as the supporting electrolyte and analyzed at
a scan rate of 0.100 V/s. As an internal standard, ferrocene exhibited a reproducible
oxidation potential of 0.01 V in the same electrochemical cell and solvent. The
electrochemical potentials determined from cyclic voltammetry were converted to
HOMO values using a modified ionization potential for ferrocene in dichlor-
omethane of 4.89 eV below vacuum29.

Device fabrication and characterization. Fabrication and evaporation of all layers
was carried out under vacuum pressure of below 2e−6 torr. The evaporation rate
was between 1 and 2 A/s. Electroluminescent spectrum was collected using an
OceanOptics spectrometer and calibrated using a standard lamp. A PMT
(Hamamatsu R6358) was used to detect low-intensity EL and transient EL. A Si-
photodiode, OSI Optoelectronics PIN UV-100, was used to detect high-intensity
EL. Luminance was measured by calibrating photocurrent using a lumin-gun. A
semi-hemispherical lens was placed on the substrate to extract substrate-trapped
light for all luminance-voltage-photocurrent measurements.

Transient EL measurement. An Agilent function generator, 3320 A, was used for
transient EL (TrEL) measurements. A 100 micro-second long pulse following a
reverse bias of 5 V was applied to devices for the TrEL measurements. Two 50.00
ohms resistors were used with the PMT and the OLED devices, as shunt resistors,
to minimize RC response in TrEL measurements.

Data Availability
All data generated or analysed during this study are included in this published article
(and its supplementary information fles). Supplementary information is available in the
online version of the paper. Correspondence and requests for materials should be
addressed to F.S.

Received: 7 February 2019 Accepted: 25 April 2019

References
1. Yersin, H. Triplet emitters for oled applications. Mechanisms of exciton

trapping and control of emission properties. Top. Curr. Chem. 241, 1–26
(2004).

2. Gong, X. et al. High-efficiency polymer-based electrophosphorescent devices.
Adv. Mater. 14, 581–585 (2002).

3. O’Brien, D. F. et al. Electrophosphoresence from a doped polymer light
emitting diode. Synth. Met 116, 379–383 (2001).

4. Difley, S., Beljonne, D. & Van Voorhis, T. On the singlet-triplet splitting of
geminate electron-hole pairs in organic semiconductors. J. Am. Chem. Soc.
130, 3420–3427 (2008).

5. Wu, S. H. et al. High-efficiency deep-blue organic light-emitting diodes based
on a thermally activated delayed fluorescence emitter. J. Mater. Chem. C. 2,
421–424 (2014).

6. Singh-Rachford, T. N. & Castellano, F. N. Photon upconversion based on
sensitized triplet-triplet annihilation. Coord. Chem. Rev. 254, 2560–2573
(2010).

7. Jankus, V., Chiang, C. J., Dias, F. & Monkman, A. P. Deep blue exciplex
organic light-emitting diodes with enhanced efficiency; p-type or e-type triplet
conversion to singlet excitons? Adv. Mater. 25, 1455–1459 (2013).

8. Kondakov, D. Y., Pawlik, T. D., Hatwar, T. K. & Spindler, J. P. Triplet
annihilation exceeding spin statistical limit in highly efficient fluorescent
organic light-emitting diodes. J. Appl. Phys. 106, 124510 (2009).

9. Kondakov, D. Y. Role of triplet-triplet annihilation in highly efficient
fluorescent devices. J. Soc. Inf. Disp. 17, 137 (2009).

10. Chiang, C.-J. et al. Ultrahigh efficiency fluorescent single and bi-layer organic
light emitting diodes: the key role of triplet fusion. Adv. Funct. Mater. 23,
739–746 (2013).

11. Singh-Rachford, T. N. & Castellano, F. N. Pd(II) phthalocyanine-sensitized
triplet-triplet annihilation from rubrene. J. Phys. Chem. A 112, 3550–3556
(2008).

12. Luo, Y.-J., Lu, Z.-Y. & Huang, Y. Triplet fusion delayed fluorescence materials
for OLEDs. Chin. Chem. Lett. 27, 1223–1230 (2016).

13. Schmidt, T. W. & Castellano, F. N. Photochemical upconversion: the primacy
of kinetics. J. Phys. Chem. Lett. 5, 4062–4072 (2014).

14. Islangulov, R. R., Kozlov, D. V. & Castellano, F. N. Low power upconversion
using MLCT sensitizers. Chem. Comm. 0, 3776–3778 (2005).

15. Xiang, C., Peng, C., Chen, Y. & So, F. Origin of sub-bandgap EL in organic
light-emitting diodes. Small 11, 5439–5443 (2015).

16. Lin, B. Y. et al. Exciplex-sensitized triplet-triplet annihilation in
heterojunction organic thin-film. ACS Appl. Mater. Interfaces 9, 10963–10970
(2017).

17. Kabra, D., Song, M. H., Wenger, B., Friend, R. H. & Snaith, H. J. High
efficiency composite metal oxide-polymer electroluminescent devices: a
morphological and material based investigation. Adv. Mater. 20, 3447–3452
(2008).

18. Qian, L. et al. EL from light-emitting polymer/ZnO nanoparticle
heterojunctions at sub-bandgap voltages. Nano Today 5, 384–389 (2010).

19. Chen, C. H. et al. Efficient triplet-triplet annihilation upconversion in an EL
device with a fluorescent sensitizer and a triplet-diffusion singlet-blocking
layer. Adv. Mater. 30, 1804850 (2018).

20. Suzuki, T. et al. Highly efficient long-life blue fluorescent organic light-
emitting diode exhibiting triplet–triplet annihilation effects enhanced by a
novel hole-transporting material. Jpn. J. Appl. Phys. 53, 052102 (2014).

21. Fukagawa, H. et al. Anthracene derivatives as efficient emitting hosts for blue
organic light-emitting diodes utilizing triplet–triplet annihilation. Org.
Electron. 13, 1197–1203 (2012).

22. Haefele, A., Blumhoff, J., Khnayzer, R. S. & Castellano, F. N. Getting to the
(square) root of the problem: How to make noncoherent pumped
upconversion linear. J. Phys. Chem. Lett. 3, 299–303 (2012).

23. Gan, Z. Q., Liu, R., Shinar, R. & Shinar, J. Transient EL dynamics in small
molecular organic light-emitting diodes. Appl. Phys. Lett. 97, 113301 (2010).

24. Kondakov, D. Y. Characterization of triplet-triplet annihilation in organic
light-emitting diodes based on anthracene derivatives. J. Appl. Phys. 102,
114504 (2007).

25. Chen, Y.-H. et al. Superior upconversion fluorescence dopants for highly
efficient deep-blue electroluminescent devices. Chem. Sci. 7, 4044–4051
(2016).

26. Shaheen, S. E. et al. Bright blue organic light-emitting diode with
improved color purity using a LiF/Al cathode. J. Appl. Phys. 84, 2324–2327
(1998).

27. Gong, S. L. et al. Simple cbp isomers with high triplet energies for highly
efficient blue electrophosphorescence. J. Mater. Chem. 22, 2894–2899 (2012).

28. Kim, J. H., Deng, F., Castellano, F. N. & Kim, J. H. High efficiency low-power
upconverting soft materials. Chem. Mater. 24, 2250–2252 (2012).

29. Hofmann, S. et al. Engineering blue fluorescent bulk emitters for OLEDs:
triplet harvesting by green phosphors. Chem. Mater. 26, 2414–2426 (2014).

30. Sun, J. W. et al. Thermally activated delayed fluorescence from azasiline based
intramolecular charge-transfer emitter (DTPDDA) and a highly efficient blue
light emitting diode. Chem. Mater. 27, 6675–6681 (2015).

31. Kim, M. et al. Correlation of molecular structure with photophysical
properties and device performances of thermally activated delayed fluorescent
emitters. J. Phys. Chem. C. 120, 2485–2493 (2016).

32. Song, W., Lee, I. & Lee, J. Y. Host engineering for high quantum efficiency
blue and white fluorescent organic light-emitting diodes. Adv. Mater. 27,
4358–4363 (2015).

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-10260-7

8 NATURE COMMUNICATIONS |         (2019) 10:2305 | https://doi.org/10.1038/s41467-019-10260-7 | www.nature.com/naturecommunications Pictiva EX2020 
Samsung v Pictiva 

IPR2024-00855

www.nature.com/naturecommunications


33. Kim, M., Jeon, S. K., Hwang, S. H. & Lee, J. Y. Stable blue thermally activated
delayed fluorescent organic light-emitting diodes with three times longer
lifetime than phosphorescent organic light-emitting diodes. Adv. Mater. 27,
2515–2520 (2015).

34. Jeon, S. O., Jang, S. E., Son, H. S. & Lee, J. Y. External quantum efficiency
above 20% in deep blue phosphorescent organic light-emitting diodes. Adv.
Mater. 23, 1436–1441 (2011).

35. Sasabe, H. et al. High-efficiency blue and white organic light-emitting devices
incorporating a blue iridium carbene complex. Adv. Mater. 22, 5003–5007
(2010).

Acknowledgements
The authors acknowledge the support of the North Carolina State University Game-
Changing Research Incentive Program (GRIP).

Author contributions
A.S. and F.S. conceived and designed the experiments. A.S., C.D. and D.S. fabricated and
characterized the OLEDs. C.M.P. made CV measurements and the PL spectral mea-
surements. A.S., C.D., D.S., L.Z., C.M.P., A.B., F.N.C. and F.S. analyzed the data and co-
wrote the paper. F.N.C. and F.S. supervised the work.

Additional information
Supplementary Information accompanies this paper at https://doi.org/10.1038/s41467-
019-10260-7.

Competing interests: The authors declare no competing interests.

Reprints and permission information is available online at http://npg.nature.com/
reprintsandpermissions/

Journal peer review information: Nature Communications thanks the anonymous
reviewers for their contribution to the peer review of this work.

Publisher’s note: Springer Nature remains neutral with regard to jurisdictional claims in
published maps and institutional affiliations.

Open Access This article is licensed under a Creative Commons
Attribution 4.0 International License, which permits use, sharing,

adaptation, distribution and reproduction in any medium or format, as long as you give
appropriate credit to the original author(s) and the source, provide a link to the Creative
Commons license, and indicate if changes were made. The images or other third party
material in this article are included in the article’s Creative Commons license, unless
indicated otherwise in a credit line to the material. If material is not included in the
article’s Creative Commons license and your intended use is not permitted by statutory
regulation or exceeds the permitted use, you will need to obtain permission directly from
the copyright holder. To view a copy of this license, visit http://creativecommons.org/
licenses/by/4.0/.

© The Author(s) 2019

NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-10260-7 ARTICLE

NATURE COMMUNICATIONS |         (2019) 10:2305 | https://doi.org/10.1038/s41467-019-10260-7 | www.nature.com/naturecommunications 9Pictiva EX2020 
Samsung v Pictiva 

IPR2024-00855

https://doi.org/10.1038/s41467-019-10260-7
https://doi.org/10.1038/s41467-019-10260-7
http://npg.nature.com/reprintsandpermissions/
http://npg.nature.com/reprintsandpermissions/
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
www.nature.com/naturecommunications
www.nature.com/naturecommunications

	Realization of high-efficiency fluorescent organic light-emitting diodes with low driving voltage
	Results
	Materials Selection
	Single layer OLEDs
	Multiple layer OLEDs

	Discussion
	Methods
	Materials
	Optical properties
	Singlet and triplet energies
	Energy levels
	Device fabrication and characterization
	Transient EL measurement

	References
	References
	Acknowledgements
	Author contributions
	Competing interests
	ACKNOWLEDGEMENTS




