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Two approaches are reported to achieve efficient blue to near-UV emission from triscyclometalated iridium(lll)
materials related to the previously reported complex, fac-Ir(ppz)s (ppz = 1-phenylpyrazolyl-N,C?). The first involves
replacement of the phenyl group of the ppz ligand with a 9,9-dimethyl-2-fluorenyl group, i.e., fac-tris(1-[(9,9-dimethyl-
2-fluorenyl)Jpyrazolyl-N,C?)iridium(lll), abbreviated as fac-Ir(flz)s. Crystallographic analysis reveals that both fac-
Ir(flz); and fac-Ir(ppz); have a similar coordination environment around the Ir center. The absorption and emission
spectra of fac-Ir(flz); are red shifted from those of fac-Ir(ppz)s. The fac-Ir(flz); complex gives blue photoluminescence
(PL) with a high efficiency (Amax = 480 nm, ¢ = 0.38) at room temperature. The lifetime and quantum efficiency
were used to determine the radiative and nonradiative rates (1.0 x 10* and 2.0 x 10* s7%, respectively). The
second approach utilizes N-heterocyclic carbene (NHC) ligands to form triscyclometalated Ir complexes. Complexes
with two different NHC ligands, i.e., iridium tris(1-phenyl-3-methylimidazolin-2-ylidene-C,C?), abbreviated as Ir-
(pmi)s, and iridium tris(1-phenyl-3-methylbenzimidazolin-2-ylidene-C,C?), abbreviated as Ir(pmb)s, were both isolated
as facial and meridianal isomers. Comparison of the crystallographic structures of the fac- and mer-isomers of
Ir(pmb)s with the corresponding Ir(ppz)s isomers indicates that the imidazolyl-carbene ligand has a stronger trans
influence than pyrazolyl and, thus, imparts a greater ligand field strength. Both fac-Ir(pmi); and fac-Ir(pmb); complexes
display strong metal-to-ligand-charge-transfer absorption transitions in the UV (4 = 270-350 nm) and phosphoresce
in the near-UV region (Eo—o = 380 nm) at room temperature with ¢p values of 0.02 and 0.04, respectively. The
radiative decay rates for fac-Ir(pmi); and fac-Ir(pmb)s (5 x 10* s~* and 18 x 10* s1, respectively) are somewhat
higher than that of fac-Ir(flz)s, but the nonradiative rates are two orders of magnitude faster (i.e., (2—4) x 108 s™1).

Introduction outer-sphere electron-transfer reactidfphotocatalysts for
Luminescent Ir(Ill) complexes have exhibited enormous Coi reduction? phptoregluctanfsa.nd singlet oxygen sensitiz-
potential in a range of photonic applications. For example, s/ as well as biological labeling reagefitt particular,
these Ir complexes can be used as emissive dopants irffyclometalated iridium complexes with emission colors that
organic light emitting devices (OLEDSY, sensitizers for vary from blue to red have received a great deal of attention
' recently for their application to light emitting diodé%Since
(M_ET_$_‘)’Y'}gg‘ecs‘t’%ﬁfn"cr‘e‘:gﬂimh("s‘f'S_E_e)_addressed' E-mail: met@usc.eduhe gptical properties and related uses of the cyclometalated
(1) (a) Baldo, M. A.; O’ Brien, D. F.; You, Y.; Shoustikov, A.; Sibley,  Ir complexes are strongly dependent on the characteristics
S.; Thompson, M. E.; Forrest, S. Rature1998 395 151. (b) Baldo, ; ; ;
M. A Lamansky, S. Burrows, P. E.. Thompson. M. E.: Forrest, S. of thelr ground and lowest excne@ state.s, it has become
R. Appl. Phys. Lett1999,75, 4. (c) Thompson, M. E.; Burrows, P.  desirable to better understand the interactions between these

E.; Forrest, S. RCurr. Opin. Solid State Mater. Sci999,4, 369. (d) ; ;
Baldo, M. A Thompson, M. E.. Forrest. S. Rature 2000, 403, states and thus determine how to systematically alter the

750. photophysical properties by appropriate ligand or complex
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Phosphorescence from Ir Complexes with Cyclometalated Ligands

design. Moreover, the formation of a high energy emitting
species would be beneficial for many of the proposed
applications for these materials. To these ends, we report a
study of the synthesis and photophysical properties of
cyclometalated Ir complexes, some of which emit in the near-
UV part of the spectrum, wittN-pyrazolyl- or imidazolyl-
type carbene ligands.

The emission energies of luminescent cyclometalated Ir
complexes are principally determined by the triplet energy
of the cyclometalating ligand (€N). To understand the
strategies used to alter the emission energies /M Ggand
modification, thefac-lr(ppy)s complex (ppy= 2-phenyl-
pyridyl, Figure 1) can be used as a prototypical cyclometa-
lated phosphot.Both ligand- and metal-based orbitals are
involved in the excited states of this complex. The phenyl
group of ppy carries a formal negative charge; the highest
occupied molecular orbital (HOMO) is principally composed
of & orbitals of the phenyl ring and the metal d orbitals.
The pyridine is formally neutral and the principal contributor
to the lowest unoccupied molecular orbital (LUMO). The temperature, which is indicative of a strong perturbation of
absorption spectra of the complex display strong metal-to- the 3LC state by participation of the singlet MLCT state
ligand-charge-transfer (MLCT) transitions at energies lower through spin—orbit coupling. Thus, the lowest excited state
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Figure 1. Photoluminescence spectra of Ir phosphors (room temperature,
2-MeTHF solutions).

450 500

than the ligandr—x* transitions. The MLCT absorption
bands have been assigned to transitions between the-metal
ligand HOMO and ligand-localized LUMO orbitat How-

of the complex is best described as an admixturéL&f
and singlet metal-to-ligand-charge-transfél(CT) states!?
The Ir complexes with ppy ligands emit green light,x

ever, the low temperature emission spectrum resembles= 515 nm, for botHac-Ir(ppy) and (ppy)ir(acac) (acac=
simple ligand phosphorescence, suggesting decay from a2 4-pentanedionato-O,0, Figure 1). If the Cabsystem of

ligand-localized ILC, 7#—x*) lowest excited statét The
radiative lifetime for the complex is ca. 2s at room

(2) (a) Lamansky, S.; Djurovich, P. I.; Abdel-Razzaq, F.; Garon, S.;
Murphy, D. L.; Thompson, M. EJ. Appl. Phys2002,92, 1570. (b)
Chen, F. C.; Yang, Y.; Thompson, M. E.; Kido, Appl. Phys. Lett.
2002,80, 2308. (c) Markham, J. P. J.; Lo, S.-C.; Magennis, S. W.;
Burn, P. L.; Samuel, I. D. WAppl. Phys. Lett2002,80, 2645. (d)
Zhu, W.; Mo, Y.; Yuan, M.; Yang, W.; Cao, YAppl. Phys. Lett.
2002, 80, 2045. (e) Adachi, C.; Baldo, M. A.; Forrest, S. R;
Thompson, M. EJ. Appl. Phys2001,90, 4058. (f) lkai, M.; Tokito,
S.; Sakamoto, Y.; Suzuki, T.; Taga, YAppl. Phys. Lett2001, 79,
156. (g) Adachi, C.; Lamansky, S.; Baldo, M. A.; Kwong, R. C;
Thompson, M. E.; Forrest, S. Rppl. Phys. Lett2001,78, 1622. (h)
Lamansky, S.; Djurovich, P. I.; Murphy, D.; Abdel-Razzaq, F.; Lee,
H. E.; Adachi, C.; Burrows, P. E.; Forrest, S. R.; Thompson, M1.E.
Am. Chem. So001,123, 4304.

(3) (a) Sutin, N.Acc. Chem. Resl968,1, 225. (b) Meyer, T. JAcc.
Chem. Res1978,11, 94.

(4) Schmid, B.; Garces, F. O.; Watts, R.Idorg. Chem.1994,33, 9.

(5) (a) Belmore, K. A,; Vanderpool, R. A;; Tsai, J. C.; Khan, M. A;
Nicholas, K. M.J. Am. Chem. S0d.988,110, 2004. (b) Silavwe, N.
D.; Goldman, A. S.; Ritter, R.; Tyler, D. Rnorg. Chem.1989, 28,
1231.

(6) King, K. A.; Spellane, P. J.; Watts, R. J. Am. Chem. Sod 985,
107, 1431.

(7) (a) Demas, J. N.; Harris, E. W.; McBride, R. .Am. Chem. Soc
1977,99, 3547. (b) Demas, J. N.; Harris, E. W.; Flynn, C. M;
Diemente, J. DJ. Am. Chem. S0d.975,97, 3838. (c) Gao, R.; Ho,
D. G.; Hernandez, B.; Selke, M.; Murphy, D.; Djurovich, P. I;
Thompson, M. EJ. Am. Chem. So2002,124, 14828.

(8) Lo, K. K.-W.; Chung, C.-K.; Lee, T. K.-M.; Lui, L.-K.; Tsang, K.
H.-K.; Zhu, N.Inorg. Chem.2003,42, 6886.

(9) (a) Li, J.; Djurovich, P. I.; Alleyne, B. D.; Tsyba, I.; Ho, N. N.; Bau,
R.; Thompson, M. EPolyhedron2004,23, 419. (b) Holmes, R. J.;
Forrest, S. R.; Tung, Y. J.; Kwong, R. C.; Brown, J. J.; Garon, S,
Thompson, M. EAppl. Phys. Lett2003,82, 2422. (c) Holmes, R. J.;
D’Andrade, B. W.; Forrest, S. R.; Ren, X.; Thompson, M.Appl.
Phys. Lett2003 83, 3818. (d) Ren, X; Li, J.; Holmes, R. J.; Djurovich,
P. I; Forrest, S. R.; Thompson, M. Ehem. Mater2004,16, 4743.

(10) (a) Stampor, W.; My/k, J.; Kalinowski, J.Chem. Phys2004, 300,
189-195. (b) Hay, P. J. Phys. Chem. R002,106, 1634.
(11) Finkelstein, W.; Yersin, HChem. Phys. Let2004, 300.

the phenyl and pyridyl ligands is expanded by a bridging
vinyl group, i.e., (bzgiyr(acac), a bathochromic shift is
observed. If ther-system of the pyridyl fragment is enlarged
using a 2-quinolyl moiety, e.g., (pd)(acac) in Figure 1,
the emission color red shifts furth& A similar red shift
occurs when the phenyl fragment of ppy is replaced with a
benzothiophene group ((bth)acac), Figure 1). On the other
hand, attempts to blue shift the emission spectrum by
decreasing the size of then®l z-system, e.g., replacing the
phenyl ring with a vinyl group, also lead to a red shifted
emissiont® The decrease in emission energy in this case is
understandable when one considers that the electteatron
repulsion in the triplet state increases with reduction in the
size of thes-system, thereby lowering the triplet energy
through increased singletriplet splitting (greater exchange
energy)* For example, the triplet energies of vinyl substi-
tuted benzene derivatives are ca. 5 kcal ™h@D.2 eV)*®
lower than that of biphenylEy_o = 436 nm, 2.84 eV}®

(12) (a) Colombo, M. G.; Gudel, Hnorg. Chem.1993 32, 3081. (b)
Strouse, G. F.; Gldel, H. U.; Bertolasi, V.; Ferretti, Morg. Chem.
1995 34, 5578. (c) Lever, A. P. Bnorganic Electronic Spectroscopy
2nd ed.; Elsevier: New York, 1984; p 174. (d) Wiedenhofer, H.;
Schiitzenmeier, S.; von Zelewsky, A.; Yersin,JPhys. Chent995,
99, 13385. (e) Yersin, H.; Donges, Dop. Curr. Chem2001,214,
81-186. (f) Vanhelmont, F. W. M.; Gudel, H. U.; Fértsch, M.; Blirgi,
H.-B. Inorg. Chem.1997,36, 5512.

(13) Paulose, B. M. J. S.; Rayabarapu, D. K.; Duan, J.-P. Cheng, C.-H.
Adv. Mater.2004,16, 2003.

(14) Turro, N. J.Modern Molecular Photochemistry; Benjamin/Cum-
mings: Menlo Park, 1978; pp 3€B2.

(15) (a) Ni, T.; Caldwell, R. A.; Melton, L. AJ. Am. Chem. S0d.989,
111, 457-464. (b) Ramamurthy, V.; Caspar, J. V.; Eaton, D. F.; Kuo,
E. W.; Corbin, D. RJ. Am. Chem. S0d.992,114, 3882—3892.

(16) Taylor, H. V.; Allred, A. L.; Hoffman, B. MJ. Am. Chem. Sod973
95, 3215—-3219.
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Therefore, alternative methods are required to increase the

triplet energies of Ir complexes with cyclometalated aromatic
ligands.

A number of approaches to increase the emission energy
of cyclometalated Ir complexes have focused on methods to

decrease the HOMO energy while keeping the LUMO energy
relatively unchanged. The addition of electron withdrawing

groups to the phenyl ring has been used as one way to

achieve this godl’*®¥aThe most common electron withdraw-
ing group used for this purpose is fluoride, and a typical
example of this blue shifting is seen féac-Ir(Fppy) in
Figure 1% An alternate approach to lower the HOMO
energy involves the use of ancillary ligands to tune the
HOMO energies of biscyclometalated derivatives. We have
recently reported a detailed study of ancillary ligand effects
on the emission energies of {Bl)Ir(LAX) complexest®
The emission energy can be significantly increased by
judicious choice of the ancillary ligand; however, increasing
the emission energy of the ppg(LAX) complexes to

generate a saturated blue color leads to a pronounced

decrease in luminance efficiency. The decline in quantum
efficiency is due to a significant decrease in the radiative

rates, relative to the nonradiative rates, which comes about

from an increased separation betweenti&eCT and3LC
energies as a result of the decreased HOMO enéfgy.

In contrast to methods which rely on altering the HOMO

energy to blue shift the phosphorescence of cyclometalated
Ir complexes, the strategy described herein involves replacing

the heterocyclic fragment of the/@ ligands with moieties
that destabilize the LUMO relative to that of a cyclometalated
ppy ligand. We show that replacing the pyridyl ring with
either anN-pyrazolyl orN-heterocyclic carbene-based group
leads to a significant increase in the LUMO energy and,

consequently, increases the emission energy of complexes
coordinated to these ligands. It, thus, becomes possible to
observe efficient blue or near-UV phosphorescence at room

temperature from Ir complexes that have cyclometalated
N-pyrazolyl- or carbene-based ligands.

Results and Discussion

Cyclometalated Pyrazolyl-Based Ligands for Blue
Phosphorescencelhe effect that an increase in the LUMO

Sajoto et al.
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Figure 2. (a) Cyclic voltammetric (CV) traces, (b) absorption spectra,

and (c) emission spectra féac-Ir(ppy), fac-Ir(ppzy, andfac-Ir(flz)s. The
DPV trace forfac-Ir(flz); is also shown. The wave 8 V in each of the
CV traces is the ferrocene reference; the-Ir(ppy) andfac-Ir(flz)s traces
are offset in the current axis for clarity. Absorption spectra were recorded
at room temperature, and emission spectra were recorded in 2-MeTHF

energy has on triscyclometalated Ir complexes can be solutions at either 77 K or room temperature (see legend).

illustrated by comparing the electrochemical and photophysi-
cal properties offac-Ir(ppy) with those of the analogous
complex that has a ligand with a high triplet enertag-Ir-
(ppz) (ppz = 1-phenylpyrazolyl)}&2° Both Ir complexes

(17) (a) Grushin, V. V.; Herron, N.; LeCloux, D. D.; Marshall, W. J.; Petrov,
V. A.; Wang, Y.J. Chem. Soc., Chem. Comm@001, 1494—1495.
(b) Coppo, P.; Plummer, E. A.; De Cola, 1. Chem. Soc., Chem.
Commun.2004, 1774—1775. (c) Dedeian, K.; Shi, J.; Nigel, S.;
Forsythe, E.; Morton, DInorg. Chem.2005,44, 4445—4447.

(18) (a) Tamayo, A.; Alleyne, B.; Djurovich, P. |.; Lamansky, S.; Tsyba,
I.; Ho, N.; Bau, R.; Thompson, M. El. Am. Chem. So2003,125,
7377. (b) Adamovich, V.; Brooks, J.; Tamayo, A.; Alexander, A. M.;
Djurovich, P. I.; D’Andrade, B. W.; Adachi, C.; Forrest, S. R;
Thompson, M. ENew J. Chem2002,26, 1171.

(19) Li, J.; Djurovich, P. 1.; Alleyne, B. D.; Yousufuddin, M.; Ho, N. N.;
Thomas, J. C.; Peters, J. C.; Bau, R.; Thompson, Mn&g. Chem.
2005,44, 1713.
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have similar HOMO energies; however, the LUMO energy
of fac-Ir(ppz} is shifted to a considerably higher energy
relative to that offac-Ir(ppy). This difference in electronic
energy is reflected in the redox properties of the two species
(Figure 2). The oxidation potentials for the two complexes
are nearly identicalfécdr(ppz), Ei** = 0.41 V; facr-
(ppy)s, E1®* = 0.31 V), while the reduction potentials are
markedly different; that is, reduction féac-Ir(ppz} is not
observed prior to solvent reduction-8.2 V vs Fc¢/Fc),
whereadac-r(ppy)s displays two reduction waves under the

(20) (a) Nam, E. J.; Kim, J. H.; Kim, B.; Kim, S. M.; Park, N. Bull.
Chem. Soc. Jpr2004 77, 751-755. (b) Choi, G. C.; Lee, J. E.; Park,
N. G.; Kim, Y. S.Mol. Cryst. Lig. Cryst.2004,424, 173—185.
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Phosphorescence from Ir Complexes with Cyclometalated Ligands

same conditionsH,®¢ = —2.70,—3.00 V)18 The higher
LUMO energy offac-Ir(ppz} relative to that ofac-Ir(ppy)

is also manifested in the photophysical properties of the
complexes. The MLCT absorption transitionsac-Ir(ppz}
(Amax = 321 nm, 3.86 eV) are much higher in energy than
those offac-Ir(ppyk (Amax= 377 nm, 3.29 eV) (Figure 2f2
Likewise, the emission energy dc-Ir(ppz) (Eo-o = 414
nm, 3.00 eV) is greater than that &c-Ir(ppyk (Eo-0 =
494 nm, 2.51 eV) (Figure 2). The photophysical properties
of the Ir complexes are mirrored by those of the ligands
themselves. The triplet energy of the ppzH ligand (380 nm,
3.26 eV¥tis much higher than that of ppyH (430 nm, 2.88
eV).22Notably, whereas the photoluminescent (PL) efficiency
of fac-Ir(ppy} is quite high and invariant with temperature
(when dispersed in a solid matrisd the PL efficiency of
facdr(ppz)s is strongly temperature dependent. No detectable
emission fromfac-Ir(ppz} is observed in fluid or solid
solutions at room temperatuteWeak emission fronfac-
Ir(ppz) is only observed in fluid solutions at low temperature
(<230 K), while intense emission occurs at 77 K. Evidently,
fac-Ir(ppz) decays nonradiatively by thermal population of

b

hv
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T1 '
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I
-

S

knr
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a hlgher. lying nonemissive excited state at room temperature.Figure 3. (a) Energy level scheme for emissions fréae-Ir(ppz) (T2
Considerable work has been done to understand theangtacir(fiz)s (Ty). The two compounds are expected to have nonradiative

thermally activated decay processes in luminescent transitionexcited states (NR) with similar energies. (b) Energy level scheme for

metal complexe® In particular, Ru(ll) and Os(ll) tris- emissions fronfac-Ir(ppz} andfac-Ir(CAC:)k compounds.

diimines have been extensively studied in this regard, since

the photophysical properties of these materials exhibit strong

t ture-d dent behavior. It has b found that th
emperaiure-cepencent behavior as been found fa counterpartd’ Thus, thefac-Ir(ppz} complex could decay

temperature-dependent luminescence in Ru(ll) diimine com- L . fy
lexes is characteristic of thermal population to ligand field nonrad|at|vgly through higher energy MLCT §ta¥ Tow-
prexes | 1St populat 'g I ever, the triplet energy dac-Ir(ppz) is very high (3.0 eV,

(dissociative) states, whereas the Os(Il) analogues have

1 -
kinetic parameters more consistent with deactivation through 70 keal Bmor) and comparable tq the Ir pherjyl b_ond
higher energy MLCT state&. The difference between the strength?® Therefore, thermal population to accessible ligand

Os and Ru complexes is due to the larger ligand field splitting f'e"?' §tates can also be considered 'to be a possible non-
observed for 5d over 4d elements, which destabilizes the radiative luminescent decay mechanism. Another possible

ligand field states in the Os analogues to energies that aredecay process could be through a ligand localizedy*

thermally inaccessible from the emissive triplet state. The state. _A schematic r_epresentatlon : Of the emission and
cyclometalated Ir(lll) complexes reported here are isoelec- potential thermally activated nonradiative decay processes
of cyclometalated Ir complexes is given in Figure 3a. The

absence of luminescence at room temperature requires that

(22) Maestri, M.; Sandrini, D.; Balzani, V.; Maeder, U.; von Zelewsky, A. the.rate of non—radlatlvg de.cakmo from the _npnemlsswe
Inorg. Chem 1987,26, 1323. T ’ excited state (NR state in Figure 3) be significantly greater

(23) Kawamura, Y.; Goushi, K.; Brooks, J.; Brown, J. J.; Sasabe, H.; than the radiative ratéy. In addition, the energy difference

édj‘gﬂi'fﬁzg'l' mﬁzb%tfgg“;az"gam“ra' Y.; Sasabe, H.; Adachi,  petween the emissive triplet {Tand the NR states must be
(24) The authors in ref 20a report a green emission at room temperatureSmall enough that the higher energy nonemissive state is

from solid state samples dac-Ir(ppz)s. We have also observed a  thermally accessible.

similar emission for neat solids dac-Ir(ppz} and attribute it to . . .

luminescence from an impurity in the material. Extensive purification 10 achieve efficient luminescence from cyclometalated
?r: faC-lr(DIDZ)s,Ieads to Weetlﬁly OG,QO?ﬁmEsitve sampllesdAnalytsis of ppz-based Ir complexes at room temperature, it is necessary

e green luminescence in the solid state by time-resolved spectrosco P ot

shogvs that the emission displays a rise tinzle of gas at 77 K Eefore o retgrd or e“mma.te nonradiative processes that thermajlly
decay. This temporal behavior is consistent with trap emission from deactivate the excited state. The pyrazolyl moiety itself is
an impurity in the solid. Moreover, the emission is only observed for ot the origin of emission decay since several complexes
neat solids. Samples ¢&c-Ir(ppz) doped into polystyrene or other . . 2! .
high triplet energy host materials are nonemissive at room temperature With pyrazolyl-based ancillary ligands have very high PL
and show only the near-UV emission illustrated in Figure 2 at efficiencies at room temperatut&:2%3°0ne way to suppress

temperatures below 200 K. - L . .
(25) (a) Forster, L. SCoord. Chem. Re:2002,227, 59 and references the luminescent deactivation in a complex is to lower the

therein. (b) Brennaman, M. K.; Meyer, T. J.; Papanikolas, JJM.
Phys. Chem. R2004,108, 9938. (c) Wang, X.-Y.; Del Guerzo, A.;
Schmehl, R. HJ. Photochem. Photobiol. 2004 5, 55 and references
therein.

(26) Lumpkin, R. S.; Kober, E. M.; Worl, L. A.; Murtaza, Z.; Meyer, T. J.
J. Phys. Chem1990,94, 239.

tronic with the Ru(ll) and Os(ll) tris-diimine materials and
re expected to mimic the photophysics of their Os(Il)

(21) Pavlik, J. W.; Connors, R. E.; Burns, D. S.; Kurzwell, E. MAm.
Chem. So0c1993,115, 7465.

(27) Dixon, I. M.; Callin, J.-P.; Sauvage, J.-P.; Flamigni, L.; Encinas, S.;
Barigelletti, F.Chem. Soc. Re2000,6, 385—391.

(28) Nolan, S. P.; Hoff, C. D.; Stoutland, P. O.; Newman, L. J.; Buchanan,
J. M.; Bergman, R. G.; Yang, G. K.; Peters, K.JSAm. Chem. Soc.
1987,109, 3143.
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Table 1. Selected Bond Distances (A) and Angles (deg)ftar- and
mer-Ir(ppz},t8 fac-Ir(flz)s, andfac- andmer-Ir(pmb}

Ir(ppz)stea Ir(flz) 3 Ir(pmb)s
bond facial meridianal  facial facial meridianal
Selected Bond Distances (A)
Ir1—N1 2.117(5) 2.053(2) 2.115(6)
Ir1—N2 2.135(5) 2.026(2) 2.095(7)
Ir1—N3 2.120(6) 2.013(2) 2.121(6)
Ir1—-C1 2.015(7) 2.051(2) 2.023(7) 2.077(7) 2.099(4)
Ir1—C2 2.027(6) 2.057(2) 2.019(7) 2.071(7) 2.078(4)
Ir1—-C3 2.021(6) 1.993(2) 2.024(8) 2.094(7) 2.086(4)
Ir1—-C4 2.035(7) 2.043(4)
Ir1—-C5 2.022(7) 2.019(4)
Ir1—C6 2.022(8) 2.032(4)
Bond Angles (deg)
N2—Ir1—N3  94.4(2) 171.54(8) 91.7(2)
C1-Ir1-C2 93.7(3) 172.67(9) 92.2(3) 91.0(3) 90.91(16)
C4—-1Ir1-C6 100.2(3) 93.96(16)

energy of its triplet state to such a value that the NR state is
no longer thermally accessible at room temperature. This
concept was applied in the design fafc-Ir(flz); (flz =
1-[(9,9-dimethyl-2-fluorenyl)]pyrazolyl), an analoguefat-
Ir(ppz) in which thesr-system of the ppz ligand is extended
using a fluorenyl moiety. The incorporation of fluorenyl
groups in cyclometalated Ir complexes has been previously
reported and found to lower the triplet energy of Ir(ppy)
type derivatives! In these earlier examples, however, the
decreased triplet energy of the fluorenyl analogues had little
impact on the luminescence efficiency of the complexes,
since thefac-Ir(ppy) complex is already highly emissive at
room temperature.

The fac-Ir(flz); complex was prepared by a two step
procedure analogous to what we have reportedfdorlr-
(ppz).t82 Single crystals offac-Ir(flz); were analyzed by
X-ray crystallography. Théac-Ir(flz); complex is expected
to have a similar electronic configuration around the iridium
center agac-Ir(ppz);, and a comparison of metric parameters
for both compounds supports a high degree of structural
similarity between the two species. Selected bond lengths
and bond angles of the two complexes are listed in Table 1,
and molecular plots are shown in Figure 4. B&b-Ir(flz);
and fac-Ir(ppzy have a pseudo-octahedral coordination
geometry of three pyrazolyl nitrogens and three phenyl

(29) (a) Holmes, R. J.; D’Andrade, B. W.; Forrest, S. R.; Ren, X
Thompson, M. EAppl. Phys. Lett2003,83, 3818. (b) Ren, X.; Li,
J.; Holmes, R. J.; Djurovich, P. |.; Forrest, S. R.; Thompson, M. E.
Chem. Mater2004,16, 4743.

(30) (a) Lo, K. K.; Chung, C.; Lee, T. K.; Lui, L.; Tsing, K. H.; Zhu, N.
Inorg. Chem2003,42, 6886. (b) Lo, K. K.; Chan, J. S.; Chung, C.;
Lui, L. Organometallics2004, 23, 3108. (c) Kwon, T.-H.; Cho, H.
S.; Kim, M. K.; Kim, J.-W.; Kim, J.-J.; Lee, K. H.; Park, S. J.; Shin,
1.-S.; Kim, H.; Shin, D. M.; Chung, Y. K.; Hong, J.-Organometallics
2005,24, 1578—1585.

(31) (a) Gong, X.; Robinson, M. R.; Ostrowski, J. C.; Moses, D.; Bazan,
G. C.; Heeger, A. JAdv. Mater. 2002,14, 581. (b) Ostrowski, J. C.;
Robinson, M. R.; Heeger, A. J.; Bazan, G.Chem. CommurR002,

7, 784. (c) Gong, X.; Robinson, M. R.; Ostrowski, J. C.; Moses, D.;
Bazan, G. C.; Heeger, A. J.; Liu, M. S.; Jen, A. Kdv. Mater. 2003,

15, 45. (d) Gong, X.; Robinson, M. R.; Ostrowski, J. C.; Moses, D.;
Bazan, G. C.; Heeger, A. Appl. Phys. Lett2005,86, 171108. (e)
Wau, F.; Su, H.; Shu, C.; Luo, L.; Diau, W.; Cheng, C.; Duan, J.; Lee,
G. J. Mater. Chem2005,15, 1035. (f) Tsuboyama, A.; lwawaki, H.;
Furugori, M.; Mukaide, T.; Kamatani, J.; lgawa, S.; Moriyama, T.;
Miura, S.; Takiguchi, T.; Okada, S.; Hoshino, M.; Ueno, K.Am.
Chem. Soc2003,125, 12971.
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Figure 4. Thermal ellipsoid (ORTEP) plots dac-Ir(flz)s (a) andfac-Ir-
(ppz)tea(b). The hydrogen atoms have been omitted for clarity. The atom
numbering used in Table 1 is shown.

carbons in a facial arrangement. The-N and I—C bond
lengths for the two structures are statistically equivalent. The
average Ir—N (2.110(6) A) and Ir—C (2.022(7) A) bond
lengths offac-Ir(flz); are within one sigma of the corre-
sponding averages fofac-Ir(ppz); (average I+N
2.124(5) A, average Ir€ = 2.021(6) A). The structural data
suggest a nearly identical coordination environment around
the Ir center for the two complexes, and thus, both are
expected to have ligand field states with similar energies.

The influence of the extendedsystem infac-Ir(flz)s is
apparent in the electrochemical properties of the complex.
While the oxidation potential ofac-Ir(flz); (E12>* = 0.31
V) is similar to that of fac-Ir(ppz}, a quasi-reversible
reduction can now be discerned in the envelope of the solvent
reduction wave (Figure 2). A distinct reduction process
(Ey®? = —3.1 V) can be identified using differential pulse
voltammetric (DPV) analysis. The expanded aromatic ring
system offac-Ir(flz); clearly serves to lower the LUMO
energy of the complex.

The introduction of the fluorenyl chromophore has a
marked impact on the absorption spectra fat-Ir(flz)s
(Figure 2). The complex displays a series of intense, high
energy absorption bandé < 320 nm,e > 5 x 10* M1
cmY), which can be assigned to ligand localizee-z*
transitions by comparison to the absorption spectrum of the
flzH ligand (Figure 2). The extinction coefficients for these
bands are roughly three times greater than those for the same
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Phosphorescence from Ir Complexes with Cyclometalated Ligands

transitions in the free flzH compound, as expected for a metal state at room temperature, whereas the solvent dipoles are
complex with three such ligands. Strong absorption bandsunperturbed in the rigid matrix at low temperature. Since

at lower energy{ = 320—420 nmge > 1 x 10 M~tcm™?)

the formation of MLCT excited states involves substantial

are assigned to a combination of singlet and triplet MLCT charge redistribution, such transitions typically display
transitions, since their energy corresponds quite closely to ahypsochromic shifts upon going from a room temperature

redox gap measured by solution electrochemistrya{=
357 nm, 3.47 eVAE %9 = E;,.%¢ — Eyped = 3.41 V).

fluid solution to a 77 K glass. In contrast, excited states that
are principally ligand based, e,gg—x* states, generally have

The intensities of these MLCT transitions are higher than low levels of charge redistribution and, thus, give very small

their counterparts in either thiac-Ir(ppz} or fac-Ir(ppy)

rigidochromic shifts. Hence, a greater MLCT character in

spectra, most likely due to the high oscillator strength of the excited state of the Ir complexes is expected to lead to
the fluorenyl chromophore. Much weaker absorption bands a large rigidochromic shift. For example, a clear correlation

at still lower energy (A= 420—485 nme < 100 Mt cm™?)
can be observed in concentrated solutions of the corfplex
and are assigned t&L.C transitions that have enhanced
intensity due to mixing with théeMLCT states.

The fac-Ir(flz); complex displays an intense, structured
emission in solution at 77 KBy, = 480 nm, 2.58 eV) with
a lifetime of 50us (Figure 2). The well-defined vibronic
fine structure in the emission spectrum fafc-1r(flz); is
indicative of a predominarit.C character in the excited state.
The difference in the emission energyfat-Ir(flz); relative
to fac-Ir(ppz) (Eo—o"PP?s — Eq_"Ms = 0.42 eV) closely

between the degree of MLCT character in the excited state
and the magnitude of the rigidochromic shift was demon-
strated for (CANJIr(LAX) complexes!® Therefore, the
absence of a rigidochromic shift fdac-Ir(flz); provides
further support that the excited state is largélyC in
character.

Cyclometalated Carbene Ligands for Near-UV Phos-
phorescenceAlthough modification offac-Ir(ppz)s with the
fluorenyl group leads to a complex that is highly emissive
at room temperature, the emission energyaaf-Ir(flz); is
lower than that of compounds suchfas-Ir(F.ppy)s (Figure

corresponds to the difference in triplet energy between their 1) For some applications, complexes with higher emission

respective ligands (flzH ligandgy—_o = 445 nm, 2.79 e\??
Eo—oPPH — Ep—”™" = 0.47 eV). More importantly, the PL
efficiency offac-Ir(flz); at room temperature is higtb(=
0.38) and the measured lifetime is 83. The radiative (k
and nonradiativeky,) decay rates estimated from the lifetime
and PL efficiency® are 1.0x 10* st and 2.0x 10* s,

energy are highly desirable. Thus, a potentially more
attractive approach to achieving efficient blue phosphores-
cence from cyclometalated Ir complexes at room temperature
would be to increase the energy of the nonemissive excited
state so that thermal population to it is inhibited, as shown
in Figure 3b. The key to this approach is to design

respectively. These rates are an order of magnitude lowercyclometalating ligands that destabilize the NR state. If this
than those reported for both blue and green emissive state is a metal-localized, ligand field state, strengthening
cyclometalated Ir complexes, such as those illustrated in the metaligand bonds will destabilize its energy, since the

Figure 12128 The low radiative rate forfac-Ir(flz); is
consistent with a low level 3MLCT character in the lowest

state is comprised of antibonding counterparts to the metal
ligand bonding orbitals. Of the number of potential ligand

excited state and is due to the large separation between th@noices that could have stronger ligand fields than pyrazolyl,

IMLCT and ligand triplet energies (AR®%* — Eq_?H =

the ligand type used here is ai-heterocyclic carbene

0.62 eV). Note that the corresponding energy separation for(NHC). The syntheses of NHC ligand precursors are well-

fac-Ir(ppy) is small (0.13 eV), and thus, the radiative rate
for this species is highk{ = 7.5 x 1(° s71).2%> A small
IMLCT character in the lowest energy excited statdaut
Ir(flz) 3 relative tofac-Ir(ppz} is also expected, since the
fluorenyl substituent markedly lowers tFieC energy without
decreasing th&MLCT level to the same extent. A correlation
between the radiative rate and the separatiohfCT and

known 2 making access to the complexes straightforward.
The NHC ligands form very strong bonds with transition
metals®® which will shift the metat-carbene antibonding

orbitals to high energy, thereby decreasing or eliminating
decay through the ligand field state. Specifically, the two
NHC ligands studied here are 1-phenyl-3-methylimidazolin-
2-ylidene (pmi) and 1-phenyl-3-methylbenzimidazolin-2-

ligand triplet state energies was similarly observed for a seriesy|igene (pmb) (see Scheme 1). The carbene moiety is a

of related (CAN)Ir(LAX) complexest®
Thefac-Ir(flz) ; complex shows a negligible rigidochromic

neutral, two electron donor ligand, which makes the cyclo-
metalated ligand a bidentate monoanionic ligand QC is

shift, in contrast to what is observed when comparing the ysed here as a general abbreviation for a cyclometalated

room temperature and 77 K PL spectrdaf-Ir(ppy) (Figure

carbene ligand), similar to the/qN ligands that have been

2). The magnitude of the rigidochromic shift is also related ysed to make stable iridium trischelates. An earlier example

to the degree ofMLCT character in the excited staté34

of triscyclometalated carbene complexes, k)s;, was

Molecular reorientation of the solvent dipoles enables a reported in 1980 by Lappert et. al. (see Lrappert in Scheme
complex to reach a fully relaxed geometry in the excited 1)37 While an X-ray structure was given for this particular

(32) See the Supporting Information.

(33) The equationg = @/t andky, = (1 — ®)/7 were used to calculate
the radiative (B and nonradiative (k) decay rates, wher® is the
qguantum efficiency and is the luminescence lifetime of the sample
at room temperature.

(34) Cummings, S. D.; Eisenberg, R.Am. Chem. S0d.996,118, 1949.

(35) (a) Bourissou, D.; Guerret, O.; Gabbali, F. P.; Bertrandiiem. Re.
2000,100, 39. (b) Klapars, A.; Antilla, J. C.; Huang, X.; Buchwald,
S. L.J. Am. Chem. So@001,123, 7727—7729.

(36) Nemcsok, D.; Wichmann, K.; Frenking, @rganometallics2004,
23, 3640.
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Ir(pmb);

Ir(pmi)3

Ir-Lappert

complex, to our knowledge, no photophysical data have beenor selective precipitation/crystallization, a procedure aided

reported for these types of spectés.

The Ir(CAC:); complexes were prepared by a modification
of the method used to prepare the I€); analogues? A
stoichiometric amount of imidazolium (pmibl or benzimi-
dazolium (pmbH) iodide salts, silver(l) oxide, and iridium-
(1IN chloride hydrate were refluxed in a 2-ethoxyethanol
solution to give a mixture offac- and mer-Ir(CAC:}
complexes in low yield €10%) along with a product
formulated as [(CACHrCl], (eq 1)#° The [(CAC:)IrCI],

3pmiH1~ (or pmbH'17) + 3Ag,0 + IrCl-xH,0 —
Ir(CAC:); + [(CAC:),IICI, (1)

complex can then be treated with additional prildr
pmbH" and silver(l) oxide in 1,2-dichloroethane to form a
mixture of fac- andmer-Ir(CAC:} complexes (eq 2). The

pmiH1~ (or pmbH'1") + Ag,0 + [(CAC:),IrCI], —
Ir(CAC:); (2)

silver(l) oxide has several potential roles in these reactions:

to deprotonate the imidazolium salt and stabilize the resultant

carbene ligand, to abstract the chloride ligand from the Ir
salt, and to serve as a transmetalating a¢ferit To date,
we have been unable to optimize eq 1 to give a high yield

of any particular cyclometalated product. The synthesis using d

eq 2 also gives a mixture of the facial or meridianal isomers
of the Ir(CAC:) complex (see the Experimental Section).
Themer-isomers of the Ir(C&:); complexes do not convert

to their facial isomers upon photolysis but, instead, eventually
decompose under long term UV exposure. Likewise, the
facial isomers also decompose during extensive irradiation;
hence, it is not possible to determine which configuration
of the Ir(CAC:); complexes is the thermodynamically favored
isomer. Pure samples d&c- andmer-Ir(CAC:} isomers
were, therefore, isolated by either column chromatography

(37) Hitchcock; P. B.; Lappert; M. F.; Terreros, .0rganomet. Chem.
1982,239, C26.

(38) For a recent example of a related luminescent Ru complex with a
noncyclometalated NHC ligand, see: Son, S. U.; Park, K. H.; Lee,
Y.-S.; Kim, B. Y.; Choi, C. H.; Lah, M. S.; Jang, Y. H.; Jang, D.-J,;
Chung, Y. K.Inorg. Chem.2004,43, 6896—6898.

(39) Lamansky, S.; Djurovich, P. I.; Murphy, D.; Abdel-Razaq, F.; Kwong,
R.; Tsyba, I.; Bortz, M.; Mui, B.; Bau, R.; Thompson, M. Eorg.
Chem.2001,40, 1704—-1711.

(40) The formulation of the [(GC:),IrCl], complexes ag-dichlorobridged
dimers is based on their relatively simpild NMR spectra and by
analogy to the [(CANJrCIl]> complexes. In addition, the [(CAC:
)2IrCl]2 complexes can be treated with ‘4gh-tert-butyl-2,2 bipyridine
to form cationic complexes with the general formula fC:).Ir-
(NAN)]* (unpublished results).
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by the lower solubility of thefac-isomers. These synthetic
difficulties are in contrast to the case of the previously
developed high yield synthesis for Ir{®l); complexes using
the chloride bridged dimer, (N)lr(«-Cl)2lr(CAN),. 828 The
mer-isomers of the Ir(CAN)complexes are the kinetically
favored species and can be readily converted to the facial
isomers, either by thermal or photochemical means, with
minimal decomposition. We presume that the failure to
interconvert thefac- and mer-isomers of the Ir(CAG)
complexes is principally due to Ir—Guene bonds being
stronger than N bonds, making the partial ligand dis-
sociation that is necessary for isomerization more difficult
for the Ir(CAC:); complexes than for their &N counterparts.

Single crystals offac-Ir(pmb) and mer-Ir(pmb} were
grown from a methanol/dichloromethane solution and char-
acterized using X-ray crystallography. Molecular structures
of fac-Ir(pmb} and mer-Ir(pmb} are shown in Figure 5.
Selected bond distances and angles of the complexes are
provided in Table 1, along with those afer-Ir(ppz), for
which structural data were taken from the literattieAll
of the complexes analyzed here have the three cyclometa-
lating ligands in a pseudo-octahedral coordination geometry
around the iridium center. The/C: ligands in bothfac-
and mer-Ir(pmb} are twisted from planarity around the
bridging Gonenyr—Ncamenebond. The distortion is presumably
ue to steric repulsion between adjacent hydrogen atoms on
the phenyl and benzimidazolyl moieties. The twist is smaller
in the fac-isomer (dihedral angles are between 1 and 10°)
than in themer-isomer (dihedral angles vary between 5 and
27°). This variation in ligand distortion is most likely due
to crystal packing effects.

Itis instructive to compare the Ir coordination environment
of the facial isomer of Ir(pmh)to that of the same isomer
for Ir(ppz)s. In fac-Ir(pmb, the average Ir-€camencdistance
(2.026(7) A) is significantly shorter than the averageNr
distance infac-Ir(ppz) (2.124(5) A). The short distance in
fac-Ir(pmb} suggests that the carbene moiety is more
strongly bound to the Ir than the pyrazolyl ligand. Moreover,
the average Ir—gpeny distance (2.081(7) A) ifiac-Ir(pmb)
is longer than the averagedCyneny distance irfac-Ir(ppz)
(2.021(6) A), suggesting that the carbene is a stronger field
ligand than the pyrazolyl. The bonding parameters found for
the meridianal isomer of the complex support this view as
well. In mer-Ir(pmb}, the bond length of kCsy trans to
benzimidazolyl (Ir—C2= 2.078(4) A) is greater than the
bond length of I+Cyy trans to the pyrazolyl group imer-
Ir(ppz)s (Ir—C3 = 1.993(2) A), illustrating the stronger trans

Pictiva EX2030
Samsung v Pictiva
IPR2024-00855



Phosphorescence from Ir Complexes with Cyclometalated Ligands

’K“ a s —

< —— fac-Ir(pmi), [
g ok —o— fac-Ir(pmb), [ 0g 5
< f =
= 30k 06 2
s =
g 20\ Y 043
2 c
o 10k4 0.2 3,
< \ g

04 000 "ﬂ”}f’-fxx)«'gy 0.0

250 300 330 400 4% 500 550 600
Wavelength (nm)

b
2.0 — fac-Ir(pmb),
%‘ —o— mer-Ir(pmb),
e 1.5+
@
£
'g 1.0
N
w®
g 0.5
S W 77K
4 \Y
0.0 ¢ J m&'xxﬁ_h‘xwxw_wﬁ

350 400 450 500 550 600
Wavelength (nm)

Figure 6. (a) Absorption and emission spectra fac-Ir(pmi); andfac-
Ir(pmb)s in CH2CI, at room temperature and (b) emission spectréaof
andmer-Ir(pmb} in 2-MeTHF at room temperature and 77 K.

of fac-Ir(ppz}. The data are consistent with the I/{C:)s
complexes having both low HOMO and high LUMO
energies. Théac-isomers undergo reversible oxidatidac:
Ir(pmi)s, E12°* = 0.22 V;fac-Ir(pmb}, E;2°* = 0.48 V) and
no observable reduction within the accessible solvent win-
dow, similar to the data shown in Figure 2 fiac-1r(ppz).
The mer-isomers are easier to oxidize than théc
counterpartsrer-Ir(pmik, E;2°* = 0.14 V; mer-Ir(pmb},
Eix>* = 0.31 V), and an irreversible reduction can be
observed imerIr(pmb); at —3.2 V. The absorption spectra
show strong bands at high energy € 270 nm,e > 2 x
10* M~ cm™?) that are assigned to ligand-z* transitions
of the cyclometalating ligands, whereas weaker bands at
lower energy { = 270—360 nme ~ 10 M~ cm™Y) are
ascribed to MLCT transitions (Figure 6). A weak, low energy
o s opes e s ot v b ariced o0 15,150 present n both complexes (360 nm.c ~
forr)clarify. The atom nuFr)'rEbe.ring usedyin Tgable 1 is shown. 100 M cm™) and !S assigned to a per_turb%tn{: tran_smon.

The fac- and mer-isomers have similar absorption band
influence of the carbene ligand over that of pyrazolyl. The shapes in each of the respective complexes. An interesting

lengths of the mutually trans+C,., bond (Ir—C1 and k- feature offac-Ir(pmi) and fac-Ir(pmb} complexes is the
C3, average (avF 2.093(4) A) inmer-Ir(pmb} are slightly small difference in their MLCT absorption energies. This
longer than those irmer-Ir(ppzy (av = 2.040(2) A), similarity is surprising in view of the large decrease in the

indicating greater electron donation from the carbene ligand MLCT absorption energy (ca. 0.3 eV) that occurs when the
than from the pyrazolyl moiety. The structures of both m-system of the pyridyl ring in (ppylr(acac) is expanded
isomers of Ir(pmhy are consistent with a strong trans by adding a fused phenyl ring to form (pifacac)?
influence of a formally neutral carbene ligand. The bond Apparently, the minor variance of the MLCT energy upon
length differences suggest that the cyclometalated carbenegxtention of ther-system of the imidazolytcarbene moiety
are stronger field ligands than their pyrazolyl or pyridyl is due to poor conjugation of the phenyl and benzimidazolyl
counterparts, and therefore, the Ir(Cs complexes should  fragments, such that the phenyl and carbene moieties behave
have high energy ligand field states. as independent chromophores.

The Ir(pmi) and Ir(pmb) complexes display electro- All of the Ir(CAC:); complexes display intense emission
chemical and absorption characteristics comparable to thoseat 77 K in the near-UV spectrum and, notably, also luminesce
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Table 2. Photophysical Parameters for I{®l); and I((CAC:} states of the Ir(@C:); complexes relative tdac-Ir(flz)s is
Complexed presumably due to th#VILCT and3LC levels being closer

¢ (us) in energy and, thus, more effectively mixed in the IC:

7 (us) ke ke T (us) 77K ey
¢p. 300K (10°s) (10 ;*1) 77 K (polystyrene) )s complexes than ifiac Ir(fIz)3.. . .
The fact that near-UV emission is observed at room

fac-Ir(flz)s  0.38 37 1.0 0.020 50 48 )
fac-I(pmiy 002  0.40 5 2 6.8 temperature from the Ir(€C:); complexes suggests that the
mer-Ir(pmi;  0.05  0.62 8 2 2.4 3.4 nonemissive excited state for these complexes has been
fac-Ir(pmby 0.04  0.22 18 4 3.1 11 ianifi il ; imi e
mer-Ir(pmb) 0002 0,015 13 o5 >4 o significantly destabilized relative to the similar statefae

Ir(ppz)s. However, the Ir(CAC3 complexes still undergo
aThe_ values listed are for 2-MeTHF solutions at room temperature, unless ngonradiative decay to a greater extent thac-Ir(flz)s, as

otherwise noted. . . . L

evidenced by their high nonradiative rates and low PL
efficiencies. The high nonradiative decay rates for the Ir-
(CAC:); complexes indicate that a thermally accessible NR
state is still present in these species. Thermal activation to
this state can be largely eliminated by cooling the compounds
to low temperature, and the measured lifetimes under these
conditions are close to the radiative lifetimes. An alternative
means to suppress the nonradiative decay processes at room
temperature is to immobilize the complexes in a rigid matrix.
Accordingly, when the Ir(CACz)complexes are dispersed
in polystyrene, the lifetimes increase by nearly an order of
magnitude at room temperature (see Table 2). A similar
increase in radiative lifetime for Ru(ll) and Os(ll) tris-diimine

emission energies that are nearly identical in va = complexes in polymeric matripe; was preyiously reported
380 nm. 3.26 geV) These energ)i/es approach tth\;‘alue forand has been attributed to the inhibition of ligand field decay
the triplét state oN,N-diethylaniline Eq_o = 370 nm, 3.35 pathways in the rigid medi&:**The long Iifeti_mes obtained
eV)#2 The high emission energies of the IKC:)s com- in polystyrene for the Ir(@C:); complexes imply that the

plexes in conjunction with their low oxidation potentials luminance efficiencies at room temperature are much higher

imply that these materials have extremely high reduction In the polymer matrix@ > 0.1-0.2) than values measured

potentials when in the excited state 2% ~ E — Ep_q; in fluid solution. This behavior is noteworthy with regards
fac-Ir(pmik, E1"%* = —3.04 V; fac-Ir(pmb), Eyz+o* _ to the use of the Ir(@C:); complexes as phosphorescent

- o . dopants in applications such as OLEDs, since it suggests
—2.78 V). Th tent red bility of the Ir(CAE: S . T .
) e potent reducing ability of the Ir(CAG:) that the PL efficiencies in doped films are similarly quite

complexes in their excited states could make these materialsh. hi lue. If the lumi ficienci ¢ .

interesting candidates for use in photoinduced electron- 'gh In value. € luminance etriciencies were 1o remain

transfer studies. low in the solid state, the Ir(CAG:xomplexes would be of
little use as phosphorescent emitters. Consequently, we have

The PL efficiencies at room temperature for the IKC . .
. fabricated OLEDs using the Ir(¢&C:); complexes as dopants
)s complexes are low (0.0023-05) but, nevertheless, higher and have obtained high external quantum efficienciess),

than those for thei lyl t ts. The radiati d . ) .
an those for their pyrazoly' CoUnterparts. fhe ragiative an consistent with values ab > 0.2. A detailed study of these

nonradiative decay rates &dc-Ir(pmik (k- = 5 x 10* s71, devi . f d d will b ted i
knr = 2 x 10° s71) are comparable to those fc-Ir(pmb) fuetxlr(;ersesorcﬂlirren y undenvay and wil be presented in a

(k =1.8x 1P s%, kyy = 4 x 10° s71). Themer-isomer of
Ir(pmb); has a lower PL efficiency and a higher nonradiative Conclusion
decay rate than its facial analogue, which is similar to what

at room temperature in fluid solution (Figure 6). The quantum
efficiencies and lifetimes for the Ir(€C:); complexes

are given in Table 2. The excited state properties of the Ir-
(CAC:); complexes are related to those of the Ir(C4aN)
analogues in that both types of species emit from perturbed
3LC states. The emission spectra at 77 K are highly structured
(vibronic spacings of ca. 1300 ci) and have luminescent
lifetimes between 2 and jis. The emission spectra of the
fac- andmer-isomers are very similar in appearance (Figure
6), unlike the distinctly different line shapes seen for the
emission spectra of thiac- andmer-isomers of Ir(CAN)
complexes®aThe Ir(pmi) and Ir(pmb) complexes have high

was found for the corresponding properties in the- and The approach to tuning the photophysical properties of
mer-isomers of Ir(GN)s; complexes? The radiative rates  cyclometalated Ir complexes investigated here involved the
for the Ir(CAC:); complexes are higher than that fiac-Ir- control of the relative energies of emissive and non-emissive

(flz)s but less than that fofac-Ir(ppy), consistent with an  excited states. The starting point for this work was a high
intermediate degree 8KLCT character in the excited states triplet energy Ir complex, i.e.fac-Ir(ppz}, that gives no

of the Ir(CAC:): complexes. The moderate rigidochromic measurable emission at room temperature. By increasing the
shifts for the Ir(CAC:); complexes (see Figure 6) also suggest energy separation between emissive and nonemissive states,
that their excited states have more MLCT character than nonradiative decay rates could be decreased, leading to
those offac-Ir(flz); (largely 3LC based) but less than those substantially improved luminescent quantum yields. This was
of fac-Ir(ppy). The greatetMLCT character in the excited =~ demonstrated either by lowering the energy of the emitting

(41) (a) Wang, H. M. J.; Lin, I. J. BOrganometallicsL 998,17, 972—975. (43) Draxler, SJ. Phys. Chem. A999,103, 4719.
(b) Chianese, A. R,; Li, X.; Janzen, M. C.; Faller, J. W.; Crabtree, R. (44) Holmes, R.; Forrest, S. R.; Sajoto, T.; Tamayo, A.; Djurovich, P. |.;
H. Organometallics2003,22, 1663—1667. Thompson, M. E.; Brooks, J.; Tung, Y.-J.; D'’Andrade, B. W.; Weaver,
(42) Murov, S. L.; Carmichael, |.; Hug, G. Handbook of Photochemistry M. S.; Kwong, R. C.; Brown, J. JAppl. Phys. Lett.submitted for
2nd ed.; Marcel Dekker: New York, 1993. publication.
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state, as irffac-Ir(flz)s;, or by increasing the energies of the enyl)]pyrazole (0.036 g, 0.138 mmol), and 25 mL of glycerol. The
non-emissive states, as in the IC:); complexes. While reaction mixture was stirred and heated in an oil bath at-2p0

the fac-Ir(flz); complex has a markedly lower triplet state °C for 24 h under a nitrogen atmosphere. After being cooled to
energy than théac-Ir(flz); complex, the Ir(@.C:); complexes ambient temperatur.e,. distilled water was added tq the reaction
have higher triplet energies and display near-UV lumines- mixture and the p_rt_empltate was vacuum filtered and dried. The (_:r_ude
cence at room temperature. The next step in this study is toproduct was purified by flash column chromatography on silica

. h d d f the ph hvsi el using dichloromethane as the eluent to give pure fac-l§(flz)
examine the temperature dependence of the photop ysma?ologgs g, 75%)*H NMR (360 MHz, CDC}), ppm: 8.1 (ddJ =

properties of these materials. The temperature dependencg g o5, 3H), 7.36 (ddl = 6.7, 1.3 Hz, 3H), 7.29 (s, 3H), 7.28

of the emission lifetime and efficiency can be used to (s 3H), 7.26 (ddJ = 6.3, 1.5 Hz, 3H), 7.14 (ddd,= 7.5, 7.4, 1.5
determine the relative energies and decay rates for both theqz, 3H), 7.10 (dddJ = 7.4, 7.2, 1.3 Hz, 3H), 7.03 (dd,= 2.1,
emissive and nonemissive excited states of the NHC- and0.4 Hz, 3H), 6.41 (ddJ = 2.8, 2.2 Hz, 3H), 1.56 (s, 9H), 1.46 (s,
pyrazolyl-based materials. With this information in hand, we 9H). *3C (90.55 MHz, CDGJ), ppm: 153.74, 146.77, 143.75,
will be able to evaluate the nature of the nonradiative decay 140.02, 138.47, 136.74, 136.55, 128.86, 126.54, 125.73, 124.87,
processes and design |igands and Comp|exes that moré.21.98, 119.88, 106.53, 105.55, 46.23, 28.03, 27.19. CHN Analysis
effectively destabilize the non-emissive states, leading to €alcd: C, 66.85; H, 4.68; N, 8.66. Observed: C, 66.22; H, 4.52;

higher luminance efficiencies. A detailed temperature de- N, 8.55. _ )
pendent study is currently in progress. Synthesis of [(pmi}IrCl] ». A 100 mL round-bottomed flask was

charged with silver(l) oxide (0.428 g, 1.85 mmol), 1-phenyl-3-
methylimidazolate iodide (0.946 g, 3.31 mmol), iridium trichloride
hydrate (0.301 g, 1.01 mmol), and 60 mL of 2-ethoxyethanol. The
Solvents and reagents for synthesis were purchased from Aldrich,reaction mixture was stirred and heated with an oil bath at°®0
Matrix Scientific, and EM Science and were used without further for 15 h under nitrogen while protected from light with aluminum
purification. IrCk-nH,O was purchased from Next Chimids,N- foil. The reaction mixture was cooled to ambient temperature, and
Dimethylformamide (EM Science, anhydrous, 99.8%) and tetra-  the solvent was removed under reduced pressure. The black mixture
butylammonium hexafluorophosphate (TBAH) (Fluka, electro- was extracted with ca. 20 mL of dichloromethane, and the extract
chemistry grade) were used for spectroscopic and electrochemicalwas reduced to a volume of ca. 2 mL. Addition of methanol gave
measurements. The syntheses of 1-[2-(9,9-dimethylfluorenyl)]- an off-white solid, which was formulated as the dichlorobridged
pyrazole, 1-phenyl-3-methylimidazolium iodide, and 1-phenyl-3- dimer on the basis of its relatively simpliel NMR spectrum, along
methylbenzimidazolium iodide are given in the Supporting Infor- with some unreacted ligandH NMR (250 MHz, CDC}), ppm:
mation. The synthesis and characterizatioffecfIr(flz)s, fac- and 7.50 (d,J = 2.0 Hz, 4H), 7.07 (dJ = 2.0 Hz, 4H), 6.09 (ddJ =
mer-Ir(pmi}, and fac- and mer-Ir(pmb} are given below. All 7.8, 1.0 Hz, 4H), 6.63 (dddl = 7.5, 7.5, 1.4 Hz, 4H), 6.15 (ddd,
syntheses involving IrGinH,O or any other Ir(lll) species were J= 7.5, 7.5, 1.4 Hz, 4H), 3.87 (s, 12H). This product was used
carried out under an inert atmosphere. without further purification for the synthesis of ttiac-Ir(pmi)s.
Synthesis of fac-Iridium(lll) Tris(1-[2-(9,9-dimethylfluor- Synthesis offac-Iridium(lll) Tris(1-phenyl-3-methylimida-
enyl)]pyrazolyl-N,C?), fac-Ir(flz) 5. The fac-Ir(flz); complex was zolin-2-ylidene-C,C?), fac-Ir(pmi) 3. A 50 mL round-bottomed flask
prepared using the same two step procedure as that uséatcfor  was charged with silver(l) oxide (0.278 g, 1.20 mmol), 1-phenyl-
Ir(ppz)s.182 A fluorenylpyrazolyl-based Ir(Ill)u-dichloro-bridged 3-methylimidazolium iodide (0.080 g, 0.280 mmol), [(psiilCI] »
dimer, [(flz)IrCl],, was synthesized in a 100 mL round-bottomed (0.108 g, 0.091 mmol), and 25 mL of 1,2-dichloroethane. The
flask that was charged with iridium trichloride hydrate (0.250 g, reaction mixture was stirred and heated with an oil bath at@7
0.837 mmol), 1-[2-(9,9-dimethylfluorenyl)]pyrazole (0.500 g, 1.92 for 15 h under nitrogen while protected from light with aluminum
mmol), and 60 mL of a 2-ethoxyetharelater mixture (3:1). The foil. The reaction mixture was cooled to ambient temperature and
reaction mixture was stirred and heated with an oil bath at®Cl0  concentrated under reduced pressure. The dark residue was taken
for 16 h under nitrogen and then allowed to cool to ambient up in dichloromethane, and the silver(l) salts were removed by
temperature. Addition of water gave the [(Hz)Cl] . complex as a filtration through Celite. The resultant light brown solution was
yellowish-white solid (0.415 g, 66%), which was used without further purified by flash column chromatography on silica gel using
further purification in the next step to prepare the diketonate dichloromethane as the eluent and was then reduced in volume to
complex. ca. 2 mL. Addition of methanol gave 0.010 g (8% yield) of the
In a 100 mL round-bottomed flask, the [(f)Cl], complex iridium complex as an off-white solidH NMR (360 MHz, CDy-
(0.250 g, 0.168 mmol), 2,4-pentanedione (0.036 mL, 0.352 mmol), Cly), ppm: 7.43 (dJ = 2.0 Hz, 3H), 7.16 (ddJ = 7.7, 1.0 Hz,
and excess ¥CO; were combined with 60 mL of 1,2-dichloro-  3H), 6.89 (dddJ = 8.0, 7.3, 1.5 Hz, 3H), 6.78 (dl = 2.0 Hz,
ethane. The reaction mixture was stirred and heated with an oil 3H), 6.71 (dddJ = 8.0, 7.3, 1.5 Hz, 3H), 6.60 (dd,= 7.2, 1.4
bath at 9C°C for 16 h under nitrogen. After being cooled to ambient Hz, 3H).13C (90.55 MHz, CRCl,), ppm: 176.77, 150.12, 148.05,
temperature, the reaction mixture was filtered to remove the 137.80, 125.02, 120.73, 120.56, 114.71, 110.42, 36.95. CHN
insoluble salts and the solvent was removed from the filtrate under Analysis Calcd: C, 54.28; H, 4.10; N, 12.66. Observed: C, 54.09;
reduced pressure. Addition of methanol gave 0.248 g of a light H, 3.83; N, 12.47.
yellow solid which was found to be (flzy(acac) (91% yield)H Synthesis ofmer-Iridium(lll) Tris(1-phenyl-3-methylimida-
NMR (360 MHz, CDC}), ppm: 8.16 (ddJ = 2.9, 1.0 Hz, 2H), zolin-2-ylidene-C,C?), mer-Ir(pmi)z. A 50 mL round-bottomed
7.69 (dd,J = 2.2, 0.73 Hz, 2H), 7.257.29 (m, 2H), 7.3+7.35 flask was charged with silver(l) oxide (0.076 g, 0.328 mmol),
(m, 2H), 7.19 (s, 2H), 7.097.18 (m, 4H), 6.71 (dd) = 2.9, 2.2 1-phenyl-3-methylimidazolium iodide (0.109 g, 0.381 mmol),
Hz, 2H), 6.54 (s, 2H), 5.23 (s, 1H), 1.40 (s, 6H), 1.38 (s, 12H). iridium trichloride hydrate (0.029 g, 0.097 mmol), and 20 mL of
A 50 mL round-bottomed flask was charged with the ¢liz) 2-ethoxyethanol. The reaction mixture was stirred and heated with
(acac) complex (0.100 g, 0.125 mmol), 1-[2-(9,9-dimethylfluor- an oil bath at 120C for 15 h under nitrogen while protected from

Experimental Section
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light with aluminum foil. The reaction mixture was cooled to (B) mer-Ir(pmb)z. IH NMR (360 MHz, CDC}), ppm: 8.16 (d,
ambient temperature and concentrated under reduced pressurel = 8.7 Hz, 1H), 8.14 (dJ = 8.2 Hz, 1H), 8.05 (d,J = 7.8 Hz,
Filtration through Celite, using dichloromethane as the eluent, was 1H), 7.85 (d,J = 7.5 Hz, 1H), 7.82 (dJ = 7.8 Hz, 1H), 7.75 (d,
performed to remove the silver(l) salts. A white solid was obtained J = 7.3 Hz, 1H), 6.46-7.47 (m, 18H), 3.25 (s, 3H), 3.18 (s, 3H),
after removing the solvent in vacuo and was washed with methanol 3.17 (s, 3H).13C (90.55 MHz, CDCJ), ppm: 188.22, 185.95,

to give 0.016 g (24% yield) of the meridianal tris-iridium complex  184.89, 150.84, 149.64, 149.27, 148.79, 147.86, 147.84, 139.10,
as a white solid'H NMR (360 MHz, CDC}), ppm: 7.42 (dJ = 138.93, 136.67, 136.60, 136.22, 132.49, 132.52, 132.48, 124.75,
2.0 Hz, 1H), 7.37 (dJ = 2.0 Hz, 1H), 7.28 (dJ = 2.0 Hz, 1H), 124.53, 124.34, 122.69, 122.61, 121.86, 121.75, 121.43, 120.61,
6.9—7.2 (m, 3H), 6.78-6.85 (m, 3H), 6.5-6.75 (M, 3H), 3.04 (S, 12021, 120.23, 112.35, 111.77, 111.13, 111.09, 111.05, 109.64,

1H), 3.02 (s, 1H), 2.95 (s, 1H}C (90.55 MHz, CDGJ), ppm: 109 56 109.39, 33.40, 33.39, 33.33, 32.73. CHN Analysis Calcd:
175.08, 173.62, 172.46, 151.43, 150.09, 148.87, 148.07, 147.44, 51 97. 4 4.09: N, 10.32. Observed: C, 61.88; H, 3.69; N, 10.21.

146.69, 139.76, 139.54, 137.27, 124.76, 124.71, 124.50, 124.33,

120.57, 120.40, 119.98, 119.66, 119.44, 119.39, 114.13, 114.11, X"ay Crystallography. Diffraction data forfac-Ir(flz)s, fac-Ir-
114.08, 110.07, 109.48, 36.99, 36.93, 35.87. CHN Analysis (PMbk andmer-ir(pmb) were collected aT = 153(2), 143(2),

Calcd: C. 54.28' H. 4.10: N. 12.66. Observed: C. 54.25: H. 3.77: and 143(2) K, respectively. The data sets were collected on a Bruker
N 12.44.’ Y Y ’ Y " SMART APEX CCD diffractometer with graphite monochromated

Synthesis of [(pmb)IrCl] 5. A 100 mL round-bottomed flask -l\/_lo' Ka radiation (A= 0.7107_3 A). The cell parameters fqr the
was charged with silver(l) oxide (5.590 g, 24.1 mmol), 1-phenyl- iridium complexes were obtained from a least-squares refinement

3-methylbenzimidazolium iodide (6.756 g, 20.1 mmol), iridium of the spots (from 60 collected frames) using the SMART program.
trichloride hydrate (1.50 g, 5.02 mmol), and 50 mL of 2-ethoxy- Intensity data were processed using the Saint Plus program. All
ethanol. The reaction mixture was stirred and heated with an oil the calculations for the structure determination were carried out
bath at 120°C for 24 h under nitrogen while protected from light ~ using the SHELXTL package (version 5%)nitial atomic positions
with aluminum foil. The reaction mixture was cooled to ambient Were located by Patterson methods using XS, and the structures of
temperature and concentrated under reduced pressure. Flash columifie compounds were refined by the least-squares method using
chromatography on Celite using dichloromethane as the eluent wasSHELX97. Absorption corrections were applied by using SAD-
performed to remove the silver(l) salts. A brown oil was obtained, ABS.:¢ In most cases, hydrogen positions were input and refined
and addition of ethanol gave a light brown solid. The brownish in a riding manner along with the attached carbons. A summary of
solid was filtered and washed with ethanol. It was further purified the refinement details and the resulting factors for the complexes
by flash column chromatography on silica gel using dichlo- are given in the Supporting Information.
romethane as the eluent to give a yellowish solid product (0.412.9,  gjectrochemical and Photophysical CharacterizationCyclic
12.7% yield), which was formulated as [(prabl], based ortH voltammetry and differential pulsed voltammetry were performed
?‘MR spectral features that are §|mllar to those for [(erﬂ)l]i using an EG&G potentiostat/galvanostat model 283. Anhydrous
7H9N1V|§|_(§62H|\;|H;%S?rﬁk)iﬁfrg-33-(1:1 (TH)4:)7EZ(€§1$% 3 DMF was used as the solvent under an inert atmosphere, and 0.1
7.8 1.3 Hz, 4H), 6.38 (dddl = 8.2, 7.6, 1.1 Hz, 4H), 6.24 (dd, M tetra.-n-butylammonlum hexafluorophosphate was used as Fhe
= 7.6, 1.3 Hz, 4H), 3.78 (s, 12H). supporting electrplyte. A_glassy carbon rod was used as the working
. o . . electrode, a platinum wire was used as the counter electrode, and
Synthesis of Iridium(lll) Tris(1-phenyl-3-methylbenzimida- a silver wire was used as a pseudoreference electrode. The redox

zolin-2-ylidene-C,C), Ir(pmb) 3. A 50 mL round-bottomed flask . . .
T . potentials are based on values measured from differential pulsed
was charged with silver(l) oxide (0.0886 g, 0.382 mmol), 1-phenyl- . . .
voltammetry and are reported relative to either a ferrocenium/

3-methylbenzimidazolium iodide (0.225 g, 0.669 mmol), [(pH0]] ferrocene (CgFe'/Cp.Fe) redox couple or a decamethylferro-

(0.412 g, 0.319 mmol), and 25 mL of 1,2-dichloroethane. The )
reaction mixture was stirred and heated with an oil bath at®5 cenium/ decgmethylferrocene (éGp,Fe'/MesCpFe) redox couple,
used as an internal referente.

for 24 h under nitrogen while protected from light with aluminum

foil. The reaction mixture was cooled to ambient temperature and ~ The UV—visible spectra were recorded on a Hewlett-Packard
concentrated under reduced pressure. Flash column chromatograph$853 diode array spectrophotometer. Steady state emission spectra
on 50:50 Celite and silica gel using dichloromethane as the eluentat room temperature and 77 K were determined using a Photon
was performed to give 0.514 g of a mixture of meridianal and facial Technology International QuantaMaster model C-60SE spectro-
Ir(pmb)s; (3:1) as an-off white solid. Column chromatography using fluorimeter. Phosphorescence lifetime measuremerig§) were

ethyl acetate/hexanes (20:80) as the eluent was performed to giveperformed on the same fluorimeter, equipped with a microsecond

0.400 g of predominantlyner-Ir(pmb} with some facial impurity
(77% vyield). The remainindac-Ir(pmb} was eluted using ethyl
acetate/hexanes (40:60) to give 0.110 g (21% yield) of pace

xenon flashlamp, or on an IBH Fluorocube lifetime instrument by
a time correlated single photon counting method using either a 331
or 373 nm LED excitation source. Quantum efficiency (QE)

Ir(pmb)s. Repeated column chromatography was required to obtain measurements were carried out at room temperature in degassed

mer-Ir(pmb} free of the fac impurity.

(A) fac-Ir(pmb) 3. 1H NMR (360 MHz, CDC}), ppm: 8.08 (d,
J=8.2 Hz, 3H), 7.86 (dJ = 7.8 Hz, 3H), 7.24 (ddd]) = 8.8, 6.9,
1.3 Hz, 3H), 7.15 (ddd) = 7.7, 8.06, 0.85 Hz, 3H), 7.12 (d,=
1.1 Hz, 2H), 7.09 (dJ = 1.1 Hz, 1H), 7.05 (ddd) = 8.2, 7.0, 1.6
Hz, 3H), 6.72 (dddJ = 7.7, 7.1, 1.1 Hz, 3H), 6.65 (dd,= 7.3
Hz, 3H) 3.22 (s, 9H).13C (90.55 MHz, CDGCJ), ppm: 189.58,

148.75, 148.65, 137.02, 136.31, 132.63, 124.64, 122.59, 121.68,(47)
120.86, 111.98, 111.125, 109.49, 33.42. CHN Analysis Calcd: C,

61.97; H, 4.09; N, 10.32. Observed: C, 62.16; H, 3.77; N, 10.31.
8002 Inorganic Chemistry, Vol. 44, No. 22, 2005

toluene solutions using the optically dilute metHé&olutions of
fac-Ir(ppy)s (® = 0.4p18awere used as referendél and*C NMR
spectra were recorded on a Bruker AM 360 MHz instrument, and

(45) Sheldrick, G. M.SHELXTL, version 5.1; Bruker Analytical X-ray
System, Inc.. Madison, WI, 1997.

(46) Blessing, R. HActa Crystallogr.1995,A51, 33.

(a) Gagne, R. R.; Koval, C. A.; Lisensky, G. l@org. Chem.1980,

19, 2854. (b) Sawyer, D. T.; Sobkowiak, A.; Roberts, J. L., Jr.

Electrochemistry for Chemist&nd ed; John Wiley and Sons: New

York, 1995; p 467.
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chemical shifts were referenced to residual protiated solvent. iodide, and 1-phenyl-3-methylbenzimidazolium iodide are de-
Elemental analyses (CHN) were performed at the Microanalysis scribed. The emission spectrum of flzH at 77 K, cyclic voltammetric
Laboratory at the University of Illinois, Urbana-Champaign. traces forfac- andmer-Ir(pmiy and Ir(pmb), absorption spectra
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(9,9-dimethylfluorenyl)]pyrazole, 1-phenyl-3-methylimidazolium given. The crystallographic information files (.cif) are also given
for each compound.

(48) (a) Demas, J. N.; Croshy, G. A. Phys. Chem1978,82, 991. (b)
DePriest, J.; Zheng, G. Y.; Goswami, N.; Eichhorn, D. M.; Woods,
C.; Rillema, D. P.Inorg. Chem.2000,39, 1955. 1C051296lI

Inorganic Chemistry, Vol. 44, No. 22, ZOOBict?\g%Q%O

Samsung v Pictiva
IPR2024-00855





