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THERMAL SOLUTION FOR PORTABLE 
ELECTRONIC DEVICES 

This application is a continuation-in-part of Us. patent 
application Ser. No. 10/722,364, ?led Nov. 25, 2003 noW 
U.S. Pat. No. 6,982,874. 

TECHNICAL FIELD 

The present invention relates to a thermal solution capable 
of thermally shielding components in an electronic device, 
so as prevent or reduce the effects of the heat on device 
components. 

BACKGROUND OF THE INVENTION 

With the development of more and more sophisticated 
electronic devices, including those capable of increasing 
processing speeds and higher frequencies, having smaller 
siZe and more complicated poWer requirements, and exhib 
iting other technological advances, such as laptop comput 
ers, cell phones, personal digital assistants (PDAs) and 
related portable devices, as Well as in other devices Where 
components are arrayed in close proximity to each other, 
relatively extreme temperatures can be generated. For 
instance, poWer ampli?ers and digital signal processors can 
generate signi?cant heat, especially in cell phones. HoW 
ever, these components, as Well as batteries, microproces 
sors, integrated circuits and other sophisticated electronic 
components typically operate e?iciently only under a certain 
range of threshold temperatures. The excessive heat gener 
ated during operation of these components can not only 
harm their oWn performance, but can also degrade the 
performance and reliability of other system components and 
the overall system and can even cause system failure. The 
increasingly Wide range of environmental conditions, 
including temperature extremes, in Which electronic systems 
are expected to operate, exacerbates the negative e?fects of 
excessive heat. 

With the increased need for heat dissipation from micro 
electronic devices, thermal management becomes an 
increasingly important element of the design of electronic 
products. Both performance reliability and life expectancy 
of electronic equipment are inversely related to the compo 
nent temperature of the equipment. For instance, a reduction 
in the operating temperature of a device such as a typical 
silicon semiconductor, or, similarly, of the temperatures to 
Which the semiconductor is exposed from other components, 
can correspond to an increase in the processing speed, 
reliability and life expectancy of the device. Therefore, to 
maximiZe the life-span and reliability of a component, 
controlling the temperature to Which components are 
exposed can be of paramount importance. 

Although it is feasible to simply insulate heat-generating 
components in an electronic device, doing so can be disad 
vantageous. Insulating a heat source keeps the heat gener 
ated by the heat source in and around the component 
generating the heat. Thus, it increases the thermal load on 
that component, Which can reduce the operating effective 
ness or life of the component. Accordingly, the heat gener 
ated by one component in a system needs to be channeled or 
spread aWay from the heat-generating component, as Well as 
shielded from other components of the device. 
One group of relatively light Weight materials suitable for 

use in the dissipation of heat from heat sources such as 
electronic components are those materials generally knoWn 
as graphites, but in particular graphites such as those based 
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2 
on natural graphites and ?exible graphite as described 
beloW. These materials are anisotropic and alloW thermal 
dissipation devices to be designed to preferentially transfer 
heat in selected directions. The graphite materials are much 
lighter in Weight and thus provide many advantages over 
copper or aluminum. 

Graphites are made up of layer planes of hexagonal arrays 
or netWorks of carbon atoms. These layer planes of hexago 
nally arranged carbon atoms are substantially ?at and are 
oriented or ordered so as to be substantially parallel and 
equidistant to one another. The substantially ?at, parallel 
equidistant sheets or layers of carbon atoms, usually referred 
to as graphene layers or basal planes, are linked or bonded 
together and groups thereof are arranged in crystallites. 
Highly ordered graphites consist of crystallites of consider 
able siZe: the crystallites being highly aligned or oriented 
With respect to each other and having Well ordered carbon 
layers. In other Words, highly ordered graphites have a high 
degree of preferred crystallite orientation. It should be noted 
that graphites possess anisotropic structures and thus exhibit 
or possess many properties that are highly directional e.g. 
thermal and electrical conductivity and ?uid di?usion. 

Brie?y, graphites may be characterized as laminated 
structures of carbon, that is, structures consisting of super 
posed layers or laminae of carbon atoms joined together by 
Weak van der Waals forces. In considering the graphite 
structure, tWo axes or directions are usually noted, to Wit, the 
“c” axis or direction and the “a” axes or directions. For 
simplicity, the “c” axis or direction may be considered as the 
direction perpendicular to the carbon layers. The “a” axes or 
directions may be considered as the directions parallel to the 
carbon layers or the directions perpendicular to the “c” 
direction. The graphites suitable for manufacturing ?exible 
graphite sheets possess a very high degree of orientation. 
As noted above, the bonding forces holding the parallel 

layers of carbon atoms together are only Weak van der Waals 
forces. Natural graphites can be treated so that the spacing 
betWeen the superposed carbon layers or laminae can be 
appreciably opened up so as to provide a marked expansion 
in the direction perpendicular to the layers, that is, in the “c” 
direction, and thus form an expanded or intumesced graphite 
structure in Which the laminar character of the carbon layers 
is substantially retained. 

Graphite ?ake Which has been greatly expanded and more 
particularly expanded so as to have a ?nal thickness or “c” 
direction dimension Which is as much as about 80 or more 
times the original “c” direction dimension can be formed 
Without the use of a binder into cohesive or integrated sheets 
of expanded graphite, e.g. Webs, papers, strips, tapes, foils, 
mats or the like (typically referred to as “?exible graphite”). 
The formation of graphite particles Which have been 
expanded to have a ?nal thickness or “c” dimension Which 
is as much as about 80 times or more the original “c” 
direction dimension into integrated ?exible sheets by com 
pression, Without the use of any binding material, is believed 
to be possible due to the mechanical interlocking, or cohe 
sion, Which is achieved betWeen the voluminously expanded 
graphite particles. 

In addition to ?exibility, the sheet material, as noted 
above, has also been found to possess a high degree of 
anisotropy With respect to thermal and electrical conductiv 
ity and ?uid di?usion, comparable to the natural graphite 
starting material due to orientation of the expanded graphite 
particles and graphite layers substantially parallel to the 
opposed faces of the sheet resulting from very high com 
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pression, e.g. roll pressing. Sheet material thus produced has 
excellent ?exibility, good strength and a very high degree of 
orientation. 

Brie?y, the process of producing ?exible, binderless 
anisotropic graphite sheet material, eg Web, paper, strip, 
tape, foil, mat, or the like, comprises compressing or com 
pacting under a predetermined load and in the absence of a 
binder, expanded graphite particles Which have a “c” direc 
tion dimension Which is as much as about 80 or more times 
that of the original particles so as to form a substantially ?at, 
?exible, integrated graphite sheet. The expanded graphite 
particles that generally are Worm-like or vermiform in 
appearance, once compressed, Will maintain the compres 
sion set and alignment With the opposed major surfaces of 
the sheet. The density and thickness of the sheet material can 
be varied by controlling the degree of compression. The 
density of the sheet material can be Within the range of from 
about 0.04 g/cm3 to about 2.0 g/cm3. The ?exible graphite 
sheet material exhibits an appreciable degree of anisotropy 
due to the alignment of graphite particles parallel to the 
major opposed, parallel surfaces of the sheet, With the 
degree of anisotropy increasing upon roll pressing of the 
sheet material to increase orientation. In roll pressed aniso 
tropic sheet material, the thickness, i.e. the direction per 
pendicular to the opposed, parallel sheet surfaces comprises 
the “c” direction and the directions ranging along the length 
and Width, i.e. along or parallel to the opposed, major 
surfaces comprises the “a” directions and the thermal, elec 
trical and ?uid diffusion properties of the sheet are very 
different, by orders of magnitude, for the “c” and “a” 
directions. 

While the use of sheets of compressed particles of exfo 
liated graphite (i.e., ?exible graphite) has been suggested as 
thermal spreaders, thermal interfaces and as component 
parts of heat sinks for dissipating the heat generated by a 
heat source (see, for instance, US. Pat. Nos. 6,245,400; 
6,482,520; 6,503,626; and 6,538,892), the issues of “touch 
temperature,” that is the heating of external surfaces of an 
electronic device to the extent that the user is discom?ted or 
endangered, and heating of adjacent components have not 
adequately been addressed. 

Accordingly, there is a continuing need for improved 
designs for thermal solutions for electronic components of 
portable or miniaturized devices such as laptop computers, 
cell phones and PDAs, Where the heat from one component 
needs to be blocked from effecting neighboring components, 
While also being spread or dissipated. 

SUMMARY OF THE INVENTION 

The present invention provides a thermal solution capable 
of dissipating the heat from a heat-generating electronic 
component While simultaneously shielding other, especially 
adjacent, components from the effects of the heat generated 
by the heat-generating component. The inventive thermal 
solution comprises at least one anisotropic sheet of com 
pressed particle of exfoliated graphite (also referred to 
herein as “?exible graphite”). As used herein, the term 
“?exible graphite” also refers to sheets of pyrolytic graphite, 
either singly or as a laminate. The ?exible graphite sheet 
employed as the thermal solution of the present invention 
has an in-plane thermal conductivity substantially higher 
than its through-plane thermal conductivity. In other Words, 
the thermal solution of the present invention has a relatively 
high (on the order of 10 or greater) thermal anisotropic ratio. 
The thermal anisotropic ratio is the ratio of in-plane thermal 
conductivity to through-plane thermal conductivity. 
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4 
The thermal solution comprises tWo major surfaces, one 

of Which can be in operative contact With a surface of the 
heat source, like a hard drive or processor (the terms 
“operative contact” and “direct operative contact” as used in 
the electronic thermal management industry refer to a ther 
mal spreader, thermal interface, heat sink or the like being in 
position such that heat from a heat source is transferred to 
such thermal spreader, thermal interface, heat sink or the 
like). The area of the thermal solution is greater than that of 
the area of contact of the thermal solution on the heat source, 
such that the in-plane thermal conductivity of the thermal 
solution acts to dissipate or spread heat from the heat source. 
Alternatively, the inventive thermal solution can be arrayed 
in the device, such that one or more components of the 
device are shielded from heat generated Within the device, 
even Where the thermal solution is not in operative contact 
or direct operative contact With the source of the heat. 
Due to the relatively loW through-thickness thermal con 

ductivity (or, put another Way, high thermal anisotropic 
ratio), the heat generated is not as readily transferred through 
the thickness of the thermal solution (that is, in the direction 
betWeen the tWo major surfaces). Thus, When the thermal 
solution is positioned betWeen the heat source and another 
component in the device in Which the heat source is located, 
the thermal solution reduces or eliminates heat ?oW from the 
heat source to the other component. The conformable nature 
of the thermal solution of the present invention permits its 
use even in applications Where space is limited, such as cell 
phones, PDAs and the like. 

In addition, another bene?t of the use of a ?exible 
graphite material as the inventive thermal solution lies in the 
ability of graphitic materials to block electromagnetic and 
radio frequency (EMI/RF) interference. It is believed that 
the thermal solutions of this invention Will function to shield 
components of the device in Which it is positioned from 
EMI/RF interference, in addition to performing the thermal 
dissipation/ shielding function that is its primary purpose. 

In another embodiment of the invention, the thermal 
solution can have a layer of aluminum or other isotropic 
conductor like copper laminated or coated thereon so as to 
be interposed betWeen the thermal solution and device 
components to improve handleability and mechanical 
robustness of the thermal solution, as Well as to modify the 
thermal transfer and EMI/RF shielding characteristics of the 
thermal solution. LikeWise, a thermal interface material, 
such as a thermal grease or a graphite-based thermal inter 
face like that described in International Patent Application 
No. PCT/US02/40238 and/or commercially available from 
Advanced Energy Technology Inc. of LakeWood, Ohio as its 
eGraf Hi-ThermTM line of products can be interposed 
betWeen the thermal solution and a heat source to facilitate 
heat transfer betWeen the heat source and the inventive 
thermal solution. In yet another embodiment, a re?ective 
material can be employed on one of the surfaces of the 
thermal solution, Which can then be positioned under the 
keypad of a cell phone or PDA to shield the keypad and user 
from heat generated Within the device as Well as improve the 
visibility of the keypad. Still another embodiment of the 
invention positions the thermal solution betWeen layers of 
the printed circuit board (“PCB”) of the device, in order to 
shield components on one side of the PCB (either integral 
With the PCB or adjacent thereto) from heat generated at or 
on the other side of the PCB. 

In addition, in order to improve mechanical robustness 
and handleability of the thermal solution, and potentially to 
further block or shield heat from being transmitted to 
shielded components, a layer of a relatively thermally non 
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conductive material such as a plastic like Mylar® material 
or other resins or like materials can be overlaid on the 
thermal solution. 

The use of a layer of aluminum, plastic, etc. on one or 
both of the major surfaces of the thermal solution can have 
an additional advantage. Although they are not believed to 
be Well-founded, fears have been expressed that the use of 
a graphite component Within an electronic device can lead to 
problems due to ?aking of graphite particles from the 
graphite component. The aluminum, plastic, etc. can also 
function or cooperate to encase the graphite thermal solu 
tion, thus eliminating any practical possibility of graphite 
?aking. 

Accordingly, it is an object of the present invention to 
provide an improved thermal solution for shielding compo 
nents of an electronic device from heat generated or present 
in the device. 

Still another object of the present invention is the provi 
sion of a thermal solution having a su?iciently high thermal 
anisotropic ratio to function effectively for heat dissipation 
While avoiding heat transfer to adjacent structures. 

Yet another object of the present invention is the provision 
of a conformable thermal solution Which provides both heat 
dissipation and heat blocking (or shielding) in an environ 
ment Where available space is limited. 

These objects and others Which Will be apparent to the 
skilled artisan upon reading the folloWing description, can 
be achieved by providing a thermal dissipation and shielding 
system for an electronic device (such as a laptop computer, 
cell phone, PDA or other portable device), Where the device 
includes a ?rst component (such as a poWer ampli?er, digital 
signal processor or hard drive) Which generates heat Which 
could potentially be transmitted to a second component of 
the device (such as a battery, chipset or liquid crystal display 
or other type of display panel); and a thermal solution having 
tWo major surfaces, the thermal solution positioned such that 
one of its major surfaces is in operative contact With the ?rst 
component such that it is interposed betWeen the ?rst 
component and the second component, Where the thermal 
solution comprises at least one sheet of ?exible graphite. By 
“operative contact” is meant that heat from the heat source 
is transferred to the thermal solution, even if there is no 
direct physical contact betWeen the heat source and the 
thermal solution. The thermal solution preferably has an 
in-plane thermal conductivity of at least about 140 W/mo K, 
more preferably at least about 200 W/mo K and a through 
plane thermal conductivity of no greater than about 12 W/m0 
K, more preferably no greater than about 10 W/m0 K. 

In the most preferred embodiment, the inventive system 
further includes a heat dissipation device, such as a heat 
sink, heat pipe, heat plate or combinations thereof, posi 
tioned in a location not directly adjacent to the ?rst com 
ponent and further Wherein one of the major surfaces of the 
thermal solution is in operative contact With the heat dissi 
pation device. 

In another embodiment of the invention the thermal 
solution can have a protective coating, such as a plastic, 
thereon. Most preferably, the protective coating has a ther 
mal conductivity less than the through-plane thermal con 
ductivity of the at least one sheet of ?exible graphite. A 
thermal transfer material, like a metal or a thermal interface, 
can also be positioned betWeen the thermal solution and the 
?rst component. 

It is to be understood that both the foregoing general 
description and the folloWing detailed description present 
embodiments of the invention, and are intended to provide 
an overvieW or frameWork for understanding the nature and 
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6 
character of the invention as it is claimed. The accompany 
ing draWings are included to provide a further understanding 
of the invention, and are incorporated in and constitute a part 
of this speci?cation. The draWings illustrate various embodi 
ments of the invention, and together With the description 
serve to explain the principles and operations of the inven 
tion. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a perspective vieW of a ?rst embodiment of the 
thermal solution of the present invention disposed to bridge 
a heat source and a heat sink. 

FIG. 2a is a perspective vieW of a cell phone having part 
of its case removed. 

FIG. 2b is a perspective vieW of the thermal solution 
embodiment of FIG. 1 positioned in situ in the cell phone of 
FIG. 2a. 

FIG. 3 is a cross-sectional vieW of a second embodiment 
of the thermal solution of the present invention having 
plastic and aluminum overlays. 

FIG. 4 is an exploded cross-sectional vieW of a cell phone 
having a plurality of embodiments of the thermal solution of 
the present invention contained therein. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

As noted, the inventive thermal solution is formed from 
sheets of compressed particles of exfoliated graphite, com 
monly knoWn as ?exible graphite. Graphite is a crystalline 
form of carbon comprising atoms covalently bonded in ?at 
layered planes With Weaker bonds betWeen the planes. By 
treating particles of graphite, such as natural graphite ?ake, 
With an intercalant of, eg a solution of sulfuric and nitric 
acid, the crystal structure of the graphite reacts to form a 
compound of graphite and the intercalant. The treated par 
ticles of graphite are hereafter referred to as “particles of 
intercalated graphite.” Upon exposure to high temperature, 
the intercalant Within the graphite decomposes and volatil 
iZes, causing the particles of intercalated graphite to expand 
in dimension as much as about 80 or more times its original 
volume in an accordion-like fashion in the “c” direction, i.e. 
in the direction perpendicular to the crystalline planes of the 
graphite. The exfoliated graphite particles are verrniforrn in 
appearance, and are therefore commonly referred to as 
Worms. The Worms may be compressed together into ?ex 
ible sheets that, unlike the original graphite ?akes, can be 
formed and cut into various shapes. 

Graphite starting materials suitable for use in the present 
invention include highly graphitic carbonaceous materials 
capable of intercalating organic and inorganic acids as Well 
as halogens and then expanding When exposed to heat. 
These highly graphitic carbonaceous materials most prefer 
ably have a degree of graphitiZation of about 1.0. As used in 
this disclosure, the term “degree of graphitiZation” refers to 
the value g according to the formula: 

_ 3.45 - d(002) 

g _ 0.095 

Where d(002) is the spacing betWeen the graphitic layers of 
the carbons in the crystal structure measured in Angstrom 
units. The spacing d betWeen graphite layers is measured by 
standard X-ray diffraction techniques. The positions of dif 
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fraction peaks corresponding to the (002), (004) and (006) 
Miller Indices are measured, and standard least-squares 
techniques are employed to derive spacing Which minimizes 
the total error for all of these peaks. Examples of highly 
graphitic carbonaceous materials include natural graphites 
from various sources, as Well as other carbonaceous mate 
rials such as graphite prepared by chemical vapor deposi 
tion, high temperature pyrolysis of polymers, or crystalliZa 
tion from molten metal solutions and the like. Natural 
graphite is most preferred. 

The graphite starting materials used in the present inven 
tion may contain non-graphite components so long as the 
crystal structure of the starting materials maintains the 
required degree of graphitiZation and they are capable of 
exfoliation. Generally, any carbon-containing material, the 
crystal structure of Which possesses the required degree of 
graphitiZation and Which can be exfoliated, is suitable for 
use With the present invention. Such graphite preferably has 
a purity of at least about eighty Weight percent. More 
preferably, the graphite employed for the present invention 
Will have a purity of at least about 94%. In the most 
preferred embodiment, the graphite employed Will have a 
purity of at least about 98%. 
A common method for manufacturing graphite sheet is 

described by Shane et al. in US. Pat. No. 3,404,061, the 
disclosure of Which is incorporated herein by reference. In 
the typical practice of the Shane et al. method, natural 
graphite ?akes are intercalated by dispersing the ?akes in a 
solution containing e.g., a mixture of nitric and sulfuric acid, 
advantageously at a level of about 20 to about 300 parts by 
Weight of intercalant solution per 100 parts by Weight of 
graphite ?akes (pph). The intercalation solution contains 
oxidiZing and other intercalating agents knoWn in the art. 
Examples include those containing oxidiZing agents and 
oxidiZing mixtures, such as solutions containing nitric acid, 
potassium chlorate, chromic acid, potassium permanganate, 
potassium chromate, potassium dichromate, perchloric acid, 
and the like, or mixtures, such as for example, concentrated 
nitric acid and chlorate, chromic acid and phosphoric acid, 
sulfuric acid and nitric acid, or mixtures of a strong organic 
acid, eg tri?uoroacetic acid, and a strong oxidiZing agent 
soluble in the organic acid. Alternatively, an electric poten 
tial can be used to bring about oxidation of the graphite. 
Chemical species that can be introduced into the graphite 
crystal using electrolytic oxidation include sulfuric acid as 
Well as other acids. 

In a preferred embodiment, the intercalating agent is a 
solution of a mixture of sulfuric acid, or sulfuric acid and 
phosphoric acid, and an oxidiZing agent, i.e. nitric acid, 
perchloric acid, chromic acid, potassium permanganate, 
hydrogen peroxide, iodic or periodic acids, or the like. 
Although less preferred, the intercalation solution may con 
tain metal halides such as ferric chloride, and ferric chloride 
mixed With sulfuric acid, or a halide, such as bromine as a 
solution of bromine and sulfuric acid or bromine in an 
organic solvent. 

The quantity of intercalation solution may range from 
about 20 to about 350 pph and more typically about 40 to 
about 160 pph. After the ?akes are intercalated, any excess 
solution is drained from the ?akes and the ?akes are Water 
Washed. Alternatively, the quantity of the intercalation solu 
tion may be limited to betWeen about 10 and about 40 pph, 
Which permits the Washing step to be eliminated as taught 
and described in US. Pat. No. 4,895,713, the disclosure of 
Which is also herein incorporated by reference. 

The particles of graphite ?ake treated With intercalation 
solution can optionally be contacted, eg by blending, With 
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8 
a reducing organic agent selected from alcohols, sugars, 
aldehydes and esters Which are reactive With the surface ?lm 
of oxidiZing intercalating solution at temperatures in the 
range of 25° C. and 125° C. Suitable speci?c organic agents 
include hexadecanol, octadecanol, 1-octanol, 2-octanol, 
decylalcohol, 1,10 decanediol, decylaldehyde, 1-propanol, 
1,3 propanediol, ethyleneglycol, polypropylene glycol, dex 
trose, fructose, lactose, sucrose, potato starch, ethylene 
glycol monostearate, diethylene glycol dibenZoate, propy 
lene glycol monostearate, glycerol monostearate, dimethyl 
oxylate, diethyl oxylate, methyl formate, ethyl formate, 
ascorbic acid and lignin-derived compounds, such as sodium 
lignosulfate. The amount of organic reducing agent is suit 
ably from about 0.5 to 4% by Weight of the particles of 
graphite ?ake. 
The use of an expansion aid applied prior to, during or 

immediately after intercalation can also provide improve 
ments. Among these improvements can be reduced exfolia 
tion temperature and increased expanded volume (also 
referred to as “Worm volume”). An expansion aid in this 
context Will advantageously be an organic material su?i 
ciently soluble in the intercalation solution to achieve an 
improvement in expansion. More narroWly, organic materi 
als of this type that contain carbon, hydrogen and oxygen, 
preferably exclusively, may be employed. Carboxylic acids 
have been found especially effective. A suitable carboxylic 
acid useful as the expansion aid can be selected from 
aromatic, aliphatic or cycloaliphatic, straight chain or 
branched chain, saturated and unsaturated monocarboxylic 
acids, dicarboxylic acids and polycarboxylic acids Which 
have at least 1 carbon atom, and preferably up to about 15 
carbon atoms, Which is soluble in the intercalation solution 
in amounts effective to provide a measurable improvement 
of one or more aspects of exfoliation. Suitable organic 
solvents can be employed to improve solubility of an organic 
expansion aid in the intercalation solution. 

Representative examples of saturated aliphatic carboxylic 
acids are acids such as those of the formula H(CH2)nCOOH 
Wherein n is a number of from 0 to about 5, including formic, 
acetic, propionic, butyric, pentanoic, hexanoic, and the like. 
In place of the carboxylic acids, the anhydrides or reactive 
carboxylic acid derivatives such as alkyl esters can also be 
employed. Representative of alkyl esters are methyl formate 
and ethyl formate. Sulfuric acid, nitric acid and other knoWn 
aqueous intercalants have the ability to decompose formic 
acid, ultimately to Water and carbon dioxide. Because of 
this, formic acid and other sensitive expansion aids are 
advantageously contacted With the graphite ?ake prior to 
immersion of the ?ake in aqueous intercalant. Representa 
tive of dicarboxylic acids are aliphatic dicarboxylic acids 
having 2-12 carbon atoms, in particular oxalic acid, fumaric 
acid, malonic acid, maleic acid, succinic acid, glutaric acid, 
adipic acid, 1,5-pentanedicarboxylic acid, 1,6-hexanedicar 
boxylic acid, 1,10-decanedicarboxylic acid, cyclohexane-1, 
4-dicarboxylic acid and aromatic dicarboxylic acids such as 
phthalic acid or terephthalic acid. Representative of alkyl 
esters are dimethyl oxylate and diethyl oxylate. Represen 
tative of cycloaliphatic acids is cyclohexane carboxylic acid 
and of aromatic carboxylic acids are benZoic acid, naphthoic 
acid, anthranilic acid, p-aminobenZoic acid, salicylic acid, 
o-, m- and p-tolyl acids, methoxy and ethoxybenZoic acids, 
acetoacetamidobenZoic acids and, acetamidobenZoic acids, 
phenylacetic acid and naphthoic acids. Representative of 
hydroxy aromatic acids are hydroxybenZoic acid, 3-hy 
droxy-1-naphthoic acid, 3-hydroxy-2-naphthoic acid, 4-hy 
droxy-2-naphthoic acid, 5-hydroxy-1-naphthoic acid, 5-hy 
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droxy-2-naphthoic acid, 6-hydroxy-2-naphthoic acid and 
7-hydroxy-2-naphthoic acid. Prominent among the polycar 
boxylic acids is citric acid. 

The intercalation solution Will be aqueous and Will pref 
erably contain an amount of expansion aid of from about 1 
to 10%, the amount being effective to enhance exfoliation. 
In the embodiment Wherein the expansion aid is contacted 
With the graphite ?ake prior to or after immersing in the 
aqueous intercalation solution, the expansion aid can be 
admixed With the graphite by suitable means, such as a 
V-blender, typically in an amount of from about 0.2% to 
about 10% by Weight of the graphite ?ake. 

After intercalating the graphite ?ake, and folloWing the 
blending of the intercalant coated intercalated graphite ?ake 
With the organic reducing agent, the blend is exposed to 
temperatures in the range of 25° to 125° C. to promote 
reaction of the reducing agent and intercalant coating. The 
heating period is up to about 20 hours, With shorter heating 
periods, e.g., at least about 10 minutes, for higher tempera 
tures in the above-noted range. Times of one half hour or 
less, e.g., on the order of 10 to 25 minutes, can be employed 
at the higher temperatures. 

The thusly treated particles of graphite are sometimes 
referred to as “particles of intercalated graphite.” Upon 
exposure to high temperature, eg temperatures of at least 
about 160° C. and especially about 700° C. to 1000° C. and 
higher, the particles of intercalated graphite expand as much 
as about 80 to 1000 or more times their original volume in 
an accordion-like fashion in the c-direction, i.e. in the 
direction perpendicular to the crystalline planes of the 
constituent graphite particles. The expanded, i.e. exfoliated, 
graphite particles are vermiform in appearance, and are 
therefore commonly referred to as Worms. The Worms may 
be compressed together into ?exible sheets that, unlike the 
original graphite ?akes, can be formed and cut into various 
shapes. 

Flexible graphite sheet and foil are coherent, With good 
handling strength, and are suitably compressed, eg by roll 
pressing, to a thickness of about 0.075 mm to 3.75 mm and 
a typical density of about 0.1 to 1.5 grams per cubic 
centimeter (g/cm3). From about 1.5-30% by Weight of 
ceramic additives can be blended With the intercalated 
graphite ?akes as described in Us. Pat. No. 5,902,762 
(Which is incorporated herein by reference) to provide 
enhanced resin impregnation in the ?nal ?exible graphite 
product. The additives include ceramic ?ber particles having 
a length of about 0.15 to 1.5 millimeters. The Width of the 
particles is suitably from about 0.04 to 0.004 mm. The 
ceramic ?ber particles are non-reactive and non-adhering to 
graphite and are stable at temperatures up to about 1100° C., 
preferably about 1400° C. or higher. Suitable ceramic ?ber 
particles are formed of macerated quartz glass ?bers, carbon 
and graphite ?bers, Zirconia, boron nitride, silicon carbide 
and magnesia ?bers, naturally occurring mineral ?bers such 
as calcium metasilicate ?bers, calcium aluminum silicate 
?bers, aluminum oxide ?bers and the like. 

The above described methods for intercalating and exfo 
liating graphite ?ake may bene?cially be augmented by a 
pretreatment of the graphite ?ake at graphitiZation tempera 
tures, i.e. temperatures in the range of about 3000° C. and 
above and by the inclusion in the intercalant of a lubricious 
additive, as described in International Patent Application 
No. PCT/US02/39749. 

The pretreatment, or annealing, of the graphite ?ake 
results in signi?cantly increased expansion (i.e., increase in 
expansion volume of up to 300% or greater) When the ?ake 
is subsequently subjected to intercalation and exfoliation. 
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10 
Indeed, desirably, the increase in expansion is at least about 
50%, as compared to similar processing Without the anneal 
ing step. The temperatures employed for the annealing step 
should not be signi?cantly beloW 3000° C., because tem 
peratures even 100° C. loWer result in substantially reduced 
expansion. 
The annealing of the present invention is performed for a 

period of time su?icient to result in a ?ake having an 
enhanced degree of expansion upon intercalation and sub 
sequent exfoliation. Typically the time required Will be 1 
hour or more, preferably 1 to 3 hours and Will most 
advantageously proceed in an inert environment. For maxi 
mum bene?cial results, the annealed graphite ?ake Will also 
be subjected to other processes knoWn in the art to enhance 
the degree expansioninamely intercalation in the presence 
of an organic reducing agent, an intercalation aid such as an 
organic acid, and a surfactant Wash folloWing intercalation. 
Moreover, for maximum bene?cial results, the intercalation 
step may be repeated. 
The annealing step of the instant invention may be 

performed in an induction furnace or other such apparatus as 
is knoWn and appreciated in the art of graphitiZation; for the 
temperatures here employed, Which are in the range of 3000° 
C., are at the high end of the range encountered in graphi 
tiZation processes. 

Because it has been observed that the Worms produced 
using graphite subjected to pre-intercalation annealing can 
sometimes “clump” together, Which can negatively impact 
area Weight uniformity, an additive that assists in the for 
mation of “free ?oWing” Worms is highly desirable. The 
addition of a lubricious additive to the intercalation solution 
facilitates the more uniform distribution of the Worms across 
the bed of a compression apparatus (such as the bed of a 
calender station conventionally used for compressing (or 
“calendering”) graphite Worms into ?exible graphite sheet. 
The resulting sheet therefore has higher area Weight unifor 
mity and greater tensile strength. The lubricious additive is 
preferably a long chain hydrocarbon, more preferably a 
hydrocarbon having at least about 10 carbons. Other organic 
compounds having long chain hydrocarbon groups, even if 
other functional groups are present, can also be employed. 
More preferably, the lubricious additive is an oil, With a 

mineral oil being most preferred, especially considering the 
fact that mineral oils are less prone to rancidity and odors, 
Which can be an important consideration for long term 
storage. It Will be noted that certain of the expansion aids 
detailed above also meet the de?nition of a lubricious 
additive. When these materials are used as the expansion aid, 
it may not be necessary to include a separate lubricious 
additive in the intercalant. 
The lubricious additive is present in the intercalant in an 

amount of at least about 1.4 pph, more preferably at least 
about 1.8 pph. Although the upper limit of the inclusion of 
lubricous additive is not as critical as the loWer limit, there 
does not appear to be any signi?cant additional advantage to 
including the lubricious additive at a level of greater than 
about 4 pph. 
The thus treated particles of graphite are sometimes 

referred to as “particles of intercalated graphite.” Upon 
exposure to high temperature, eg temperatures of at least 
about 160° C. and especially about 700° C. to 1200° C. and 
higher, the particles of intercalated graphite expand as much 
as about 80 to 1000 or more times their original volume in 
an accordion-like fashion in the c-direction, i.e. in the 
direction perpendicular to the crystalline planes of the 
constituent graphite particles. The expanded, i.e. exfoliated, 
graphite particles are vermiform in appearance, and are 
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therefore commonly referred to as Worms. The Worms may 
be compressed together into ?exible sheets that, unlike the 
original graphite ?akes, can be formed and cut into various 
shapes and provided With small transverse openings by 
deforming mechanical impact as hereinafter described. 

Flexible graphite sheet and foil are coherent, With good 
handling strength, and are suitably compressed, eg by 
roll-pressing, to a thickness of about 0.075 mm to 3.75 mm 
and a typical density of about 0.1 to 1.5 grams per cubic 
centimeter (g/cc). From about 1.5-30% by Weight of ceramic 
additives can be blended With the intercalated graphite ?akes 
as described in US. Pat. No. 5,902,762 (Which is incorpo 
rated herein by reference) to provide enhanced resin impreg 
nation in the ?nal ?exible graphite product. The additives 
include ceramic ?ber particles having a length of about 0.15 
to 1.5 millimeters. The Width of the particles is suitably from 
about 0.04 to 0.004 mm. The ceramic ?ber particles are 
non-reactive and non-adhering to graphite and are stable at 
temperatures up to about 11000 C., preferably about 14000 
C. or higher. Suitable ceramic ?ber particles are formed of 
macerated quartz glass ?bers, carbon and graphite ?bers, 
Zirconia, boron nitride, silicon carbide and magnesia ?bers, 
naturally occurring mineral ?bers such as calcium metasili 
cate ?bers, calcium aluminum silicate ?bers, aluminum 
oxide ?bers and the like. 

The ?exible graphite sheet can also, at times, be advan 
tageously treated With resin and the absorbed resin, after 
curing, enhances the moisture resistance and handling 
strength, i.e. stiffness, of the ?exible graphite sheet as Well 
as “?xing” the morphology of the sheet. Suitable resin 
content is preferably at least about 5% by Weight, more 
preferably about 10 to 35% by Weight, and suitably up to 
about 60% by Weight. Resins found especially useful in the 
practice of the present invention include acrylic-, epoxy- and 
phenolic-based resin systems, ?uoro-based polymers, or 
mixtures thereof Suitable epoxy resin systems include those 
based on diglycidyl ether of bisphenol A (DGEBA) and 
other multifunctional resin systems; phenolic resins that can 
be employed include resole and novolac phenolics. Option 
ally, the ?exible graphite may be impregnated With ?bers 
and/or salts in addition to the resin or in place of the resin. 
Additionally, reactive or non-reactive additives may be 
employed With the resin system to modify properties (such 
as tack, material ?oW, hydrophobicity, etc.). 

Alternatively, the ?exible graphite sheets of the present 
invention may utiliZe particles of reground ?exible graphite 
sheets rather than freshly expanded Worms, as discussed in 
International Patent Application No. PCT/US02/16730. The 
sheets may be neWly formed sheet material, recycled sheet 
material, scrap sheet material, or any other suitable source. 

Also the processes of the present invention may use a 
blend of virgin materials and recycled materials. 

The source material for recycled materials may be sheets 
or trimmed portions of sheets that have been compression 
molded as described above, or sheets that have been com 
pressed With, for example, pre-calendering rolls, but have 
not yet been impregnated With resin. Furthermore, the 
source material may be sheets or trimmed portions of sheets 
that have been impregnated With resin, but not yet cured, or 
sheets or trimmed portions of sheets that have been impreg 
nated With resin and cured. The source material may also be 
recycled ?exible graphite proton exchange membrane 
(PEM) fuel cell components such as ?oW ?eld plates or 
electrodes. Each of the various sources of graphite may be 
used as is or blended With natural graphite ?akes. 

Once the source material of ?exible graphite sheets is 
available, it can then be comminutted by knoWn processes or 
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12 
devices, such as a jet mill, air mill, blender, etc. to produce 
particles. Preferably, a majority of the particles have a 
diameter such that they Will pass through 20 US. mesh; 
more preferably a major portion (greater than about 20%, 
most preferably greater than about 50%) Will not pass 
through 80 US. mesh. Most preferably the particles have a 
particle siZe of no greater than about 20 mesh. It may be 
desirable to cool the ?exible graphite sheet When it is 
resin-impregnated as it is being committed to avoid heat 
damage to the resin system during the comminution process. 
The siZe of the committed particles may be chosen so as 

to balance machinability and formability of the graphite 
article With the thermal characteristics desired. Thus, smaller 
particles Will result in a graphite article Which is easier to 
machine and/or form, Whereas larger particles Will result in 
a graphite article having higher anisotropy, and, therefore, 
greater in-plane electrical and thermal conductivity. 

If the source material has been resin impregnated, then 
preferably the resin is removed from the particles. Details of 
the resin removal are further described beloW. 

Once the source material is comminuted, and any resin is 
removed, it is then re-expanded. The re-expansion may 
occur by using the intercalation and exfoliation process 
described above and those described in US. Pat. No. 3,404, 
061 to Shane et al. and US. Pat. No. 4,895,713 to Greinke 
et al. 

Typically, after intercalation the particles are exfoliated by 
heating the intercalated particles in a furnace. During this 
exfoliation step, intercalated natural graphite ?akes may be 
added to the recycled intercalated particles. Preferably, 
during the re-expansion step the particles are expanded to 
have a speci?c volume in the range of at least about 100 cc/ g 
and up to about 350 cc/ g or greater. Finally, after the 
re-expansion step, the re-expanded particles may be com 
pressed into ?exible sheets, as hereinafter described. 

If the starting material has been impregnated With a resin, 
the resin should preferably be at least partially removed 
from the particles. This removal step should occur betWeen 
the comminuting step and the re-expanding step. 

In one embodiment, the removing step includes heating 
the resin containing regrind particles, such as over an open 
?ame. More speci?cally, the impregnated resin may be 
heated to a temperature of at least about 2500 C. to effect 
resin removal. During this heating step care should be taken 
to avoid ?ashing of the resin decomposition products; this 
can be done by careful heating in air or by heating in an inert 
atmosphere. Preferably, the heating should be in the range of 
from about 4000 C. to about 8000 C. for a time in the range 
of from at least about 10 and up to about 150 minutes or 
longer. 

Additionally, the resin removal step may result in 
increased tensile strength of the resulting article produced 
from the molding process as compared to a similar method 
in Which the resin is not removed. The resin removal step 
may also be advantageous because during the expansion step 
(i.e., intercalation and exfoliation), When the resin is mixed 
With the intercalation chemicals, it may in certain instances 
create toxic byproducts. 

Thus, by removing the resin before the expansion step a 
superior product is obtained such as the increased strength 
characteristics discussed above. The increased strength char 
acteristics are a result of in part because of increased 
expansion. With the resin present in the particles, expansion 
may be restricted. 

In addition to strength characteristics and environmental 
concerns, resin may be removed prior to intercalation in 
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vieW of concerns about the resin possibly creating a run 
away exothermic reaction With the acid. 

In vieW of the above, preferably a majority of the resin is 
removed. More preferably, greater than about 75% of the 
resin is removed. Most preferably, greater than 99% of the 
resin is removed. 

Once the ?exible graphite sheet is committed, it is formed 
into the desired shape and then cured (When resin impreg 
nated) in the preferred embodiment. Alternatively, the sheet 
can be cured prior to being committed, although post 
commutation cure is preferred. 

Optionally, the ?exible graphite sheet used to form the 
inventive thermal solution can be used as a laminate, With or 
Without an adhesive betWeen laminate layers. Non-graphite 
layers may be included in the laminate stack, although this 
may necessitate the use of adhesives, Which can be disad 
vantageous, as discussed above. Such non-graphite layers 
may include metals, plastics or other non-metallics such as 
?berglass or ceramics. 
As noted above, the thusly-formed sheets of compressed 

particles of exfoliated graphite are anisotropic in nature; that 
is, the thermal conductivity of the sheets is greater in the 
in-plane, or “a” directions, as opposed to the through-sheet, 
or “c” direction. In this Way, the anisotropic nature of the 
graphite sheet directs the heat along the planar direction of 
the thermal solution (i.e., in the “a” direction along the 
graphite sheet). Such a sheet generally has a thermal con 
ductivity in the in-plane direction of at least about 140, more 
preferably at least about 200, and most preferably at least 
about 250 W/mo K and in the through-plane direction of no 
greater than about 12, more preferably no greater than about 
10, and most preferably no greater than about 6 W/mo K. 
Thus, the thermal solution has a thermal anistropic ratio (that 
is, the ratio of in-plane thermal conductivity to through 
plane thermal conductivity) of no less than about 10. 

The values of thermal conductivity in the in-plane and 
through-plane directions of the laminate can be manipulated 
by altering the directional alignment of the graphene layers 
of the ?exible graphite sheets used to form the thermal 
solution, including if being used to form a laminate, or by 
altering the directional alignment of the graphene layers of 
the laminate itself after it has been formed. In this Way, the 
in-plane thermal conductivity of the thermal solution is 
increased, While the through-plane thermal conductivity of 
the thermal solution is decreased, this resulting in an 
increase of the thermal anisotropic ratio. 
One of the Ways this directional alignment of the 

graphene layers can be achieved is by the application of 
pressure to the component ?exible graphite sheets, either by 
calendering the sheets (i.e., through the application of shear 
force) or by die pressing or reciprocal platen pressing (i.e., 
through the application of compaction), With calendering 
more effective at producing directional alignment. For 
instance, by calendering the sheets to a density of 1.7 g/cc, 
as opposed to 1.1 g/cc, the in-plane thermal conductivity is 
increased from about 240 W/mo K to about 450 W/mo K or 
higher, and the through-plane thermal conductivity is 
decreased proportionally, thus increasing the thermal aniso 
tropic ratio of the individual sheets and, by extension, any 
laminate formed therefrom. 

Alternatively, if a laminate is formed, the directional 
alignment of the graphene layers Which make up the lami 
nate in gross is increased, such as by the application of 
pressure, resulting in a density greater than the starting 
density of the component ?exible graphite sheets that make 
up the laminate. Indeed, a ?nal density for the laminated 
article of at least about 1.4 g/cc, more preferably at least 
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about 1.6 g/cc, and up to about 2.0 g/cc can be obtained in 
this manner. The pressure can be applied by conventional 
means, such as by die pressing or calendering. Pressures of 
at least about 60 megapascals (MPa) are preferred, With 
pressures of at least about 550 MPa, and more preferably at 
least about 700 MPa, needed to achieve densities as high as 
2.0 g/cc. 

Surprisingly, increasing the directional alignment of the 
graphene layers can increase the in-plane thermal conduc 
tivity of the graphite laminate to conductivities Which are 
equal to or even greater than that of pure copper, While the 
density remains a fraction of that of pure copper. Addition 
ally, the resulting aligned laminate also exhibits increased 
strength, as compared to a non-“aligned” laminate. 

Referring noW to the draWings, and particularly to FIG. 1, 
an embodiment of the thermal solution of the present 
invention is shoWn and generally designated by the numeral 
10. Thermal solution 10 comprises a sheet of compressed 
particles of exfoliated graphite, having tWo major surfaces, 
denoted 10a and 10b. One of major surfaces 1011 or 10b of 
thermal solution 10 is siZed to be positioned in operative 
contact With a heat source, denoted 100, such as an elec 
tronic component like a chipset of a cellular phone, such that 
heat generated by heat source 100 dissipates into thermal 
solution 10. The area of the major surface 1011 or 10b Which 
is in contact With heat source 100 is greater than the area of 
contact With heat source 100, so that thermal solution 10 
spreads the heat from heat source 100. 

Furthermore, one of the major surfaces 1011 or 10b of 
thermal solution 10 can be in operative contact With a heat 
dissipation device 110, such as a heat sink, heat pipe, heat 
plate, etc. Heat dissipation device 110 can contact thermal 
solution 10 on either the same major surface 1011 or 10b as 
heat source 100. Because of the anisotropic nature of ther 
mal solution 10, heat from heat source 100 is thereby spread 
to heat dissipation device 110 to thus dissipate the heat 
generated. In this Way, thermal solution acts to as a heat 
spreader to spread the heat generated by heat source 100, 
including spreading the heat to heat dissipation device 110. 

Because of the relatively high thermal anisotropic ratio of 
thermal solution 10, hoWever, heat from heat source 100 is 
not effectively transmitted through the plane of thermal 
solution 10 from the one of major surfaces 1011 or 10b in 
operative contact With heat source 100 to the other. There 
fore, heat is not effectively transmitted to another component 
Within the device in Which heat source 100 is located (such 
as a cellular phone), reducing the temperature to Which such 
other component is exposed, When thermal solution 10 is 
disposed betWeen heat source 10 and such other component 
(it Will be recogniZed that, unless thermal solution 10 is used 
in conjunction With a heat sink or other thermal dissipation 
device, thermal solution 10 acts to spread the heat generated 
by heat source 100 as Well as to at least temporarily shield 
another component from the heat but heat dissipation Will be 
sloWed as compared to the use of a heat sink or other thermal 

dissipation device). 
FIGS. 2a and 2b illustrate the positioning of thermal 

solution 10 in a laptop computer 120 to accomplish the 
advantageous aspect of the inventive design. As seen in FIG. 
211, laptop computer 120 may have, Within its case, a number 
of components, including one or more heat generating 
components, denoted 122. In addition, laptop computer 120 
may have heat dissipation devices, such as a heat sink 124. 
Because of space limitations, though, it is not alWays 
possible to array heat sink 124 adjacent heat generating 
components 122. 
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In FIG. 2b, however, thermal solution 10 is positioned in 
laptop computer 120 so as to overlay both heat generating 
component 122 and heat sink 124. Therefore, heat can noW 
?oW from heat generating component 122 to heat sink 124 
for dissipation. Moreover, because of the relatively loW 
through-plane thermal conductivity of thermal solution 10, 
heat does not ?oW through thermal solution 10 effectively, 
preventing overheating of the environment shielded by 
thermal solution 10. This Would not be possible if a more 
isotropic material such as copper or aluminum Were used. 

Moreover, because of the ?exible nature of thermal solu 
tion 10, thermal solution 10 can folloW the contours of the 
components Within cell phone 120, as illustrated in FIG. 2b, 
thus not requiring very much additional space. Again, a 
more rigid material like copper or aluminum Would not as 
easily be able to do the same. 

FIG. 4 illustrates the positioning of thermal solution 10 in 
a cell phone 130 to accomplish the advantageous aspect of 
the inventive design. As seen in FIG. 4, cell phone 130 may 
have, Within its case, a number of components, including 
one or more heat generating components, denoted 132. In 
addition, cell phone 130 may have heat dissipation devices, 
such as a heat sink (not shoWn). Because of space limita 
tions, though, it is not alWays possible to array a heat sink 
adjacent heat generating components 122. 

Thermal solution 10 is positioned in cell phone 130 in any 
of a variety of positions so as to overlay heat generating 
components 122 and, When present, a heat sink 124. There 
fore, heat can noW ?oW from heat generating component 122 
to heat sink 124 for dissipation. Moreover, because of the 
relatively loW through-plane thermal conductivity of ther 
mal solution 10, heat does not ?oW through thermal solution 
10 e?fectively, preventing overheating of the environment 
shielded by thermal solution 10. This Would not be possible 
if a more isotropic material such as copper or aluminum 
Were used. 

Moreover, thermal solution 10 can prevent hot spots 
forming on the outer case 133 of cell phone 130, Which can 
be uncomfortable for the user, and also shields temperature 
sensitive components (denoted 134) of cell phone 130 from 
the heat generated by heat source 122. Additionally, thermal 
solution 10 can be positioned betWeen heat source 122 and 
the. keypad 135 of cell phone 130, to shield keypad 135 
from heat generated by heat source 122. In fact, thermal 
solution can be laminated With a re?ective material 136, 
such as material commercially available from Toray Lumi 
nor of Japan, With re?ective material 136 positioned 
betWeen thermal solution 10 and keypad 135, to increase the 
re?ectance of keypad 135. 
One of the heat sensitive components in cell phone 130 

can be battery 126. By arranging thermal solution 10 so as 
to be positioned betWeen a heat-generating component 122 
and battery 126, thermal solution 10 can shield battery 126 
from the heat generated by component 122 as Well as spread 
that heat across the surface of battery 126, thus reducing hot 
spots on battery 126, Which can have deleterious effects. 

If desired, a protective coating 20 can be applied to 
thermal solution 10, as illustrated in FIG. 3, to improve the 
handleability and mechanical robustness of thermal solution 
10, and to forestall the possibility of graphite particles 
?aking from, or otherWise being separated from, thermal 
solution 10. Protective coating 20 also advantageously 
effectively isolates thermal solution 10, to avoid electrical 
interference engendered by the inclusion of an electrically 
conductive material (graphite) in an electronic device. 
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Moreover, use of protective coating 20 With a relatively loW 
thermal conductivity Will increase the thermal shielding 
effect of thermal solution 10. 

Protective coating 20 can comprise any suitable material 
su?icient to prevent the ?aking of the graphite material 
and/or to electrically isolate the graphite, such as a thermo 
plastic material like polyethylene, a polyester or a polyim 
ide. 

Thermal solution 10, having protective coating 20 
thereon, can be manufactured by several different processes. 
For instance, once the ?exible graphite sheet is cut to siZe 
and shape to form thermal solution 10, the material from 
Which protective coating 20 is formed can be coated on the 
individual thermal solution 10 to form a protective ?aking 
boundary about thermal solution 10, as illustrated in FIG. 3. 
To that end, protective coating 20 can be applied by various 
coating methods familiar to the skilled artisan, such as spray 
coating, roller coating and hot laminating press. Protective 
coating 20 can also be applied by mechanical mapping and 
lamination. 

Generally, the coating process adheres protective coating 
20 to thermal solution 10 With su?icient strength for most 
applications. HoWever, if desired, or for relatively non 
adhesive protective coatings 20, such as Mylar® polyester 
materials and Kapton polyimide materials (both commer 
cially available from E.I. du Pont de Nemours and Company 
of Wilmington, Del.), a layer of adhesive may be applied 
betWeen thermal solution 10 and protective coating 20. 
Suitable adhesives are those Which can facilitate the adhe 
sion of protective coating 20 to thermal solution 10, such as 
acrylic or latex adhesives. 

In another embodiment, also illustrated in FIG. 3, a 
material 130 to improve handleability and mechanical 
robustness of thermal solution 10, and to facilitate thermal 
transfer betWeen heat source 100 and thermal solution 10 
can be interposed betWeen thermal solution 10 and heat 
source 100. One such material is a metal like copper or 
aluminum. Other thermal interface materials, such as those 
taught in International Patent Application No. PCT/US02/ 
40238, can also be employed. 

Thus, by use of the present invention, thermal shielding 
and thermal spreading of the heat generated by component 
of an electronic device, in order to dissipate the heat as Well 
as reduce the heat transmitted to adjacent components. 
These functions cannot be accomplished by more traditional 
heat dissipation materials like copper or aluminum Which, 
because of their isotropic natures, Would do little to reduce 
touch temperature or the heat transmitted to adjacent com 
ponents. Insulating materials Which could be used to reduce 
touch temperature and the heat transmitted to adjacent 
components Would not dissipate heat and result in heat 
build-up about the heat source component. 

All cited patents, patent applications and publications 
referred to in this application are incorporated by reference. 
The invention thus being described, it Will be obvious that 

it may be varied in many Ways. Such variations are not to be 
regarded as a departure from the spirit and scope of the 
present invention and all such modi?cations as Would be 
obvious to one skilled in the art are intended to be included 
Within the scope of the folloWing claims. 

What is claimed is: 
1. A thermal dissipation and shielding system for a cell 

phone, comprising: 
a cell phone comprising a ?rst component Which com 

prises a heat source and a second component to Which 
the ?rst component transmits heat; 
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a thermal solution interposed between the ?rst component 
and the second component, 

Wherein the thermal solution comprises at least one sheet of 
compressed particles of exfoliated graphite Which thermally 
shields the second component from heat generated by the 
?rst component. 

2. The system of claim 1, Wherein the cell phone further 
comprises a heat dissipation device positioned in a location 
not directly adjacent to the ?rst component and further 
Wherein one of the major surfaces of the thermal solution is 
in operative contact With the heat dissipation device. 

3. The system of claim 2, Wherein the heat dissipation 
device comprises a heat sink, a heat pipe, a heat plate or any 
combination thereof. 

4. The system of claim 1, Wherein the thermal solution has 
an in-plane thermal conductivity of at least about 140 W/m-o 
K. 

5. The system of claim 4, Wherein the thermal solution has 
a through-plane thermal conductivity of no greater than 
about 12 W/m-0 K. 

6. The system of claim 1, Wherein the thermal solution 
further comprises a protective coating thereon. 

7. The system of claim 6, Wherein the protective coating 
has a thermal conductivity less than the through-plane 
thermal conductivity of the at least one sheet of ?exible 
graphite. 

20 
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8. The system of claim 1, Wherein a thermal transfer 

material is positioned betWeen the thermal solution and the 
?rst component. 

9. The system of claim 8, Wherein the thermal transfer 
material comprises a metal or a thermal interface. 

10. The system of claim 1, Wherein the ?rst component 
comprises a poWer ampli?er or digital signal processor of 
the cell phone. 

11. The system of claim 1, Wherein the second component 
comprises a battery of the cell phone. 

12. The system of claim 1, Wherein the second component 
comprises the keypad of the cell phone. 

13. The system of claim 12, Wherein a re?ective material 
is positioned betWeen the thermal solution and the keypad of 
the cell phone. 

14. The system of claim 1, Wherein the second component 
comprises the case of the cell phone. 

15. The system of claim 1, Wherein the second component 
comprises the display of the cell phone. 

16. The system of claim 15, Wherein the display is a liquid 
crystal display. 

17. The system of claim 1, Wherein the thermal solution 
is integral a printed circuit board of the cell phone. 

* * * * * 
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