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(57) ABSTRACT 

A liquid crystal display (LCD) device having non-white and 
white light emitting diodes and a liquid crystal display. A 
Spectrum converting material is positioned between non 
white LEDs and the LCD to convert the non-white light 
from the LEDs toward a white light spectrum. The liquid 
crystal display may include a plurality of light emitting 
diodes, a light pipe, and a spectrum converting material. The 
Spectrum converting material may be a phosphorized mate 
rial located between the plurality of non-white light emitting 
diodes and the light pipe. A light extracting Surface may be 
located near a first Surface of the light pipe, a diffuser located 
near a Second Side of the light pipe, where the first and 
Second Sides are opposite sides of the light pipe, a reflective 

16, 2001. polarizer, and an liquid crystal display. The light from the 
s light pipe may passes through the diffuser, the reflective 

Publication Classification polarizer, before backlighting the liquid crystal display. The 
non-white LEDs may include blue LED, ultraviolet LEDs, 

Int. Cl. .............................................. G02F 1/1335 and the like. 
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LED BACKLIGHTING SYSTEM 

CROSS REFERENCE TO RELATED 
APPLICATION 

0001. This application is based on U.S. Provisional 
Application No. 60/261,760 entitled “AMLCD LED Back 
lighting Navigation Radio Display” and filed on Jan. 16, 
2001. The benefit of the filing date of the Provisional 
Application is claimed for this application. The entire con 
tents of the Provisional Application are incorporated herein 
by reference. 

FIELD 

0002 This invention relates generally to the field of light 
emitting diode (LED) circuits. More specifically, this inven 
tion relates to the field of backlighting of liquid crystal 
displays with non-white LEDs and white LEDs. 

BACKGROUND 

0.003 Backlighting for active matrix liquid crystal dis 
plays (“AMLCD”) typically uses a cold cathode fluorescent 
lamp (“CCFL) device. CCFL devices tend to have high 
back lighting efficacies. CCFL devices have numerous draw 
backs. 

0004 CCFL devices may contain Mercury, a highly 
dangerous Substance that has been banned from many 
AMLCD applications. CCFL devices may have poor effi 
cacy at lower temperatures, which requires additional cir 
cuitry Such as a heater element or a boost current circuit. 
CCFL devices may have a non-linear efficacy curve with 
respect to temperature. CCFL devices may require an 
inverter to drive the CCFL device. CCFL devices may 
require complex control Schemes, including light Sensors 
and temperature Sensors to provide adequate dimming ratioS 
for night time operations. CCFL devices may have a short 
life expectancy, especially at lower operating temperatures, 
and may require additional electromagnetic interference 
(“EMI”) shielding and electric filtering. 
0005 Alternatives to CCFL devices for back lighting an 
AMLCD include Xenon-based devices. Xenon-based back 
lighting circuits do not contain Mercury, have Superior low 
temperature life expectancy and low temperature opera 
tional characteristics, and have leSS phosphor degradation 
than CCFL devices. While Xenon lamps correct many of the 
problems of the CCFL lamp technology, the Xenon lamp 
technology creates many new problems. For example, 
Xenon lamps tend to be relatively expensive and require 
complex control circuitry. Xenon lamps have low efficacy. 
For example, a Xenon lamp with twice the diameter may 
provide only half the brightness of a mercury-based CCFL 
lamp. Because the efficacy of the Xenon lamp may be leSS 
than half of a CCFL lamp, the additional power needed to 
power a Xenon based circuit creates a problem of power 
consumption. 
0006 Another alternative to CCFL devices for backlight 
ing are white LEDs. White LEDs have been used to provide 
light to light pipes in LCD backlighting devices. White 
LEDs may be more expensive than colored LEDs. 

SUMMARY 

0007. The invention provides a liquid crystal display 
(LCD) device having white and non-white LEDs. The 
non-white LEDs have a spectrum converting material 
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between non-white LEDs and the LCD to convert the 
non-white light from the LEDs toward a white light spec 
trum. 

0008. In one aspect, a liquid crystal display backlighting 
device has a non-white light emitting diode, a liquid crystal 
display, and a phosphorized material. The phosphorized 
material is located between the light emitting diode and the 
liquid crystal display. The phosphorized material down 
converts light from the light emitting diode toward white 
light spectral radiance. 
0009. In another aspect, a liquid crystal display device 
has a non-white light emitting diode, a light pipe, a spectrum 
converting material, a light extracting Surface, an enhanced 
diffuser reflector a diffuser, a reflective polarizer, and a 
liquid crystal display. The Spectrum converting material is 
between the non-white light emitting diode and the light 
pipe. The light extracting Surface is located near a first Side 
of the light pipe. The diffuser is located near a Second Side 
of the light pipe. The first and Second Sides are opposite sides 
of the light pipe. Light from the non-white light emitting 
diode is converted by the Spectrum converting material. The 
light enters the light pipe and passes through the diffuser, the 
reflective polarizer, and then backlights the liquid crystal 
display. 

0010. In a further aspect, a liquid crystal display device 
has a light emitting diode, a spectrum converting material, a 
diffuser, a reflective polarizer, and a liquid crystal display. 
The light emitting diode emits non-white light. Light from 
the light emitting diode is converted by the spectrum con 
Verting material before the converted light passes through 
the diffuser and the reflective polarizer, and before back 
lighting the liquid crystal display. 

0011. In yet another aspect, a liquid crystal display has a 
non-white light emitting diode, a light pipe, a light extract 
ing Surface, a diffuser, a reflective polarizer, and a liquid 
crystal display. The light pipe has a phosphor coating that 
converts the spectrum of the non-white light emitting diodes 
and the light pipe. The light extracting Surface is located near 
a first side of the light pipe. The enhanced diffuser reflector 
is located near an opposite Side of the light pipe. The diffuser 
is located near a Second Side of the light pipe. The first and 
Second Sides are opposite sides of the light pipe. Light from 
the light pipe passes through the diffuser and the reflective 
polarizer, and then backlights the liquid crystal display. 

0012. In yet a further aspect, a liquid crystal display 
device has a white light emitting diode, a light pipe, a light 
extracting Surface, a diffuser, a reflective polarizer, and a 
liquid crystal display. The light extracting Surface is located 
near a side of the light pipe. The diffuser is located near a 
Second Side of the light pipe. The first and Second Sides are 
opposite sides of the light pipe. Light from the white light 
emitting diode enters the light pipe and passes through the 
diffuser, the reflective polarizer, then backlights the liquid 
crystal display. 

0013. Other systems, methods, features, and advantages 
of the invention will be or will become apparent to one 
skilled in the art upon examination of the following figures 
and detailed description. All Such additional Systems, meth 
ods, features, and advantages are intended to be included 
within this description, within the Scope of the invention, 
and protected by the accompanying claims. 
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BRIEF DESCRIPTION OF THE DRAWINGS 

0.014. The invention may be better understood with ref 
erence to the following figures and detailed description. The 
components in the figures are not necessarily to Scale, 
emphasis being placed upon illustrating the principles of the 
invention. 

0.015 FIG. 1 represents a cross-sectional top view of an 
LCD backlighting device according to an embodiment. 
0016 FIG.2 represents a cross-sectional side view of the 
LCD backlighting device of FIG. 1. 
0017 FIG.3 represents a top view of an embodiment of 
a flexible LED circuit board with top-light LEDS on two 
fold tabs. 

0.018 FIG. 4 represents a circuit diagram of an LED 
circuit according to an embodiment. 
0019 FIG. 5 represents an embodiment of an LCD 
device that includes white LEDS. 

0020 FIG. 6 represents another embodiment of an LCD 
device that includes white LEDS. 

0021 FIG. 7 represents another embodiment of an LCD 
device that includes non-white LEDS. 

0022 FIG. 8 represents a further embodiment of an LCD 
device that includes non-white LEDS. 

DETAILED DESCRIPTION OF THE 
PREFERRED EMBODIMENTS 

0023) A liquid crystal display (LCD) device with back 
lighting may have a reflective polarizer, backlighting light 
emitting diodes, a light pipe, and a liquid crystal display. 
Such an LCD device may be suitable for AMLCD back 
lighting with Sufficient luminosity for day time automotive 
applications. The LCD device may be an AMLCD based 
device. The reflective polarizer may be a DBEF-D reflective 
polarizer. The LEDs may be white LEDs and non-white 
LEDs. The non-white LEDs may be blue LEDs, ultraviolet 
(UV) LEDs, or other colored LEDs. With non-white LEDs, 
the LCD device has a phosphorized material between the 
LEDs and the liquid crystal display. The phosphorized 
material may be a phosphorized rubber or other down 
converting materials. The phosphorized material converts 
the light from the non-white LEDs to a white light. This 
technique allows the color coordinates of the converted light 
to be Selectable with improved edge uniformity, cost Sav 
ings, and longer LED life. Some conventional white LEDs 
may use a conversion phosphor layer inside the LED to 
convert the light coordinates to the desired white color. In 
one respect, the brightness ratio of white LEDs to non-white 
LED is about 2.5:1. 

0024. During the life time of an LED, the LED's lumi 
nance Steadily degrade. 
0.025 Non-white LEDs, such as blue LEDs, degrade 
slower than comparable white LEDs. This can results in 
brighter LCD backlight over the life of the LED by using 
non-white LEDs and a phosphorized material. 
0026. A significant cost Saving may be expected by using 
non-white LEDs and a phosphorized material over compa 
rable white LEDs devices. Color binning, which is required 
with white LEDs is eliminated by using colored LEDs. 
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0027 FIGS. 1 and 2 represent an embodiment of an 
LCD device 100 that includes non-white LEDs and a 
phosphorized material. FIG. 1 represents a cross-sectional 
top view of the LCD 100 backlighting device. FIG. 2 
represents a cross-sectional side view of the LCD 100 
backlighting device. 

0028. The LCD device 100 may have other configura 
tions or arrangements including these with fewer or addi 
tional arrangements. 

0029) Referring to FIG. 1, the LCD device 100 includes 
a frame 102 and 114, a liquid crystal display (LCD) 104, a 
reflective polarizer 106, a diffuser 108, a light pipe 110, a 
printed circuit board 112, a circuit board 116, an enhanced 
diffuser reflector (EDR) 118, optional EDRs 118a, 118b, and 
118c, a light extractor 120, a plurality of LEDS 126, a 
plurality of LED current control circuits 128, and phospho 
rized materials 130a, 130b, and 130c. The circuit board 116 
may be a flexible circuit board, a rigid circuit board, or the 
like. The plurality of LEDs 126 may include a plurality of 
blue LEDs, ultraviolet LEDs, other non-white LEDs, or a 
combination thereof. The optional EDRs 118a, 118b, and 
118c may be located between the LEDs 126 and the respec 
tive phosphorized materials 130a, 130b, and 130c. The 
EDRs 118a, 118b, and 118c may include apertures for the 
light from the LEDs 126 to shine through to the light pipe 
110. The apertures may be shaped to match the active output 
regions of the LEDs 126. While EDRs are described, other 
polarization Scrambling films may be used. 

0030) The phosphorized materials 130a, 130b, and 130c 
are located between the LEDs 126 and the light pipe 110. 
The phosphorized materials 130a, 130b, and 130c may 
include a phosphorized rubber strip. Light from the LEDs 
126 passes through the phosphorized materials 130a, 130b, 
and 130c where a portion of the light is down converted. The 
down converted light that exits from the phosphorized 
materials 130a, 130b, and 130c has a white color coordinate. 
The white light from the phosphorized materials 130a, 130b, 
and 130c then enters the light pipe 110. 
0031 Light that enters the light pipe 110 is internally 
reflected off the top and bottom surfaces. The light that 
Strikes the top Surface of the light pipe 110 at an angle leSS 
than the critical angle will pass through the front of the light 
pipe 110 and strike the diffuser 108. The light that strikes the 
top of the light pipe 110 at an angle greater than the critical 
angle will be reflected in the light pipe 110. In one aspect, 
the light that strikes the EDR 118 passes through the diffuser 
reflector's first non-diffuse Surface and exits the EDR Sur 
face. In another aspect, the EDR 118 scrambles the polar 
ization and reflects the light toward the LCD 104. The light 
extractor Surface 120 directs the light toward the LCD 104. 
0032. The light then first strikes the reflective polarizer 
106, which allows only light with the correct polarization 
angle to pass. The light that passes through the reflective 
polarizer 106 backlights the LCD 104 to provide an image. 
The polarizer angle of the reflective polarizer 106 may be 
aligned to the polarizer angle on the back of the LCD 104. 
0033) Light which strikes the reflective polarizer 106 that 
is not of the correct polarization angle is reflected back by 
the reflective polarizer 106 and strikes the front side of the 
diffuser 108, which is the diffuse Surface side. The diffuse 
surface of the diffuser 108 scrambles the polarization of the 
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light and reflects a significant portion of the light back 
towards the reflective polarizer 108. The light portion of the 
reflected light with the correct polarization is passed through 
the reflective polarizer 106 and backlights the LCD 104. 
Light continues to be reflected in the light pipe until the light 
is absorbed or exits from the top of the light pipe 110. The 
diffuser 108 may be a one-sided diffuser having depolariza 
tion backScattering properties in conjunction with a reflec 
tive polarizer. The diffuser may comprise polarization 
Scrambling reflective back diffuser materials. 

0034) While the diffuser 108 slightly reduces the bright 
ness of the LCD 104 at the outer viewing angles, the diffuser 
108 increases the luminance of the light in the central angles 
more than 20%. The increase is the result of a majority of the 
light does not reenter the light cavity where the absorption 
losses are greater. In addition the use of a diffuser 108 
greatly reduces the edge effects of the light pipe 110 com 
parable to the CCFL-based devices. Various diffuser mate 
rials may be used on each of the two surfaces of the diffuser 
108 to optimize the luminance gain. Other brightness 
enhancement films (BEF) may also be used to optimize the 
luminance gain. 
0035. The LCD 104 may comprise an active matrix liquid 
crystal display (AMLCD) or another type of LCD. The 
frames 102 and 114 may be a metal frame or other type of 
frame. The frame member 114 may be a metal frame that 
conducts heat from the circuit board 116. The reflective 
polarizer 106 may be a dual brightness enhancement film 
diffuse (DBEF-D) reflective polarizer. The DBEF-D reflec 
tive polarizer 106 allows only light that is properly polar 
ized/orientated to pass to the AMLCD 104. The EDR 118 
comprises a polarization Scrambling film that Scrambles the 
polarization of the light and reflects the light toward the 
diffuser 108. The circuit board 116 may have stiffeners 122 
on the center portion and on the folded tabs as illustrated in 
FIG. 1 by the thicker regions of the circuit board 116. 
Stiffeners 122 may be located on the opposite side of the 
circuit board 116 from the LEDs 126, on the opposite side 
of the circuit board 116 from the LED control circuits 128, 
and in the center portion of the circuit board 116 opposite the 
exposed ground plane. 

0036) The circuit board 116 may include two folds in 
each tab as illustrated in FIG. 3. The LED control circuits 
128 may be on a first folded region of the tabs and the LEDs 
126 may be on the second folded region of the tabs. The 
folds of the tabs of the circuit board 116 may form substan 
tially 45 degree angles, Such that the LEDs 126 are perpen 
dicular to the center region of the circuit board 116. The 
LEDs 126 and the LED control circuits 128 may be located 
on the same side of the circuit board 116. 

0037. The circuit board 116 may also provide a heat 
Sinking capability and interconnection. The center portion of 
the circuit board 116 may include an exposed ground plane 
that is in contact with the frame member 114 for transferring 
heat generated by the LEDs to the frame member 114. An 
optional thermal conductive material may be disposed 
between the circuit board 116 and the frame member 114 to 
improve the thermal conductivity. 

0.038. The thermal conductive material is especially 
important when an air gap exists between the circuit board 
116 and the frame member 114. The thermal conductive 
material may be a pressure Sensitive adhesive (PSA) mate 
rial such as Bond Ply, which is available from The Bergquist 
Company in Chanhassen, Minn. 
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0039. In one aspect, the circuit board 116 is a flexible 
circuit board having elastomeric properties, which allow the 
board to be deformed without damage to the components 
and the connections between the components. In another 
embodiment, the circuit board 116 is a flexible circuit board 
that may be capable of Small bend radiuses less than 1 mm 
and may be extremely thin, such as 2 mils thick with 35u of 
copper on both Sides totaling approximately 3.8 mils. The 
base insulator may be Kapton-based Substance, Such as 
Polyimide, that is extremely resilient to environmental and 
mechanical Stresses. Eight mil Space and trace is available 
for the less expensive HD material. The circuit board 116 
may also assist in thermal heat Sinking. The cathodes ends 
of the LEDs 126 may be soldered to a ground plane on the 
circuit board 116 that is connected with a frame member 114 
to heat sink heat from the LEDs. The heat flow path may 
dissipate toward the rear of the LCD display 100. The LCD 
104 may be a 3.8" AMLCD. 
0040. In one aspect, the phosphorized material 130 and 
the light pipe 110 are combined to form a phosphor coated 
or impregnated light pipe for use with the non-white LEDs. 
In another aspect, the phosphor material may be placed 
between the light pipe 110 and the reflective polarizer 106. 
Various means exist to couple the light from LEDs into a 
light pipe, Such as using total internal reflection with the 
diodes facing up or lensing the edge of the light pipe. Other 
techniques of reflective polarizers may be used including a 
wire grid reflective polarizer. An LCD device may have the 
LEDs placed behind the AMLCD, thus eliminating the need 
for a light pipe. In this case, the phosphor material would be 
placed somewhere in the optical path between the LEDs and 
the reflective polarizer. 

0041. The phosphorized material 130 may be a phospho 
rized silicone rubber, such as part number KLY5-8D3 from 
Asahi Rubber Inc. (ARI International Corporation) of 
Arlington Heights, Illinois. The LEDs 126 may be any type 
or make of LEDs including Infineon Technology AG. part 
number LB A673-N24. The Infineon LED has a luminance 
rating of 35-45 mcd which corresponds to 105-135 mim per 
LED. Other LEDs, including more powerful LEDs, may be 
used. 

0042. The relative spectral radiance from blue LEDs and 
Asahi Rubber's phosphorized rubber, a reflective polarizer 
with diffuser configuration, and an EDR results in an esti 
mated 245 Nits for an LCD device with 50 LEDs of the more 
powerful Q1 luminance level parts with a rating of 2x(71-90 
mcd) and 30 mA POWER TOPLED(R). The blue LEDs at 
245 Nits may have about 25% less luminance than with 
white LEDs that have 332 Nits. The may be due in part to 
a non-optimal phosphor conversion. Once optimized, the 
converted blue light may become more greenish Similar to 
the light produced by conventional white LEDs. Another 
advantage of using the phosphorized material is that the 
white color coordinates of the converted light can be con 
trolled. 

0043 FIG.3 represents a top view of a flexible circuit 
board layout 300 for a LED circuit. The flexible circuit 
board-based device 300 includes a flexible circuit board 302 
and various devices, including the parallel LED circuit 400 
(FIG. 4) or a series LED drive circuit or other circuits, may 
be mounted on the flexible circuit board 302. While the 
flexible circuit board 302 is shown in a completely flat 
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position, when in use, the flexible circuit board 302 may 
have the tabs 350, 352, and 354 folded along the dashed 
lines 308 and 310. The folds may be at substantially 45 
degrees such that the LEDs 304 face inwardly and are 
Substantially perpendicular to the center region of the flex 
ible circuit board 302. A folded flexible circuit board 302 
may be configured as the circuit board 116 illustrated in the 
cross-section of FIG. 2. Other configurations may also be 
used including a Single fold configuration. 

0044) While FIG. 3 illustrates 12 to 14 LEDs per tab 
region, other number of LEDS may be used, for example, 2 
to 200 LEDs per tab region. The number of LEDs per each 
tab may be, but need not be, the same. Different types of 
LEDs may be used on a flexible circuit board 302. Likewise, 
while FIG. 3 illustrates a two to one ratio of LED control 
circuits 306 to LEDs 304, the number of LED control 
circuits 306 may vary depending on the application. 

0045. The flexible circuit board 302 may be any flexible 
circuit board material, Such as Standard Flex, Novaflex(E) 
HD, and Novaflex(R) VHD, available from Sheldahl Inc. of 
Northfield, Minn. 

0046) The LEDs 304 may be located around the perim 
eter of the flexible circuit board 302. The folding of the 
flexible circuit board 302 enables the LEDs 304 and the LED 
control circuits 306 and other related circuits, for Such as 
circuit 322, to be located on one single of the flexible circuit 
board 302. The circuit 322 may correspond to circuits 406, 
408 and 410 of FIG. 4. The temperature sensor 340, may 
correspond to the thermal resistor RT1 of FIG. 4. Such a 
Single sided component placement is desirable for cost and 
manufacturability reasons. Additionally, when the compo 
nents are located on the top side of the flexible circuit board 
302 stiffeners, such as the stiffener 122 illustrated in FIG. 2, 
may be used acroSS portions of the bottom Side of the 
flexible circuit board 302. The stiffener may be a polyester 
based stiffener material. 

0047. The flexible circuit board 302 may be used to 
directly substituted CCFL circuits with little or no mechani 
cal modifications. The flexible circuit board 302 eliminates 
the rear metal shield, provides a location for the LED control 
circuit 306, and may use a flexible interconnect for power 
and PWM control. 

0048. The top surface of the flexible circuit board 302 
may include an exposed ground plane. The ground plane 
may include a majority of the central region of the flexible 
circuit board 302 and regions in the tabs 350, 352 and 354 
that are not used for routing power and Signals between the 
LEDs 304, the LED control circuits 306, and the other 
circuits 322. The bottom side of the flexible circuit board 
302 may include an exposed Voltage plane and Signal 
routing lines. 

0049. In one aspect, the flexible circuit board 302 may 
include ground tabs 330 and 332. The ground tabs 330 and 
332 may be flexible tabs that can be inserted into an existing 
LCD frame to connect the ground plane of the flexible 
circuit board 302 to the frame. The ground plane on the top 
of the flexible circuit board 302 may be connected directly 
with a frame to provide LED heat Sinking by connecting the 
cathodes of the LEDs to a heat Sinking device, Such as a 
metal frame. Such heat Sinking results in a passive LED 
cooling method that is more cost effective than the other 
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methods Such as thermal electric coolers or Spring clips. 
While the flexible circuit board 302 costs more than tradi 
tional rigid circuit boards, directly mounting the LEDs 304 
and the LED control circuits 306 to the flexible circuit board 
302 eliminates the need for daughter boards or other inter 
connecting devices or the more expensive Side-lighting 
LEDS. 

0050 Also, the flexible circuit board 302 may include 
various cutouts, Such as cutout 324, So that the flexible 
circuit board 302 may directly replace a CCFL device. 
Additionally, mounting tabs 320 and 321 and other devices 
may be integrated into the flexible circuit board 302 to allow 
the flexible circuit board 302 to directly replace a CCFL 
device or other device. 

0051 FIG. 4 represents a circuit diagram of a parallel 
LED circuit 400 according to an embodiment. The LED 
circuit 400 may include a parallel LED array 402, a current 
Source circuit 404, a control circuit 406, an optional tem 
perature derating circuit 408, and an optional temperature 
monitoring circuit 410. While the LED circuit 400 is 
described with reference to a parallel LED drive circuit, 
other LED drive circuits may also be used including a Series 
drive circuit and a hybrid drive circuit. 
0.052 The parallel LED array 402 includes a plurality of 
LEDs D2, D3, and Dn connected in parallel. The LEDs may 
be white or colored LEDs, Such as red, green, and blue 
LEDs, other colored LEDs, ultraviolet (UV) LEDs, or a 
combination of different types of LEDs. The LED labeled 
“Dn” represents the nth LED where n is the total number of 
diodes. While FIG. 4 illustrates only three LEDs in the LED 
array 402, the LED array 402 may have any number of 
LEDs, for example 2 to 1,000 LEDs for some applications 
and many more LEDs, such as 50,000, for other applica 
tions. There essentially is no limit to the number of LEDs 
that could be in the LED array 402. Any additional LEDs 
will have corresponding current Source transistors and emit 
ter resistors in a similar configuration as the current Source 
transistors Q3, Q4, and On and the emitter resistors R7, R8, 
and Rn. 

0053) The LEDs D2, D3, and Dn may each be separately 
current sourced to provide consistent LED brightness. This 
eliminates most brightness variations caused by LED for 
ward Voltage variations. The cathode terminals of each of 
the LEDs D2, D3, and Dn are connected with ground at a 
ground node. The common ground connection may be 
connected with a heat Sink to transfer heat away from the 
LEDs. The anode terminal of the LEDs D2, D3, Dn connects 
with the current Source transistor Q3, Q4, Qn. By connecting 
the cathode terminal of the parallel LEDs D2, D3, and Dn 
diodes to ground, a Superior thermal conductive path is 
established that reduces the LED junction temperature and 
equalizes the junction temperatures among the parallel 
diodes. Since the luminous intensity of an LED decreases 
dramatically as the junction temperature increases, equal 
ization of the junction temperatures helps maintain a more 
uniform brightness among the LEDs D2, D3, and Dn. 
0054 The current source circuit 404 Supplies the LED 
array 402 with substantially uniform current to each LED, 
D2, D3, and Dn. Since the brightness of an LED is directly 
related to the current passing through the LED, accurate 
control of the LED current allows proper LED performance 
and life expectancy. The anode terminals of the LEDs D2, 
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D3, and Dn are connected with a collector terminal of the 
respective current Source transistor, Q3, Q4, and Qn. A 
common control node interconnects the base terminals of the 
current Source transistorS Q3, Q4, and Qn. The emitter 
terminals of the current Source transistors, Q3, Q4, and Qn, 
are connected to the Supply Voltage via an emitter resistor 
R7, R8, and Rn, respectively. The current Source transistors, 
Q3, Q4, and Qn may have Substantially identical character 
istics. Thus, the characteristic of the current Source transis 
tors, Q3, Q4, and Qn with respect to various collector 
currents (Ic) and base to emitter voltages (Vbe) will be 
Substantially similar Since the transistor temperatures will be 
substantially identical. The base terminals of the current 
Source transistors, Q3, Q4, and On are connected at a 
common control node 454. 

0055. The emitter resistors R7, R8, and Rn further reduce 
variations in the current from the current Source transistors, 
Q3, Q4, and On. Thus, the parallel LEDs D2, D3, and Dn 
maintain consistent brightness. The emitter resistor R7, R8, 
and Rn preferably may have Substantially identical charac 
teristics. When the LEDs, D2, D3, and Dn, are white LEDs, 
the emitter resistors R7, R8, and Rn may be 0.1 to 1,000 
Ohm resistors. The emitter resistors R7, R8, and Rn pref 
erably have low resistance, such as 5 Ohms. When color 
diodes are being driven by the current source circuit 404, the 
value of the emitter resistors R7, R8, and Rn may be selected 
to achieve a different desired current level for each LED to 
achieve proper white balance. 
0056. The control circuit 406 provides fault tolerance 
protection when one or more LEDs in the LED array 402 
fails. An LED may fail by a short or an open. 
0057 When an LED fails open, the LED disconnects the 
collector terminal of the current Source transistor. When an 
LED fails closed, the LED connects the collector terminal of 
the current Source transistor to ground. Such LED failures 
tend to affect the voltage at the common control node 454 of 
the current Source transistors. The control circuit 406 stabi 
lizes the Voltage at the common base node Via feedback 
circuitry. When the Voltage at the common base node is 
Stable, the remaining LEDs continue to be driven at the 
prescribed level. 

0058. The transistor Q2 and the Zener diode D1 provide 
load dumping when an LED fails open. The current that 
would have passed through the LED is diverted to the base 
terminal of the current Source transistor connected with the 
LED that is open. This additional current is received by the 
transistor Q2 and dissipated through the Zener diode D1. The 
number of LEDs that may fail in the open position while the 
LED circuit 400 remains operational is limited by the power 
rating of the transistor Q2 and the Zener diode D1. For 
example, a Zener diode D1 with a derated power limit of 500 
mW allows for four open LEDs. A resistor or other device 
may alternatively by used in place of the Zener diode D1. 

0059) An LED failure by a short is an unlikely failure. 
However, if an LED shorts out, the current Source transistor 
asSociated with that LED continues to Supply the shorted 
LED with the same current as the other LEDs. Thus, the 
brightness of the other LED is unaffected by the shorted 
LED. 

0060 A sample current source circuit 412 includes a 
transistor Q1 and a resistor R2 that have characteristics that 
are Substantially similar to those of the current control 
transistors Q3, Q4, and On and the emitter resistors R7, R8, 
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and Rn. By mirroring the characteristics of the current 
Source circuit, the current through the Sample current Source 
circuit 412 may be monitored to estimate the current that 
passes through the LEDS. The Sample current Source circuit 
412 provides a current Substantially similar to the current 
that passes through each of the LEDs, D2, D3, Dn. The 
Sample current is converted by a resistor R3 to a reference 
Voltage. The Sample current Source circuit 412 eliminates the 
need for additional circuitry to Sample the actual current 
through the LEDs, D2, D3, Dn. The sample current source 
circuit 412 allows the cathodes of the LEDs, D2, D3, Dn to 
be connected with the ground node instead of Sampling 
circuitry. The resistor R1 provides an offset to ensure that the 
LEDs can be completely turned off even with a small output 
voltage at node 450 commonly associated with PWM con 
trollers. 

0061 The control circuit 406 uses a current feedback 
circuit to more precisely control the current to the parallel 
LEDs. The additional control allows the parallel LEDs to be 
operated closer to their maximum rating, which is where the 
LEDs are at their brightest. The error amplifier U1 of the 
control circuit 406, may be configured to provide a band 
width limiting function that eliminates high rate of change 
currents transients. This elimination reduces or completely 
Suppresses electromagnetic interference (EMI) emissions. 
0062) The error amplifier U1, an operational amplifier, 
typically operates in a linear mode of operation. The input to 
the error amplifier U1 receives a voltage divided output from 
the operational amplifier U2. The output Voltage from opera 
tional amplifier U2 is divided by the voltage divider formed 
by the resistors R4 and R5. 
0063. The temperature derating circuit 408 derates cur 
rent to the LED array 402 as the temperature increases to 
prolong the life expectancy of the LEDS. The temperature 
derating circuit 408 is connected with the control circuit 406 
and an intensity input node 450. The input voltage from the 
operational amplifier U2 controls the brightness of the LED 
array 402. The operational amplifier U2 is configured as a 
differential amplifier where the ratios of the operational 
amplifiers resistors are Substantially balanced, that is R12/ 
R11=R10/R9. When the ratios of the operational amplifier's 
resistor R12/R11 and R10/R9 are both substantially equal to 
one, the differential gain of the operational amplifier U2 is 
substantially unity. When the output of the operational 
amplifier U4 is at Substantially ground during a non-derating 
condition, the operational amplifier U2 passes the input 
signal from input node 450 with the gain set by the resistor 
ratios, which may be a unity gain. The intensity level Signal 
may be a steady DC voltage, a pulse width modulated Signal, 
or an other type of Signal. 
0064. The derating operational amplifier U4 normally 
operates in a rail-to-rail mode. When the LED array 402 is 
operating in a normal operating temperature range, the 
output of the derating operational amplifier U4, known as 
the temperature derating level, is Substantially ground. AS 
the temperature of the LED array 402 increases, the tem 
perature derating level increases after a predetermined LED 
threshold temperature is reached. Since the thermal resistor 
RT1 is connected with the same ground and preferably in 
close proximity to the LED array 402, the resistance of the 
thermal resistor RT1 varies as a function of the temperature 
of the Solder near the cathode terminals of the LEDs D2, D3, 
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and Dn. The thermal resistor RT1, also called a temperature 
Sensor, has a resistance that varies as a function of a 
measured temperature. For example, the thermal resistor 
RT1 may be a model KT230 available from Infineon Tech 
nologies A.G. 1730 N. First Street, San Jose, Calif. 95112. 
The model KT230 is a temperature dependent resistor with 
a resistance tolerances of +/-3% at 1,000 Ohms, a tempera 
ture range of -50 degree Centigrade to +150 degree Centi 
grade, and is available in SMD or leaded or customized 
packages. The model KT230 has a linear output, a positive 
temperature coefficient, a long term Stability, a fast response 
time, and is polarity independent due to Symmetrical con 
Struction. Other commonly available temperature Sensors, 
Such as models LM135 and LM50 from the National Semi 
conductor, Inc., may also be used. 
0065. The operational amplifier U2 receives a higher 
output voltage from the derating operational amplifier U4 
through resistor R11. The output Voltage from the derating 
operational amplifier U4 acts as a negative offset to the input 
voltage at the input node 450. By reducing the output 
Voltage of the operational amplifier U2, the error amplifier 
U1 increases its output voltage which causes the Voltage at 
the common base node 454 to be increased. This results in 
the current Source transistorS Q3, Q4, and Qn allowing leSS 
current to flow through the LED array 402. The LEDs D2, 
D3, and Dn then become less bright as the temperature 
increases. For example, if the input Voltage at the input node 
450 is 5 VDC and the temperature derating level is 1.5V, the 
output of the operation amplifier U2 is 3.5V. The tempera 
ture derating circuit 408 may shut off the LED array 402 if 
the measured temperature reaches a predetermined tempera 
ture threshold. 

0.066 The temperature monitoring circuit 410 provides a 
temperature output signal at output node 452 that indicates 
a temperature associated with the LED array 402. The LED 
temperature output signal may be a function of the LED 
temperature as measured by the thermal resistor RT1. The 
thermal resistor RT1 may be used for the temperature 
monitoring circuit 410 and the temperature derating circuit 
408. The temperature monitor amplifier U3 monitors a 
voltage difference between a first voltage divider circuit R19 
and R20 and a second voltage divider circuit R17 and RT1 
to provide an output voltage that is proportional to the LED 
temperature. The output of the temperature monitor ampli 
fier U3 is connected with the output node 452. The tem 
perature monitoring output 452 may be used by an external 
controller to adjust the drive level to input 450 to compen 
Sate for LED luminance changes as a function of tempera 
ture. 

0067. The input node 450 of the LED circuit 400 may 
receive an input signal from a microprocessor or other 
controller. The input signal may be a pulse width modulated 
(“PWM”) signal, a DC voltage signal, or other type of 
Signal. 

0068 A PWM input signal controls the intensity of the 
LED based on the duty cycle and/or the voltage level of the 
input Signal. Generally, as the duty cycle of the input signal 
increases, the LEDs D2, D3, and Dn become brighter. ADC 
Voltage input Signal controls the intensity of the LED based 
the Voltage level of the input Signal. Generally, as the Voltage 
level at the input node 450 increases, the LEDs D2, D3, and 
Dn become brighter. 
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0069. The LED circuit 400 may operate with a supply 
voltage of between 1 volt to 15 volts, and preferably it 
operates at approximately 5 volts. Since the LED circuit 400 
includes a parallel LED array 402, a high power inverter and 
higher Supply Voltage commonly required for Serial LED 
circuits is not required. The LED circuit 400 may be a band 
limited low electromagnetic interference circuit controlled 
by the values of R4, R5, C3, R3, and C2. 

0070 The LED circuit 400 of FIG. 4 may include 
components as indicated in Table 1. Other types of compo 
nents and components of different values may also be used 
in the LED circuit 400. 

TABLE 1. 

Ref. Description 

C1. A capacitor, for example a 1 uF capacitor. 
C2-3 A capacitor, for example a 0.01 uF capacitor. 
Q1-4. A PNP transistor, for example, a model MBT3906DW1T1 

transistor from Motorola, Inc. that is available in a dual package. 
Qn A PNP transistor, for example, a model MBT3906DW1T1 

transistor from Motorola, Inc. that is available in a dual package. 
D1 A Zener diode, for example a 3.3 volt Zener diode. 
D2-3 A light emitting diode. For example, white SIDELED Infineon 

model LWA67C, a white LED from Infineon model LW E673 
or LW E67C, red LED model LSA677-Q, green LED model 
LTA673-R24, or a blue LED LBA673-N24 all from Infineon 
Technology AG. 

Dn. A light emitting diode. For example, white SIDELED Infineon 
model LWA67C, a white LED from Infineon model LW E673 
or LW E67C, red LED model LSA677-Q, green LED model 
LTA673-R24, or a blue LED LBA673-N24 all from Infineon 
Technology AG. 

U1-4. An operational amplifier, for example a model LMV321 
available from National Semiconductor Corp. or a model TLC 
2274 Rail-to-Rail Operational Amplifier available from 
Texas Instruments, Inc. 

R1 A resistor, for example a 4.99K Ohms resistor. Other resistance 
values may also be used, for example, 0.5K to 50K Ohms. 

R2 A resistor, for example a 5 Ohms resistor. Other resistance 
values may also be used, for example, 0.5 to 500 Ohms. 

R3 A resistor, for example a 100 Ohms resistor. Other resistance 
values may also be used, for example, 0.1 to 10K Ohms. 

R4 A resistor, for example a 16.5k Ohms resistor. Other resistance 
values may also be used, for example, 165 to 1650K Ohms. 

R5 A resistor, for example a 25K Ohms resistor. Other resistance 
values may also be used, for example, 250 to 2,500K Ohms. 

R6 A resistor, for example a 4.99K Ohms resistor. Other resistance 
values may also be used, for example, 0.5K to 50K Ohms. 

R7 A resistor, for example a 5 Ohms resistor. Other resistance 
values may also be used, for example, 0.5 to 500 Ohms. 

R8 A resistor, for example a 5 Ohms resistor. Other resistance 
values may also be used, for example, 0.5 to 500 Ohms. 

Rn. A resistor, for example a 5 Ohms resistor. Other resistance 
values may also be used, for example, 0.5 to 500 Ohms. 

R9-21. A resistor, for example a 20K Ohms resistor. Other resistance 
values may also be used, for example, 200 to 200K Ohms. 

RT1. A resistor with a temperature dependant resistance, for example 
KT230 available from Infineon Technology A.G. 

0071 FIG. 5 represents an embodiment of an LCD 
device 500 that includes white LEDs. The LCD device 500 
has corresponding element numbers and a Similar operation 
to the LCD device 100 shown in FIGS. 1 and 2. However, 
the LCD device 500 uses white LEDs rather than the 
non-white LEDs shown in LCD device 100. The LCD 
device 500 also does not need the phosphorized material 
used in the LCD device 100. However, LCD device 500 may 
use a phosphorized material to improve the light properties 
from a white LED. 
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0072) The LCD device 500 includes a frame 502 and 514, 
a liquid crystal display (LCD) 504, a reflective polarizer 
506, a diffuser 508, a light pipe 510, an enhanced specular 
reflector (ESR) 524, a printed circuit board 512, side LED 
arrays 526, an LED controller circuit 528, a circuit board 
516, an enhanced diffuser reflector (EDR) 518, a light 
extracting Surface 520, and a thermally conductive material 
534. The LCD 504 may be an active matrix liquid crystal 
display (AMLCD). The side LED arrays 526 comprise white 
LEDs as previously discussed. The LED arrays 526 and the 
ESR 512 have a side reflective configuration as discussed 
below. In an aspect, the LCD device 500 with white LED's 
has about one-third the LEDs as a comparable LCD device 
using non-white LEDs. In another aspect, the white LEDs 
have about 2.5 times the brightness of the non-white LEDs. 
The ESR 524 and the thermally conductive material 534 are 
discussed below. 

0073 FIG. 6 represents another embodiment of an LCD 
device 600 that includes white LEDs. The LCD device 600 
has corresponding element numbers and a Similar operation 
to the LCD device 500 shown in FIG. 5. The LCD device 
600 includes a frame 602 and 614, an LCD or an AMLCD 
604, a reflective polarizer 606, a diffuser 608, a light pipe 
610, an enhanced specular reflector (ESR) 624, a printed 
circuit board 612, an LED array 626, an LED controller 
circuit 628, a circuit board 616, an enhanced diffuser reflec 
tor (EDR) 618, a thermally conductive material 634, and a 
light extracting surface 620. The circuit board 616 may be 
thinner than the printed circuit board 612. The circuit board 
616 is thermally connected with the frame 602 via the 
thermally conductive material 634. The LED 626 and the 
ESR 624 have a top reflective configuration. The ESR 624 
may be angled at about 45 degrees to reflect the light from 
the LED 626 such that a side LED is not required. The frame 
602 also may form a light cavity that contains the light pipe 
610, the ESR 612, the LED array 626, and the diffuser 608. 
The light cavity may include the circuit board 616. 

0074 FIG. 7 represents another embodiment of an LCD 
device 700 that includes non-white LEDs. The LCD device 
700 has corresponding element numbers and a similar 
operation to the LCD device 100 shown in FIGS. 1 and 2. 
The LCD device 700 includes a frame 702 and 714, an LCD 
or an AMLCD 704, a reflective polarizer 706, a diffuser 708, 
a light pipe 710, an enhanced specular reflector (ESR) 724, 
a printed circuit board 712, LEDs 726, an LED controller 
circuit 728, a circuit board 716, an enhanced diffuser reflec 
tor (EDR) 718, a light extracting surface 720, and a ther 
mally conductive material 734. The LEDs comprise non 
white LEDs as previously discussed. 

0075) The ESR 724 is configured at the ends of the light 
pipe 710. The ESR 724 reflects light from the LEDs 726 into 
the light pipe 710. In one aspect, each LED 726 has a top 
reflective configuration in relation to the light pipe 710 and 
the ESR 724. The LEDs 726 are positioned so the top or 
light emitting surfaces of the LEDs 726 are essentially 
perpendicular to the ends of the light pipe 770. In one aspect, 
ESR 724 has a planar surface forming an angle of about 45 
degrees with the top Surface of the LED and forming an 
angle of about 45 degrees with the end of the light pipe. 
Light from the LEDs is top reflected by the ESR 724 into the 
light pipe 710. 
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0076. The thermally conductive material 734 is disposed 
between the frame 714 and the circuit board 716. In one 
aspect, the thermally conductive material is a thermally 
conductive pressure Sensitive adhesive Such as the Bergquist 
Bond ply TM 100 available from the Bergquist Company in 
Chanhassen, Minn. Other thermally conductive adhesives 
and materials may be used. 
0.077 FIG.8 represents a further embodiment of an LCD 
device 800 that includes non-white LEDs. The LCD device 
800 has corresponding element numbers and a similar 
operation to the LCD device 700 shown in FIG. 7. The LCD 
device 800 includes a frame 802 and 814, an LCD or an 
AMLCD 804, a reflective polarizer 806, a diffuser 808, a 
light pipe 810, an enhanced specular reflector (ESR) 824, a 
printed circuit board 812, a side LED array 826, and LED 
controller circuit 828, a circuit board 816, a thermally 
conductive material 834, an enhanced diffuser reflector 
(EDR) 818, and a light extracting surface 820. The circuit 
board 816 may be thinner than the printed circuit board 812. 
The circuit board 816 is thermally connected with the frame 
802 via the thermally conductive material 834. The LED 826 
and the ESR 824 have a side reflective configuration. 
0078. The LCD devices may have other configurations 
and arrangements including those with fewer and additional 
parts. The edge lighting configurations, including the Side 
and top reflective versions shown in the embodiments, can 
provide color diffuser and luminescence uniformity advan 
tages. The light pipe also may have a Square, rectangular, or 
other shape to reduce or eliminate the direct observation of 
the LEDs by a user. 
0079 Various embodiments of the invention have been 
described and illustrated. However, the description and 
illustrations are by way of example only. Other embodi 
ments and implementations are possible within the Scope of 
this invention and will be apparent to those of ordinary skill 
in the art. Therefore, the invention is not limited to the 
Specific details, representative embodiments, and illustrated 
examples in this description. Accordingly, the invention is 
not to be restricted except in light as necessitated by the 
accompanying claims and their equivalents. 
What is claimed is: 

1. A liquid crystal display (LCD) backlighting backlight 
ing device, comprising: 

a non-white light emitting diode; 
a liquid crystal display; and 
a phosphorized material located between the light emit 

ting diode and the liquid crystal display, where the 
phosphorized material down converts light from the 
light emitting diode toward white light spectral radi 

CC. 

2. The LCD device of claim 1, wherein the non-white 
light emitting diode comprises a light emitting diode is 
Selected from the group consisting of blue light emitting 
diodes and ultraViolet light emitting diodes. 

3. The LCD device of claim 1, further comprising a 
Second non-white light emitting diode that differs in color 
with the non-white light emitting diode comprises a plurality 
of different colored light emitting diodes. 

4. The LCD device of claim 1, wherein the non-white 
light emitting diode is located along a perimeter of a flexible 
circuit board. 
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5. The LCD device of claim 4, wherein the non-white 
light emitting diode has a top reflective orientation with the 
light pipe. 

6. The LCD device of claim 4, wherein the non-white 
light emitting diode has a Side reflective orientation with the 
light pipe. 

7. The LCD device of claim 1, further comprising a 
polarization Scrambling material between the non-white 
light emitting diode and the light pipe, where the polariza 
tion Scrambling material comprises apertures located adja 
cent to the non-white light emitting diode. 

8. The LCD device of claim 1, wherein the phosphorized 
material comprises a phosphorized rubber. 

9. The LCD device of claim 8, wherein the phosphorized 
material comprises a phosphorized Silicone material. 

10. The LCD device of claim 1, further comprising: 
a light pipe, and 
a reflective polarizer; 
wherein light from the light pipe passes through the 

reflective polarizer before backlighting the liquid crys 
tal display. 

11. The LCD device of claim 10, wherein the phospho 
rized material comprises a phosphorized rubber. 

12. The LCD device of claim 11, wherein the phospho 
rized material comprises a phosphorized Silicone material. 

13. The LCD device of claim 10 further comprising an 
enhanced specular reflector disposed near the non-white 
light emitting diode and the light pipe, wherein light from 
the non-white light emitting diode reflects from the 
enhanced specular reflector into the light pipe. 

14. The LCD device of claim 10, further comprising a 
polarization Scrambling material between the non-white 
light emitting diode and the light pipe, where the polariza 
tion Scrambling material comprises apertures located adja 
cent to the non-white light emitting diode. 

15. The LCD device of claim 14, further comprising a 
Second polarization Scrambling material located along the 
light pipe opposite the liquid crystal display. 

16. The LCD device of claim 10 further comprising an 
enhanced diffuser reflector near the light pipe. 

17. The LCD device of claim 10, further comprising a 
diffuser between the light pipe and the reflective polarizer. 

18. The LCD device of claim 17, wherein the diffuser 
comprises a one-sided diffuser. 

19. The LCD device of claim 17, further comprising a 
polarization Scrambling material near the diffuser. 

20. A liquid crystal display (LCD) device, comprising: 
a non-white light emitting diode, 
a light pipe; 

a spectrum converting material between the non-white 
light emitting diode and the light pipe; 

a light extracting Surface located near a first Side of the 
light pipe; 

a diffuser located near a Second Side of the light pipe, 
where the first and Second Sides are opposite sides of 
the light pipe; 

a reflective polarizer, and 
a liquid crystal display; 

Oct. 3, 2002 

wherein light from the non-white light emitting diode and 
converted by the Spectrum converting material enters 
the light pipe passes through the diffuser, the reflective 
polarizer, then backlights the liquid crystal display. 

21. The LCD device of claim 20, wherein the spectrum 
converting material comprises a phosphorized material. 

22. The LCD device of claim 21, wherein the phospho 
rized material is disposed adjacent to the light extracting 
Surface. 

23. The device of claim 21, wherein the phosphorized 
material is disposed between the light pipe and reflective 
polarizer. 

24. The LCD device of claim 20, wherein the light 
emitting diode comprises a top lighting light emitting diode. 

25. The LCD device of claim 20, wherein the liquid 
crystal display comprises an active matrix liquid crystal 
display. 

26. The LCD device of claim 20, wherein the diffuser 
comprises a phosphor coating. 

27. The LCD device of claim 20, wherein the light pipe 
comprises a phosphor coating. 

28. The LCD device of claim 20, wherein the light pipe 
comprises a phosphor impregnated light pipe. 

29. The LCD device of claim 20, wherein the non-white 
light emitting diode comprises a blue light emitting diode. 

30. The LCD device of claim 20, wherein the non-white 
light emitting diode comprises an ultraViolet light emitting 
diode. 

31. The LCD device of claim 20, wherein the non-white 
light emitting diode is disposed near an edge of the light 
pipe. 

32. The LCD device of claim 20, wherein the non-white 
light emitting diode is located along a perimeter of a circuit 
board. 

33. The LCD device of claim 32, wherein the circuit board 
comprises a flexible circuit board. 

34. The LCD device of claim 32, wherein the non-white 
light emitting diode has a top reflective orientation with an 
enhanced specular reflector near the end of the light pipe. 

35. The LCD device of claim 32, wherein the non-white 
light emitting diode has a Side reflective orientation with an 
enhanced reflector near the end of the light pipe. 

36. The LCD device of claim 20, further comprising a 
thermally conductive material between the circuit board and 
a frame. 

37. The LCD device of claim 20, further comprising an 
enhanced diffuser reflector near the light pipe. 

38. The LCD device of claim 20, further comprising: 
a Second non-white light emitting diode that differs in 

color than the non-white emitting diode, 
where the Spectrum converting material comprises first 

and Second regions, where the first region converts 
light from the light emitting diode toward a first white 
light spectral radiance and the Second region converts 
light from the Second light emitting diode toward a 
Second white light Spectral radiance. 

39. A liquid crystal display (LCD) device, comprising: 
a light emitting diode that emits non-white light; 
a spectrum converting material; 
a diffuser; 
a reflective polarizer, and 
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a liquid crystal display; 
wherein light from the light emitting diode is converted 
by the Spectrum converting material before the con 
verted light passes through the diffuser, the reflective 
polarizer, before backlighting the liquid crystal display. 

40. The LCD device of claim 39, wherein the liquid 
crystal display comprises an active matrix liquid crystal 
display. 

41. The LCD device of claim 39, further comprising an 
enhanced diffuser reflector near the light pipe. 

42. A liquid crystal display, comprising: 
a non-white light emitting diode, 
a light pipe with a phosphor coating that converts the 

Spectrum of the non-white light emitting diodes and the 
light pipe; 

a light extracting Surface located near a first Side of the 
light pipe; 

an enhanced diffuser reflector located near an opposite 
Side of the light pipe; 

a diffuser located near a Second Side of the light pipe, 
where the first and Second Sides are opposite sides of 
the light pipe; 

a reflective polarizer, and 
a liquid crystal display, 

wherein light from the light pipe passes through the 
diffuser, the reflective polarizer, then backlights the 
liquid crystal display. 

43. A liquid crystal display (LCD) device, comprising: 
a white light emitting diode; 
a light pipe; 
a light extracting Surface located near a first Side of the 

light pipe; 

a diffuser located near a Second Side of the light pipe, 
where the first and Second Sides are opposite sides of 
the light pipe; 
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a reflective polarizer, and 
a liquid crystal display; 

wherein light from the white light emitting diode enters 
the light pipe and passes through the diffuser, the 
reflective polarizer, then backlights the liquid crystal 
display. 

44. The LCD device of claim 43, wherein the white light 
emitting diode is located along a perimeter of a circuit board. 

45. The LCD device of claim 44, wherein the circuit board 
comprises a flexible circuit board. 

46. The LCD device of claim 44, further comprising a 
thermally conductive material between the circuit board and 
a frame. 

47. The LCD device of claim 44, wherein the white light 
emitting diode has a top reflective orientation with the light 
pipe. 

48. The LCD device of claim 44, wherein the white light 
emitting diode has a side reflective orientation with the light 
pipe. 

49. The LCD device of claim 43, wherein the diffuser 
comprises a one-sided diffuser. 

50. The LCD device of claim 43, further comprising a 
polarization Scrambling material between the white light 
emitting diode and the light pipe. 

51. The LCD device of claim 50, wherein the polarization 
Scrambling material forms apertures near the white light 
emitting diode. 

52. The LCD device of claim 50, further comprising a 
Second polarization Scrambling material located along the 
light pipe opposite the liquid crystal display. 

53. The LCD device of claim 43, further comprising an 
enhanced diffuser reflector near the light pipe. 

54. The LCD device of claim 43, further comprising an 
enhanced Specular reflector disposed near the white light 
emitting diode and the light pipe, where light form the white 
light emitting diode reflects from the enhanced specular 
reflector into the light pipe. 

k k k k k 
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