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(57) ABSTRACT 

A structure and method of forming through substrate vias in 
forming semiconductor components are described. In one 
embodiment, the invention describes a method of forming a 
through substrate via by partially filling an opening with a fill 
material, and forming a first insulating layer over the first fill 
material thereby forming a gap over the opening. The method 
further includes forming a second insulating layer to close the 
gap thereby forming an enclosed cavity within the opening. 
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THROUGH SUBSTRATE VIA 
SEMICONDUCTOR COMPONENTS 

TECHNICAL FIELD 

[0001] This invention relates generally to electronic 
devices, and more particularly to through substrate via semi­
conductor components. 

BACKGROUND 

[0002] One of the goals in the fabrication of electronic 
components is to minimize the size of various components. 
For example, it is desirable that hand held devices such as 
cellular telephones and personal digital assistants (PDAs) be 
as small as possible. To achieve this goal, the semiconductor 
circuits that are included within the devices should be as small 
as possible. One way of making these circuits smaller is to 
stack the chips that carry the circuits. 
[0003] A number of ways of interconnecting the chips 
within the stack are known. For example, bond pads formed at 
the surface of each chip can be wire-bonded, either to a 
common substrate or to other chips in the stack. Another 
example is a so-called micro-bump 3D package, where each 
chip includes a number of micro-bumps that are routed to a 
circuit board, e.g., along an outer edge of the chip. 
[0004] Yet another way of interconnecting chips within the 
stack is to use through-vias. Through-vias extend through the 
substrate thereby electrically interconnecting circuits on vari­
ous chips. Through-via interconnections can provide advan­
tages in terms of interconnect density compared to other 
technologies. In addition to applications in 3D chip stacking, 
through-via interconnections can be used to increase perfor­
mance of RF and power devices by providing very low resis­
tive ground contacts to wafer backside and advanced heat sink 
capability. However, introduction of such interconnects may 
introduce additional challenges. 
[0005] The integration of chips in 3D brings forth a number 
of new challenges that need to be addressed. Hence, what is 
needed in the art are improved structures and methods of 
producing structures for 3D chip integration. 

SUMMARY OF THE INVENTION 

[0006] These and other problems are generally solved or 
circumvented, and technical advantages are generally 
achieved, by embodiments of the present invention that pro­
vide through silicon vias and methods of manufacture 
thereof. 
[0007] Embodiments of the invention include methods and 
structures for forming through substrate vias. In accordance 
with an embodiment, the invention describes a method of 
forming the through substrate via by forming a through sub­
strate via by partially filling an opening with a first fill mate­
rial, and forming a first insulating layer over the fill material 
thereby forming a gap over the opening. The method further 
comprises forming a second insulating layer to close the gap 
thereby forming an enclosed cavity within the opening. 
[0008] The foregoing has broadly outlined the features of 
embodiments of the present invention in order that the 
detailed description of the invention that follows may be 
better understood. Additional features and advantages of 
embodiments of the invention will be described hereinafter, 
which form the subject of the claims of the invention. It 
should be appreciated by those skilled in the art that the 
conception and specific embodiments disclosed may be 
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readily utilized as a basis for modifying or designing other 
structures or processes for carrying out the same purposes of 
the present invention. It should also be realized by those 
skilled in the art that such equivalent constructions do not 
depart from the spirit and scope of the invention as set forth in 
the appended claims. 

BRIEF DESCRIPTION OF THE DRAWINGS 

[0009] For a more complete understanding of the present 
invention, and the advantages thereof, reference is now made 
to the following descriptions taken in conjunction with the 
accompanying drawings, in which: 
[0010] FIG. 1, which includes FIGS. la-ld, illustrates a 
portion of a semiconductor component with a through sub­
strate via comprising a tailored void, wherein FIG. la illus­
trates a cross sectional view, FIG. lb illustrates a top cross 
sectional view, and FIGS. le and ld illustrate magnified top 
cross sectional views, in accordance with embodiments of the 
invention; 
[0011] FIG. 2, which includes FIGS. 2a and 2b, illustrates 
a portion of a semiconductor component with a through sub­
strate via comprising a tailored void, wherein FIG. 2a illus­
trates a cross sectional view and FIG. 2b illustrates a top cross 
sectional view, in accordance with embodiments of the inven­
tion; 
[0012] FIG. 3, which includes FIGS. 3a-3i, illustrates a 
method of manufacturing a through substrate via chip, 
according to embodiments of the invention; 
[0013] FIG. 4 is a flow chart of a method of forming the 
through substrate via chip according to an embodiment of the 
invention; 
[0014] FIG. 5, which includes FIGS. Sa-Se, illustrates a 
method of manufacturing a through substrate via chip accord­
ing to embodiments of the invention; 
[0015] FIG. 6 is a flow chart of a method of forming the 
through substrate via chip according to an embodiment of the 
invention; 
[0016] FIG. 7, which includes FIGS. 7a-7d, illustrates a 
method of manufacturing a through substrate via chip accord­
ing to embodiments of the invention; and 
[0017] FIG. 8 is a flow chart of a method of forming the 
through substrate via chip according to an embodiment of the 
invention. 
[0018] Corresponding numerals and symbols in the differ­
ent figures generally refer to corresponding parts unless oth­
erwise indicated. The figures are drawn to clearly illustrate 
the relevant aspects of the embodiments and are not neces­
sarily drawn to scale. 

DETAILED DESCRIPTION OF ILLUSTRATIVE 
EMBODIMENTS 

[0019] The making and using of the presently preferred 
embodiments are discussed in detail below. It should be 
appreciated, however, that the present invention provides 
many applicable inventive concepts that can be embodied in a 
wide variety of specific contexts. The specific embodiments 
discussed are merely illustrative of specific ways to make and 
use the invention, and do not limit the scope of the invention. 
[0020] The present invention will be described with respect 
to preferred embodiments in a specific context, namely par­
tially filled through substrate vias. The invention may also be 
applied, however, to other semiconductor components com­
prising, for example, multiple chips and/or in forming voids 
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or micro-voids in other components. One of ordinary skill in 
the art will be able to recognize further examples as well. 
[0021] Embodiments of the present invention utilize 
through substrate vias to create 3D chip packages. Stacking 
chips on top of one another provides a means to achieve 
density, increased functionality, and/or additional perfor­
mance. One way to realize the full benefits of chip stacking is 
to connect the chips using deep, or through substrate vias. 
These vias extend from the active circuitry at one face of the 
chip to a bottom surface of the chip. However, forming 
through substrate vias is challenging not only during the 
fabrication of these through substrate vias but also during 
subsequent processing and/or product lifetime. 
[0022] One of the key problems associated with stacking 
such devices arises from yield loss arising from stress induced 
failure of the product. In various embodiments, the present 
invention overcomes these limitations by forming through 
substrate vias comprising voids that are tailored to minimize 
stress concentration. 
[0023] A significant difference in coefficient of thermal 
expansion between the substrate and the fill material in a 
through substrate via can create large stress concentration 
around the through substrate via, for example, during subse­
quent thermal processing. Such increased stress can result in 
significant yield loss arising from cracks, de-lamination, via 
collapse, as well as dislocations, stacking faults in the sub­
strate, etc. Metals typically expand faster than silicon thus 
creating regions of high compressive stress in the substrate as 
well as inside the fill material. 
[0024] In various embodiments, the present invention over­
comes these problems by reducing stress around the through 
substrate via by filling the through substrate via with an 
effective material with minimal thermal expansion. In various 
embodiments, the effective material comprises a combination 
of metal and voids. For example, metals typically expand 
faster than silicon, whereas voids, for example, filled with a 
gas having negligible expansion relative to the silicon sub­
strate. Hence, a combination of metal with voids produces an 
effective material with a coefficient of expansion comparable 
to the substrate. In one embodiment, this effective material 
comprises a void tailored to specific dimensions and shape, 
the void forming an inner core region of the through substrate 
via, while a conductive fill material forms an outer layer of the 
through substrate via. 
[0025] Structural embodiments of the invention will be first 
described using FIGS. 1-2. Various embodiments of the 
method of fabrication will then be described using the flow 
charts of FIGS. 4, 6 and 8, and FIGS. 3, 5 and 7. 
[0026] An embodiment of the invention is illustrated in 
FIG. 1. FIG. la illustrates a cross sectional view of a through 
substrate via, FIG. lb illustrates a top cross sectional view of 
the through substrate via, and FIGS. le and ld illustrate 
magnified top cross sectional views of the through substrate 
via. 
[0027] Referring to FIG. la, the substrate 10 comprises a 
top surface 13 and a lower surface 16. The active regions 11 
are disposed on the top surface 13 and comprise devices such 
as transistors, resistors, capacitors, diodes, etc. (not shown). 
Metallization levels are disposed over the top surface 13 of 
the substrate 10. 
[0028] A inter level dielectric (ILD) layer 20 is disposed 
above the substrate 10. In one embodiment, the ILD layer 20 
comprises a silicon glass layer such as a BPSG layer. In 
another embodiment, the ILD layer 20 comprising multiple 
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dielectric layers is disposed above the substrate 10. The ILD 
layer 20 comprises multi level metallization and forms the 
back end of the line circuitry. 

[0029] A through substrate via 1 formed by filling a through 
substrate opening 250 with a fill material 50 is disposed inside 
the substrate 10. The through substrate opening 250 com­
prises a high aspect ratio opening in the substrate. In various 
embodiments, the depth of the through substrate opening 250 
is around 50-150 um, while the diameter of the through sub­
strate opening 250 is around 5-15 um. In various embodi­
ments, the aspect ratio of the through substrate opening 250 is 
about 1 :5 to about 1 :20. The through substrate via 1 is elec­
trically coupled to the substrate, for example, through elec­
trical metal lines, for example, metal line 19 disposed above 
the substrate 10. 

[0030] A first insulating layer 30 is disposed over the ILD 
layer 20 and forms the sidewalls of the through substrate 
opening 250. The first insulating layer 30, in one embodi­
ment, comprises a nitride layer. 
[0031] The through substrate opening 250 is lined with a 
sidewall liner 35 that provides electrical as well as mechani­
cal insulation and support. For example, the outer layer of the 
sidewall liner 35 comprises a dielectric layer to electrically 
insulate the active regions 11 from the through substrate via 1. 
Further, a trench metal liner is disposed over the outer dielec­
tric layer 31. In various embodiments, for example, in appli­
cations in which the through substrate interconnect forms a 
ground contact, the outer dielectric layer 31 is skipped. 
Hence, in such embodiments, the trench metal liner is directly 
disposed on the sidewall of the through substrate opening 
250. In various embodiments, as illustrated in FIG. le, the 
trench metal liner comprises multiple liners. A first metal 
liner 32 forms a metal diffusion barrier. Examples of the first 
metal liner 32 comprise a Ti/TiN layer. A second metal liner 
34 comprises a low resistive metal liner such as a tungsten 
liner. The low resistive metal liner helps to minimize varia­
tions during the electroplating process due to resistive loss. A 
third metal liner 36 comprising a copper barrier is disposed 
over the second liner. The third metal liner 36, in various 
embodiments, comprises a TaN layer followed by a Ta layer. 
A fourth metal liner 38 is disposed over the third metal liner 
36. The fourth metal liner 38 comprises a thickness of about 
200 to about 500 nm. In various embodiments, the fourth 
metal liner 38 comprises copper and forms the seed layer. 
[0032] A fill material 50 partially fills the through substrate 
opening 250. The fill material 50 covers a part of the through 
substrate opening 250, leaving a tailored void 90 in the 
through substrate opening 250. A first dielectric liner 41 is 
disposed on the sidewalls and bottom surface of the fill mate­
rial 50. The first dielectric liner 41, in one embodiment, com­
prises a nitride layer. The first dielectric liner 41 in various 
embodiments comprises a thickness of about 200 nm to about 
500 nm, for example, about 400 nm in one embodiment. 
[0033] A second dielectric liner 42 is disposed over the first 
dielectric liner 41. The second dielectric liner 42, in various 
embodiments, comprises a thickness of about 20 nm to about 
150 nm, for example, about 100 nm in one embodiment. In 
one embodiment, the second dielectric liner 42 comprises a 
carbon comprising layer, for example, a pyrolytic carbon 
layer. In other embodiments, other suitable materials that are 
harder to polish relative to the second dielectric liner 42 can 
be used. For example, in some embodiments, the second 
dielectric liner 42 comprises SiN, SiC, or Si. 
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[0034] A second insulating layer 60 is disposed on the 
corner or edges of the through substrate opening 250. The 
second insulating layer 60 is disposed over the top sidewall of 
the second dielectric liner 42. The second insulating layer 60, 
in one embodiment, comprises an oxide material, for 
example, an oxide formed using a plasma enhanced process 
using silane. 
[0035] A third insulating layer 70 is disposed over a top 
portion of the through substrate opening 250 and seals the 
through substrate opening 250 forming a tailored void 90 or 
enclosed cavity. The third insulating layer 70 is preferably a 
high density plasma based material. In one embodiment, the 
third insulating layer 70 comprises a high density plasma 
based oxide. Although illustrated to fill a lower portion of the 
tailored void 90, in various embodiments, the third insulating 
layer 70 only seals the top portion of the tailored void 90. In 
various embodiments, the third insulating layer 70 is formed 
from a high density process that forces the pinch-off point 71 
(FIG. 3/) to be lowered inside the silicon substrate. 
[0036] A fourth insulating layer 80 is disposed above the 
third insulating layer 70. The fourth insulating layer 80 forms 
a protective barrier and in some embodiments comprises a 
nitride material. 
[0037] In various embodiments, the size and shape of the 
tailored void 90 is adjusted to form a through substrate via 
with minimum defectivity arising from thermal or other stress 
related defects. Although, only one through substrate via 1 is 
illustrated, a through substrate via chip may comprise more 
than one through substrate via 1. 
[0038] As manufacturability is a key concern, in various 
embodiments, after selecting suitable materials, the thickness 
of the fill material 50 is selected relative to the dimension of 
the tailored void 90. For example, a fraction of the fill material 
50 (fFM) may be identified based on the materials selected. 
For example, in FIG. lb, this fraction of the fill material 50 
(fFM) is a ratio of thickness of the fill material r FM to the radius 
of the through substrate opening rrsv· The fraction (fFM) 
depends on the relative difference between the coefficient of 
thermal expansions of silicon ( as,), fill material 50 ( a FM) and 
the tailored void (av) as fFM=(as,-avf(anrav)- Assuming 
negligible expansion of the tailored void or amrO, the frac­
tion fFM=as/aFM Hence, if copper is the fill material, a 
suitable fraction is about 30% the radius of the through sub­
strate opening 250 r rsv· In other words, a partial fill that 
covers about 15% of the sidewall of the trench minimizes the 
stress from thermal expansion. In various embodiments, 
thicker fill material can be used as stress up to a certain critical 
limit ( e.g., critical shear stress) can be safely accommodated. 
For example, the stress produced during a small increase in 
temperature may not be significant. Hence, in various 
embodiments, a numerical simulator is used to design the 
shape of the voids. In such embodiments, a suitable thickness 
is calculated numerically to minimize, for example, stress 
concentrations during subsequent processing. In some 
embodiments, a more sophisticated analysis utilizing 2D or 
3D simulations using finite element simulators determines 
the appropriate shape and structure of the tailored void 90 
relative to the fill material 50. Such numerical calculations 
can account for changes in stress in different regions, for 
example, in the corners. Suitable metrics, such as Von Misses 
criterion, based on the stress tensor may be used to monitor 
the stress in the structure. 
[0039] A second structural embodiment is illustrated in 
FIG. 2, which includes FIGS. 2a and 2b. FIG. 2a illustrates a 
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cross sectional view and FIG. 2b illustrates a top view. Unlike 
the embodiment illustrated in FIG. 1, in this embodiment, the 
tailored void 90 is lined by the first dielectric liner 41. Hence, 
unlike the prior embodiment, a second insulating layer 60 is 
also disposed above the first insulating layer 30. 
[0040] An embodiment of a method of fabrication of the 
through substrate via 1 is illustrated using FIG. 3, which 
includes FIGS. 3a-3h, and the flow chart of FIG. 4. 
[0041] Referring to FIG. 3a, a through substrate opening 
250 is fabricated in a substrate 10. The substrate 10 is typi­
cally a semiconductor wafer with active device regions 11. 
The active device regions 11 or active circuitry can include 
transistors, resistors, capacitors, inductors or other compo­
nents used to form integrated circuits. For example, active 
areas that include transistors ( e.g., CMOS transistors) can be 
separated from one another by isolation regions, e.g., shallow 
trench isolation. The active device regions are fabricated dur­
ing the front end of the line processing. 
[0042] Next, metallization is formed over the active device 
regions 11 to electrically contact and interconnect the active 
device regions 11. The metallization and active circuitry 
together form a complete functional integrated circuit. In 
other words, the electrical functions of the chip can be per­
formed by the interconnected active circuitry. In logic 
devices, the metallization may include many layers ( e.g., nine 
or more, of copper). In memory devices, such as DRAMs, the 
number of metal levels may be less and may be aluminum. 
[0043] Referring to the flow chart of FIG. 4, the compo­
nents formed during the front-end process arc interconnected 
by back end ofline (BEOL) processing. During this process, 
contacts are made to the semiconductor body and intercon­
nected using metal lines and vias. As discussed above, mod­
ern integrated circuits incorporate many layers of vertically 
stacked metal lines and vias (multilevel metallization) that 
interconnect the various components in the chip. In FIG. 3a, 
the back end of the line layer 20 comprising the multilevel 
metallization is formed over the substrate 10. 
[0044] In various embodiments, the through substrate 
opening 250 is formed after the front end of the line and the 
back end of the line processing. However, in some embodi­
ments, the through substrate opening 250 is formed after the 
front end of the line but before forming the back end of the 
line layers. 
[0045] Referring again to FIG. 3a, a high density plasma 
process in an RF plasma chamber is used to form a through 
substrate opening 250 from the top surface of the workpiece. 
In one embodiment, a highly anisotropic etch is used to form 
a through substrate opening 250 with a forward taper (top 
broader than bottom). In other embodiments, other types of 
reactive ion etch processes may be used, including processes 
using simultaneous bottom etch and sidewall passivation. In 
one embodiment, an etch step is carried out using a fluorine 
based plasma. However, fluorine based etches are isotropic 
and result in non vertical trench sidewalls. Hence, a deposi­
tion step is carried out by introducing a polymer producing 
gas into the plasma chamber. The polymer producing gas 
deposits a polymer layer on the exposed sidewalls forming a 
temporary etch stop layer. The polymer layer is not formed on 
the exposed bottom surface of the trench due to the high 
energy of the impinging ions. Any polymer deposited on the 
bottom surface of the trench is broken up by the high energy 
of the impinging ion. The through substrate opening etch 
process is carried out in sequential etch and deposition steps. 
A vertical trench may thus be produced. For example, the 
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fluorine etch step may comprise an SF 6 etchant, whereas the 
polymer producing gas may comprise C4 F8 . The etch and 
deposit steps may be repeated many number of times, e.g., 
about 100 times to about 500 times, to form the through 
substrate opening 250. In other embodiments, other types of 
reaction ion etch processes may be used. The through sub­
strate opening 250 after the etch step may comprise any 
suitable vertical shape such as cylindrical, annular, faceted, 
etc. 
[0046] The through substrate opening 250 thus produced 
comprises a high aspect ratio in the range from about 1 :5 to 
about 1:20. The top of the through substrate opening 250 
comprises a width of about 2 um to about 20 um. The angle of 
the taper varies such that the bottom width is narrower than 
the top width, and is in the range from about 90 to about 80 
degrees. 
[0047] The through substrate opening 250 comprises a top 
wider section 251 for making contacts and a thinner long stem 
section 252 in the substrate 10. In some embodiments, the top 
wider section 251 may be skipped, producing a through sub­
strate opening 250 comprising only the long stem section 252. 
Such an embodiment reduces the use of a masking step (for 
producing the top wider section 251) and reduces the cost of 
the fabrication process. 
[0048] A sidewall liner 35 is formed on the sidewalls of the 
through substrate opening 250. The sidewall liner 35 in vari­
ous embodiments comprises multiple layers. An outer dielec­
tric liner 31 is formed over the sidewalls of the through 
substrate opening 250 and forms the outer layer of the side­
wall liner 35. The outer dielectric liner 31 electrically insu­
lates the active regions 11 from the through substrate via 1 (to 
be formed). The outer dielectric liner 31 may comprise silicon 
oxide, silicon nitride, silicon oxynitride, SiC, SiCN, a dense 
or porous low k or ultra low k dielectric material, an organic 
material or polymer like parylene, BCB, SiLK or others. In 
some embodiments, the outer dielectric liner 31 is anisotro­
pically etched forming a sidewall spacer. Alternately, outer 
dielectric liner 31 is etched after the grinding and thinning 
processes that expose the bottom surface of the through sub­
strate opening 250. 
[0049] A trench liner comprising multiple metal liners is 
deposited over the outer dielectric liner 31 (as illustrated in 
the magnified top view of FIG. le). The trench liner is ideally 
conformal or at least continuous, and may comprise a single 
layer or layer combination of Ta, TaN, W, WN, WCN, WSi, 
Ti, TiN, Ru as examples. The trench liner is used, for example, 
as a barrier layer for preventing metal from diffusing into the 
underlying substrate 10 and outer dielectric liner 31. In the 
described embodiment, the trench liner comprises first, sec­
ond, third and fourth metal liners 32, 34, 36 and 38, although 
in other embodiments lower or more levels of metal liners 
may be used. In embodiments used for power and/or RF 
applications, the electrical insulation using sidewall liner 35 
is not required. In such embodiments, a conductive trench 
liner is directly formed on the sidewalls of the through sub­
strate opening 250. Hence, as illustrated in the magnified top 
view of FIG. ld, the sidewall liner 35 does not comprise the 
outer dielectric liner 31. 
[0050] Referring to FIG. le, a first metal liner 32 is formed 
over the outer dielectric liner 31. The first metal liner 3 2 forms 
a metal diffusion barrier. If the sidewall liner process is 
skipped as in application for RF applications, the first metal 
liner 32 forms an electrical contact with the substrate 10 (FIG. 
ld). The first metal liner 32 is formed using a chemical vapor 
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deposition process or a plasma enhanced CVD process or a 
combination of both, although in other embodiments, other 
processes may be used. In one embodiment, the first metal 
liner 32 comprises a Ti/TiN layer. A 5-30 nm titanium layer is 
deposited followed by a deposition of about a 20-100 nm TiN 
layer. 
[0051] A second metal liner 34 is formed over the first 
metal liner 32. The second metal liner 34 comprises a material 
with a low resistivity, for example, in one embodiment, com­
prises tungsten. The low resistive metal liner helps to mini­
mize potential drop and hence reduce variations during the 
electroplating process. The second metal liner 34 is deposited 
using a chemical vapor deposition process, although in other 
embodiments, other processes such as plasma vapor deposi­
tion may be used. In various embodiments, the second metal 
liner 34 is deposited to a thickness of about 50 nm to about 
150nm. 
[0052] A third metal liner 36 comprising a copper barrier is 
formed over the second metal liner 34. The third metal liner 
36 is deposited to a thickness of about 100 to about 150 nm. 
The third metal liner 36, in various embodiments, comprises 
a TaN layer followed by a layer of tantalum. In one embodi­
ment, the tantalum nitride layer is deposited to a thickness of 
about 20-50 nm and the tantalum layer is deposited to a 
thickness of about 100-150 nm. 
[0053] A fourth metal liner 38 is deposited over the third 
metal liner 36. The fourth metal liner 38 is deposited using a 
plasma vapor deposition process and forms a seed layer for 
the electroplating process in some embodiments. The fourth 
metal liner 38 comprises a thickness of about 200 to about 500 
nm. In various embodiments, the fourth metal liner 38 com­
prises copper. The sidewall liner 35 thus formed comprises 
the outer dielectric liner 31, the first, second, third and fourth 
metal liners 32, 34, 36 and 38. In various embodiments, the 
fourth metal liner 38 may be deposited conformally or at least 
continuously using, for example, a metal-organic CVD 
(MOCVD) process or a PVD process. 
[0054] Referring next to FIG. 3b, a fill material 50 is depos­
ited into the through substrate opening 250. The fill material 
50 is electroplated over the fourth metal liner 38. 
[0055] The fill material 50 comprises a conductive mate­
rial, such as copper or alternatively, aluminum, tungsten, 
silver, gold or doped polysilicon. In various embodiments, the 
fill material 50 comprises copper. The fill material 50 is 
deposited to fill only a part of the through substrate opening 
250. In one embodiment, the fill material 50 is deposited to a 
thickness of about 20% to about 30% the depth of the through 
substrate opening 250. Use of such a partial fill of the through 
substrate opening 250 results in a corresponding decrease in 
the fill time, and consequently increases the throughput of the 
process. The partial fill also saves the use of the expensive fill 
material 50, and the power intensive process of electroplating 
the fill material 50. Particularly at high frequencies (e.g., 
above 1 GHz), the resistance of a fully filled via can be 
significantly higher than that of a partially filled via due to 
skin effect. Due to a doubling of the total surface, the partially 
filled via offers about twice the number of modes for micro­
wave wave propagation, providing a further advantage of 
reducing the Ohmic resistance by almost half at high opera­
tional frequencies. In one embodiment, the thickness of the 
fill material 50 is about 2 um to about 5 um. 
[0056] Referring next to FIG. 3c, the top surface of the 
wafer is planarized to expose the first insulating layer 30. In 
various embodiments, the planarization process comprises a 
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chemical mechanical polishing (CMP). The CMP process 
removes the fill material 50 and the underlying sidewall liner 
35. After polishing through the fill material 50, the CMP 
process removes the first, second, third and fourth metal liners 
32, 34, 36 and 38. In various embodiments, the polishing 
process stops on the first insulating layer 30. A post CMP 
clean is next performed to remove the slurry residuals from 
the open through substrate opening 250. 

[0057] As illustrated next in FIG. 3d, an etch stop liner is 
deposited over the top surface of the through substrate open­
ing 250. A first dielectric liner 41 is deposited on the sidewalls 
and bottom surface of the fill material 50. The first dielectric 
liner 41 is deposited using a plasma enhanced deposition 
process such as a PECVD process, although in other embodi­
ments, other suitable deposition processes may be used. The 
first dielectric liner 41 comprises a nitride material, in one 
embodiment. The first dielectric liner 41 comprises a thick­
ness of about 200 nm to about 500 nm, and about 400 nm in 
one embodiment. A second dielectric liner 42 is deposited 
over the first dielectric liner 41. The second dielectric liner 42 
comprises a thickness of about 50 nm to about 150 nm. The 
second dielectric liner 42 comprises a carbon containing layer 
in various embodiments. In one embodiment, the second 
dielectric liner 42 comprises a pyrolytic carbon layer. In other 
embodiments, oxide CMP stop layer such as SiN or SiC may 
be used as the second dielectric liner 42. As discussed below, 
the second dielectric liner 42 forms a protective stop layer 
during the subsequent polishing process. 
[0058] As illustrated in FIG. 3e, a second insulating layer 
60 is deposited over the second dielectric liner 42. The second 
insulating layer 60 is deposited using a highly anisotropic 
deposition process, for example, accomplished by using a 
plasma process. Hence, the second insulating layer 60 depos­
its non-conformally and does not deposit along the sidewalls 
of the through substrate opening 250. The second insulating 
layer 60, in one embodiment, comprises an oxide layer 
formed from oxidizing silane. The process conditions for the 
second insulating layer 60 are chosen to form a gap 'g' in a top 
portion of the through substrate opening 250. In various 
embodiments, the gap g is tailored to be about 1 um to about 
3 um. For example, in one embodiment, this gap 'g' is about 
2um. 
[0059] Referring next to FIG. 3/, a third insulating layer 70 
is deposited over the second insulating layer 60. In various 
embodiments, the third insulating layer 70 is deposited using 
a process that deposits, for example, ions at high velocity. 
Hence, in various embodiments, the third insulating layer 70 
is deposited using a plasma/plasma enhanced process. In one 
embodiment, a plasma enhanced chemical vapor deposition 
process is used to deposit an oxide layer. In another embodi­
ment, a high density plasma process is used to form the third 
insulating layer 70. The third insulating layer 70 fills the gap 
'g' and forms the tailored void 90. In various embodiments 
the pinch-off point 71 is within the through substrate opening 
250. This ensures that the tailored void 90 is protected and the 
seal is not etched off during subsequent processing. In various 
embodiments, the third insulating layer 70 is an oxide layer. 
[0060] Referring next to the FIG. 3g, a polishing process is 
used to planarize the third insulating layer 70. The polishing 
process, in various embodiments, comprises a CMP process. 
The CMP process is stopped on the second dielectric layer 
and polishes and removes the third insulating layer 70 and the 
underlying second insulating layer 60. 
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[0061] As next illustrated in FIG. 3h, a selective etch pro­
cess is used to remove the second dielectric liner 42 and the 
underlying first dielectric liner 41. For example, a carbon ash 
process is used to remove a second dielectric liner 42 com­
prising carbon to expose the first insulating layer 30. 
[0062] Referring to FIG. 3, a fourth insulating layer 80 is 
deposited over the first insulating layer 30. The fourth insu­
lating layer 80 is also deposited over the third insulating layer 
70. The fourth insulating layer 80 is deposited using a CVD 
process such as PECVD, and comprises a nitride layer in 
various embodiments. 
[0063] The substrate 10 is subsequently processed using 
conventional processing to form back end of the line metal­
lization layer, bond pads and final passivation layers. In other 
embodiments, the through substrate via 1 is fabricated after 
fabricating the back end of the line metallization layer. In 
such embodiments, the through substrate via 1 is fabricated 
either before or after forming the bond pads. In some embodi­
ments, the through substrate via 1 is fabricated before the 
active devices are fabricated in the front end of the line. 
[0064] The substrate 10 is subsequently thinned exposing a 
lower surface by grinding to a desired thickness. The typical 
thickness of the substrate 10 after the thinning is about 10 µm 
to about 150 µm. In different embodiments, the thinning may 
also be performed chemically or using a plasma. For example, 
a modified plasma etch may be used to thin the silicon wafer 
from the back side. Such techniques have the additional 
advantage of not damaging the front side. The advantage of 
thinning the semiconductor wafer (or semiconductor chip, if 
the semiconductor wafer has already been diced) is to shorten 
the length of the through-vias, which enhances the electric 
properties and creates a via with a relatively vertical sidewall. 
[0065] An embodiment of a method of fabrication of the 
through substrate via 1 is illustrated using FIG. 5, which 
includes FIGS. Sa-Se, and the flow chart of FIG. 6. 
[0066] Referring to FIG. Sa, the process follows the steps 
described in the previous embodiment with respect to FIGS. 
3a-3c. As next illustrated in FIG. Sb, a first dielectric liner 41 
is deposited over the sidewalls and the bottom surface of the 
through substrate opening 250. However, unlike the prior 
embodiment, a second dielectric liner 42 is not deposited. 
[0067] Referring next to FIGS. Sc and Sd, a third insulating 
layer 70 is deposited and patterned. A second insulating layer 
60 is deposited as described with respect to FIG. 3e. Next, a 
third insulating layer 70 is deposited as described with respect 
to FIG. 3/ However, unlike the prior embodiment, a separate 
lithography step is used to pattern the third insulating layer 
70. The third insulating layer 70 is patterned such that a region 
directly above the through substrate opening 250 that is now 
filled by the third insulating layer 70 is not etched. The pat­
terned third insulating layer 70 is polished, for example, using 
a CMP process. As illustrated in FIG. Se, a fourth insulating 
layer 80 is deposited as described with respect to FIG. 3i. 
[0068] An embodiment of a method of fabrication of the 
through substrate via 1 is illustrated using FIG. 7, which 
includes FIGS. 7a-7c, and the flow chart of FIG. 8. 
[0069] The through substrate opening 250 is formed as 
described with respect to FIG. 3a. Further, as illustrated in 
FIG. 7a, and as described withrespectto FIG. 3a, the sidewall 
liner 35 comprising the outer dielectric liner 31, the first, 
second, third and fourth metal liners 32, 34, 36 and 38 are 
deposited conformally. 
[0070] Referring to FIG. 7b and as described in FIG. 3b, a 
fill material 50 is deposited to partially fill the through sub-
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strate opening 250. In various embodiments, the fill material 
50 is deposited to form an optimum shape that minimizes 
stress concentration regions. 
[0071] In various embodiments, the fill material 50 is elec­
troplated over the fourth metal liner 38. In conventional elec­
troplating processes, the super-fill effect is maximized to fill 
the bottom trench without forming voids. However, such 
structures with bottom fills produce high local stress regions 
51 at the base of the through substrate opening 250 during 
subsequent processing. In different embodiments, this is 
avoided by tailoring the shape of the fill material 50 lining the 
through substrate opening 250. 
[0072] In one embodiment, the super-fill effect is reduced 
relative to other conventional trench filling processes. Super­
fill effect fills the high aspect ratio trenches or openings due to 
a preferential deposition on the bottom surface, permitting the 
bottom surface to rise before the sidewalls close off. However, 
since only a partial fill of the trench is required in various 
embodiments, the super-fill effect is tailored to form a fill 
material 50 comprising a specific optimum shape. For 
example, the deposition rate on the bottom surface of the 
through substrate opening 250 is reduced. In various embodi­
ments, this is accomplished by reducing the super-fill effect 
that concentrates accelerators near the bottom surface during 
the electroplating process. 
[0073] Optionally, as illustrated in FIG. 7c, an additional 
anisotropic etch may be performed in some embodiments to 
reduce the thickness of the fill material 50 on the bottom 
surface of the openings 250. Subsequent processing proceeds 
as discussed with respect to FIGS. 3c-3i. Referring to FIG. 7d, 
the tailored void 90 thus formed comprises dimensions that 
are tailored to minimize stress concentration during, for 
example, subsequent thermal cycling. In other embodiments, 
other suitable processes such as catalyst enhanced chemical 
vapor deposition may also be used to form the fill material 50. 
[0074] Although embodiments of the present invention and 
their advantages have been described in detail, it should be 
understood that various changes, substitutions and alterations 
can be made herein without departing from the spirit and 
scope of the invention as defined by the appended claims. For 
example, it will be readily understood by those skilled in the 
art that many of the features, functions, processes, and mate­
rials described herein may be varied while remaining within 
the scope of the present invention. 
[0075] Moreover, the scope of the present application is not 
intended to be limited to the particular embodiments of the 
process, machine, manufacture, composition of matter, 
means, methods and steps described in the specification. As 
one of ordinary skill in the art will readily appreciate from the 
disclosure of the present invention, processes, machines, 
manufacture, compositions of matter, means, methods, or 
steps, presently existing or later to be developed, that perform 
substantially the same function or achieve substantially the 
same result as the corresponding embodiments described 
herein may be utilized according to the present invention. 
Accordingly, the appended claims are intended to include 
within their scope such processes, machines, manufacture, 
compositions of matter, means, methods, or steps. 

What is claimed is: 
1. A method for forming a semiconductor component, the 

method comprising: 
partially filling an opening with a fill material; 
forming a first insulating layer over the fill material so as to 

form a gap over the opening; and 
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forming a second insulating layer to close the gap thereby 
forming an enclosed cavity within the opening. 

2. The method of claim 1, wherein forming the second 
insulating layer comprises depositing the second insulating 
layer using a high density plasma process. 

3. The method of claim 1, wherein the first insulating layer 
is non-conformally deposited using a plasma enhanced pro­
cess. 

4. The method of claim 1, wherein the first insulating layer 
is formed by oxidizing silane. 

5. The method of claim 1, wherein the opening comprises 
a width of about 5 um to about 20 um. 

6. The method of claim 1, wherein the opening comprises 
a depth of about 50 um to about 150 um. 

7. The method of claim 1, wherein the gap is about 0.5 um 
to about 3 um. 

8. The method of claim 1, wherein the sidewalls of the first 
insulating layer are substantially vertical. 

9. The method of claim 1, wherein a lower surface of the 
second insulating layer in the gap is disposed inside the open­
ing. 

10. The method of claim 1, further comprising forming a 
first dielectric layer over the fill material, the first dielectric 
layer forming a conformal layer over the fill material. 

11. The method of claim 10, further comprising forming a 
second dielectric layer over the first dielectric layer, the sec­
ond dielectric layer forming a conformal layer over the first 
dielectric layer. 

12. The method of claim 11, further comprising: 
polishing the second insulating layer, wherein the polish-

ing exposes the second dielectric layer; and 
removing the second and first dielectric layers. 
13. The method of claim 10, further comprising: 
using a lithography step, removing a portion of the second 

insulating layer, wherein the second insulating layer 
above the gap is not removed; and 

polishing the second insulating layer, wherein the polish­
ing exposes the first dielectric layer. 

14. The method of claim 1, wherein filling the opening with 
the fill material comprises electroplating the fill material into 
the sidewalls and a bottom surface of the opening. 

15. A method for forming a semiconductor component, the 
method comprising: 

partially filling an opening in a workpiece by depositing a 
fill material over sidewalls and bottom surface of the 
opening; 

depositing a first insulating layer over a top surface of the 
workpiece using an anisotropic process, wherein side­
walls of the first insulating layer form a gap over the 
opening; and 

depositing a second insulating layer, wherein the deposi­
tion step closes the gap thereby forming a enclosed 
cavity inside the opening, wherein a lower surface of the 
second insulating layer in the gap is disposed below the 
top surface of the workpiece. 

16. The method of claim 15, further comprising: 
forming a first dielectric layer over the fill material, the first 

dielectric layer forming a conformal layer over the fill 
material; 

forming a second dielectric layer over the first dielectric 
layer, the second dielectric layer forming a conformal 
layer over the first dielectric layer; 
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polishing the second insulating layer, wherein the polish-
ing exposes the second dielectric layer; and 

removing the second and first dielectric layers. 
17. The method of claim 15, further comprising: 
forming a first dielectric layer over the fill material, the first 

dielectric layer forming a conformal layer over the fill 
material; 

patterning the second insulating layer, wherein the pattern­
ing forms an island of the second insulating layer cov­
ering the gap; and 

polishing the patterned second insulating layer, wherein 
the polishing exposes the first dielectric layer. 

18. The method of claim 15, further comprising forming 
the opening by depositing a first dielectric layer within a hole 
in a substrate before partially filling the opening with the fill 
material. 

19. A through substrate via comprising: 
a conductive fill material disposed over sidewalls of a via 

opening such that an enclosed cavity is disposed within 
the via opening, the via opening extending through the 
workpiece; 

a first insulating layer disposed within a top portion of the 
via opening; and 

a second insulating layer disposed between sidewalls of the 
first insulating layer and above the enclosed cavity. 

20. The through substrate via of claim 19, further compris­
ing a fill material disposed inside the via opening, the fill 
material disposed over the sidewalls of the via opening. 

21. The through substrate via of claim 20, wherein side­
walls and a bottom surface of the fill material bound the 
enclosed cavity. 
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22. The through substrate via of claim 20, wherein the fill 
material comprises copper. 

23. The through substrate via of claim 19, wherein the 
enclosed cavity comprises a gas, the gas comprising air or an 
inert gas. 

24. The through substrate via of claim 23, wherein pressure 
of the gas in the enclosed cavity is about 0.1 to about 1 
atmospheric pressure. 

25. The through substrate via of claim 19, wherein the first 
insulating layer comprises a nitride material, and wherein the 
second insulating layer comprises an oxide material. 

26. A method for forming a semiconductor component, the 
method comprising: 

forming an first opening in a workpiece, the first opening 
formed from a top surface of the workpiece; 

forming a second opening disposed in the first opening by 
forming a conductive liner within the first opening; 

forming a first insulating layer over the workpiece so as to 
form a gap over the second opening; and 

forming a second insulating layer to close the gap and seal 
the second opening. 

27. The method of claim 26, further comprising thinning 
the workpiece from an opposite bottom surface to expose the 
conductive liner. 

28. The method of claim 27, wherein forming the conduc­
tive liner comprises depositing a conductive fill material over 
a conductive seed layer; wherein forming the first insulating 
layer comprises depositing using an anisotropic process, and 
wherein forming the second insulating layer comprises 
depositing using a high density plasma process. 

* * * * * 




