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SEMICONDUCTOR DEVICE

CROSS-REFERENCE TO RELATED 
APPLICATION

This application is based upon and claims the benefit of 
priority from prior Japanese Patent Application No. 2006- 
158362 filed on Jun. 7, 2006 in Japan, the entire contents of 
which are incorporated herein by reference.

BACKGROUND OF THE INVENTION

1. Field of the Invention
The present invention relates to a semiconductor device 

that includes field effect transistors.
2. Related Art
“Silicon large-scale integrated circuit” is one of the funda­

mental device technologies that will support the advanced 
information society in the future. High performances through 
highly sophisticated functions, high-speed operations, and 
low power consumptions have been achieved by minimizing 
the size of each semiconductor element such as a CMOS 
(Complementary Metal Oxide Semiconductor) logic device 
or a flash memory. In recent years, however, it is difficult to 
achieve high performances by making devices smaller, due to 
various physical limitations.

With the gate electrodes formed with conventional silicon 
in CMOS logic devices, there have been problems such as the 
apparent existence of gate parasitic resistance due to 
increases in device operation speed, decreases in effective 
insulating film capacitance due to carrier depletion at the 
insulating film interfaces, and variations in threshold voltage 
due to penetration of added impurities into the channel 
region. To counter those problems, a metal gate technique has 
been suggested. By the metal gate technique, the conven­
tional silicon is replaced with a heat-resistive metal material, 
so that the problems such as the gate parasitic resistance, 
capacity decreases due to depletion, and penetration of impu­
rities can be collectively solved.

Meanwhile, a so-called full silicidation (FUSI (fully sili- 
cided gate) technique has been suggested. By the FUSI tech­
nique, a CMOS transistor is formed by a conventional silicon 
gate technique, and a metal gate is obtained by causing a 
silicon gate to chemically react with a metal and turning the 
silicon gate into a silicide (silicidation). Since a metal gate 
can be formed while the other procedures such as post oxi­
dizing procedure remain the same as those of the conven­
tional silicon gate technique, the FUSI technique is a very 
useful metal gate technique.

The FUSI technique also has an advantage in that a ±0.3 V 
work function shift can be caused, with the work function of 
a silicide being the center point, by segregating the dopant 
atoms at the interface between the silicide and the gate insu­
lating film.

The gate insulating film needs to be formed with a high-k 
material having a higher dielectric constant than any conven­
tional material, so as to restrain an increase in device power 
consumption due to an increase in leakage current. Particu­
larly, a hafnium-based material is considered to be most use­
ful, because of its high heat resistance and excellent electric 
properties.

Here, it is only natural to combine the FUSI technique and 
a high-k material in future products, and it has been believed 
that such a combination can provide CMOS logic devices 
with much higher performance. In reality, however, a so- 
called Fermi level pinning (FLP) phenomenon is caused at the 
FUSI/high-k interface, and the threshold voltage Vth of the 

5

10

15

20

25

30

35

40

45

50

55

60

65

2
transistor cannot be set at a desired low value. More specifi­
cally, where a gate insulating film containing a hafnium- 
based material such as HfSiON or HfO2 is used, the apparent 
work function shifts to an energy level that has no relation 
with the work function of a silicide. Also, a work function 
shift cannot be caused by segregating the dopant atoms (as 
disclosed by K. Takahashi et al., in “Dual Workfunction Ni- 
Silicide/HISiON Gate Stacks by Phase-Controlled Full-Sili- 
cidation (PC-FUSI) Technique for 45 nm-node LSTP and 
LOP Devices”, 2004 IEDM, p.p. 91-94, for example).

To solve the above problems, a technique has been sug­
gested to reduce the FLP phenomenon by adding an insulat­
ing material such as AIN or Al ON to the interface between the 
silicide and the high-k film (see U.S. Patent Application Pub­
lication No. 2005/0269635A1, for example). This technique 
is effective especially for lowering the threshold voltage of a 
p-channel MIS transistor. Accordingly, an AIN insulating film 
or the like is added to a p-channel MIS transistor, so as to 
lower the threshold voltage by approximately 0.4 V. With this 
technique, however, there is a problem that the additional 
insulating film such as an AIN film or an A1ON film reduces 
the gate capacitance, resulting in degradation of the transistor 
performance of the p-channel MIS transistor.

Also, there has been a report that an aluminum oxide added 
into the interface between a gate electrode and a HfSiON gate 
insulating film can lower the threshold voltage Vth of the 
p-channel MIS transistor (as disclosed by H.-J. Li and Μ. I. 
Gardner in “Dual High-k Gate Dielectric with Poly Gate 
Electrode: HfSiON on nMOS and A12O3 Capping layer on 
pMOS”, IEEE EDL, p.p. 441-444, for example). By the tech­
nique disclosed by H.-J. Li and Μ. I. Gardner in “Dual High-k 
Gate Dielectric with Poly Gate Electrode: HfSiON on nMOS 
and A12O3 Capping layer on pMOS”, IEEE EDL, p.p. 441- 
444, polysilicon is employed for the gate electrode, and the 
FLP phenomenon at the interface between the aluminum 
oxide and the polysilicon gate is utilized to lower the thresh­
old voltage Vth of the p-channel MIS transistor. As in U.S. 
Patent Application Publication No. 2005/0269635Al, an alu­
minum oxide serving as an additional insulating film has the 
possibility of degrading the performance of the p-channel 
MIS transistor. However, according to H.-J. Li and Μ. I. 
Gardner in “Dual High-k Gate Dielectric with Poly Gate 
Electrode: HfSiON on nMOS and A12O3 Capping layer on 
pMOS”, IEEE EDL, p .p. 441 -444, the physical film thickness 
of the HfSiON film is reduced by the amount corresponding 
to the amount of the added aluminum oxide, so that the total 
thickness of the gate insulating film cannot become larger. 
Because of this, the transistor performance is not degraded. 
However, the process of selectively reducing the film thick­
ness of the HfSiON film is required only in the p-channel MIS 
transistor, which is quite difficult in practice where the actual 
manufacture is performed.

As described above, since the threshold voltage of a CMOS 
transistor that combines the FUSI technique and a gate insu­
lating film formed with a high-k material cannot be lowered to 
a desired value, higher performances of CMOS logic devices, 
such as higher-speed operations and lower power consump­
tions, have been strongly hindered. It has been found that the 
threshold voltage Vth of a p-channel MIS transistor can be 
lowered by adding an insulating film such as an AIN film or an 
A1ON film to the interface between FUSI and an Hf-based 
gate insulating film, so as to eliminate the FLP phenomenon 
at the interface that hinders the higher performances. How­
ever, the insulating film at the interface reduces the gate 
insulating capacitance, resulting in degradation of the tran­
sistor performance. To counter this problem, there has been 
the technique of reducing the film thickness of the Hf-based 
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or a flash memory. In recent years, however, it is difficult to 
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With the gate electrodes formed with conventional silicon 
in CMOS logic devices, there have been problems such as the 
apparent existence of gate parasitic resistance due to 
increases in device operation speed, decreases in effective 
insulating film capacitance due to carrier depletion at the 
insulating film interfaces, and variations in threshold voltage 
due to penetration of added impurities into the channel 
region. To counter those problems, a metal gate technique has 
been suggested. By the metal gate technique, the conven­
tional silicon is replaced with a heat-resistive metal material, 
so that the problems such as the gate parasitic resistance, 
capacity decreases due to depletion, and penetration ofimpu­
rities can be collectively solved. 

Meanwhile, a so-called full silicidation (FUSI (fully sili­
cided gate) technique has been suggested. By the FUSI tech­
nique, a CMOS transistor is formed by a conventional silicon 
gate technique, and a metal gate is obtained by causing a 
silicon gate to chemically react with a metal and turning the 
silicon gate into a silicide (silicidation). Since a metal gate 
can be formed while the other procedures such as post oxi­
dizing procedure remain the same as those of the conven­
tional silicon gate technique, the FUSI technique is a very 
useful metal gate technique. 

The FUSI technique also has an advantage in that a ±0.3 V 
work function shift can be caused, with the work function of 
a silicide being the center point, by segregating the dopant 
atoms at the interface between the silicide and the gate insu­
lating film. 

The gate insulating film needs to be formed with a high-k 
material having a higher dielectric constant than any conven­
tional material, so as to restrain an increase in device power 
consumption due to an increase in leakage current. Particu­
larly, a hafnium-based material is considered to be most use­
ful, because of its high heat resistance and excellent electric 
properties. 

Here, it is only natural to combine the FUSI technique and 
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shift cannot be caused by segregating the dopant atoms ( as 
disclosed by K. Takahashi et al., in "Dual Workfunction Ni­
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the gate capacitance, resulting in degradation of the transistor 
performance of the p-channel MIS transistor. 

Also, there has been a report that an aluminum oxide added 
25 into the interface between a gate electrode and a HfSiON gate 

insulating film can lower the threshold voltage Vth of the 
p-channel MIS transistor (as disclosed by H.-J. Li and M. I. 
Gardner in "Dual High-k Gate Dielectric with Poly Gate 
Electrode: HfSiON on nMOS and Al2 O3 Capping layer on 

30 pMOS", IEEE EDL, p.p. 441-444, for example). By the tech­
nique disclosed by H.-J. LiandM. I. Gardner in "DualHigh-k 
Gate Dielectric with Poly Gate Electrode: HfSiON on nMOS 
and Al2 O3 Capping layer on pMOS", IEEE EDL, p.p. 441-
444, polysilicon is employed for the gate electrode, and the 

35 FLP phenomenon at the interface between the aluminum 
oxide and the polysilicon gate is utilized to lower the thresh­
old voltage Vth of the p-channel MIS transistor. As in U.S. 
Patent Application Publication No. 2005/0269635Al, an alu­
minum oxide serving as an additional insulating film has the 

40 possibility of degrading the performance of the p-channel 
MIS transistor. However, according to H.-J. Li and M. I. 
Gardner in "Dual High-k Gate Dielectric with Poly Gate 
Electrode: HfSiON on nMOS and Al2 O3 Capping layer on 
pMOS", IEEE EDL, p.p. 441-444, the physical film thickness 
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to the amount of the added aluminum oxide, so that the total 
thickness of the gate insulating film cannot become larger. 
Because of this, the transistor performance is not degraded. 
However, the process of selectively reducing the film thick-
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transistor, which is quite difficult in practice where the actual 
manufacture is performed. 

As described above, since the threshold voltage of a CMOS 
transistor that combines the FUSI technique and a gate insu-

55 lating film formed with a high-k material cannot be lowered to 
a desired value, higher performances of CMOS logic devices, 
such as higher-speed operations and lower power consump­
tions, have been strongly hindered. It has been found that the 
threshold voltage Vth of a p-channel MIS transistor can be 
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a high-k material in future products, and it has been believed 
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gate insulating film by the amount corresponding to the 
amount of the Al-based oxide. However, this technique com­
plicates the production process, and cannot be put into prac­
tical use.

SUMMARY OF THE INVENTION

The present invention has been made in view of these 
circumstances, and an object thereof is to provide a semicon­
ductor device including a MIS transistor having a stacked 
structure formed with a metal gate with an appropriate thresh­
old voltage Vth and a gate insulating film made of a hafnium- 
based high-k material.

A semiconductor device according to a first aspect of the 
present invention includes: a substrate: a p-channel MIS tran­
sistor including: an n-type semiconductor region formed on 
the substrate; a p-type source region and a p-type drain region 
formed to face each other in the n-type semiconductor region; 
a first insulating layer formed on the n-type semiconductor 
region between the p-type source region and the p-type drain 
region, and containing silicon and oxygen, the first insulating 
layer having a first region; a second insulating layer formed 
on the first insulating layer, and containing hafnium, silicon, 
oxygen, and nitrogen, the second insulating layer having a 
second region, the second region being in a 0.3 nm range in 
the film thickness direction from the interface between the 
first insulating layer and the second insulating layer, the first 
region being in a 0.3 nm range in the film thickness direction 
from an interface between the first insulating layer and the 
second insulating layer, and each of the first and second 
regions including aluminum atoms with a concentration of 
1x1020 cm-3 or more to 1 x 1022 cm-3 or less; and a first gate 
electrode formed above the second insulating layer, and an 
n-channel MIS transistor including: a p-type semiconductor 
region formed on the substrate and insulated from the n-type 
semiconductor region; an n-type source region and an n-type 
drain region formed to face each other in the p-type semicon­
ductor region; a third insulating layer formed on the p-type 
semiconductor region between the n-type source region and 
n-type drain region, and containing silicon and oxygen; a 
fourth insulating layer formed on the third insulating layer, 
and containing hafnium, silicon, oxygen, and nitrogen; and a 
second gate electrode formed above the fourth insulating 
layer.

A semiconductor device according to a second aspect of 
the present invention includes: a substrate: a p-channel MIS 
transistor including: an n-type semiconductor region formed 
on the substrate; a p-type source region and a p-type drain 
region formed to face each other in the n-type semiconductor 
region; a first insulating layer formed on the n-type semicon­
ductor region between the p-type source region and the p-type 
drain region, and containing silicon and oxygen, the first 
insulating layer having a first region; a second insulating layer 
formed on the first insulating layer, and containing hafnium, 
silicon, oxygen, and nitrogen, the second insulating layer 
having a second and third regions, the second region being in 
a 0.3 nm range in the film thickness direction from the inter­
face between the first insulating layer and the second insulat­
ing layer, the first region being in a 0.3 nm range in the film 
thickness direction from an interface between the first insu­
lating layer and the second insulating layer, and each of the 
first and second regions including aluminum atoms with a 
concentration of 1 x 1020 cm-3 or more to 1 x 1022 cm-3 or less; 
a third insulating layer formed on the second insulating layer, 
and containing aluminum and oxygen, the third insulating 
layer having a fourth region, the fourth region being in a 0.3 
nm range in the film thickness direction from the interface
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4 
between the second insulating layer and the third insulating 
layer, the third region being in a 0.3 nm range in the film 
thickness direction from an interface between the second 
insulating layer and the third insulating layer, and each of the 
third and fourth regions including aluminum atoms with a 
concentration of 1 x 1022 cm-3 or more to 3 x 1022 cm-3 or less; 
and a first gate electrode formed above the third insulating 
layer, and an n-channel MIS transistor including: a p-type 
semiconductor region formed on the substrate and insulated 
from the n-type semiconductor region; an n-type source 
region and an n-type drain region formed to face each other in 
the p-type semiconductor region; a fourth insulating layer 
formed on the p-type semiconductor region between the 
n-type source region and the n-type drain region, and con­
taining silicon and oxygen; a fifth insulating layer formed on 
the fourth insulating layer, and containing hafnium, silicon, 
oxygen, and nitrogen; and a second gate electrode formed 
above the fifth insulating layer.

A semiconductor device according to a third aspect of the 
present invention includes: a substrate: a p-channel MIS tran­
sistor including: an n-type semiconductor region formed on 
the substrate; a p-type source region and a p-type drain region 
formed to face each other in the n-type semiconductor region; 
a first insulating layer formed on the n-type semiconductor 
region between the p-type source region and the p-type drain 
region, and containing silicon and oxygen, the first insulating 
layer having a first region; a second insulating layer formed 
on the first insulating layer, and containing hafnium, silicon, 
oxygen, and nitrogen, the second insulating layer having a 
second and third regions, the second region being in a 0.3 nm 
range in the film thickness direction from the interface 
between the first insulating layer and the second insulating 
layer, the first region being in a 0.3 nm range in the film 
thickness direction from an interface between the first insu­
lating layer and the second insulating layer, and each of the 
first and second regions including aluminum atoms with a 
concentration of 1 x 1020 cm-3 or more to 1 x 1022 cm-3 or less; 
a third insulating layer formed on the second insulating layer, 
and containing aluminum and oxygen, the third insulating 
layer having a fourth region, the fourth region being in a 0.3 
nm range in the film thickness direction from the interface 
between the second insulating layer and the third insulating 
layer, the third region being in a 0.3 nm range in the film 
thickness direction from an interface between the second 
insulating layer and the third insulating layer, and each of the 
third and fourth regions including aluminum atoms with a 
concentration of xlO22 cm-3 or more to 3xl022 cm-3 or less; 
and a first gate electrode formed above the third insulating 
layer, and an n-channel MIS transistor including: a p-type 
semiconductor region formed on the substrate and insulated 
from the n-type semiconductor region; an n-type source 
region and an n-type drain region formed to face each other in 
the p-type semiconductor region; a fourth insulating layer 
formed on the p-type semiconductor region between the 
n-type source region and the n-type drain region, and con­
taining silicon and oxygen the fourth insulating layer having 
a fifth region; a fifth insulating layer formed on the fourth 
insulating layer, and containing hafnium, silicon, oxygen, 
and nitrogen, the fifth insulating layer having a sixth and 
seventh regions, the sixth region being in a 0.3 nm range in the 
film thickness direction from the interface between the fourth 
insulating layer and the fifth insulating layer, the fifth region 
being in a 0.3 nm range in the film thickness direction from an 
interface between the fourth insulating layer and the fifth 
insulating layer, and each of the fifth and sixth regions includ­
ing aluminum atoms with a concentration of IxlO20 cm-3 or 
more to IxlO22 cm-3 or less; a sixth insulating layer formed 
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5 third and fourth regions including aluminum atoms with a 
concentrationoflxl022 cm-3 or more to 3xl022 cm-3 or less; 
and a first gate electrode formed above the third insulating 
layer, and an n-channel MIS transistor including: a p-type 
semiconductor region formed on the substrate and insulated 

A semiconductor device according to a first aspect of the 
present invention includes: a substrate: a p-channel MIS tran­
sistor including: an n-type semiconductor region formed on 
the substrate; a p-type source region and a p-type drain region 
formed to face each other in then-type semiconductor region; 

10 from the n-type semiconductor region; an n-type source 
region and an n-type drain region formed to face each other in 
the p-type semiconductor region; a fourth insulating layer 
formed on the p-type semiconductor region between the 
n-type source region and the n-type drain region, and con-

15 taining silicon and oxygen; a fifth insulating layer formed on 
the fourth insulating layer, and containing hafnium, silicon, 
oxygen, and nitrogen; and a second gate electrode formed 
above the fifth insulating layer. 

A semiconductor device according to a third aspect of the a first insulating layer formed on the n-type semiconductor 
region between the p-type source region and the p-type drain 
region, and containing silicon and oxygen, the first insulating 
layer having a first region; a second insulating layer formed 
on the first insulating layer, and containing hafnium, silicon, 
oxygen, and nitrogen, the second insulating layer having a 
second region, the second region being in a 0.3 nm range in 

20 present invention includes: a substrate: a p-channel MIS tran­
sistor including: an n-type semiconductor region formed on 
the substrate; a p-type source region and a p-type drain region 
formed to face each other in then-type semiconductor region; 
a first insulating layer formed on then-type semiconductor 

25 region between the p-type source region and the p-type drain 
region, and containing silicon and oxygen, the first insulating 
layer having a first region; a second insulating layer formed 
on the first insulating layer, and containing hafnium, silicon, 
oxygen, and nitrogen, the second insulating layer having a 

the film thickness direction from the interface between the 
first insulating layer and the second insulating layer, the first 
region being in a 0.3 nm range in the film thickness direction 
from an interface between the first insulating layer and the 
second insulating layer, and each of the first and second 
regions including aluminum atoms with a concentration of 
1x1020 cm-3 or more to 1x1022 cm-3 or less; and a first gate 
electrode formed above the second insulating layer, and an 
n-channel MIS transistor including: a p-type semiconductor 
region formed on the substrate and insulated from then-type 35 

semiconductor region; an n-type source region and an n-type 
drain region formed to face each other in the p-type semicon­
ductor region; a third insulating layer formed on the p-type 
semiconductor region between then-type source region and 
n-type drain region, and containing silicon and oxygen; a 40 

fourth insulating layer formed on the third insulating layer, 
and containing hafnium, silicon, oxygen, and nitrogen; and a 
second gate electrode formed above the fourth insulating 
layer. 

30 second and third regions, the second region being in a 0.3 nm 
range in the film thickness direction from the interface 
between the first insulating layer and the second insulating 
layer, the first region being in a 0.3 nm range in the film 

A semiconductor device according to a second aspect of 45 

the present invention includes: a substrate: a p-channel MIS 
transistor including: an n-type semiconductor region formed 
on the substrate; a p-type source region and a p-type drain 
region formed to face each other in then-type semiconductor 
region; a first insulating layer formed on then-type semicon- 50 

ductor region between the p-type source region and the p-type 
drain region, and containing silicon and oxygen, the first 
insulating layer having a first region; a second insulating layer 
formed on the first insulating layer, and containing hafnium, 
silicon, oxygen, and nitrogen, the second insulating layer 55 

having a second and third regions, the second region being in 
a 0.3 nm range in the film thickness direction from the inter­
face between the first insulating layer and the second insulat-
ing layer, the first region being in a 0.3 nm range in the film 
thickness direction from an interface between the first insu- 60 

thickness direction from an interface between the first insu­
lating layer and the second insulating layer, and each of the 
first and second regions including aluminum atoms with a 
concentrationoflxl020 cm-3 or more to lxl022 cm-3 or less; 
a third insulating layer formed on the second insulating layer, 
and containing aluminum and oxygen, the third insulating 
layer having a fourth region, the fourth region being in a 0.3 
nm range in the film thickness direction from the interface 
between the second insulating layer and the third insulating 
layer, the third region being in a 0.3 nm range in the film 
thickness direction from an interface between the second 
insulating layer and the third insulating layer, and each of the 
third and fourth regions including aluminum atoms with a 
concentration ofxl022 cm-3 or more to 3xl022 cm-3 or less; 
and a first gate electrode formed above the third insulating 
layer, and an n-channel MIS transistor including: a p-type 
semiconductor region formed on the substrate and insulated 
from the n-type semiconductor region; an n-type source 
region and an n-type drain region formed to face each other in 
the p-type semiconductor region; a fourth insulating layer 
formed on the p-type semiconductor region between the 
n-type source region and the n-type drain region, and con­
taining silicon and oxygen the fourth insulating layer having 
a fifth region; a fifth insulating layer formed on the fourth 
insulating layer, and containing hafnium, silicon, oxygen, 
and nitrogen, the fifth insulating layer having a sixth and 
seventh regions, the sixth region being in a 0.3 nm range in the 
film thickness direction from the interface between the fourth 
insulating layer and the fifth insulating layer, the fifth region 
being in a O .3 nm range in the film thickness direction from an 
interface between the fourth insulating layer and the fifth 

lating layer and the second insulating layer, and each of the 
first and second regions including aluminum atoms with a 
concentrationoflxl020 cm-3 or more to lxl022 cm-3 or less; 
a third insulating layer formed on the second insulating layer, 
and containing aluminum and oxygen, the third insulating 
layer having a fourth region, the fourth region being in a 0.3 
nm range in the film thickness direction from the interface 

65 insulating layer, and each of the fifth and sixth regions includ­
ing aluminum atoms with a concentration of lxl020 cm-3 or 
more to lxl022 cm-3 or less; a sixth insulating layer formed 
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on the fifth insulating layer, and containing aluminum and 
oxygen, the sixth insulating layer having an eighth region, the 
eighth region being in a 0.3 nm range in the film thickness 
direction from the interface between the fifth insulating layer 
and the sixth insulating layer, the seventh region being in a 0.3 
nm range in the film thickness direction from an interface 
between the fifth insulating layer and the sixth insulating 
layer, and each of the seventh and eighth regions including 
aluminum atoms with a concentration of 1 x 1022 cm-3 or more 
to 3xl022 cm-3 or less; and a second gate electrode formed 
above the sixth insulating layer.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a schematic cross-sectional view showing a MIS 
capacitor used in one embodiment of the present invention;

FIG. 2 shows the critical changes in flat-band voltage (Vfb) 
with respect to heat treatment temperature when the capacitor 
structure of FIG. 1 is subjected to heat treatment;

FIG. 3 shows the results of tests conducted to examine the 
changes in atomic geometry in the gate stacked structure in 
accordance with the test results shown in FIG. 2;

FIG. 4 is a schematic view showing the cause of a Vfb shift 
obtained when the heat treatment temperature shown in FIG. 
2 is 800 or lower;

FIG. 5 is a schematic view showing the cause of a Vfb shift 
obtained when the heat treatment temperature shown in FIG. 
2 is 1000° C. or higher;

FIG. 6 shows the results of tests conducted to examine the 
composition dependence of the HfSiON crystallization 
activities;

FIGS. 7(a) and 7(b) illustrate the definitions of interfaces 
between stack gate insulating films in one embodiment of the 
present invention;

FIG. 8 shows the results of tests conducted to examine the 
temperature dependence of Hf diffusion from the HfSiON 
film into the AlOx film;

FIG. 9 is a cross-sectional view of a CMOSFET in accor­
dance with a first embodiment;

FIGS. 10 through 15 are cross-sectional views showing a 
procedure for manufacturing the semiconductor device in 
accordance with the first embodiment;

FIG. 16 is a cross-sectional view of a CMOSFET in accor­
dance with a second embodiment;

FIGS. 17 through 22 are cross-sectional views showing a 
procedure for manufacturing the semiconductor device in 
accordance with the second embodiment;

FIG. 23 is a cross-sectional view of a CMOSFET in accor­
dance with a third embodiment;

FIGS. 24 through 27 are cross-sectional views showing a 
procedure for manufacturing the semiconductor device in 
accordance with the third embodiment;

FIG. 28 shows the effective work functions obtained in the 
respective embodiments, and their contributions in detail;

FIG. 29 shows the film thickness dependence of the gate 
insulating film having gate leakage current in a semiconduc­
tor device according to one embodiment of the present inven­
tion;

FIG. 30 is a cross-sectional view showing the Al diffusion 
in a semiconductor device according to one embodiment of 
the present invention, where annealing is performed at 800° 
C.; and

FIG. 31 is a cross-sectional view showing the Al and Hf 
diffusion in a semiconductor device according to one embodi­
ment of the present invention, where annealing is performed 
at 1000° C.
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6
DETAILED DESCRIPTION OF THE INVENTION

The following is a description of embodiments of the 
present invention, with reference to the accompanying draw­
ings. In the following embodiments, same components are 
denoted by same reference numerals, and repeated explana­
tion of them will be avoided. Each of the drawings is a 
schematic view for illustrating the invention and facilitating 
understanding of the invention. The shapes, sizes, and ratios 
shown in the drawings might be different from those by the 
actual measurement, and can be arbitrarily changed, with the 
following description and the known techniques being taken 
into account.

In each of the following embodiments, a CMOS transistor 
will be described. However, the present invention can also be 
applied to memories and logic circuits having integrated 
semiconductor elements as described above, and system LSIs 
and the likes each having those memories or circuits mounted 
on one chip.

(Outlines and Principles)
Before the embodiments of the present invention are 

described, the principles of the present invention are 
described, with reference to FIG. 1 through 8.

We made an intensive study on the mechanism of lowering 
the threshold voltage Vth of a p-channel MIS transistor by 
adding an Al-based insulating film to the interface between a 
gate electrode and an insulating film made of a high-k mate­
rial (the interface being hereinafter referred to as the upper 
interface), which was reported in a document of a conven­
tional technique. As a result, we found that such an Al-based 
insulating film has the two effects: 1) stabilizing the upper 
interface (eliminating the FLP phenomenon); and 2) diffus­
ing Al in the Hf-based gate insulating film so that Al reaches 
the vicinity of the interface between the gate insulating film 
and the Si substrate (the interface being hereinafter referred to 
as the lower interface), so as to form charges. Even if the 
Al-based insulating film does not remain as a continuous 
layer at the upper interface, the threshold voltage Vth can be 
lowered by a certain amount by distributing Al into the lower 
interface. The present invention greatly differs from the con­
ventional technique in that the threshold voltage Vth can be 
lowered simply by distributing Al into the lower interface, 
without a decrease in gate capacitance due to the Al-based 
insulating film, which is the problem with the conventional 
technique.

In the following, the results of tests conducted to examine 
the effects of an AlOx layer in a stacked structure formed with 
a poly Si gate, the AlOx layer, and a HfSiON insulating film 
are described in detail.

FIG. 1 is a cross-sectional view schematically showing the 
MIS capacitor structure on which we conducted the tests. An 
interfacial transition layer 102 having silicon and oxygen as 
bases is placed on a silicon substrate 101, and a HfSiON film 
103 is placed on the interfacial transition layer 102. An AlOx 
film 104 is further placed on the HfSiON film 103, and a gate 
electrode 105 made of p+-polysilicon is placed on the AlOx 
film 104. In this specification, “AlOx” means A1,O, or A1OT 
(0<x<1.5).

FIG. 2 is a graph showing the relationship between the 
flat-band voltage Vfb and the heat treatment temperature in 
the structure shown in FIG. 1. The flat-band voltage Vfb 
indicated by the ordinate axis in FIG. 2 represents the differ­
ence between the flat-band voltage of the structure having the 
AlOx film 104 shown in FIG. 1 and the flat-band voltage of a 
structure not having the AlOx film 104. Where the heat treat­
ment temperature is 800° C. or lower, the positive shift of the 
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on the fifth insulating layer, and containing aluminum and 
oxygen, the sixth insulating layer having an eighth region, the 
eighth region being in a 0.3 nm range in the film thickness 
direction from the interface between the fifth insulating layer 
and the sixth insulating layer, the seventh region being ina0.3 5 

nm range in the film thickness direction from an interface 
between the fifth insulating layer and the sixth insulating 
layer, and each of the seventh and eighth regions including 
aluminum atoms with a concentration ofl x 1022 cm-3 or more 

DETAILED DESCRIPTION OF THE INVENTION 

The following is a description of embodiments of the 
present invention, with reference to the accompanying draw­
ings. In the following embodiments, same components are 
denoted by same reference numerals, and repeated explana-
tion of them will be avoided. Each of the drawings is a 
schematic view for illustrating the invention and facilitating 
understanding of the invention. The shapes, sizes, and ratios 
shown in the drawings might be different from those by the 
actual measurement, and can be arbitrarily changed, with the 

to 3xl022 cm-3 or less; and a second gate electrode formed 10 

above the sixth insulating layer. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a schematic cross-sectional view showing a MIS 
capacitor used in one embodiment of the present invention; 

FIG. 2 shows the critical changes in flat-band voltage (Vfb) 
with respect to heat treatment temperature when the capacitor 
structure of FIG. 1 is subjected to heat treatment; 

FIG. 3 shows the results of tests conducted to examine the 
changes in atomic geometry in the gate stacked structure in 
accordance with the test results shown in FIG. 2; 

FIG. 4 is a schematic view showing the cause of a V fb shift 
obtained when the heat treatment temperature shown in FIG. 
2 is 800 or lower; 

FIG. 5 is a schematic view showing the cause of a V fb shift 
obtained when the heat treatment temperature shown in FIG. 
2 is 1000° C. or higher; 

FIG. 6 shows the results of tests conducted to examine the 

following description and the known techniques being taken 
into account. 

In each of the following embodiments, a CMOS transistor 
15 will be described. However, the present invention can also be 

applied to memories and logic circuits having integrated 
semiconductor elements as described above, and system LS Is 
and the likes each having those memories or circuits mounted 
on one chip. 
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(Outlines and Principles) 
Before the embodiments of the present invention are 

described, the principles of the present invention are 
described, with reference to FIG. 1 through 8. 

composition dependence of the HfSiON crystallization 30 

We made an intensive study on the mechanism oflowering 
the threshold voltage Vth of a p-charmel MIS transistor by 
adding anAl-based insulating film to the interface between a 
gate electrode and an insulating film made of a high-k mate­
rial (the interface being hereinafter referred to as the upper 
interface), which was reported in a document of a conven­
tional technique. As a result, we found that such an Al-based activities; 

FIGS. 7(a) and 7(b) illustrate the definitions of interfaces 
between stack gate insulating films in one embodiment of the 
present invention; 

FIG. 8 shows the results of tests conducted to examine the 
temperature dependence of Hf diffusion from the HfSiON 
film into the Al Ox film; 

FIG. 9 is a cross-sectional view of a CMOSFET in accor-
dance with a first embodiment; 

FIGS. 10 through 15 are cross-sectional views showing a 
procedure for manufacturing the semiconductor device in 
accordance with the first embodiment; 

FIG. 16 is a cross-sectional view of a CMOSFET in accor-
dance with a second embodiment; 

FIGS. 17 through 22 are cross-sectional views showing a 
procedure for manufacturing the semiconductor device in 
accordance with the second embodiment; 

FIG. 23 is a cross-sectional view of a CMOSFET in accor-
dance with a third embodiment; 

FIGS. 24 through 27 are cross-sectional views showing a 
procedure for manufacturing the semiconductor device in 
accordance with the third embodiment; 

FIG. 28 shows the effective work functions obtained in the 
respective embodiments, and their contributions in detail; 

FIG. 29 shows the film thickness dependence of the gate 
insulating film having gate leakage current in a semiconduc­
tor device according to one embodiment of the present inven-
tion; 

insulating film has the two effects: 1) stabilizing the upper 
interface (eliminating the FLP phenomenon); and 2) diffus­
ing Al in the Hf-based gate insulating film so that Al reaches 

35 the vicinity of the interface between the gate insulating film 
and the Si substrate (the interface being hereinafter referred to 
as the lower interface), so as to form charges. Even if the 
Al-based insulating film does not remain as a continuous 
layer at the upper interface, the threshold voltage Vth can be 

40 lowered by a certain amount by distributing Al into the lower 
interface. The present invention greatly differs from the con­
ventional technique in that the threshold voltage Vth can be 
lowered simply by distributing Al into the lower interface, 
without a decrease in gate capacitance due to the Al-based 

45 insulating film, which is the problem with the conventional 
technique. 

In the following, the results of tests conducted to examine 
the effects of an Al Ox layer in a stacked structure formed with 
a poly Si gate, the Al Ox layer, and a HfSiON insulating film 

50 are described in detail. 
FIG. 1 is a cross-sectional view schematically showing the 

MIS capacitor structure on which we conducted the tests. An 
interfacial transition layer 102 having silicon and oxygen as 
bases is placed on a silicon substrate 101, and a HfSiON film 

55 103 is placed on the interfacial transition layer 102. AnAlOx 
film 104 is further placed on the HfSiONfilm 103, and a gate 
electrode 105 made of p+ -polysilicon is placed on the Al Ox 
film 104. In this specification, "AlOx" means Al2 0 3 or AlOx 
(0<x<l.5). 

FIG. 30 is a cross-sectional view showing the Al diffusion 60 

in a semiconductor device according to one embodiment of 
FIG. 2 is a graph showing the relationship between the 

flat-band voltage Vfb and the heat treatment temperature in 
the structure shown in FIG. 1. The flat-band voltage Vfb 
indicated by the ordinate axis in FIG. 2 represents the differ­
ence between the flat-band voltage of the structure having the 

the present invention, where annealing is performed at 800° 
C.; and 

FIG. 31 is a cross-sectional view showing the Al and Hf 
diffusion in a semiconductor device according to one embodi­
ment of the present invention, where annealing is performed 
at 1000° C. 

65 AlOx film 104 shown in FIG.1 and the flat-band voltage ofa 
structure not having theAlOx film 104. Where the heat treat­
ment temperature is 800° C. or lower, the positive shift of the 
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flat-band voltage Vfb due to the addition of the Al Ox film 104 
is approximately 0.1V, and a change is not observed with the 
variation in heat treatment temperature. Where the heat treat­
ment temperature is 1000° C. or higher, the flat-band voltage 
Vfb shifts critically in the positive direction by approximately 
0.35 V.

FIG. 3 shows the results of SIMS (Secondary Ion Mass 
Spectroscopy) tests conducted to examine the Al element 
distribution in the stacked structure shown in FIG. 1 and to 
determine the cause of the critical shift of the flat-band volt­
age Vfb in the positive direction where the heat treatment 
temperature was in the range of 800° C. to 1000° C. as shown 
in FIG. 2. In FIG. 3, graph gi shows the Al element distribu­
tion before the Al Ox film was deposited and subjected to heat 
treatment, graph g2 shows the Al element distribution after the 
AlOx film was deposited and subjected to heat treatment at 
800° C., and graph g3 shows the Al element distribution after 
the AlOx film was deposited and subjected to heat treatment 
at 1000° C. As canbe seen from the test results, the Al element 
diffusion occurred from the AlOx film toward the HfSiON 
film due to the heat treatment, and the diffusion activity was 
more remarkable at a higher heat treatment temperature. Par­
ticularly, where the heat treatment was carried out at 1000° 
C., and a critical positive shift of the flat-band voltage Vfb was 
obtained, a considerable amount of Al reached the interfacial 
transition layer.

FIG. 4 schematically shows the gate stacked structure that 
was observed where the heat treatment was carried out at 800° 
C. or lower as in the graph of the variation in flat-band voltage 
Vfb shown in FIG. 2. Compared with a case without an AlOx 
film, the flat-band voltage Vfb shifted in the positive direction 
by approximately 0.1 V. This shift is considered to be a shift 
of the flat-band voltage Vfb caused by the AlOx film 104 
stabilizing the interface between the gate electrode 105 and 
the HfSiON film 103.

FIG. 5 schematically shows the portion related to the Vfb 
shift in the gate stacked structure where the heat treatment 
was carried out at 1000° C. or higher as in the graph of the 
variation in flat-band voltage Vfb shown in FIG. 2. The shift 
(0.1 V) of the flat-band voltage Vfb due to the addition of the 
AlOx film 104 still exists. In addition to that, more than a 
predetermined amount of Al atoms 106 reach the interfacial 
transition layer 102 at 1000° C. or higher. It is assumed that 
the Al atoms cause a further positive shift (0.25 V) of the 
flat-band voltage Vfb.

The shift of the flat-band voltage Vfb caused by the Al 
atoms having reached the interfacial transition layer 102 is 
considered to be due to the effect of the negative fixed chaiges 
formed by the Al atoms. At the same time, this is the critical 
effect obtained when the amount of Al is equal to or larger 
than a predetermined value. To sum up this phenomenon on 
the basis of the test results shown in FIG. 3, where the Al 
concentration in the vicinity of the interface between the 
HfSiON film 103 and the interfacial transition layer 102 is 
approximately 5xl019 cm-3 (heat treatment at 800° C.), theAl 
concentration is equal to or lower than the critical value for a 
large Vfb shift, but, where the Al concentration is approxi­
mately IxlO22 cm-3 (heat treatment at 1000° C.), the Al con­
centration is higher than the critical value. Those Al concen­
tration values were obtained, with the ordinate axis of FIG. 3 
being the absolute concentration. The critical point did not 
become clear through the experiments, but the logical critical 
point is estimated to be an Al concentration of approximately 
1x1020 cm-3. This is because the shift of the flat-band voltage 
Vfb beyond the critical point is 0.2 V to 0.3 V as shown in FIG.
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8
2, and the lowest possible chaige density required to cause
such a shift of the flat-band voltage Vfb is estimated to be
approximately IxlO20 cm-3.

The interfacial transition layer 102 interposed between the 
silicon substrate 101 and the HfSiON film 103 should pref­
erably be formed with an insulating material containing at 
least silicon and oxygen. This is because, when Al is added 
into the interface between the HfSiON film 103 and the inter­
facial transition layer 102 formed with such an insulating 
material, a defect of some kind is formed, and this defect 
serves as negative charges. Also, the interfacial transition 
layer 102 stabilizes the properties of the interface with the 
substrate 101, and contributes to the higher operation speed 
and higher long-term reliability of the transistor.

As described above, in one embodiment of the present 
invention, high-temperature heat treatment needs to be car­
ried out at 1000° C. or higher, so as to diffuse Al through the 
HfSiON film 103. At such a high temperature, however, the 
HfSiON film 103 is separated into the HfO2 phase and the 
SiO2 phase, and HfO2 might crystallize. In such a case, so- 
called grain boundaries are formed around the HfO2 crystal 
grains, and the grain boundaries form a high-speed diffusion 
path for Al. Since the grain boundaries of the HfO2 crystals 
exist at random, the Al diffusion also occurs in a two-dimen- 
sionally uneven fashion. This causes variations in threshold 
voltage Vth among devices. Therefore, to eliminate the varia­
tions in the shift of the flat-band voltage Vfb with the Al 
diffusion among devices in one embodiment of the present 
invention, the HfSiON film 103 cannot be separated into 
phases and cannot crystallize at the diffusion temperature.

To satisfy such demands on the HfSiON film 103, the 
nitrogen concentration in the HfSiON film 103 should pref­
erably be 5 atomic % or higher. If the nitrogen concentration 
is lower than that, the HfSiON film 103 is separated into 
phases and crystallize, regardless of the Hf concentration. 
The highest possible nitrogen concentration is 57 atomic %, 
as the HfSiON film 103 might have a structure of (Ί II'O2j, 
(Hf3N4)J,(SiO2)z(Si3N4)1._Y.y.z. In reality, however, an insu­
lating film with the highest performance in terms of long-term 
reliability can be obtained when the nitrogen concentration in 
the HfSiON film 103 is 20 atomic % or lower.

As the nitrogen concentration in the HfSiON film 103 is 
required to be 20 atomic % or lower, the composition ratio 
(=Hf/(Hf+Si) of Hf to (Hf+Si) is preferably lower than 80%. 
FIG. 6 shows the results of XRD (X-ray Diffractometry) tests 
conducted by the inventors to examine the mutual relations 
between the composition of the HfSiON film and the crystal­
lizing activities during the heat treatment (at 1000° C.), so as 
to determine the composition limit. As can be seen from FIG. 
6, to maintain an noncrystalline state in the HfSiON film, the 
nitrogen concentration needs to become higher as the ratio 
(=Hf/(Hf+Si)) becomes higher. According to FIG. 6, HfSiON 
crystallizes, if the ratio (=Hf/(Hf+Si)) is 80% when the nitro­
gen concentration is 20 atomic %. Therefore, the ratio (=Hf/ 
(Hf+Si)) is preferably lower than 80% in one embodiment of 
the present invention. Where the upper limit of the ratio 
(=Hf/(Hf+Si)) is set at a point that is actually obtained 
through data, the effects of one embodiment of the present 
invention can be achieved with certainty, as long as the ratio 
of a confirmed noncrystalline state is 60% or lower even with 
a nitrogen concentration of 15 atomic %. With the nitrogen 
concentration being set at 20 atomic %, the critical value that 
is the highest possible ratio (=Hf/(Hf+Si)) with which a non­
crystalline state can be maintained cannot be quantitatively 
defined, because of insufficient data. However, the critical 
value definitely exists at some point in the range of 60% to 
less than 80%. With the test results being interpolated, the Hf 
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flat-band voltage V fb due to the addition of the Al Ox film 104 
is approximately 0.1 V, and a change is not observed with the 
variation in heat treatment temperature. Where the heat treat­
ment temperature is 1000° C. or higher, the flat-band voltage 
Vfb shifts critically in the positive direction by approximately 5 

0.35 V. 

2, and the lowest possible charge density required to cause 
such a shift of the flat-band voltage Vfb is estimated to be 
approximately 1x1020 cm-3

. 

The interfacial transition layer 102 interposed between the 
silicon substrate 101 and the HfSiON film 103 should pref­
erably be formed with an insulating material containing at 
least silicon and oxygen. This is because, when Al is added 
into the interface between the HfSiON film 103 and the inter­
facial transition layer 102 formed with such an insulating 

FIG. 3 shows the results of SIMS (Secondary Ion Mass 
Spectroscopy) tests conducted to examine the Al element 
distribution in the stacked structure shown in FIG. 1 and to 
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determine the cause of the critical shift of the flat-band volt-

material, a defect of some kind is formed, and this defect 
serves as negative charges. Also, the interfacial transition 

age Vfb in the positive direction where the heat treatment 
temperature was in the range of 800° C. to 1000° C. as shown 
in FIG. 2. In FIG. 3, graph gi shows the Al element distribu­
tion before the Al Ox film was deposited and subjected to heat 15 

treatment, graph g2 shows the Al element distribution after the 
AlOx film was deposited and subjected to heat treatment at 
800° C., and graph g3 shows the Al element distribution after 

layer 102 stabilizes the properties of the interface with the 
substrate 101, and contributes to the higher operation speed 
and higher long-term reliability of the transistor. 

As described above, in one embodiment of the present 
invention, high-temperature heat treatment needs to be car­
ried out at 1000° C. or higher, so as to diffuse Al through the 
HfSiON film 103. At such a high temperature, however, the 
HfSiON film 103 is separated into the HfD2 phase and the the Al Ox film was deposited and subjected to heat treatment 

at 1000° C. As can be seen from the test results, the Al element 
diffusion occurred from the AlOx film toward the HfSiON 
film due to the heat treatment, and the diffusion activity was 
more remarkable at a higher heat treatment temperature. Par­
ticularly, where the heat treatment was carried out at 1000° 
C., and a critical positive shift of the flat-band voltage Vfb was 
obtained, a considerable amount of Al reached the interfacial 
transition layer. 

FIG. 4 schematically shows the gate stacked structure that 
was observed where the heat treatment was carried out at 800° 
C. or lower as in the graph of the variation in flat-band voltage 
Vfb shown in FIG. 2. Compared with a case without an Al Ox 
film, the flat-band voltage Vfb shifted in the positive direction 
by approximately 0.1 V. This shift is considered to be a shift 
of the flat-band voltage Vfb caused by the AlOx film 104 
stabilizing the interface between the gate electrode 105 and 
the HfSiON film 103. 

20 SiO2 phase, and HfO2 might crystallize. In such a case, so­
called grain boundaries are formed around the HfD2 crystal 
grains, and the grain boundaries form a high-speed diffusion 
path for Al. Since the grain boundaries of the HfO2 crystals 
exist at random, the Al diffusion also occurs in a two-dimen-

25 sionally uneven fashion. This causes variations in threshold 
voltage Vth among devices. Therefore, to eliminate the varia­
tions in the shift of the flat-band voltage Vfb with the Al 
diffusion among devices in one embodiment of the present 
invention, the HfSiON film 103 cannot be separated into 
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The highest possible nitrogen concentration is 57 atomic %, 
as the HfSiON film 103 might have a structure of (HfD2 )x 
(Hf3N4 )y(SiO2 )z(Si3N4 ) 1_x_y_z• In reality, however, an insu­
lating film with the highest performance in terms oflong-term 

40 reliability can be obtained when the nitrogen concentration in 
the HfSiON film 103 is 20 atomic % or lower. 

FIG. 5 schematically shows the portion related to the Vfb 
shift in the gate stacked structure where the heat treatment 
was carried out at 1000° C. or higher as in the graph of the 
variation in flat-band voltage Vfb shown in FIG. 2. The shift 
(0.1 V) of the flat-band voltage Vfb due to the addition of the 
AlOx film 104 still exists. In addition to that, more than a 
predetermined amount of Al atoms 106 reach the interfacial 
transition layer 102 at 1000° C. or higher. It is assumed that 45 
the Al atoms cause a further positive shift (0.25 V) of the 
flat-band voltage Vfb. 

As the nitrogen concentration in the HfSiON film 103 is 
required to be 20 atomic % or lower, the composition ratio 
(=Hf/(Hf+Si) of Hf to (Hf+Si) is preferably lower than 80%. 
FIG. 6 shows the results ofXRD (X-ray Diffractometry) tests 
conducted by the inventors to examine the mutual relations 
between the composition of the HfSiON film and the crystal­
lizing activities during the heat treatment ( at 1000° C. ), so as 
to determine the composition limit. As can be seen from FIG. 

The shift of the flat-band voltage Vfb caused by the Al 
atoms having reached the interfacial transition layer 102 is 
considered to be due to the effect of the negative fixed charges 
formed by the Al atoms. At the same time, this is the critical 
effect obtained when the amount of Al is equal to or larger 
than a predetermined value. To sum up this phenomenon on 
the basis of the test results shown in FIG. 3, where the Al 
concentration in the vicinity of the interface between the 
HfSiON film 103 and the interfacial transition layer 102 is 
approximately 5x 1019 cm-3 (heat treatment at 800° C. ), the Al 
concentration is equal to or lower than the critical value for a 
large Vfb shift, but, where the Al concentration is approxi­
mately lxl022 cm-3 (heat treatment at 1000° C.), the Al con­
centration is higher than the critical value. Those Al concen­
tration values were obtained, with the ordinate axis of FIG. 3 
being the absolute concentration. The critical point did not 
become clear through the experiments, but the logical critical 
point is estimated to be an Al concentration of approximately 
1 xl 020 cm-3

. This is because the shift of the flat-band voltage 
Vfb beyond the critical point is 0.2 V to 0.3 Vas shown in FIG. 

50 6, to maintain an noncrystalline state in the HfSiON film, the 
nitrogen concentration needs to become higher as the ratio 
(=Hf/(Hf+Si)) becomes higher.According to FIG. 6, HfSiON 
crystallizes, if the ratio (=Hf/(Hf+Si)) is 80% when the nitro­
gen concentration is 20 atomic%. Therefore, the ratio (=Hf/ 

55 (Hf+Si)) is preferably lower than 80% in one embodiment of 
the present invention. Where the upper limit of the ratio 
(=Hf/(Hf+Si)) is set at a point that is actually obtained 
through data, the effects of one embodiment of the present 
invention can be achieved with certainty, as long as the ratio 

60 of a confirmed noncrystalline state is 60% or lower even with 
a nitrogen concentration of 15 atomic %. With the nitrogen 
concentration being set at 20 atomic %, the critical value that 
is the highest possible ratio (=Hf/(Hf+Si)) with which a non­
crystalline state can be maintained cannot be quantitatively 

65 defined, because of insufficient data. However, the critical 
value definitely exists at some point in the range of 60% to 
less than 80%. With the test results being interpolated, the Hf 
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ratio with which a noncrystalline state can be maintained even 
with a nitrogen concentration of 20 atomic % or at 1000° C. 
is determined to be approximately 70%.

If the ratio (=Hf/(Hf+Si)) is lower than 25%, the relative 
permittivity is as low as 8, and a sufficient decrease in leakage 
current cannot be achieved for the gate insulating film formed 
with conventional SiO2. Therefore, the ratio (=Hf/(Hf+Si)) in 
one embodiment of the present invention needs to be 25% or 
higher. More preferably, the ratio (=Hf/(Hf+Si) should be 
50% or higher, so that the relative permittivity can be 
increased to 12 or higher.

In one embodiment of the present invention, the gate insu­
lating film needs to maintain a crystalline state even at 1000° 
C., which is a required temperature for diffusing Al atoms. 
Therefore, even if a high-k insulating film other than a 
HfSiON film is employed, the effects of the one embodiment 
of the present invention cannot be expected.

The respective interfaces among the interfacial transition 
layer 102, the HfSiON film 103, and the Al Ox film 104 in one 
embodiment of the present invention are defined as the points 
where the Hf concentration becomes a half of the value 
observed at the center of the HfSiON film 103 (see FIG. 7(a)). 
Although those definitions are made merely for descriptive 
purposes, the defined interfaces substantially correspond to 
the changes in contrast in a cross-section observed by TEM 
(Transmission Electron Microscopy) as shown in FIG. 7(A). 
Accordingly, the above interface definitions can be consid­
ered to be objective definitions.

The thickness of the interfacial transition layer 102 should 
preferably be in the range of 0.3 nm to 0.8 nm. If the interfa­
cial transition layer 102 is thinner than 0.3 nm, the operation 
speed of the transistor decreases due to the influence of the 
charges in the HfSiON film 103. If the interfacial transition 
layer 102 is thicker than 0.8 nm, the film thickness properties 
required for the gate insulating film of a future CMOS tran­
sistor cannot be achieved.

The thickness of the HfSiON film 103 should preferably be 
in the range of 1 nm to 3 nm. If the HfSiON film 103 is thinner 
than 1 nm, the variation in thickness in the two-dimensional 
direction of the gate insulating film becomes wider. This 
results not only in variations in device performances in the 
wafer plane, but also in a decrease in the proportion of the 
high relative permittivity portion in the gate insulating film 
including the interfacial transition layer 102 and the Al Ox 
film 104. Because of this, a sufficient decrease in leakage 
current cannot be achieved. If the HfSiON film 103 is thicker 
than 3 nm, the film thickness properties required for the gate 
insulating film of a future CMOS transistor cannot be 
achieved.

The concentration of Al that causes the flat-band voltage 
Vfb in the vicinity of the interface (or in a region including the 
interface) between the interfacial transition layer 102 and the 
HfSiON film 103 should preferably be in the range of 1 xlO20 
cm-3 to IxlO22 cm-3 in a 0.3 nm region in the thickness 
direction from the interface on the side of the interfacial 
transition layer 102 and in a 0.3 nm region in the thickness 
direction from the interface on the side of the HfSiON film 
103. This is because the existence of Al in those regions leads 
to the formation of negative fixed charges. If the Al concen­
tration is equal to or higher than IxlO20 cm-3, the effect of 
forming fixed critical charges is achieved, and the flat-band 
voltage Vfb is shifted in the positive direction. If the Al 
concentration in those regions is higher than IxlO22 cm-3, the 
Al concentration in the HfSiON film 103 is also higher than 
IxlO22 cm-3, andtheAl composition ratio in the HfSiON film 
103 is as high as 20 atomic % or higher. Since the relative
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10
permittivity of HfSiON becomes lower due to the addition of
Al, a desired thinner gate insulating film cannot be obtained.

One embodiment of the present invention is characterized 
in that Al is distributed in the vicinity of the interface (or in a 
region including the interface) between the interfacial transi­
tion layer and the HfSiON film, as described above. It is 
preferred that an Al insulating film does not exist at the 
interface between the gate electrode and the HfSiON film, so 
as to increase the gate capacitance. A method for forming 
such a structure will be described later in greater detail in the 
description of the first embodiment of the present invention.

In one embodiment of the present invention, on the other 
hand, an aluminum oxide is placed at the interface between 
the gate electrode and the HfSiON film, and is subjected to 
heat treatment. By doing so, Al is distributed in the vicinity of 
the interface (or in a region including the interface) between 
the interfacial transition layer and the HfSiON film. In such a 
case, it is possible to achieve both a positive shift of the 
flat-band voltage Vfb by virtue of the stabilization of the 
interface between the gate electrode and the HfSiON film, 
and a shift of the flat-band voltage Vfb by virtue of the Al in 
the vicinity of the interface between the interfacial transition 
layer and the HfSiON film (see FIG. 5). Accordingly, a large 
decrease in threshold voltage Vth can be achieved in the one 
embodiment of the present invention. Although a decrease in 
gate capacitance is caused by the addition of an aluminum 
oxide by the conventional technique, there is no need to worry 
about such a problem in the one embodiment of the present 
invention. FIG. 8 shows the results of SIMS tests conducted to 
examine the Hf diffusion activities toward the AlOx film 104 
at the interface between the AlOx film 104 and the HfSiON 
film 103. Where the heat treatment temperature is equal to or 
lower than 800° C., Hf diffusion into the AlOx film is not 
observed. Where the heat treatment temperature is 1000° C., 
the Hf of the HfSiON film is thermally diffused into the AlOx 
film, as is apparent from FIG. 8. The diffusion amount 
depends on the heat treatment conditions. According to the 
test results shown in FIG. 8, the diffusion amount in the 
vicinity of the interface with the HfSiON film is approxi­
mately 3 x 1022 cm-3, and the diffusion amount at a point 2 nm 
away from the interface is approximately IxlO22 cm-3. 
Where a large amount of Hf exists in the AlOx film, the 
relative permittivity of the AlOx film, which is originally 10, 
is increased to 20. Accordingly, a thinner gate insulating film 
can be obtained.

In a structure in which an AlOx film is formed on a HfSiON 
film and is subjected to heat treatment at 1000° C. in accor­
dance with one embodiment of the present invention, the 
trend between the gate insulating film thickness (equivalent in 
SiO2) and the gate leakage current observed in the case of 
HfSiON without AlOx is substantially maintained, as shown 
in FIG. 29. This reflects the fact that the AlOx film becomes a 
high-dielectric film by virtue of the large amount of Hf dif­
fusion. Originally, the relative permittivity of the AlOx film in 
which Hf is diffused might be higher than the relative permit­
tivity of the HfSiON film. Accordingly, the leakage current 
was predicted to be smaller than that in the case of a single 
HfSiON film. This is considered to be the problem with the 
process caused by AlOx film that is not optimized, instead of 
a problem in principle. Ina structure in which an AlOx film is 
formed on the HfSiOn film and is subjected to heat treatment 
at 800° C., as conducted by the inventors, the trend between 
the gate insulating film thickness and the minus gate leakage 
current becomes much less clearer than in the case of HfSiON 
without AlOx, as shown in FIG. 29. This is considered to be 
a result of the addition of AlOx with a low dielectric constant 
onto HfSiON with a high dielectric constant.
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ratio with which a noncrystalline state can be maintained even 
with a nitrogen concentration of 20 atomic % or at 1000° C. 
is determined to be approximately 70%. 
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permittivity ofHfSiON becomes lower due to the addition of 
Al, a desired thinner gate insulating film cannot be obtained. 

If the ratio (=Hf/(Hf+Si)) is lower than 25%, the relative 
permittivity is as low as 8, and a sufficient decrease in leakage 5 

current cannot be achieved for the gate insulating film formed 
with conventional SiO2 . Therefore, the ratio ( =Hf/(Hf +Si)) in 
one embodiment of the present invention needs to be 25% or 
higher. More preferably, the ratio (=Hf/(Hf+Si) should be 
50% or higher, so that the relative permittivity can be 10 

increased to 12 or higher. 

One embodiment of the present invention is characterized 
in that Al is distributed in the vicinity of the interface ( or in a 
region including the interface) between the interfacial transi­
tion layer and the HfSiON film, as described above. It is 
preferred that an Al insulating film does not exist at the 
interface between the gate electrode and the HfSiON film, so 
as to increase the gate capacitance. A method for forming 
such a structure will be described later in greater detail in the 
description of the first embodiment of the present invention. 

In one embodiment of the present invention, the gate insu­
lating film needs to maintain a crystalline state even at 1000° 
C., which is a required temperature for diffusing Al atoms. 
Therefore, even if a high-k insulating film other than a 
HfSiON film is employed, the effects of the one embodiment 
of the present invention cannot be expected. 

The respective interfaces among the interfacial transition 
layer 102, theHfSiONfilm 103, and theA1Oxfilm104 in one 
embodiment of the present invention are defined as the points 
where the Hf concentration becomes a half of the value 
observed at the centeroftheHfSiON film 103 (see FIG. 7(a)). 
Although those definitions are made merely for descriptive 
purposes, the defined interfaces substantially correspond to 
the changes in contrast in a cross-section observed by TEM 
(Transmission Electron Microscopy) as shown in FIG. 7(b). 
Accordingly, the above interface definitions can be consid­
ered to be objective definitions. 

In one embodiment of the present invention, on the other 
hand, an aluminum oxide is placed at the interface between 
the gate electrode and the HfSiON film, and is subjected to 

15 heat treatment. By doing so, Al is distributed in the vicinity of 
the interface ( or in a region including the interface) between 
the interfacial transition layer and the HfSiON film. In such a 
case, it is possible to achieve both a positive shift of the 
flat-band voltage Vfb by virtue of the stabilization of the 

20 interface between the gate electrode and the HfSiON film, 
and a shift of the flat-band voltage Vfb by virtue of the Al in 
the vicinity of the interface between the interfacial transition 
layer and the HfSiON film (see FIG. 5). Accordingly, a large 
decrease in threshold voltage Vth can be achieved in the one 

25 embodiment of the present invention. Although a decrease in 
gate capacitance is caused by the addition of an aluminum 
oxide by the conventional technique, there is no need to worry 
about such a problem in the one embodiment of the present 
invention. FIG. 8 shows the results of SIMS tests conducted to 

The thickness of the interfacial transition layer 102 should 
preferably be in the range of0.3 nm to 0.8 nm. If the interfa­
cial transition layer 102 is thinner than 0.3 nm, the operation 
speed of the transistor decreases due to the influence of the 
charges in the HfSiON film 103. If the interfacial transition 
layer 102 is thicker than 0.8 nm, the film thickness properties 

35 
required for the gate insulating film of a future CMOS tran­
sistor cannot be achieved. 

30 examine the Hf diffusion activities toward the Al Ox film 104 
at the interface between the AlOx film 104 and the HfSiON 
film 103. Where the heat treatment temperature is equal to or 
lower than 800° C., Hf diffusion into the AlOx film is not 
observed. Where the heat treatment temperature is 1000° C., 
the Hf of the HfSiON film is thermally diffused into the Al Ox 
film, as is apparent from FIG. 8. The diffusion amount 
depends on the heat treatment conditions. According to the 
test results shown in FIG. 8, the diffusion amount in the 
vicinity of the interface with the HfSiON film is approxi-

The thickness of the HfSiON film 103 should preferably be 
in the range ofl nm to 3 nm. If the HfSiON film 103 is thinner 
than 1 nm, the variation in thickness in the two-dimensional 
direction of the gate insulating film becomes wider. This 
results not only in variations in device performances in the 
wafer plane, but also in a decrease in the proportion of the 
high relative permittivity portion in the gate insulating film 
including the interfacial transition layer 102 and the AlOx 
film 104. Because of this, a sufficient decrease in leakage 
current cannot be achieved. If the HfSiON film 103 is thicker 
than 3 nm, the film thickness properties required for the gate 
insulating film of a future CMOS transistor cannot be 
achieved. 

The concentration of Al that causes the flat-band voltage 
V fb in the vicinity of the interface ( or in a region including the 
interface) between the interfacial transition layer 102 and the 
HfSiON film 103 should preferably be in the range ofl x 1020 

cm-3 to lxl022 cm-3 in a 0.3 nm region in the thickness 
direction from the interface on the side of the interfacial 
transition layer 102 and in a 0.3 nm region in the thickness 
direction from the interface on the side of the HfSiON film 
103. This is because the existence of Al in those regions leads 
to the formation of negative fixed charges. If the Al concen­
tration is equal to or higher than lxl020 cm-3

, the effect of 
forming fixed critical charges is achieved, and the flat-band 
voltage Vfb is shifted in the positive direction. If the Al 
concentration in those regions is higher than 1 xl 022 cm-3

, the 
Al concentration in the HfSiON film 103 is also higher than 
1 xl 022 cm-3

, and the Al composition ratio in the HfSiON film 
103 is as high as 20 atomic % or higher. Since the relative 

40 mately 3 x 1022 cm-3
, and the diffusion amount at a point 2 nm 

away from the interface is approximately lxl022 cm-3
. 

Where a large amount of Hf exists in the AlOx film, the 
relative permittivity of the Al Ox film, which is originally 10, 
is increased to 20. Accordingly, a thinner gate insulating film 

45 can be obtained. 
In a structure in which anAlOx film is formed on a HfSiON 

film and is subjected to heat treatment at 1000° C. in accor­
dance with one embodiment of the present invention, the 
trend between the gate insulating film thickness ( equivalent in 

50 SiO2 ) and the gate leakage current observed in the case of 
HfSiON without Al Ox is substantially maintained, as shown 
in FIG. 29. This reflects the fact that theAlOx film becomes a 
high-dielectric film by virtue of the large amount of Hf dif­
fusion. Originally, the relative permittivity of the Al Ox film in 

55 which Hfis diffused might be higher than the relative permit­
tivity of the HfSiON film. Accordingly, the leakage current 
was predicted to be smaller than that in the case of a single 
HfSiON film. This is considered to be the problem with the 
process caused by Al Ox film that is not optimized, instead of 

60 a problem in principle. In a structure in which an Al Ox film is 
formed on the HfSiOn film and is subjected to heat treatment 
at 800° C., as conducted by the inventors, the trend between 
the gate insulating film thickness and the minus gate leakage 
current becomes much less clearer than in the case ofHfSiON 

65 without AlOx, as shown in FIG. 29. This is considered to be 
a result of the addition of Al Ox with a low dielectric constant 
onto HfSiON with a high dielectric constant. 
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In the following, the movement of atoms during the heat 
treatment in the stacked structure of one embodiment of the 
present invention is summed up. When the stacked structure 
schematically shown in FIG. 1 is annealed at 800° C., Al 
atoms start diffusing from the AIOx film toward the HfSiON 
film, but do not reach the interfacial transition layer, as shown 
in FIG. 30. This was made clear by the SIMS test shown in 
FIG. 3. Also, Hf diffusion from the HfSiON film to the AIOx 
film is not observed at 800° C., as is apparent from FIG. 8. 
Accordingly, only the Al diffusion in the HfSiON film is 
observed at 800° C. The higher probability of the Al diffusion 
can be understood, because Al has a smaller atomic radius 
than Hf, and lower mass than Hf. When heat treatment is 
carried out at 1000° C., the Al diffusion from the AIOx film 
into the HfSiON film becomes more prominent, and reaches 
the interfacial transition layer. This causes a Vfb shift by 0.25 
V in the positive direction. Meanwhile, the Hf diffusion from 
the HfSiON film into the AIOx film also becomes prominent 
at this temperature (see FIG. 8), and the diffused Hf increases 
the relative permittivity of the AIOx film. FIG. 31 shows a 
cross-sectional view of a stacked structure that is obtained by 
annealing the stacked structure of FIG. 1 at 1000° C. The Al 
diffusion in the HfSiON film is much faster than the Hf 
diffusion in the AIOx film. Accordingly, asymmetric atom 
diffusion regions are formed above and below the AIOx/ 
HfSiON interface, as shown in FIG. 31.

There is a possibility that the same Hf diffusion as in the 
embodiment of the present invention might have occurred in 
conventional cases, but such a fact has not been reported. In 
principle, the possibility of such an event is rather low. By the 
method disclosed in U.S. Patent Application Publication No. 
2005/0269635A1, an insulating film placed at the interface 
between a gate electrode and a high-k insulating film must 
contain nitrogen, and such an insulating film may be an AIN 
film or an A1ON film, for example. Such an arrangement is 
made in order to stabilize the structure by virtue of nitrogen. 
However, it is assumed that, because of such an arrangement, 
Hf diffusion into an AIN film or the like becomes very 
unlikely to occur.

According to the method disclosed by H.-J. Li and Μ. I. 
Gardner in “Dual High-k Gate Dielectric with Poly Gate 
Electrode: HfSiON on nMOS and A12O3 Capping layer on 
pMOS”, IEEE EDL, p.p. 441-444, anAl2O3 layer is placed at 
the interface between a polysilicon film and a HfSiON film. 
However, it is assumed that Hf diffusion into the A12O3 layer 
does not occur either in this structure. This is because a 
decrease in threshold voltage Vth is achieved by virtue of a 
FLP energy value that is unique to the interface between the 
poly silicon film and the A12O3 layer, and this is based on the 
assumption that the A12O3 layer remains intact, as disclosed 
by H.-J. Li and Μ. I. Gardner in “Dual High-k Gate Dielectric 
with Poly Gate Electrode: HfSiON on nMOS and A12O3 
Capping layer on pMOS”, IEEE EDL, p.p. 441-444. To sup­
port this theory, the thickness of the HfSiON film of the 
p-channel MIS transistor having the A12O3 layer added 
thereto is reduced in an attempt to reduce the total thickness of 
the gate insulating film, as disclosed by H.-J. Li and Μ. I. 
Gardner in “Dual High-k Gate Dielectric with Poly Gate 
Electrode: HfSiON on nMOS and A12O3 Capping layer on 
pMOS”, IEEE EDL, p .p. 441 -444. Otherwise, the total thick­
ness of the gate insulating film becomes larger, due to the 
existence of the A12O3 layer having a low relative permittivity.

In the structure disclosed by H.-J. Li and Μ. I. Gardner in 
“Dual High-k Gate Dielectric with Poly Gate Electrode: 
HfSiON on nMOS and A12O3 Capping layer on PMOS”, 
IEEE EDL, p.p. 441-444, heat treatment is carried out at 
1000° C., but the phenomenon illustrated in FIG. 8 does not 
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12
occur, the reason of which is not clear. However, in this 
reference, the ratio (=Hf/(Hf+Si)) in the HfSiON film is 80%, 
and HfSiON crystallizes at 1000° C., as shown in FIG. 6. 
Once the HfO2 crystals are formed, the Hf atoms are stabi­
lized in terms of energy. Accordingly, it is assumed that 
thermal diffusion into the A12O3 layer becomes unlikely to 
occur.

According to one embodiments of the present invention, 
where a layer formed with an Al oxide is inserted to the 
interface between a gate electrode and a HfSiON film, this 
layer should preferably contain only Al and oxygen. If this 
layer contains N, Hf diffusion becomes unlikely to occur. The 
film thickness of the layer formed with the Al oxide should 
preferably be in the range of 0.3 nm to 2 nm. If the layer is 
thinner than 0.3 nm, the AIOx film becomes two-dimension- 
ally discontinuous, and portions at which AIOx is not formed 
are inevitably formed. As a result, a shift of the flat-band 
voltage Vfb by virtue of Al diffusion becomes difficult to 
achieve. If the layer is thicker than 2 nm, Hf atoms are not 
diffused in a wide enough area, and the film thickness prop­
erties required for the gate insulating film of a future CMOS 
transistor cannot be obtained due to the Al oxide having a low 
relative permittivity.

One embodiment of the present invention can provide a 
semiconductor device that includes a CMOS device having a 
low threshold voltage Vth, with a metal gate and a gate insu­
lating film made of a hafnium-based high-k material being 
combined. In this CMOS device, the above described positive 
shift of the flat-band voltage Vfb by virtue of diffused Al, or 
the positive shift of the flat-band voltage Vfb by virtue of an 
AIOx layer containing a large amount of Hf in some cases, is 
suitably combined with the original work function of the gate 
electrode.

First Embodiment

A semiconductor device in accordance with a first embodi­
ment of the present invention is described. The semiconduc­
tor device of this embodiment is a CMOS transistor. FIG. 9 
shows a cross section of the CMOS transistor in the gate 
length direction.

As shown in FIG. 9, an n-type well region (an n-type 
semiconductor layer) 2 and a p-type well region (a p-type 
semiconductor layer) 3 are formed on a semiconductor sub­
strate 1. The n-type well region 2 and the p-type well region 3 
are isolated from each other by a device isolation layer 4 of a 
STI (Shallow Trench Isolation) structure.

A p-channel MIS transistor 17 is provided in the n-type 
well region 2. The p-channel MIS transistor 17 includes 
p-type diffusion layers 5, p-type extension layers 6, an inter­
facial transition layer 9, a HfSiON layer 10, and a gate elec­
trode layer 11. The interfacial transition layer 9 is placed on 
the n-type well region 2, the HfSiON layer 10 is placed on the 
interfacial transition layer 9, and the gate electrode layer 11 is 
placed on the HfSiON layer 10. In this embodiment, sidewalls 
15 made of an insulating material are provided on either side 
of the stacked structure formed with the interfacial transition 
layer 9, the HfSiON layer 10, and the gate electrode layer 11.

The p-type extension layers 6 are placed in the n-type well 
region 2 on either side of the stacked structure formed with 
the interfacial transition layer 9, the HfSiON layer 10, and the 
gate electrode layer 11. The p-type diffusion layers 5 are 
placed in the n-type well region 2 on either side of the side­
walls 15. The p-type diffusion layers 5 are designed to have a 
greater junction depth than the p-type extension layers 6 with 
respect to the n-type well region 2. The p-type diffusion layers 
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In the following, the movement of atoms during the heat 
treatment in the stacked structure of one embodiment of the 
present invention is summed up. When the stacked structure 
schematically shown in FIG. 1 is annealed at 800° C., Al 
atoms start diffusing from the Al Ox film toward the HfSiON 5 

film, but do not reach the interfacial transition layer, as shown 
in FIG. 30. This was made clear by the SIMS test shown in 
FIG. 3.Also, Hf diffusion from the HfSiON film to theAlOx 
film is not observed at 800° C., as is apparent from FIG. 8. 
Accordingly, only the Al diffusion in the HfSiON film is 10 

observed at 800° C. The higher probability of the Al diffusion 
can be understood, because Al has a smaller atomic radius 
than Hf, and lower mass than Hf. When heat treatment is 
carried out at 1000° C., the Al diffusion from the Al Ox film 
into the HfSiON film becomes more prominent, and reaches 15 

the interfacial transition layer. This causes a Vfb shift by 0.25 
Vin the positive direction. Meanwhile, the Hf diffusion from 
the HfSiON film into the Al Ox film also becomes prominent 
at this temperature (see FIG. 8), and the diffused Hfincreases 
the relative permittivity of the AlOx film. FIG. 31 shows a 20 

cross-sectional view of a stacked structure that is obtained by 
annealing the stacked structure of FIG. 1 at 1000° C. The Al 
diffusion in the HfSiON film is much faster than the Hf 
diffusion in the AlOx film. Accordingly, asymmetric atom 
diffusion regions are formed above and below the AlOx/ 25 

HfSiON interface, as shown in FIG. 31. 
There is a possibility that the same Hf diffusion as in the 

embodiment of the present invention might have occurred in 
conventional cases, but such a fact has not been reported. In 
principle, the possibility of such an event is rather low. By the 30 

method disclosed in U.S. Patent Application Publication No. 
2005/0269635Al, an insulating film placed at the interface 
between a gate electrode and a high-k insulating film must 
contain nitrogen, and such an insulating film may be an AlN 
film or an Al ON film, for example. Such an arrangement is 35 

made in order to stabilize the structure by virtue of nitrogen. 
However, it is assumed that, because of such an arrangement, 
Hf diffusion into an AlN film or the like becomes very 
unlikely to occur. 

According to the method disclosed by H.-J. Li and M. I. 40 

Gardner in "Dual High-k Gate Dielectric with Poly Gate 
Electrode: HfSiON on nMOS and Al2 0 3 Capping layer on 
pMOS", IEEE EDL, p.p. 441-444, anA120 3 layer is placed at 
the interface between a polysilicon film and a HfSiON film. 
However, it is assumed that Hf diffusion into the Al2 0 3 layer 45 

does not occur either in this structure. This is because a 
decrease in threshold voltage Vth is achieved by virtue of a 
FLP energy value that is unique to the interface between the 
polysilicon film and the Al20 3 layer, and this is based on the 
assumption that the Al2 0 3 layer remains intact, as disclosed 50 

by H.-J. Li and M. I. Gardner in "Dual High-k Gate Dielectric 
with Poly Gate Electrode: HfSiON on nMOS and Al2 0 3 

Capping layer onpMOS", IEEE EDL, p.p. 441-444. To sup­
port this theory, the thickness of the HfSiON film of the 
p-channel MIS transistor having the Al2 0 3 layer added 55 

thereto is reduced in an attempt to reduce the total thickness of 
the gate insulating film, as disclosed by H.-J. Li and M. I. 
Gardner in "Dual High-k Gate Dielectric with Poly Gate 
Electrode: HfSiON on nMOS and Al2 0 3 Capping layer on 
pMOS", IEEE EDL, p.p. 441-444. Otherwise, the total thick- 60 

ness of the gate insulating film becomes larger, due to the 
existence oftheA120 3 layer having a low relative permittivity. 

In the structure disclosed by H.-J. Li and M. I. Gardner in 
"Dual High-k Gate Dielectric with Poly Gate Electrode: 
HfSiON on nMOS and Al2 0 3 Capping layer on PMOS", 65 

IEEE EDL, p.p. 441-444, heat treatment is carried out at 
1000° C., but the phenomenon illustrated in FIG. 8 does not 
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occur, the reason of which is not clear. However, in this 
reference, the ratio (=Hf/(Hf+Si)) in the HfSiON film is 80%, 
and HfSiON crystallizes at 1000° C., as shown in FIG. 6. 
Once the HfD2 crystals are formed, the Hf atoms are stabi­
lized in terms of energy. Accordingly, it is assumed that 
thermal diffusion into the Al2 0 3 layer becomes unlikely to 
occur. 

According to one embodiments of the present invention, 
where a layer formed with an Al oxide is inserted to the 
interface between a gate electrode and a HfSiON film, this 
layer should preferably contain only Al and oxygen. If this 
layer contains N, Hf diffusion becomes unlikely to occur. The 
film thickness of the layer formed with the Al oxide should 
preferably be in the range of 0.3 nm to 2 nm. If the layer is 
thinner than 0.3 nm, the Al Ox film becomes two-dimension­
ally discontinuous, and portions at which Al Ox is not formed 
are inevitably formed. As a result, a shift of the flat-band 
voltage Vfb by virtue of Al diffusion becomes difficult to 
achieve. If the layer is thicker than 2 nm, Hf atoms are not 
diffused in a wide enough area, and the film thickness prop­
erties required for the gate insulating film of a future CMOS 
transistor cannot be obtained due to the Al oxide having a low 
relative permittivity. 

One embodiment of the present invention can provide a 
semiconductor device that includes a CMOS device having a 
low threshold voltage Vth, with a metal gate and a gate insu­
lating film made of a hafnium-based high-k material being 
combined. In this CMOS device, the above described positive 
shift of the flat-band voltage Vfb by virtue of diffused Al, or 
the positive shift of the flat-band voltage Vfb by virtue of an 
Al Ox layer containing a large amount of Hf in some cases, is 
suitably combined with the original work function of the gate 
electrode. 

First Embodiment 

A semiconductor device in accordance with a first embodi­
ment of the present invention is described. The semiconduc­
tor device of this embodiment is a CMOS transistor. FIG. 9 
shows a cross section of the CMOS transistor in the gate 
length direction. 

As shown in FIG. 9, an n-type well region (an n-type 
semiconductor layer) 2 and a p-type well region (a p-type 
semiconductor layer) 3 are formed on a semiconductor sub­
strate 1. Then-type well region 2 and the p-type well region 3 
are isolated from each other by a device isolation layer 4 of a 
STI (Shallow Trench Isolation) structure. 

A p-channel MIS transistor 17 is provided in the n-type 
well region 2. The p-channel MIS transistor 17 includes 
p-type diffusion layers 5, p-type extension layers 6, an inter­
facial transition layer 9, a HfSiON layer 10, and a gate elec­
trode layer 11. The interfacial transition layer 9 is placed on 
then-type well region 2, the HfSiONlayer 10 is placed on the 
interfacial transition layer 9, and the gate electrode layerll is 
placed on the HfSiON layer 10. In this embodiment, sidewalls 
15 made of an insulating material are provided on either side 
of the stacked structure formed with the interfacial transition 
layer 9, the HfSiON layer 10, and the gate electrode layer 11. 

The p-type extension layers 6 are placed in then-type well 
region 2 on either side of the stacked structure formed with 
the interfacial transition layer 9, the HfSiON layer 10, and the 
gate electrode layer 11. The p-type diffusion layers 5 are 
placed in then-type well region 2 on either side of the side­
walls 15. The p-type diffusion layers 5 are designed to have a 
greater junction depth than the p-type extension layers 6 with 
respect to then-type well region 2. The p-type diffusion layers 
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5 and the p-type extension layers 6 serve as the source/drain 
regions of the p-channel MIS transistor 17.

An n-channel MIS transistor 18 is provided in the p-type 
well region 3. The n-channel MIS transistor 18 includes 
n-type diffusion layers 7, n-type extension layers 8, an inter­
facial transition layer 12, a HfSiON layer 13, and a gate 
electrode layer 14. The interfacial transition layer 12 is placed 
on the p-type well region 3, the HfSiON layer 13 is placed on 
the interfacial transition layer 12, and the gate electrode layer 
14 is placed on the HfSiON layer 13. In this embodiment, 
sidewalls 15 made of an insulating material are provided on 
either side of the stacked structure formed with the interfacial 
transition layer 12, the HfSiON layer 13, and the gate elec­
trode layer 14.

The n-type extension layers 8 are placed in the p-type well 
region 3 on either side of the stacked structure formed with 
the interfacial transition layer 12, the HfSiON layer 13, and 
the gate electrode layer 14. The n-type diffusion layers 7 are 
placed in the p-type well region 3 on either side of the side­
walls 15. The n-type diffusion layers 7 are designed to have a 
greater junction depth than the n-type extension layers 8 with 
respect to the p-type well region 3. The n-type diffusion layers 
7 and the n-type extension layers 8 serve as the source/drain 
regions of the n-channel MIS transistor 18.

The p-channel MIS transistor 17 and the n-channel MIS 
transistor 18 are covered with an interlayer insulating layer
16.

In the first embodiment, aluminum is distributed at least in 
the interface between the interfacial transition layer 9 and the 
HfSiON layer 10 that constitute the p-channel MIS transistor
17.

The gate electrode 11 contains nickel silicide as a base 
having a high-nickel composition, and may be formed with 
cubic Ni3Si or hexagonal Ni31Si12. The gate electrode 14 
contains nickel silicide as a base having a high-silicon com­
position as a base, and may be formed with cubic NiSi2. The 
composition ratio between nickel and silicon (nickel/silicon) 
in the gate electrode 11 of the p-channel MIS transistor 17 
should preferably be 31/12 or higher, and the composition 
ratio between nickel and silicon (nickel/silicon) in the gate 
electrode 14 of the n-channel MIS transistor 18 should pref­
erably be 0.5 or lower.

The n-type well region 2 and the p-type well region 3 are 
formed with a Si or Ge semiconductor.

Next, a method for manufacturing the semiconductor 
device of the first embodiment is described. In this manufac­
turing method, the semiconductor substrate is a silicon sub­
strate. FIGS. 10 through 15 illustrate the procedures for 
manufacturing the semiconductor device of the first embodi­
ment.

First, the n-type well region 2 and the p-type well region 3 
isolated from each other by the device isolation layer 4 of a 
STI structure are formed on the silicon substrate 1. A silicon 
wafer is oxidized through a dry process or a wet process, so as 
to form an extremely thin (approximately 0.6 nm in this 
embodiment) oxide film that serves as an interfacial transition 
layer 19. A HfSiON layer 20 is then formed on the entire 
wafer. Here, a HfSiON layer 20 of 3 nm in thickness is 
deposited by MOCVD (Metal Organic Chemical Vapor 
Deposition), for example. In this HfSiON layer 20, the ratio 
(=Hf/(Hf+Si)) is 50%, and the nitrogen concentration is 20 
atomic %. The deposition method employed here may be 
ALD (Atomic Layer Deposition), MBE (Molecular Beam 
Epitaxy), PVD (Physical Vapor Deposition), or the like.

By another technique for forming the interfacial transition 
layer 19, the formation of the HfSiON layer 20 may be carried 
out on a silicon wafer having a surface natural oxide film 
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14
removed therefrom. In such a case, the silicon substrate 1 is 
oxidized to form the interfacial transition layer 19 during the 
formation of the HfSiON film, and the HfSiON layer 20 is 
then formed. An undoped silicon layer 21 of 50 nm in film 
thickness is then deposited on the entire wafer by the conven­
tional CVD in this embodiment. Thus, the structure shown in 
FIG. 10 is completed.

Next, as shown in FIG. 11, a mask layer 22 made of SiN, for 
example, is formed only above the p-type well region 3 by a 
regular lithography technique and an etching technique. Al 
ions are then implanted into this structure. The ion implanta­
tion in this embodiment is carried out with an acceleration 
energy of 10 keV and a dose amount of 1016 cm2. Under such 
conditions, the Al ions are distributed inside the undoped 
silicon layer 21 of 50 nm in thickness above the n-type well 
region 2. After the mask layer 22 made of SiN is removed with 
phosphoric acid, this structure is subjected to heat treatment. 
Through this heat treatment, the Al ions implanted into the 
undoped silicon layer 21 above the n-type well region 2 
diffuse in the depth direction (toward the substrate), so that 
the Al element reaches the vicinity of the interface between 
the interfacial transition layer 19 and the HfSiON layer 20. 
The heat treatment here is carried out at 1000° C. for approxi­
mately one minute.

Since Al is a material that does not silicide-reacts with Si, 
Al diffusion is easily caused. Therefore, Si is desirable as an 
implantation receiving material where Al ions are implanted 
and diffused in an embodiment of the present invention.

A mask layer 22a formed with a SiN layer, for example, is 
then formed on the entire surface of the silicon wafer, and a 
resist pattern (not shown) having the shapes of gate electrodes 
is formed above the n-type well region 2 and the p-type well 
region 3. The mask layer 22a, the undoped silicon layer 21, 
the HfSiON layer 20, and the interfacial transition layer 19 
are collectively processed, to form the structure shown in 
FIG. 12.

The regular extension regions 6 and 8 are then formed, the 
sidewalls 15 are formed, the diffusion layers 5 and 7 are 
formed, the interlayer insulating film 16 is formed, and pol­
ishing for flattening such as CMP (Chemical Mechanical 
Polishing) is performed, so as to obtain the structure shown in 
FIG. 13.

The series of manufacturing procedures of this embodi­
ment is characterized in that no impurities are added to the 
undoped silicon layer 21 in both channel transistors. By a 
conventional silicon gate technique, ion implantation is also 
carried out on the gate electrodes when the ion implantation 
for forming the extension or diffusion layers is carried out. In 
this embodiment, however, the mask layer 22a is formed on 
the silicon gate at the time of ion implantation, so as to prevent 
the ion implantation into the gate electrodes. This is to prevent 
the implanted impurities from hindering a metal silicide reac­
tion of the silicon gate that will be performed later, and to 
prevent the implanted impurities from hindering the forma­
tion of uniform metal silicide layers in both channel transis­
tors.

Next, a buffer layer 23, a Ni layer 24, and a Ni diffusion 
barrier layer 25 are stacked only above the p-type well region 
3 in the structure shown in FIG. 13. The buffer layer 23 is a 
metal layer made of Ti, Zr, Hf, or the like. In this embodiment, 
the buffer layer 23 is formed by depositing Ti, and has a 
thickness of 4 nm. The thickness of the Ni layer 24 is 15 nm. 
The Ni diffusion barrier layer 25 is a metal layer made of W, 
for example. The film thickness of the Ni diffusion barrier 
layer 25 of this embodiment is 25 nm. Through the above 
manufacturing procedures, the structure shown in FIG. 14 is 
obtained.

US 7,807,990 B2 
13 

5 and the p-type extension layers 6 serve as the source/drain 
regions of the p-channel MIS transistor 17. 

Ann-channel MIS transistor 18 is provided in the p-type 
well region 3. The n-channel MIS transistor 18 includes 
n-type diffusion layers 7, n-type extension layers 8, an inter- 5 

facial transition layer 12, a HfSiON layer 13, and a gate 
electrode layer 14. The interfacial transition layer 12 is placed 
on the p-type well region 3, the HfSiON layer 13 is placed on 
the interfacial transition layer 12, and the gate electrode layer 
14 is placed on the HfSiON layer 13. In this embodiment, 10 

sidewalls 15 made of an insulating material are provided on 
either side of the stacked structure formed with the interfacial 
transition layer 12, the HfSiON layer 13, and the gate elec­
trode layer 14. 

Then-type extension layers 8 are placed in the p-type well 15 

region 3 on either side of the stacked structure formed with 
the interfacial transition layer 12, the HfSiON layer 13, and 
the gate electrode layer 14. Then-type diffusion layers 7 are 
placed in the p-type well region 3 on either side of the side­
walls 15. Then-type diffusion layers 7 are designed to have a 20 

greater junction depth than then-type extension layers 8 with 
respect to thep-typewell region 3. Then-type diffusion layers 
7 and then-type extension layers 8 serve as the source/drain 
regions of then-channel MIS transistor 18. 

The p-channel MIS transistor 17 and the n-channel MIS 25 

transistor 18 are covered with an interlayer insulating layer 
16. 

In the first embodiment, aluminum is distributed at least in 
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removed therefrom. In such a case, the silicon substrate 1 is 
oxidized to form the interfacial transition layer 19 during the 
formation of the HfSiON film, and the HfSiON layer 20 is 
then formed. An undoped silicon layer 21 of 50 nm in film 
thickness is then deposited on the entire wafer by the conven­
tional CVD in this embodiment. Thus, the structure shown in 
FIG. 10 is completed. 

Next, as showninFIG.11, amasklayer22madeofSiN, for 
example, is formed only above the p-type well region 3 by a 
regular lithography technique and an etching technique. Al 
ions are then implanted into this structure. The ion implanta-
tion in this embodiment is carried out with an acceleration 
energy ofl0keVanda dose amountof1016 cm2

. Under such 
conditions, the Al ions are distributed inside the undoped 
silicon layer 21 of 50 nm in thickness above then-type well 
region2.Afterthemasklayer22madeofSiN is removed with 
phosphoric acid, this structure is subjected to heat treatment. 
Through this heat treatment, the Al ions implanted into the 
undoped silicon layer 21 above the n-type well region 2 
diffuse in the depth direction (toward the substrate), so that 
the Al element reaches the vicinity of the interface between 
the interfacial transition layer 19 and the HfSiON layer 20. 
The heat treatment here is carried out at 1000° C. for approxi­
mately one minute. 

Since Al is a material that does not silicide-reacts with Si, 
Al diffusion is easily caused. Therefore, Si is desirable as an 
implantation receiving material where Al ions are implanted 
and diffused in an embodiment of the present invention. 

A mask layer 22a formed with a SiN layer, for example, is the interface between the interfacial transition layer 9 and the 
HfSiON layer 10 that constitute the p-channel MIS transistor 
17. 

The gate electrode 11 contains nickel silicide as a base 
having a high-nickel composition, and may be formed with 
cubic Ni3 Si or hexagonal Ni31 Si 12. The gate electrode 14 
contains nickel silicide as a base having a high-silicon com­
position as a base, and may be formed with cubic NiSi2 . The 
composition ratio between nickel and silicon (nickel/silicon) 

30 then formed on the entire surface of the silicon wafer, and a 
resist pattern (not shown) having the shapes of gate electrodes 
is formed above then-type well region 2 and the p-type well 
region 3. The mask layer 22a, the undoped silicon layer 21, 
the HfSiON layer 20, and the interfacial transition layer 19 

35 are collectively processed, to form the structure shown in 
FIG. 12. 

The regular extension regions 6 and 8 are then formed, the 
in the gate electrode 11 of the p-channel MIS transistor 17 
should preferably be 31/12 or higher, and the composition 
ratio between nickel and silicon (nickel/silicon) in the gate 40 

electrode 14 of then-channel MIS transistor 18 should pref­
erably be 0.5 or lower. 

sidewalls 15 are formed, the diffusion layers 5 and 7 are 
formed, the interlayer insulating film 16 is formed, and pol­
ishing for flattening such as CMP (Chemical Mechanical 
Polishing) is performed, so as to obtain the structure shown in 
FIG. 13. 

Then-type well region 2 and the p-type well region 3 are 
formed with a Si or Ge semiconductor. 

Next, a method for manufacturing the semiconductor 45 

device of the first embodiment is described. In this manufac-

The series of manufacturing procedures of this embodi­
ment is characterized in that no impurities are added to the 
undoped silicon layer 21 in both channel transistors. By a 
conventional silicon gate technique, ion implantation is also 

turing method, the semiconductor substrate is a silicon sub­
strate. FIGS. 10 through 15 illustrate the procedures for 
manufacturing the semiconductor device of the first embodi­
ment. 

First, then-type well region 2 and the p-type well region 3 
isolated from each other by the device isolation layer 4 of a 
STI structure are formed on the silicon substrate 1. A silicon 
wafer is oxidized through a dry process or a wet process, so as 
to form an extremely thin (approximately 0.6 nm in this 
embodiment) oxide film that serves as an interfacial transition 
layer 19. A HfSiON layer 20 is then formed on the entire 
wafer. Here, a HfSiON layer 20 of 3 nm in thickness is 
deposited by MOCVD (Metal Organic Chemical Vapor 
Deposition), for example. In this HfSiON layer 20, the ratio 
(=Hf/(Hf+Si)) is 50%, and the nitrogen concentration is 20 
atomic %. The deposition method employed here may be 
ALD (Atomic Layer Deposition), MBE (Molecular Beam 
Epitaxy), PVD (Physical Vapor Deposition), or the like. 

By another technique for forming the interfacial transition 
layer 19, the formation of the HfSiON layer20 may be carried 
out on a silicon wafer having a surface natural oxide film 

carried out on the gate electrodes when the ion implantation 
for forming the extension or diffusion layers is carried out. In 
this embodiment, however, the mask layer 22a is formed on 

50 the silicon gate at the time of ion implantation, so as to prevent 
the ion implantation into the gate electrodes. This is to prevent 
the implanted impurities from hindering a metal silicide reac­
tion of the silicon gate that will be performed later, and to 
prevent the implanted impurities from hindering the forma-

55 tion of uniform metal silicide layers in both channel transis­
tors. 

Next, a buffer layer 23, a Ni layer 24, and a Ni diffusion 
barrier layer 25 are stacked only above the p-type well region 
3 in the structure shown in FIG. 13. The buffer layer 23 is a 

60 metal layer made ofTi, Zr, Hf, or the like. In this embodiment, 
the buffer layer 23 is formed by depositing Ti, and has a 
thickness of 4 nm. The thickness of the Ni layer 24 is 15 nm. 
The Ni diffusion barrier layer 25 is a metal layer made ofW, 
for example. The film thickness of the Ni diffusion barrier 

65 layer 25 of this embodiment is 25 nm. Through the above 
manufacturing procedures, the structure shown in FIG. 14 is 
obtained. 
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A Ni layer 26 of 100 nm in film thickness is deposited on 
the entire surface of the structure shown in FIG. 14 by a 
sputtering technique, and the structure shown in FIG. 15 is 
obtained.

The structure shown in FIG. 15 is subjected to a heat 
treatment at a temperature from 400° C. to 500° C., for 
example, at 450° C. for one minute. By doing so, the undoped 
silicon layer 21 is structurally turned into nickel silicide. 
Here, the formation of the nickel silicide above the n-type 
well region 2 differs from the formation of the nickel silicide 
above the p-type well region 3, and the phase of the resultant 
nickel silicide above the n-type well region 2 differs from the 
phase of the resultant nickel silicide above the p-type well 
region 3. Above the n-type well region 2, the undoped silicon 
layer 21 of 50 nm in thickness reacts directly with the Ni layer 
26 of 100 nm in thickness, and Ni3Si, Ni31Si12, or the like, 
which is the initial nucleation phase at 400° C. to 500° C., 
precipitates and grows. The Ni layer 26 is designed to be 
sufficiently thicker than the undoped silicon layer 21, so that 
Ni3Si orNi31Sil12 is formed in contact with the HfSiON layer
10.

Above the p-type well region 3, the undoped silicon layer 
21 of 50 nm in thickness and the Ni layer 24 of 15 nm in 
thickness react with each other, with the Ti layer 23 being 
interposed in between. Here, the Ti layer 23 serves as a buffer 
layer against the diffusion of Ni atoms, and reduces the Ni 
flux in the undoped silicon layer 21. Accordingly, a NiSi2 
layer as a silicon-rich phase at the reaction front of the silicide 
reaction nucleates and grows. Through this process, a NiSi2 
layer that normally cannot be formed at a temperature lower 
than 650° C. can be formed at a temperature as low as 400° C. 
to 500° C. The film thickness ratio between the nickel layer 24 
and the undoped silicon layer 21 above the p-type well region 
3 is adjusted to a value between 5/18 and 1/2, so that NiSi2 is 
formed in contact with the HfSiON layer 13. If the ratio is 
equal to or lower than 5/18, the undoped silicon layer 21 
remains unconsumed. If the ratio is equal to or higher than 
1/2, a phase transition to the Ni-rich silicide layer that is more 
stable in terms of thermodynamics than NiSi2 in this tempera­
ture range is caused.

The Ni diffusion barrier layer 25 serves to stop the down­
ward diffusion of the nickel layer 26 located on the Ni diffu­
sion barrier layer 25. Although W is mentioned above as an 
example, the Ni diffusion barrier layer 25 may be made of any 
material, as long as it can prevent the Ni atom diffusion from 
the Ni layer 26 located above during the heat treatment at 
400° C. to 500° C. The film thickness of the Ni diffusion 
barrier layer 25 is also adjusted so as to fulfill the function. 
Other than W, titanium nitride, tantalum nitride, titanium 
nitride silicide, tantalum nitride silicide, tantalum aluminum 
nitride, or the like, is excellent as a diffusion barrier layer.

The effects of this embodiment are not greatly affected if a 
small amount of some other metal element is contained in the 
nickel silicide, for example, if 5% of Pt at a metal rate is 
contained so as to increase the structural heat resistance of the 
silicide.

Next, the unreacted portions of the Ni layer 24 and the Ti 
buffer layer 23 are selectively removed from the nickel sili­
cide by sulfuric acid. A flattening process is again carried out, 
so as to obtain the structure shown in FIG. 9.

In this embodiment, the gate electrode 11 of the p-channel 
MIS transistor 17 is formed with a nickel-rich silicide such as 
Ni3Si or Ni31Si12. Such a silicide has a work function of 
approximately 4.85 eV. In addition to that, aluminum is dis­
tributed at the interface between the HfSiON layer 10 and the 
interfacial transition layer 9, as described above. Accord­
ingly, the flat-band voltage Vfb shifts in the positive direction 
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by approximately 0.25 V, and the apparent work function 
becomes approximately 5.10 eV. Since the work function of 
the p+-poly used in the p-channel MIS transistor according to 
the conventional poly-Si gate technique is approximately 
5.20 eV, the threshold voltage Vth of the p-channel MIS 
transistor 17 of this embodiment is higher than that of a 
poly-Si gate only by approximately 0.1 V. Meanwhile, the 
n-channel MIS transistor 18 is formed with NiSi2, the effec­
tive work function of the gate electrode 14 above a HfSiON 
gate insulating film is approximately 4.3 eV. Since the work 
function of the n+-poly used in the n-channel MIS transistor 
according to the conventional poly-Si gate technique is 
approximately 4.05 eV, the threshold voltage Vth of the 
n-channel MIS transistor 18 of this embodiment is higher 
than that of a poly-Si gate only by approximately 0.25 V.

As described above, in a gate stack containing the nickel 
silicide/HfSiON of this embodiment, the threshold voltage 
Vth of either transistor becomes slightly higher than that of a 
poly-Si gate. Accordingly, the threshold value can be adjusted 
to an ideal value by optimizing the channel impurity concen­
tration.

In accordance with this embodiment, a combination of 
FUSI and a high-k material can be used together with an 
appropriate threshold voltage Vth. In this manner, the first 
embodiment can provide a CMOS device that has high-per­
formance gate electrodes with low resistance and high heat 
resistance, without the problem of depletion and impurity 
diffusion or penetration. Such a CMOS device has less cur­
rent leakage of the gate insulating film.

Second Embodiment

Next, a semiconductor device in accordance with a second 
embodiment of the present invention is described. The semi­
conductor device of this embodiment is a CMOS transistor. 
FIG. 16 shows a cross section of the CMOS transistor in the 
gate length direction.

The CMOS transistor of this embodiment has the same 
structure as the CMOS transistor of the first embodiment 
shown in FIG. 9, except that an AlOx layer 27 is provided 
between the HfSiON layer 10 and the gate electrode 11 of the 
p-channel MIS transistor 17. As the AlOx layer 27 is added, 
Al atoms diffuse from the AlOx layer 27 into the HfSiON 
layer 10, while Hf atoms diffuse from the HfSiON layer 10 
into the AlOx layer 27. As a result of the interdiffusion in this 
embodiment, at least in both regions of 0.3 nm from the 
interface between the AlOx layer 27 and the HfSiON layer 10, 
the aluminum concentration on the side of the HfSiON layer
10 is in the range of IxlO22 cm-3 to 3xl022 cm-3, and the 
hafnium concentration on the side of the AlOx layer 27 is in 
the range of 1 x 1022 cm-3 to 3 x 1022 cm-3. The other aspects of 
the structure of this embodiment are the same as those of the 
first embodiment.

Since the AlOx layer 27 exists in the p-channel MIS tran­
sistor 17 in the second embodiment, the flat-band voltage Vfb 
shifts in the positive direction by 0.1V, by virtue of the dipole 
at the interface between the HfSiON layer 10 and the AlOx 
layer 27, and the apparent work function of the gate electrode
11 formed with a nickel-rich silicide or the like becomes 
approximately 5.2 eV, which is higher than in the first 
embodiment. This is a value equivalent to the work function 
of a conventional p+-poly gate. Accordingly, this embodiment 
is advantageous in that no special measures need to be taken 
to adjust the threshold voltage Vth of the p-channel MIS 
transistor. The structure of the n-channel MIS transistor 18 is 
the same as that of the first embodiment, and the effects are 
also the same as those of the first embodiment.
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A Ni layer 26 of 100 run in film thickness is deposited on 
the entire surface of the structure shown in FIG. 14 by a 
sputtering technique, and the structure shown in FIG. 15 is 
obtained. 

The structure shown in FIG. 15 is subjected to a heat 5 

treatment at a temperature from 400° C. to 500° C., for 
example, at 450° C. for one minute. By doing so, the undoped 
silicon layer 21 is structurally turned into nickel silicide. 
Here, the formation of the nickel silicide above the n-type 
well region 2 differs from the formation of the nickel silicide 10 

above the p-type well region 3, and the phase of the resultant 
nickel silicide above then-type well region 2 differs from the 
phase of the resultant nickel silicide above the p-type well 
region 3. Above then-type well region 2, the undoped silicon 
layer 21 of 50 run in thickness reacts directly with the Ni layer 15 

26 of 100 run in thickness, and Ni3 Si, Ni31 Si 12, or the like, 
which is the initial nucleation phase at 400° C. to 500° C., 
precipitates and grows. The Ni layer 26 is designed to be 
sufficiently thicker than the undoped silicon layer 21, so that 
Ni3 Si or Ni31 Sil 12 is formed in contact with the HfSiON layer 20 

10. 
Above the p-type well region 3, the undoped silicon layer 

21 of 50 run in thickness and the Ni layer 24 of 15 run in 
thickness react with each other, with the Ti layer 23 being 
interposed in between. Here, the Ti layer 23 serves as a buffer 25 

layer against the diffusion of Ni atoms, and reduces the Ni 
flux in the undoped silicon layer 21. Accordingly, a NiSi2 

layer as a silicon-rich phase at the reaction front of the silicide 
reaction nucleates and grows. Through this process, a NiSi2 

layer that normally cannot be formed at a temperature lower 30 

than 650° C. can be formed at a temperature as low as 400° C. 
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by approximately 0.25 V, and the apparent work function 
becomes approximately 5.10 eV. Since the work function of 
the p+-poly used in the p-channel MIS transistor according to 
the conventional poly-Si gate technique is approximately 
5.20 eV, the threshold voltage Vth of the p-channel MIS 
transistor 17 of this embodiment is higher than that of a 
poly-Si gate only by approximately 0.1 V. Meanwhile, the 
n-channel MIS transistor 18 is formed with NiSi2 , the effec­
tive work function of the gate electrode 14 above a HfSiON 
gate insulating film is approximately 4.3 eV. Since the work 
function of the n+-poly used in then-channel MIS transistor 
according to the conventional poly-Si gate technique is 
approximately 4.05 eV, the threshold voltage Vth of the 
n-channel MIS transistor 18 of this embodiment is higher 
than that of a poly-Si gate only by approximately 0.25 V. 

As described above, in a gate stack containing the nickel 
silicide/HfSiON of this embodiment, the threshold voltage 
Vth of either transistor becomes slightly higher than that of a 
poly-Si gate. Accordingly, the threshold value can be adjusted 
to an ideal value by optimizing the channel impurity concen­
tration. 

In accordance with this embodiment, a combination of 
FUSI and a high-k material can be used together with an 
appropriate threshold voltage Vth. In this manner, the first 
embodiment can provide a CMOS device that has high-per­
formance gate electrodes with low resistance and high heat 
resistance, without the problem of depletion and impurity 
diffusion or penetration. Such a CMOS device has less cur­
rent leakage of the gate insulating film. 

Second Embodiment 
to 500° C. The film thickness ratio between the nickel layer 24 
and the undoped silicon layer 21 above the p-type well region 
3 is adjusted to a value between 5/18 and 1/2, so that NiSi2 is 
formed in contact with the HfSiON layer 13. If the ratio is 
equal to or lower than 5/18, the undoped silicon layer 21 
remains unconsumed. If the ratio is equal to or higher than 
1/2, a phase transition to the Ni-rich silicide layer that is more 
stable in terms of thermodynamics than NiSi2 in this tempera­
ture range is caused. 

Next, a semiconductor device in accordance with a second 
embodiment of the present invention is described. The semi-

35 conductor device of this embodiment is a CMOS transistor. 
FIG. 16 shows a cross section of the CMOS transistor in the 
gate length direction. 

The CMOS transistor of this embodiment has the same 
structure as the CMOS transistor of the first embodiment 

40 shown in FIG. 9, except that an AlOx layer 27 is provided 
between the HfSiON layer 10 and the gate electrode 11 of the 
p-channel MIS transistor 17. As the AlOx layer 27 is added, 
Al atoms diffuse from the AlOx layer 27 into the HfSiON 

The Ni diffusion barrier layer 25 serves to stop the down­
ward diffusion of the nickel layer 26 located on the Ni diffu­
sion barrier layer 25. Although W is mentioned above as an 
example, the Ni diffusion barrier layer 25 may be made of any 
material, as long as it can prevent the Ni atom diffusion from 45 

the Ni layer 26 located above during the heat treatment at 
400° C. to 500° C. The film thickness of the Ni diffusion 
barrier layer 25 is also adjusted so as to fulfill the function. 
Other than W, titanium nitride, tantalum nitride, titanium 
nitride silicide, tantalum nitride silicide, tantalum aluminum 
nitride, or the like, is excellent as a diffusion barrier layer. 

layer 10, while Hf atoms diffuse from the HfSiON layer 10 
into the Al Ox layer 27. As a result of the interdiffusion in this 
embodiment, at least in both regions of 0.3 run from the 
interface between theA1Oxlayer27 and theHfSiONlayerl0, 
the aluminum concentration on the side of the HfSiON layer 
10 is in the range of lxl022 cm-3 to 3xl022 cm-3

, and the 
50 hafnium concentration on the side of the Al Ox layer 27 is in 

the range ofl x 1022 cm-3 to 3 x 1022 cm-3
. The other aspects of 

the structure of this embodiment are the same as those of the 
first embodiment. 

The effects of this embodiment are not greatly affected if a 
small amount of some other metal element is contained in the 
nickel silicide, for example, if 5% of Pt at a metal rate is 
contained so as to increase the structural heat resistance of the 
silicide. 

Next, the unreacted portions of the Ni layer 24 and the Ti 
buffer layer 23 are selectively removed from the nickel sili­
cide by sulfuric acid. A flattening process is again carried out, 
so as to obtain the structure shown in FIG. 9. 

In this embodiment, the gate electrode 11 of the p-channel 
MIS transistor 17 is formed with a nickel-rich silicide such as 
Ni3 Si or Ni31 Si 12. Such a silicide has a work function of 
approximately 4.85 eV. In addition to that, aluminum is dis­
tributed at the interface between the HfSiON layer 10 and the 
interfacial transition layer 9, as described above. Accord­
ingly, the flat-band voltage Vfb shifts in the positive direction 

Since the AlOx layer 27 exists in the p-channel MIS tran-
55 sistor 17 in the second embodiment, the flat-band voltage Vfb 

shifts in the positive direction by 0.1 V, by virtue of the dipole 
at the interface between the HfSiON layer 10 and the AlOx 
layer 27, and the apparent work function of the gate electrode 
11 formed with a nickel-rich silicide or the like becomes 

60 approximately 5.2 eV, which is higher than in the first 
embodiment. This is a value equivalent to the work function 
of a conventional p+-poly gate.Accordingly, this embodiment 
is advantageous in that no special measures need to be taken 
to adjust the threshold voltage Vth of the p-channel MIS 

65 transistor. The structure of then-channel MIS transistor 18 is 
the same as that of the first embodiment, and the effects are 
also the same as those of the first embodiment. 
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Next, a method for manufacturing the semiconductor 
device of the second embodiment is described.

FIGS. 17 through 22 illustrate the procedures for manufac­
turing the semiconductor device of this embodiment.

As in the first embodiment, the n-type well region 2 and the 
p-type well region 3 isolated from each other by the device 
isolation layer 4 of a STI structure are formed on the semi­
conductor substrate 1. After that, an interfacial transition 
layer 19 and a HISiON layer 20 are formed on the entire wafer 
surface. In this embodiment, the AlOx layer 27 is further 
formed on the entire wafer surface. The AlOx layer 27 may be 
formed by CVD, ALD, sputtering, or the like. In this embodi­
ment, the AlOx layer 27 of 1 nm in film thickness is deposited 
by ALD, so as to obtain the structure shown in FIG. 17.

A mask layer 22 is then formed only above the n-type well 
region 2, so as to obtain the structure shown in FIG. 18.

The portion of the AlOx layer 27 not covered with the mask 
layer 22 is then removed by wet etching. The mask layer 22 is 
then removed, and heat treatment is carried out to diffuse Al. 
The heat treatment is carried out at 1000° C. for 30 seconds. 
Through this heat treatment, Al thermally diffuses from the 
AlOx layer 27 into the interface between the HfSiON layer 20 
and the interfacial transition layer 19 only above the n-type 
well region 2, and forms negative fixed chaiges. In this man­
ner, the structure shown in FIG. 19 is obtained.

After that, a polysilicon layer 21 and a mask layer 22a are 
deposited on the entire wafer surface by CVD or the like, so 
as to obtain the structure shown in FIG. 20.

A resist pattern (not shown) having the shapes of gate 
electrodes is formed above the n-type well region 2 and the 
p-type well region 3 through a conventional process. The 
mask layer 22a, the undoped silicon layer 21, the AlOx layer 
27, the HfSiON layer 20, and the interfacial transition layer 
19 are collectively processed by a conventional etching tech­
nique. Here, the AlOx layer 27 exists only above the n-type 
well region 2. However, since the AlOx layer 27 is extremely 
thin, there is not an etching time lag between the p-channel 
MIS transistor 17 and the n-channel MIS transistor 18. 
Through the above procedures, the structure shown in FIG. 21 
is obtained.

The regular extension regions 6 and 8 are then formed, the 
sidewalls 15 are formed, the diffusion layers 5 and 7 are 
formed, the interlayer insulating film 16 is formed, and pol­
ishing for flattening (CMP, for example) is performed, so as to 
obtain the structure shown in FIG. 22.

As in the first embodiment, the procedure for producing 
different nickel suicide phases is carried out, and the unre­
acted portions of the Ni and Ti buffer layers are selectively 
removed from the nickel suicide by sulfuric acid. A flattening 
process is again carried out, so as to obtain the structure 
shown in FIG. 16. In accordance with the second embodi­
ment, there is no need to carry out the procedure for thinning 
only the HfSiON film of the p-channel MIS transistor as in the 
conventional case, and a device can be produced through a 
realistic process.

Third Embodiment

Referring now to FIG. 23, a semiconductor device of a third 
embodiment of the present invention is described. The semi­
conductor device of this embodiment is a CMOS transistor 
that differs from the CMOS transistor of the first embodiment 
shown in FIG. 9 in the following aspects.

The p-channel MIS transistor 17 of this embodiment has an 
AlOx layer 28 between the HfSiON layer 10 and a gate 
electrode 30, and Al atoms are distributed at least in the 
vicinity of the interface between the HfSiON layer 10 and the 
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interfacial transition layer 9 (or in the region including the 
interface). Also, the n-channel MIS transistor 18 has an AlOx 
layer 29 between the HfSiON layer 13 and a gate electrode 31, 
and Al atoms are distributed at least in the vicinity of the 
interface between the HfSiON layer 13 and the interfacial 
transition layer 12 (or in the region including the interface). 
Further, an impurity segregation layer 32 is formed at the 
interface between the AlOx 29 and the gate electrode 31 of the 
n-channel MIS transistor 18. The gate electrode 30 of the 
p-channel MIS transistor 17 is made of a material having a 
work function of 4.75 eV or greater, and the gate electrode 31 
of the n-channel MIS transistor 18 is made of a material 
having a work function of 4.25 eV or smaller.

In the third embodiment, the p-channel MIS transistor and 
the n-channel MIS transistor have the AlOx layers 28 and 29, 
and Al atoms exist in the vicinity of the interface between the 
HfSiON layers and the interfacial transition layers (in the 
regions including the interfaces). Accordingly, a +0.35 V shift 
of the flat-band voltage Vfb constantly occurs. Since the gate 
electrode 30 of the p-channel MIS transistor 17 is made of a 
material having a work function of 4.75 eV or greater, the 
effective work function becomes 5.10 eV or greater, and the 
threshold voltage Vth of the p-channel MIS transistor 17 can 
be set lower. Meanwhile, the gate electrode 31 of the n-chan- 
nel MIS transistor 18 is made of a material having a work 
function of 4.25 eV or smaller. While a +0.35 V shift of the 
flat-band voltage Vfb constantly occurs by virtue of the AlOx 
layer in this embodiment, the impurity segregation layer 32 is 
characteristically provided at the interface between the gate 
electrode 31 and the AlOx layer 29, so as to cancel the positive 
shift of the flat-band voltage Vfb in this embodiment. Since 
the impurity segregation layer 32 causes the flat-band voltage 
Vfb to shift in the negative direction by approximately 0.3 eV, 
the impurity segregation layer 32 can cancel the positive shift 
of the flat-band voltage caused by Al and make the apparent 
work function slightly smaller than the original work function 
of the metal material. More specifically, the effective work 
function of the n-channel MIS transistor 18 of this embodi­
ment is 4.30 eV or smaller. In this embodiment, there is no 
need to provide an AlOx layer only in the p-channel MIS 
transistor 17 as in the second embodiment. Also, since the 
p-channel MIS transistor 17 and the n-channel MIS transistor 
18 have the same gate insulating film structures, device inte­
gration can be easily achieved. Furthermore, in this embodi­
ment, a metal or a compound containing the metal (other than 
a silicide) is employed, instead of metal suicides as in the first 
and second embodiments, the resistivity is low in principle, 
and the gate parasitic resistance is also low.

Next, a method for manufacturing the semiconductor 
device in accordance with the third embodiment is described.

FIGS. 24 through 27 illustrate the procedures for manufac­
turing the semiconductor device of this embodiment. 
Through the same procedure as the procedure of the second 
embodiment illustrated in FIG. 17, the structure shown in 
FIG. 24 is obtained.

After that, a metal film 30 having a work function of 4.75 
eV or greater is formed above the n-type well region 2, and a 
metal film 31 having a work function of 4.25 eV or smaller is 
formed above the p-type well region 3. In this embodiment, 
tantalum carbide having a work function of 4.8 eV is depos­
ited to form the metal film 30 of 50 nm in thickness by a 
sputtering technique, and tantalum carbide having a work 
function of 4.2 eV is deposited to form the metal film 31 of 50 
nm in thickness by a sputtering technique. Although the metal 
films 30 and 31 are both made of tantalum carbide, the work 
functions of the metal films 30 and 31 can be controlled by 
adjusting the orientations of the metal films 30 and 31. In
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Next, a method for manufacturing the semiconductor 
device of the second embodiment is described. 

FIGS. 17 through 22 illustrate the procedures for manufac­
turing the semiconductor device of this embodiment. 

As in the first embodiment, then-type well region 2 and the 5 

p-type well region 3 isolated from each other by the device 
isolation layer 4 of a STI structure are formed on the semi­
conductor substrate 1. After that, an interfacial transition 
layer 19 and a HfSiON layer 20 are formed on the entire wafer 
surface. In this embodiment, the AlOx layer 27 is further 10 

formed on the entire wafer surface. The Al Ox layer 27 may be 
formed by CVD, ALD, sputtering, or the like. In this embodi­
ment, the Al Ox layer 27 of 1 nm in film thickness is deposited 
by ALD, so as to obtain the structure shown in FIG. 17. 

A mask layer 22 is then formed only above then-type well 15 

region 2, so as to obtain the structure shown in FIG. 18. 
The portion of the Al Ox layer 27 not covered with the mask 

layer 22 is then removed by wet etching. The mask layer 22 is 
then removed, and heat treatment is carried out to diffuse Al. 
The heat treatment is carried out at 1000° C. for 30 seconds. 20 

Through this heat treatment, Al thermally diffuses from the 
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interfacial transition layer 9 ( or in the region including the 
interface). Also, then-channel MIS transistor 18 has an Al Ox 
layer29between theHfSiONlayer13 and agate electrode 31, 
and Al atoms are distributed at least in the vicinity of the 
interface between the HfSiON layer 13 and the interfacial 
transition layer 12 (or in the region including the interface). 
Further, an impurity segregation layer 32 is formed at the 
interface between theAlOx 29 and the gate electrode 31 of the 
n-channel MIS transistor 18. The gate electrode 30 of the 
p-channel MIS transistor 17 is made of a material having a 
work function of 4.75 eV or greater, and the gate electrode 31 
of the n-channel MIS transistor 18 is made of a material 
having a work function of 4.25 eV or smaller. 

In the third embodiment, the p-channel MIS transistor and 
the n-charmel MIS transistor have the Al Ox layers 28 and 29, 
and Al atoms exist in the vicinity of the interface between the 
HfSiON layers and the interfacial transition layers (in the 
regions including the interfaces). Accordingly, a +0.35 V shift 
of the flat-band voltage Vfb constantly occurs. Since the gate 
electrode 30 of the p-channel MIS transistor 17 is made of a 
material having a work function of 4.75 eV or greater, the 
effective work function becomes 5.10 eV or greater, and the 
threshold voltage Vth of the p-channel MIS transistor 17 can 
be set lower. Meanwhile, the gate electrode 31 of the n-chan-

Al Ox layer27 into the interface between the HfSiON layer 20 
and the interfacial transition layer 19 only above the n-type 
well region 2, and forms negative fixed charges. In this man­
ner, the structure shown in FIG. 19 is obtained. 

After that, a polysilicon layer 21 and a mask layer 22a are 
deposited on the entire wafer surface by CVD or the like, so 

25 nel MIS transistor 18 is made of a material having a work 
function of 4.25 eV or smaller. While a +0.35 V shift of the 

as to obtain the structure shown in FIG. 20. 
A resist pattern (not shown) having the shapes of gate 

electrodes is formed above then-type well region 2 and the 30 

p-type well region 3 through a conventional process. The 
mask layer 22a, the undoped silicon layer 21, the Al Ox layer 

flat-band voltage Vfb constantly occurs by virtue oftheAlOx 
layer in this embodiment, the impurity segregation layer 32 is 
characteristically provided at the interface between the gate 
electrode 31 and the Al Ox layer 29, so as to cancel the positive 
shift of the flat-band voltage Vfb in this embodiment. Since 
the impurity segregation layer 32 causes the flat-band voltage 
Vfb to shift in the negative direction by approximately 0.3 eV, 
the impurity segregation layer 32 can cancel the positive shift 
of the flat-band voltage caused by Al and make the apparent 
work function slightly smaller than the original work function 
of the metal material. More specifically, the effective work 
function of then-channel MIS transistor 18 of this embodi-

27, the HfSiON layer 20, and the interfacial transition layer 
19 are collectively processed by a conventional etching tech­
nique. Here, the Al Ox layer 27 exists only above then-type 35 

well region 2. However, since the Al Ox layer 27 is extremely 
thin, there is not an etching time lag between the p-channel 
MIS transistor 17 and the n-charmel MIS transistor 18. 
Through the above procedures, the structure shown in FIG. 21 ment is 4.30 eV or smaller. In this embodiment, there is no 
is obtained. 

The regular extension regions 6 and 8 are then formed, the 
sidewalls 15 are formed, the diffusion layers 5 and 7 are 
formed, the interlayer insulating film 16 is formed, and pol­
ishing for flattening ( CMP, for example) is performed, so as to 
obtain the structure shown in FIG. 22. 

As in the first embodiment, the procedure for producing 
different nickel suicide phases is carried out, and the unre­
acted portions of the Ni and Ti buffer layers are selectively 
removed from the nickel suicide by sulfuric acid. A flattening 
process is again carried out, so as to obtain the structure 
shown in FIG. 16. In accordance with the second embodi­
ment, there is no need to carry out the procedure for thinning 
only the HfSiON film of the p-channel MIS transistor as in the 
conventional case, and a device can be produced through a 
realistic process. 

Third Embodiment 

Referring now to FIG. 23, a semiconductor device ofa third 
embodiment of the present invention is described. The semi­
conductor device of this embodiment is a CMOS transistor 
that differs from the CMOS transistor of the first embodiment 
shown in FIG. 9 in the following aspects. 

The p-channel MIS transistor 17 of this embodiment has an 
AlOx layer 28 between the HfSiON layer 10 and a gate 
electrode 30, and Al atoms are distributed at least in the 
vicinity of the interface between the HfSiON layer 10 and the 

40 need to provide an AlOx layer only in the p-charmel MIS 
transistor 17 as in the second embodiment. Also, since the 
p-channel MIS transistor 17 and the n-charmel MIS transistor 
18 have the same gate insulating film structures, device inte­
gration can be easily achieved. Furthermore, in this embodi-

45 ment, a metal or a compound containing the metal ( other than 
a silicide) is employed, instead of metal suicides as in the first 
and second embodiments, the resistivity is low in principle, 
and the gate parasitic resistance is also low. 

Next, a method for manufacturing the semiconductor 
50 device in accordance with the third embodiment is described. 

FIGS. 24 through 27 illustrate the procedures for manufac­
turing the semiconductor device of this embodiment. 
Through the same procedure as the procedure of the second 
embodiment illustrated in FIG. 17, the structure shown in 

55 FIG. 24 is obtained. 
After that, a metal film 30 having a work function of 4.75 

eV or greater is formed above then-type well region 2, and a 
metal film 31 having a work function of 4.25 eV or smaller is 
formed above the p-type well region 3. In this embodiment, 

60 tantalum carbide having a work function of 4.8 eV is depos­
ited to form the metal film 30 of 50 nm in thickness by a 
sputtering technique, and tantalum carbide having a work 
function of 4.2 eV is deposited to form the metal film 31 of50 
nm in thickness by a sputtering technique. Although the metal 

65 films 30 and 31 are both made of tantalum carbide, the work 
functions of the metal films 30 and 31 can be controlled by 
adjusting the orientations of the metal films 30 and 31. In 
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order to achieve a large work function, the tantalum carbide 
film should have a TaC (111) orientation, and to achieve a 
small work function, the tantalum carbide film should have a 
TaC (200) orientation. Further, heat treatment is carried out to 
diffuse Al. The heat treatment is carried out at 1000° C. for 30 
seconds. Through this heat treatment, Al thermally diffuses 
from the AlOx layer 27 into the interface between the HfSiON 
layer 20 and the interfacial transition layer 19, and forms 
negative fixed charges. In this manner, the structure shown in 
FIG. 25 is obtained.

A pattern (not shown) that is made of a resist and has the 
shapes of gate electrodes is formed above the n-type well 
region 2 and the p-type well region 3. With this pattern serv­
ing as a mask, the metal film 30, the metal film 31, the AlOx 
layer 27, the HfSiON layer 20, and the interfacial transition 
layer 19 are collectively processed. Since the same metal gate 
material (tantalumcarbide) is employedinboththep-channel 
MIS transistor and the n-channel MIS transistor, the collec­
tive processing can be performed, and the number of manu­
facturing procedures is reduced accordingly. The resist pat­
tern is then removed, to obtain the structure shown in FIG. 26. 
The TaC gate electrodes of this embodiment excel in oxida­
tion resistance and chemical resistance, and hardly change 
their structures even when subjected to oxygen ashing nor­
mally used for the process of moving the resist or mixed 
solution treatment using sulfuric acid and hydrogen peroxide.

The regular extension regions 6 and 8 are then formed, the 
sidewalls 15 are formed, the diffusion layers 5 and 7 are 
formed, the interlayer insulating film 16 is formed, and pol­
ishing for flattening (CMP, for example) is performed. After 
those regular procedures, the mask layer 22 is formed only 
above the n-type well region 2, so as to obtain the structure 
shown in FIG. 27.

Ion implantation is then carried out on the portion not 
covered with the mask layer 22, using an n-type dopant ele­
ment such as phosphorus or antimony. The acceleration 
energy of the ion implantation should be set so that the 
implanted ions stay within the gate electrode 31. The amount 
of ions to be implanted should be set at IxlO15 cm-2, so as to 
reduce the work function. After the ion implantation, heat 
treatment is carried out at 800° C. for one minute, so that the 
dopant element is segregated at the interface between the gate 
electrode 31 and the AlOx layer 29. As a result, a -0.4 eV shift 
of the flat-band voltage Vfb is caused. After that, the mask 
layer 22 is removed, and device flattening is performed, so as 
to complete the structure shown in FIG. 23.

Although the above described heat treatment is carried out 
at 800° C. for one minute, this is only one example set of 
conditions for achieving the effects of the present invention, 
and actual heat treatment is not limited to the conditions. In 
this structure, the dopant atoms should reach the interface 
between the metal gate and the AlOx layer. However, the 
metal gates of the present invention need to be made of a 
material that can endure the high-temperature processing (at 
1000° C.) performed for diffusing Al. In view of this, the 
metal gates of the present invention need to have a high 
melting point, and, with the metal gates having a high melting 
point, the heat diffusion of the dopant requires a high tem­
perature, typically, 800° C. or higher.

FIG. 28 collectively shows the effective work functions of 
the gate electrodes obtained in the structures of the first 
through third embodiments. In the second embodiment, the 
threshold voltage Vth of the p-channel MIS transistor can be 
made lower than in the first embodiment, but the AlOx layer 
needs to remain only in the p-channel MIS transistor. As a 
result, the manufacturing procedures become more compli­
cated in the second embodiment.
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The third embodiment utilizes the pure metal gate tech­

nique, and has an advantage in setting a low threshold voltage 
Vth for the n-channel MIS transistor among the embodiments 
of the present invention. Also, the metal gates of the third 
embodiment advantageously have a low resistivity. Like the 
first embodiment, the third embodiment also has a great 
advantage in integration, having no need to produce different 
gate insulating films for the p-channel MIS transistor and the 
n-channel MIS transistor. However, unlike the FUSI tech­
nique, the pure metal gate technique does not have compat­
ibility with the conventional art.

As described above, each of the embodiments of the 
present invention can provide a MIS transistor having a 
stacked structure formed with a metal gate with an appropri­
ate threshold voltage Vth and a gate insulating film made of a 
hafnium-based high-k material.

In the first through third embodiments, presently-available 
flat-type transistors are employed. However, the essence of 
the present invention lies in the gate electrode/gate insulating 
film stacked structure in a CMOS transistor, and therefore, the 
shapes of transistors are not limited. The present invention 
can be applied not only to flat-type transistors but also to 
three-dimensional transistors such as FIN transistors.

The present invention is not limited to the above described 
embodiments, and various changes can be made to those 
embodiments within the scope of the claimed invention. Also, 
various modifications may be made to those embodiments, 
without departing from the scope of the invention. Further, 
the components disclosed in the above embodiments may be 
combined to form various modes of the invention.

What is claimed is:
1. A semiconductor device comprising:
a substrate:
a p-channel MIS transistor including:

ann-type semiconductor region formed on the substrate; 
a p-type source region and a p-type drain region formed 

to face each other in the n-type semiconductor region;
a first insulating layer formed on the n-type semiconduc­

tor region between the p-type source region and the 
p-type drain region, and containing silicon and oxy­
gen, the first insulating layer having a first region;

a second insulating layer formed on the first insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen, the second insulating layer having a second 
region, the second region being in a 0.3 nm range in a 
film thickness direction from a interface between the 
first insulating layer and the second insulating layer, 
the first region being in a 0.3 nm range in a film 
thickness direction from the interface between the 
first insulating layer and the second insulating layer, 
and each of the first and second regions including 
aluminum atoms with a concentration of 1 x 1020 cm-3 
or more to IxlO22 cm-3 or less; and

a first gate electrode formed on the second insulating 
layer, and an n-channel MIS transistor including:

a p-type semiconductor region formed on the substrate 
and insulated from the n-type semiconductor region;

an n-type source region and an n-type drain region 
formed to face each other in the p-type semiconductor 
region;

a third insulating layer formed on the p-type semicon­
ductor region between the n-type source region and 
n-type drain region, and containing silicon and oxy­
gen;

a fourth insulating layer formed on the third insulating
layer, and containing hafnium, silicon, oxygen, and
nitrogen; and
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The third embodiment utilizes the pure metal gate tech­
nique, and has an advantage in setting a low threshold voltage 
Vth for then-channel MIS transistor among the embodiments 
of the present invention. Also, the metal gates of the third 

order to achieve a large work function, the tantalum carbide 
film should have a TaC (111) orientation, and to achieve a 
small work function, the tantalum carbide film should have a 
TaC (200) orientation. Further, heat treatment is carried out to 
diffuse Al. The heat treatment is carried out at 1000° C. for 30 
seconds. Through this heat treatment, Al thermally diffuses 
from the Al Ox layer 27 into the interface between the HfSiON 
layer 20 and the interfacial transition layer 19, and forms 
negative fixed charges. In this manner, the structure shown in 
FIG. 25 is obtained. 

5 embodiment advantageously have a low resistivity. Like the 
first embodiment, the third embodiment also has a great 
advantage in integration, having no need to produce different 
gate insulating films for the p-channel MIS transistor and the 
n-channel MIS transistor. However, unlike the FUSI tech-

A pattern (not shown) that is made of a resist and has the 
shapes of gate electrodes is formed above the n-type well 
region 2 and the p-type well region 3. With this pattern serv-

10 nique, the pure metal gate technique does not have compat­
ibility with the conventional art. 

ing as a mask, the metal film 30, the metal film 31, theAlOx 
layer 27, the HfSiON layer 20, and the interfacial transition 
layer 19 are collectively processed. Since the same metal gate 
material (tantalum carbide) is employed in both the p-channel 
MIS transistor and the n-channel MIS transistor, the collec­
tive processing can be performed, and the number of manu­
facturing procedures is reduced accordingly. The resist pat­
tern is then removed, to obtain the structure shown in FIG. 26. 
The TaC gate electrodes of this embodiment excel in oxida­
tion resistance and chemical resistance, and hardly change 
their structures even when subjected to oxygen ashing nor­
mally used for the process of moving the resist or mixed 
solution treatment using sulfuric acid and hydrogen peroxide. 

As described above, each of the embodiments of the 
present invention can provide a MIS transistor having a 
stacked structure formed with a metal gate with an appropri-

15 ate threshold voltage Vth and a gate insulating film made of a 
hafnium-based high-k material. 

In the first through third embodiments, presently-available 
flat-type transistors are employed. However, the essence of 
the present invention lies in the gate electrode/gate insulating 

20 film stacked structure in a CMOS transistor, and therefore, the 
shapes of transistors are not limited. The present invention 
can be applied not only to flat-type transistors but also to 
three-dimensional transistors such as FIN transistors. 

The present invention is not limited to the above described 

The regular extension regions 6 and 8 are then formed, the 
sidewalls 15 are formed, the diffusion layers 5 and 7 are 
formed, the interlayer insulating film 16 is formed, and pol­
ishing for flattening (CMP, for example) is performed. After 
those regular procedures, the mask layer 22 is formed only 
above then-type well region 2, so as to obtain the structure 
shown in FIG. 27. 

25 embodiments, and various changes can be made to those 
embodiments within the scope of the claimed invention. Also, 
various modifications may be made to those embodiments, 
without departing from the scope of the invention. Further, 
the components disclosed in the above embodiments may be 

30 combined to form various modes of the invention. 

Ion implantation is then carried out on the portion not 
covered with the mask layer 22, using an n-type dopant ele- 35 

ment such as phosphorus or antimony. The acceleration 
energy of the ion implantation should be set so that the 
implanted ions stay within the gate electrode 31. The amount 
of ions to be implanted should be set at lxl015 cm-2

, so as to 
reduce the work function. After the ion implantation, heat 40 

treatment is carried out at 800° C. for one minute, so that the 
dopant element is segregated at the interface between the gate 
electrode 31 and the Al Ox layer 29. As a result, a -0 .4 e V shift 
of the flat-band voltage Vfb is caused. After that, the mask 
layer 22 is removed, and device flattening is performed, so as 45 

to complete the structure shown in FIG. 23. 
Although the above described heat treatment is carried out 

at 800° C. for one minute, this is only one example set of 
conditions for achieving the effects of the present invention, 
and actual heat treatment is not limited to the conditions. In 50 

this structure, the dopant atoms should reach the interface 
between the metal gate and the AlOx layer. However, the 
metal gates of the present invention need to be made of a 
material that can endure the high-temperature processing (at 
1000° C.) performed for diffusing Al. In view of this, the 55 

metal gates of the present invention need to have a high 
melting point, and, with the metal gates having a high melting 
point, the heat diffusion of the dopant requires a high tem­
perature, typically, 800° C. or higher. 

FIG. 28 collectively shows the effective work functions of 60 

the gate electrodes obtained in the structures of the first 
through third embodiments. In the second embodiment, the 
threshold voltage Vth of the p-channel MIS transistor can be 
made lower than in the first embodiment, but the Al Ox layer 
needs to remain only in the p-channel MIS transistor. As a 65 

result, the manufacturing procedures become more compli­
cated in the second embodiment. 

What is claimed is: 
1. A semiconductor device comprising: 
a substrate: 
a p-channel MIS transistor including: 

ann-type semiconductor region formed on the substrate; 
a p-type source region and a p-type drain region formed 

to face each other in then-type semiconductor region; 
a first insulating layer formed on then-type semiconduc­

tor region between the p-type source region and the 
p-type drain region, and containing silicon and oxy­
gen, the first insulating layer having a first region; 

a second insulating layer formed on the first insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen, the second insulating layer having a second 
region, the second region being in a 0.3 nm range in a 
film thickness direction from a interface between the 
first insulating layer and the second insulating layer, 
the first region being in a 0.3 nm range in a film 
thickness direction from the interface between the 
first insulating layer and the second insulating layer, 
and each of the first and second regions including 
aluminum atoms with a concentration ofl x 1020 cm-3 

or more to lxl022 cm-3 or less; and 
a first gate electrode formed on the second insulating 

layer, and an n-channel MIS transistor including: 
a p-type semiconductor region formed on the substrate 

and insulated from then-type semiconductor region; 
an n-type source region and an n-type drain region 

formed to face each other in the p-type semiconductor 
region; 

a third insulating layer formed on the p-type semicon­
ductor region between the n-type source region and 
n-type drain region, and containing silicon and oxy­
gen; 

a fourth insulating layer formed on the third insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen; and 
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a second gate electrode formed above the fourth insulat­
ing layer.

2. The semiconductor device according to claim 1, 
wherein:

the first and second gate electrodes are made of a com­
pound containing nickel and silicon;

a composition ratio of the number of nickel to the number 
of silicon in the first gate electrode is 31/12 or higher; 
and

a composition ratio of the number of nickel to the number 
of silicon in the second gate electrode is 0.5 or lower.

3. The semiconductor device according to claim 1, wherein 
the first gate electrode is formed with a material having a work 
function of 4.75 eV ormore, and the second gate electrode is 
formed with a material having a work function of 4.25 eV or 
less.

4. The semiconductor device according to claim 1, 
wherein:

the first gate electrode is formed of tantalum carbide.
5. The semiconductor device according to claim 1, 

wherein:
the second gate electrode is formed of tantalum carbide.
6. The semiconductor device according to claim 1, 

wherein:
a composition ratio of a number of hafnium to a total 

number of hafnium and silicon in each of the second and 
fourth insulating layers is in the range of 25% or more to 
less than 80%; and

a concentration of nitrogen in each of the second and fourth 
insulating layers is 20 atomic % or less.

7. The semiconductor device according to claim 6, 
wherein:

the composition ratio is in the range of 50% or more to less 
than 80%.

8. A semiconductor device comprising:
a substrate:
a p-channel MIS transistor including:

ann-type semiconductor region formed on the substrate; 
a p-type source region and a p-type drain region formed 

to face each other in the n-type semiconductor region;
a first insulating layer formed on the n-type semiconduc­

tor region between the p-type source region and the 
p-type drain region, and containing silicon and oxy­
gen, the first insulating layer having a first region;

a second insulating layer formed on the first insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen, the second insulating layer having second 
and third regions, the second region being in a 0.3 nm 
range in a film thickness direction from an interface 
between the first insulating layer and the second insu­
lating layer, the first region being in a 0.3 nm range in 
a film thickness direction from the interface between 
the first insulating layer and the second insulating 
layer, and each of the first and second regions includ­
ing aluminum atoms with a concentration of IxlO20 
cm-3 or more to IxlO22 cm-3 or less;

a third insulating layer formed on the second insulating 
layer, and containing aluminum and oxygen, the third 
insulating layer having a fourth region, the fourth 
region being in a 0.3 nm range in a film thickness 
direction from an interface between the second insu­
lating layer and the third insulating layer, the third 
region being in a 0.3 nm range in a film thickness 
direction from the interface between the second insu­
lating layer and the third insulating layer, and each of 
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the third and fourth regions including aluminum
atoms with a concentration of 1 x 1022 cm-3 or more to
3xl022 cm-3 or less; and

a first gate electrode formed on the third insulating layer,
and an n-channel MIS transistor including:

a p-type semiconductor region formed on the substrate 
and insulated from the n-type semiconductor region;

an n-type source region and an n-type drain region 
formed to face each other in the p-type semiconductor 
region;

a fourth insulating layer formed on the p-type semicon­
ductor region between the n-type source region and 
the n-type drain region, and containing silicon and 
oxygen;

a fifth insulating layer formed on the fourth insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen; and

a second gate electrode formed above the fifth insulating 
layer.

9. The semiconductor device according to claim 8, 
wherein:

the first and second gate electrodes are made of a com­
pound containing nickel and silicon;

a composition ratio of a number of nickel to a number of 
silicon in the first gate electrode is 31/12 or higher; and 

a composition ratio of a number of nickel to a number of 
silicon in the second gate electrode is 0.5 or lower.

10. The semiconductor device according to claim 8, 
wherein the first gate electrode is formed with a material 
having a work function of 4.75 eV or more, and the second 
gate electrode is formed with a material having a work func­
tion of 4.25 eV or less.

11. The semiconductor device according to claim 8, 
wherein:

the first gate electrode is formed of tantalum carbide.
12. The semiconductor device according to claim 8, 

wherein:
the second gate electrode is formed of tantalum carbide.
13. The semiconductor device according to claim 8, 

wherein:
a composition ratio of a number of hafnium to a total 

number of hafnium and silicon in each of the second and 
fifth insulating layers is in the range of 25% or more to 
less than 80%; and

a concentration of nitrogen in each of the second and fifth 
insulating layers is 20 atomic % or less.

14. The semiconductor device according to claim 13, 
wherein:

the composition ratio is in the range of 50% or more to less 
than 80%.

15. A semiconductor device comprising:
a substrate:
a p-channel MIS transistor including:

ann-type semiconductor region formed on the substrate; 
a p-type source region and a p-type drain region formed 

to face each other in the n-type semiconductor region;
a first insulating layer formed on the n-type semiconduc­

tor region between the p-type source region and the 
p-type drain region, and containing silicon and oxy­
gen, the first insulating layer having a first region; 

a second insulating layer formed on the first insulating
layer, and containing hafnium, silicon, oxygen, and
nitrogen, the second insulating layer having a second
and third regions, the second region being in a 0.3 nm
range in a film thickness direction from a interface
between the first insulating layer and the second insu­
lating layer, the first region being in a 0.3 nm range in
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a second gate electrode formed above the fourth insulat­
ing layer. 

2. The semiconductor device according to claim 1, 
wherein: 

the first and second gate electrodes are made of a com- 5 

pound containing nickel and silicon; 
a composition ratio of the number of nickel to the number 

of silicon in the first gate electrode is 31/12 or higher; 
and 

a composition ratio of the number of nickel to the number 10 

of silicon in the second gate electrode is 0.5 or lower. 
3. The semiconductor device according to claim 1, wherein 

the first gate electrode is formed with a material having a work 
function of 4.75 eV or more, and the second gate electrode is 
formed with a material having a work function of 4.25 eV or 15 

less. 
4. The semiconductor device according to claim 1, 

wherein: 
the first gate electrode is formed of tantalum carbide. 

20 
5. The semiconductor device according to claim 1, 

wherein: 
the second gate electrode is formed of tantalum carbide. 
6. The semiconductor device according to claim 1, 

wherein: 25 

22 
the third and fourth regions including aluminum 
atoms with a concentration of 1x1022 cm-3 or more to 
3xl 022 cm-3 or less; and 

a first gate electrode formed on the third insulating layer, 
and an n-channel MIS transistor including: 

a p-type semiconductor region formed on the substrate 
and insulated from then-type semiconductor region; 

an n-type source region and an n-type drain region 
formed to face each other in the p-type semiconductor 
region; 

a fourth insulating layer formed on the p-type semicon­
ductor region between the n-type source region and 
the n-type drain region, and containing silicon and 
oxygen; 

a fifth insulating layer formed on the fourth insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen; and 

a second gate electrode formed above the fifth insulating 
layer. 

9. The semiconductor device according to claim 8, 
wherein: 

the first and second gate electrodes are made of a com­
pound containing nickel and silicon; 

a composition ratio of a number of nickel to a number of 
silicon in the first gate electrode is 31/12 or higher; and 

a composition ratio of a number of nickel to a number of 
silicon in the second gate electrode is 0.5 or lower. 

a composition ratio of a number of hafnium to a total 
number of hafnium and silicon in each of the second and 
fourth insulating layers is in the range of25% or more to 
less than 80%; and 

a concentration of nitrogen in each of the second and fourth 
insulating layers is 20 atomic % or less. 

7. The semiconductor device according to claim 6, 
wherein: 

10. The semiconductor device according to claim 8, 
wherein the first gate electrode is formed with a material 

30 having a work function of 4.75 eV or more, and the second 
gate electrode is formed with a material having a work func­
tion of 4.25 eV or less. 

the composition ratio is in the range of 50% or more to less 
than 80%. 35 

11. The semiconductor device according to claim 8, 
wherein: 

the first gate electrode is formed of tantalum carbide. 
12. The semiconductor device according to claim 8, 

wherein: 
8. A semiconductor device comprising: 
a substrate: 
a p-channel MIS transistor including: 

ann-type semiconductor region formed on the substrate; 
a p-type source region and a p-type drain region formed 

to face each other in then-type semiconductor region; 

the second gate electrode is formed of tantalum carbide. 
13. The semiconductor device according to claim 8, 

40 wherein: 

a first insulating layer formed on then-type semiconduc-
tor region between the p-type source region and the 
p-type drain region, and containing silicon and oxy- 45 
gen, the first insulating layer having a first region; 

a second insulating layer formed on the first insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen, the second insulating layer having second 
and third regions, the second region being in a 0.3 nm 50 

range in a film thickness direction from an interface 
between the first insulating layer and the second insu­
lating layer, the first region being in a 0.3 nm range in 
a film thickness direction from the interface between 
the first insulating layer and the second insulating 55 

layer, and each of the first and second regions includ-
ing aluminum atoms with a concentration of lxl020 

cm-3 or more to lxl022 cm-3 or less; 
a third insulating layer formed on the second insulating 

layer, and containing aluminum and oxygen, the third 60 

insulating layer having a fourth region, the fourth 
region being in a 0.3 nm range in a film thickness 
direction from an interface between the second insu­
lating layer and the third insulating layer, the third 
region being in a 0.3 nm range in a film thickness 65 

direction from the interface between the second insu­
lating layer and the third insulating layer, and each of 

a composition ratio of a number of hafnium to a total 
number of hafnium and silicon in each of the second and 
fifth insulating layers is in the range of 25% or more to 
less than 80%; and 

a concentration of nitrogen in each of the second and fifth 
insulating layers is 20 atomic % or less. 

14. The semiconductor device according to claim 13, 
wherein: 

the composition ratio is in the range of 50% or more to less 
than 80%. 

15. A semiconductor device comprising: 
a substrate: 
a p-channel MIS transistor including: 

ann-type semiconductor region formed on the substrate; 
a p-type source region and a p-type drain region formed 

to face each other in then-type semiconductor region; 
a first insulating layer formed on then-type semiconduc­

tor region between the p-type source region and the 
p-type drain region, and containing silicon and oxy­
gen, the first insulating layer having a first region; 

a second insulating layer formed on the first insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen, the second insulating layer having a second 
and third regions, the second region being in a 0 .3 nm 
range in a film thickness direction from a interface 
between the first insulating layer and the second insu­
lating layer, the first region being in a 0.3 nm range in 



US 7,807,990 B2
23

a film thickness direction from the interface between 
the first insulating layer and the second insulating 
layer, and each of the first and second regions includ­
ing aluminum atoms with a concentration of IxlO20 
cm-3 or more to IxlO22 cm-3 or less;

a third insulating layer formed on the second insulating 
layer, and containing aluminum and oxygen, the third 
insulating layer having a fourth region, the fourth 
region being in a 0.3 nm range in a film thickness 
direction from an interface between the second insu­
lating layer and the third insulating layer, the third 
region being in a 0.3 nm range in a film thickness 
direction from the interface between the second insu­
lating layer and the third insulating layer, and each of 
the third and fourth regions including aluminum 
atoms with a concentration of 1 x 1022 cm-3 or more to 
3xl022 cm-3 or less; and

a first gate electrode formed on the third insulating layer, 
and an n-channel MIS transistor including:

a p-type semiconductor region formed on the substrate 
and insulated from the n-type semiconductor region;

an n-type source region and an n-type drain region 
formed to face each other in the p-type semiconductor 
region;

a fourth insulating layer formed on the p-type semicon­
ductor region between the n-type source region and 
the n-type drain region, and containing silicon and 
oxygen the fourth insulating layer having a fifth 
region;

a fifth insulating layer formed on the fourth insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen, the fifth insulating layer having a sixth and 
seventh regions, the sixth region being in a 0.3 nm 
range in a film thickness direction from an interface 
between the fourth insulating layer and the fifth insu­
lating layer, the fifth region being in a 0.3 nm range in 
a film thickness direction from the interface between 
the fourth insulating layer and the fifth insulating 
layer, and each of the fifth and sixth regions including 
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aluminum atoms with a concentration of 1 x 1020 cm-3
or more to IxlO22 cm-3 or less;

a sixth insulating layer formed on the fifth insulating 
layer, and containing aluminum and oxygen, the sixth 
insulating layer having an eighth region, the eighth 
region being in a 0.3 nm range in a film thickness 
direction from an interface between the fifth insulat­
ing layer and the sixth insulating layer, the seventh 
region being in a 0.3 nm range in a film thickness 
direction from the interface between the fifth insulat­
ing layer and the sixth insulating layer, and each of the 
seventh and eighth regions including aluminum 
atoms with a concentration of 1 x 1022 cm-3 or more to 
3xl022 cm-3 or less; and

a second gate electrode formed above the sixth insulat­
ing layer.

16. The semiconductor device according to claim 15, 
wherein the first gate electrode is formed with a material 
having a work function of 4.75 eV or more, and the second 
gate electrode is formed with a material having a work func­
tion of 4.25 eV or less.

17. The semiconductor device according to claim 15, 
wherein:

the first gate electrode is formed of tantalum carbide.
18. The semiconductor device according to claim 15, 

wherein:
the second gate electrode is formed of tantalum carbide.
19. The semiconductor device according to claim 15, 

wherein:
a composition ratio of a number of hafnium to a total 

number of hafnium and silicon in each of the second and 
fifth insulating layers is in the range of 25% or more to 
less than 80%; and

a concentration of nitrogen in each of the second and fifth 
insulating layers is 20 atomic % or less.

20. The semiconductor device according to claim 19, 
wherein:

the composition ratio is in the range of 50% or more to less 
than 80%.
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a film thickness direction from the interface between 
the first insulating layer and the second insulating 
layer, and each of the first and second regions includ­
ing aluminum atoms with a concentration of lxl020 

cm-3 or more to lxl022 cm-3 or less; 

a third insulating layer formed on the second insulating 
layer, and containing aluminum and oxygen, the third 
insulating layer having a fourth region, the fourth 
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aluminum atoms with a concentration ofl x 1020 cm-3 

or more to 1x1022 cm-3 or less; 
a sixth insulating layer formed on the fifth insulating 

layer, and containing aluminum and oxygen, the sixth 
insulating layer having an eighth region, the eighth 
region being in a 0.3 nm range in a film thickness 
direction from an interface between the fifth insulat­
ing layer and the sixth insulating layer, the seventh 
region being in a 0.3 nm range in a film thickness 
direction from the interface between the fifth insulat­
ing layer and the sixth insulating layer, and each of the 
seventh and eighth regions including aluminum 
atoms with a concentration of 1x1022 cm-3 or more to 
3xl 022 cm-3 or less; and 

a second gate electrode formed above the sixth insulat­
ing layer. 

lating layer and the third insulating layer, the third 
region being in a 0.3 nm range in a film thickness 
direction from the interface between the second insu­
lating layer and the third insulating layer, and each of 

15 
the third and fourth regions including aluminum 
atoms with a concentration ofl x 1022 cm-3 or more to 
3xl022 cm-3 or less; and 16. The semiconductor device according to claim 15, 

wherein the first gate electrode is formed with a material 
having a work function of 4.75 eV or more, and the second 

20 gate electrode is formed with a material having a work func­
tion of 4.25 eV or less. 

a first gate electrode formed on the third insulating layer, 
and an n-channel MIS transistor including: 

a p-type semiconductor region formed on the substrate 
and insulated from then-type semiconductor region; 

an n-type source region and an n-type drain region 
formed to face each other in the p-type semiconductor 
region; 

a fourth insulating layer formed on the p-type semicon­
ductor region between the n-type source region and 
the n-type drain region, and containing silicon and 
oxygen the fourth insulating layer having a fifth 
region; 

25 

30 

a fifth insulating layer formed on the fourth insulating 
layer, and containing hafnium, silicon, oxygen, and 
nitrogen, the fifth insulating layer having a sixth and 
seventh regions, the sixth region being in a 0.3 nm 

35 
range in a film thickness direction from an interface 
between the fourth insulating layer and the fifth insu­
lating layer, the fifth region being in a 0.3 nm range in 
a film thickness direction from the interface between 
the fourth insulating layer and the fifth insulating 
layer, and each of the fifth and sixth regions including 

17. The semiconductor device according to claim 15, 
wherein: 

the first gate electrode is formed of tantalum carbide. 
18. The semiconductor device according to claim 15, 

wherein: 
the second gate electrode is formed of tantalum carbide. 
19. The semiconductor device according to claim 15, 

wherein: 
a composition ratio of a number of hafnium to a total 

number of hafnium and silicon in each of the second and 
fifth insulating layers is in the range of 25% or more to 
less than 80%; and 

a concentration of nitrogen in each of the second and fifth 
insulating layers is 20 atomic % or less. 

20. The semiconductor device according to claim 19, 
wherein: 

the composition ratio is in the range of 50% or more to less 
than 80%. 

* * * * * 
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