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FIN-LIKE FIELD EFFECT TRANSISTOR 
(FINFET) DEVICE AND METHOD OF 

MANUFACTURING SAME 

CROSS-REFERENCE TO RELATED 
APPLICATIONS 

The present disclosure is related to commonly-assigned 
U.S. patent application entitled Fin-Like Field Effect Tran 
sistor (FinFET) Device and Method of Manufacturing Same 
Ser. No. 12/917,902, filed Nov. 2, 2010, the entire disclosure 
of which is incorporated herein by reference. 

BACKGROUND 

As the semiconductor industry has progressed into nanom 
eter technology process nodes in pursuit of higher device 
density, higher performance, and lower costs, challenges 
from both fabrication and design have resulted in the devel 
opment of three dimensional designs, such as fin-like field 
effect transistors (FinFETs). A typical FinFET is fabricated 
with a thin “fin' (or fin structure) extending from a substrate, 
for example, etched into a silicon layer of the substrate. The 
channel of the FinFET is formed in the vertical fin. A gate is 
provided over (e.g., wrapping) the fin. It is beneficial to have 
a gate on both sides of the channel allowing gate control of the 
channel from both sides. FinFET devices also include 
strained source/drain features to enhance carrier mobility and 
improve device performance. The strained source/drain fea 
tures typically use epitaxial (epi) silicon germanium (SiGe) in 
p-type devices and episilicon (Si) in n-type devices. FinFET 
devices provide numerous advantages, including reduced 
short channel effects and increased current flow. Although 
existing FinFET devices and methods for fabricating FinFET 
devices have been generally adequate for their intended pur 
poses, as device Scaling down continues, they have not been 
entirely satisfactory in all respects. 

BRIEF DESCRIPTION OF THE DRAWINGS 

The present disclosure is best understood from the follow 
ing detailed description when read with the accompanying 
figures. It is emphasized that, in accordance with the standard 
practice in the industry, various features are not drawn to Scale 
and are used for illustration purposes only. In fact, the dimen 
sions of the various features may be arbitrarily increased or 
reduced for clarity of discussion. 

FIG. 1 is a flow chart of a method for fabricating a fin-like 
field effect transistor (FinFET) device according to aspects of 
the present disclosure. 

FIGS. 2A, 3A, and 4A are perspective views of a FinFET 
device at various fabrication stages according to the method 
of FIG. 1. 

FIGS. 2B, 3B, and 4B are diagrammatic cross-sectional 
views of the FinFET device of FIGS. 2A, 3A, and 4A, respec 
tively. 

FIGS. 2C, 3C, and 4C are diagrammatic cross-sectional 
views along a channel of the FinFET device of FIGS. 2A, 3A, 
and 4A, respectively. 

FIGS. 5A, 6A, and 7A are perspective views of another 
FinFET device at various fabrication stages according to the 
method of FIG. 1. 

FIGS. 5B, 6B, and 7B are diagrammatic cross-sectional 
views of the FinFET device of FIGS.5A, 6A, and 7A, respec 
tively. 
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2 
FIGS. 5C, 6C, and 7C are diagrammatic cross-sectional 

views along a channel of the FinFET device of FIGS.5A, 6A, 
and 7A, respectively. 

FIG. 8 is a flow chart of another method for fabricating a 
FinFET device according to aspects of the present disclosure. 

FIGS. 9A, 10A, 11A, and 12A are perspective views of a 
FinFET device at various fabrication stages according to the 
method of FIG. 8. 

FIGS. 9B, 10B, 11B, and 12B are diagrammatic cross 
sectional views of the FinFET device of FIGS.9A, 10A, 11A, 
and 12A, respectively. 

FIGS. 9C, 10C, 11C, and 12C are diagrammatic cross 
sectional views along a channel of the FinFET device of 
FIGS. 9A, 10A, 11A, and 12A, respectively. 

FIG.13 is a flow chart of yet another method for fabricating 
a FinFET device according to aspects of the present disclo 
SUC. 

FIGS. 14A, 15A, 16A, and 17A are perspective views of a 
FinFET device at various fabrication stages according to the 
method of FIG. 13. 

FIGS. 14B, 15B, 16B, and 17B are diagrammatic cross 
sectional views of the FinFET device of FIGS. 14A, 15A, 
16A, and 17A, respectively. 

FIGS. 14C, 15C, 16C, and 17C are diagrammatic cross 
sectional views along a channel of the FinFET device of 
FIGS. 14A, 15A, 16A, and 17A, respectively. 

DETAILED DESCRIPTION 

The following disclosure provides many different embodi 
ments, or examples, for implementing different features of 
the invention. Specific examples of components and arrange 
ments are described below to simplify the present disclosure. 
These are, of course, merely examples and are not intended to 
be limiting. For example, the formation of a first feature over 
or on a second feature in the description that follows may 
include embodiments in which the first and second features 
are formed in direct contact, and may also include embodi 
ments in which additional features may be formed between 
the first and second features, such that the first and second 
features may not be in direct contact. In addition, the present 
disclosure may repeat reference numerals and/or letters in the 
various examples. This repetition is for the purpose of sim 
plicity and clarity and does not in itself dictate a relationship 
between the various embodiments and/or configurations dis 
cussed. 

FIG. 1 is a flow chart of a method 100 for fabricating an 
integrated circuit device according to various aspects of the 
present disclosure. In the depicted embodiment, the method 
100 fabricates an integrated circuit device that includes a 
fin-like field effect transistor (FinFET) device. The method 
100 begins at block 102 where a semiconductor substrate is 
provided. At block 104, a fin structure is formed over the 
semiconductor substrate. More specifically, a first material 
portion of the fin structure is formed over the semiconductor 
Substrate, and a second material portion of the fin structure is 
formed over the first material portion. At block 106, a gate 
structure is formed over a portion of the fin structure. The gate 
structure traverses the fin structure, separating a source region 
and a drain region of the fin structure. A channel is defined 
between the source and drain regions. At blocks 108 and 110. 
the second material portion is removed from the source and 
drain regions of the fin structure, and a third material portion 
is formed in the Source and drain regions of the fin structure. 
The method 100 continues with block 112 where fabrication 
of the integrated circuit device is completed. Additional steps 
can be provided before, during, and after the method 100, and 
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some of the steps described can be replaced or eliminated for 
other embodiments of the method. The discussion that fol 
lows illustrates various embodiments of an integrated circuit 
device that can be fabricated according to the method 100 of 
FIG 1. 

FIGS. 2A-2C, 3A-3C, and 4A-4C provide various views of 
a FinFET device 200, in portion or entirety, at various stages 
of fabrication according to the method 100 of FIG.1. FinFET 
device refers to any fin-based transistor, Such as a fin-based, 
multi-gate transistor. The FinFET device 200 may be 
included in a microprocessor, memory cell, and/or other inte 
grated circuit device. In the depicted embodiment, the Fin 
FET device 200 is a p-type metal-oxide-semiconductor 
(PMOS) FinFET device. FIGS. 2A-2C, 3A-3C, and 4A-4C 
have been simplified for the sake of clarity to better under 
stand the inventive concepts of the present disclosure. Addi 
tional features can be added in the FinFET device 200, and 
some of the features described below can be replaced or 
eliminated in other embodiments of the FinFET device 200. 

FIG. 2A is a perspective view of the FinFET device 200, 
FIG. 2B is a diagrammatic cross-sectional view of the Fin 
FET device 200 taken along line 2B-2B in FIG. 2A, and FIG. 
2C is a diagrammatic cross-sectional view of the FinFET 
device 200 taken along line 2C-2C in FIG. 2A. The FinFET 
device 200 includes a substrate (wafer) 210. In the depicted 
embodiment, the substrate 210 is a bulk silicon substrate. 
Alternatively or additionally, the substrate 210 includes an 
elementary semiconductor, Such as silicon or germanium in a 
crystalline structure; a compound semiconductor, such as 
silicon carbide, gallium arsenic, gallium phosphide, indium 
phosphide, indium arsenide, and/or indium antimonide; or 
combinations thereof. Alternatively, the substrate 210 is a 
silicon-on-insulator (50I) substrate. The SOI substrate can be 
fabricated using separation by implantation of oxygen (SI 
MOX), wafer bonding, and/or other suitable methods. The 
Substrate 210 may include various doped regions and other 
suitable features. 
The FinPET device 200 includes fin Structures 215A and 

215B that extend from the substrate 210. In the depicted 
embodiment, the fin structures 215A and 215B include fin 
portions 220 and 230. The fin portions 220 include silicon 
(Si), and the fin portions 230 include silicon germanium 
(SiGe). A SiGe concentration of the fin portions 230 is rep 
resented by SiGe, where X represents Ge composition in 
atomic percent. In the depicted embodiment, X is less than or 
equal to 1, and greater than or equal to 0. FIG. 2C is a 
diagrammatic cross-sectional view of the FinFET device 200 
taken along the channel of the fin structure 215A, which 
depicts a source region S and a drain region D of the fin 
structure 215A. A channel C is defined between the source 
region S and the drain region D. The fin structure 215B 
similarly includes a Source region, a drain region, and a chan 
nel. It is noted that the term “fin structure' in the depicted 
embodiment refers to individual fins of the FinFET device 
200. However, the term “fin structure' may also refer to the 
fins collectively, and thus, fin structure may also refer to fin 
structures 215A and 215B collectively. Further, though the 
depicted embodiment illustrates two fins, the FinFET device 
200 may include fewer or more fins depending on design 
requirements of the FinFET device 200. 
The fin structures 215A and 215B, including fin portions 

220 and 230, are formed by a suitable process. In one 
example, the fin structures 215A and 215B are formed by 
implementing a lithography and etching process to form the 
fin portion 220, and implementing an epitaxial growth pro 
cess to form the fin portion 230. For example, beginning with 
the Substrate 210, a lithography and etching process forms 
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4 
trenches in the substrate 210, thereby forming fin portions 
220 (referred to as Si fin portions) of the fin structures 215A 
and 215B, which extend from the substrate 210. The lithog 
raphy process may include photoresist coating (e.g., spin-on 
coating). Softbaking, mask aligning, exposure, post-exposure 
baking, developing the photoresist, rinsing, drying (e.g., hard 
baking), other suitable processes, or combinations thereof. 
For example, the fin portions 220 may be formed by forming 
a photoresist layer (resist) overlying the substrate 210, expos 
ing the resist to a pattern, performing a post-exposure bake 
process, and developing the resist to form a masking element 
including the resist. The masking element may then be used to 
etch the fin portions 220 into the silicon substrate 210. The 
etching process may be a dry etching process, wet etching 
process, other suitable etching process, or combinations 
thereof. For example, the fin portions 220 may be etched into 
the substrate 210 using a reactive ion etch (RIE). Alterna 
tively, the lithography process could be implemented or 
replaced by other methods, such as maskless photolithogra 
phy, electron-beam writing, ion-beam writing, and/or 
nanoimprint technology. The fin portions 220 may be formed 
by a DPL process, which is described above. 

After the fin portions 220 are etched into the substrate 210, 
an insulation layer can be formed over the substrate 210, 
including over the fin portions 220. The insulation layer fills 
the trenches in the substrate 210. Portions of the insulation 
layer are then removed to form openings in the insulation 
layer that expose a top surface of the fin portions 220. A 
semiconductor material can be epitaxially (epi) grown on the 
exposed surfaces of the fin portions 220 to form fin portions 
230 of the fin structures 215A and 215B. The epitaxy process 
may use CVD deposition techniques (e.g., vapor-phase epit 
axy (VPE) and/or ultra-high vacuum CVD (UHV-CVD)), 
molecular beam epitaxy, and/or other Suitable processes. The 
epitaxy process may use gaseous and/or liquid precursors, 
which interact with the composition of the fin portions 220 (in 
other words, interact with the Si fin portions 220). In the 
depicted embodiment, the fin portions 230 include silicon 
germanium (SiGe) formed by a silicon germanium epitaxial 
deposition process. Alternatively, the fin portions 230 could 
comprise epitaxially grown silicon. The fin portions 230 may 
be doped during deposition (growth) by adding impurities to 
the Source material of the epitaxy process or Subsequent to its 
deposition growth process by an ion implantation process. 
For example, an episilicon fin portion may be doped with 
phosphorous (to form a Si: Pepi layer). The doped epitaxial 
layer may have a gradient doping profile. ACMP process may 
be performed to planarize the fin portions 230. Thereafter, the 
remaining insulation layer may be subjected to an etch back 
process, or a CMP process, thereby forming isolation features 
(such as isolation features 240). 

In another example, the fin structures 215A and 215B are 
formed by implementing a lithography and etching process to 
form the fin portions 220, and implementing a condensation 
process to form the fin portions 230. The condensation pro 
cess may implement the methods described in U.S. patent 
application Ser. No. 12/702,862, entitled Bottom-Notched 
SiGe FinFET Formation by Condensation Method, filed Feb. 
9, 2010, which is hereby incorporated by reference in its 
entirety. For example, beginning with the substrate 210, a 
lithography and etching process forms trenches in the Sub 
strate 210, thereby forming fin portions 220 (referred to as Si 
fin portions) of the fin structures 215A and 215B, which 
extend from the substrate 210. The lithography and etching 
process may be similar to that described above. Thereafter, an 
insulation layer can be formed over the substrate 210, filling 
in the trenches. The insulation layer may be subjected to an 
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etchback process to form isolation features (such as isolation 
features 240). A semiconductor material is then epitaxially 
(epi) grown on the exposed fin portions 220. For example, 
SiGe is grown on the exposed fin portions 220 by an epitaxial 
process, similar to the epitaxial processes described above. 
Thereafter, a SiGe condensation process causes Ge from the 
SiGe material to diffuse into fin portions 220 (Si fins), form 
ing fin portions 230. Thereafter, the isolation features may be 
subjected to an etch back process, or a CMP process. 

Isolation features 240, such as shallow trench isolation 
(STI) structures, surround the fin structures 215A and 215B, 
isolating the fin structures 215A and 215B from each other 
and other not-illustrated integrated circuit devices. The iso 
lation features 240 may beformed by partially filling trenches 
surrounding the fin structures 215A and 215B with an insu 
lating material. Such as silicon oxide, silicon nitride, silicon 
oxynitride, other suitable material, or combinations thereof. 
The filled trench may have a multi-layer structure, for 
example, athermal oxide liner layer with silicon nitride filling 
the trench. 

The FinFET device 200 includes a gate structure 250. The 
gate structure 250 traverses the fin structures 215A and 215B, 
and in the depicted embodiment, is formed on a central por 
tion of the fin structures 215A and 215B. The gate structure 
250 may include a gate dielectric layer and a gate electrode. 
The gate dielectric layer includes a dielectric material. Such as 
silicon oxide, high-k dielectric material, other suitable dielec 
tric material, or combinations thereof. Examples of high-k 
dielectric material include HfC), HfSiO, HfSiON, HfTaO, 
HfTiO, Hf/rO, Zirconium oxide, aluminum oxide, hafnium 
dioxide-alumina (H?O Al-O.) alloy, other Suitable high-k 
dielectric materials, or combinations thereof. The gate elec 
trode includes polysilicon and/or a metal including Al, Cu, Ti, 
Ta, W. Mo, TaN, NiSi, CoSi, TiN, WN, TiAl, TiAIN, TaCN, 
TaC, TaSiN, other conductive materials, or combinations 
thereof. The gate structure 250, such as the gate electrode, 
may be formed in a gate first or gate last process. The gate 
structure 250 may include numerous other layers, for 
example, capping layers, interface layers, diffusion layers, 
barrier layers, hard mask layers, or combinations thereof. 

The gate structure 250 is formed by a suitable process, 
including deposition, lithography patterning, and etching 
processes. The deposition processes include chemical vapor 
deposition (CVD), physical vapor deposition (PVD), atomic 
layer deposition (ALD), high density plasma CVD (HD 
PCVD), metal organic CVD (MOCVD), remote plasma CVD 
(RPCVD), plasma enhanced CVD (PECVD), low-pressure 
CVD (LPCVD), atomic layer CVD (ALCVD), atmospheric 
pressure CVD (APCVD), plating, other suitable methods, or 
combinations thereof. The lithography patterning processes 
include photoresist coating (e.g., spin-on coating), Soft bak 
ing, mask aligning, exposure, post-exposure baking, devel 
oping the photoresist, rinsing, drying (e.g., hard baking), 
other Suitable processes, or combinations thereof. Alterna 
tively, the lithography exposing process is implemented or 
replaced by other methods, such as maskless photolithogra 
phy, electron-beam writing, and ion-beam writing. In yet 
another alternative, the lithography patterning process could 
implement nanoimprint technology. The etching processes 
include dry etching, wet etching, and/or other etching meth 
ods. 

Spacers may be disposed on the sidewalls of the gate struc 
ture 250, such as along the gate electrode. The spacers include 
a dielectric material. Such as silicon oxide, silicon nitride, 
silicon oxynitride, other Suitable material, or combinations 
thereof. The spacers may include a multi-layer structure, Such 
as a multi-layer structure including a silicon nitride layer and 
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6 
a silicon oxide layer. The spacers are formed by a suitable 
process to a suitable thickness. For example, spacers may be 
formed by depositing silicon nitride and silicon oxide layers 
and then dry etching the layers to form the spacers. Before or 
after the spacers are formed, implantation, diffusion, and/or 
annealing processes may be performed to form lightly doped 
source and drain (LDD) features in the source and drain 
regions of the fin structures 215A and 215B. 

FIG. 3A is a perspective view of the FinFET device 200, 
FIG. 3B is a diagrammatic cross-sectional view of the Fin 
FET device 200 taken along line3B-3B in FIG.3A, and FIG. 
3C is a diagrammatic cross-sectional view of the FinFET 
device 200 taken along line 3C-3C in FIG. 3A. In FIGS. 
3A-3C, the fin portion 230 is removed from the source and 
drain regions of the fin structures 215A and 215.B. More 
specifically, in the depicted embodiment, an etching process 
completely removes the fin portions 230 from the source and 
drain regions of the fin structures 215A and 215B, exposing 
the fin portions 220. The etching process is a dry etching 
process, wet etching process, other etching process, or com 
binations thereof. In an example, the etching process uses a 
mixture of HBr, C1, and O. Alternatively, other etching 
process mixtures may be used to effectively remove the fin 
portions 230 from the source and drain regions of the fin 
structures 215A and 215B. A radio frequency (RF) bias power 
of the etching process may be about 30 Watts (W) to about 
400 W. A lithography and etching process may be imple 
mented to provide a protective layer over various features of 
the FinFET device 200 (for example, the gate structure 250 
and/or isolation features 240) to prevent the protected fea 
tures from being affected by the etching process. As illus 
trated in FIG. 3C, the fin portion 230 remains in the channel 
of the fin structures 215A and 215B, confined by the gate 
structure 250. The removed fin portions 230 form trenches in 
the source and drain regions of the fins structures 215A and 
215B. The trench sidewalls may be defined by fin portions 
220, isolation features 240, remaining fin portion 230 in the 
channel region, and/or protective layer (if formed). In the 
depicted embodiment, a depth (d) of the trenches extends 
from an initial top surface of the fin portions 230 to a top, 
exposed surface of the fin portions 220. Where a protective 
layer is provided, d may extend from a top surface of the 
protective layer to the top, exposed Surface of the fin portions 
220. Other means of determining the trench depth may be 
used. 

FIG. 4A is a perspective view of the FinFET device 200, 
FIG. 4B is a diagrammatic cross-sectional view of the Fin 
FET device 200 taken along line 4B-4B in FIG. 4A, and FIG. 
4C is a diagrammatic cross-sectional view of the FinFET 
device 200 taken along line 4C-4C in FIG. 4A. In FIGS. 
4A-4C, fin portions 260 are formed in the source and drain 
regions of the fin structures 215A and 215.B. For example, a 
semiconductor material is epitaxially (epi) grown on the 
exposed fin portions 220, forming fin portions 260 of the fin 
structures 215A and 215B. The semiconductor material can 
fill the trenches in the source and drain regions of the fin 
structures 215A and 215B. The epitaxy process may use CVD 
deposition techniques (e.g., vapor-phase epitaxy (VPE) and/ 
or ultra-high vacuum CVD (UHV-CVD)), molecular beam 
epitaxy, and/or other Suitable processes. The epitaxy process 
may use gaseous and/or liquid precursors, which interact with 
the composition of the fin portions 220 (in other words, inter 
act with the Si fin portions 220). In the depicted embodiment, 
the fin portions 260 include silicon germanium (SiGe) formed 
by a silicon germanium epitaxial deposition process. Alter 
natively, the fin portions 260 include epitaxially grown sili 
con. A SiGe concentration of the fin portion 260 is repre 
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sented by SiGe where y represents Ge composition in 
atomic percent. In the depicted embodiment, y is less than or 
equal to 1, and greater than or equal to 0. The protective layer 
used during the etching process described above may be used 
during the epi process to define areas of the FinFET device 
200 where the semiconductor material can grow. The fin 
portions 260 may be doped during deposition (growth) by 
adding impurities to the source material of the epitaxy pro 
cess or Subsequent to its deposition growth process by anion 
implantation process. The doped epitaxial layer may have a 
gradient doping profile. A chemical mechanical polishing 
(CMP) process may be performed to planarize the finportions 
260. Further, before or after forming the fin portions 260, 
implantation, diffusion, and/or annealing processes may be 
performed to form heavily doped source and drain (HDD) 
features in the Source and drain regions of the fin structures 
215A and 215B. 
As illustrated in FIGS. 4A-4C, the fin structures 215A and 

215B include fin portions 220, fin portions 230, and fin por 
tions 260. More specifically, the source and drain regions of 
the fin structures 215A and 215B include finportions 220 and 
fin portions 260, and the channel of the fin structures 215A 
and 215B includes fin portions 220 and fin portions 230. The 
fin portion 230 remains in the channel of the fin structures 
215A and 215B, confined by the gate structure 250 and fin 
portions 260. The fin portions 260 in the source and drain 
regions of the fin structures 215A and 215B are alternatively 
referred to as strained source and drain features of the FinFET 
device 200. The fin portions 260 provide compressive stress 
to the channel of the fin structures 215A and 215B, enhancing 
hole mobility in the PMOS FinFET device 200. 
As noted above, in the depicted embodiment, fin portions 

220 include Si, fin portions 230 include SiGe and fin 
portions 260 include SiGe. Typically, PMOS FinFET 
devices requirey to be much larger than X (y>>X) So that the 
Source and drain regions have a much higher Ge concentra 
tion than the channel. This ensures that the strained source 
and drain features have a larger lattice constant than the 
channel to produce the desired compressive strain. Conven 
tional manufacturing used to ensure a sufficient Ge concen 
tration can be cost-prohibitive and often introduce complex 
ity into existing integrated circuit device fabrication 
processes, such as conventional complementary metal-oxide 
semiconductor (CMOS) processes. In contrast, in the 
depicted embodiment, fabricating integrated circuit devices 
according to the method 100 described above provides a 
FinFET device 200 with strained source and drain features 
where y is independent of X. In other words, the fin portions 
260 may include any Ge concentration and still achieve the 
desired compressive strain for PMOS FinFET devices. More 
specifically, by forming the strained source and drain features 
(depicted as fin portions 260) over the Si fin portions (de 
picted as fin portions 220), compressive strain is achieved 
regardless of the channel's SiGe concentration. For example, 
compressive strain from the Si fin portions 220 on the Si 
Ge, fin portions 260 cause the fin portions 260 to push/stress 
the channel/fin portions 230, providing uniaxial stress to the 
channels of the fin structures 215A and 215.B. 
The FinFET device 200 may include additional features, 

which may be formed by Subsequent processing. For 
example, silicide features may be formed in the source and 
drain regions of the fin structures 215A and 215B, specifically 
on fin portions 260. The silicide features may be formed by a 
silicidation process, such as a self-aligned silicide (Salicide) 
process. Various contacts/vias/lines and multilayer intercon 
nect features (e.g., metal layers and interlayer dielectrics) 
may be formed over the substrate 210, configured to connect 
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8 
the various features or structures of the FinFET device 200. 
The additional features may provide electrical interconnec 
tion to the device 200 including the gate structures 250. For 
example, a multilayer interconnection includes vertical inter 
connects, such as conventional vias or contacts, and horizon 
tal interconnects, such as metal lines. The various intercon 
nection features may implement various conductive materials 
including copper, tungsten, and/or silicide. In one example, a 
damascene and/or dual damascene process is used to form a 
copper related multilayer interconnection structure. 

FIGS.5A-5C, 6A-6C, and 7A-7C provide various views of 
another FinFET device 300, in portion or entirety, at various 
stages of fabrication according to the method 100 of FIG. 1. 
The FinPET device 300 may be included in a microprocessor, 
memory cell, and/or other integrated circuit device. In the 
depicted embodiment, the FinFET device 300 is an n-type 
metal-oxide-semiconductor (NMOS) FinFET device. The 
FinFET device 300 of FIGS. 5A-5C, 6A-6C, and 7A-7C is 
similar in many respects to the FinFET device 200 of FIGS. 
2A-2C, 3A-3C, and 4A-4C. Accordingly, similar features in 
FIGS. 2A-2C, 3A-3C, 4A-4C,5A-5C, 6A-6C, and 7A-7Care 
identified by the same reference numerals for clarity and 
simplicity. FIGS.5A-5C, 6A-6C, and 7A-7C have been sim 
plified for the sake of clarity to better understand the inventive 
concepts of the present disclosure. Additional features can be 
added in the FinFET device 300, and some of the features 
described below can be replaced or eliminated in other 
embodiments of the FinPET device 300. 

FIG. 5A is a perspective view of the FinFET device 300, 
FIG. 5B is a diagrammatic cross-sectional view of the Fin 
FET device 300 taken along line 5B-5B in FIG.5A, and FIG. 
5C is a diagrammatic cross-sectional view of the FinFET 
device 300 taken along line 5C-5C in FIG. 5A. The FinFET 
device 300 includes the substrate 210, finstructures 215A and 
215B including fin portions 220 and 230, isolation features 
240, and gate structure 250. 

FIG. 6A is a perspective view of the FinFET device 300, 
FIG. 6B is a diagrammatic cross-sectional view of the Fin 
FET device 300 taken along line 6B-6B in FIG. 6A, and FIG. 
6C is a diagrammatic cross-sectional view of the FinFET 
device 300 taken along line 6C-6C in FIG. 6A. In FIGS. 
6A-6C, the fin portion 230 is removed from the source and 
drain regions of the fin structures 215A and 215B. In contrast 
to the FinFET device 200 of FIGS. 3A-3C, in the depicted 
embodiment, an etching process partially removes the fin 
portions 230 from the source and drain regions of the fin 
structures 215A and 215B, such that some of the fin portions 
230 remains in the Source and drain regions. The etching 
process is a dry etching process, wet etching process, other 
etching process, or combinations thereof. In an example, the 
etching process uses a mixture of HBr, Cl, and O. Alterna 
tively, other etching process mixtures may be used to effec 
tively partially remove the fin portions 230 from the source 
and drain regions of the fin structures 215A and 215B. A radio 
frequency (RF) bias power of the etching process may be 
about 30 Watts (W) to about 400W. A lithography and etching 
process may be implemented to provide a protective layer 
over various features of the FinFET device 300 (for example, 
the gate structure 250 and/or isolation features 240) to prevent 
the protected features from being affected by the etching 
process. The removed fin portions 230 form trenches in the 
source and drain regions of the fins structures 215A and 
215B. The trench sidewalls may be defined by remaining fin 
portions 230 (in the source, drain, and channel regions), iso 
lation features 240, and/or protective layer (if formed). In the 
depicted embodiment, a depth (d) of the trenches extends 
from an initial top surface of the fin portions 230 to a top, 
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exposed surface of the fin portions 230. Where a protective 
layer is provided, d may extend from a top surface of the 
protective layer to the top, exposed Surface of the fin portions 
230. The depth d indicates the depth of the trenches in the 
source and drain regions of the FinPET device 300. Consid 
ering dandd, the FinFET device 200 has a deeper trench (or 
recess) than the FinFET device 300. As will be described 
further below, the trench depth can be controlled to achieve 
various source and drain features for the fin structures, such 
that different kinds of channel strain can be achieved for 
different FinPET devices. 

FIG. 7A is a perspective view of the FinFET device 300, 
FIG. 7B is a diagrammatic cross-sectional view of the Fin 
FET device 300 taken along line 7B-7B in FIG. 7A, and FIG. 
7C is a diagrammatic cross-sectional view of the FinFET 
device 300 taken along line 7C-7C in FIG. 7A. In FIGS. 
7A-7C, fin portions 270 are formed in the source and drain 
regions of the fin structures 215A and 215.B. For example, a 
semiconductor material is epitaxially (epi) grown on the 
exposed fin portions 230 in the Source and drain regions, 
forming fin portions 270 of the fin structures 215A and 215B. 
The semiconductor material can fill the trenches in the source 
and drain regions of the fins structures 215A and 215B. The 
epitaxy process may use CVD deposition techniques (e.g., 
VPE and/or UHV-CVD), molecular beam epitaxy, and/or 
other Suitable processes. The epitaxy process may use gas 
eous and/or liquid precursors. In the depicted embodiment, 
the fin portions 270 include silicon germanium (SiGe) formed 
by a silicon germanium epitaxial deposition process. Alter 
natively, the fin portions 270 include epitaxially grown sili 
con. A SiGe concentration of the fin portions 270 is repre 
sented by Sir Ge, where Z represents Ge composition in 
atomic percent. In the depicted embodiment, Z is less than or 
equal to 1, and greater than or equal to 0. The protective layer 
used during the etching process described above may be used 
during the epi process to define areas of the FinFET device 
300 where the semiconductor material can grow. The fin 
portions 270 may be doped during deposition (growth) by 
adding impurities to the source material of the epitaxy pro 
cess or Subsequent to its deposition growth process by anion 
implantation process. For example, an episilicon fin portion 
may be doped with phosphorous (to form a Si:Pepi layer). 
The doped epitaxial layer may have a gradient doping profile. 
A CMP process may be performed to planarize the fin por 
tions 270. Further, before or after forming the fin portions 230 
and/or 270, implantation, diffusion, and/or annealing pro 
cesses may be performed to form HDD features in the source 
and drain regions of the fin structures 215A and 215B. 
As illustrated in FIGS. 7A-7C, the fin structures 215A and 

215B include fin portions 220, fin portions 230, and fin por 
tions 270. More specifically, the source and drain regions of 
the fin structures 215A and 215B include fin portions 220, 
230, and 270, and the channel of the fin structures 215A and 
215B includes fin portions 220 and 230. The fin portions 230 
and 270 in the source and drain regions of the fin structures 
215A and 215B are alternatively referred to as strained source 
and drain features of the FinFET device 300. The depicted fin 
portions 270 provide tensile stress to the channel of the fins 
structures 215A and 215B, enhancing electron mobility in the 
channel of the NMOS FinFET device 300. In the depicted 
embodiment, fin portions 220 include Si, fin portions 230 
include SiGe and finportions 270 include SiGe, where 
Z is less than X. 
The FinFET device 300 may include additional features, 

which may be formed by Subsequent processing. For 
example, silicide features may be formed in the source and 
drain regions of the fin structure fin structures 215A and 
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10 
215B, specifically on fin portions 270. The silicide features 
may be formed by a silicidation process. Such as a self 
aligned silicide (Salicide) process. Various contacts/viaS/lines 
and multilayer interconnect features (e.g., metal layers and 
interlayer dielectrics) may be formed over the substrate 210, 
configured to connect the various features or structures of the 
FinFET device 300. The additional features may provide 
electrical interconnection to the device 300 including the gate 
structures 250. For example, a multilayer interconnection 
includes vertical interconnects, such as conventional vias or 
contacts, and horizontal interconnects, such as metal lines. 
The various interconnection features may implement various 
conductive materials including copper, tungsten, and/or sili 
cide. In one example, a damascene and/or dual damascene 
process is used to form a copper related multilayer intercon 
nection structure. 
The PMOS Fin ET device 200 and NMOS Fin ET device 

300 can be fabricated in a single integrated circuit device 
using the method 100. By controlling the source and drain 
trench depth (for example, d and d), where the strained 
source and drain features (fin portions 260 or fin portions 230 
and 270) will be formed, strain for both PMOS and NMOS 
FinFET devices can beachieved. For example, as described 
above, fin portions 230 are completely removed from the 
source and drain regions of the fin structures 215A and 215B 
in FinFET device 200, yet are partially removed from the 
source and drain regions of the fin structures 215A and 215B 
in FinPET device 300. This provides different starting sub 
strates for forming the epi/strained source and drain features, 
such that different types of strain can be achieved for the 
different device types. Accordingly, the trench depth can be 
tuned to independently optimize performance of each Fin 
FET device in an integrated circuit device. Further, the fin 
portions 260 and fin portions 270 can be formed simulta 
neously, such that the fin portions 260 and 270 have a same 
SiGe composition. 

FIG. 8 is a flow chart of a method 400 for fabricating an 
integrated circuit device according to various aspects of the 
present disclosure. In the depicted embodiment, the method 
400 fabricates an integrated circuit device that includes a 
FinFET device. The method 400 begins at block 402 where a 
semiconductor substrate is provided. At block 404, a first fin 
structure and a second fin structure is formed over the semi 
conductor substrate. More specifically, a first material portion 
of the first and second fin structures is formed over the semi 
conductor Substrate, and a second material portion of the first 
and second fin structures is formed over the first material 
portion. At block 406, a gate structure is formed over a portion 
of the first and second fin structures. The gate structure 
traverses the first and second fin structures, separating a 
Source region and a drain region of the first and second fin 
structures. A channel is defined between the source and drain 
regions of the first and second fin structures. At block 408, the 
second material portion is completely removed from the 
Source and drain regions of the first and second fin structures. 
At block 410, the first material portions in the source and 
drain regions of the first and second fin structures are merged 
together to form a fin template. At block 412, a third material 
portion is formed over the fin template in the source and drain 
regions of the first and second fin structures. The method 400 
continues with block 414 where fabrication of the integrated 
circuit device is completed. Additional steps can be provided 
before, during, and after the method 400, and some of the 
steps described can be replaced or eliminated for other 
embodiments of the method. 

FIGS. 9A-9C, 10A-10C, 11A-11C, and 12A-12C provide 
various views of a FinFET device 500, in portion or entirety, 
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at various stages of fabrication according to the method 400 
of FIG. 8. The FinFET device 500 may be included in a 
microprocessor, memory cell, and/or other integrated circuit 
device. In the depicted embodiment, the FinFET device500 is 
a PMOS Fin FT device. The Fin ET device 500 of FIGS. 
9A-9C, 10A-10C, 11A-11C, and 12A-12C is similar in many 
respects to the FinFET device 200 of FIGS. 2A-2C, 3A-3C, 
and 4A-4C. Accordingly, similar features in FIGS. 2A-2C. 
3A-3C, 4A-4C, 9A-9C, 10A-10C, 11A-11C, and 12A-12C 
are identified by the same reference numerals for clarity and 
simplicity. FIGS. 9A-9C, 10A-10C, 11A-11C, and 12A-12C 
have been simplified for the sake of clarity to better under 
stand the inventive concepts of the present disclosure. Addi 
tional features can be added in the FinFET device 500, and 
some of the features described below can be replaced or 
eliminated in other embodiments of the FinPET device 500. 

FIG. 9A is a perspective view of the FinFET device 500, 
FIG.9B is a diagrammatic cross-sectional view of the Fin 
FET device 500 taken along line 9B-9B in FIG.9A, and FIG. 
9C is a diagrammatic cross-sectional view of the FinFET 
device 500 taken along line 9C-9C in FIG.9A. The FinFET 
device 500 includes the substrate 210, fin structures 215A and 
215B including fin portions 220 and 230, isolation features 
240, andgate structure 250. The fin structures 215A and 215B 
include a source region and a drain region, and the Source and 
drain regions define a channel region therebetween. 

FIG. 10A is a perspective view of the FinFET device 500, 
FIG. 10B is a diagrammatic cross-sectional view of the Fin 
FET device 500 taken along line 10B-10B in FIG. 10A, and 
FIG. 10C is a diagrammatic cross-sectional view of the Fin 
FET device 500 taken along line 10C-10C in FIG. 10A. As 
described above with reference to FIGS. 3A-3C, in FIGS. 
10A-10C, the fin portions 230 are completely removed from 
the source and drain regions of the fins structures 215A and 
215B, exposing fin portions 220 in the source and drain 
regions. 

FIG. 11A is a perspective view of the FinFET device 500, 
FIG. 11B is a diagrammatic cross-sectional view of the Fin 
FET device 500 taken along line 11B-11B in FIG. 11A, and 
FIG. 11C is a diagrammatic cross-sectional view of the Fin 
FET device 500 taken along line 11C-11C in FIG. 11A. In 
FIGS. 11A-11C, the fin portions 220 in the source and drain 
regions of the fin structures 215A and 215B are merged 
together to form a fin template 280. For example, the fin 
template 280 may be formed by a process similar to that 
described in U.S. Ser. patent application Ser. No. 12/917,902, 
filed Nov. 2, 2010, entitled Fin-Like Field Effect Transistor 
(FinFET) Device and Method of Manufacturing Same. In the 
depicted embodiment, a semiconductor material is epitaxi 
ally (epi) grown on the exposed fin portions 220 in the Source 
and drain regions, until the fin portions 220 of the fin struc 
tures 215A and 215B are merged together to form the fin 
template 280. The epitaxy process may use CVD deposition 
techniques (e.g., VPE and/or UHV-CVD), molecular beam 
epitaxy, and/or other Suitable processes. The epitaxy process 
may use gaseous and/or liquid precursors. In the depicted 
embodiment, the fin template 280 includes silicon formed by 
a silicon epitaxial deposition process. Alternatively, the fin 
template 280 could include germanium (SiGe) formed by a 
silicon germanium epitaxial deposition process. The fin tem 
plate 280 may be doped during deposition (growth) by adding 
impurities to the source material of the epitaxy process or 
Subsequent to its deposition growth process by anion implan 
tation process. For example, an episilicon fin portion may be 
doped with phosphorous (to form a Si:Pepi layer). The doped 
epitaxial layer may have a gradient doping profile. A CMP 
process may be performed to planarize the fin template 280. 
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Though the fin template 280 and fin portions 220 are depicted 
separately, it is understood that “fin template can refer to the 
newly grown episemiconductor material alone (depicted as 
fin template 280) or the newly grown episemiconductor 
material combined with the initial fin portions (depicted as fin 
portions 220). The fin template 280 can minimize stress relax 
ation along a width of the fin structures 215A and 215B, 
maximizing strain to the channels offin structures 215A and 
215B and enhancing device performance. 

FIG. 12A is a perspective view of the FinFET device 500, 
FIG. 12B is a diagrammatic cross-sectional view of the Fin 
FET device 500 taken along line 12B-12B in FIG. 12A, and 
FIG. 12C is a diagrammatic cross-sectional view of the Fin 
FET device 500 taken along line 12C-12C in FIG. 12A. In 
FIGS. 12A-12C, a fin portion 285 is formed over the fin 
template 280, providing the fin structures 215A and 215B 
with the fin portion 285. For example, a semiconductor mate 
rial is epitaxially (epi) grown on the fin template 285. The 
epitaxy process may use CVD deposition techniques (e.g., 
VPE and/or UHV-CVD), molecular beam epitaxy, and/or 
other Suitable processes. The epitaxy process may use gas 
eous and/or liquid precursors, which interact with the com 
position of the fin template 280 (in other words, interact with 
the Si fin template 280). In the depicted embodiment, the fin 
portion 285 is silicon germanium (SiGe) formed by a silicon 
germanium epitaxial deposition process. The SiGe concen 
tration of the fin portion 285 is represented by SiGe where 
y represents Ge composition in atomic percent. In the 
depicted embodiment, y is less than or equal to 1, and greater 
than or equal to 0. The fin portion 285 may be doped during 
deposition (growth) by adding impurities to the source mate 
rial of the epitaxy process or subsequent to its deposition 
growth process by an ion implantation process. The doped 
epitaxial layer may have a gradient doping profile. A CMP 
process may be performed to planarize the fin portion 285. 
Further, before or after forming the fin portion 285, implan 
tation, diffusion, and/or annealing processes may be per 
formed to form HDD features in the source and drain regions 
of the fin structures 215A and 215.B. 
As illustrated in FIGS. 12A-12C, the fin structures 215A 

and 215B include fin portions 220, fin portions 230, fin tem 
plate 280, and fin portions 285. More specifically, the source 
and drain regions of the fin structures 215A and 215B include 
fin portions 220, fin template 280, and fin portions 285. The 
channel of the fin structures 215A and 215B includes fin 
portions 220 and finportions 230. The fin portion 230 remains 
in the channel region of the fin structures 215A and 215B, 
confined by the gate structure 250, fin template 280, and fin 
portions 285. The fin template 280 and/or fin portions 285 in 
the source and drain regions of the fin structures 215A and 
215B are alternatively referred to as strained source and drain 
features of the FinFET device 500. In the depicted embodi 
ment, fin portions 220 include Si, fin template 280 includes 
Si, fin portions 230 include SiGe and fin portions 285 
include Si-Ge. The fin portions 285 provide compressive 
stress to the channel of the fin structures 215A and 215B, 
enhancing hole mobility in the PMOS FinFET device 500. 
Similar to PMOS FinFET device 200 described above, y is 
independent of x in PMOS FinFET device 500. The fin por 
tions 285 may include any Ge concentration and still achieve 
the compressive strain desired for PMOS FinFET devices. By 
forming the fin portions 285 over the Si fin portions (fin 
template 280), compressive strain is achieved regardless of 
the SiGe concentration of the channel. Accordingly, the fin 
portions 285 may include any Ge concentration and still 
achieve the compressive strain desired for PMOS FinFET 
devices. By forming the fin portions 285 over the Si fin 
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portions (fin template 280), compressive strain is achieved 
regardless of the SiGe concentration of the channel. For 
example, compressive strain from the Si fin template 280 on 
the SiGe fin portions 285 cause the fin portions 285 to 
push/stress the channel/fin portions 230, providing uniaxial 
stress to the channel of the FinFET device 500. In contrast to 
FinFET device 200, the fin template 280 of FinFET device 
500 can minimize stress relaxation along a width of the fin 
structures 215A and 215B, increasing the compressive strain 
on the channel of the FinPET device 500. 
The FinFET device 500 may include additional features, 

which may be formed by Subsequent processing. For 
example, silicide features may be formed in the source and 
drain regions of the fin structure fin structures 215A and 
215B, specifically on fin portions 285. The silicide features 
may be formed by a silicidation process. Such as a self 
aligned silicide (Salicide) process. Various contacts/viaS/lines 
and multilayer interconnect features (e.g., metal layers and 
interlayer dielectrics) may be formed over the substrate 210, 
configured to connect the various features or structures of the 
FinFET device 500. The additional features may provide 
electrical interconnection to the device 500 including the gate 
structures 250. For example, a multilayer interconnection 
includes vertical interconnects, such as conventional vias or 
contacts, and horizontal interconnects, such as metal lines. 
The various interconnection features may implement various 
conductive materials including copper, tungsten, and/or sili 
cide. In one example, a damascene and/or dual damascene 
process is used to form a copper related multilayer intercon 
nection structure. 

FIG. 13 is a flow chart of a method 600 for fabricating an 
integrated circuit device according to various aspects of the 
present disclosure. In the depicted embodiment, the method 
600 fabricates an integrated circuit device that includes a 
FinFET device. The method 600 begins at block 602 where a 
semiconductor substrate is provided. At block 604, a first fin 
structure and a second fin structure is formed over the semi 
conductor substrate. More specifically, a first material portion 
of the first and second fin structures is formed over the semi 
conductor Substrate, and a second material portion of the first 
and second fin structures is formed over the first material 
portion. At block 606, a gate structure is formed over a portion 
of the first and second fin structures. The gate structure 
traverses the first and second fin structures, separating a 
Source region and a drain region of the first and second fin 
structures. A channel is defined between the source and drain 
regions of the first and second fin structures. At block 608, the 
second material portion is partially removed from the Source 
and drain regions of the first and second fin structures. At 
block 610, remaining second material portions in the Source 
and drain regions of the first and second fin structures are 
merged together to form a fin template. At block 612, a third 
material portion is formed over the fin template in the source 
and drain regions of the first and second fin structures. The 
method 600 continues with block 614 wherefabrication of the 
integrated circuit device is completed. Additional steps can be 
provided before, during, and after the method 600, and some 
of the steps described can be replaced or eliminated for other 
embodiments of the method. 

FIGS. 14A-14C, 15A-15C, 16A-16C, and 17A-17C pro 
vide various views of a FinFET device 700, in portion or 
entirety, at various stages of fabrication according to the 
method 600 of FIG. 13. The FinFET device 700 may be 
included in a microprocessor, memory cell, and/or other inte 
grated circuit device. In the depicted embodiment, the Fin 
FET device 700 is an NMOS Fin ET device. The Fin ET 
device 700 of FIGS. 14A-14C, 15A-15C, 16A-16C, and 17A 
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14 
17C is similar in many respects to the FinFET device 500 of 
FIGS.5A-5C, 6A-6C, and 7A-7C. Accordingly, similar fea 
tures in FIGS.5A-5C, 6A-6C, 7A-7C, 14A-14C, 15A-15C, 
16A-16C, and 17A-17C are identified by the same reference 
numerals for clarity and simplicity. FIGS. 14A-14C, 15A 
15C, 16A-16C, and 17A-17C have been simplified for the 
sake of clarity to better understand the inventive concepts of 
the present disclosure. Additional features can be added in the 
FinFET device 700, and some of the features described below 
can be replaced or eliminated in other embodiments of the 
Fin ET device 700. 

FIG. 14A is a perspective view of the FinFET device 700, 
FIG. 14B is a diagrammatic cross-sectional view of the Fin 
FET device 700 taken along line 14B-14B in FIG. 14A, and 
FIG. 14C is a diagrammatic cross-sectional view of the Fin 
FET device 700 taken along line 14C-14C in FIG. 14A. The 
FinFET device 700 includes the substrate 210, fin structures 
215A and 215B including fin portions 220 and 230, isolation 
features 240, and gate structure 250. The fin structures 215A 
and 215B include a source region and a drain region, and the 
Source and drain regions define a channel region therebe 
tWeen. 

FIG. 15A is a perspective view of the FinFET device 700, 
FIG. 15B is a diagrammatic cross-sectional view of the Fin 
FET device 700 taken along line 15B-15B in FIG. 15A, and 
FIG. 15C is a diagrammatic cross-sectional view of the Fin 
FET device 700 taken along line 15C-15C in FIG. 15A. As 
described above with reference to FIGS. 6A-6C, in FIGS. 
15A-15C, the fin portions 230 are partially removed from the 
source and drain regions of the fins structures 215A and 
215B, leaving some of the fin portions 230 remaining in the 
Source and drain regions. 

FIG. 16A is a perspective view of the FinFET device 700, 
FIG. 16B is a diagrammatic cross-sectional view of the Fin 
FET device 700 taken along line 16B-16B in FIG. 16A, and 
FIG.16C is a diagrammatic cross-sectional view of the Fin 
FET device 700 taken along line 16C-16C in FIG. 16A. In 
FIGS. 16A-16C, the fin portions 230 remaining in the source 
and drain regions of the fin structures 215A and 215B are 
merged together to form a fin template 290. For example, the 
fin template 290 may be formed by a process similar to that 
described above with reference to FIGS. 11A-11C. In the 
depicted embodiment, a semiconductor material is epitaxi 
ally (epi) grown on the fin portions 230 remaining in the 
Source and drain regions. The semiconductor material is epi 
taxially grown until the fin portions 230 of the fin structures 
215A and 215B are merged together to form the fin template 
290. Though the fin template 290 and finportions 230 remain 
ing in the source and drain regions are depicted separately, 
“fin template may refer to the newly grown episemiconduc 
tor material alone (depicted as fin template 290) or the newly 
grown episemiconductor material combined with the initial 
fin portions (depicted as fin portions 230 remaining in the 
Source and drain regions). The epitaxy process may use CVD 
deposition techniques (e.g., VPE and/or UHV-CVD), 
molecular beam epitaxy, and/or other Suitable processes. The 
epitaxy process may use gaseous and/or liquid precursors. In 
the depicted embodiment, the fin template 290 includes sili 
congermanium (SiGe) formed by a silicon germanium epi 
taxial deposition process. Alternatively, the fin template 290 
could include epitaxially grown silicon. The fin template 290 
may be doped during deposition (growth) by adding impuri 
ties to the source material of the epitaxy process or Subse 
quent to its deposition growth process by an ion implantation 
process. The doped epitaxial layer may have a gradient dop 
ing profile. A CMP process may be performed to planarize the 
fin template 290. The fin template 290 can minimize stress 
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relaxation along a width of the fin structures 215A and 215B, 
maximizing strain to the channels offin structures 215A and 
215B and enhancing device performance. 

FIG. 17A is a perspective view of the FinFET device 700, 
FIG. 17B is a diagrammatic cross-sectional view of the Fin 
FET device 700 taken along line 17B-17B in FIG. 17A, and 
FIG. 17C is a diagrammatic cross-sectional view of the Fin 
FET device 700 taken along line 17C-17C in FIG. 17A. In 
FIGS. 17A-17C, a fin portion 295 is formed over the fin 
template 290, providing the fin structures 215A and 215B 
with the fin portion 295. For example, a semiconductor mate 
rial is epitaxially (epi) grown on the fin template 290. The 
epitaxy process may use CVD deposition techniques (e.g., 
VPE and/or UHV-CVD), molecular beam epitaxy, and/or 
other Suitable processes. The epitaxy process may use gas 
eous and/or liquid precursors. In the depicted embodiment, 
the finportion 295 includes epitaxially grown SiGe. The SiGe 
concentration of the fin portion 295 may be represented by 
SiGe, where Z represents Ge composition in atomic per 
cent. In the depicted embodiment, Z is less than or equal to 1, 
and greater than or equal to 0. Alternatively, the fin portion 
295 could include epitaxially grown Si. The fin portion 295 
may be doped during deposition (growth) by adding impuri 
ties to the source material of the epitaxy process or Subse 
quent to its deposition growth process by an ion implantation 
process. The doped epitaxial layer may have a gradient dop 
ing profile. A CMP process may be performed to planarize the 
finportion 295. Further, before or after forming the finportion 
295, implantation, diffusion, and/or annealing processes may 
be performed to form HDD features in the source and drain 
regions of the fin structures 215A and 215.B. 
As illustrated in FIGS. 17A-17C, the fin structures 215A 

and 215B include fin portions 220, fin portions 230, fin tem 
plate 290, and fin portions 295. More specifically, the source 
and drain regions of the fin structures 215A and 215B include 
fin portions 220, 230, 290, and 295. The channel of the fin 
structures 215A and 215B includes fin portions 220 and 230. 
The fin portions 230,290, and/or 295 in the source and drain 
regions are alternatively referred to as Strained source and 
drain features of the FinFET device 700. In the depicted 
embodiment, finportions 220 include Si, finportions 230 and 
290 include SiGe and fin portions 295 include Si-Ge. 
where Z is less than X. The fin portions 230, 290, and 295 
provide tensile stress to the channel of the fins structures 
215A and 215B, enhancing electron mobility in the channel 
of the NMOS Fin ET device 700. 
The FinFET device 700 may include additional features, 

which may be formed by Subsequent processing. For 
example, silicide features may be formed in the source and 
drain regions of the fin structure fin structures 215A and 
215B, specifically on fin portions 295. The silicide features 
may be formed by a silicidation process. Such as a self 
aligned silicide (Salicide) process. Various contacts/viaS/lines 
and multilayer interconnect features (e.g., metal layers and 
interlayer dielectrics) may be formed over the substrate 210, 
configured to connect the various features or structures of the 
FinFET device 700. The additional features may provide 
electrical interconnection to the device 700 including the gate 
structures 250. For example, a multilayer interconnection 
includes vertical interconnects, such as conventional vias or 
contacts, and horizontal interconnects, such as metal lines. 
The various interconnection features may implement various 
conductive materials including copper, tungsten, and/or sili 
cide. In one example, a damascene and/or dual damascene 
process is used to form a copper related multilayer intercon 
nection structure. 
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It should be noted that the FinFET devices 200, 300, 500, 

and/or 700 can be fabricated in a single integrated circuit 
device using the methods 100, 400, and 600 described above. 
Referring to FinFET devices 200, 300, 500, and 700, by 
controlling Source and drain trench depth (for example, d1 
and d2) for the strained/episource and drain features, strain 
for both PMOS and NMOS FinPET devices can be achieved 
and optimized. For example, as described above, fin portions 
230 are completely removed from the source and drain 
regions of the fin structures 215A and 215B in FinFET 
devices 200 and 500, yet are partially removed from the 
source and drain regions of the fin structures 215A and 215B 
in FinFET devices 300 and 700. This provides different start 
ing Substrates for forming the fin templates, such that differ 
ent types of strain can be achieved. Accordingly, the trench 
depth can be tuned to independently optimize performance of 
each FinFET device in an integrated circuit device. Further, 
referring to FinFET devices 500 and 700, to remedy stress 
relaxation issues inherent in conventional FinFET devices, 
the disclosed methods 400 and 600 merge fins 120 together to 
form the fin template 280 for FinFET device 500 and fin 
template 290 for FinFET device 700. The methods 400 and 
600 provide a self-aligned source/drain template growth 
scheme that can be easily implemented into integrated circuit 
processing and provide maximum raised source and drain 
features for enhancing FinFET device performance. In par 
ticular, the fin templates 180 and 190 provide a planar-like 
Source and drain area for forming the raised source/drain 
features in the Source and drain regions of the fin structures 
215A and 215B. This provides minimal stress relaxation 
along the fin width direction and achieves planar-like channel 
Strain. The disclosed FinPET devices 500 and 700 can thus 
provide maximum strain to the channels of the fin structures 
215A and 215B with limited (or sometimes no) defects and/or 
dislocations. It is understood that different embodiments may 
have different advantages, and that no particular advantage is 
necessarily required of any embodiment. 
The present disclosure provides for many different 

embodiments. For example, the present disclosure provides 
methods for fabricating an integrated circuit device. In an 
embodiment, a method includes providing a semiconductor 
Substrate; forming a fin structure over the semiconductor 
Substrate, the fin structure including a first material portion 
over the semiconductor Substrate and a second material por 
tion over the first material portion; forming a gate structure 
over a portion of the fin structure. Such that the gate structure 
traverses the fin structure, thereby separating a source region 
and a drain region of the fin structure, wherein the source and 
drain regions of the fin structure define a channel therebe 
tween; removing the second material portion from the Source 
and drain regions of the fin structure; and after removing the 
second material portion, forming a third material portion in 
the source and drain regions of the fin structure. 

Removing the second material portion from the Source and 
drain regions of the fin structure may include completely 
etching the second material portion from the source and drain 
regions of the fin structure, thereby exposing the first material 
portion in the source and drain regions of the fin structure. In 
this case, forming the third material portion in the Source and 
drain regions of the fin structure may include epitaxially 
growing a semiconductor material over the exposed first 
material portion. Removing the second material portion from 
the source and drain regions of the fin structure includes 
partially etching the second material portion from the Source 
and drain regions of the fin structure. In this case, forming the 
third material portion in the Source and drain regions of the fin 
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structure may include epitaxially growing a semiconductor 
material over a remaining second material portion. 

In an example, removing the second material portion from 
the source and drain regions of the fin structure may include 
etching the second material portion to form trenches in the 
Source and drain regions of the fin structure, and forming the 
third material portion in the source and drain regions includes 
epitaxially growing a semiconductor material in the trenches. 
The method may include tuning the etching and epitaxial 
growing to achieve strain for an NMOS fin-like field effect 
transistor (FinFET) device or a PMOS FinFET device. Tun 
ing the etching to achieve strain for the NMOS FinFET device 
may include controlling the etching to partially remove the 
second material portion from the source and drain regions of 
the fin structure. Tuning the etching to achieve Strain for the 
PMOS FinFET device may include controlling the etching to 
completely remove the second material portion from the 
Source and drain regions of the fin structure. 

In another embodiment, a method includes providing a 
semiconductor Substrate; forming a first fin structure and a 
second finstructure over the semiconductor substrate, the first 
and second fin structures including a first material portion and 
a second material portion, wherein the first and second fin 
structures each include a source region, a drain region, and a 
channel defined between the Source and drain regions; form 
ing a first trench in the Source and drain regions of the first fin 
structure; forming a second trench in the source and drain 
regions of the second fin structure, the second trench having 
a depth different than the first trench; forming a third material 
portion in the first trench of the first fin structure; and forming 
a fourth material portion in the second trench of the second fin 
Structure. 

Forming the first trench in the Source and drain regions of 
the first fin structure may include completely removing the 
second material portion from source and drain regions of the 
first fin structure, thereby exposing the first material portion 
in the source and drain regions of the first fin structure. In this 
case, forming the third material portion in the first trench may 
include epitaxially growing a semiconductor material over 
the exposed first material portion. Forming the second trench 
in the Source and drain regions of the second fin structure may 
include partially removing the second material portion from 
the source and drain regions of the second fin structure. In this 
case, forming the fourth material portion in the second trench 
may include epitaxially growing a semiconductor material 
over a remaining second material portion. In an example, 
forming the third and fourth material portions in the first and 
second trenches may include simultaneously epitaxially 
growing a semiconductor material in the first and second 
trenches. 
An integrated circuit device is formed by the methods 

described herein. In an embodiment, the integrated circuit 
device includes a semiconductor Substrate, a first fin structure 
disposed over the semiconductor Substrate, and a second fin 
structure disposed over the semiconductor substrate. The first 
fin structure includes a source region and a drain region that 
include a first material portion disposed over the semiconduc 
tor Substrate and a second material portion disposed over the 
first material portion, and a channel defined between the 
Source and drain regions, the channel including the first mate 
rial portion disposed over the semiconductor Substrate and a 
third material portion disposed over the first material portion. 
The second fin structure includes a source region and a drain 
region that include the first material portion disposed over the 
semiconductor Substrate, the third material portion disposed 
over the first material portion, and a fourth material portion 
disposed over the third material portion, and a channel 
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defined between the source and drain regions, the channel 
including the first material portion disposed over the semi 
conductor Substrate and the third material portion disposed 
over the first material portion. In an example, the first material 
portion includes Si, the second material portion includes Si 
a Ge, the third material portion includes SiGe and the 
fourth material portion includes SiGe. In an example, y is 
independent of X. In an example, y-Z. In an example, Z is less 
than X. 
The foregoing outlines features of several embodiments so 

that those skilled in the art may better understand the aspects 
of the present disclosure. Those skilled in the art should 
appreciate that they may readily use the present disclosure as 
a basis for designing or modifying other processes and struc 
tures for carrying out the same purposes and/or achieving the 
same advantages of the embodiments introduced herein. 
Those skilled in the art should also realize that such equiva 
lent constructions do not depart from the spirit and scope of 
the present disclosure, and that they may make various 
changes, Substitutions, and alterations herein without depart 
ing from the spirit and scope of the present disclosure. 
What is claimed is: 
1. A method comprising: 
providing a semiconductor Substrate; 
forming a fin structure over the semiconductor Substrate, 

the fin structure at least partially embedded within a 
dielectric layer and including a first semiconductor 
material portion over the semiconductor Substrate and a 
second semiconductor material portion over the first 
semiconductor material portion; 

forming a gate structure over a portion of the fin structure 
and the dielectric layer, such that the gate structure 
traverses the fin structure, thereby separating a source 
region and a drain region of the fin structure, wherein the 
Source and drain regions of the fin structure define a 
channel therebetween; 

after forming the gate structure, removing the second semi 
conductor material portion from the source and drain 
regions of the fin structure, wherein removing the sec 
ond semiconductor material portion from the Source and 
drain regions of the fin structure includes forming a 
trench in the source and drain regions of the fin structure, 
the trench extending below a top surface of the dielectric 
layer; and 

after removing the second semiconductor material portion, 
forming a third material portion in the Source and drain 
regions of the fin structure. 

2. The method of claim 1 wherein the removing the second 
semiconductor material portion from the source and drain 
regions of the fin structure includes completely etching the 
second semiconductor material portion from the source and 
drain regions of the fin structure, thereby exposing the first 
semiconductor material portion in the Source and drain 
regions of the fin structure. 

3. The method of claim 2 wherein the forming the third 
material portion in the Source and drain regions of the fin 
structure includes epitaxially growing a semiconductor mate 
rial over the exposed first material portion. 

4. The method of claim 1 wherein the removing the second 
semiconductor material portion from the source and drain 
regions of the fin structure includes partially etching the sec 
ond semiconductor material portion from the source and 
drain regions of the fin structure. 

5. The method of claim 4 wherein the forming the third 
material portion in the Source and drain regions of the fin 
structure includes epitaxially growing a semiconductor mate 
rial over a remaining second material portion. 
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6. The method of claim 1 wherein: 
the removing the second semiconductor material portion 

from the Source and drain regions of the fin structure 
includes etching the second semiconductor material por 
tion to form the trench in the Source and drain regions of 5 
the fin structure; and 

the forming the third material portion in the source and 
drain regions includes epitaxially growing a semicon 
ductor material in the trench. 

7. The method of claim 6 further including tuning the 
etching and epitaxial growing to achieve strain for an NMOS 
fin-like field effect transistor (FinFET) device or a PMOS 
FinPET device. 

8. The method of claim 7 wherein the tuning the etching to 
achieve Strain for the NMOS FinPET device includes con 
trolling the etching to partially remove the second semicon 
ductor material portion from the source and drain regions of 
the fin structure. 

9. The method of claim 7 wherein the tuning the etching to 
achieve Strain for the PMOS FinPET device includes control 
ling the etching to completely remove the second semicon 
ductor material portion from the source and drain regions of 
the fin structure. 

10. A method comprising: 
providing a semiconductor Substrate; 
forming a first fin structure and a second fin structure over 

the semiconductor Substrate, the first and second fin 
structures including a first material portion and a second 
material portion, wherein the first and second fin struc 
tures each include a source region, a drain region, and a 
channel defined between the source and drain regions; 

forming a first trench in the source and drain regions of the 
first fin structure; 

forming a second trench in the source and drain regions of 
the second fin structure, wherein the forming the second 
trench in the source and drain regions of the second fin 
structure includes partially removing the second mate 
rial portion from the source and drain regions of the 
second fin structure; 

forming a third material portion in the first trench of the 
first fin structure; and 

forming a fourth material portion in the second trench of 
the second fin structure, wherein the forming the fourth 
material portion in the second trench includes epitaxi 
ally growing a semiconductor material over a remaining 
second material portion. 

11. The method of claim 10 wherein the forming the first 
trench in the Source and drain regions of the first fin structure 
includes completely removing the second material portion 
from source and drain regions of the first fin structure, thereby 
exposing the first material portion in the Source and drain 
regions of the first fin structure. 

12. The method of claim 11 wherein the forming the third 
material portion in the first trench includes epitaxially grow 
ing a semiconductor material over the exposed first material 
portion. 

13. The method of claim 10 wherein the forming the third 
and fourth material portions in the first and second trenches 
includes simultaneously epitaxially growing a semiconductor 
material in the first and second trenches. 

14. A method comprising: 
forming a fin over a semiconductor Substrate and at least 

partially embedded within a dielectric layer, the fin 
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including a first semiconductor material portion dis 
posed over the semiconductor Substrate and a second 
semiconductor material portion disposed over the first 
semiconductor material portion; 

forming a gate structure over the fin, such that the gate 
structure traverses the fin, thereby separating a source 
region and a drain region of the fin, wherein the source 
and drain regions of the fin define a channel region 
therebetween; 

removing the second semiconductor material portion from 
the Source and drain regions of the fin to form a trench 
extending below a top surface of the dielectric layer in 
the Source and drain regions of the fin; and 

forming a third semiconductor material portion in the 
Source and drain regions of the fin. 

15. The method of claim 14 wherein: 
the removing the second conductive material portion from 

the Source and drain regions of the fin includes partially 
etching the second semiconductor material portion; and 

the forming the third conductive material portion in the 
Source and drain regions of the fin includes epitaxially 
growing the third semiconductor material portion over a 
remaining second material portion. 

16. The method of claim 14 wherein: 
the removing the second semiconductor material portion 

from the source and drain regions of the fin includes 
completely etching the second semiconductor material 
portion to expose the first semiconductor material por 
tion; and 

the forming the third semiconductor material portion in the 
Source and drain regions of the fin includes epitaxially 
growing the third semiconductor material portion over 
the exposed first semiconductor material portion. 

17. The method of claim 14 further including: 
forming another fin over the semiconductor Substrate, the 

another fin including another first semiconductor mate 
rial portion disposed over the semiconductor Substrate 
and another second semiconductor material portion dis 
posed over the another first semiconductor material por 
tion; 

forming another gate structure over the another fin, Such 
that the another gate structure traverses the another fin, 
thereby separating a source region and a drain region of 
the another fin, wherein the Source and drain regions of 
the another fin define a channel region therebetween; 

removing the another second semiconductor material por 
tion from the source and drain regions of the another fin; 
and 

forming a fourth semiconductor material portion in the 
Source and drain regions of the another fin. 

18. The method of claim 17 further including simulta 
neously removing the second semiconductor material portion 
and the another second semiconductor material portion 
respectively from the source and drain regions of the fin and 
the another fin, wherein the second semiconductor material 
portion is completely removed from the source and drain 
regions of the finand the another semiconductor second mate 
rial portion is partially removed from the source and drain 
regions of the another fin. 

19. The method of claim 10 wherein the second trench has 
a depth different than the first trench. 
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