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(57) ABSTRACT 

Air gap isolation in non-volatile memory arrays and related 
fabrication processes are provided. Electrical isolation 
between adjacent active areas of a substrate can be provided, 
at least in part, by bit line air gaps that are elongated in a 
column direction between the active areas. At least one cap is 
formed over each isolation region, at least partially overlying 
air to provide an upper endpoint for the corresponding air gap. 
The caps may be formed at least partially along the sidewalls 
of adjacent charge storage regions. In various embodiments, 
selective growth processes are used to form capping strips 
over the isolation regions to define the air gaps. Word line air 
gaps that are elongated in a row direction between adjacent 
rows of storage elements are also provided. 
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AR GAP SOLATION IN NON-VOLATLE 
MEMORY 

PRIORITY CLAIM 

0001. The present application claims priority from: 
0002 U.S. Provisional Patent Application No. 61/356,603 
(Attorney Docket No. SAND-01476US0), entitled “Air Gap 
Isolation in Non-Volatile Memory.” by Purayath, et al., filed 
Jun. 19, 2010, incorporated by reference herein in its entirety: 
and 
0003 U.S. Provisional Patent Application No. 61/356,630 
(Attorney Docket No. SAND-01477US0), entitled “Air Gap 
Isolation in Semiconductor Devices.” by Purayath, et al., filed 
Jun. 20, 2010, incorporated by reference herein in its entirety. 

BACKGROUND OF THE INVENTION 

0004. 1. Field of the Disclosure 
0005 Embodiments of the present disclosure are directed 
to high density semiconductor devices, such as non-volatile 
storage, and methods of forming the same. 
0006 2. Description of the Related Art 
0007. In most integrated circuit applications, the substrate 
area allocated to implement the various integrated circuit 
functions continues to decrease. Semiconductor memory 
devices, for example, and their fabrication processes are con 
tinuously evolving to meet demands for increases in the 
amount of data that can be stored in a given area of the silicon 
Substrate. These demands seek to increase the storage capac 
ity of a given size of memory card or other type of package 
and/or decrease their size. 
0008 Electrical Erasable Programmable Read Only 
Memory (EEPROM), including flash EEPROM, and Elec 
tronically Programmable Read Only Memory (EPROM) are 
among the most popular non-volatile semiconductor memo 
ries. One popular flash EEPROM architecture utilizes a 
NAND array having a large number of Strings of memory 
cells connected through one or more select transistors 
between individual bit lines and common source lines. FIG. 1 
is a top view showing a single NAND string and FIG. 2 is an 
equivalent circuit thereof. The NAND string depicted in 
FIGS. 1 and 2 includes four transistors 100,102,104 and 106 
in series between a first select gate 120 and a second select 
gate 122. Select gate 120 connects the NAND string to a bit 
line via bit line contact 126. Select gate 122 connects the 
NAND String to a common Source line via Source line contact 
128. Each of the transistors 100, 102, 104 and 106 is an 
individual storage element and includes a control gate and a 
floating gate. For example, transistor 100 includes control 
gate 100CG and floating gate 100FG, transistor 102 includes 
control gate 102CG and floating gate 102FG, transistor 104 
includes control gate 104CG and floating gate 104FG, and 
transistor 106 includes control gate 106CG and floating gate 
106FG. Control gate 100CG is connected to word line WL3, 
control gate 102CG is connected to word line WL2, control 
gate 104CG is connected to word line WL1, and control gate 
106CG is connected to word line WL0. 

0009. Note that although FIGS. 1 and 2 show four memory 
cells in the NAND string, the use of four transistors is only 
provided as an example. A NAND string can have less than 
four memory cells or more than four memory cells. For 
example, some NAND strings will include eight memory 
cells, 16 memory cells, 32 memory cells, or more. 

Dec. 22, 2011 

0010. The charge storage elements of current flash 
EEPROM arrays are most commonly electrically conductive 
floating gates, typically formed from a doped polysilicon 
material. Another type of memory cell useful in flash 
EEPROM systems utilizes a non-conductive dielectric mate 
rial in place of a conductive floating gate to form a charge 
storage element capable of storing charge in a non-volatile 
manner. Such a cell is described in an article by Chanet al., “A 
True Single-Transistor Oxide-Nitride-Oxide EEPROM 
Device.” IEEE Electron Device Letters, Vol. EDL-8, No. 3, 
March 1987, pp. 93-95. A triple layer dielectric formed of 
silicon oxide, silicon nitride and silicon oxide (“ONO”) is 
sandwiched between a conductive control gate and a Surface 
of a semi-conductive Substrate above the memory cell chan 
nel. The cell is programmed by injecting electrons from the 
cell channel into the nitride, where they are trapped and stored 
in a limited region. This stored charge then changes the 
threshold voltage of a portion of the channel of the cell in a 
manner that is detectable. The cell is erased by injecting hot 
holes into the nitride. See also Nozaki et al., “A 1-Mb 
EEPROM with MONOS Memory Cell for Semiconductor 
Disk Application. EEE Journal of Solid-State Circuits, Vol. 
26, No. 4, April 1991, pp. 497-501, which describes a similar 
cell in a split-gate configuration where a doped polysilicon 
gate extends over a portion of the memory cell channel to 
form a separate select transistor. 
0011 Memory cells of typical non-volatile flash arrays are 
divided into discrete blocks of cells that are erased together. 
That is, the block contains the minimum number of cells that 
are separately erasable together as an erase unit, although 
more than one block may be erased in a single erase operation. 
Additionally, more recent memories may provide erasing in 
smaller units than blocks. Each block typically stores one or 
more pages of data, where a page includes the minimum 
number of cells that are simultaneously subjected to a data 
programming and read operation as the basic unit of program 
ming and reading, although more than one page may be 
programmed or read in a single operation. Each page typi 
cally stores one or more sectors of data, the size of the sector 
being defined by the host system. An example is a sector of 
512 bytes of user data, following a standard established with 
magnetic disk drives, plus some number of bytes of overhead 
information about the user data and/or the block in which it is 
stored. 
0012. As demands for higher densities in integrated circuit 
applications have increased, fabrication processes have 
evolved to reduce the minimum feature sizes of circuit ele 
ments such as the gate and channel regions of transistors. As 
the feature sizes have decreased, modifications to the tradi 
tional NAND memory array have been made to, among other 
things, decrease parasitic capacitances associated with Small 
feature sizes. 

BRIEF DESCRIPTION OF THE DRAWINGS 

(0013 FIG. 1 is a top view of a NAND string. 
0014 FIG. 2 is an equivalent circuit diagram of the NAND 
string depicted in FIG. 1. 
(0015 FIG. 3 is a plan view of a portion of a NAND flash 
memory array. 
0016 FIG. 4 is an orthogonal cross-sectional view taken 
along line A-A of the portion of the flash memory array 
depicted in FIG. 3. 
0017 FIG. 5 is a three-dimensional drawing of a pair of 
four word line long portions of two NAND strings. 
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0018 FIG. 6 is a flowchart describing a method of forming 
bit line and word line air gaps in accordance with one embodi 
ment of the disclosure. 
0019 FIGS. 7A-7T are orthogonal cross-sectional views 
through a portion of a non-volatile memory array that may be 
fabricated according to the method of FIG. 6 in one embodi 
ment. 

0020 FIGS. 8A-8E are orthogonal cross-sectional views 
through a portion of a non-volatile memory array depicting a 
variation of the method of FIG. 6. 
0021 FIG.9 is a flowchart describing a method of forming 

bit line and word line air gaps in accordance with one embodi 
ment. 

0022 FIGS. 10A-10O are orthogonal cross-sectional 
views of a portion of a non-volatile memory array that may be 
fabricated according to the method of FIG. 9 in one embodi 
ment. 

0023 FIGS. 11A-11F are orthogonal cross-sectional 
views through a portion of a non-volatile memory array 
depicting a variation of the method of FIG. 9. 
0024 FIG. 12 is a flowchart describing a method of form 
ing bit line and word line air gaps in accordance with one 
embodiment of the disclosure. 
0025 FIGS. 13 A-13O are orthogonal cross-sectional 
views of a portion of a non-volatile memory array that may be 
fabricated according to the method of FIG. 12 in one embodi 
ment. 

0026 FIG. 14 is a flowchart describing a method of form 
ing bit line and word line air gaps in accordance with one 
embodiment of the disclosure. 
0027 FIGS. 15A-15N are orthogonal cross-sectional and 
perspective views of a portion of a non-volatile memory array 
that may be fabricated according to the method of FIG. 14 in 
one embodiment. 
0028 FIG. 16 depicts an example of the organization of a 
memory array in accordance with one embodiment. 
0029 FIG. 17 is a block diagram depicting an example of 
a memory system that can be fabricated or used to implement 
embodiments of the disclosed technology. 
0030 FIG. 18 is a block diagram depicting one embodi 
ment of a sense block. 

DETAILED DESCRIPTION 

0031 Embodiments of the present disclosure are directed 
to high-density semiconductor memory, and more particu 
larly to electrical isolation between discrete devices in non 
volatile memory. Electrical isolation is provided, at least in 
part, by air gaps that are formed in the column (bit line) 
direction and/or air gaps that are formed in the row (word line) 
direction. Non-volatile memory arrays and related methods 
of fabrication are provided. 
0032 Air gaps formed in the column direction, referred to 
as bit line air gaps, can provide electrical isolation between 
devices adjacent in the row direction. For example, adjacent 
columns of non-volatile storage elements, such as adjacent 
strings in a NAND type non-volatile memory, can be isolated 
using air gaps that are formed in the Substrate between active 
areas underlying the adjacent columns. Although principally 
described with respect to NAND type non-volatile memory, it 
will be understood that the various air gaps described herein 
can be utilized in other arrays utilizing column and/or row 
arrangements for storage elements. 
0033. In one embodiment, air gaps are formed in the sub 
strate between adjacent active areas of the substrate. The air 
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gaps can be formed in pre-defined isolation regions etched in 
the Substrate. Strips of capping material can be formed that 
are elongated in the column direction over the isolation 
regions. These capping strips can seal or otherwise inhibit the 
accumulation of materials within the air gaps during Subse 
quent process steps. Portions of the capping strips may be 
removed in later processes resulting in individual caps, with 
additional operations performed to seal or otherwise maintain 
the air gaps in the isolation regions where the material is 
removed. For example, additional air gaps may be formed in 
the row direction. A capping material used to define an upper 
endpoint for these air gaps, referred to as word line air gaps, 
may additionally define an upper endpoint for portion of the 
bit line air gaps. 
0034. In one embodiment, a dielectric capping material is 
selectively grown along the sidewalls (or a portion thereof) of 
adjacent strips of charge storage material. The strips of charge 
storage material are each part of individual layer Stack col 
umns. The columns include a layer of tunnel dielectric mate 
rial between the charge storage strips and Substrate surface. 
The capping material, at least temporarily, defines an upper 
endpoint region for the air gaps. It is noted that some amount 
of the capping material may grow in the isolation regions, 
even when using a liner as hereinafter described. Accordingly 
selectively growing the material does not preclude partially 
growing the material in the isolation regions. When the mate 
rial is selectively grown on a layer Such as that of the charge 
storage Strips, it is grown or accumulated at a faster rate than 
at the isolation regions such that caps at least partially overlie 
air in the isolation regions. 
0035. A catalyst assisted selective growth process is used 
in one example. A catalyst layer is formed along the sidewalls 
prior to etching the Substrate to define isolation regions. The 
isolation regions are then etched in the substrate between 
adjacent strips of charge storage material. A capping material 
is then selectively grown using the catalyst layer. The capping 
material is elongated in the column direction over the isola 
tion regions. The selective growth process utilizes the catalyst 
layer to promote growth along sidewalls of the charge storage 
material. The capping material does not accumulate in the 
isolation regions to fill the regions. Thus, the capping material 
includes a lower Surface at partially overlying air in the iso 
lation regions. 
0036. In another example, a surface modification assisted 
growth process is used. The charge storage strips are Sub 
jected to ion implantation to promote growth along their 
sidewalls. After etching isolation regions between the strips, 
the capping material is selectively grown on the charge Stor 
age strips. The material accumulates, meeting at a location 
overlying the isolation regions. At least a portion of the mate 
rial overlies air in each isolation region, defining an upper 
endpoint for the air gaps in the isolation regions. 
0037. An example of a NAND type of memory array that 
can be fabricated in accordance with embodiments of the 
present disclosure is shown in plan view in FIG. 3. BL0-BL4 
represent bit line connections to global vertical metal bit lines 
(not shown). Four floating gate memory cells are shown in 
each string by way of example. Typically, the individual 
strings include 16, 32 or more memory cells, forming a col 
umn of memory cells. Controlgate (word) lines labeled WL0 
WL3 extend across multiple strings over rows of floating 
gates, often in polysilicon. FIG. 4 is a cross-sectional view 
taken along line A-A of FIG.3, depicting polysilicon layer P2 
from which the control gate lines are formed. The controlgate 
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lines are typically formed over the floating gates as a self 
aligned Stack, and are capacitively coupled to the floating 
gates through an intermediate dielectric layer 162. The top 
and bottom of the string connect to a bit line and a common 
source line through select transistors (gates) 170 and 172, 
respectively. Gate 170 is controlled by selection line DSL and 
gate 172 is controlled by selection line SSL. The floating gate 
material (P1) can be shorted to the control gate for the select 
transistors to be used as the active gate. Capacitive coupling 
between the floating gate and the control gate allows the 
Voltage of the floating gate to be raised by increasing the 
Voltage on the control gate. An individual cell within a col 
umn is read and Verified during programming by causing the 
remaining cells in the string to be turned on hard by placing a 
relatively high voltage on their respective word lines and by 
placing a relatively lower Voltage on the one selected word 
line so that the current flowing through each String is prima 
rily dependent only upon the level of charge stored in the 
addressed cell below the selected word line. That current 
typically is sensed for a large number of strings in parallel, in 
order to read charge level States along a row offloating gates 
in parallel. Examples of NAND memory cell array architec 
tures and their operation as part of a memory system are found 
in U.S. Pat. Nos. 5,570,315, 5,774,397 and 6,046,935. 
0038 FIG. 5 is a three-dimensional block diagram of two 
exemplary NAND strings 302 and 304 that may be fabricated 
as part of a larger flash memory array. FIG. 5 depicts four 
memory cells on strings 302 and 304 as an example. FIG. 5 
depicts N-well326 below P-well320. The bit line ory-direc 
tion runs along the NAND strings, and the word line or 
x-direction runs perpendicular to the NAND string or the bit 
line direction. The word line direction may also be referred to 
as the row direction and the bit line direction referred to as the 
column direction. The P-type substrate below N-well 336 is 
not shown in FIG. 5. In one embodiment, the control gates 
form the word lines. A continuous layer of conductive layer 
336 can beformed which is consistent across a row in order to 
provide a common word line or control gate for each device 
on that word line. In such a case, this layer can be considered 
to form a control gate for each memory cell at the point where 
the layer overlaps a corresponding floating gate layer 332. In 
other embodiments, individual control gates can be formed 
and then interconnected by a separately formed word line. 
0039. When fabricating a NAND-type non-volatile 
memory system, including NAND strings as depicted in FIG. 
5, electrical isolation is provided in the word line direction 
between adjacent strings. In the embodiment depicted in FIG. 
5, NAND string 302 is separated from NAND string 304 by 
isolation area 306. Typically, an insulating material or dielec 
tric is formed between adjacent NAND strings in this isola 
tion area. 

0040. In accordance with embodiments of the present dis 
closure, air gaps are introduced in the column (bit line) and/or 
row (word line) direction to form electrical isolation between 
closely spaced components in the memory structure. Air gaps 
can decrease parasitic interferences between neighboring 
charge storage regions (e.g., floating gates), neighboring con 
trol gates and/or between neighboring floating and control 
gates. Air gaps can include various material compositions and 
need not correspond to atmospheric air. For example, concen 
trations of elemental gases may vary in the air gap regions. An 
air gap is simply a Void where no solid material is formed in 
the semiconductor structure. 
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0041 High dielectric constant(K) materials are used (e.g., 
for the intermediate dielectric material) in one embodiment. 
High K materials can enhance coupling between the control 
gates and floating gates. A self-aligned high-K approach is 
utilized in one embodiment to reduce or eliminate charge 
transfer through the intermediate dielectric material. Incor 
poration of thin metal/charge-trap type floating gates are used 
in one embodiment to reduce or eliminate concerns with 
ballistic charge programming issues that may exist with con 
ventional polysilicon floating gates. 
0042 FIG. 6 is a flowchart describing a method of fabri 
cating non-volatile storage with air gap isolation in accor 
dance with one embodiment. FIGS. 7A-7T are orthogonal 
cross-sectional views of one example of a non-volatile 
memory array that can be fabricated according to the method 
in FIG. 6. Processing in the row or word line direction is 
depicted, including the formation of active areas in the Sub 
strate, separated by isolation regions. Air gaps are formed in 
the bit line or column direction as part of the isolation regions. 
A catalyst selective dielectric growth process is used to form 
capping strips at upper portions of a trench etched in the 
substrate in order to seal the trenches before further process 
ing. The described embodiment is exemplary only and its 
precise form should not be taken as limiting the disclosure. 
The exact materials, dimensions and order of processing may 
vary according to the requirements of a given implementa 
tion. It is noted that the dimensions of the various features are 
not necessarily drawn to scale. 
0043. At step 502, initial processing is performed to pre 
pare a substrate for memory fabrication. One or more wells 
(e.g., a triple well) are typically formed in the Substrate prior 
to forming a layer stack over the Substrate surface. For 
example, a p-type substrate may be used. Within the p-type 
Substrate, an n-type well may be created and within the n-type 
well a p-type well may be created. Various units of a memory 
array may be formed within individual p-type wells. The 
well(s) can be implanted and annealed to dope the Substrate. 
A Zero layer formation step may also precede well formation. 
0044. At step 504, an initial layer stack is formed over the 
substrate surface. FIG. 7A is a cross-sectional view along the 
x-axis in the row or word line direction of a memory array 400 
showing a layer stack 401 formed over the surface of a sub 
strate 402. In this example, layer stack 401 includes a tunnel 
dielectric layer (TDL) 404, a charge storage layer (CSL) 406, 
a sacrificial layer (SL) 408 and one or more hard masking 
layer(s) (HML) 410. It is noted that a layer may be said to be 
over another layer when one or more layers are between the 
two layers as well as when the two layers are in direct contact. 
0045. The tunnel dielectric layer 404 is a thin layer of 
oxide (e.g., SiO2) grown by thermal oxidation in one embodi 
ment, although different materials and processes can be used. 
Chemical vapor deposition (CVD) processes, metal organic 
CVD processes, physical vapor deposition (PVD) processes, 
atomic layer deposition (ALD) processes, or other Suitable 
techniques can be used to form the various layers described 
herein except where otherwise noted. In one example, the 
tunnel oxide layer is formed to a thickness of about 8 nanom 
eters (nm). Although not shown, one or more high Voltage 
gate dielectric regions may beformed at a peripheral circuitry 
region before or after forming the tunnel dielectric layer. The 
high Voltage gate dielectric regions may be formed with a 
larger thickness (e.g., 30-40 nm) than the tunnel dielectric 
layer. 
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0046. The charge storage layer is a polysilicon floating 
gate layer in one embodiment. The vertical dimension (with 
respect to the Substrate Surface) or thickness of the charge 
storage layer can vary by embodiment. In one example, the 
charge storage layer has a vertical dimension of 30 nm. In 
another example, the charge storage layer has a vertical 
dimension of 70-80 nm. 
0047 Dielectric charge storage materials, metal and non 
metal nanostructures (e.g., carbon) can also be used for the 
layer of charge storage material. In one embodiment, the 
charge storage layer is a metal layer forming a charge-trap 
type floating gate layer. A thin metal charge-trap type floating 
gate can reduce concerns with ballistic charge programming 
issues that may arise with conventional polysilicon floating 
gates. In one embodiment, a metal floating gate layer is 
formed to a thickness of between 10 nm and 20 nm. In another 
embodiment, metal thicknesses greater than 20 nm or less 
than 10 nm are used. In one embodiment, the metal floating 
gate layer is a high work function metal. In one example, the 
metal is ruthenium. Other metals such as titanium, tungsten, 
tantalum, nickel, cobalt, etc., and their alloys (e.g., TiN, WN, 
TaN, NiSi, CoSi, WSix) can be used. 
0048. The sacrificial layer 408 is a layer of silicon nitride 
(SiN) in one embodiment although other materials can be 
used. The hard masking layer(s) 412 is an oxide or combina 
tion of oxide and nitride in one embodiment although other 
materials can be used. In one example, layer 412 is tetraethyl 
orthosilicate (TEOS). 
0049. The layer stack is patterned at step 506. The first 
pattern applied at step 506 corresponds to intended columns 
of the memory array and may be repetitive in the row or 
direction of the X-axis. The pattern also corresponds to 
intended active areas of the substrate which will be separated 
by isolation regions. In one embodiment, conventional pho 
tolithography using photoresist is used to pattern the hard 
mask layer 410 into strips elongated in the direction of the 
y-axis with spaces between Strips adjacent in the direction of 
the X-axis. The hard mask layer may be patterned into a first 
Sub-pattern at the memory array area and one or more differ 
ent Sub-patterns at the peripheral circuitry areas to define 
active areas in the substrate with different dimensions in the 
direction of the X-axis. Spacer-assisted patterning, nano-im 
print patterning, and other patterning techniques can also be 
used to form strips of the hard mask layer at reduced features 
sizes. The pattern, repetitive in the second or row direction, 
may define a first direction of etching to form columns of the 
targeted memory array. 
0050. After forming the pattern, the layer stack is etched at 
step 508. The layer stack is etched using the first pattern 
formed in step 506. The layer stack is etched into layer stack 
columns. The term layer stack is used to refer to the layers 
formed over the Substrate throughout processing. Thus, layer 
stack 401 may refer to the collection of layer stack columns 
that result from etching the initial layer stack. 
0051 FIG. 7B depicts the memory array after etching in 
one example. Etching forms layer Stack columns 403 that are 
elongated in the direction of the y-axis with spaces therebe 
tween in the direction of the X-axis. Each layer stack column 
403 includes a tunnel dielectric strip (TDS) 414, a charge 
storage strip (CSS) 416, a sacrificial strip (SS) 418 and a hard 
masking strip (HMS) 420. In one embodiment, reactive ion 
etching is used with various combinational etch chemistries 
to etch the different layers, however, any suitable etch process 
(es) can be used. 
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0.052 At step 510, a first catalyst layer and optional pro 
tective liner are formed along the vertical sidewalls of the 
layer stack columns. The catalyst layer is a material having 
properties that promote the growth and/or adherence of a 
capping layer applied in Subsequent processing steps. For 
example, the catalyst can be a seed material upon which the 
capping layer will grow during Subsequent deposition cycles. 
The catalyst can be a material upon which an oxide or nitride 
will grow and adhere in a process that will not form the oxide 
or nitride at all or at as fast a rate as on a silicon material Such 
as the substrate. The optional protective liner can be formed 
along the vertical sidewalls of the catalyst layer to protect it 
during Subsequent process steps. 
0053 FIG.7C depicts the results of step 510 after forming 
catalyst layer 422 and protective liner 424. The catalyst layer 
is formed along the vertical sidewalls 405 of the layer stack 
columns 403. In turn, the protective liner 424 is formed along 
the vertical sidewalls of the catalyst layer. In one example, the 
catalyst material is an oxide Such as aluminum oxide (AlOX) 
having a thickness of about 0.5 nm. The catalyst layer can be 
deposited and then etched back to leave the individual por 
tions along the column sidewalls. 
0054. In one embodiment, the catalyst layer is formed by 
introducing a catalyst or catalyst precursor, followed by a 
silicon-containing precursor (gas) for growth of a conformal 
catalyst layer. The catalyst or catalyst precursor may include 
aluminum based precursors such as trimethylaluminum (Al 
(CH3)3), hexakis (dimethylamino) aluminum (Al2(N(CH3) 
2)6) or trimethyl aluminum (AL(CH3)3), triethylaluminum 
(Al(CH2CH3)3) or aluminum trichloride (AIC13). Other pre 
cursors can be used. Silicon containing precursors may 
include, but are not limited to, silanols and silanediols, such as 
alkoxysilanols, alkyl alkoxysilanols, alkyl alkoxysilanediols 
and alkoxysilanediols. Other precursors can include tris(tert 
butoxy)silanol((C. sub.4H. Sub.9O). Sub.3SiOH), tris(tert-pen 
toxy)silanok(C. sub.5H. Sub. 11O). Sub.3SiOH), di(tert-bu 
toxy)silandiol (C. sub.4H. Sub.9O).sub.2Si(OH).sub.2) and 
methyl di(tert-pentoxy)silanol. The precursor exposures may 
be repeated any number of times to form a catalyst layer of a 
desired thickness. 

0055. At step 512, the substrate is etched to form isolation 
regions. The substrate is divided into active areas that underlie 
the layer stack columns and isolation regions or trenches that 
separate the active areas. FIG. 7D depicts the memory array 
after etching to form isolation regions 430. Isolation regions 
430 are separated by active areas 421 under each layer stack 
column 403. In one example, the depth of the isolation 
regions in the substrate is 200 nm. Various depth can be used, 
for example, ranging from 180-220 nm in one embodiment. 
0056. At step 512, a dielectric liner is formed along the 
exposed surfaces of the isolation regions in the Substrate. The 
liner covers the sidewalls and lower surface of each isolation 
region. In another embodiment, no dielectric liner is formed 
in the isolation regions. FIG. 7E depicts the memory array 
after forming a dielectric liner 432 in each trench in one 
example. In one embodiment, the liner is a thermally grown 
oxide such as can beformed using direct partial oxidation. An 
oxide liner 432 will grow on the exposed surfaces of the 
silicon substrate but not catalyst layer 422 or protective layer 
424. Other processes and materials (e.g., high temperature 
oxide (HTO)) may be used in other implementations, for 
example by selectively depositing a liner in the isolation 
regions. In one example, the liner has a thickness of 4 nm or 
less. In other examples, larger thicknesses may be used. As 
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shown in FIG. 7E, etching regions 430 and forming liner 432 
may result in removal of the protective liner 432. In other 
examples the protective liner may remain. 
0057. At step 516, capping strips are formed using the first 
catalyst layer. Each capping strip overlies an isolation region 
in the Substrate to provide a solid upper Surface or cap that 
defines an air gap in the corresponding isolation region. Spe 
cifically, the lower Surface of each strip defines an upper 
endpoint of an air gap in the isolation region. The lower 
surface of each strip at least partially overlies air in the cor 
responding isolation region. Each air gap has a lower end 
point defined by an upper surface of the dielectric liner at the 
bottom of the corresponding isolation region. 
0058 FIG. 7F depicts the results of step 516 in one 
embodiment. Capping strips 434 overlie isolation regions 430 
and define air gaps 436 in each isolation region. The air gaps 
are elongated in the y-direction. They extend in the y-direc 
tion to provide electrical isolation between elements of adja 
cent layer stack columns 403 and/or adjacent active areas 421 
of the substrate. The vertical dimension (with respect to sub 
strate Surface) and row dimension (along X-axis) of the air 
gaps can vary to meet the particular requirements (e.g., Suit 
able isolation parameters) of a given implementation. The air 
gaps may be formed in a portion of the isolation regions and 
a portion of the spaces between adjacent layer stack columns 
or only within the isolation regions as shown in FIG. 7F. 
0059. In FIG.7F, an example is depicted where a layer that 
selectively grows on the catalyst layer 422, but not the liner 
432 in the isolation regions 430 is used. An oxide that selec 
tively grows on an aluminum oxide (AlOX) catalyst layer is 
used in one example. Strips 434 can be strips of high density 
plasma (HDP) oxide. A cyclical deposition process can be 
used to selectively deposit the material for strips 434 along 
the vertical sidewalls of layer 422. A pulsed layer deposition 
(PLD) process is used in one embodiment using catalyst 422 
as a seed layer. Various precursors can cyclically be deposited 
to enable growth of oxide capping material 434 along catalyst 
422. In one embodiment, a silicon-oxide precursor gas is 
introduced in a pulsed laser deposition process to form Strips 
434. In another embodiment, a CVD process is used. In one 
example, a process as described in U.S. Pat. No. 7,863,190, 
incorporated by reference herein in its entirety, can be used to 
selectively deposit oxide strips 434. 
0060. As shown, material 434 does not form on liner 432 
within the isolation regions. In this example, where the cata 
lyst 422 extends fully to the level of the substrate surface, the 
resulting capping strips have a lower Surface at a level of the 
Substrate Surface. Although shown extending in a straight line 
between columns, the lower Surface of the capping strips may 
have a concave or convex shape Such that the air gap 436 
upper endpoint is below the substrate surface or above the 
Substrate surface. In other examples, some amount of the 
capping material may accumulate within the isolation 
regions. Nevertheless, because selective growth on the cata 
lyst layer is promoted, the accumulation in the isolation 
regions will be at a lower rate than on the catalyst layer. 
Accordingly, the material meets above the isolation regions 
before filling the isolation regions such that at least a portion 
of each capping Strip overlies air in its corresponding isola 
tion region. This may be referred to as selectively growing the 
capping strips along the catalyst layer or charge storage 
regions, for example. 
0061 FIG. 7F further depicts the results of a chemical 
mechanical polishing or an etch back process to remove hard 
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masking layer 420 and planarize strips 418 and 434. A planar 
upper Surface is formed from interleaving strips of sacrificial 
strips 418 and capping strips 434. 
0062. At step 518, the capping strips are recessed within 
the gaps between adjacent layer stack columns. FIG. 7G 
depicts the results of step 518 in one example. The upper 
Surface of each capping strip 434 is recessed below the upper 
Surface of each charge storage Strip 416. The catalyst layer is 
recessed as well. The amount of recess may vary by embodi 
ment. In one example, the distance between the upper Surface 
of capping strips 434 and the level of the upper surface of the 
charge storage strips is 70-80 nm, although different dis 
tances may be used. In one embodiment, reactive ion etching 
selective to oxide 434 is used to etch back the oxide without 
etching or Substantially etching sacrificial strips 418 or 
charge storage strips 416. Any remaining portions of sacrifi 
cial strips 418 can be removed as shown in FIG. 7H. 
0063. At step 520, an intermediate dielectric layer is 
formed. The intermediate dielectric layer is a triple layer of 
oxide, nitride and oxide (ONO) in one embodiment having a 
thickness of about 9-12 nm, although various materials and 
thicknesses may be used. In one embodiment, a high-K (di 
electric constant) material is used for the intermediate dielec 
tric to reduce or eliminate charge transfer through the inter 
mediate layer while providing enhanced control gate to 
floating gate coupling. 
0064. At step 522, a control gate layer is formed over the 
layer stack upper surface. 
0065. In one embodiment, the control gate layer is poly 
silicon. The polysilicon can be doped in-situ or after forma 
tion. In another embodiment, the control gate layer is formed 
at least partially of a metal. In one example, the control gate 
layer has a lower portion that is formed from polysilicon and 
an upper portion that is formed from metal. A barrier layer 
may be formed between the polysilicon and the metal, to 
prevent silicidation. The control gate layer can include, by 
way of example (from layers to upper layers as move away 
from substrate surface): a barrier metal and metal; a barrier 
metal, polysilicon and silicide; a barrier metal and silicide 
(e.g., FUSI); polysilicon, a barrier metal and metal. Barrier 
metals may include, but are not limited to, Ti, TiN, WN and 
TaN or a combination with related alloys that have a suitable 
electron work function. Metals may include, but are not lim 
ited to, W. WSix or other similar low resistivity metals. Sili 
cides may include, but are not limited to, NiSi, CoSi. In one 
example, the control gate layer is polysilicon that is Subjected 
to silicidation after being etched into control gates So as to 
form a partially or fully-silicided control gate structures. The 
control gate layer may be formed by chemical vapor deposi 
tion (CVD), atomic layer deposition (ALD), plating, or 
another technique. 
0066 FIG. 7H depicts the results of steps 520 and 522 in 
one embodiment. Intermediate dielectric layer 440 is formed 
over the Substrate. A conformal deposition process is used in 
this example so that the intermediate dielectric layer is 
formed to a Substantially even thickness along the sidewalls 
and upper Surface of each charge storage strip 416 and cap 
ping strip 434. Control gate layer 442 is formed over the 
intermediate dielectric layer. The control gate layer is a layer 
of polysilicon in one example, formed to a depth of about 100 
nm, although various materials (e.g., metal) can be used and 
formed to different thicknesses. In another embodiment, the 
sacrificial Strips and caps can be polished or etched back to 
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remove the sacrificial strips and create a planar Surface with 
out recessing the caps. In this case, a flat type of cell structure 
can be formed. 

0067. At step 524, a second pattern is applied over the 
layer stack. The second pattern is formed for etching orthogo 
nal to the direction of etching using the first pattern. The 
second pattern may include Strips of hard masking material 
and/or photoresist, or other Suitable mask, that are elongated 
in the row direction along the X-axis with a spacing between 
strips in the column direction along the y-axis. The pattern 
can be used to define the gate length for the charge storage 
region of each memory cell. 
0068 FIG. 7I is a cross-sectional view taken along line 
B-B of FIG. 7H, depicting the device in cross-section in the 
direction of the y-axis orbit line direction. FIG.7I depicts the 
results of step 524 after forming the second pattern. Over the 
control gate layer 442 is formed one or more hard masking 
layers 444. Strips 465 of photoresist or another patterning 
agent are applied. The strips correspond to intended column 
dimensions for the control gates and charge storage regions. 
Etching according to the second pattern will be used to define 
the gate length of the charge storage regions extending in the 
column orbit line direction. 

0069. At step 526, the control gate layer is etched into 
individual control gates elongated in the row direction over 
the intermediate dielectric layer. Etching proceeds through 
the control gate layer and stops before etching the intermedi 
ate dielectric layer. Some portion of the intermediate dielec 
tric layer may be etched but etching ends before completely 
etching the intermediate dielectric layer. 
0070 FIG. 7J depicts the results of step 526 in one 
embodiment. Hard masking layer 444 is etched into hard 
masking strips 454 and control gate layer 442 is etched into 
control gates 452. In one embodiment, the control gates 452 
form word lines for the memory array. In another embodi 
ment, word lines can be formed and connected to the control 
gates. 
0071. At step 528, a second catalyst layer is formed on the 
Vertical sidewalls of the control gates and optionally, on the 
sidewalls of the hard mask strips 454. As described with 
respect to the first catalyst layer, the second catalyst layer 
enables or promotes the growth and/or adherence of a Subse 
quently formed layer, in this case a temporary capping layer 
described below. An optional protective liner can be formed 
along the sidewalls of the second catalyst layer as well. 
0072 FIG. 7K depicts the results of step 528 in one 
embodiment. Second catalyst layer 456 is formed along the 
vertical sidewalls 407 of the control gates 452 using a selec 
tive growth process to only form the catalyst on the control 
gates. In one example, the catalyst is an oxide such as alumi 
num oxide (AlOx) having a thickness of about 0.5 nm but 
other materials and thicknesses may be used as described 
above. The catalyst layer can be deposited and then etched 
back to leave the individual portions along the column side 
walls as shown, while exposing the intermediate dielectric 
strips 440 between adjacent control gates. 
0073. At step 530, the layer stack is again etched using the 
second pattern. Etching continues through the intermediate 
dielectric strips 440, charge storage strips 416 and optionally 
some or all of the tunnel dielectric strips 414. Reactive ion or 
another Suitable etch process may be used using one or more 
etch chemistries may be applied to etch through the various 
layers of the stack. 

Dec. 22, 2011 

(0074 FIG. 7L depicts the results of step 530 in one 
embodiment. Etching forms layer stack rows 411. Layer 440 
is etched into intermediate dielectric strips (IDS) 460 and the 
charge storage strips 416 are each etched into a column of 
charge storage regions (CSR) 466. Etching in the row direc 
tion will also etch capping strips 434 into individual caps (not 
shown), depending on the depth of the etch. After etching the 
layer stack into rows, an implant process can be performed to 
create n+ source/drain regions. In one embodiment, the n+ 
Source/drain regions are created by implanting n-type 
dopants such as arsenic or phosphorus into the p-well at 
locations adjacent to the Substrate channel regions underlying 
the charge storage regions. 
0075. At step 532, temporary caps are formed between the 
control gates. The temporary caps are an oxide such as an 
HDP oxide formed using PLD in one example. In one 
embodiment, the material for the caps is deposited, directly 
adhering to the catalyst layer 456. In another embodiment, 
one or more precursors in the PLD process react with the 
catalyst layer to grow the cap material. 
(0076 FIG. 7M depicts the results of step 532 in one 
embodiment. Temporary caps 470 are formed between con 
trol gates 452 extending vertically along the length of the 
catalyst layer 456. The caps fully extend between adjacent 
control gates in the column direction. 
(0077 FIG. 7N depicts the formation of an optional spacer 
dielectric 474. The spacer dielectric is formed over the upper 
surfaces of the caps 470 between hard mask strips 454. The 
spacer dielectric, an oxide in one embodiment, can be depos 
ited to overlie the caps and hard mask strips 454 as shown. 
After deposition, an etchback or polish process can be used to 
remove excess spacer material and create a planar upper 
surface for the layer stack as shown in FIG.7O. Etching oxide 
474 forms oxide spacers 484. 
0078. At step 534, the temporary caps are recessed to 
below the level of the upper surface of the control gates. FIG. 
7P depicts the results of step 534 in one embodiment. Using 
the hard mask Strips, the oxides spacers 484 and temporary 
caps can be etched to recess the caps below the control gates. 
This process exposes an upper portion of each control gate to 
enable Subsequent silicidation. 
0079 At step 536, the control gates are silicided. Various 
silicides can be formed at step 538. For example, metal-Si 
alloys such as NiSi, CoSi2, TiSi2 can be formed. In one 
embodiment, a fully-silicided (FUSI) control gate is formed. 
A metal can be deposited over the exposed surfaces of the 
control gates, followed by a rapid thermal annealing process 
to create the silicide. The deposited metal will react with the 
exposed polysilicon transforming the control gates into fully 
silicided control gates. 
0080 FIG. 7Q depicts the results of step 536 in one 
embodiment. An upper portion 453 of each control gate is 
transformed into silicide. At step 538, the temporary caps are 
removed, for example by etching selective to oxide. FIG. 7R 
depicts the results of step 538 in one embodiment. 
I0081. At step 540, a dielectric liner is formed along the 
sidewalls of the layer stack rows. FIG. 7S depicts the results 
of step 540 in one embodiment. Liner 484 (e.g., oxide) is 
formed along the sidewalls 413 of the layer stack rows, over 
the upper surface of the control gates 452, and over the 
exposed upper surface of the tunnel dielectric strips 414. The 
dielectric liner will also be formed along the sidewalls (not 
shown) of the rows (extending in the y-direction) that are 
exposed along the bit line air gaps 436. 
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0082. At step 542, word line air gap caps are formed to 
define word line air gaps between the layer stack rows. The air 
gaps are elongated in the X-direction. They extend in the 
X-direction to provide electrical isolation or shielding 
between elements of adjacent layer stack rows. The vertical 
dimension and column dimension (along y-axis) of the air 
gaps can vary to meet the particular requirements of a given 
implementation. The air gaps extend in the word line direc 
tion between adjacent rows of cells. In one example, the air 
gaps extend from above the Substrate surface (separated 
therefrom by tunnel dielectric layer 414 and liner 486) to 
above the upper surface of the control gates 452. The air gaps 
may be Smaller or larger in other examples. 
I0083 FIG.7T depicts the results of step 544 in an example 
where a capping layer 488 is formed over the layer stack rows 
using a non-conformal deposition process. By using a non 
conformal deposition process, material 488 will be deposited 
unequally at the upper portion of the layer stack rows. In one 
embodiment, layer 488 is an oxide (e.g., TEOS, PECVD 
silane oxide or HDP oxide) but other materials such as 
nitrides may used in other implementations. Material 488 
quickly accumulates, meeting at a location over the spaces 
between rows to form air gaps 487 that are elongated in the 
x-direction. Material 488 extends vertically toward the sub 
strate surface along the liner 486 on a portion of vertical 
sidewalls 413 of the layer stack rows. The amount of this 
vertical dimension will define an upper endpoint of the air 
gaps at a lower Surface of material 486. In this example, it is 
seen that the air gap extends vertically beyond the level of the 
upper Surface of the control gates. Although not shown, some 
portion of dielectric 488 may enter the spaces between rows. 
This portion of the dielectric 488 may raise the lower end 
point of the air gap. Any accumulation will be minor and only 
decrease the size of the air gap minimally. Although not 
shown, a polishing or etch back step can be applied to form 
individual caps from layer 488. The capping layer 488 can be 
polished to form plugs sealing the word line air gaps 487. A 
planar Surface can be created for further processing steps. 
0084. It is noted that etching to form the layer stack rows 
as shown in FIG.7L may etch through portions of the capping 
strips 434 between the layer stack rows. The temporary caps 
470 formed as shown in FIG. 7N prevent the accumulate of 
material in the bit line air gaps during Subsequent processing. 
Finally, the word line air gap caps formed of layer 488 there 
after provide an upper endpoint for the bit line air gaps at 
those exposed portions resulting from etching to form the 
layer stack rows. The caps, formed from layer 488, together 
may form the upper endpoints for the bit line air gaps. Thus, 
the bit line air gaps may have two different vertical dimen 
sions corresponding to the locations. In another embodiment, 
strips 434 may not be etched through. 
0085. At step 546, front end processing is completed. In 
one example, step 54.6 may include interconnecting the float 
ing gate and control gate regions of select and peripheral 
circuitry transistors. Peripheral gate connections can be 
formed using vias or contact holes, etc. to form contacts to 
individual gate regions or to connect multiple transistors to a 
common control line. The select gate transistors can have 
their floating gate regions shorted to the control gate regions 
to form a single gate structure. Array connections can also be 
patterned and formed. After forming contacts, etc., further 
backend processing to form metal layers, etc. to complete the 
device according to known techniques can be performed. 
Various backend processes can be performed to finalize fab 
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rication of the array. For example, a passivation dielectric 
layer can be deposited, followed by forming metal conductive 
lines and vias to connect the lines with source and drain 
regions at the end of the memory cell strings, etc. 
I0086 FIGS. 8A-8F are orthogonal cross-sectional views 
along the y-axis depicting another embodiment for forming 
the word line air gaps 487. FIG. 8A depicts the layer stack as 
shown in FIG. 7L after etching control gate layer 442 into 
control gates 452 and forming the second catalyst layer 456. 
In this example, the second catalyst layer is formed fully 
along the sidewalls and upper Surfaces of the sacrificial Strips 
454 as well as the sidewalls of control gates 452. After form 
ing the catalyst, the intermediate dielectric strips 440 and 
charge storage strips 416 are etched as shown in FIG. 8B. A 
temporary capping layer 469 for the capping strips 470 is 
formed as shown in FIG. 8C. As earlier described, a PLD 
process may be used to selectively grow the capping layer on 
the second catalyst layer 456 The capping material extends 
fully in the column direction between adjacent control gates 
and sacrificial strips 454. 
I0087 FIG. 8D depicts the layer stack after polishing or 
etching back to form a planarupper Surface. Etching back the 
capping material forms the individual caps 470 elongated in 
the row direction. The individual caps are then recessed below 
the level of the control gates as shown in FIG. 8E. Sacrificial 
strips 454 serve as a mask to etch back the oxide and catalyst 
layers while protecting the control gates. After recessing the 
caps, the sacrificial strips can be removed. Processing can 
then continue as shown in FIG. 7R by siliciding the exposed 
control gates. 
I0088. In one embodiment where silicided control gates are 
not used, word line air gaps can beformed by etching the layer 
stack into rows 411 as shown in FIG. 7L without forming a 
catalyst layer. Then, liner 486 can beformed as shown in FIG. 
7S, followed by forming the capping material as shown in 
FIG 7T. 

0089 FIGS. 9 and 10A-10N describe another embodi 
ment of forming bit line and word line air gaps. The described 
embodiment is exemplary only and its precise form should 
not be taken as limiting the disclosure. Air gaps are again 
formed in the bit line or column direction as part of the 
isolation regions. In this embodiment, a surface modification 
induced selective growth process is used to form the capping 
strips at upper portions of the isolation regions. 
(0090. At steps 552-554 of FIG. 9, the substrate is pro 
cessed, followed by forming the layer stack. FIG. 10A is a 
cross-sectional view taken along the X-axis through a memory 
array undergoing fabrication that depicts the results of steps 
552-554 in one example. As before, tunnel dielectric layer 
404, charge storage layer 406, sacrificial layer 408, and one or 
more hard masking layers 410 make up layer stack 401. 
0091. The layer stack is patterned at step 556 and etched at 
step 558, again stopping at the substrate surface. At step 560, 
the charge storage strips are Subjected to Surface modification 
that will Subsequently induce the selective growth of a cap 
ping material at the charge storage strips. 
0092 FIG. 10B depicts the results of steps 556-560 in one 
embodiment, with layer stack rows 403 elongated in the 
direction of the y-axis (column direction) as described above. 
In FIG. 10B, an example is depicted where ion implantation 
is used for the Surface modification. Ion implantation can be 
used to modify the Surface of the charge storage material and 
form lightly to moderately doped charge storage strips. As 
described more fully hereinafter, the doping concentration 
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(e.g., n-type impurities) of the charge storage layer may be 
selected at a level less than the concentration of the subse 
quently formed control gate material. Nevertheless, the dop 
ing concentration may be higher than for traditional charge 
storage regions to enable the selective growth of a capping 
layer in Subsequent process steps. 
0093. At step 562 the substrate is etched to form isolation 
regions that separate active areas under the layer stack col 
umns. FIG. 10C depicts the results of step 562 in one embodi 
ment, with isolation regions 430 separating active areas 421. 
0094. At step 564, a capping layer is selectively grown on 
the charge storage Strips and optionally other layers of the 
stack. FIG. 10D depicts the results of step 564 in one embodi 
ment. A capping layer, shown here after forming into strips 
431, is grown on the sidewalls of the charge storage strips to 
fill the spaces therebetween. As is shown, the selective growth 
process is not limited exclusively to the surface modified 
charge storage Strips in this example. The capping layer may 
also form on the sidewalls and lower surface of the isolation 
regions, the sidewalls of the tunnel dielectric strips 414 and 
sacrificial strips 418 or along portions of these surfaces. Nev 
ertheless, the Surface modification of the charge storage Strips 
allows the capping layer to form more quickly on the modi 
fied sidewalls of the charge storage strips. Thus, although the 
capping layer may also grow in the isolation regions, it accu 
mulates faster along the modified sidewalls. Accordingly, the 
capping layer meets over isolation regions 430, sealing or 
providing an upper cap over them (at least temporarily) so that 
an air gap 436 is formed in the isolation regions. The capping 
layer accumulates faster along the layer stack columns so that 
before the regions are completely filled, the capping layer 
meets to provide an upper Surface for the isolation regions and 
air gaps. The oxide will "pinch off or form a solid bridge or 
dielectric cap at the upper portion of the trench. In this 
example, the capping layer's lower Surface that defines the 
upper endpoint of air gaps 436 is above the Substrate surface. 
The cap may extend into the trench in another example. FIG. 
10D also depicts the results of a polishing or etch back pro 
cess to create a planar layer stack Surface. In this example, the 
hard masking strips 420 are removed. Etching back forms the 
individual caps 431 from capping layer. 
0095. In one embodiment, the capping layer is an oxide 
formed using a high-density plasma chemical vapor deposi 
tion process (HDP-CVD). During deposition, a TEOS and 
oZone (O) mixture may applied at a first ratio to form a 
nucleation layer on the modified Surface(s). The nucleation 
layer may form on untreated Surfaces as well, but not as 
quickly Such that a greater quantity accumulates as on the 
modified surfaces. After forming the nucleation layer, the 
ratio of TEOS to O. may be modified to promote selective 
growth of the oxide on the modified surfaces of the charge 
storage strips. For example, the amount of oZone may be 
increased. Other deposition techniques that will deposit oxide 
faster on a polysilicon charge storage layer than on a single 
crystal silicon Substrate can be used. 
0096. At step 566, an intermediate dielectric layer is 
formed and at step 568, a control gate layer is formed. In one 
embodiment, the caps 433 can first be recessed, followed by 
stripping the remaining sacrificial strips 418 as described in 
FIG. 7G. In this manner, the intermediate dielectric layer and 
controlgate layer can beformed at least partially in the spaces 
between charge storage strips to improve coupling between 
the control gate and underlying charge storage regions by 
wrapping around the charge storage regions in the row direc 
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tion. In another embodiment, the sacrificial strips and caps 
can be polished or etched back to remove the sacrificial strips 
and create a planar Surface without recessing the caps. In this 
case, a flat type of cell structure can be formed. 
(0097 FIG. 10E is cross-sectional view of the memory 
array taken along line C-C in FIG. 10D. FIG. 10E depicts the 
layer stack including a tunnel oxide strip 414 and charge 
storage strip 416. The sacrificial strip 418 has been removed 
and an intermediate dielectric layer 440, control gate layer 
442 and one or more hard masking layers 444 have been 
formed. 
(0098. At step 570, a second pattern is formed over the 
layer stack. The second pattern includes strips (not shown) 
that extend in a direction (row direction) that is orthogonal to 
the direction (column direction) of the first pattern applied at 
step 556. At step 572, the second pattern is used to etch the 
control gate layer 442 into control gates. FIG.10F depicts the 
results of step 570 and 572 in one embodiment. Strips of 
photoresist or some other patterning agent are used to etch 
hard masking layer 444 into strips 454. Strips 454 are then 
used as a mask to etch the control gate layer into control gates 
452. Etching stops when the intermediate dielectric 440 is 
reached. 
(0099. At step 574, the surface of the controlgate sidewalls 
is modified. FIG. 10G shows an embodiment where ion 
implantation is used to form a modified surface 457 on control 
gates 452. In one embodiment, the implantation at step 574 is 
at a higher concentration than that used in the implantation at 
step 560 for the charge storage layer. In this manner, selective 
growth process in Subsequent processes can be promoted on 
the control gate Strips, while inhibiting or causing a slower 
growth at the charge storage layer. In one example, the control 
gate layer and charge storage layers are both polysilicon. 
0100. At step 576, the layer stack is further etched using 
strips 454. Etching continues to the tunnel dielectric layer in 
one embodiment, but may continue through all or some por 
tion of the tunnel dielectric. FIG. 10H depicts the results of 
step 576 in one embodiment. Layer stack rows 411 extend in 
the row direction over the tunnel dielectric strips and the 
isolation regions 430. Each layer stack row includes a hard 
masking strip 454, a control gate 452, intermediate dielectric 
strip 460, and a charge storage region 466. Etching may 
expose the bit line air gaps by removing portions of caps 431 
between the rows. As described hereinafter, the formation of 
word line air gaps and caps will Subsequently provide an 
upper endpoint for the air gaps at those exposed regions. 
0101. At step 578, a temporary capping layer is selectively 
grown on the modified surfaces of the vertical sidewalls of the 
control gates. As described, the control gates are subjected to 
ion implantation at a higher doping concentration than that of 
the charge storage regions. In this manner, a dielectric (e.g., 
oxide) that selectively grows upon polysilicon can be applied 
to selectively grow the temporary capping layer upon the 
sidewalls of the control gate Strips while not growing (or not 
growing at as fast a rate) upon the sidewalls of the charge 
storage layer. 
0102 FIG. 10I depicts the results of step 578 in one 
embodiment. A capping material is selectively grown upon 
the modified surface 502 of the control gates 452 forming 
temporary caps 471. As with capping Strips 431 formed at 
step 564, the capping layer is selectively grown on the Sur 
faces that were Subjected to modification by ion implantation. 
In this example, the modification promotes growth of the 
capping layer on the polysilicon control gate layer. In other 
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embodiments, some amount of the capping layer may also 
grow on the unmodified Surfaces on the charge storage 
regions 468. Nevertheless, the modification causes a faster 
rate of growth of the capping material on the controlgate layer 
than the charge storage layer. Accordingly, the capping mate 
rial will accumulate faster on the control gates than the charge 
storage regions. Similarly, it is possible that Some amount of 
the capping layer may grown on the intermediate dielectric 
strips 460 and tunnel dielectric strips 414. In this manner, the 
capping material meets over the spaces between rows before 
those spaces are completely filled. Accordingly, a seal or Solid 
upper surface is formed before the spaces are filled. 
0103) At step 580, the temporary caps are recessed such 
that their upper surfaces are below the upper surface level of 
the control gates. In one embodiment, the temporary caps are 
recessed directly by etching back the oxide material of the 
caps using the sacrificial nitride strips as a mask in the same 
manner described in FIGS. 8D-8E. In another embodiment, a 
spacer dielectric 474 (e.g., oxide) is formed as shown in FIG. 
10.J. The spacer material and hard masking strips 454 are 
planarized to form spacers 484 between strips 454 as shown 
in FIG. 10K. The nitride is then used as a mask to recess the 
caps 471 below the level of the control gates 452. The sacri 
ficial nitride strips 454 are removed after recessing caps 471. 
FIG. 10L depicts the memory array after recessing caps 471. 
0104. At step 582, the control gates are silicided. FIG. 
10M depicts the results of step 582 in one embodiment. 
Control gates 452 have been silicided to create a metal silicide 
end portion 453 for each control gate. After siliciding the 
control gates, the temporary caps are removed from the 
spaces between layer stack rows at step 584. After the caps are 
removed, a dielectric liner is formed over and along the ver 
tical sidewalls of the layer stack rows. FIG. 10N depicts the 
results of steps 582 and 584 in one embodiment. Dielectric 
liner 486 is formed over the upper surface of the control gates 
452 and along the vertical sidewalls of the control gates 452, 
intermediate dielectric Strips 460 and charge storage regions 
466. 

0105. At step 586, air gaps are formed at least partially in 
the spaces between layer stack rows using permanent word 
line air gap caps. FIG. 10O depicts the results of step 586 in an 
embodiment where a capping layer 488 is formed over the 
layer stack rows using a non-conformal deposition process as 
earlier described. Although not shown, a polishing or etch 
back step can be applied to form individual caps from layer 
488. At step 588, front end processing is completed. 
0106. In one embodiment where silicided control gates are 
not used, word line air gaps can beformed by etching the layer 
stack into rows 411 as shown in FIG. 10H without performing 
a surface modification to the control gates. Liner 486 can be 
formed directly after etching as shown in FIG.10N, followed 
by forming the capping material as shown in FIG. 10O. 
0107 Additionally, the process of using a catalyst layer to 
form temporary word line air gaps as shown in FIGS. 7J-7T or 
8A-8E may be substituted for the word line air gap formation 
process depicted in FIGS. 10E-10O. Likewise, the process of 
using a surface modification as depicted in FIGS. 10E-10O 
may be substituted for the word line air gap formation process 
depicted in FIGS. 7J-7T. 
0108 FIGS. 11A-11F are cross-sectional views depicting 
a variation to the process of FIG.9 for forming bit line air gaps 
in steps 552-564. FIG. 11A shows the results of steps 552-556 
after processing Substrate 402, forming layer stack 401 and 
forming a pattern (not shown). After forming the pattern, the 
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layer stack is etched as described in step 558 and ions are 
implanted into the charge storage strips at step 560. After 
implanting the charge storage strips, a protective liner is 
applied to the layer stack rows to protect the modified sur 
faces of the charge storage strips. FIG. 11B depicts a nitride 
liner 421 formed along the vertical sidewalls of the layer stack 
rows 401. The liner may be formed using a conformal depo 
sition process and etch back to form the liner along the layer 
stack rows. The etch back will remove the liner from the 
Substrate Surface at locations between layer stack rows. 
0109. After forming the liner, the substrate is etched to 
form isolation regions 430 as shown in FIG. 11C. Liner 421 
protects the sidewalls of the charge storage strips 416 during 
this etch process. The liner can avoid damage to the modified 
Surface of the charge storage strips so that the Subsequent 
selective growth of the capping layer upon the charge storage 
regions remains promoted. 
0110. After etching the substrate into isolation regions, an 
oxide trench liner 432 is grown in the isolation regions as 
shown in FIG. 11D. Liner 432 is formed along the sidewalls 
and lower Surface of isolation regions 432. In one example, 
the liner has a thickness of 3-4 nm. Liner 432 is an oxide in 
one example. A thermal oxidation process can be used to 
selectively grow liner 432 within the isolation regions. In 
other examples, a deposition process can be used to selec 
tively grown the liner in the isolation regions. 
0111. After forming trench liner 432, the nitride layer 
stack liner 421 and nitride sacrificial strips 418 are removed 
as shown in FIG. 11E. A reactive ion etching process is used 
in one embodiment to selectively remove the nitride while not 
removing liner 432. 
0112. After removing nitride 418 and 421, a dielectric 
capping layer is selectively formed on the sidewalls of the 
charge storage strips 418 and tunnel dielectric strips 414 as 
shown in FIG. 11F. Individual caps 433 are formed between 
adjacent layer stack columns. The dielectric capping layer 
does not accumulate within isolation regions 430 in this 
example. Trench liner 432, an oxide, covers the silicon sub 
strate and inhibits growth of the capping layer within. After 
forming the caps, processing continues as shown in FIG. 
10E-10O to etch the layer stack into rows and to form word 
line air gaps. 
0113 FIGS. 12 and 13 A-13N describe another embodi 
ment of forming bit line and word line air gaps. The described 
embodiment is exemplary only and its precise form should 
not be taken as limiting the disclosure. Air gaps are again 
formed in the bit line or column direction as part of the 
isolation regions. In this embodiment, a damascene process is 
used to form the charge storage strips after forming the iso 
lation regions. The charge storage regions are formed with 
Vertical sidewalls that overlie the isolation regions. A capping 
layer is then grown between adjacent charge storage strips to 
form the bit line air gaps. The described embodiment is exem 
plary only and its precise form should not be taken as limiting 
the disclosure. 

0114. At step 602, the substrate undergoes initial process 
ing, followed by forming an initial layer stack at step 604 and 
first pattern at step 606. FIG. 13A depicts the results of steps 
602-606 in one embodiment. In this example, layer stack 701 
includes a pad layer 704, sacrificial layer 706, hard mask layer 
708 and patterning strips 710. In one particular example, the 
pad layer is an oxide, the sacrificial layer is SiN, and the hard 
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mask layer is an oxide. FIG. 13A and the following depict 
processing at both the memory array portion of the device and 
a peripheral circuitry area. 
0115. At step 608, the layer stack is etched into layer stack 
columns and the Substrate is etched into active areas separated 
by isolation regions. FIG. 13B depicts the results of steps 
608-610 in one example after forming layer stack columns 
703, active areas 721 and isolation regions 730. Sacrificial 
layer 706 has been etched into strips 716 and pad layer 704 
has been etched into strips 714. 
0116. At step 612, the isolation regions are filled with an 
isolation material. FIGS. 13C-13D depicta process for filling 
the isolation regions in one example. An isolation liner 732 
Such as a thermally grown or deposited oxide is formed in the 
isolation trenches as shown in FIG. 13C. After forming the 
liner, an isolation material 752 such as oxide is deposited to 
complete filling of the trenches as shown in FIG. 13D. A 
polishing or etch back process can be applied to provide a 
planar Surface before additional processing. 
0117. At step 614, the sacrificial strips are removed as 
depicted in FIG. 13E. A selective etch process can be used. 
Removing the sacrificial strips leaves protrusions 753 of the 
isolation material that extend above the substrate surface. 
FIG. 13F depicts the results of an optional slimming process 
to slim the dimension of the protrusions in the row direction. 
A selective or non-selective etchback can be used. Slimming 
the protrusions removes pad strips 714. 
0118. At step 616, tunnel dielectric strips and charge stor 
age strips are formed over the substrate surface between adja 
cent protrusions 753 of the isolation material. FIG. 13G 
depicts the results of step 616 in one embodiment. In this 
example, the tunnel dielectric strips 724 are a thermally 
grown oxide. The charge storage strips 726 are polysilicon 
deposited to fill the spaces between adjacent protrusions. 
After forming the charge storage strips, the layer stack is 
polished or etched back to at least the level of the upper 
Surface of the protrusions. In this manner, discrete strips of 
polysilicon are formed between adjacent protrusions. 
0119. At step 618, the isolation material is recessed to 
below the surface of the substrate. Different techniques for 
recessing the isolation material may be used. FIGS. 13H-13L 
depict one example for recessing the isolation material that 
includes slimming the charge storage strips. The peripheral 
circuitry area is covered with a mask 728 as shown in FIG. 
13H. After forming the mask, an etchback process selective 
to oxide is applied to recess protrusions 753 to a level between 
the upper Surface of the charge storage Strips and the upper 
Surface of the Substrate. In one example, the protrusions are 
recessed to a level 60-100 nm below the upper surface of the 
charge storage strips. 
0120. After recessing the protrusions, the charge storage 
strips are slimmed as shown in FIG. 13I. The dimension of the 
charge storage strips in the row direction is decreased where 
the sidewalls of the charge storage strips are exposed by 
recessing the protrusions. A selective etch back process can 
be applied. After slimming the charge storage strips, the mask 
728 is removed and a sacrificial layer 730 of nitride is applied 
as shown in FIG. 13J. A deposition process can be used to fill 
the spaces between adjacent charge storage strips. The nitride 
can be selectively etched back to form spacers 732 along the 
exposed sidewalls of the charge storage strips as shown in 
FIG. 13K. A mask 734 is again applied over the peripheral 
circuitry area, followed by recessing the isolation material to 
below the substrate surface as shown in FIG. 13L. The nitride 
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spacers serve as a mask to protect the charge storage Strips 
during the etch process. In one example, the isolation material 
is recessed to a level 40-150 nm below the substrate surface. 
I0121. At step 620, bit line air gaps are formed using cap 
ping strips between the charge storage strips. FIG. 13M 
depicts the results of step 620 in one embodiment. Recessing 
the isolation material exposes the vertical sidewalls of the 
charge storage strips below the nitride spacers. Capping Strips 
735 are an oxide formed by thermal oxidation in one example. 
The oxide is selectively grown on the exposed polysilicon of 
the charge storage strips but not the liner 732 in the isolation 
regions or the nitride spacers. Accordingly, the capping strips 
overlie air in the isolation regions forming air gaps 736. The 
air gaps extend Vertically from the upper Surface of the 
recessed isolation material to the lower Surface of the capping 
strips 735. In other embodiment, some portion of the capping 
material may form within the isolation regions. Nevertheless, 
the Small dimension achieved between adjacent charge Stor 
age Strips facilitates the capping material meeting to seal the 
air gaps before the isolation regions completely fill. 
I0122. At step 622, an intermediate dielectric layer is 
formed after removing the nitride spacers. At step 624, a 
control gate layer is formed over the intermediate dielectric 
layer. FIG. 13N depicts the results of steps 622-624 in one 
embodiment. A conformal deposition process is used to form 
an intermediate dielectric layer 740 equally along all exposed 
Surfaces. In this manner, spaces between the charge storage 
strips remain after forming the intermediate dielectric layer. 
The control gate layer 742 is then applied, filling the remain 
ing spaces between charge storage strips. 
I0123. At step 626, a second pattern is applied over the 
layer stack. The second pattern is formed for etching orthogo 
nal to the direction of etching using the first pattern. The 
second pattern may include Strips of hard masking material 
and/or photoresist, or other Suitable mask, that are elongated 
in the row direction along the X-axis with a spacing between 
strips in the column direction along the y-axis. The pattern 
defines the gate length for the charge storage region of each 
memory cell. 
0.124 FIG. 13O is a cross-sectional view taken along line 
D-D of FIG.13N, depicting the device in cross-section in the 
direction of the y-axis orbit line direction. FIG. 13O depicts 
the results of step 626 after forming the second pattern. Over 
the controlgate layer 742 is formed one or more hard masking 
layers 744 and strips 745 of photoresist or another patterning 
agent. 
0.125. At step 628, the layer stack is etched into layer stack 
rows. FIG. 13P depicts the results of step 628. Etching con 
tinues until reaching the tunnel dielectric layer in this 
example. In other examples, etching may continue until 
reaching the Substrate Surface. In another example, some 
portion of the tunnel dielectric layer is etched without com 
pletely etching through the layer. Etching forms layer stack 
rows 711. The hard masking material is etched into hard mask 
strips (HMS) 754 and the control gate layer is etched into 
control gates (CG) 752. In one embodiment, the control gates 
752 form word lines. The intermediate dielectric layer 740 is 
etched into intermediate dielectric strips (IDS) 750. The 
charge storage strips 726 are etched into individual charge 
storage regions (CSR) or floating gates 756. After etching the 
layer stack, into rows an implant process can be performed to 
create n+ source/drain regions. In one embodiment, the n+ 
Source/drain regions are created by implanting n-type 
dopants such as arsenic or phosphorus into the p-well. 
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0126. At step 630, air gaps are formed at least partially in 
the spaces between the layer stack rows. The air gaps are 
elongated in the x-direction. They extend in the x-direction to 
provide electrical isolation or shielding between elements of 
adjacent layer stack rows. The vertical dimension and column 
dimension (along y-axis) of the air gaps can vary to meet the 
particular requirements of a given implementation. 
0127 FIG. 13O depicts the results of step 630 in an 
example where a capping layer 786 is formed over the layer 
stack rows using a non-conformal deposition process. A 
dielectric liner 784 (e.g., oxide) is formed along the sidewalls 
of the layer stack rows, over the upper Surface overhard mask 
strips 754, and over the exposed upper surface of the tunnel 
dielectric strips 724. The dielectric liner will also be formed 
along the sidewalls (not shown) of the rows (extending in the 
y-direction) that are exposed along the bit line air gaps 736. 
Capping layer 786 accumulates by using a non-conformal 
deposition process and meets at a location over the spaces 
between rows to form air gaps 788 that are elongated in the 
x-direction. Material 786 extends vertically toward the sub 
strate surface along the liner 784 on a portion of vertical 
sidewalls 413 of the layer stack rows. The amount of this 
vertical dimension will define an upper endpoint of the air 
gaps at a lower surface of material 786. In this example, it is 
seen that the air gap extends vertically beyond the level of the 
upper surface of control gate strips 752. Although not shown, 
some portion of dielectric 786 may enter the spaces between 
rows. This portion of the dielectric 786 may raise the lower 
endpoint of the air gap. Any accumulation will be minor and 
only decrease the size of the air gap minimally. Although not 
shown, a polishing step can be applied to form individual caps 
from layer 786. 
0128. At step 632, front end processing is completed. 
0129 FIGS. 14 and 15A-150 describe another embodi 
ment where a sacrificial fill material is formed in the isolation 
regions and spaces between layer Stack columns. This mate 
rial remains in the memory array until after the control gate 
layer is etched into word lines and the charge storage layer 
strips are etched into individual charge storage regions. The 
material is then removed, forming bit line air gaps. The 
described embodiment, including the described dimensions 
and materials, is exemplary only and its precise form should 
not be taken as limiting the disclosure. 
0130. At steps 602-606 of FIG. 14, a substrate is pro 
cessed, followed by forming and patterning an initial layer 
stack. FIG. 15A is a cross-sectional view taken along the 
X-axis through a memory array undergoing fabrication that 
depicts the results of steps 602-606 in one example. A tunnel 
dielectric layer 904, charge storage layer 906, and a sacrificial 
layer make up layer stack 901. One or more hard masking 
layers (not shown) may be patterned and etched to form the 
first pattern. 
0131 The layer stack is etched into layer stack columns at 
step 808 and the substrate is etched into active areas separated 
by isolation regions at step 810. FIG. 15B depicts the results 
of steps 808–810 in one embodiment, forming layer stack 
rows 903, isolation regions 930 and active areas 921. 
0.132. At step 812, a sacrificial material is formed in the 
isolation regions and spaces between adjacent layer stack 
columns. FIG. 15C depicts the results of step 812 in one 
embodiment. In this example, a trench liner 950 (e.g., HTO) 
is first formed along the vertical sidewalls and lower surface 
of the isolation regions. Then, the sacrificial material 952 is 
formed to complete filling of the isolation regions and spaces. 
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In one embodiment, material 952 is a spin on dielectric (SOD) 
having a high etch selectivity with respect to the liner 950. In 
one example, the sacrificial film is a borosilicate glass (BSG) 
or other type of oxide. In another example, a spin-on-carbon 
can be used. Other materials can also be used such as poly 
silicon, silicon nitride (SiN) or an undensified polysilazane 
(PSZ) such as a PSZ-based inorganic spin-on-glass (SOG) 
material. The sacrificial film can be chosen for a high etch 
selectivity with respect to the liner so that it etches at a faster 
rate than the liner. A high etch selectivity of material 952 to 
material 950 can be achieved by skipping anneals. By not 
annealing fill material 952, or by not annealing fill material 
952 to the same degree as liner 950, a high etch selectivity 
between layer 952 and liner 950 may be obtained. Layer stack 
901 now includes portions of the fill material extending above 
the substrate surface. In one embodiment, the sacrificial film 
is a spin-on dielectric (SOD). 
I0133. At step 814, the sacrificial material is recessed to a 
level below that of the upper surface of the strips of the charge 
storage layer. FIG. 15D depicts the results of step 814 in one 
embodiment. A selective etch process can be applied to recess 
an oxide sacrificial material using nitride Strips 928 as a mask. 
Recessing the sacrificial material Such that its upper Surface is 
lower than the level of the upper surface of the charge storage 
strips provides spaces between the control gates which can be 
filled with the intermediate dielectric and control gate mate 
rials. 
I0134. At step 816, an intermediate dielectric layer and 
control gate layer are formed. FIG. 15E depicts the results of 
step 816 in one embodiment. The sacrificial strips 928 are first 
removed, exposing the upper Surface of the charge storage 
strips. Intermediate dielectric layer 940 and control gate layer 
942 are formed over the layer stack. In this example, IDL 940 
is formed using a conformal deposition process to form the 
IDL equally upon exposed surfaces such that some space 
remains between adjacent charge storage strips 926. After 
forming the IDL, the control gate layer is formed, by depos 
iting a layer of polysilicon for example. The control gate layer 
may also be formed of metal or a combination of polysilicon 
and metal. 
I0135. At step 818, a second pattern is formed over the 
layer stack. The second pattern is formed for etching orthogo 
nal to the direction of etching using the first pattern. The 
second pattern may include Strips of hard masking material 
and/or photoresist, or other Suitable mask, that are elongated 
in the row direction along the X-axis with a spacing between 
strips in the column direction along the y-axis. The pattern 
defines the gate length for the charge storage region of each 
memory cell. 
0.136 FIG. 15F is a cross-sectional view taken along line 
E-E of FIG. 15E, depicting the device in cross-section in the 
direction of the y-axis or bit line direction. FIG. 15G is a 
cross-sectional view taken along line F-F of FIG. 15E, also 
depicting the device in cross-section in the direction of the 
y-axis orbit line direction. FIGS. 15F and 15G both depict the 
results of step 818 after forming the second pattern. Over the 
control gate layer is formed one or more hard masking layers 
944. Strips 945 of photoresist or another patterning agent are 
then applied for etching the hard masking layers. 
0.137. At step 820, the layer stack is etched into layer stack 
rows using the second pattern. The hard masking layer may be 
etched using the photoresist, followed by etching the remain 
ing layer stack using the hard mask strips. At step 822, a 
dielectric liner is formed on the layer stack rows. 
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0138 FIGS. 15H (line A-A) and 15I (line B-B) depict the 
results of steps 620 and 622 in one embodiment. The tunnel 
dielectric material is not etched in this example such that layer 
stack rows 911 include charge storage regions 976, interme 
diate dielectric strips 960, control gates 962 and the hard 
mask strips 964. The tunnel dielectric may be etched in other 
embodiments. Reactive ion or another suitable etch process 
may be used. One or more etch chemistries may be applied to 
etch through the various layers of the stack. A dielectric liner 
970 (e.g., oxide) is formed along the sidewalls of the layer 
stack rows, over the upper Surface of hard mask Strips. The 
dielectric liner will also be formed along the sidewalls (not 
shown) of the rows (extending in the y-direction) that are 
exposed along the bit line air gaps. In one example, an oxide 
can be deposited and etched back to form sidewall films along 
the sidewalls of the individual layer stack rows. Traditional 
spacer formation processes may be used. 
0139 FIG. 15J is a perspective view of the memory array 
depicting the point in processing shown in the cross-sectional 
views of FIGS. 15H-151. Protective dielectric liner 970 is 
formed along the sidewall of one of the layer stack rows 911. 
The liner 970 is depicted as only partially extending along the 
sidewall in the x-axis direction for clarity. The spacer will 
actually extend fully along the length of each layer Stack row. 
Each layer stack row will include liners 970 on each vertical 
sidewall. 
0140. The liner will protect each layer stack row during 
Subsequent processing steps. In one embodiment, the liner 
material is chosen for its etch selectivity with respect to the 
sacrificial film 952. In this manner, the sacrificial film can 
later be removed in processes where the layer stack sidewalls 
are not exposed to the various etch chemistries. This will 
protect the sidewalls of the control gate layer and charge 
storage layer as well as the various dielectric layers. 
0141 FIG. 15J illustrates that etching back the liner mate 

rial exposes the sacrificial material 952 in trenches 930. A 
portion of an upper surface 905 of the sacrificial material 952 
corresponding to the spaces between adjacent layer stack 
rows is exposed. This allows Subsequent processing to 
remove the sacrificial material in order to form an air gap in 
the bit line direction. 

0142. At step 826, the sacrificial material is removed to 
form bit line air gaps in the isolation regions. A wet etch 
process using a reactive ion etch (RIE) chemistry is used in 
one embodiment, although other suitable etch processes (e.g., 
dry) can be used. As earlier described, the etch process is 
selective for the sacrificial film so that it can be removed 
without removing the liner 950 in the isolation regions and the 
sidewalls spacers 510 on the layer stack rows. 
0143 FIGS. 15K-15L depict the results of step 826 in one 
embodiment. FIG. 15K is a cross-section view taken along 
line F-F and FIG. 15L is a perspective view. Sacrificial mate 
rial 952 has been removed from isolation regions 930 and the 
areas between layer stack columns. Etching removes the film 
from the isolation regions, beginning with the material 
exposed by etching back liner 970. Etching will also remove 
the sacrificial material in the isolation regions that underlies 
the layer stack rows. Etching will begin attacking the sacrifi 
cial material from the side under the rows after etching pro 
ceeds vertically down into the isolation regions. Etching will 
further continue behind the liner 970 to remove portions of 
the sacrificial material that extend above the isolation regions 
and substrate surface. Etching removes the material between 
charge storage regions 976 and intermediate dielectric 
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regions 960 that are adjacent in the word line or row direction. 
Some of the sacrificial material may not be removed. Thus, 
removing the sacrificial material does not necessarily have to 
include removing all of the material. 
0144. Removing the sacrificial material forms air gaps 
937. The air gaps are elongated in the column direction in the 
isolation regions 930. The air gaps extend from below the 
surface of the substrate to the level of the upper surface of the 
intermediate dielectric regions. As earlier described, the air 
gaps may have different vertical dimensions in different 
embodiments. The air gaps may not extend as deep within 
isolation regions and may not extend as far above the Sub 
strate Surface. Further, the air gaps may beformed exclusively 
within the isolation regions or exclusively between adjacent 
layer stack columns in other examples. 
0145 At step 828, word line air gaps are formed that 
extend in the row or word line direction between adjacent 
layer stack rows. In one embodiment, the word line air gaps 
are formed as described in FIGS. 6 and 7A-7J. Liner 970 can 
protect the sidewalls of the layer stack rows such that an 
additional material can be omitted. In one example, a capping 
layer 986 is formed along the vertical sidewalls of liner 970 to 
form word line air gaps 988. The capping layer may extend 
vertically toward the substrate surface to the level of the upper 
surface of the sacrificial strips 964 in one example, although 
other dimensions may be formed in other examples. 
0146 FIG. 15M depicts the results of step 828 in an 
example where a capping layer 986 is formed over the layer 
Stack rows using a non-conformal deposition process. A 
dielectric liner984 (e.g., oxide) is formed along the sidewalls 
of the layer stack rows. Although not shown, a polishing step 
can be applied to form individual caps from layer 986 as 
earlier described. 
0.147. At step 880, front end processing can be completed 
as described above. 
0148 FIG. 16 depicts an exemplary structure of a memory 
cell array 1052 that can be fabricated using one or more 
embodiments of the disclosed technology. As one example, a 
NAND flash EEPROM is described that is partitioned into 
1,024 blocks. The data stored in each block can be simulta 
neously erased. In one embodiment, the block is the mini 
mum unit of cells that are simultaneously erased. In each 
block, in this example, there are 8,512 columns that are 
divided into even columns and odd columns. The bit lines are 
also divided into even bit lines (BLE) and odd bit lines (BLO). 
FIG.16 shows four memory cells connected in series to form 
a NAND string. Although four cells are shown to be included 
in each NAND String, more or less than four can be used (e.g., 
16, 32, or another number). One terminal of the NAND string 
is connected to a corresponding bit line via a first select 
transistor (also referred to as a select gate) SGD, and another 
terminal is connected to c-source via a second select transis 
tor SGS. 
0149. During read and programming operations for 
memory cells of one embodiment, 4.256 memory cells are 
simultaneously selected. The memory cells selected have the 
same word line (e.g. WL2-i), and the same kind of bit line 
(e.g. even bit lines). Therefore, 532 bytes of data can be read 
or programmed simultaneously. These 532 bytes of data that 
are simultaneously read or programmed form a logical page. 
Therefore, in this example, one block can store at least eight 
pages. When each memory cell stores two bits of data (e.g. a 
multi-level cell), one block stores 16 pages. In another 
embodiment, a memory array is formed that utilizes an all 
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bit-line architecture such that each bit line within a block is 
simultaneously selected, including those adjacent in the X-di 
rection. 
0150. In other embodiments, the bit lines are not divided 
into odd and even bit lines. Such architectures are commonly 
referred to as all bit line architectures. In an all bit line archi 
tecture, all the bit lines of a block are simultaneously selected 
during read and program operations. Memory cells along a 
common word line and connected to any bit line are pro 
grammed at the same time. In other embodiments, the bit lines 
or block can be broken up into other groupings (e.g., left and 
right, more than two groupings, etc.). 
0151 FIG. 17 illustrates a non-volatile storage device 
1010 that may include one or more memory die orchips 1012. 
Memory die 1012 includes an array (two-dimensional or 
three dimensional) of memory cells 1000, control circuitry 
1020, and read/write circuits 1030A and 1030B. In one 
embodiment, access to the memory array 1000 by the various 
peripheral circuits is implemented in a symmetric fashion, on 
opposite sides of the array, so that the densities of access lines 
and circuitry on each side are reduced by half. The read/write 
circuits 1030A and 1030B include multiple sense blocks 
1300 which allow a page of memory cells to be read or 
programmed in parallel. The memory array 1000 is address 
able by word lines via row decoders 1040A and 1040B and by 
bit lines via column decoders 1042A and 1042B. In a typical 
embodiment, a controller 1044 is included in the same 
memory device 1010 (e.g., a removable storage card or pack 
age) as the one or more memory die 1012. Commands and 
data are transferred between the host and controller 1044 via 
lines 1032 and between the controller and the one or more 
memory die 1012 via lines 1034. One implementation can 
include multiple chips 1012. 
0152 Control circuitry 1020 cooperates with the read/ 
write circuits 1030A and 1030B to perform memory opera 
tions on the memory array 1000. The control circuitry 1020 
includes a state machine 1022, an on-chip address decoder 
1024 and a power control module 1026. The state machine 
1022 provides chip-level control of memory operations. The 
on-chip address decoder 1024 provides an address interface 
to convert between the address that is used by the host or a 
memory controller to the hardware address used by the 
decoders 1040A, 1040B, 1042A, and 1042B. The power con 
trol module 1026 controls the power and voltages supplied to 
the word lines and bit lines during memory operations. In one 
embodiment, power control module 1026 includes one or 
more charge pumps that can create Voltages larger than the 
Supply Voltage. 
0153. In one embodiment, one or any combination of con 

trol circuitry 1020, power control circuit 1026, decoder cir 
cuit 1024, state machine circuit 1022, decoder circuit 1042A, 
decoder circuit 1042B, decoder circuit 1040A, decoder cir 
cuit 1040B, read/write circuits 1030A, read/write circuits 
1030B, and/or controller 1044 can be referred to as one or 
more managing circuits. 
0154 FIG. 18 is a block diagram of an individual sense 
block 1300 partitioned into a core portion, referred to as a 
sense module 1280, and a common portion 1290. In one 
embodiment, there will be a separate sense module 1280 for 
each bit line and one common portion 1290 for a set of 
multiple sense modules 1280. In one example, a sense block 
will include one common portion 1290 and eight sense mod 
ules 1280. Each of the sense modules in a group will com 
municate with the associated common portion via a data bus 
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1272. For further details, refer to U.S. Patent Application 
Publication 2006/014.0007, which is incorporated herein by 
reference in its entirety. 
(O155 Sense module 1280 comprises sense circuitry 1270 
that determines whether a conduction current in a connected 
bit line is above or below a predetermined threshold level. In 
some embodiments, sense module 1280 includes a circuit 
commonly referred to as a sense amplifier. Sense module 
1280 also includes a bit line latch 1282 that is used to set a 
Voltage condition on the connected bit line. For example, a 
predetermined state latched in bit line latch 1282 will result in 
the connected bit line being pulled to a state designating 
program inhibit (e.g., Vdd). 
0156 Common portion 1290 comprises a processor 1292, 
a set of data latches 1294 and an I/O Interface 1296 coupled 
between the set of data latches 1294 and data bus 1220. 
Processor 1292 performs computations. For example, one of 
its functions is to determine the data stored in the sensed 
memory cell and store the determined data in the set of data 
latches. The set of data latches 1294 is used to store data bits 
determined by processor 1292 during a read operation. It is 
also used to store data bits imported from the data bus 1220 
during a program operation. The imported data bits represent 
write data meant to be programmed into the memory. I/O 
interface 1296 provides an interface between data latches 
1294 and the data bus 1220. 
0157 During read or sensing, the operation of the system 

is under the control of state machine 1022 that controls the 
supply of different control gate voltages to the addressed cell. 
As it steps through the various predefined control gate Volt 
ages corresponding to the various memory states Supported 
by the memory, the sense module 1280 may trip at one of 
these Voltages and an output will be provided from sense 
module 1280 to processor 1292 via bus 1272. At that point, 
processor 1292 determines the resultant memory state by 
consideration of the tripping event(s) of the sense module and 
the information about the applied control gate Voltage from 
the state machine via input lines 1293. It then computes a 
binary encoding for the memory state and stores the resultant 
data bits into data latches 1294. In another embodiment of the 
core portion, bit line latch 1282 serves double duty, both as a 
latch for latching the output of the sense module 1280 and 
also as a bit line latch as described above. 
0158. It is anticipated that some implementations will 
include multiple processors 1292. In one embodiment, each 
processor 1292 will include an output line (not depicted in 
FIG. 12) such that each of the output lines is wired-OR'd 
together. In some embodiments, the output lines are inverted 
prior to being connected to the wired-OR line. This configu 
ration enables a quick determination during the program veri 
fication process of when the programming process has com 
pleted because the state machine receiving the wired-OR line 
can determine when all bits being programmed have reached 
the desired level. For example, when each bit has reached its 
desired level, a logic Zero for that bit will be sent to the 
wired-OR line (or a data one is inverted). When all bits output 
a data 0 (or a data one inverted), then the state machine knows 
to terminate the programming process. In embodiments 
where each processor communicates with eight sense mod 
ules, the state machine may (in Some embodiments) need to 
read the wired-OR line eight times, or logic is added to 
processor 1292 to accumulate the results of the associated bit 
lines such that the state machine need only read the wired-OR 
line one time. 
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0159. During program or verify, the data to be pro 
grammed is stored in the set of data latches 1294 from the data 
bus 1220. The program operation, under the control of the 
state machine, comprises a series of programming Voltage 
pulses (with increasing magnitudes) applied to the control 
gates of the addressed memory cells. Each programming 
pulse is followed by a verify process to determine if the 
memory cell has been programmed to the desired State. Pro 
cessor 1292 monitors the verified memory state relative to the 
desired memory state. When the two are in agreement, pro 
cessor 1292 sets the bit line latch 1282 so as to cause the bit 
line to be pulled to a state designating program inhibit. This 
inhibits the cell coupled to the bit line from further program 
ming even if it is subjected to programming pulses on its 
control gate. In other embodiments the processor initially 
loads the bit line latch 1282 and the sense circuitry sets it to an 
inhibit value during the verify process. 
0160 Data latch stack 1294 contains a stack of data 
latches corresponding to the sense module. In one embodi 
ment, there are 3-5 (or another number) data latches per sense 
module 1280. In one embodiment, the latches are each one 
bit. In some implementations (but not required), the data 
latches are implemented as a shift register so that the parallel 
data stored therein is converted to serial data for data bus 
1220, and vice versa. In one preferred embodiment, all the 
data latches corresponding to the read/write block of m 
memory cells can be linked together to form a block shift 
register so that a block of data can be input or output by serial 
transfer. In particular, the bank of read/write modules is 
adapted so that each of its set of data latches will shift data in 
to or out of the data bus in sequence as if they are part of a shift 
register for the entire read/write block. 
0161 Additional information about the read operations 
and sense amplifiers can be found in (1) U.S. Pat. No. 7,196, 
931, “Non-Volatile Memory And Method With Reduced 
Source Line Bias Errors,”; (2) U.S. Pat. No. 7,023,736, “Non 
Volatile Memory And Method with Improved Sensing.”; (3) 
U.S. Patent Application Pub. No. 2005/0169082; (4) U.S. Pat. 
No. 7,196,928, “Compensating for Coupling During Read 
Operations of Non-Volatile Memory,” and (5) United States 
Patent Application Pub. No. 2006/0158947, “Reference 
Sense Amplifier For Non-Volatile Memory.” published on 
Jul. 20, 2006. All five of the immediately above-listed patent 
documents are incorporated herein by reference in their 
entirety. 
0162 Various features and techniques have been pre 
sented with respect to the NAND flash memory architecture. 
It will be appreciated from the provided disclosure that imple 
mentations of the disclosed technology are not so limited. By 
way of non-limiting example, embodiments in accordance 
with the present disclosure can provide and be used in the 
fabrication of a wide range of semiconductor devices, includ 
ing but not limited to logic arrays, Volatile memory arrays 
including SRAM and DRAM, and non-volatile memory 
arrays including both the NOR and NAND architecture. 
0163 A non-volatile memory array in one embodiment 
includes a first column of non-volatile storage elements 
formed over a first active area of a Substrate, a second column 
of non-volatile storage elements formed over a second active 
area of the Substrate, an isolation region in the Substrate 
between the first active area and the second active area, a bit 
line air gap in the isolation region, and a cap extending in the 
row direction between a first charge storage region of the first 
column and a first charge storage region of the second col 
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umn. The cap extends vertically with respect to a surface of 
the Substrate along at least a portion of the first charge storage 
region and the second charge storage region. 
0164. A method of fabricating non-volatile storage is pro 
vided in one embodiment that includes forming a first layer 
stack column and a second layer stack column elongated in a 
column direction over a Substrate. Each layer stack column 
has two vertical sidewalls and includes a charge storage strip 
over a tunnel dielectric strip. The first layer stack column 
overlies a first active area of the substrate and the second layer 
stack column overlies a second active area of the Substrate. 
The method includes etching the substrate to define an isola 
tion region between the first active area and the second active 
area, growing a cap between the first layer stack column and 
the second layer stack column Such that the cap extends 
Vertically along at least a portion of the charge storage strip of 
the first column and the charge storage strip of the second 
column, and forming a bit line air gap in the isolation region 
that has an upper endpoint defined at least partially by the cap. 
0.165. A non-volatile memory array in one embodiment 
includes a plurality of non-volatile storage elements arranged 
into rows and columns above a Surface of a Substrate, a 
plurality of isolation regions formed in the substrate between 
active areas of the Substrate that underlie adjacent columns of 
non-volatile storage elements. The non-volatile storage ele 
ment include a charge storage region. The array further 
includes a plurality of bit line air gaps formed in the plurality 
of isolation regions and a plurality of air gap caps including at 
least one air gap cap overlying air within each isolation 
region. The at least one air gap extends vertically with respect 
to a surface of the substrate to at least a level of a lower surface 
of the charge storage regions of the adjacent column. The 
array further includes a plurality of word line air gaps formed 
at least partially between adjacent rows of non-volatile Stor 
age elements. 
0166 A non-volatile memory array in one embodiment 
includes an array of non-volatile storage elements arranged 
into a plurality of rows and a plurality of columns over a 
substrate. The plurality of columns overlie a plurality of 
active areas in the Substrate and each non-volatile storage 
element includes a charge storage region. The array further 
includes a plurality of isolation regions in the Substrate 
between adjacent active areas, a plurality of bit line air gaps 
formed in the plurality of isolation regions, and a plurality of 
caps overlying the plurality of isolation regions. Each cap 
overlies a corresponding isolation region to define an upper 
endpoint for at least a portion of the air gap formed in the 
corresponding isolation region. Each cap extends vertically 
with respect to a Surface of the Substrate along at least a 
portion of an adjacent charge storage region. 
0167. The foregoing detailed description has been pre 
sented for purposes of illustration and description. It is not 
intended to be exhaustive or to limit the subject matter 
claimed herein to the precise form(s) disclosed. Many modi 
fications and variations are possible in light of the above 
teachings. The described embodiments were chosen in order 
to best explain the principles of the disclosed technology and 
its practical application to thereby enable others skilled in the 
art to best utilize the technology in various embodiments and 
with various modifications as are Suited to the particular use 
contemplated. It is intended that the scope of the invention be 
defined by the claims appended hereto. 
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What is claimed is: 

1. A non-volatile memory array, comprising: 
a first column of non-volatile storage elements formed over 

a first active area of a Substrate; 
a second column of non-volatile storage elements formed 

over a second active area of the Substrate; 
an isolation region in the substrate between the first active 

area and the second active area; 
a bit line air gap in the isolation region; and 
a cap extending in the row direction between a first charge 

storage region of the first column and a first charge 
storage region of the second column, the cap extending 
vertically with respect to a surface of the substrate along 
at least a portion of the first charge storage region and the 
Second charge storage region. 

2. A non-volatile memory array according to claim 1, 
wherein: 

each charge storage region overlies a tunnel dielectric 
material; 

the cap extends vertically along at least a portion of the 
tunnel dielectric material underlying the first charge 
storage region. 

3. A non-volatile memory array according to claim 1, fur 
ther comprising: 

a first row of non-volatile storage elements extending in a 
row direction across the substrate surface, the row direc 
tion being perpendicular to the column direction, the 
first row including a first non-volatile storage element of 
the first column, a first non-volatile storage element of 
the second column and a first control gate extending in 
the row direction, the first control gate being shared by 
the first non-volatile storage elements of the first and 
second columns; 

a second row of non-volatile storage elements extending in 
the row direction across the Substrate Surface, the second 
row including a second non-volatile storage element of 
the first column, a second non-volatile storage element 
of the second column and a second control gate extend 
ing in the row direction, the second control gate being 
shared by the second non-volatile storage elements of 
the first and second columns; and 

a word line air gap elongated in the row direction and 
extending in the column direction at least a portion of a 
distance between the first row and the second row. 

4. A non-volatile memory array according to claim 3, 
wherein: 

the cap is a first cap of a plurality of caps of the non-volatile 
memory array; 

the first column includes a first plurality of charge storage 
regions adjacent in a column direction; 

the second column includes a second plurality of charge 
storage regions adjacent in the column direction; 

each cap of the plurality extends in a row direction between 
one charge storage region of the first column and one 
charge storage region of the second column, each cap 
extending vertically with respect to the surface of the 
Substrate along at least a portion of the corresponding 
charge storage regions, wherein a lower Surface of each 
cap forms an upper endpoint for at least a portion of the 
bit line air gap. 
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5. A non-volatile memory array according to claim 4, fur 
ther comprising: 

a capping strip overlying the word line air gap, the capping 
strip having a lower Surface that forms an upper endpoint 
region for at least a second portion of the bit line air gap. 

6. A non-volatile memory according to claim 1, further 
comprising: 

a catalyst layer formed along a vertical sidewall of the first 
charge storage region. 

7. A method of fabricating non-volatile storage, compris 
1ng: 

forming a first layer stack column and a second layer stack 
column elongated in a column direction over a Substrate, 
each layer stack column having two vertical sidewalls 
and including a charge storage Strip over a tunnel dielec 
tric strip, the first layer stack column overlying a first 
active area of the Substrate and the second layer stack 
column overlying a second active area of the Substrate; 

etching the Substrate to define an isolation region between 
the first active area and the second active area; 

growing a cap between the first layer stack column and the 
second layer stack column, the cap extending vertically 
along at least a portion of the charge storage strip of the 
first column and the charge storage strip of the second 
column; and 

forming a bit line air gap in the isolation region having an 
upper endpoint defined at least partially by the cap. 

8. A method according to claim 7, further comprising: 
forming a catalyst layer along at least a portion of the two 

Vertical sidewalls of each layer Stack column prior to 
etching the Substrate; 

9. A method according to claim 8, wherein growing the cap 
between the first layer stack column and the second layer 
stack column includes: 

selectively growing the cap using the catalyst layer to form 
the cap between the charge storage Strip of the first layer 
stack column and the charge storage Strip of the second 
layer stack column. 

10. A method according to claim 9, wherein: 
selectively growing the cap using the catalyst layer 

includes pulsed layer deposition. 
11. A method according to claim 7, further comprising: 
modifying a surface of at least a portion of the two vertical 

sidewalls of each layer stack column by ion implantation 
prior to etching the Substrate. 

12. A method according to claim 11, wherein growing the 
cap between the first layer stack column and the second layer 
stack column includes: 

selectively growing the cap using the modified surface of 
the two vertical sidewalls to form the cap between the 
charge storage strip of the first layer stack column and 
the charge storage Strip of the second layer stack col 
l 

13. A method according to claim 11, wherein selectively 
growing the cap includes: 

providing oZone and tetraethyl orthosilicate in a first ratio 
to form a nucleation layer on the modified surface of the 
two vertical sidewalls; and 

changing the ratio of the ozone to the tetraethyl orthosili 
cate to induce selective growth of the cap along the 
nucleation layer. 

14. A method according to claim 7, wherein: 
etching the substrate is performed prior to forming the first 

layer stack column and the second layer stack column; 
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the isolation region is a first isolation region; 
the method further comprises forming a second isolation 

region and a third isolation region in the Substrate, the 
second isolation region being adjacent to the first active 
area and a fourth active area and the third isolation 
region being adjacent to the second active area and a fifth 
active area. 

15. A method according to claim 14, further comprising: 
forming an isolation material in each isolation region, the 

isolation material including a first protrusion extending 
above the substrate surface from the first isolation 
region, a second protrusion extending above the Sub 
strate Surface from the second isolation region and a 
third protrusion extending above the substrate surface 
from the third isolation region; 

slimming a dimension of each protrusion in the row direc 
tion; 

forming the charge storage strip for the first column by 
depositing charge storage material between the first pro 
trusion and the second protrusion; and 

forming the charge storage strip for the second column by 
depositing charge storage material between the first pro 
trusion and the third protrusion. 

16. A method according to claim 15, wherein: 
the charge storage strip for the first column has a first 

vertical sidewall that overlies the second isolation region 
and a second vertical sidewall that overlies the first iso 
lation region; 

the charge storage strip for the second column has a first 
vertical sidewall that overlies the first isolation region 
and a second vertical sidewall that overlies the third 
isolation region. 

17. A method according to claim 16, further comprising: 
removing the protrusions and recessing the isolation mate 

rial below a level of the substrate surface after forming 
each charge storage Strip. 

18. A method according to claim 17, wherein: 
growing the cap between the first layer stack column and 

the second layer stack column includes thermally oxi 
dizing at least a portion of the second vertical sidewall of 
the charge storage strip for the first column and the first 
Vertical sidewall of the charge storage strip for the sec 
ond column to grow the cap between the first and second 
charge storage strips: 

the cap includes oxide that grows from the second vertical 
sidewall of the charge storage strip for the first column 
and oxide that grows that grows from the first vertical 
sidewall of the charge storage strip for the second col 
umn, the oxides meeting above the first isolation region 
and at least partially overlying air to from the bit line air 
gap in the first isolation region. 

19. A method according to claim 7, further comprising: 
recessing the cap below a level of an upper Surface of the 

charge storage strips: 
forming an intermediate dielectric layer over the upper 

Surface and along the vertical sidewalls of the charge 
storage Strips; and 

forming a control gate layer over the intermediate dielec 
tric layer, the control gate layer extending below the 
upper Surface of the charge storage strips between adja 
cent portions of the intermediate dielectric layer. 

20. A method according to claim 19, further comprising: 
etching the control gate layer into a plurality of control 

gates, 
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etching the charge storage strip for the first column into a 
first plurality of charge storage regions; 

etching the charge storage strip for the second column into 
a second plurality of charge storage regions; 

wherein the plurality of control gates includes a first con 
trol gate separated from a first charge storage region of 
the first plurality and a first charge storage region of the 
second plurality; 

wherein the plurality of control gates includes a second 
control gate separated from a second charge storage 
region of the first plurality and a second charge storage 
region of the second plurality. 

21. A method according to claim 20, wherein: 
etching the control gate layer, the charge storage strip for 

the first column and the charge storage strip for the 
second column is orthogonal to a direction of the first 
layer stack column and the second layer stack column. 

22. A method according to claim 21, wherein: 
etching the control gate layer, the charge storage strip for 

the first column and the charge storage strip for the 
second column forms a plurality of layer stack rows 
including a first layer stack row and a second layer stack 
row; 

the first layer stack row includes the first control gate, a first 
intermediate dielectric strip, and the first plurality of 
charge storage regions; and 

the second layer stack row includes the second control 
gate, a second intermediate dielectric Strip, and the sec 
ond plurality of charge storage regions. 

23. A method according to claim 22, further comprising: 
forming a plurality of word line air gaps including a first 
word line air gap formed between the first layer stack 
row and the second layer stack row. 

24. A method according to claim 23, wherein: 
the first word line air gap extends vertically, with respect to 

the substrate surface, from a level above the substrate 
surface to at least a level of an upper surface of the first 
and second control gate. 

25. A method according to claim 24, further comprising, 
after etching the control gate layer and before etching the 
charge storage strip for the first column and the charge storage 
strip for the second column: 

forming a catalytic layer on a first and a second sidewall of 
each control gate. 

26. A method according to claim 25, further comprising, 
after etching the charge storage strip for the first column and 
the charge storage strip for the second column and before 
forming the plurality of word line air gaps: 

selectively growing a temporary cap between each pair of 
adjacent control gates; 

recessing the temporary caps below an upper Surface of 
each control gate; 

siliciding the control gates after recessing the temporary 
caps. 

27. A method according to claim 26, further comprising: 
removing the temporary caps after siliciding the control 

gates. 
nonconformally depositing a capping layer to form perma 

nent word line air gap caps that overlie air between 
adjacent layer stack rows, the permanent word line air 
gap caps defining an upper endpoint of the correspond 
ing word line air gap. 
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28. A non-volatile memory array, comprising: 
a plurality of non-volatile storage elements arranged into 

rows and columns above a surface of a Substrate; 
a plurality of isolation regions formed in the Substrate 

between active areas of the substrate that underlie adja 
cent columns of non-volatile storage elements, each 
non-volatile storage element including a charge storage 
region; 

a plurality of bit line air gaps formed in the plurality of 
isolation regions; 

a plurality of air gap caps including at least one air gap cap 
overlying air within each isolation region, the at least 
one air gap extending vertically with respect to a Surface 
of the substrate to at least a level of a lower surface of the 
charge storage regions of the adjacent column; and 

a plurality of word line air gaps formed at least partially 
between adjacent rows of non-volatile storage elements. 

29. A non-volatile memory array according to claim 29, 
wherein the plurality of air gap caps includes a single air gap 
cap for each isolation region. 

30. A non-volatile memory array according to claim 29, 
wherein the plurality of air gap caps is a plurality of bit line air 
gap caps, the non-volatile memory array further comprising: 

a plurality of word line air gap caps including one word line 
cap overlying each air gap of the second plurality, a 
lower Surface of each word line air gap defining an upper 
endpoint for the corresponding underlying word line air 
gap. 
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31. A non-volatile memory array according to claim 31, 
wherein: 

the plurality of bit line air gaps includes a set of two or more 
air gap caps overlying each isolation region; 

the set of two or more air gap caps have lower Surfaces 
defining an upper endpoint for a first portion of the 
corresponding underlying air gap; and 

the lower Surface of each word line air gap defines an upper 
endpoint region for a second portion of the correspond 
ing underlying air gap. 

32. A non-volatile memory array, comprising: 
an array of non-volatile storage elements arranged into a 

plurality of rows and a plurality of columns over a Sub 
strate, the plurality of columns overlying a plurality of 
active areas in the Substrate, each non-volatile storage 
element including a charge storage region; 

a plurality of isolation regions in the Substrate between 
adjacent active areas: 

a plurality of bit line air gaps formed in the plurality of 
isolation regions; 

a plurality of caps overlying the plurality of isolation 
regions, each cap overlying a corresponding isolation 
region to define an upper endpoint for at least a portion 
of the air gap formed in the corresponding isolation 
region, each cap extending vertically with respect to a 
Surface of the Substrate along at least a portion of an 
adjacent charge storage region. 

c c c c c 
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