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TRIPLE GATE DEVICE HAVING STRAINED 
SILICON CHANNEL 

BACKGROUND OF INVENTION 

1. Field of the Invention 
The present invention relates to a Triple Gate(Tri-gate) 

device, and more particularly, to a three dimensional tran 
Sistor device having a three-sided Strained-Sichannel and its 
manufacturing method. 

2. Description of the Prior Art 
Transistors are the miniscule on/off Switches that make up 

the integrated circuits in today's microprocessors. Three 
dimensional (3D) vertical double-gate transistors are known 
in the art. Chipmakers keep announcing that they have 
fabricated the Smallest vertical double-gate transistors 
reported to date using industry Standard technology. These 
transistors, measuring below ten nanometers, or ten bil 
lionths of a meter in length (gate), are about Six times 
Smaller than the Smallest transistors currently in production. 
A double-gate transistor Structure effectively doubles the 

electrical current that can be sent through a given transistor. 
The Fin Field Effect Transistor (FinFET) design relies upon 
a thin Vertical Silicon “fin' to help control leakage of current 
through the transistor when it is in the “off” stage. Moreover, 
while the gate length is shrunk to bellow 65 nm, the 
wrapped-around gate upon the very thin Si-fin body can 
provide excellent gate control capability for effectively 
Suppressing short channel effect through the fully depleted 
Silicon-on-insulator (SOI) operation mode. The Superior 
leakage control characteristics and excellent gate control for 
effectively suppressing short channel effect make FinFET 
transistors an attractive candidate for future nano-Scale 
CMOS generations, which are expected to be in manufac 
turing within the next decade. 

Typically, FinFET is built on a silicon-on-insulator (SOI) 
substrate. The silicon layer of the SOI substrate is etched 
into “fin' like shaped body of the transistor. The gate is 
wrapped around and over the fin. 

U.S. Pat. No. 4,996,574 filed Jun. 30, 1989 by Shirasaki, 
entitled "MIS transistor Structure for increasing conductance 
between Source and drain regions' discloses a metal 
insulator-Semiconductor transistor comprising an insulator 
layer, a Silicon body provided on the insulator layer and 
comprising a Source region, a drain region and a channel 
region extending in a first direction between and intercon 
necting the Source region and the drain region, a gate 
insulator film provided on the silicon body so as to cover the 
channel region except for the part of the channel region in 
contact with the insulator layer, and a gate electrode of a 
conductive material provided in contact with the gate insu 
lator film So as to cover the channel region underneath the 
gate insulator film except for the part of the channel region 
in contact with the insulator layer. 

U.S. Pat. No. 5,338,959 filed Mar. 30, 1993 by Kim et al. 
discloses a thin film transistor gate Structure with a three 
dimensional multi-channel Structure. The thin film transistor 
gate Structure comprises Source/drain electrodes formed So 
as to be spaced from and opposite to each other on a 
substrate. The TFT has a plurality of channel regions for 
high carrier mobility. Each channel region has three 
dimensional Structure. The polycrystalline Silicon channel 
regions are Surrounded by gates. 

U.S. Pat. No. 6,413,802 filed on Oct. 23, 2000 by Hu et 
al. discloses a FinFET device that is fabricated using con 
ventional planar MOSFET technology. The device is fabri 
cated in a silicon layer overlying an insulating layer (e.g., 
SIMOX) with the device extending from the insulating layer 
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2 
as a fin. Double gates are provided over the Sides of the 
channel to provide enhanced drive current and effectively 
SuppreSS short channel effects. A plurality of channels can be 
provided between a Source and a drain for increased current 
capacity. 
However the electrical performance Such as carrier mobil 

ity or device driving current of the above-described SOI 
based FinFET and Tri-gate devices can be further improved. 

SUMMARY OF INVENTION 

It is therefore a primary object of the claimed invention to 
provide a Triple Gate (Tri-gate) device having improved 
electrical performance Such as higher carrier mobility and 
higher driving current. 

According to the claimed invention, a Tri-gate device 
with a Strained Silicon channel is provided. The Tri-gate 
device includes a composite fin Structure consisting of a 
Silicon germanium core and a Strained Silicon epitaxy layer 
grown from Surface of Said Silicon germanium core. A gate 
Strip wraps a channel portion of the composite fin Structure. 
Two distal end portions of the composite fin Structure not 
covered by the gate Strip constitute Source/drain regions of 
the Tri-gate device. A gate insulating layer is interposed 
between the composite fin Structure and the gate Strip. 

Other objects, advantages and novel features of the inven 
tion will become more clearly and readily apparent from the 
following detailed description when taken in conjunction 
with the accompanying drawings. 

BRIEF DESCRIPTION OF DRAWINGS 

The accompanying drawings are included to provide a 
further understanding of the invention, and are incorporated 
in and constitute a part of this Specification. The drawings 
illustrate embodiments of the invention and, together with 
the description, Serve to explain the principles of the inven 
tion. In the drawings: 

FIG. 1 is a Schematic perspective view showing a portion 
of an improved Tri-gate device in accordance with one 
preferred embodiment of the present invention; 

FIG. 2 is a cross-sectional view of the Tri-gate device 
along line a-a of FIG. 1; and 

FIG. 3 to FIG. 6 are schematic cross-sectional diagrams 
showing the method for fabricating the Tri-gate device in 
accordance with one preferred embodiment of the present 
invention. 

DETAILED DESCRIPTION 

Please refer to FIG. 1 and FIG. 2. FIG. 1 is a schematic 
perspective View showing a germane portion of an improved 
Tri-gate device in accordance with one preferred embodi 
ment of the present invention. FIG. 2 is a cross-sectional 
view of the Tri-gate device along line a-a of FIG. 1. As 
shown in FIG. 1, the Tri-gate device 1 comprises a thin fin 
structure 30 upwardly extending from a horizontal surface of 
an insulating layer (or buried oxide) 20 that is Supported by 
a substrate 10. The thin fin structure 30 standing perpen 
dicular to the substrate 10 is separated from the substrate 10 
by the insulating layer 20. The center portion of the thin fin 
structure 30 is wrapped by a gate strip 60 and defines a 
channel region thereto. Agate insulating film 70 Such as high 
quality Silicon dioxide is interposed between the gate Strip 
60 and the thin fin structure 30. Alternatively, the gate 
insulating film 70 can be Silicon nitride or a high-k gate 
dielectric material. The gate strip 30 may be made of 
polysilicon, metal gate or the like. The thin fin portions that 
are not covered by the gate Strip 60 constitute Source or drain 
(S/D) of the Tri-gate device 1. The source/drain (S/D) of the 
Tri-gate device 1 may be implanted with high concentration 
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of impurities. For the Sake of Simplicity, it is to be under 
stood that the contact portions electrically connected to the 
S/D and gate strip 60 respectively are not shown. 
As shown in FIG. 1 and FIG. 2, the thin fin structure 30 

has a flat top surface 31 having a width denoted as “W', and 
two vertical sidewalls 33 having a height denoted as “H”. 
The channel length (L) of the Tri-gate device 1 is defined by 
the width of the gate strip 60. The channel width of the 
Tri-gate device 1 is the combination of the width (W) of the 
flat top surface 31 and the height (H) of both sidewalls 33 
(Channel width=W+2H). According to the preferred 
embodiment of the present invention, the width (W) of the 
flat top Surface 31 is approximately equal to the height (H) 
of sidewall 33. Preferably, the strained silicon epitaxy layer 
34 has a substantially uniform thickness of about 10-300 
angstroms. The present invention features the thin fin Struc 
ture 30 that comprises a silicon germanium (SiGe) core 
32 and a Strained Silicon epitaxy layer 34 grown from 
Surface of the Silicon germanium core 32. The electrical 
performance of the Tri-gate device 1 can be greatly 
improved since the Strained Silicon epitaxy layer 34 provides 
Superior carrier mobility, and thus higher drive current. 
A method for forming the Tri-gate device 1 of FIG. 1 will 

now be explained with reference to FIG. 3 to FIG. 6. As 
shown in FIG.3, a commercially available uni-bond SiGe. 
x/SiO/Si wafer 100 is prepared. The uni-bond SiGe/ 
SiO/Si wafer 100 comprises a silicon bottom layer 10, SiO, 
film 20 Supported by the silicon bottom layer 10, and a 
Silicon germanium layer 40. Preferably, the Silicon germa 
nium layer 40 has a predetermined thickness of about 
500-1200 angstroms, but not limited thereto. An etching 
mask 80 is formed on the silicon germanium layer 40. The 
etching mask 80 may include a silicon nitride hard mask 81 
and a photoresist 82. A reactive ion etching (RIE) is carried 
out to etch away the un-masked Silicon germanium layer 40 
from the wafer 100. The anisotropic RIE stops on the SiO, 
film 20. The remaining photoresist 81 and hard mask 82 are 
removed, thereby forming a silicon germanium island 90 on 
the SiO film 20. 
AS shown in FIG. 5, an epitaxy proceSS is performed to 

grow a Strained Silicon layer 34 on the Surface of the Silicon 
germanium island 90. The grown strained silicon layer 34 
and the Silicon germanium island 90 constitute a composite 
thin fin structure 30, part of which will be used as the 
channel region in a later Stage. AS Specifically indicated in 
FIG. 5, the composite thin fin structure 30 has a width (top 
surface) denoted as “W” and a height (sidewalls) denoted as 
“H”. According to the preferred embodiment of the present 
invention, the width (W) of the composite thin fin structure 
30 is approximately equal to the height (H) of the composite 
thin fin structure 30. Preferably, the strained silicon epitaxy 
layer 34 has a uniform thickness of about 50-300 angstroms. 
Channel threshold voltage (V) implantation may be carried 
out after the formation of the composite thin fin structure 30. 
The channel threshold voltage (V) adjustment may be tilt 
angle ion implantation. It is understood that a screen oxide 
or sacrificial oxide (about 50 A thick, for example) may be 
thermally formed on the surface of the composite thin fin 
structure 30 before the channel threshold voltage (V) adjust 
ment. This sacrificial oxide is removed prior to the formation 
of high quality gate insulating layer. 
As shown in FIG. 6, a gate insulating layer 70 is formed 

on the top Surface and Sidewalls of the composite thin fin 
structure 30. Preferably, the gate insulating layer 70 is 
formed by performing a dry or wet thermal oxidation, but 
not limited thereto. According to the preferred embodiment, 
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4 
the thickness of the gate insulating layer 70 ranges between 
10 and 30 angstroms. Subsequently, a conventional chemical 
vapor deposition (CVD) such as PECVD or LPCVD is 
carried out to deposit a polysilicon or metal gate layer on the 
SiO film 20 and over the gate insulating layer 70. A 
lithographic proceSS is then carried out to pattern the poly 
Silicon or metal gate layer, thereby forming a gate Strip 60 
wrapping a portion of the fin Structure 30. An offset Spacer 
(not shown) is then formed on sidewalls of the gate strip 60. 
A lightly doped Source/drain ion implantation may be car 
ried out. After that, a spacer Such as Silicon nitride (not 
shown) is formed on the offset spacers. A high concentration 
Source/drain ion implantation is then carried out to dope the 
Source and drain regions on the fin Structure 30. 

Those skilled in the art will readily observe that numerous 
modification and alterations of the device may be made 
while retaining the teachings of the invention. Accordingly, 
the above disclosure should be construed as limited only by 
the metes and bounds of the appended claims. 
What is claimed is: 
1. A three dimensional Triple Gate (Tri-gate) device 

comprising: 
a composite fin Structure consisting of a Silicon germa 
nium core and a Strained Silicon epitaxy layer grown 
from Surface of Said Silicon germanium core, 

a gate Strip wrapping a portion of Said composite fin 
Structure, wherein portions of Said composite fin Struc 
ture not covered by Said gate Strip constitute Source/ 
drain regions of Said Tri-gate device; and 

a gate insulating layer interposed between Said composite 
fin Structure and Said gate Strip. 

2. The Tri-gate device of claim 1 wherein Said composite 
fin Structure has a Substantially flat top Surface and vertical 
sidewalls. 

3. The Tri-gate device of claim 2 wherein said composite 
fin Structure has a width of Said flat top Surface that is 
approximately equal to its height. 

4. The Tri-gate device of claim 1 wherein said strained 
silicon epitaxy layer has a thickness of about 50-300 ang 
StromS. 

5. The Tri-gate device of claim 1 wherein said gate strip 
is made of polysilicon or metal gate. 

6. A Tri-gate device comprising: 
a composite fin Structure consisting of a Semiconductor 

core and a Strained epitaxy layer grown from Surface of 
Said Semiconductor core, Said Semiconductor core hav 
ing a first lattice constant that miss-matches a Second 
lattice constant of Said Strained epitaxy layer; 

a gate Strip wrapping a portion of Said composite fin 
Structure, wherein portions of Said composite fin Struc 
ture not covered by Said gate Strip constitute Source/ 
drain regions of Said Tri-gate device; and 

a gate insulating layer interposed between Said composite 
fin Structure and Said gate Strip. 

7. The Tri-gate device of claim 6 wherein said semicon 
ductor core consists of Silicon germanium. 

8. The tri-gate device of claim 6 wherein said strained 
epitaxy layer is a Strained Silicon epitaxy layer. 

9. The tri-gate device of claim 8 wherein said strained 
silicon epitaxy layer has thickness of about 50-300 ang 
StromS. 

10. The Tri-gate device of claim 6 wherein said gate strip 
is made of polysilicon or metal gate. 
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