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1. 

STRAINED SILICON FNFET DEVICE 

FIELD OF THE INVENTION 

This invention related generally to semiconductor devices 5 
including field effect transistors (FETs), metal-oxide-semi 
conductor FETs (MOSFETs), and more particularly related 
to improved semiconductor devices having double gates and 
strained channel. 

10 
BACKGROUND OF THE INVENTION 

Field effect transistors (FETs) and particularly Metal 
Oxide-Semiconductor field effect transistors (MOSFETs) 
are the dominant electronic devices in use today. The 
performance of these devices has been improved steadily 
through the reduction in device dimensions, from 10–20 um 
channel length in the 70 to 100 nm channel length in 00 
technology. 
As the channel length becomes smaller than 100 nm, 

MOSFET devices experience certain deleterious perfor 
mance due to their size. Such as the short channel effect 
caused by the close proximity of the Source and drain, 
resulting in the reduction of the threshold voltage and the 
increase of sub-threshold current. With a short channel 
length, the Source and drain regions may extend towards 
each other and may essentially occupy the entire channel 
area between the source and the drain. As a result of this 
effective occupation of the channel area by the source and 
drain, the channel is in part depleted and the gate charge 
necessary to alter the source and drain current flow is 
reduced. Thus the interaction between the source and drain 
of the MOSFET degrades the ability of the gate to control 
the operation of the device. 

Therefore, scaling of conventional bulk MOSFET devices 
beyond the 50 nm process generations is very difficult. 
Straightforward Scaling requires ultra thin gate dielectric 
(equivalent oxide thickness should be less than 0.5 nm), 
ultra shallow junction (less than 10 nm depth for reducing 
short channel effect) and high concentration channel doping 
(>10" cm), all of which generate different problems of 
similar magnitude. For example, ultra thin gate oxide (less 
than 1–2 nm) has significant problem of tunneling current, 
and ultra shallow junction has significant problem of low 
sheet resistance and junction lateral steepness. 

Significant innovations have been made to the conven 
tional bulk MOSFET devices to improve their performance. 
Silicon-On-Insulator (SOI) substrate has enabled MOSFET 
devices to have higher speed, lower power and higher 
density. Strain-induced band modification of the device 50 
channel has enabled MOSFET devices to have enhanced 
carrier mobility and therefore increased drive current. 
Double gate MOSFET structure allows gate control of the 
channel from both sides, reducing short channel effect and 
allowing more current flow. 

SOI wafers improve the transistor performance by reduc 
ing the operating silicon Volume and by isolating the tran 
sistors. The thin surface silicon layer limits the volume of 
silicon that needs to be charged to Switch the transistor on 
and off, and therefore reduces the parasitic capacitance of 60 
the transistor and increases the Switching speed. The insu 
lating layer isolates the transistor from its neighbors, and 
therefore reduces the leakage current and allows the tran 
sistor to operate at lower Supply Voltages and thus the 
transistors can be smaller and more densely packed. 

Further improvement of the MOSFET device perfor 
mance is the introduction of strain-induced band modifica 
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2 
tion of the device channel. Generally speaking, a compres 
sive strained channel MOSFET has significant hole mobility 
enhancement, and a tensile strained channel MOSFET 
achieves both significant hole and electron mobility 
enhancement. Enhanced carrier mobility allows strained 
silicon MOSFET devices to exhibit vastly increased perfor 
mance over their bulk silicon counterparts at identical gate 
lengths. 

Double gate MOSFET structure offers improvement for 
short channel effect reduction since it adds another gate on 
either side of the channel to allow gate control of the channel 
from both sides. Additionally, when the device is turned on 
using both gates, two conduction layers are formed, allow 
ing more current flow. An extension of the double gate is the 
wrap-around gate where the gate is Surrounding the channel. 
One variation of double gate MOSFET structure is finFET, 
a double gate device consists of a silicon channel formed in 
a silicon Vertical fin controlled by a self-aligned double gate. 

SUMMARY OF THE INVENTION 

The present invention discloses a novel Strained silicon 
finFET device on an insulator substrate having the advan 
tages of finFET structure for Suppressing short channel 
effect and strained channel MOSFET structure for mobility 
enhancement. 
The disclosed strained silicon finFET device is a double 

gate finFET device having a strained silicon fin channel 
fabricated on an insulator substrate. The strained silicon fin 
channel is fabricated by forming a silicon-containing epi 
taxial layer on a silicon-containing seed fin having different 
lattice constant. By growing an epitaxial layer on a seed fin, 
the epitaxial layer will follow the single crystal nature of the 
seed fin, and by having different lattice constant, the epi 
taxial layer will experience lattice stress, which gives rise to 
a strained channel layer. If the lattice constant of the seed fin 
is larger than the lattice constant of the epitaxial layer, the 
epitaxial layer will try to extend itself to match the larger 
lattice constant, and therefore experience tensile stress and 
forming a tensile strained channel fin structure. If the lattice 
constant of the seed fin is smaller than the lattice constant of 
the epitaxial layer, the epitaxial layer will try squeeze itself 
into the Smaller lattice constant, and therefore experience 
compressive stress and forming a compressive strained 
channel fin structure. 

In one embodiment of the invention, the strained silicon 
fin channel comprises an epitaxial silicon layer deposited on 
a relaxed silicon germanium seed fin. Other embodiments of 
the invention include an epitaxial silicon layer deposited on 
a strained silicon germanium seed fin wherein the strained 
silicon germanium seed fin is deposited on an underseed 
relaxed silicon layer, and a strained channel silicon fin 
fabricated on a relaxed silicon germanium seed layer. 

In a variation of the above embodiments, the strained 
silicon channel fin structure comprises an epitaxial carbon 
doped silicon (SiC) layer or an epitaxial carbon doped 
silicon germanium (SiGeC) layer deposited on a silicon 
germanium or a silicon seed fin. 
The present invention strained silicon channel fin struc 

ture can be employed to fabricate a strained silicon finFET 
device. The present invention strained silicon finFET device 
comprises a thin Strained silicon-containing fin channel 
standing on an insulator layer, Sandwiching between a 
Source and a drain. A gate dielectric and double gates cover 
the sides of the fin to form the inversion layers on the sides 
of the channel. The channel fin is sufficiently thin so that the 
two gates control the entire channel film. The double gates 
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on the channel fin can Suppress the short channel effect and 
enhance drive current. The strained channel can provide 
enhanced carrier mobility to further improve the device 
performance. The present invention strained channel finFET 
device thus can improve hole carrier mobility and/or elec 
tron carrier mobility, in addition to Suppressing short chan 
nel effect. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 shows an embodiment of the present invention 
strained silicon channel fin structure. 

FIG. 2 shows a variation of the embodiment of FIG. 1. 
FIGS. 3a–3c show the fabrication process of the embodi 

ment of FIG. 1. 
FIGS. 4a–4a show the fabrication process of the embodi 

ment of FIG. 2. 
FIG. 5 shows another embodiment of the present inven 

tion strained silicon channel fin structure. 
FIG. 6 shows a variation of the embodiment of FIG. 5. 
FIGS. 7a 7c show the fabrication process of the embodi 

ment of FIG. 5. 
FIGS. 8a–8c show the fabrication process of the embodi 

ment of FIG. 6. 
FIG. 9 shows another embodiment of the present inven 

tion strained silicon channel fin structure. 
FIG. 10 shows a variation of the embodiment of FIG. 9. 
FIGS. 11a–11b show the fabrication process of the 

embodiment of FIG. 9. 
FIGS. 12a-12b show the fabrication process of the 

embodiment of FIG. 10. 
FIG. 13 shows a perspective view of the present invention 

strained silicon finFET device. 
FIG. 14 shows different views of an embodiment of the 

disclosed strained silicon finFET device. 
FIG. 15 shows a variation of the embodiment of FIG. 14. 
FIG. 16 shows another variation of the embodiment of 

FIG 14. 
FIG. 17 shows another variation of the embodiment of 

FIG 14. 

FIGS. 18a–18e show the fabrication steps of the strained 
silicon finFET device in accordance with one embodiment 
of the invention. 

DETAILED DESCRIPTION OF THE 
INVENTION 

The present invention discloses a strained silicon fin 
structure and a strained silicon finFET device employing the 
disclosed strained silicon fin structure. The strained silicon 
fin structure is fabricated by forming a silicon-containing 
epitaxial layer on a silicon-containing seed fin having dif 
ferent lattice constant. The strained silicon finFET device 
comprises a strained silicon fin structure standing on an 
insulator layer, sandwiching between a source and a drain 
with a gate dielectric and a double gates covering the sides 
of the strained silicon fin structure to form the inversion 
layers on the sides of the fin. 
The present invention Strained silicon fin structure com 

prises a seed fin structure disposed on an insulator Substrate, 
and a strained channel layer fabricated on the seed fin 
structure. The channel layer material has a lattice constant 
different than the lattice constant of the seed fin material, and 
therefore the channel layer becomes a strained channel layer 
due the lattice mismatch between the seed fin and the 
channel layer. 
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4 
There are various variations of the present invention 

strained silicon fin structure: the seed fin can be strained, or 
relaxed (no strained at all or minimum strained); the channel 
layer can cover only the top side of the seed fin, or only the 
two sidewalls of the seed fin, or both the top side and the two 
sidewalls of the seed fin. 
An embodiment of the present invention strained silicon 

fin structure is shown in FIG. 1 wherein the channel layer 
covers both the top side and the two sidewalls of the seed fin. 
The seed fin of this embodiment can be a strained seed fin, 
but preferably a relaxed seed fin. 

In FIG. 1, a strained channel silicon layer 11 covers a 
relaxed silicon germanium fin seed fin 10 on an insulator 
layer 12. The relaxed silicon germanium fin 10 is preferably 
disposed on an insulator layer 12 (Such as silicon dioxide) on 
a silicon substrate 13. The seed fin 10 is a relaxed silicon 
germanium fin having lattice constant larger than the lattice 
constant of silicon, therefore the epitaxial silicon layer 11 
grown on the seed fin 10 will be tensilely strained. 
The relaxed silicon germanium fin structure is preferably 

fabricated from a silicon germanium-on-insulator (SGOI) 
Substrate with the concentration of germanium ranging from 
10% to 100%. Then the SGOI substrate is patterned into a 
silicon germanium fin structure. Then a silicon layer is 
epitaxially deposited on the silicon germanium fin structure. 
The epitaxial deposition is preferably selectively epitaxial 
deposition wherein the deposition only occurs on the silicon 
germanium exposed Surfaces. The silicon is under biaxial 
tensile stress because the lattice constant of silicon is Smaller 
than the lattice constant of silicon germanium. The degree of 
tensile stress is a function of the concentration of germanium 
and can be optimized for the desired properties of the silicon 
device. The strained silicon fin structure as shown in FIG. 1 
can become triple gate device in a finFET structure because 
the silicon channel covers two sides and top of the seed fin 
structure. The height H of the seed fin is preferably in the 
range of 10 nm to 200 nm, and the thickness T of the seed 
fin is preferably in the range of 5 nm to 100 nm. The 
epitaxial silicon layer thickness is preferably in the range of 
5 to 15 nm. The optimized dimensions of the disclosed 
strained silicon fin structure are preferably chosen to ensure 
fully depleted body under the operation conditions of the 
finPET device. 
The patterning of the silicon germanium fin from the 

SGOI substrate is preferably by photolithography where a 
patterned mask is provided on the substrate, then the sub 
strate is patterned according to the pattern mask, and then 
the patterned mask is removed. The patterned mask is 
preferably a photoresist layer, coated and exposed to UV 
light under a photo mask to transfer a pattern from the photo 
mask onto the photoresist. The photoresist mask protects the 
Substrate during an etch step to transfer the pattern from the 
photoresist onto the Substrate. And then the photoresist mask 
can be stripped. The pattern transfer etching is preferably 
accomplished by reactive ion etching or by wet etches. 
SGOI substrates belong to a class of Silicon-On-Insulator 

(SOI) substrates. The SOI substrate typically consists of a 
thin Surface layer of single crystal silicon on an underlayer 
of insulating material on a bulk silicon wafer. The thin 
Surface silicon layer, typically a few tens of nanometers to 
several microns thick, is the silicon channel of the transistor. 
The insulating layer, usually made of silicon dioxide, is 
referred to as the buried oxide and is usually a few hundreds 
of nanometers thick. The present invention is not limited to 
just silicon, but applicable to various silicon-containing 
materials or semiconductor materials such as silicon germa 
nium, silicon carbon, or compound semiconductor materials. 
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Therefore the term “silicon' in “strained silicon fin struc 
ture' and “strained silicon finFET device' can mean silicon 
germanium, carbon doped silicon, or other semiconductor 
material. The term SOI used in the present invention is also 
broadened to include all Substrates having a thin semicon 
ductor layer on an insulator on a semiconductor Substrate. 
Examples include a silicon layer on a silicon dioxide insu 
lating layer on a silicon Substrate (SOI), and a silicon 
germanium layer on a silicon dioxide insulating layer on a 
silicon substrate (SGOI). Other example is a carbon doped 
silicon layer on a silicon dioxide insulating layer on a silicon 
substrate. The insulator substrate used in the present inven 
tion means a Substrate having a multilayer on an insulator on 
a semiconductor Support layer. The multilayer can comprise 
2 or more semiconductor layers having mismatched lattice 
constants so that the upper semiconductor layer can be under 
strain. The bottommost layer of the multilayer is generally a 
part of the wafer substrate, such as a silicon layer in a SOI 
Substrate, or a silicon germanium layer in a SGOI substrate. 
To fabricate the insulator substrate having a multilayer, the 
upper layers of the multilayer can be epitaxially deposited 
on the bottommost layer of the SOI or SGOI wafer. The 
multilayer can also comprise a plurality of semiconductor 
layers and a hard mask layer. Also, the term SOI substrate in 
the present invention also covers all Substrates having simi 
lar structures (semiconductor/insulator/semiconductor) Such 
as SIMOX Substrates. 

FIG. 2 shows a variation of the above strained silicon fin 
structure with the addition of a hard mask layer on the seed 
fin structure. In this variation, the channel layer cover only 
the two sidewalls of the seed fin structure. With a hard mask 
14 on the seed fin, the epitaxial silicon layer 11' only 
deposited on the silicon germanium exposed sidewall Sur 
faces, and not on the top of the seed fin. The strained silicon 
channel fin structure as shown in FIG. 2 can become double 
gate device in a finFET structure because the silicon channel 
covers only two sides of the seed fin structure. 
The epitaxial channel silicon layer 11 or 11' grown on the 

relaxed silicon germanium seed fin 10 will be tensilely 
strained because the lattice constant of silicon is Smaller than 
that of silicon germanium. Due to this tensile strain, the 
six-fold degeneracy of the electron conduction band of the 
silicon layer is split into a two-fold degenerate band and a 
four-fold degenerate band. The two-fold degenerate band 
has Smaller energy, and therefore the electrons have Smaller 
effective mass in this band, resulting in the electrons moving 
faster in the strained silicon channel of the silicon germa 
nium/silicon heterojunction. Thus the mobility of the elec 
trons in the strained silicon channel increases, resulting in 
the increased speed of the operating transistor. In addition, 
since the energy level of the two-fold degenerate band is 
lower than the energy level at the edge of the conduction 
band in the silicon germanium layer, the silicon germanium/ 
silicon heterojunction serves as a heterobarrier to confine the 
electrons in the silicon channel. 
The tensile strain of the silicon layer also serves to split 

the two-fold degeneracy valence band into a light hole band 
and a heavy hole band. Similar to the case of the conduction 
band, the light hole band has Smaller energy, resulting in 
Smaller effective mass of the holes, and an increase in hole 
mobility in the strained silicon channel device. 

In another variation of the above embodiment, the chan 
nel layer is an epitaxial carbon doped silicon (SiC) layer or 
an epitaxial carbon doped silicon germanium (SiGeC) layer. 
Since the lattice constant of carbon is smaller than the lattice 
constant of silicon or germanium, carbon doped silicon layer 
or carbon doped silicon germanium layer fabricated on the 
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6 
silicon germanium seed fin will be tensilely strained, and 
thus forming a strained carbon doped silicon or a carbon 
doped silicon germanium fin structure. The concentration of 
carbon in the carbon doped silicon or silicon germanium is 
preferably less than 30%. 

Similar to Strained silicon channel mobility enhancement, 
the degeneracy of the conduction and Valence bands in the 
SiC and SiGeC layer is similarly split, resulting in an 
enhancement of electron and hole mobility of the strained 
SiC and SiGeC channel layer. A further advantage of 
strained SiC or SiGeC channel layer is that the energy level 
of the light hole band is higher, and thus the light holes can 
also be confined in the strained SiC or SiGeC channel layer, 
similar to and in addition to the confinement of the light 
electrons. 
A further advantage of the strained SiC or SiGeC channel 

layer is that the seed fin can be silicon. Thus a variation of 
the above embodiment comprises a SiC or SiGeC channel 
layer fabricated on a silicon seed fin. Because of the use of 
silicon wafer Substrate, a relaxed silicon seed fin on a 
silicon-on-insulator (SOI) substrate can be achieved with 
lower defect level than a relaxed silicon germanium seed 
layer. For example, to achieve a relaxed silicon germanium 
layer, the silicon germanium layer should be grown on the 
silicon Substrate until the silicon germanium becomes thick 
enough to reduce the lattice strain of the silicon germanium 
layer. However, when the lattice strain of the silicon ger 
manium is relaxed, a large number of dislocations can be 
generated in the silicon germanium layer. These dislocations 
may deteriorate the performance characteristics of the tran 
sistor and its long-term reliability. Better technology is 
currently available to reduce the defect level in SGOI 
substrates, but in general, SOI substrates are more techno 
logically advanced. 

In a further variation of the above embodiment, the seed 
layer is a silicon seed fin, and the epitaxial layer is an 
epitaxial silicon germanium layer. Because the lattice con 
stant of silicon is Smaller than the lattice constant of silicon 
germanium, the epitaxial silicon germanium layer fabricated 
on the silicon seed layer will have a compressive strain, and 
thus forming a compressive strained silicon germanium 
channel fin structure. In general, compressive strained chan 
nel finFET has enhanced hole mobility but little or no 
enhanced electron mobility, and thus has significant mobility 
improvement on p-channel transistors. 
The fabrication of the above disclosed strained silicon fin 

structure can be accomplished by semiconductor fabrication 
process technology as disclosed below. Although illustrated 
and described below with reference to certain specific fab 
rication processes, the present invention is nevertheless not 
intended to be limited to the details shown. The general 
process of semiconductor fabrication has been practiced for 
many years, and due to the multitude of different ways of 
fabricating a device or structure, various modifications may 
be made in the fabrication process details within the scope 
and range of the present invention and without departing 
from the meaning of the invention. 
The starting substrate of the above embodiment is a 

relaxed silicon germanium layer 15 on an insulator 12 on a 
silicon substrate 13 (SiGe-On-Insulator, SGOI) (FIG. 3a). A 
fin structure is patterned on the SGOI substrate. The pat 
terning of the silicon germanium fin is preferably by pho 
tolithography process. The silicon germanium fin structure 
10 after the patterning process is shown in FIG. 3b with a 
thickness T and height H. FIG. 3b shows the etching of the 
silicon germanium layer 15 and stopping on the insulator 
layer 12, but the pattern etching of the fin structure may be 
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over-etched onto the insulator layer 12. The fabrication 
process continues with a selective deposition of an epitaxial 
silicon layer 11, covering the exposed surface of the silicon 
germanium (FIG. 3c). Due to the mismatched lattice con 
stants between the silicon germanium seed fin structure and 
the epitaxial deposited silicon layer, the deposited silicon 
layer is under Strained to form a strained silicon fin structure. 

In a variation of the above process sequence, a hard mask 
16 can be first deposited on the silicon germanium layer 15 
to form a multilayer 16/15 on an insulator 12 on a silicon 
substrate 13 (FIG. 4a). Then the fabrication process contin 
ues as above with the patterning of a fin structure comprising 
a hard mask section 14 on a silicon germanium fin section 
10 (FIG. 4b) with a thickness T and height H, and the 
selective epitaxial deposition of a silicon layer 11' (FIG. 4c). 
Since the hard mask is preferably an insulator material such 
as silicon dioxide or silicon nitride, the selective deposition 
of the silicon layer only deposited on the two sides of the 
seed fin structure. The hard mask then can be etched away, 
or left alone to protect the fin structure during Subsequent 
process steps. 

If the hard mask is etched away after the patterning of the 
fin structure and before the selective deposition of the silicon 
layer, the complete fin structure after FIG. 4b will be similar 
to the fin structure shown in FIG. 3c. 

The above process sequence description uses silicon 
germanium and silicon as the seed fin and the strained 
channel respectively, but the process sequence can also be 
applied to other material variations. For example, layer 15 
can be a silicon layer from a SOI substrate comprising a 
silicon layer 15 on an insulator 12 on a silicon substrate 13. 
Thus seed fin 10 can be a silicon seed fin and the channel 
layer 11 or 11" can be a carbon doped silicon layer or a 
carbon doped silicon germanium layer. 
The present invention strained silicon channel fin struc 

ture can further comprise an underseed layer disposed 
between the seed fin structure and the insulator substrate. 
The lattice constant of the underseed layer is different from 
the lattice constant of the seed fin, therefore forcing the seed 
fin to be strained. In this embodiment, the channel layer can 
cover both the top side and the two sidewalls of the seed fin, 
or only the two sidewalls of the seed fin with the help of a 
hard mask. 

FIG. 5 shows the embodiment of the present invention 
strained silicon channel fin structure with the strained seed 
fin disposed on an underseed layer. The strained channel 
silicon 21 covers the strained silicon germanium fin seed 
layer 20 on a relaxed silicon underseed layer 25 on an 
insulator layer 22. The relaxed silicon underseed layer 25 is 
preferably disposed on an insulator layer 12 (Such as silicon 
dioxide) on a silicon substrate 23. Starting from a silicon 
on-insulator Substrate having a multilayer on an insulator 
layer, the silicon-on-insulator Substrate is patterned into a 
multilayer seed fin structure. The multilayer is silicon ger 
manium on silicon, preferably fabricated by epitaxially 
deposition of a layer of silicon germanium on a SOI sub 
strate. The multilayer comprises 2 semiconductor layers 
(silicon germanium layer and silicon layer) having mis 
matched lattice constant to generate the strained in the upper 
silicon germanium layer. Then a silicon channel layer 21 is 
epitaxially deposited on the multilayer fin seed structure. 
The epitaxial deposition is preferably selectively epitaxial 
deposition wherein the deposition only occurs on the silicon 
germanium or silicon Surface. The seed fin structure has a 
thickness of T and a height of H as shown in FIG. 5. 

The silicon underseed layer 25 has a relaxed silicon lattice 
ds because of the SOI substrate. The lattice constant for the 
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8 
silicon underseed layer 25 is then Xsys Zs, ds. For the 
silicon germanium seed layer 20 deposited on the silicon, the 
lattice constant in the substrate xy plane will preferably 
match the lattice constant of the silicon underseed layer, 
therefore the deposited SiGe lattice constant is smaller in the 
Xy plane than the relaxed SiGe lattice constant ds: 
Xso Xs,<dsoe, and y so y <dsoe. The lattice constant of 
the deposited silicon germanium in the Z direction has no 
Such constraint, and therefore trying to compensate for the 
compressive of the lattice constant in the xy direction by 
becoming tensile in that direction. Thus the deposited SiGe 
lattice constant could be larger in the Z direction than the 
relaxed SiGe lattice constant ds : Zsodds. The sche 
matic of the lattice constant of silicon and silicon germa 
nium layers are shown in the inset of FIG. 5. 
The epitaxial silicon layer deposited on the strained 

silicon germanium seed layer will experience some strain. 
The silicon germanium might experience Some lattice 
shrinkage in the Z direction, but in general, the silicon 
germanium is rigid enough to prevent serious lattice shrink 
age, and the lattice constant of the deposited silicon germa 
nium in the Z direction could still be larger than the relaxed 
silicon germanium lattice constant. The epitaxial deposited 
silicon layer will have the lattice constant X's, y's and Z's in 
the X, y, and Z directions respectively. The lattice constant of 
the epitaxial deposited silicon layer in they and Z directions 
will preferably follow the underlayer lattice constants, 
namely y's ys (the relaxed silicon lattice constant) in they 
direction, and Z's Zsa (the tensile strained silicon germa 
nium lattice constant, larger than the relaxed silicon lattice 
constant) in the Z direction. In the X direction, there is no 
such constraint, and the lattice constant of the epitaxial 
deposited silicon layer in the X direction X's can be smaller 
or larger than the relaxed silicon lattice constant ds. The 
epitaxial silicon layer could be under tensile strained in the 
Z direction due to the silicon germanium seed. This strain 
could modify the supposedly stress-free condition of the 
silicon layer in they direction, and put the silicon layer in 
a tensile stress. Even with the silicon germanium lattice 
constant Zsa decreasing due to the compressive strain by 
the epitaxial silicon layer, the epitaxial silicon layer and the 
silicon germanium will reach an equilibrium condition 
where both layers could be under strain. It is estimated that 
under this equilibrium condition, the silicon germanium 
layer could be under compressive strain in all directions and 
the epitaxial silicon layer could be under tensile stress in all 
directions. The compressive strain in the silicon germanium 
seed layer will further benefit the hole mobility in p-channel 
PMOS finFET device under this embodiment of the present 
invention. The silicon germanium layer is preferably having 
a concentration of germanium ranging from 10% to 100%, 
and more preferably from 10% to 50%. 

FIG. 6 shows a variation of the above strained silicon 
channel fin structure. If a hard mask 24 was used and left on 
the seed fin before the selective epitaxial deposition of the 
silicon layer, the silicon 21' only deposited on the silicon 
germanium 20 and silicon 25 exposed Surface, and not on 
the top of the seed fin. 

In a variation of the above embodiment, the epitaxial layer 
is an epitaxial carbon doped silicon (SiC) layer or an 
epitaxial carbon doped silicon germanium (SiGeC) layer. 
Since the lattice constant of carbon is smaller than the lattice 
constant of silicon or germanium, carbon doped silicon layer 
or carbon doped silicon germanium layer fabricated on the 
silicon germanium seed layer will have a tensile strain, and 
thus forming a strained carbon doped silicon or a carbon 
doped silicon germanium fin structure. 
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Fabrication process of the above embodiment can start on 
a silicon layer 26 on an insulator 22 on a silicon substrate 23 
(Si-On-Insulator, SOI wafer). The thickness of the silicon 
layer is preferably between 5 nm to 20 nm, therefore a 
thinning process can be applied if the silicon thickness of the 
starting SOI wafer is outside of this range. A preferred 
thinning process is to oxidize the silicon layer and then wet 
etch the silicon oxide layer. Then a silicon germanium layer 
27 is deposited on the silicon layer 26 (FIG. 7a). FIG. 7a is 
a silicon on insulator Substrate in which a silicon-containing 
multilayer (in this case, a silicon germanium/silicon multi 
layer) is disposed on an insulator layer. Due to the mis 
matched lattices between silicon and silicon germanium, the 
silicon germanium layer 27 is under lattice strained. A fin 
structure is then patterned on the silicon germanium/silicon 
Substrate. The patterning of the silicon germanium/silicon 
fin is preferably by photolithography process. The fin struc 
ture consists of a silicon germanium seed fin 20 on a silicon 
underseed 25 is shown in FIG.7b. The pattern etching of the 
fin structure may be over-etched onto the insulator layer 22, 
or onto the silicon substrate 23. The fabrication process 
continues with a selective deposition of an epitaxial silicon 
layer 21, covering the exposed Surface of the silicon ger 
manium and silicon (FIG. 7c). Due to the mismatched lattice 
constants between the strained silicon germanium seed fin 
structure and the epitaxial deposited silicon layer, the depos 
ited silicon layer is under strained to form a strained silicon 
fin structure. 

In a variation of the above process sequence, a hard mask 
28 can be deposited on the silicon germanium layer 27 (FIG. 
8a). FIG. 8a is a silicon on insulator substrate in which a 
silicon-containing multilayer (in this case, a hard mask/ 
silicon germanium/silicon multilayer) is disposed on an 
insulator layer. Then the fabrication process continues as 
above with the patterning of a fin structure comprising a hard 
mask section 24 on a silicon germanium fin section 20 on a 
silicon underseed section 25 (FIG. 8b), and the selective 
epitaxial deposition of a silicon layer 21' (FIG. 8c). Since the 
hard mask is preferably an insulator material Such as silicon 
dioxide or silicon nitride, the selective deposition of the 
silicon layer only deposited on the two sides of the seed fin 
structure. The hard mask then can be etched away, or left 
alone to protect the fin structure during Subsequent process 
steps. 

If the hard mask is etched away after the patterning of the 
fin structure and before the selective deposition of the silicon 
layer, the complete fin structure after FIG. 8b will be similar 
to the fin structure shown in FIG. 7c. 

Another embodiment of the present invention strained 
silicon channel fin structure has the channel layer covering 
only the top side of the seed fin. The seed fin of this 
embodiment can be a strained seed fin, but preferably a 
relaxed seed fin. 

In FIG. 9 the strained channel silicon 31 is fabricated on 
the relaxed silicon germanium seed layer 30 on an insulator 
layer 22. The relaxed silicon germanium seed layer 30 is 
preferably disposed on an insulator layer 32 (Such as silicon 
dioxide) on a silicon substrate 33. FIG. 10 shows a variation 
of the above strained silicon channel fin structure compris 
ing a hard mask 34 on the strained silicon fin 31. 

In a variation of the above embodiment, the strained 
channel material is carbon doped silicon (SiC) or carbon 
doped silicon germanium (SiGeC). In further variations of 
the above embodiment, the seed layer is a silicon layer of a 
SOI substrate. In these variations, the strained channel can 
be silicon germanium, carbon doped silicon (SiC) or carbon 
doped silicon germanium (SiGeC). 
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The fabrication process of the above embodiment starts 

with a silicon layer 36 on an insulator 32 on a silicon 
substrate 33 (Si-On-Insulator, SOI wafer). The thickness of 
the silicon layer is preferably between 5 nm to 20 nm, 
therefore a thinning process can be applied if the silicon 
thickness of the starting SOI wafer is outside of this range. 
Then a silicon germanium layer 37 is deposited on the 
silicon layer 36 (FIG. 11a). A fin structure is then patterned 
on the silicon germanium/silicon Substrate, stopping on the 
insulator layer 32, or over-etched onto the insulator layer 32 
or the silicon substrate 33. The patterning of the silicon 
germanium/silicon fin is preferably by photolithography 
process. The fin structure consisting of a silicon germanium 
strained channel fin 31 on a silicon seed 30 is shown in FIG. 
11b. 

In a variation of the above process sequence, a hard mask 
38 can be deposited on the silicon germanium layer 37 (FIG. 
12a). Then the fabrication process continues as above with 
the patterning of a fin structure comprising a hard mask 
section 34 on a silicon germanium fin section 31 on a silicon 
seed section 30 (FIG. 12b). 
The present invention discloses a strained silicon fin 

structure. Within the scope of the invention, the basic 
component of the strained silicon fin structure is silicon, 
therefore the term “strained silicon' within the scope of the 
invention refers to “strained silicon-containing material, 
Such as silicon germanium, carbon doped silicon. Although 
the above description details silicon-containing fin structure, 
the present invention also could be used for compound 
semiconductors, or other semiconductor materials wherein 
the strained semiconductor channel fin structure could make 
an improvement in carrier mobility. Furthermore, although 
the above description details a strained silicon fin structure 
on an insulator Substrate, the present invention could also be 
used for bulk semiconductor Substrate Such as a silicon 
wafer. 
The present invention strained silicon channel fin struc 

ture is also employed to fabricate a strained silicon finFET 
device as disclosed below. 
The present invention finFET device is a double gate 

MOSFET device consisting of a strained silicon channel 
formed in a silicon vertical fin controlled by a self-aligned 
double gate. The finFET structure includes an ultra thin 
silicon fin for suppression of the short channel effect, and 
two self-aligned gates to control the entire fully depleted 
channel film. In finFET structure, the gate length of the 
finFET structure is the distance between the source and drain 
and often is defined by a spacer gap. The device width of the 
finFET structure is the fin height because the current flows 
along the vertical surface of the fin. This width definition 
counts only one side of the channel. Because there are two 
gates controlling both sides of the fin, the fin thickness 
equals the twice the body thickness. The channel film width 
in a finFET device is less than channel length, and the double 
gates on the channel fin effectively suppress short channel 
effect and enhance drive current. Self-aligned gates in which 
the two gates are self-aligned to each other and to the source 
and drain regions are preferred for reducing parasitic gate 
capacitance, series resistance and for control of the channel 
length. The disclosed strained silicon finFET device can 
further have raised source and drain to reduce parasitic 
resistance. Since the fin is thin, doping of the fin is not 
required to Suppress short channel effect and undoped sili 
con can be used as device channel, reducing mobility 
degradation due to impurity scattering. 

Further improvement of the present invention finFET 
device is the addition of the strained channel fin structure as 
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disclosed above. A strained channel finFET device could 
achieves significant hole and/or electron mobility enhance 
ment. Enhanced carrier mobility could allow strained silicon 
finFET devices to exhibit significantly increased perfor 
mance over their bulk silicon counterparts or their non 
strained silicon finFET counterparts at identical gate lengths. 

FIG. 13 shows a perspective view of the present invention 
strained silicon finFET device. The strained silicon finFET 
structure includes a strained silicon fin structure 52 on an 
insulator layer 42 on a substrate 43, a gate dielectric layer 
covering the strained channel fin, and a gate 48 extending 
across the strain channel fin 52 and electrically isolated from 
the strained channel fin 52 by the gate dielectric. The 
strained silicon finFET structure further includes a source 47 
and a drain 51 sandwiching the strained silicon fin 52. An 
optional dielectric hard mask 46 covers the source, drain and 
channel fin. A dielectric spacer 49 covers and isolates the 
gate 48. 
The strained silicon finFET structure is preferably fabri 

cated on an insulator Substrate Such as a silicon-on-insulator 
(SOI) substrate. It is also possible that the disclosed strained 
silicon finFET device is fabricated on a bulk semiconductor 
substrate such as a bulk silicon wafer. 
The disclosed strained silicon finFET device employs a 

strained silicon channel fin structure as disclosed in details 
above. To recapitulate, the disclosed Strained silicon channel 
fin structure comprises a strained silicon-containing channel 
layer deposited on a seed fin having mismatched lattice. The 
mismatch lattices between the seed fin and the overlaid 
channel layer generates the strain in the channel layer. 

Various embodiments of the seed fin and the overlaid 
channel layer having mismatch lattices are: 

an epitaxial channel layer deposited on a seed fin, for 
example 
an epitaxial silicon layer deposited on a relaxed silicon 
germanium seed fin with the silicon germanium fin 
fabricated from a SGOI substrate; 

an epitaxial silicon germanium layer deposited on a 
relaxed silicon seed fin with the silicon fin fabricated 
from a SOI substrate; 

an epitaxial carbon doped silicon layer deposited on a 
relaxed silicon germanium seed fin with the silicon 
germanium fin fabricated from a SGOI substrate; 

an epitaxial carbon doped silicon layer deposited on a 
relaxed silicon seed fin with the silicon fin fabricated 
from a SOI substrate; 

an epitaxial carbon doped silicon germanium layer 
deposited on a relaxed silicon germanium seed fin 
with the silicon germanium fin fabricated from a 
SGOI substrate; 

an epitaxial carbon doped silicon germanium layer 
deposited on a relaxed silicon seed fin with the 
silicon fin fabricated from a SOI substrate; 

an epitaxial channel layer deposited on a seed fin with the 
seed fin fabricated on an underseed layer, for example 
an epitaxial silicon layer deposited on a silicon germa 
nium seed fin on a silicon underseed layer with the 
multilayer silicon germanium/silicon fin fabricated 
from a SOI substrate; 

an epitaxial carbon doped silicon layer deposited on a 
silicon germanium seed fin on a silicon underseed 
layer with the multilayer silicon germanium/silicon 
fin fabricated from a SOI substrate; 

an epitaxial carbon doped silicon germanium layer 
deposited on a silicon germanium seed fin on a 
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silicon underseed layer with the multilayer silicon 
germanium/silicon fin fabricated from a SOI sub 
Strate; 

a channel/seed multilayer on a insulator substrate fabri 
cated into a fin structure, for example 
an epitaxial silicon layer deposited on a silicon germa 
nium seed layer of a SGOI substrate; 

an epitaxial carbon doped silicon layer deposited on a 
silicon germanium seed layer of a SGOI substrate; 

an epitaxial carbon doped silicon germanium layer 
deposited on a silicon germanium seed layer of a 
SGOI substrate; 

an epitaxial carbon doped silicon layer deposited on a 
silicon seed layer of a SOI substrate; 

an epitaxial carbon doped silicon germanium layer 
deposited on a silicon seed layer of a SOI substrate. 

FIG. 14 shows the top view of the disclosed strained 
silicon finFET device having the first embodiment of a 
silicon layer on a seed fin structure without a hard mask. The 
finFET is a field effect transistor having a source 106 and a 
drain 107 separated by a channel 104. The channel 104 
conduction is controlled by the double gate 103, extending 
and covering the channel 104, and connected to the gate 
electrode 108. The double gate 103 is electrically isolated 
from the channel 104 by a spacer 109 and a gate dielectric 
110. The double gate 103 is actually a triple gate because it 
covers both sides and the top of the strained silicon channel 
104. The term “double gate' in the context of the present 
invention is a generic term to mean “more than one gate'. 
and therefore covers double or triple gate device. 

FIG. 14 also shows the cross section AA', cutting through 
the fin channel 104 of the finFET structure. The finFET 
device is preferably fabricated on an insulator layer 102 on 
a substrate 101. The finFET channel is a strained silicon 
channel, comprising a seed fin 105 and a strained silicon 
channel 104, covering both sides and the top of the seed fin 
105. The finFET device becomes a triple gate device because 
the gate 103 covers the strained silicon channel 104 on both 
sides and also on the top of the fin. The triple gate 103 is 
isolated from the channel 104 by a gate dielectric 110. 

FIG. 14 further shows the cross section BB", cutting 
through the triple gate 103 of the finFET structure. The cross 
section BB' cuts through the seed fin layer 105 on a insulator 
layer 102 and a substrate 101, the strained silicon channel 
104 and the gate dielectric 110. The triple gate 103 also 
covers the top section of the fin structure, with the spacer 
109 to isolate the triple gate 103 from the silicon channel 
104. 

In a variation of the above embodiment with a silicon 
layer on a seed fin with a hard mask, FIG. 15 shows the cross 
section AA', cutting through the fin channel 104 of the new 
variation finFET structure. The finFET channel is a strained 
silicon channel, comprising a seed fin 105, a hard mask 111 
and a strained silicon channel 104 selectively grown on the 
seed fin 105. The double gate 103 covers the strained silicon 
channel 104 and is isolated from the channel 104 by a gate 
dielectric 110. 

FIG. 15 also shows the cross section BB' of the new 
variation finFET structure, cutting through the double gate 
103 of the finPET structure. The cross section BB' cuts 
through the seed fin layer 105 positioned on a insulator layer 
102 and a substrate 101, and the hard mask layer 111. The 
double gate 103 has the spacer 109 to isolate the double gate 
103 from the silicon channel 104. 
FIG.16 shows the cross section AA for another embodi 

ment of the finFET structure having a silicon layer on a seed 
fin structure with the seed fin structure generated from a 
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underseed layer. The finFET device is fabricated on an 
insulator layer 122 on a substrate 121. The finFET channel 
is a strained silicon channel, comprising a seed fin 125 
grown on an underseed layer 132, and a strained silicon 
channel 124 selectively grown on the seed fin 125 and the 
underseed layer 132. The double gate 123 covers the 
strained silicon channel 124 and is isolated from the channel 
124 by a gate dielectric 130. 

FIG. 17 shows the cross section AA for another embodi 
ment of the finFET structure having a silicon layer on a seed 
layer. The finFET device is fabricated on an insulator layer 
142 on a substrate 141. The finFET channel is a strained 
silicon channel, comprising a seed layer 145, and a strained 
silicon channel 144 grown on the seed layer 145. The double 
gate 143 covers the strained silicon channel 144 and is 
isolated from the channel 144 by a gate dielectric 150. 
The disclosed strained silicon finFET structure is prefer 

ably having the thickness of the fin structure is between 10 
nm to 200 nm, the width of the fin structure is between 5 nm. 
to 100 nm, and the thickness of the strained channel is 
between 5 nm to 15 nm. The width of the present invention 
strained channel fin structure is preferably less than the gate 
length to ensure fully depleted body. The strained silicon 
finFET structure preferably has the strained channel fabri 
cated on two sides of the fin structure, or more preferably on 
two sides and on top of the fin structure. The strained silicon 
finFET structure preferably further comprises LDD (lightly 
doped drain) and Halo implantation where the Source and 
drain regions include a lightly doped region extending to the 
channel region, doping implantation for the strained chan 
nel, Source and drain where the Source and drain regions are 
preferably more heavily doped than the channel region, and 
the silicidation of the source, drain, and gates. The gate 
dielectric of the disclosed strained silicon finFET structure is 
preferably thermally grown silicon dioxide, deposited sili 
con dioxide, or high k dielectric material Such as hafnium 
oxide, Zirconium oxide, aluminum oxide, hafnium silicate, 
Zirconium silicate, aluminum silicate, or any combination or 
alloy thereof. The equivalent silicon dioxide thickness of the 
gate dielectric is preferably between 0.3 nm and 3 nm. The 
gate of the disclosed strained silicon finFET structure is 
preferably polysilicon, doped polysilicon or metal. 
The fabrication of the above disclosed strained silicon 

finFET device can be accomplished by semiconductor fab 
rication process technology as disclosed below. Although 
illustrated and described below with reference to certain 
specific fabrication processes, the present invention is nev 
ertheless not intended to be limited to the details shown. The 
general process of semiconductor fabrication has been prac 
ticed for many years, and due to the multitude of different 
ways of fabricating a device or structure, various modifica 
tions may be made in the fabrication process details within 
the scope and range of the present invention and without 
departing from the meaning of the invention. 
The fabrication process of the present invention strained 

silicon finFET device starts with the fabrication of a strained 
silicon channel fin structure as shown in FIG. 1, FIG. 2, FIG. 
5, FIG. 6, FIG. 9, or FIG. 10. The fabrication process for 
these various embodiments are similar, and therefore only 
one embodiment is shown below. 

FIGS. 18a–18e show the steps in the fabrication of the 
strained silicon finFET device in accordance with one 
embodiment of the invention, a silicon layer on a seed fin 
structure, with the seed fin structure generated from a 
underseed layer. In FIG. 18a, a silicon on insulator substrate 
having a silicon-containing multilayer on an insulator layer 
is provided. The silicon-containing multilayer comprises a 
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silicon germanium layer 204 on a silicon layer 203. The 
silicon germanium layer 204 is preferably epitaxially depos 
ited on the silicon layer 203, or can be germanium implanted 
into a silicon layer. The silicon layer 203 is a part of an 
insulator SOI or SIMOX substrate comprising a silicon 
substrate 201, a buried oxide layer 202, and the silicon layer 
203. In other aspect of the invention, the multilayer can 
further comprise a hard mask layer deposited on top of the 
silicon germanium layer. The silicon layer 203 serves as an 
underseed layer with the thickness preferably between 5 nm. 
to 20 nm. A silicon thinning step may be performed if the 
thickness of the silicon layer of the starting substrate is 
outside this range. The silicon thinning step is preferably an 
oxidation/etching step wherein the silicon is oxidized and 
then the silicon oxide is selectively etched away. The 
oxidation is preferably thermal oxidation or rapid thermal 
oxidation, and the selective etch is preferably wet etch with 
HF solution, or reactive ion etching. After thinning the 
silicon layer to the desired thickness, a layer of silicon 
germanium 204 is epitaxially deposited on the silicon layer 
203. The combined thickness of the silicon germanium layer 
204 and the silicon layer 203 defines the width of the finFET 
device. The silicon germanium is under strained and will 
serves as a seed layer for the strained channel of the strained 
silicon finFET structure. A hard mask layer may be depos 
ited (not shown) on the silicon germanium layer to protect 
the silicon germanium surface and to allow the use of 
aggressive etch chemistries such as plasma etching. 
A photoresist is applied to define a pattern through the use 

of optical lithography, electron beam lithography, X-ray 
lithography, or other conventional means to produce a 
photoresist mask comprising a fin channel between a source 
and drain structures. After the photoresist mask definition, 
an etch process is used to pattern the silicon germanium 
layer 204 and the silicon layer 203. Then the photoresist is 
stripped and the partially-fabricated device is shown in FIG. 
18b. The device formation includes a source 207 and a drain 
208 sandwiching a strained silicon germanium seed fin 206 
on an underseed layer 205. A sacrificial oxidation process 
may be used to repair any damage done to the seed fin 
Surface during the etch process. The oxidation process may 
also be used to reduce the seed fin width, thereby allowing 
sub-lithographic dimension to be achieved. The sacrificial 
oxidation may be performed by thermal oxidation process or 
rapid thermal oxidation process. The sacrificial oxide is then 
stripped to expose the silicon and silicon germanium Sur 
face. The height of the fin is preferably between 10 nm to 
200 nm, and the width of the fin is preferably between 5 nm. 
to 100 nm. 

A selective epitaxial silicon layer is next deposited on the 
seed fin surface as shown in FIG. 18c. The silicon thickness 
is between 5 nm to 15 nm and is under stress due to the 
mismatched lattice with the silicon germanium seed fin 206 
and the silicon underseed layer 205. The epitaxial silicon 
layer forms the strained silicon channel 210, and also covers 
the drain 211 and the source 212. A channel ion implantation 
step may be applied to the silicon channel fin structure to 
optimize the device performance Such as work function 
adjustments. The implanted dopants may be selected to 
permit dual work function adjustments for both p-type and 
n-type devices. Since the fin is thin, channel ion implanta 
tion doping may not be required to Suppress short channel 
effect. The threshold voltage of the device can be controlled 
by adjusting the work function of the gate, for example by 
using silicon germanium alloy or a refractory metal or 
compound Such as titanium nitride. 
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A gate dielectric layer 213 is grown or deposited on the 
strained silicon channel fin structure. The gate dielectric can 
thermally grown silicon oxide, deposited silicon oxide, 
silicon nitride, a high dielectric constant material Such as 
hafnium oxide, Zirconium oxide, aluminum oxide, hafnium 
silicate, Zirconium silicate, aluminum silicate, or any com 
bination or alloy thereof. The oxide equivalent thickness of 
the gate dielectric is preferably between 0.3 nm and 10 nm, 
and more preferably between 0.3 nm and 3 nm. Next a gate 
material layer is deposited over the Surface. The gate mate 
rial can be polysilicon, silicon germanium, a refractory 
metal or compound Such as titanium nitride or molybdenum, 
or other suitable conductive material Such as aluminum, 
copper, or aluminum copper alloy. If the polysilicon gate 
material is used, the gate may be doped by ion implantation 
at this step. A gate mask is defined, preferably by photoli 
thography technique, and then the underlying gate material 
is etched to form the gate electrode 216 and the gate 215 
across the strained silicon channel 210. The gate etching 
process stops on the gate dielectric 213 and the insulator 
layer 202. If a hard mask is used, the gate etching can stop 
on the hard mask instead on the thin gate dielectric, and 
therefore the hard mask can protect the silicon active area 
during the gate etching step. The gate 215 is electrically 
isolated from the silicon channel 210 by the gate dielectric 
213. A light implant of appropriate dopants then may be used 
to form a lightly doped drain (LDD) and/or halo region. A 
spacer then is formed on the sidewalls of the gate and the 
channel by deposition and non-isotropic etching of a dielec 
tric Such as silicon oxide or silicon nitride. The spacer on the 
sidewalls of the channel or other areas may be removed if 
desired by an additional etching, leaving the gate spacer 217 
on either side of gate 215 as shown in FIG. 18d. 

After spacer formation is the formation of the source and 
drain by ion implantation. The polysilicon gate 225 may also 
be doped at this step if not already doped. The doping may 
be accomplished by ion implantation, gas immersion laser 
doping, ion shower doping, gas or Solid source diffusion. 
The dopant species and concentration are chosen to achieve 
the required device characteristics such as n-type or p-type 
device. Angled or shallow ion implantation may be used to 
dope the sides and top of the source and drain region. Any 
implant damage can be annealed at high temperatures. The 
series resistance of the source and drain can also be reduced 
by treating the source 221 and drain 220 with a highly 
conductive material Such as a silicide deposition process 
(where a silicide is deposited on the source and drain) or a 
self aligned silicide (Salicide) process (where a metal is 
deposited on the Source and drain and Subsequently reacts 
with silicon to form a silicide). A number of silicide or 
salicide processes are available Such as titanium silicide, 
cobalt silicide, nickel suicide, or palladium silicide (FIG. 
18e). The processing can be continued with other state of the 
art device fabrication processes to finish the device or circuit 
fabrication. 

In an alternative embodiment, the method can use a bulk 
Substrate or an insulator Substrate (such as glass or plastic) 
instead of a SOI substrate. The method can also be used to 
fabricate vertically aligned NMOS and PMOS transistors 
separated by a dielectric layer and having a common gate, 
for example, see Hu et al., U.S. Pat. No. 6,413,802, hereby 
incorporated by reference. CMP technique can also be 
employed for the fabrication of the finFET structure accord 
ing to the present invention, for example, see Muller et al., 
U.S. Pat. Nos. 6.252,284 and 6,432,829, hereby incorpo 
rated by reference. The method can also be used to fabricate 
strained silicon finFET device where the double gates are 
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two separate gates with two separate gate electrodes, for 
example see Yu, U.S. Pat. No. 6,458,662, hereby incorpo 
rated by reference. The method can also be used to fabricate 
strained silicon finFET device where the double gates have 
different widths, for example see Ieong et al., U.S. Pat. No. 
6,492.212, hereby incorporated by reference. 
What is claimed is: 
1. A method of fabricating a strained silicon finFET 

device, comprising the steps of: 
a) providing a silicon on insulator Substrate having a 

silicon Surface having a silicon-containing multilayer 
on an insulator layer; 

al) depositing a layer of SiGe onto the silicon on insulator 
substrate, the deposited SiGe having a parallel lattice 
constant in the directions parallel to the silicon Surface 
and a perpendicular lattice constant in the direction 
perpendicular to the silicon Surface, 

wherein the parallel lattice constant being similar to the 
lattice constant of silicon and the perpendicular lattice 
constant being greater than the parallel lattice constant; 

b) patterning the silicon and the SiGe multilayer into a 
Source region and a drain region sandwiching a seed 
channel region, the seed channel being a seed fin 
structure having a parallel lattice constant and a greater 
perpendicular lattice constant; 

c) depositing an epitaxial channel layer onto the seed fin 
structure, the channel layer material having a lattice 
constant Smaller than that of the perpendicular lattice 
constant seed fin material, wherein the epitaxial chan 
nel layer becomes a tensile strained channel layer in the 
direction perpendicular to the silicon surface due to the 
lattice mismatch between the channel layer and the 
seed fin structure; 

d) forming a gate dielectric layer on the epitaxial strained 
channel; and 

e) forming a gate over the epitaxial strained channel. 
2. The method as in claim 1 wherein the germanium 

content of the silicon germanium layer seed fin is between 
10% to 100%. 

3. The method as in claim 1 wherein the epitaxial channel 
layer is a silicon layer, a silicon germanium layer, a carbon 
doped silicon layer, or a carbon doped silicon germanium 
layer. 

4. The method as in claim 1 wherein the patterning of the 
Source, drain and channel regions from the multilayer com 
prises the steps of 

b1) providing a patterned mask on the multilayer; 
b2) patterning the multilayer according to the patterned 
mask to define source, drain and channel regions; and 

b3) removing the patterned mask. 
5. The method as in claim 1 further comprising a step c1 

after step c. 
c1) doping the channel region. 
6. The method as in claim 1 wherein the formation of the 

gate comprises the steps of 
el) depositing a gate material layer; 
e2) doping the gate material layer; 
e3) providing a patterned mask on the gate material layer; 
e4) patterning the gate material layer according to the 

patterned mask to define the gate; and 
e5) removing the patterned mask. 
7. The method as in claim 1 further comprising a step f 

after step e. 
f) forming lightly doped region (LDD) and halo regions 

between the channel region and the source and drain 
regions. 
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8. The method as in claim 1 further comprising the 
following steps after step e: 

g) forming dielectric spacers between the gate and the 
Source and drain regions, 

h) doping the Source and drain regions, 
i) forming salicide of the gate, Source and drain regions. 
9. The method as in claim 1 wherein the thickness of the 

first silicon-containing layer of the silicon on insulator 
substrate is between 5 nm to 20 nm. 

10. The method as in claim 1 wherein the germanium 
content of the silicon germanium layer is between 10% to 
50%. 

11. The method as in claim 1 further comprising the 
following step after step all) 

a2) depositing wherein the top most layer of the multi 
layer comprises a hard mask layer onto the SiGe layer. 

12. The method as in claim 1 wherein the height of the 
seed fin structure is between 10 nm to 200 nm. 

13. The method as in claim 1 wherein the width of the 
seed fin structure is between 5 nm to 100 nm. 

14. The method as in claim 1 wherein the thickness of the 
strained channel layer is between 5 nm to 15 nm. 

15. A method of fabricating a strained silicon finFET 
device, comprising the steps of: 

a) providing a silicon on insulator Substrate having a 
silicon Surface; 

10 

15 

25 

18 
al) depositing a layer of SiGe onto the silicon on insulator 

substrate, the deposited SiGe having a parallel lattice 
constant in the directions parallel to the silicon Surface 
and a perpendicular lattice constant in the direction 
perpendicular to the silicon Surface, 

wherein the parallel lattice constant being similar to the 
lattice constant of silicon and the perpendicular lattice 
constant being greater than the parallel lattice constant; 

b) patterning the silicon and the SiGe multilayer into a 
Source region and a drain region sandwiching a seed 
channel region, the seed channel being a seed fin 
structure having a parallel lattice constant and a greater 
perpendicular lattice constant; 

c) depositing an epitaxial silicon channel layer onto the 
seed fin structure, wherein the epitaxial silicon channel 
layer becomes a tensile strained silicon channel layer in 
the direction perpendicular to the silicon surface due to 
the lattice mismatch between the silicon channel layer 
and the seed fin structure; 

d) forming a gate dielectric layer on the epitaxial strained 
channel; and 

e) forming a gate over the epitaxial strained channel. 
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