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electrochromic rearview mirror assembly for a vehicle 
includes an electrochromic mirror having a variable 
reflectivity, a glare sensor for sensing levels of light directed 
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ELECTROCHROMIC REARVIEW MIRROR 
ASSEMBLY INCORPORATING A DISPLAY/ 

SIGNAL LIGHT 
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APPLICATIONS 

This application is a continuation-in-part of U.S. patent 
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entitled "ELECTROCHROMIC REARVIEW MIRROR 
INCORPORATING A THIRD SURFACE PARTIALLY 
TRANSMISSIVE REFLECTOR," by William L. Tonar et 
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2 
THIN GLASS ELEMENTS IN A GELLED ELECTRO­
CHROMIC MEDIUM," by Kevin L. Ash et al., now aban­
doned; which is a continuation of U.S. patent application 
Ser. No. 09/560,849 filed on Apr. 28, 2000, entitled "ELEC-

5 TROCHROMIC MIRROR WITH TWO THIN GLASS 
ELEMENTS AND A GELLED ELECTROCHROMIC 
MEDIUM," by Kevin L. Ash et al., now U.S. Pat. No. 
6,268,950; which is a continuation of U.S. patent application 
Ser. No. 09/375,136 filed on Aug. 16, 1999, entitled "ELEC-

10 TROCHROMIC MIRROR WITH TWO THIN GLASS 
ELEMENTS AND A GELLED ELECTROCHROMIC 

14, 1999, entitled "ELECTROCHROMIC REARVIEW 
MIRROR INCORPORATING A THIRD SURFACE 

15 

METAL REFLECTOR AND A DISPLAY /SIGNAL 
LIGHT," by William L. Tonar et al., now U.S. Pat. No. 
6,356,376; which is a continuation-in-part of U.S. patent 
application Ser. No. 09/206,788, filed on Dec. 7, 1998, 
entitled "ELECTROCHROMIC REARVIEW MIRROR 20 

INCORPORATING A THIRD SURFACE METAL 
REFLECTOR AND A DISPLAY/SIGNAL LIGHT," by 
William L. Tonar et al., now U.S. Pat. No. 6,166,848; which 

MEDIUM," by Kevin L. Ash et al., now U.S. Pat. No. 
6,057,956; which is a continuation of U.S. patent application 
Ser. No. 08/834,783 filed Apr. 2, 1997, entitled "ELECTRO­
CHROMIC MIRROR WITH TWO THIN GLASS ELE­
MENTS AND A GELLED ELECTROCHROMIC 
MEDIUM," by Kevin L. Ash et al., now U.S. Pat. No. 
5,940,201, the entire disclosures of which are incorporated 
herein by reference. 

Priority under 35 U.S.C. §120 and §119(e) is hereby 
claimed upon each of the above-identified patent applica­
tions. 

BACKGROUND OF THE INVENTION 
is a continuation-in-part of U.S. patent application Ser. No. 

25 09/197,400, filed on Nov. 20, 1998, entitled "ELECTRO­
CHROMIC REARVIEW MIRROR INCORPORATING A 
THIRD SURFACE METAL REFLECTOR AND A 

This invention relates to electrochromic devices and rear­
view mirror assemblies for motor vehicles and, more 
particularly, to improved electrochromic rearview mirror 
assemblies. DISPLAY/SIGNAL LIGHT," by William L. Tonar et al., 

now U.S. Pat. No. 6,111,684; which is a continuation-in-part 
30 

of U.S. patent application Ser. No. 09/114,386, filed on Jul. 
Heretofore, various rearview mirrors for motor vehicles 

have been proposed which change from the full reflectance 
mode (day) to the partial reflectance mode(s) (night) for 
glare-protection purposes from light emanating from the 
headlights of vehicles approaching from the rear. Among 

13, 1998, entitled "ELECTROCHROMIC REARVIEW 
MIRROR INCORPORATING A THIRD SURFACE 
METAL REFLECTOR," by Jeffrey A Forgette et al., now 
U.S. Pat. No. 6,064,508; which is a continuation of U.S. 
patent application Ser. No. 08/832,587, filed on Apr. 2, 1997, 
entitled "ELECTROCHROMIC REARVIEW MIRROR 
INCORPORATING A THIRD SURFACE METAL 
REFLECTOR," by Jeffrey A Forgette et al., now U.S. Pat. 

35 such devices are those wherein the transmittance is varied by 
thermochromic, photochromic, or electro-optic means (e.g., 
liquid crystal, dipolar suspension, electrophoretic, 
electrochromic, etc.) and where the variable transmittance 

No. 5,818,625, the entire disclosures of which are herein 
40 

incorporated by reference. 

characteristic affects electromagnetic radiation that is at least 
2artly in the visible spectrum (wavelengths from about 3800 
A to about 7800 A.). Devices of reversibly variable trans-

U.S. Pat. No. 6,166,848 is also a continuation-in-part of 
U.S. patent application Ser. No. 09/175,984 filed on Oct. 20, 
1998, entitled "ELECTROCHROMIC MIRRORS HAVING 
A SIGNAL LIGHT," by Jeffrey A Forgette et al., now U.S. 
Pat. No. 6,111,683, which is a continuation-in-part of U.S. 
patent application Ser. No. 08/831,808, entitled "AN 
INFORMATION DISPLAY AREA ON ELECTROCHRO­
MIC MIRRORS HAVING A THIRD SURFACE METAL 
REFLECTOR," filed on Apr. 2, 1997, by Jeffrey A Forgette 
et al., now U.S. Pat. No. 5,825,527, the entire disclosures of 
which are incorporated herein by reference. 

This application is also a continuation-in-part of U.S. 
patent application Ser. No. 09/425,792 filed on Oct. 22, 
1999, entitled "INDICATORS AND ILLUMINATORS 
USING A SEMICONDUCTOR RADIATION EMITTER 
PACKAGE," by John K. Roberts et al., now U.S. Pat. No. 
6,441,943, which is a continuation-in-part of the above­
referenced U.S. Pat. No. 6,356,376, and which claims pri­
ority to U.S. Provisional Patent Application No. 60/124,493 
entitled "SEMICONDUCTOR RADIATION EMITTER 
PACKAGE," filed on Mar. 15, 1999, by John K. Roberts et 
al., the entire disclosures of which are incorporated herein 
by reference. 

mittance to electromagnetic radiation have been proposed as 
the variable transmittance element in variable transmittance 
light-filters, variable reflectance mirrors, and display 

45 devices, which employ such light-filters or mirrors in con­
veying information. These variable transmittance light filters 
have included windows. 

Devices of reversibly variable transmittance to electro­
magnetic radiation, wherein the transmittance is altered by 

50 electrochromic means, are described, for example, by 
Chang, "Electrochromic and Electrochemichromic Materi­
als and Phenomena," in Non-emissive Electrooptic Displays, 
A. Kmetz and K. von Willisen, eds. Plenum Press, New 
York, N.Y. 1976, pp. 155-196 (1976) and in various parts of 

55 Electrochromism, P. M. S. Monk, R. J. Mortimer, D. R. 
Rosseinsky, VCH Publishers, Inc., New York, N.Y. (1995). 
Numerous electrochromic devices are known in the art. See, 
e.g., Manos, U.S. Pat. No. 3,451,741; Bredfeldt et al., U.S. 
Pat. No. 4,090,358; Clecak et al., U.S. Pat. No. 4,139,276; 

60 Kissa et al., U.S. Pat. No. 3,453,038; Rogers, U.S. Pat. Nos. 
3,652,149, 3,774,988 and 3,873,185; and Jones et al., U.S. 
Pat. Nos. 3,282,157, 3,282,158, 3,282,160 and 3,283,656. 

This application is also a continuation-in-part of U.S. 65 

patent application Ser. No. 09/918,213 filed on Jul. 30, 2001, 
entitled "ELECTROCHROMIC MIRROR WITH TWO 

In addition to these devices, there are commercially 
available electrochromic devices and associated circuitry, 
such as those disclosed in U.S. Pat. No. 4,902,108, entitled 
"SINGLE-COMPARTMENT, SELF-ERASING, 
SOLUTION-PHASE ELECTROCHROMIC DEVICES 
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anodic materials, cathodic materials, and any other compo­
nents that might be present in the solution are preferably 
such that no significant electrochemical or other changes 
occur at a potential difference which oxidizes anodic mate-

s rial and reduces the cathodic material other than the elec-

SOLUTIONS FOR USE THEREIN, AND USES 
THEREOF," issued Feb. 20, 1990, to H.J. Byker; Canadian 
Patent No. 1,300,945, entitled "AUTOMATIC REARVIEW 
MIRROR SYSTEM FOR AUTOMOTIVE VEHICLES," 
issued May 19, 1992, to J. H. Bechtel et al.; U.S. Pat. No. 
5,128,799, entitled "VARIABLE REFLECTANCE MOTOR 
VEHICLE MIRROR," issued Jul. 7, 1992, to H.J. Byker; 
U.S. Pat. No. 5,202,787, entitled "ELECTRO-OPTIC 
DEVICE," issued Apr. 13, 1993, to H. J. Byker et al.; U.S. 
Pat. No. 5,204,778, entitled "CONTROL SYSTEM FOR 10 
AUTOMATIC REARVIEW MIRRORS," issued Apr. 20, 
1993, to J. H. Bechtel; U.S. Pat. No. 5,278,693, entitled 
"TINTED SOLUTION-PHASE ELECTROCHROMIC 
MIRRORS," issued Jan. 11, 1994, to D. A Theiste et al.; 
U.S. Pat. No. 5,280,380, entitled "UV-STABILIZED COM­
POSITIONS AND METHODS," issued Jan. 18, 1994, to H. 

trochemical oxidation of the anodic material, electrochemi­
cal reduction of the cathodic material, and the self-erasing 
reaction between the oxidized form of the anodic material 
and the reduced form of the cathodic material. 

In most cases, when there is no electrical potential dif-

J. Byker; U.S. Pat. No. 5,282,077, entitled "VARIABLE 
REFLECTANCE MIRROR," issued Jan. 25, 1994, to H.J. 
Byker; U.S. Pat. No. 5,294,376, entitled "BIPYRIDINIUM 
SALT SOLUTIONS," issued Mar. 15, 1994, to H.J. Byker; 
U.S. Pat. No. 5,336,448, entitled "ELECTROCHROMIC 
DEVICES WITH BIPYRIDINIUM SALT SOLUTIONS," 
issued Aug. 9, 1994, to H.J. Byker; U.S. Pat. No. 5,434,407, 
entitled "AUTOMATIC REARVIEW MIRROR IN CO RPO-

ference between transparent conductors 14 and 18, the 
electrochromic medium 24 in space 26 is essentially color­
less or nearly colorless, and incoming light (Io) enters 
through front element 12, passes through transparent coating 
14, electrochromic containing chamber 26, transparent coat-

15 ing 18, rear element 16, and reflects off layer 20a and travels 
back through the device and out front element 12. Typically, 
the magnitude of the reflected image (IR) with no electrical 
potential difference is about 45 percent to about 85 percent 
of the incident light intensity (10). The exact value depends 

20 on many variables outlined below, such as, for example, the 
residual reflection (I'R) from the front face of the front 
element, as well as secondary reflections from the interfaces 
between: the front element 12 and the front transparent 

RATING LIGHT PIPE," issued Jan. 18, 1995, to F. T. Bauer 25 
et al.; U.S. Pat. No. 5,448,397, entitled "OUTSIDE AUTO­
MATIC REARVIEW MIRROR FOR AUTOMOTIVE 
VEHICLES," issued Sep. 5, 1995, to W. L. Tonar; and U.S. 
Pat. No. 5,451,822, entitled "ELECTRONIC CONTROL 
SYSTEM," issued Sep. 19, 1995, to J. H. Bechtel et al. Each 30 
of these patents is commonly assigned with the present 
invention and the disclosures of each, including the refer­
ences contained therein, are hereby incorporated herein in 
their entirety by reference. Such electrochromic devices may 
be utilized in a fully integrated inside/outside rearview 35 
mirror system or as separate inside or outside rearview 
mirror systems. 

FIG. 1 shows a typical electrochromic mirror device 10, 
having front and rear planar elements 12 and 16, respec­
tively. A transparent conductive coating 14 is placed on the 40 

rear face of the front element 12, and another transparent 
conductive coating 18 is placed on the front face of rear 
element 16. A reflector (20a, 20b and 20c), typically com­
prising a silver metal layer 20a covered by a protective 
copper metal layer 20b, and one or more layers of protective 45 

paint 20c, is disposed on the rear face of the rear element 16. 
For clarity of description of such a structure, the front 
surface of the front glass element is sometimes referred to as 
the first surface, and the inside surface of the front glass 
element is sometimes referred to as the second surface. The so 

electrode 14, the front transparent electrode 14 and the 
electrochromic medium 24, the electrochromic medium 24 
and the second transparent electrode 18, and the second 
transparent electrode 18 and the rear element 16. These 
reflections are well known in the art and are due to the 
difference in refractive indices between one material and 
another as the light crosses the interface between the two. If 
the front element and the back element are not parallel, then 
the residual reflectance (I'R) or other secondary reflections 
will not superimpose with the reflected image (IR) from 
mirror surface 20a, and a double image will appear (where 
an observer would see what appears to be double ( or triple) 
the number of objects actually present in the reflected 
image). 

There are minimum requirements for the magnitude of the 
reflected image depending in whether the electrochromic 
mirrors are placed on the inside or the outside of the vehicle. 
For example, according to current requirements from most 
automobile manufacturers, inside mirrors preferably have a 
high end reflectivity of at least 70 percent, and outside 
mirrors must have a high end reflectivity of at least 35 
percent. 

Electrode layers 14 and 18 are connected to electronic 
circuitry which is effective to electrically energize the elec­
trochromic medium, such that when a potential is applied 
across the transparent conductors 14 and 18, electrochromic 
medium in space 26 darkens, such that incident light (10) is 
attenuated as the light passes toward the reflector 20a and as 
it passes back through after being reflected. By adjusting the 
potential difference between the transparent electrodes, such 
a device can function as a "gray-scale" device, with con-

inside surface of the rear glass element is sometimes referred 
to as the third surface, and the back surface of the rear glass 
element is sometimes referred to as the fourth surface. The 
front and rear elements are held in a parallel and spaced­
apart relationship by seal 22, thereby creating a chamber 26. 
The electrochromic medium 24 is contained in space 26. The 
electrochromic medium 24 is in direct contact with trans­
parent electrode layers 14 and 18, through which passes 
electromagnetic radiation whose intensity is reversibly 
modulated in the device by a variable voltage or potential 
applied to electrode layers 14 and 18 through clip contacts 
and an electronic circuit (not shown). 

ss tinuously variable transmittance over a wide range. For 
solution-phase electrochromic systems, when the potential 
between the electrodes is removed or returned to zero, the 
device spontaneously returns to the same, zero-potential, 
equilibrium color and transmittance as the device had before 

The electrochromic medium 24 placed in space 26 may 
include surface-confined, electrode position-type or 
solution-phase-type electrochromic materials and combina­
tions thereof. In an all solution-phase medium, the electro­
chemical properties of the solvent, optional inert electrolyte, 

60 the potential was applied. Other electrochromic materials 
are available for making electrochromic devices. For 
example, the electrochromic medium may include electro­
chromic materials that are solid metal oxides, redox active 
polymers, and hybrid combinations of solution-phase and 

65 solid metal oxides or redox active polymers; however, the 
above-described solution-phase design is typical of most of 
the electrochromic devices presently in use. 
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Even before a fourth surface reflector electrochromic 
mirror was commercially available, various groups research-
ing electrochromic devices had discussed moving the reflec-
tor from the fourth surface to the third surface. Such a design 
has advantages in that it should, theoretically, be easier to 5 
manufacture because there are fewer layers to build into a 
device, i.e., the third surface transparent electrode is not 
necessary when there is a third surface reflector/electrode. 
Although this concept was described as early as 1966, no 
group had commercial success because of the exacting 10 
criteria demanded from a workable auto-dimming mirror 
incorporating a third surface reflector. U.S. Pat. No. 3,280, 
701, entitled "OPTICALLY VARIABLE ONE-WAY 
MIRROR," issued Oct. 25, 1966, to J. F. Donnelly et al. has 
one of the earliest discussions of a third surface reflector for 15 
a system using a pH-induced color change to attenuate light. 

6 
darken or clear at the same rate as other areas with balanced 
electrodes. This color variation is significant and is very 
aesthetically unappealing to the vehicle occupants. 

Related U.S. Pat. No. 6,166,848 discloses several possible 
solutions to the above-noted problems pertaining to utilizing 
a display in combination with an electrochromic mirror. 
Specifically, this patent discloses utilizing a transflective 
(partially transmissive, partially reflective) electrode on the 
third surface of the electrochromic mirror structure. This 
provides electrical conductivity of the electrode within the 
electrochromic cell in front of the display while not requir­
ing a non-reflective region in the mirror to be present. 

A problem associated with providing a transflective layer 
in front of the display (whether it is on the third or fourth 
surface of the electrochromic structure) is that it is difficult 
to obtain an adequate contrast ratio between the light origi-
nating from the display and the ambient light that reflects off 
the transflective layer. This is particularly true in daylight 
ambient lighting conditions where the light from the ambient 
environment is very bright and reflects off the transflective 

20 layer over the entire surface of the mirror including that 
region through which light from the display is transmitted. 
Accordingly, there exists the need for a solution that 
increases the contrast ratio during all ambient light condi-

U.S. Pat. No. 5,066,112, entitled "PERIMETER 
COATED, ELECTRO-OPTIC MIRROR," issued Nov. 19, 
1991, to N. R. Lynam et al., teaches an electro-optic mirror 
with a conductive coating applied to the perimeter of the 
front and rear glass elements for concealing the seal. 
Although a third surface reflector is discussed therein, the 
materials listed as being useful as a third surface reflector 
suffer from one or more of the following deficiencies: not 
having sufficient reflectivity for use as an inside mirror, or 25 
not being stable when in contact with a solution-phase 
electrochromic medium containing at least one solution­
phase electrochromic material. 

Others have broached the topic of a reflector/electrode 
disposed in the middle of an all solid state-type device. For 30 

example, U.S. Pat. Nos. 4,762,401, 4,973,141, and 5,069, 
535 to Baucke et al. teach an electrochromic mirror having 
the following structure: a glass element, a transparent (ITO) 
electrode, a tungsten oxide electrochromic layer, a solid ion 
conducting layer, a single layer hydrogen ion-permeable 35 

reflector, a solid ion conducting layer, a hydrogen ion 
storage layer, a catalytic layer, a rear metallic layer, and a 
back element (representing the conventional third and fourth 
surface). The reflector is not deposited on the third surface 
and is not directly in contact with electrochromic materials, 40 

certainly not at least one solution-phase electrochromic 
material and associated medium. Consequently, it is desir­
able to provide an improved high reflectivity electrochromic 
rearview mirror having a third surface reflector/electrode in 
contact with a solution-phase electrochromic medium con- 45 

taining at least one electrochromic material. 
In the past, information, images or symbols from displays, 

such as vacuum fluorescent displays, have been displayed on 
electrochromic rearview mirrors for motor vehicles with 
reflective layers on the fourth surface of the mirror. The 50 

display is visible to the vehicle occupant by removing all of 
the reflective layer on a portion of the fourth surface and 
placing the display in that area. Although this design works 
adequately due to the transparent conductors on the second 
and third surface to impart current to the electrochromic 55 

medium, presently no design is commercially available 
which allows a display device to be incorporated into a 
mirror that has a reflective layer on the third surface. 
Removing all of the reflective layer on the third surface in 
the area aligned with the display area or the glare sensor area 60 

causes severe residual color problems when the electrochro­
mic medium darkens and clears because, although colori­
zation occurs at the transparent electrode on the second 
surface, there is no corresponding electrode on the third 
surface in that corresponding area to balance the charge. As 65 

a result, the color generated at the second surface ( across 
from the display area or the glare sensor area) will not 

tions. 
Similar problems exist for outside rearview mirror assem­

blies that include signal lights, such as turn signal lights, 
behind the rear surface of the mirror. Examples of such 
signal mirrors are disclosed in U.S. Pat. Nos. 5,207,492, 
5,361,190, and 5,788,357. By providing a turn signal light in 
an outside mirror assembly, a vehicle, or other vehicles 
travelling in the blind spot of the subject vehicle, will be 
more likely to notice when the driver has activated the 
vehicle's turn signal and thereby attempt to avoid an acci­
dent. Such mirror assemblies typically employ a dichroic 
mirror and a plurality of red LEDs mounted behind the 
mirror as the signal light source. The dichroic mirror 
includes a glass substrate and a dichroic reflective coating 
provided on the rear surface of the glass plate that transmits 
the red light generated by the LEDs as well as infrared 
radiation while reflecting all light and radiation having 
wavelengths less than that of red light. By utilizing a 
dichroic mirror, such mirror assemblies hide the LEDs when 
not in use to provide the general appearance of a typical 
rearview mirror, and allow the red light from such LEDs to 
pass through the dichroic mirror and be visible to drivers of 
vehicles behind and to the side of the vehicle in which such 
a mirror assembly is mounted. Examples of such signal 
mirrors are disclosed in U.S. Pat. Nos. 5,361,190 and 
5,788,357. 

In daylight, the intensity of the LEDs must be relatively 
high to enable those in other vehicles to readily notice the 
signal lights. Because the image reflected toward the driver 
is also relatively high in daylight, the brightness of the LEDs 
is not overly distracting. However, at night the same LED 
intensity could be very distracting, and hence, potentially 
hazardous. To avoid this problem, a day/night sensing circuit 
is mounted in the signal light subassembly behind the 
dichroic mirror to sense whether it is daytime or nighttime 
and toggle the intensity of the LEDs between two different 
intensity levels. The sensor employed in the day/night 
sensing circuit is most sensitive to red and infrared light so 
as to more easily distinguish between daylight conditions 
and the bright glare from the headlights of a vehicle 
approaching from the rear. Hence, the sensor may be 
mounted behind the dichroic coating on the dichroic mirror. 

The dichroic mirrors used in the above-described outside 
mirror assemblies suffer from the same problems of many 
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outside mirror assemblies in that their reflectance cannot be 
dynamically varied to reduce nighttime glare from the 
headlights of other vehicles. 

8 
having a cover having a rear surface and a front surface that 
is mounted adjacent the rear surface of the rear element; and 
an anti-reflective structure applied to a surface of the display 
assembly. Either the second electrode is a reflective elec-Although outside mirror assemblies exist that include 

signal lights and other outside mirror assemblies exist that 
include electrochromic mirrors, signal lights have not been 
provided in mirror assemblies having an electrochromic 
mirror because the dichroic coating needed to hide the LEDs 

5 trade or a separate reflector is disposed over substantially all 
of the rear surface of the rear element. The reflective 

of the signal light typically cannot be applied to an electro­
chromic mirror, particularly those mirrors that employ a 10 

third surface reflector/electrode. 

SUMMARY OF THE INVENTION 

electrode/reflector is partially transmissive and partially 
reflective in at least a location in front of the display 
assembly. 

According to another embodiment of the present 
invention, a rearview mirror assembly for a vehicle com­
prises: a housing adapted to be mounted to the vehicle; front 
and rear elements mounted in the housing, the elements each 
having front and rear surfaces; a transparent first electrode 

15 including a layer of conductive material carried on a surface 
of one of the elements; a second electrode disposed on the 
front surface of the rear element; and an electrochromic 
material contained between the elements. One of the front 

According to one embodiment of the present invention, a 
rearview mirror assembly for a vehicle comprises a mirror 
comprising a reflector having a partially transmissive, par­
tially reflective area. The rearview mirror assembly further 
comprises a first sensor for sensing light levels; a display 
positioned behind the partially transmissive, partially reflec-

20 
tive portion of the reflector for displaying information 
therethrough; and a control circuit coupled to the first sensor 
and the display. The control circuit determines whether 
daytime or nighttime conditions are present. During daytime 
conditions, the control circuit responds to light levels sensed 

25 by the first sensor to control a contrast ratio of light 
originating from the display and light reflecting from the 
partially transmissive, partially reflective area of the reflec-
tor. 

According to another embodiment of the present 30 
invention, a display device for a vehicle comprises: a light 
sensor for sensing ambient light levels; a display for dis­
playing information to an occupant of the vehicle; and a 
control circuit coupled to the display and the light sensor. 
The control circuit determines whether daytime or nighttime 35 
conditions are present as a function of the ambient light level 
sensed by the light sensor. During daytime conditions, the 
control circuit varies the brightness level of the display 
within a first range of brightness levels. During nighttime 
conditions, the control circuit varies the brightness level of 40 
the display within a second range of brightness levels, which 
is different from the first range of brightness levels. 

and rear elements comprises an organic light emitting diode 
display. Either the second electrode is a reflective electrode 
or a separate reflector is disposed over substantially all of the 
rear surface of the rear element. 

According to another embodiment of the present 
invention, a rearview mirror assembly for a vehicle com­
prises: front and rear elements each having front and rear 
surfaces; a transparent first electrode including a layer of 
conductive material carried on a surface of one of the 
elements; a second electrode carried on a surface of one of 
the elements; an electrochromic material contained between 
the elements and having a variable transmissivity; a reflector 
carried on a surface of the rear element, wherein the second 
electrode is integrated with the reflector when the reflector 
is carried on the front surface of the rear element, at least a 
portion of the reflector is partially transmissive and partially 
reflective; and a light emitting display assembly mounted in 
the housing. The display assembly is mounted adjacent the 
rear surface of the rear element. A region of the reflector in 
front of the display assembly exhibits a reflective gradient 
whereby the reflectivity of the reflector gradually decreases 
throughout at least a portion of the region in front of the 
display assembly. 

According to another embodiment of the present 
invention, an electrochromic device comprises: front and 
rear elements each having front and rear surfaces; a trans-

According to another embodiment of the present 
invention, a rearview mirror assembly for a vehicle com­
prises: a housing; a mirror supported by the housing; an 
ambient sensor supported by the housing for sensing levels 

45 parent first electrode including a layer of conductive mate­
rial carried on a surface of one of the elements; a second 
electrode carried on a surface of one of the elements; an 
electrochromic material contained between the elements and 

of ambient light; and a control circuit supported by the 
housing and coupled to the ambient sensor and coupled to a 
display device remote from the rearview mirror assembly. 
The control circuit determines whether daytime or nighttime 
conditions are present as a function of the ambient light level 
sensed by the ambient sensor, generates a display brightness 
control signal based upon the determination of daytime/ 
nighttime condition, and transmits the display brightness 
control signal to the remote display device to which the 55 

remote display device responds by varying its brightness 
level. 

According to another embodiment of the present 
invention, a rearview mirror assembly for a vehicle com­
prises: a housing adapted to be mounted to the vehicle; front 
and rear elements mounted in the housing, the elements each 
having front and rear surfaces; an electrochromic material 
contained between the elements; a transparent first electrode 
including a layer of conductive material carried on a surface 
of one of the elements; a second electrode disposed on the 
front surface of the rear element; a light emitting display 
assembly mounted in the housing, the display assembly 

having a variable transmissivity; and a reflector carried on a 
50 surface of the rear element. The second electrode is inte-

grated with the reflector when the reflector is carried on the 
front surface of the rear element. At least a portion of the 
reflector is partially transmissive and partially reflective. 
The reflector is a diffuse reflector for diffusing and reflecting 
light incident thereon. 

According to another embodiment of the present 
invention, an electrochromic mirror is provided for use in a 
rearview mirror assembly having a light source positioned 
behind the electrochromic mirror for selectively projecting 

60 light therethrough. The electrochromic mirror comprises: 
front and rear spaced elements, each having front and rear 
surfaces; a transparent first electrode including a layer of 
conductive material disposed on the rear surface of the front 
element; an electrochromic medium contained between the 

65 elements; and a second electrode overlying the front surface 
of the rear element. The second electrode includes a first 
reflective coating and a second coating of transparent elec-
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trically conductive material. The second electrode includes 
a region in front of the light source that is at least partially 
transmissive. 

10 
by those skilled in the art by reference to the following 
specification, claims, and appended drawings. 

According to another embodiment of the present 
invention, a rearview mirror assembly for a vehicle com- 5 
prises: a housing adapted to be mounted to the vehicle; front 
and rear elements mounted in the housing, the elements each 
having front and rear surfaces; a transparent first electrode 
including a layer of conductive material carried on a surface 

BRIEF DESCRIPTION OF THE DRAWINGS 

In the drawings: 
FIG. 1 is an enlarged cross-sectional view of a prior art 

electrochromic mirror assembly; 
FIG. 2 is a front elevational view schematically illustrat­

ing an inside/outside electrochromic rearview mirror system 
for motor vehicles, where the inside and outside mirrors 
incorporate the mirror assembly of the present invention; 

of one of the elements; a second electrode disposed on the 10 
front surface of the rear element; an electrochromic material 
contained between the elements; and a computer video 
monitor on mirror disposed over a surface of one of the front FIG. 3 is an enlarged cross-sectional view of the inside 

electrochromic rearview mirror incorporating a third surface 
reflector/electrode illustrated in FIG. 2, taken on the line 
3-3' thereof; 

and rear elements and coupled to a computer for displaying 
information provided from the computer. Either the second 

15 
electrode is a reflective electrode or a separate reflector is 
disposed over substantially all of the rear surface of the rear 
element. 

FIG. 4 is an enlarged cross-sectional view of an electro­
chromic mirror incorporating an alternate embodiment of a 
third surface reflector/electrode according to the present 

20 
invention; 

According to another embodiment of the present 
invention, a rearview mirror assembly for a vehicle com­
prises: a housing adapted to be mounted to the vehicle; front 
and rear elements mounted in the housing, the elements each 
having front and rear surfaces; a transparent first electrode 
including a layer of conductive material carried on a surface 

FIG. Sa is an enlarged cross-sectional view of an elec­
trochromic mirror having an improved arrangement for 
applying a drive potential to the transparent conductor on the 
second surface of the mirror; 

FIG. Sb is an enlarged top view of the third surface 
reflector of FIG. Sa; 

of one of the elements; a second electrode disposed on the 
25 

front surface of the rear element; an electrochromic material 
contained between the elements; and an electroluminescent 
display disposed over a surface of one of the front and rear 
elements. Either the second electrode is a reflective electrode 

FIG. 6 is an enlarged cross-sectional view of an electro­
chromic mirror using a cured and machine-milled epoxy seal 
to hold the transparent elements in a spaced-apart relation-

30 ship; or a separate reflector is disposed over substantially all of the 
rear surface of the rear element. 

According to another embodiment of the present 
invention, an electrochromic mirror comprises: front and 
rear elements each having front and rear surfaces, wherein 
at least one of the front and rear elements has a thickness 35 

FIGS. 7A-7H are partial cross-sectional views of alter­
native constructions of the electrochromic mirror according 
to the present invention as taken along line 7-7' shown in 
FIG. 2; 

FIG. 8 is a partial cross-sectional view of the electrochro­
mic mirror according to the present invention as taken along 
line 7-7' shown in FIG. 2; 

ranging from about 0.5 mm to about 1.8 mm; a transparent 
first electrode including a layer of conductive material 
carried on a surface of one of the elements; a second 
electrode carried on a surface of one of the elements; an 
electrochromic material contained between the elements and 
having a variable transmissivity; and a reflector carried on a 
surface of the rear element. The second electrode is inte­
grated with the reflector when the reflector is carried on the 
front surface of the rear element. At least a portion of the 
reflector is partially transmissive and partially reflective. 

According to another embodiment of the present 
invention, an electrochromic mirror comprises: front and 
rear spaced elements, each having front and rear surfaces; a 
transparent first electrode including a layer of conductive 
material disposed on the rear surface of the front element; an 
electrochromic medium contained between the elements; 
and a second electrode overlying the front surface of the rear 
element. The second electrode includes a layer of white 
gold. 

According to another embodiment of the present 
invention, an electrochromic rearview mirror assembly com­
prises: an electrochromic mirror element having a variable 
reflectivity; and a display device positioned behind the 
electrochromic mirror element for displaying information in 
a first color through the electrochromic mirror element. The 
display device comprising at least one first light source for 
emitting light of a second color and at least one second light 
source for emitting light of a third color, the second and third 
colors being different from each other and from the first 
color while mixing together to form light of the first color. 

These and other features, advantages, and objects of the 
present invention will be further understood and appreciated 

FIGS. 9A-9G are partial cross-sectional views of addi­
tional alternative constructions of the electrochromic mirror 

40 according to the present invention as taken along lines 7-7' 
shown in FIG. 2; 

FIG. 10 is a front elevational view schematically illus­
trating an inside electrochromic rearview mirror incorporat­
ing the mirror assembly of the present invention; 

45 FIG. 11 is a partial cross-sectional view of the electro-
chromic mirror shown in FIG. 10 taken along line 11-11'; 

FIG. 12 is a perspective view of an outside automatic 
rearview mirror including a signal light and an electrical 

50 
circuit diagram in block form of an outside rearview mirror 
assembly constructed in accordance with the present inven­
tion; 

FIG. 13 is a front elevational view of a signal light 
subassembly that may be used in the outside mirror assem-

55 bly of the present invention; 
FIG. 14Ais a partial cross-sectional view taken along line 

14--14' of FIG. 12 illustrating one construction of the outside 
rearview mirror of the present invention; 

FIG. 14B is a partial cross-sectional view taken along line 
60 14--14' of FIG. 12 illustrating a second alternative arrange­

ment of the outside rearview mirror constructed in accor­
dance with the second embodiment of the present invention; 

FIG. 14C is a partial cross-sectional view taken along 
lines 14-14' of FIG. 12 illustrating a third alternative 

65 arrangement of the outside rearview mirror constructed in 
accordance with the second embodiment of the present 
invention; 
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FIG. 14D is a partial cross-sectional view taken along 
lines 14--14' of FIG. 12 illustrating a fourth alternative 
arrangement of the outside rearview mirror constructed in 
accordance with another embodiment of the present inven­
tion; 

FIG. 15 is a pictorial representation of two vehicles, one 
of which includes the signal mirror of the present invention; 

FIG. 16 is a front elevational view of an automatic 
rearview mirror embodying the information display area of 
another embodiment of the present invention; 

FIG. 17 is an enlarged cross-sectional view, with portions 
broken away for clarity of illustration, of the automatic 
rearview mirror illustrated in FIG. 16; 

12 
1,300,945, U.S. Pat. No. 5,204,778, or U.S. Pat. No. 5,451, 
822, and other circuits capable of sensing glare and ambient 
light and supplying a drive voltage to the electrochromic 
element. Mirror assemblies 110, llla, and lllb are essen-

5 tially identical in that like numbers identify components of 
the inside and outside mirrors. These components may be 
slightly different in configuration, but function in substan­
tially the same manner and obtain substantially the same 
results as similarly numbered components. For example, the 

10 
shape of the front glass element of inside mirror 110 is 
generally longer and narrower than outside mirrors llla and 
lllb. There are also some different performance standards 
placed on inside mirror 110 compared with outside mirrors 

FIG. 18 is a front elevational view of the information 15 

llla and lllb. For example, inside mirror 110 generally, 
when fully cleared, should have a reflectance value of about 
70 percent to about 85 percent or higher, whereas the outside display area, with portions broken away for clarity of 

illustration, of the automatic rearview mirror illustrated in 
FIG. 16; 

FIG. 19 is a perspective view of a signal light assembly 
for use with another embodiment of the present invention; 20 

FIG. 20 is a front elevational view of an outside rearview 
mirror assembly constructed in accordance with another 
embodiment of the present invention; 

mirrors often have a reflectance of about 50 percent to about 
65 percent. Also, in the United States (as supplied by the 
automobile manufacturers), the passenger-side mirror lllb 
typically has a spherically bent or convex shape, whereas the 
driver-side mirror llla and inside mirror 110 presently must 
be flat. In Europe, the driver-side mirror llla is commonly 
flat or aspheric, whereas the passenger-side mirror lllb has 
a convex shape. In Japan, both outside mirrors have a 

FIG. 21 is a partial cross-sectional view of the rearview 
mirror assembly shown in FIG. 20 taken along line 21-21'; 25 

convex shape. The following description is generally appli­
cable to all mirror assemblies of the present invention. 

FIG. 22 is a perspective view of an exterior portion of an 
exemplary vehicle embodying the outside rearview mirror of 
the present invention as illustrated in FIGS. 20 and 21; 

FIG. 3 shows a cross-sectional view of mirror assembly 
110 having a front transparent element 112 having a front 
surface 112a and a rear surface 112b, and a rear element 114 

FIG. 23A is a front perspective view of a mask bearing 
indicia in accordance with another aspect of the present 
invention; 

FIG. 23B is a front perspective view of a rearview mirror 
constructed in accordance with another aspect of the present 
invention; 

30 having a front surface 114a and a rear surface 114b. For 
clarity of description of such a structure, the following 
designations will be used hereinafter. The front surface 112a 
of the front glass element will be referred to as the first 
surface, and the back surface 112b of the front glass element 

35 as the second surface. The front surface 114a of the rear 

FIG. 24 is a front perspective view of a circuit board 
containing a plurality of light sources arranged in a con­
figuration useful as a display in accordance with one aspect 
of the present invention; 

FIG. 25 is a cross-sectional view of a display and mirror 40 

constructed in accordance with one aspect of the present 
invention; 

FIG. 26 is an electrical circuit diagram in block and 
schematic form of an inventive circuit for controlling the 

45 
contrast ratio of a display associated with an electrochromic 
mirror; 

FIG. 27 is a block diagram of a display assembly for use 
in the present invention; and 

FIG. 28 is a graph showing plots of the emission spectra 50 

of red and green LEDs and the spectral percentage trans­
mittance of a conventional electrochromic mirror in a dark­
ened state. 

glass element will be referred to as the third surface, and the 
back surface 114b of the rear glass element as the fourth 
surface. A chamber 125 is defined by a layer of transparent 
conductor 128 (carried on second surface 112b), a reflector/ 
electrode 120 (disposed on third surface 114a), and an inner 
circumferential wall 132 of sealing member 116. An elec­
trochromic medium 126 is contained within chamber 125. 

As broadly used and described herein, the reference to an 
electrode or layer as being "carried" on a surface of an 
element, refers to both electrodes or layers that are disposed 
directly on the surface of an element or disposed on another 
coating, layer or layers that are disposed directly on the 
surface of the element. 

Front transparent element 112 may be any material which 
is transparent and has sufficient strength to be able to operate 
in the conditions, e.g., varying temperatures and pressures, 
commonly found in the automotive environment. Front 
element 112 may comprise any type of borosilicate glass, 
soda lime glass, float glass, or any other material, such as, 

DETAILED DESCRIPTION OF IBE 
PREFERRED EMBODIMENTS 

FIG. 2 shows a front elevational view schematically 
illustrating an inside mirror assembly 110 and two outside 
rearview mirror assemblies llla and lllb for the driver-side 

55 for example, a polymer or plastic, that is transparent in the 
visible region of the electromagnetic spectrum. Front ele­
ment 112 is preferably a sheet of glass. The rear element 
must meet the operational conditions outlined above, except 
that it does not need to be transparent in all applications, and 
therefore may comprise polymers, metals, glass, ceramics, 
and preferably is a sheet of glass. 

and passenger-side, respectively, all of which are adapted to 60 

be installed on a motor vehicle in a conventional manner and 
where the mirrors face the rear of the vehicle and can be 
viewed by the driver of the vehicle to provide a rearward 
view. Inside mirror assembly 110 and outside rearview 
mirror assemblies llla and lllb may incorporate light­
sensing electronic circuitry of the type illustrated and 
described in the above-referenced Canadian Patent No. 

The coatings of the third surface 114a are sealably bonded 
to the coatings on the second surface 112b in a spaced-apart 
and parallel relationship by a seal member 116 disposed near 

65 the outer perimeter of both second surface 112b and third 
surface 114a. Seal member 116 may be any material that is 
capable of adhesively bonding the coatings on the second 
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surface 112b to the coatings on the third surface 114a to seal 
the perimeter such that electrochromic material 126 does not 
leak from chamber 125. Optionally, the layer of transparent 
conductive coating 128 and the layer of reflector/electrode 
120 may be removed over a portion where the seal member 5 

is disposed (not the entire portion, otherwise the drive 
potential could not be applied to the two coatings). In such 
a case, seal member 116 must bond well to glass. 

The performance requirements for a perimeter seal mem-
ber 116 used in an electrochromic device are similar to those 10 

for a perimeter seal used in a liquid crystal device (LCD), 
which are well known in the art. The seal must have good 
adhesion to glass, metals and metal oxides; must have low 
permeabilities for oxygen, moisture vapor, and other detri­
mental vapors and gases; and must not interact with or 15 

poison the electrochromic or liquid crystal material it is 
meant to contain and protect. The perimeter seal can be 
applied by means commonly used in the LCD industry, such 
as by silk-screening or dispensing. Totally hermetic seals, 
such as those made with glass frit or solder glass, can be 20 

used, but the high temperatures involved in processing 
(usually near 450° C.) this type of seal can cause numerous 
problems, such as glass substrate warpage, changes in the 
properties of transparent conductive electrode, and oxidation 
or degradation of the reflector. Because of their lower 25 

processing temperatures, thermoplastic, thermosetting or 
UV curing organic sealing resins are preferred. Such organic 
resin sealing systems for LCDs are described in U.S. Pat. 
Nos. 4,297,401, 4,418,102, 4,695,490, 5,596,023, and 
5,596,024. Because of their excellent adhesion to glass, low 30 

oxygen permeability and good solvent resistance, epoxy­
based organic sealing resins are preferred. These epoxy resin 
seals may be UV curing, such as described in U.S. Pat. No. 
4,297,401, or thermally curing, such as with mixtures of 
liquid epoxy resin with liquid polyamide resin or 35 

dicyandiamide, or they can be homopolymerized. The epoxy 
resin may contain fillers or thickeners to reduce flow and 
shrinkage such as fumed silica, silica, mica, clay, calcium 
carbonate, alumina, etc., and/or pigments to add color. 
Fillers pretreated with hydrophobic or silane surface treat- 40 

ments are preferred. Cured resin crosslink density can be 
controlled by use of mixtures of mono-functional, 
di-functional, and multi-functional epoxy resins and curing 
agents. Additives such as silanes or titanates can be used to 
improve the seal's hydrolytic stability, and spacers such as 45 

glass beads or rods can be used to control final seal thickness 
and substrate spacing. Suitable epoxy resins for use in a 
perimeter seal member 116 include, but are not limited to: 
"EPON RESIN" 813, 825, 826, 828, 830, 834, 862, 1001F, 
1002F, 2012, DPS-155, 164, 1031, 1074, 58005, 58006, 50 

58034, 58901, 871, 872, and DPL-862 available from Shell 
Chemical Co., Houston, Tex.; "ARALITE" GY 6010, GY 
6020, CY 9579, GT 7071, XU 248, EPN 1139, EPN 1138, 
PY 307, ECN 1235, ECN 1273, ECN 1280, MT 0163, MY 
720, MY 0500, MY 0510, and PT 810 available from Ciba 55 

Geigy, Hawthorne, N.Y.; and "D.E.R." 331, 317, 361, 383, 
661, 662, 667, 732, 736, "D.E.N." 431, 438, 439 and 444 
available from Dow Chemical Co., Midland, Mich. Suitable 
epoxy curing agents include V-15, V-25, and V-40 polya­
mides from Shell Chemical Co.; "AJICURE" PN-23, 60 

PN-34, and VDH available from Ajinomoto Co., Tokyo, 
Japan; "CUREZOL" AMZ, 2MZ, 2E4MZ, CllZ, Cl 7Z, 
2PZ, 2IZ, and 2P4MZ available from Shikoku Fine 
Chemicals, Tokyo, Japan; "ERISYS" DDA or DDA accel­
erated with U-405, 24EMI, U-410, and U-415 available 65 

from CVC Specialty Chemicals, Maple Shade, N.J.; and 
"AMICURE" PACM, 352, CG, CG-325, and CG-1200 

14 
available from Air Products, Allentown, Pa. Suitable fillers 
include fumed silica such as "CAB-O-SIL" L-90, LM-130, 
LM-5, PTG, M-5, MS-7, MS-55, TS-720, HS-5, and EH-5 
available from Cabot Corporation, Tuscola, Ill.; "AERO­
SIL" R972, R974, R805, R812, R812 S, R202, US204, and 
US206 available from Degussa, Akron, Ohio. Suitable clay 
fillers include BUCA, CATALPO, ASP NC, SATINTONE 5, 
SATINTONE SP-33, TRANSLINK 37, TRANSLINK 77, 
TRANSLINK 445, and TRANSLINK 555 available from 
Engelhard Corporation, Edison, N.J. Suitable silica fillers 
are SILCRON G-130, G-300, G-100-T, and G-100 available 
from SCM Chemicals, Baltimore, Md. Suitable silane cou­
pling agents to improve the seal's hydrolytic stability are 
Z-6020, Z-6030, Z-6032, Z-6040, Z-6075, and Z-6076 
available from Dow Corning Corporation, Midland, Mich. 
Suitable precision glass microbead spacers are available in 
an assortment of sizes from Duke Scientific, Palo Alto, Calif. 

The layer of a transparent electrically conductive material 
128 is deposited on the second surface 112b to act as an 
electrode. Transparent conductive material 128 may be any 
material which bonds well to front element 112, is resistant 
to corrosion to any materials within the electrochromic 
device, resistant to corrosion by the atmosphere, has mini­
mal diffuse or specular reflectance, high light transmission, 
near neutral coloration, and good electrical conductance. 
Transparent conductive material 128 may be fluorine-doped 
tin oxide, doped zinc oxide, indium zinc oxide (Zn3 In2 O6), 

indium tin oxide (ITO), ITO/metal/ITO (IMI) as disclosed in 
"Transparent Conductive Multilayer-Systems for FPD 
Applications," by J. Stollenwerk, B. Ocker, K. H. 
Kretschmer of LEYBOLD AG, Alzenau, Germany, the 
materials described in above-referenced U.S. Pat. No. 5,202, 
787, such as TEC 20 or TEC 15, available from Libbey 
Owens-Ford Co. of Toledo, Ohio, or other transparent 
conductors. Generally, the conductance of transparent con­
ductive material 128 will depend on its thickness and 
composition. IMI generally has superior conductivity com­
pared with the other materials. IMI is, however, known to 
undergo more rapid environmental degradation and suffer 
from interlayer delamination. The thickness of the various 
layers in the IMI structure may vary, but generally the 
thickness of the first ITO layer ranges from about 10 A to 
about 200 A, the metal ranges from about 10 A to about 200 
A, and the second layer of ITO ranges from about 10 A to 
about 200 A. If desired, an optional layer or layers of a color 
suppression material 130 may be deposited between trans­
parent conductive material 128 and the second surface 112b 
to suppress the reflection of any unwanted portions of the 
electromagnetic spectrum. 

In accordance with the present invention, a combination 
reflector/electrode 120 is disposed on third surface 114a. 
Reflector/electrode 120 comprises at least one layer of a 
reflective material 121 which serves as a mirror reflectance 
layer and also forms an integral electrode in contact with and 
in a chemically and electrochemically stable relationship 
with any constituents in an electrochromic medium. As 
stated above, the conventional method of building electro­
chromic devices was to incorporate a transparent conductive 
material on the third surface as, an electrode, and place a 
reflector on the fourth surface. By combining the "reflector" 
and "electrode" and placing both on the third surface, 
several unexpected advantages arise which not only make 
the device manufacture less complex, but also allow the 
device to operate with higher performance. The following 
will outline the exemplary advantages of the combined 
reflector/electrode of the present invention. 

First, the combined reflector/electrode 120 on the third 
surface generally has higher conductance than a conven-
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tional transparent electrode and previously used reflector/ 
electrodes, which will allow greater design flexibility. One 
can either change the composition of the transparent con­
ductive electrode on the second surface to one that has lower 
conductance (being cheaper and easier to produce and 5 
manufacture) while maintaining coloration speeds similar to 
that obtainable with a fourth surface reflector device, while 
at the same time decreasing substantially the overall cost and 
time to produce the electrochromic device. If, however, 
performance of a particular design is of utmost importance, 10 
a moderate to high conductance transparent electrode can be 
used on the second surface, such as, for example, ITO, IMI, 
etc. The combination of a high conductance (i.e., less than 
250 Q/D, preferably less than 15 Q/D) reflector/electrode 
on the third surface and a high conductance transparent 15 
electrode on the second surface will not only produce an 
electrochromic device with more even overall coloration, 
but will also allow for increased speed of coloration and 
clearing. Furthermore, in fourth surface reflector mirror 
assemblies there are two transparent electrodes with rela- 20 
tively low conductance, and in previously used third surface 
reflector mirrors there is a transparent electrode and a 
reflector/electrode with relatively low conductance and, as 
such, a long buss bar on the front and rear element to bring 
current in and out is necessary to ensure adequate coloring 25 
speed. The third surface reflector/electrode of the present 
invention has a higher conductance and therefore has a very 
even voltage or potential distribution across the conductive 
surface, even with a small or irregular contact area. Thus, the 
present invention provides greater design flexibility by 30 
allowing the electrical contact for the third surface electrode 
to be very small while still maintaining adequate coloring 
speed. 

Second, a third surface reflector/electrode helps improve 
the image being viewed through the mirror. FIG. 1 shows 35 

how light travels through a conventional fourth surface 
reflector device. In the fourth surface reflector, the light 
travels through: the first glass element, the transparent 
conductive electrode on the second surface, the electrochro­
mic media, the transparent conductive electrode on the third 40 

surface, and the second glass element, before being reflected 
by the fourth surface reflector. Both transparent conductive 
electrodes exhibit highly specular transmittance but also 
possess diffuse transmittance and reflective components, 
whereas the reflective layer utilized in any electrochromic 45 

mirror is chosen primarily for its specular reflectance. By 
diffuse reflectance or transmittance component, we mean a 
material which reflects or transmits a portion of any light 
impinging on it according to Lambert's law whereby the 
light rays are spread-about or scattered. By specular reflec- 50 

tance or transmittance component, we mean a material 
which reflects or transmits light impinging on it according to 
Snell's laws of reflection or refraction. In practical terms, 
diffuse reflectors and transmitters tend to slightly blur 
images, whereas specular reflectors show a crisp, clear 55 

image. Therefore, light traveling through a mirror having a 
device with a fourth surface reflector has two partial diffuse 
reflectors ( on the second and third surface) which tend to 
blur the image, and a device with a third surface reflector/ 
electrode of the present invention only has one diffuse 60 

reflector ( on the second surface). 
Additionally, because the transparent electrodes act as 

partial diffuse transmitters, and the farther away the diffuse 
transmitter is from the reflecting surface the more severe the 
blurring becomes, a mirror with a fourth surface reflector 65 

appears significantly more hazy than a mirror with a third 
surface reflector. For example, in the fourth surface reflector 

16 
shown in FIG. 1, the diffuse transmitter on the second 
surface is separated from the reflector by the electrochromic 
material, the second conductive electrode, and the second 
glass element. The diffuse transmitter on the third surface is 
separated from the reflector by the second glass element. By 
incorporating a combined reflector/electrode on the third 
surface in accordance with the present invention, one of the 
diffuse transmitters is removed, and the distance between the 
reflector and the remaining diffuse transmitter is closer by 
the thickness of the rear glass element. Therefore, the third 
surface metal reflector/electrode of the present invention 
provides an electrochromic mirror with a superior viewing 
image. 

Finally, a third surface metal reflector/electrode improves 
the ability to reduce double imaging in an electrochromic 
mirror. As stated above, there are several interfaces where 
reflections can occur. Some of these reflections can be 
significantly reduced with color suppression or anti­
reflective coatings; however, the most significant "double 
imaging" reflections are caused by misalignment of the first 
surface and the surface containing the reflector, and the most 
reproducible way of minimizing the impact of this reflection 
is by ensuring both glass elements are parallel. Presently, 
convex glass is often used for the passenger side outside 
mirror and aspheric glass is sometimes used for the driver 
side outside mirror to increase the field of view and reduce 
potential blind spots. However, it is difficult to reproducibly 
bend successive elements of glass having identical radii of 
curvature. Therefore, when building an electrochromic 
mirror, the front glass element and the rear glass element 
may not be perfectly parallel (do not have identical radii of 
curvature), and therefore, the otherwise controlled double 
imaging problems become much more pronounced. By 
incorporating a combined reflector electrode on the third 
surface of the device in accordance with the present 
invention, light does not have to travel through the rear glass 
element before being reflected, and any double imaging that 
occurs from the elements being out of parallel will be 
significantly reduced. 

It is desirable in the construction of outside rearview 
mirrors to incorporate thinner glass in order to decrease the 
overall weight of the mirror so that the mechanisms used to 
manipulate the orientation of the mirror are not overloaded. 
Decreasing the weight of the device also improves the 
dynamic stability of the mirror assembly when exposed to 
vibrations. Alternatively, decreasing the weight of the mirror 
element may permit more electronic circuitry to be provided 
in the mirror housing without increasing the weight of the 
mirror housing. Heretofore, no electrochromic mirrors 
incorporating a solution-phase electrochromic medium and 
two thin glass elements have been commercially available, 
because thin glass suffers from being flexible and prone to 
warpage or breakage, especially when exposed to extreme 
environments. This problem is substantially improved by 
using an improved electrochromic device incorporating two 
thin glass elements having an improved gel material. This 
improved device is disclosed in commonly assigned U.S. 
Pat. No. 5,940,201 entitled "AN ELEC1ROCHROMIC 
MIRROR WITH TWO THIN GLASS ELEMENTS AND A 
GELLED ELEC1ROCHROMIC MEDIUM," filed on or 
about Apr. 2, 1997. The entire disclosure, including the 
references contained therein, of this patent is incorporated 
herein by reference. The addition of the combined reflector/ 
electrode onto the third surface of the device further helps 
remove any residual double imaging resulting from the two 
glass elements being out of parallel. Thus, in accordance 
with the present invention, chamber 124 contains a free-
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standing gel that cooperatively interacts with thin glass 
elements 112 and 114 to produce a mirror that acts as one 
thick unitary member rather than two thin glass elements 
held together only by a seal member. In free-standing gels, 
which contain a solution and a cross-linked polymer matrix, s 
the solution is interspersed in a polymer matrix and contin-
ues to function as a solution. Also, at least one solution­
phase electrochromic material is in solution in the solvent 
and therefore as part of the solution is interspersed in the 
polymer matrix (this generally being referred to as "gelled 10 

electrochromic medium" 126). This allows one to construct 
a rearview mirror with thinner glass in order to decrease the 
overall weight of the mirror while maintaining sufficient 
structural integrity so that the mirror will survive the 
extreme conditions common to the automobile environment. 1s 

This also helps maintain uniform spacing between the thin 
glass elements which improves uniformity in the appearance 
( e.g., coloration) of the mirror. This structural integrity 
results because the free-standing gel, the first glass element 
112, and the second glass element 114, which individually 20 

have insufficient strength characteristics to work effectively 
in an electrochromic mirror, couple in such a manner that 
they no longer move independently but act as one thick 
unitary member. This stability includes, but is not limited to, 
resistance to, flexing, warping, bowing and breaking, as well 2s 

as improved image quality of the reflected image, e.g., less 
distortion, double image, color uniformity, and independent 
vibration of each glass element. However, while it is impor­
tant to couple the front and rear glass elements, it is equally 
important (if not more so) to ensure that the electrochromic 30 

mirror functions properly. The free-standing gel must bond 
to the electrode layers (including the reflector/electrode if 
the mirror has a third surface reflector) on the walls of such 
a device, but not interfere with the electron transfer between 
the electrode layers and the electrochromic material(s) dis- 35 

posed in the chamber 116. Further, the gel must not shrink, 
craze, or weep over time such that the gel itself causes poor 
image quality. Ensuring that the free-standing gel bonds well 
enough to the electrode layers to couple the front and rear 
glass elements and does not deteriorate over time, while 40 

allowing the electrochromic reactions to take place as 
though they were in solution, is an important aspect of the 
present invention. 

18 
reduce or eliminate the bending, bowing, flexing, double 
image, and distortion problems and non-uniform coloring of 
the electrochromic medium. 

The cooperative interaction between the free-standing gel 
and the thin glass elements of the present invention also 
improves the safety aspects of the electrochromic mirror 110 
having thin glass elements. In addition to being more 
flexible, thin glass is more prone to breakage than thick 
glass. By coupling the free-standing gel with the thin glass, 
the overall strength is improved (as discussed above) and 
further restricts shattering and scattering and eases clean-up 
in the case of breakage of the device. 

The improved cross-linked polymer matrix used in the 
present invention is disclosed in commonly assigned U.S. 
Pat. No. 5,928,572 entitled "ELECTROCHROMIC LAYER 
AND DEVICES COMPRISING SAME" filed on Mar. 15, 
1996, and the International Patent Application filed on or 
about Mar. 15, 1997 and claiming priority to this U.S. patent. 
The entire disclosures of these two applications, including 
the references contained therein, are hereby incorporated 
herein by reference. 

Generally, the polymer matrix results from crosslinking 
polymer chains, where the polymer chains are formed by the 
vinyl polymerization of a monomer having the general 
formula: 

RS R2-R1-B 
\ I 
c=c 

I \ 
R4 R3 

where Rl is optional and may be selected from the group 
consisting of: alkyl, cycloalkyl, poly-cycloalkyl, 
heterocycloalkyl, carboxyl and alkyl and alkenyl derivatives 
thereof; alkenyl, cycloalkenyl, cycloalkadienyl, poly­
cycloalkadienyl, aryl and alkyl and alkenyl derivatives 
thereof, hydroxyalkyl; hydroxyalkenyl; alkoxyalkyl; and 
alkoxyalkenyl where each of the compounds has from 1 to 
20 carbon atoms. R2 is optional and may be selected from 
the group consisting of alkyl, cycloalkyl, alkoxyalkyl, 
carboxyl, phenyl, and keto where each of the compounds has 
from 1 to 8 carbon atoms; and oxygen. R3, R4, and RS may 
be the same or different and may be selected from the group 
consisting of: hydrogen, alkyl, cycloalkyl, poly-cycloalkyl, To perform adequately, a mirror must accurately represent 

the reflected image, and this cannot be accomplished when 
the glass elements ( to which the reflector is attached) tend to 
bend or bow while the driver is viewing the reflected image. 
The bending or bowing occurs mainly due to pressure points 
exerted by the mirror mounting and adjusting mechanisms 
and by differences in the coefficients of thermal expansion of 
the various components that are used to house the exterior 
mirror element. These components include a carrier plate 
used to attach the mirror element to the mechanism used to 
manipulate or adjust the position of the mirror (bonded to the 
mirror by an adhesive), a bezel, and a housing. Many mirrors 
also typically have a potting material as a secondary seal. 
Each of these components, materials, and adhesives have 
varying coefficients of thermal expansion that will expand 

45 heterocycloalkyl, and alkyl and alkenyl derivatives thereof; 
alkenyl, cycloalkenyl, cycloalkadienyl, poly­
cycloalkadienyl, aryl, and alkyl and alkenyl derivatives 
thereof; hydroxyalkyl; hydroxyalkenyl; alkoxyalkyl; 
alkoxyalkenyl; keto; acetoacetyl; vinyl ether and combina-

and shrink to varying degrees during heating and cooling 
and will exert stress on the glass elements 112 and 114. On 
very large mirrors, hydrostatic pressure becomes a concern 
and may lead to double imaging problems when the front 
and rear glass elements bow out at the bottom and bow in at 

so tions thereof, where each of the compounds has from 1 to 8 
carbon atoms. Finally, B may be selected from the group 
consisting of hydroxyl; cyanato; isocyanato; isothiocyanato; 
epoxide; silanes; ketenes; acetoacetyl, keto, carboxylate, 
imino, amine, aldehyde and vinyl ether. However, as will be 

ss understood by those skilled in the art, if B is an cyanato, 
isocyanato, isothiocyanato, or aldehyde, it is generally pre­
ferred that Rl, R2, R3, R4, and RS not have a hydroxyl 
functionality. 

Preferred among the monomers is methyl methacrylate; 
60 methyl acrylate; isocyanatoethyl methacrylate; 

2-isocyanatoethyl acrylate; 2-hydroxyethyl methacrylate; 
2-hydroxyethyl acrylate; 3-hydroxypropyl methacrylate; 
glycidyl methacrylate; 4-vinylphenol; acetoacetoxy meth-

the top of the mirror. By coupling the front and rear glass 
elements the thin glass/free-standing gel/thin glass combi- 65 

nation act as one thick unitary member (while still allowing 
proper operation of the electrochromic mirror) and thereby 

acrylate and acetoacetoxy acrylate. 
Electrochromic devices are sensitive to impurities, which 

is shown through poor cycle life, residual color of the 
electrochromic material in its bleached state, and poor UV 

AMBILIGHT EX. 1006; Page 38 
Ambilight v. Lannray PGR2026-00053



US 6,700,692 B2 
19 

stability. Although many commercial precursors are fairly 
pure and perform adequately as ordered, purification would 
improve their performance. They can not, however, be 
readily purified by distillation because their low vapor 
pressure makes even vacuum distillation difficult or impos­
sible. On the other hand, the monomers used to make the 
polymer matrix can be purified and thus are a significant 
advance in ensuring proper performance of an electrochro-
m ic device. This purification may be through 
chromatography, distillation, recrystalization or other puri­
fication techniques well known in the art. 

The monomers of the preferred embodiment of the 
present invention should also preferably be capable of 
pre-polymerization, typically in the solvent utilized in the 
final electrochromic mirror. By pre-polymerization, we 
mean that the monomers and/or precursors react with one 
another to produce relatively long and relatively linear 
polymers. These polymer chains will remain dissolved in the 
solvent and can have molecular weights ranging from about 
1,000 to about 300,000, although those skilled in the art will 
understand that molecular weights of up to 3,000,000 are 
possible under certain conditions. 

It should be understood that more than one monomer may 
be pre-polymerized together. Equation [1] shows the general 
formula for the monomers of the preferred embodiment of 
the present invention. Generally, any of the combinations of 
the monomers shown may be combined into one or more 
polymers (i.e., a polymer, a copolymer, terpolymer, etc.) in 
the pre-polymerization process. For example, one monomer 
may be polymerized to give a homogeneous polymer mate­
rial such as poly (2-hydroxyethyl methacrylate), poly 
(2-isocyanatoethyl methacrylate), and the like. However, it 
is generally preferred that a species with a crosslinking 
reactive component ( e.g., hydroxyl, acetoacetyl, isocyanate, 
thiol etc.) be combined with another species either having 

20 
be combined with IEMNMMA and the hydroxyl groups of 
HEMA will self-react with the isocyanate groups of IEMA 
to form an open polymeric structure. It should be understood 
that the rates of crosslinking for any of the polymers 

5 described herein can be controlled by proper selection of the 
reactive crosslinking species employed. For example, reac­
tion rates can be increased by using an aromatic isocyanate 
or an aromatic alcohol or both. Reaction rates can be 
decreased, for example, by using sterically hindered isocy-

10 anates or sterically hindered alcohols or both. 
It should also be noted that the rigidity of the free­

standing gel can be altered by changing the polymer molecu­
lar weight, the weight percent of the polymer, and the 
crosslink density of the polymer matrix. The gel rigidity 

15 generally increases with increasing polymer concentration 
(weight percent), increasing crosslink density, and to some 
extent with increasing molecular weight. 

Typically, electrochromic mirrors are made with glass 
elements having a thickness of about 2.3 mm. The preferred 

20 thin glass elements according to the present invention have 
thicknesses of about 1.0 mm, which results in a weight 
savings of more than 50%. This decreased weight ensures 
that the mechanisms used to manipulate the orientation of 
the mirror, commonly referred to as carrier plates, are not 

25 overloaded and further provides significant improvement in 
the vibrational stability of the mirror. 

Front transparent element 112 may be any material which 
is thin and transparent and has sufficient strength to be able 
to operate in the conditions, e.g., varying temperatures and 

30 pressures, commonly found in the automotive environment. 
Front element 112 may comprise any type of glass, boro­
silicate glass, soda lime glass, float glass or any other 
material, such as, for example, a polymer or plastic, that is 
transparent in the visible region of the electromagnetic 

35 spectrum. Front element 112 is preferably a sheet of glass 
with a thickness ranging from 0.5 mm to about 1.8 mm, 
preferably from about 0.5 to 1.6 mm, more preferably from 
about 0.5 to 1.5, even more preferably from about 0.8 mm 
to about 1.2 mm, with the presently most preferred thickness 

the same crosslinking reactive component or no crosslinking 
reactive component (e.g., methyl methacrylate, methyl 
acrylate, etc.). If a copolymer is produced, the ratio of the 
monomers without and with the crosslinking components 
may range from about 200:1 to about 1:200. An example of 
these copolymers includes hydroxyethyl methacrylate 
(HEMA) combined with methyl methacrylate (MMA) to 
form a copolymer. The ratio of HEMA to MMA may range 
form about 1:3 to about 1:50 with the preferred ratio being 
about 1:10. The preferred crosslinker for any of the pre­
polymers having a hydroxyl (or any reactive group having 45 

an active hydrogen, such as thiol, hydroxyl, acetoacetyl, 
urea, melamine, urethane, etc.) is an isocyanate, 
isothiocyanate, and the like having a functionality greater 
than one. Also, 2-isocyanatoethyl methacrylate (IEMA) may 

40 about 1.0 mm. Rear element 114 must meet the operational 
conditions outlined above, except that it does not need to be 
transparent, and therefore may comprise polymers, metals, 
glass, ceramics, and preferably is a sheet of glass with a 
thickness in the same ranges as element 112. 

When both glass elements are made thin, the vibrational 
properties of an interior or exterior mirror improve­
although the effects are more significant for exterior mirrors. 
These vibrations that result from the engine running and/or 
the vehicle moving affect the rearview mirror, such that the 

be combined with MMA in the ratio of about 1:3 to about 
1:50 with the preferred ratio of about 1:10. Crosslinking of 
any of the polymer chains containing an isocyanate can 
occur with any di- or poly-functional compound containing 
a reactive hydrogen, such as hydroxyl, thiol, acetoacetyl, 
urea, melamine, urethanes, with hydroxyl being presently 
preferred. These must have a functionality greater than one 
and may be the same as those described hereinabove, 
aliphatic or aromatic compounds or, preferably, may be 
4, 4' -isoprop ylide ne dip he no 1, 4-4' ( 1-4 
phenylenediisopropylidene) bisphenol, 4-4'(1-3 
phenylenediisopropylidene ), or bisphenol 1,3-dihydroxy 
benzene. Although the above description relates to 
copolymers, it will be understood by those skilled in the art 
that more complex structures (terpolymers, etc.) may be 
made using the same teachings. 

Finally, two copolymers may be combined such that they 
crosslink with one another. For example, HEMA/MMAmay 

50 mirror essentially acts as a weight on the end of a vibrating 
cantilever beam. This vibrating mirror causes blurring of the 
reflected image that is a safety concern as well as a phe­
nomenon that is displeasing to the driver. As the weight on 
the end of the cantilever beam (i.e., the mirror element 

55 attached to the carrier plate on the outside mirror or the 
mirror mount on the inside mirror) is decreased, the fre­
quency at which the mirror vibrates increases. If the fre­
quency of the mirror vibration increases to around 60 Hertz, 
the blurring of the reflected image is not visually displeasing 

60 to the vehicle occupants. Moreover, as the frequency at 
which the mirror vibrates increases, the distance the mirror 
travels while vibrating decreases significantly. Thus, by 
decreasing the weight of the mirror element, the complete 
mirror becomes more vibrationally stable and improves the 

65 ability of the driver to view what is behind the vehicle. For 
example, an interior mirror with two glass elements having 
a thickness of 1.1 mm has a first mode horizontal frequency 
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of about 55 Hertz whereas a mirror with two glass elements 
of 2.3 mm has a first mode horizontal frequency of about 45 
Hertz. This 10 Hertz difference produces a significant 
improvement in how a driver views a reflected image. 

In the assembly and manufacture of electrochromic 
devices, polymeric beads may be applied to the electrochro­
mic mirror area on the viewing area of the second or third 
surface, i.e., inboard of the perimeter seal, to temporarily 
maintain proper cell spacing during the manufacturing pro­
cess. These beads are even more useful with devices having 
thin glass elements because they help prevent distortion and 
double image during device manufacture and maintain a 
uniform electrochromic medium thickness until gellation 
occurs. It is desirable that these beads comprise a material 
that will dissolve in the electrochromic medium and is 
benign to the electrochromic system while being compatible 
with whatever electrochromic system is contained within the 
chamber 124 (e.g., the constituents of gelled layer). While 
the use of PMMA beads is known, it is not preferred because 
they have the following disadvantages: they require a heat 
cycle (generally at least 2 hours at 85 degrees C.) to dissolve, 
they do not dissolve before the preferred gels of the present 
invention crosslink, they can cause light refracting imper­
fections in gelled and non-gelled electrochromic devices, 
and they can cause the electrochromic medium to color and 
clear more slowly near the area where beads were prior to 
dissolving. 

In accordance with another aspect of the present 
invention, polymeric beads, that dissolve within an electro­
chromic device at ambient or near-ambient temperatures 
without imparting refractive imperfections, are placed or 
sprinkled on the second or third surface within the viewing 
area of the mirror or a window so that they prevent distortion 
and maintain cell spacing during manufacturing and dissolve 
very soon thereafter. 

The polymeric beads can be incorporated into an electro­
chromic mirror as follows: the perimeter sealing resin is 
charged with glass beads of the appropriate size desired for 
the final cell gap (typically around 135 microns in diameter 

22 
with an adhesive, typically a UV light curing adhesive, and 
the plug material is cured. This vacuum filling and plugging 
process is commonly used in the LCD industry. If the proper 
polymeric bead material is used, the beads will dissolve in 

5 the electrochromic medium without leaving a trace at room 
temperature or by applying moderate heat as the electro­
chromic medium gels, thereby permanently fixing the cell 
gap. 

Generally, these polymeric beads comprise a material that 
10 will readily dissolve in organic solvents, such as, for 

example, propylene carbonate, at ambient or near-ambient 
temperatures. The materials should dissolve in the electro­
chromic medium either within the time it takes the free­
standing gel to crosslink (which generally takes around 24 

15 hours), but not so fast that they do not provide a spacer 
function during processing ( e.g., sealing and vacuum 
backfilling) of the mirror element. Materials that meet the 
above requirements include the following copolymers avail­
able from ICI Acrylics, Wilmington, Del.; "ELVACITE" 

20 2008, a MMNmethacrylic acid copolymer, "ELVACITE" 
2010, a MMNethylacrylate copolymer, "ELVACITE" 2013, 
and a MMNn-butylacrylate copolymer, as well as poly 
(propylene carbonate), with "ELVACITE" 2013 being pres­
ently preferred. In addition to these copolymers, it is 

25 believed that materials such as various polyacrylates and 
polyethers may be suitable for the dissolvable beads. 

Since the beads are used to maintain cell spacing for a 
short time during manufacture, they should preferably have 
a diameter equal to or slightly larger than the cell spacing of 

30 the device, which can be accomplished by sieving through 
successive screens to obtain the desired size. Sieves of the 
appropriate size can be purchased from ATM, Milwaukee, 
Wis. If 135 micron glass beads will be loaded into the 
sealing resin, the preferred plastic bead size would be about 

35 10% larger or 148 microns. To sieve plastic beads to the 148 
micron range, a standard 145 micron and a standard 150 
micron sieve would be required. If a tighter range is desired, 
custom-sized sieves could be ordered for an additional cost. 

for a solution-phase inside electrochromic mirror) at a level 40 

of about ½ weight percent. Dry polymeric beads that are 
sized about 10% larger than the glass beads are loaded into 

The 150 micron sieve is placed on top of the 145 micron 
sieve and the top 150 micron sieve is charged with unsized 
plastic beads. The sieves are then vibrated such that beads 
smaller than 150 microns will fall through the holes in the 
150 micron sieve. Beads smaller than 145 microns will fall a "salt shaker" type container with holes on one end. The 

rear glass element 114 is laid flat with the inside electrode 
surface (third surface) facing up. Plastic beads are sprinkled 
onto the coating (120) disposed on the third surface 114a 
using the salt shaker to a concentration of about 5 to 10 
beads per square centimeter. The perimeter sealing member 

through the bottom 145 micron sieve, and beads between 
45 145 and 150 microns in size will be captured between the 

145 micron and the 150 micron sieves. If the beads tend to 

116 is applied around the edges of the surface of the 
transparent conductive electrode on the rear surface of the 50 

front element 112 by dispensing or silk screening as is 
typical for the manufacture of LCDs, such that seal material 
covers the entire perimeter except for a gap of about 2 mm 
along one edge. This gap in the seal will be used as a fill port 
(not shown) to introduce the electrochromic medium after 55 

assembly of the glass plates and curing of the seal. After seal 
application, the glass plates are assembled together by 
laying the first glass plate on top of the second glass plate 
and the assembly is pressed until the gap between the glass 
plates is determined by the glass and plastic spacers. The 60 

sealing member 116 is then cured. The electrochromic cell 
is then placed fill port down in an empty container or trough 
in a vacuum vessel and evacuated. Electrochromic fluid 
media is introduced into the trough or container such that the 
fill port is submerged. The vacuum vessel is then backfilled, 65 

which forces the fluid electrochromic material through the 
fill port and into the chamber. The fill port is then plugged 

clump or stick together, effective separation can be achieved 
by flushing a liquid such as water through the sieve stack 
while vibrating the sieves. Beads wet-sieved in this manner 
must be thoroughly dried before use such as by oven baking 
at 80° C. for 2 hours. 

The addition of the combined reflector/electrode onto the 
third surface of the device further helps to remove any 
residual double imaging resulting from the two glass ele­
ments being out of parallel. 

The most important factors for obtaining a reliable elec­
trochromic mirror having a third surface reflector/electrode 
120 are that the reflector/electrode have sufficient reflectance 
and that the mirror incorporating the reflector/electrode has 
adequate operational life. Regarding reflectance, the auto­
mobile manufacturers prefer a reflective mirror for the inside 
mirror having a reflectivity of at least 60 percent, whereas 
the reflectivity requirements for an outside mirror are less 
stringent and generally must be at least 35 percent. 

To produce an electrochromic mirror with 70 percent 
reflectance, the reflector must have a reflectance higher than 
70 percent because the electrochromic medium in front of 
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the reflector reduces the reflectance from the reflector inter­
face as compared to having the reflector in air due to the 
medium having a higher index of refraction as compared to 
air. Also, the glass, the transparent electrode, and the elec­
trochromic medium even in its clear state are slightly light 
absorbing. Typically, if an overall reflectance of 65 percent 
is desired, the reflector should have a reflectance of about 75 
percent. 

24 
color neutrality (silver/copper and copper); poor reflectance 
( chromium, stainless steel, rhodium, molybdenum, 
platinum, palladium, Inconel®, and titanium); poor 
cleanability ( chromium); or poor electrical contact stability 

5 (chromium, stainless steel and molybdenum). 
When silver is alloyed with certain materials to produce 

a third surface reflector/electrode, the deficiencies associated 
with silver metal and aluminum metal can be overcome. 
Suitable materials for the reflective layer are white gold and 

10 alloys of silver/palladium, silver/gold, silver/platinum, 
silver/rhodium, silver/titanium, etc. Examples of white gold 
are described in the articles "White Golds: A Review of 
Commercial Material Characteristics & Alloy Design 

Regarding operational life, the layer or layers that com­
prise the reflector/electrode 120 must have adequate bond 
strength to the peripheral seal, the outermost layer must have 
good shelf life between the time it is coated and the time the 
mirror is assembled, the layer or layers must be resistant to 
atmospheric and electrical contact corrosion, and must bond 
well to the glass surface or to other layers disposed beneath 15 

it, e.g., the base or intermediate layer (122 or 123, 
respectively). The overall sheet resistance for the reflector/ 
electrode 120 may range from about 0.01 Q/D to about 100 
Q/D and preferably ranges from about 0.2 Q/D to about 25 
Q/D. As will be discussed in more detail below, improved 20 

electrical interconnections using a portion of the third sur­
face reflector/electrode as a high conductance contact or 
buss bar for the second surface transparent conductive 
electrode may be utilized when the conductance of the third 
surface reflector/electrode is below about 2 Q/D. 

Alternatives," Gold Bull., 1992. 25 (3). pp. 94--103, by Greg 
Normandeau, and "White Golds: A Question of 
Compromises-Conventional Material Properties Com-
pared to Alternative Formulations," Gold Bull., 1994, 27 (3), 
pp. 70---86, by Greg Normandeau et al., the disclosures of 
which are incorporated herein by reference. The amount of 
the solute material, i.e., palladium, gold, etc., can vary. As 
can be seen from Table 1, the silver alloys surprisingly retain 
the high reflectance and low sheet resistance properties of 
silver, while simultaneously improving their contact 
stability, shelf life, and also increasing their window of 

25 potential stability when used as electrodes in propylene 
carbonate containing 0.2 molar tetraethylammonium tet­
rafluoroborate. The presently preferred materials for reflec­
tive layer 121 are silver/gold, silver/platinum, and silver/ 

Referring to FIG. 3 for one embodiment of the present 
invention, a reflector/electrode that is made from a single 
layer of a reflective silver or silver alloy 121 is provided that 
is in contact with at least one solution-phase electrochromic 
material. The layer of silver or silver alloy covers the entire 30 

third surface 114a of second element 114. The reflective 

palladium. 
More typically, reflector/electrode 120 has, in addition to 

the layer of a reflective alloy 121, an optional base layer 122 
of a conductive metal, metal oxide, metal nitride, or alloy 
deposited directly on the third surface 114a. There may also 
be an optional intermediate layer of a conductive metal or 

silver alloy means a homogeneous or non-homogeneous 
mixture of silver and one or more metals, or an unsaturated, 
saturated, or supersaturated solid solution of silver and one 
or more metals. The thickness of reflective layer 121 ranges 
from about 50 A to about 2000 A, and more preferably from 
about 200 A to about 1000 A. If reflective layer 121 is 
disposed directly to the glass surface, it is preferred that the 
glass surface be treated by plasma discharge to improve 
adhesion. 

Table 1 shows the relevant properties for a number of 
different metals that have been proposed for third surface 
reflectors as compared with the materials suitable for the 
reflector/electrode 120 of the present invention. The only 
materials in Table 1 having reflectance properties suitable 
for use as a third surface reflector/electrode in contact with 
at least one solution-phase electrochromic material for an 
inside electrochromic mirror for a motor vehicle are 
aluminum, silver, and silver alloys. Aluminum performs 
very poorly when in contact with solution-phase material(s) 
in the electrochromic medium because aluminum reacts with 
or is corroded by these materials. The reacted or corroded 
aluminum is non-reflective and non-conductive and will 
typically dissolve off, flake off, or delaminate from the glass 
surface. Silver is more stable than aluminum but can fail 
when deposited over the entire third surface because it does 
not have long shelf life and is not resistant to electrical 
contact corrosion when exposed to the environmental 
extremes found in the motor vehicle environment. These 
environmental extremes include temperatures ranging from 
about -40° C. to about 85° C., and humidities ranging from 
about 0 percent to about 100 percent. Further, mirrors must 
survive at these temperatures and humidities for coloration 
cycle lives up to 100,000 cycles. The other prior art mate­
rials (silver/copper, chromium, stainless steel, rhodium, 
platinum, palladium, Inconel®, copper, or titanium) suffer 
from any one of a number of deficiencies such as: very poor 

35 alloy 123 disposed between the layer of reflective material 
121 and the base coat 122. If reflector/electrode 120 includes 
more than one layer, there should not be galvanic corrosion 
between the two metals or alloys. If optional base layer 122 
is deposited between the reflective layer 121 and the glass 

40 element 114, it should be environmentally rugged, e.g., bond 
well to the third (glass) surface 114a and to reflective layer 
121, and maintain this bond when the seal 116 is bonded to 
the reflective layer. Base layer 122 may have a thickness 
from about 50 A to about 2000 A, and more preferably from 

45 about 100 A to about 1000 A. Suitable materials for the base 
layer 122 are chromium, stainless steel, silicon, titanium, 
nickel, molybdenum, chromium oxide, zinc oxide, and 
alloys of chromium/molybdenum/nickel, nickel/chromium, 
molybdenum, and nickel-based alloys (commonly referred 

50 to as Inconel®, available from Castle Metals, Chicago, Ill.). 
The main constituents of Inconel® are nickel which may 
range from 52 percent to 76 percent (Inconel® 617 and 600, 
respectfully), iron which may range from 1.5 percent to 18.5 
percent (Inconel® 617 and Inconel® 718, respectfully), and 

55 chromium which may range from 15 percent to 23 percent 
(Inconel® 600 and Inconel® 601, respectfully). Inconel® 
617 having 52 percent nickel, 1.5 percent iron, 22 percent 
chromium, and typical "other" constituents including 12.5 
percent cobalt, 9.0 percent molybdenum, and 1.2 percent 

60 aluminum was used in the present examples. 
In some instances it is desirable to provide an optional 

intermediate layer 123 between the reflective layer 121 and 
the base layer 122 in case the material of layer 121 does not 
adhere well to the material of layer 122 or there are any 

65 adverse interactions between the materials, e.g., galvanic 
corrosion. If used, intermediate layer 123 should exhibit 
environmental ruggedness, e.g., bond well to the base layer 
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122 and to the reflective layer 121, and maintain this bond 
when the seal member 116 is bonded to the reflective layer 
121. The 

0
thickness of intfrmediate layer 123 ranges from 

abo1,1_t 10 A to about 2Q00 A, and more preferably from a~out 

26 
layer was 70---72%. When reflective layer 121 is silver, flash 
layer 122 may also be a silver alloy or an aluminum-doped 
zinc oxide. The flash layer or a thicker cover layer may also 
be a transparent conductor such as a transparent metal oxide. 

Yet another effective reflective electrode for the third 
surface includes a reflector layer made of silicon covered 
with a layer of an oxide material. 

10 A to abput 1000 A, and most preferably about 10 A to 
5 

about 100 A Suitable materials for the optional intermediate 
layer 123 are indium, palladium, osmium, tungsten, 
rhenium, iridium, molybdenum, rhodium, ruthenium, stain­
less steel, titanium, copper, nickel, gold, platinum, and 
alloys whose constituents are primarily those aforemen­
tioned materials, such as white gold (82% Au and 18% Ni), 10 

It is preferred but not essential that the third surface 
reflector/electrode 120 be maintained as the cathode in the any other platinum group metals, and mixtures thereof. 

Reference is made to examples 1 and 2 to show how the 
insertion of a rhodium intermediate layer between a chro­
mium base layer and a silver or silver alloy reflective layer 
increases the time to failure in copper-accelerated acetic 

15 
acid-salt spray (CASS) by a factor of 10. Example 4 shows 
how the insertion of a molybdenum intermediate layer 
between a chromium base layer and a silver alloy having a 
molybdenum flash over-coat layer increases the time to 
failure in CASS by a factor of 12. 

circuitry because this eliminates the possibility of anodic 
dissolution or anodic corrosion that might occur if the 
reflector/electrode was used as the anode. Although as can 
be seen in Table 1, if certain silver alloys are used, the 
positive potential limit of stability extends out far enough, 
e.g., 1.2 V, that the silver alloy reflector/electrode could 
safely be used as the anode in contact with at least one 
solution-phase electrochromic material. 

TABLE 1 

White Light Reflectance Negative Potential Limit Positive Potential Limit 
Reflectance in Device Contact of Window of Potential Window of Potential 

Metal in Air (%) Stability Stability (V) Stability (V) 

Al >92 NIA very poor NIA NIA 
Cr 65 NIA poor NIA NIA 

Stainless 60 NIA good NIA NIA 
Steel 
Rh 75 NIA very good NIA NIA 
Pt 72 NIA very good NIA NIA 

Inconel 55 NIA NIA NIA NIA 
Ag 97 84 fair -2.29 0.86 

Ag2.7Pd 93 81 good -2.26 0.87 
AglOPd 80 68 good -2.05 0.97 
Ag6Pt 92 80 good -1.66* 0.91 
Ag6Au 96 84 good -2.25 0.98 

Ag25Au 94 82 good -2.3 1.2 

*This number is suspect because the test was run in propylene carbonate containing some water. 

The various layers of reflector/electrode 120 can be 
deposited by a variety of deposition procedures, such as RF 
and DC sputtering, e-beam evaporation, chemical vapor 
deposition, electrode position, etc., that will be known to 
those skilled in the art. The preferred alloys are preferably 

45 deposited by sputtering (RF or DC) a target of the desired 
alloy or by sputtering separate targets of the individual 
metals that make up the desired alloy, such that the metals 
mix during the deposition process and the desired alloy is 
produced when the mixed metals deposit and solidify on the 

Finally, it is sometimes desirable to provide one or more 40 

optional flash over-coat layers 124 over reflective layer 121, 
such that it (and not the reflective layer 121) contacts the 
electrochromic medium. This flash over-coat layer 124 must 
have stable behavior as an electrode, it must have good shelf 
life, it must bond well to the reflective layer 121, and 
maintain this bond when the seal member 116 is bonded 
thereto. It must be sufficiently thin, such that it does not 
completely block the reflectivity of reflective layer 121. In 
accordance with another embodiment of the present 
invention, when a very thin flash over-coat 124 is placed 
over the highly reflecting layer, then the reflective layer 121 
may be silver metal or a silver alloy because the flash layer 
protects the reflective layer while still allowing the highly 
reflecting layer 121 to contribute to the reflectivity of the 
mirror. In such cases, a thin (e.g., less than about 300 A, and 
more preferably less than about 100 A) layer of rhodium, 
ruthenium, palladium, platinum, nickel, tungsten, molybde­
num or their alloys, is deposited over the reflective layer 
121. The thickness of the flash layer is dependent on the 
material selected. For example, elements constructed with a 60 

third surface coating of chrome under ruthenium under 
rhodium under silver coated with a flash layer of as little as 

50 substrate surface. 
In another embodiment, the reflector/electrode 120 shown 

in FIG. 4 has at least two layers (121 and 122), where at least 
one layer of a base material 122 covers substantially the 
entire portion of the third surface 114a and at least one layer 

55 of a reflective material 121 covers the inner section of the 

10 A of ruthenium showed improved resistance compared to 
elements without the flash layer both to the formation of spot 
defects during processing and haze in the viewing area of the 65 

element when subjected to high temperature testing. The 
initial reflectivity of the elements with the ruthenium flash 

third surface 114a, but does not cover the peripheral edge 
portion 125 where seal member 116 is disposed. Peripheral 
portion 125 may be created by masking that portion of layer 
122 during deposition of the layer of reflective material 121, 
or the layer of reflective material may be deposited over the 
entire third surface and subsequently removed or partially 
removed in the peripheral portion. The masking of layer 122 
may be accomplished by use of a physical mask or through 
other well-known techniques, such as photolithography and 
the like. Alternatively, layer 122 may be partially removed 
in the peripheral portion by a variety of techniques, such as, 
for example, by etching (laser, chemical, or otherwise), 
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mechanical scraping, sandblasting, or otherwise. Laser etch­
ing is the presently preferred method because of its accuracy, 
speed, and control. Partial removal is preferably accom­
plished by laser etching in a pattern where enough metal is 
removed to allow the seal member 116 to bond directly to 5 

the third surface 114a while leaving enough metal in this 
area such that the conductance in this area is not significantly 
reduced. 

28 
cal conductors (not shown) may be soldered or otherwise 
connected to the spring clips (134a and 134b) so that a 
desired voltage may be applied to the device from a suitable 
power source. 

An electrical circuit 150, such as those taught in the 
above-referenced Canadian Patent No. 1,300945 and U.S. 
Pat. Nos. 5,204,778, 5,434,407, and 5,451,822, is connected 
to and allows control of the potential to be applied across 
reflector/electrode 120 and transparent electrode 128, such In addition, an optional intermediate layer of a conductive 

material 123 may be placed over the entire area of third 
surface 114a and disposed between the reflective layer 121 

10 
that electrochromic medium 126 will darken and thereby 
attenuate various amounts of light traveling therethrough 
and thus vary the reflectance of the mirror containing 
electrochromic medium 126. and the base layer 122, or it may be placed only under the 

area covered by layer 121, i.e., not in peripheral edge portion 
125. If this optional intermediate layer is utilized, it can 
cover the entire area of third surface 114a or it may be 15 

masked or removed from the peripheral edge portion as 
discussed above. 

An optional flash over-coat layer 124 may be coated over 
the reflective layer 121. The reflective layer 121, the optional 
intermediate layer 123, and the base layer 122 preferably 20 

have properties similar to that described above, except that 
the layer of reflective material 121 need not bond well to the 
epoxy seal, since it is removed in the peripheral portion 
where the seal member 116 is placed. Because the interac­
tion with the epoxy seal is removed, silver metal itself, in 25 

addition to the alloys of silver described above, will function 
as the reflective layer. Alternatively, an adhesion promoter 
can be added to the sealing material which enhances adhe­
sion to silver or silver alloys and the reflective layer can be 
deposited over most of the third surface including substan- 30 

tial portions under the seal area. Such adhesion promoters 
are disclosed in U.S. Pat. No. 6,157,480, entitled 
"IMPROVED SEAL FOR ELECTROCHROMIC 
DEVICES," the disclosure of which is incorporated herein 
by reference. 35 

As stated above, the low resistance of reflector/electrode 
120 allows greater design flexibility by allowing the elec­
trical contact for the third surface reflector/electrode to be 
small while maintaining adequate coloring speed. This flex-
ibility extends to improving the interconnection techniques 
to the layer of transparent conductive material 128 on the 
second surface 112b. Referring now to FIGS. Sa and Sb, an 
improved mechanism for applying a drive potential to the 
layer of transparent conductive material 128 is shown. 
Electrical connection between the power supply and the 
layer of transparent conductive material 128 is made by 
connecting the buss bars ( or clips 119a) to the area of 
reflector/electrode 120a, such that the drive potential travels 
through the area of reflector/electrode 120a and conductive 
particles 116b in sealing member 116 before reaching the 
transparent conductor 128. The reflector/electrode must not 
be present in area 120c, so that there is no chance of current 
flow from reflector/electrode area 120a to 120b. This con­
figuration is advantageous in that it allows connection to the 
transparent conductive material 128 nearly all the way 
around the circumference, and therefore improves the speed 
of dimming and clearing of the electrochromic media 126. 

In such a configuration, sealing member 116 comprises a 
typical sealing material, e.g., epoxy 116a, with conductive 
particles 116b contained therein. The conductive particles 
may be small, such as, for example, gold, silver, copper, etc., 
coated plastic with a diameter ranging from about 5 microns 

Referring again to FIG. 3, chamber 125, defined by 
transparent conductor 128 ( disposed on front element rear 
surface 112b ), reflector/electrode 120 ( disposed on rear 
element front surface 114a), and an inner circumferential 
wall 132 of sealing member 116, contains an electrochromic 
medium 126. Electrochromic medium 126 is capable of 
attenuating light traveling therethrough and has at least one 
solution-phase electrochromic material in intimate contact 
with reflector/electrode 120 and at least one additional 
electroactive material that may be solution-phase, surface­
confined, or one that plates out onto a surface. However, the 
presently preferred media are solution-phase redox 
electrochromics, such as those disclosed in above­
referenced U.S. Pat. Nos. 4,902,108, 5,128,799, 5,278,693, 
5,280,380, 5,282,077, 5,294,376, and 5,336,448. U.S. Pat. 
No. 6,020,987, entitled "AN IMPROVED ELECTRO­
CHROMIC MEDIUM CAPABLE OF PRODUCING A 
PRE-SELECTED COLOR," discloses electrochromic 
media that are perceived to be gray throughout their normal 
range of operation. The entire disclosure of this patent is 
hereby incorporated herein by reference. If a solution-phase 
electrochromic medium is utilized, it may be inserted into 
chamber 125 through a sealable fill port 142 through well­
known techniques, such as vacuum backfilling and the like. 

40 to about 80 microns, in which case there must be a sufficient 
number of particles to ensure sufficient conductivity 
between the reflector/electrode area 120a and the transparent 
conductive material 128. Alternatively, the conductive par­
ticles may be large enough to act as spacers, such as, for 

45 example, gold, silver, copper, etc., coated glass or plastic 
beads. The reflector/electrode 120 is separated into two 
distinct reflector/electrode areas (120a and 120b, separated 
by an area 120c devoid of reflector/electrode). There are 
many methods of removing the reflector/electrode 120 from 

50 area 120c, such as, for example, chemical etching, laser 
ablating, physical removal by scraping, etc. Deposition in 
area 120c can also be avoided by use of a mask during 
deposition of reflector/electrode. Sealing member 116 with 
particles 116b contacts area 120a such that there is a 

55 conductive path between reflector/electrode area 120a and 
the layer of transparent conductive material 128. Thus, 
electrical connection to the reflector/electrode area 120b that 
imparts a potential to the electrochromic medium is con-

A resistive heater 138, disposed on the fourth glass 60 

surface 114b, may optionally be a layer of ITO, fluorine­
doped tin oxide, or may be other heater layers or structures 
well known in the art. Electrically conductive spring clips 
134a and 134b are placed on the coated glass sheets (112 and 
114) to make electrical contact with the exposed areas of the 65 

transparent conductive coating 128 (clip 134b) and the third 
surface reflector/electrode 120 ( clip 134a). Suitable electri-

nected through clips 119b to the electronic circuitry at 
reflector/electrode area 120d (FIG. Sb). No conductive par­
ticles 116b can be placed in this reflector/electrode area 120b 
because of the possibility of an electrical short between 
reflector/electrode area 120b and the layer of transparent 
conductive material 128. If such an electrical short occurred, 
the electrochromic device would not operate properly. 
Additionally, no conductive seal 116b should be present in 
area 120b. 
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known in the art, such as, for example, the bezel taught and 
claimed in above-referenced U.S. Pat. No. 5,448,397. There 
are also a wide variety of housings well known in the art for 
attaching the mirror assembly 110 to the inside front wind­
shield of an automobile, or for attaching the mirror assem­
blies Ula and lllb to the outside of an automobile. A 
preferred mounting bracket is disclosed in above-referenced 
U.S. Pat. No. 5,337,948. 

The electrical circuit preferably incorporates an ambient 

A variety of methods can be used to ensure that no 
conductive particles 116b enter into this reflector/electrode 
area 120b, such as, for example, disposing a nonconductive 
material into the area 120c of reflector/electrode devoid of 
conductive material. A dual dispenser could be used to 5 

deposit the seal 116 with conductive particles 116b onto 
reflector/electrode area 120a and simultaneously deposit the 
nonconductive material into reflector/electrode area 120c. 
Another method would be to cure a nonconductive seal in 
area 120c and then dispose a conductive material 116c into 10 light sensor (not shown) and a glare light sensor 160, the 

glare light sensor being positioned either behind the mirror 
glass and looking through a section of the mirror with the 
reflective material completely or partially removed, or the 
glare light sensor can be positioned outside the reflective 

the edge gap to electrically interconnect reflector/electrode 
area 120a with transparent conductive layer 128. A general 
method of ensuring that no conductive particles reach 
reflector/electrode area 120b is to make sure seal 116 has 
proper flow characteristics, such that the conductive portion 
116b tends to stay behind as the sealant is squeezed out 
during assembly, and only the non-conductive portion of 116 
flows into area 120b. In an alternative embodiment, spacer 
member 116 need not contain conductive particles and a 
conductive member or material 116c may be placed on or in 

15 surfaces, e.g., in the bezel 144 or as described below, the 
sensor can be positioned behind a uniformly deposited 
transflective coating. Additionally, an area or areas of the 
electrode and reflector, such as 146, may be completely 
removed or partially removed as described below to permit 

the outer edge of member 116 to interconnect transparent 
conductive material 128 to reflector/electrode area 120a. 

20 a vacuum fluorescent display, such as a compass, clock, or 
other indicia, to show through to the driver of the vehicle or 
as also described below, this light emitting display assembly 
can be shown through a uniformly deposited transflective 
coating. The present invention is also applicable to a mirror 

Yet another embodiment of an improved electrical inter­
connection technique is illustrated in FIG. 6, where a first 
portion of seal member 116 is applied directly onto the third 
surface 114a and cured prior to the application of reflector/ 
electrode 120. After the reflector/electrode 120 is deposited 
onto the third surface 114a over the first portion of seal 
member 116, a portion of the cured seal member 116 is 
machined off to leave 116i as shown with a predetermined 
thickness (which will vary depending on the desired cell 
spacing between the second surface 112b and the third 
surface 114a). The cell spacing ranges from about 20 
microns to about 1500 microns, and preferably ranges from 
about 90 microns to about 750 microns. By curing the first 35 

portion of seal member and machining it to a predetermined 
thickness (116i), the need for glass beads to ensure a 
constant cell spacing is eliminated. Glass beads are useful to 
provide cell spacing, however, they provide stress points 
where they contact reflector/electrode 120 and transparent 40 

conductor 128. By removing the glass beads, these stress 
points are also removed. During the machining, the 
reflector/electrode 120 that is coated on first portion of seal 
member 116 is removed to leave an area devoid of reflector/ 
electrode 120. A second portion of seal member 116ii is then 45 

deposited onto the machined area of the first portion of seal 
member 116i or on the coatings on second surface 112b in 

25 which uses only one video chip light sensor to measure both 
glare and ambient light and which is further capable of 
determining the direction of glare. An automatic mirror on 
the inside of a vehicle, constructed according to this 
invention, can also control one or both outside mirrors as 

30 slaves in an automatic mirror system. 

the area corresponding to 116i, and seal member 116ii is 
cured after assembly in a conventional manner. Finally, an 
outer conductive seal member 117 may optionally be depos- 50 

ited on the outer peripheral portion of seal member 116 to 
make electrical contact between the outer edge of reflector/ 
electrode 120 and the outer peripheral edge of the layer of 
transparent conductive material 128. This configuration is 
advantageous in that it allows connection to the transparent 55 

conductive material 128 nearly all the way around the 
circumference, and therefore improves the speed of dim­
ming and clearing of the electrochromic media 126. 

Referring again to FIG. 2, rearview mirrors embodying 
the present invention preferably include a bezel 144, which 60 

extends around the entire periphery of each individual 
assembly 110, Ula, and/or lllb. The bezel 144 conceals 
and protects the spring clips 134a and 134b of FIG. 3 (or 
116a and 116b of FIG. Sa; 116i, 116ii, and 117 of FIG. 6), 
and the peripheral edge portions of the sealing member and 65 

both the front and rear glass elements (112 and 114, 
respectively). A wide variety of bezel designs are well 

The following illustrative examples are not intended to 
limit the scope of the present invention but to illustrate its 
application and use: 

EXAMPLE 1 

Electrochromic mirror devices incorporating a high 
reflectivity third surface reflector/electrode were prepared 
by sequentially depositing approximately 700 A of chro­
mium and approximately 500 A of silver on the surface of 
2.3-mm thick sheets of flat soda lime float glass cut to an 
automotive mirror element shape. A second set of high 
reflectivity third surface reflector/electrodes were also pre­
pared by sequentially depositing 700 A of chromium and 
approximately 500 A of a silver alloy containing 3 percent 
by weight palladium on the glass element shapes. The 
deposition was accomplished by passing the glass element 
shapes past separate metal targets in a magnetron sputtering 
system with a base pressure of 3x10-6 torr and an argon 
pressure of 3x10-3 torr. 

The chromium/silver and chromium/silver 3 percent pal­
ladium alloy coated glass automotive mirror shapes were 
used as the rear planar elements of an electrochromic mirror 
device. The front element was a sheet of TEC 15 transparent 
conductor coated glass from LOF cut similar in shape and 
size to the rear glass element. The front and rear elements 
were bonded together by an epoxy perimeter seal, with the 
conductive planar surfaces facing each other and parallel to 
each other with an offset. The spacing between the elec­
trodes was about 137 microns. The devices were vacuum 
filled through a fill port left in the perimeter seal with an 
electrochromic solution made up of: 

0.028 molar 5,10-dihydro-5-10-dimethylphenazine 
0.034 molar 1,1'-di(3-phenyl(n-propane))-4,4'­

bipyridinium di(tetrafluoroborate) 
0.030 molar 2-(2'-hydroxy-5'-methylphenyl)­

benzotriazole in a solution of 3 weight percent Elvac-
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ite™ 2051 polymethylmethacrylate resin dissolved in 
propylene carbonate. 

The fill port was plugged with an UV cure adhesive, 
which was cured by exposure to UV light. 

The devices were subjected to accelerated durability tests 
until the seal integrity of the device was breached or the 
lamination of the reflector/electrode layers or the transparent 
electrode layers were substantially degraded or dilapidated, 
at which time the device is said to fail. The first test 
performed was steam autoclave testing in which the devices 
were sealed in a water-containing vessel and subjected to 
120° C. at a pressure of 15 pounds per square inch (psi). The 
second test performed was copper-accelerated acetic acid­
salt spray (CASS) as described in ASTM B 368-85. 

When the electrochromic devices were observed after one 
day in testing, all of the devices failed to withstand the 
CASS testing, and all of the devices failed to withstand the 
steam autoclave testing. 

EXAMPLE 2 

Other than as specifically mentioned, the devices in this 
example were constructed in accordance with the conditions 
and teachings in Example 1. Multilayer combination 
reflector/electrodes were prepared by sequentially deposit­
ing approximately 700 A chromium, approximately 100 A 
rhodium, and approximately 500 A of silver on the surface 

32 
ing approximately 700 A chromium, approximately 500 A 
of a silver alloy containing 3 percent by weight palladium, 
and approximately 100 A of molybdenum on the surface of 
the glass element shapes. A second set of multilayer corn-

s bination reflector/electrodes were also prepared by sequen­
tially depositing approximately 700 A of chromium, 
approximately 500 A molybdenum, approximately 500 A of 
a silver alloy containing 3 percent by weight palladium, and 
approximately 100 A of molybdenum on the surface of the 

10 glass element shapes. The electrochromic devices were 
constructed and tested in accordance with Example 1. 

The device incorporating the sequential multilayer com­
bination reflector electrode of chromium, molybdenum, sil­
ver 3 percent palladium, and molybdenum withstood steam 

15 autoclave testing 25 percent longer and CASS testing twelve 
times longer than the sequential multilayer combination 
reflector electrode device of chromium, silver 3 percent 
palladium, molybdenum before failure occurred. Also, the 
device incorporating the sequential multilayer combination 

20 reflector electrode of chromium, molybdenum, silver 3 
percent palladium, molybdenum withstood CASS testing 
three times longer than the device constructed in Example 3. 
Finally, the sequential multilayer combination reflector elec­
trode device of chromium, silver 3 percent palladium, 

25 molybdenum withstood two times longer in CASS testing 
and twenty times longer in steam autoclave testing than the 
sequential multilayer combination reflector electrode device 
of chromium, silver 3 percent palladium of Example 1. 

of the glass element shapes. A second set of multilayer 
combination reflector/electrodes were also prepared by 
sequentially depositing approximately 700 A of chromium, 
approximately 100 A rhodium, and approximately 500 A of 30 

a silver alloy containing 3 percent by weight palladium on 

EXAMPLE 5 

Other than as specifically mentioned, the devices in this 
example were constructed in accordance with the conditions 
and teachings in Example 1. Multilayer combination 
reflector/electrodes were prepared by sequentially deposit-

the surface of the glass element shapes. The electrochromic 
devices were constructed and tested in accordance with 
Example 1. 

The device incorporating the sequential multilayer com­
bination reflector electrode of chromium, rhodium, and 
silver withstood steam autoclave testing two times longer 
and CASS testing 10 times longer than the device in 
Example 1 before failure occurred. The device incorporating 
the sequential multilayer combination reflector electrode of 
chromium, rhodium, and silver 3 percent palladium alloy 
withstood steam autoclave testing three times longer and 
CASS testing 10 times longer than devices in Example 1 
before failure occurred. 

EXAMPLE 3 

Other than as specifically mentioned, the devices in this 
example were constructed in accordance with the conditions 
and teachings in Example 1. Multilayer combination 
reflector/electrodes were prepared by sequentially deposit­
ing approximately 700 A chromium, approximately 500 A 
molybdenum and approximately 500 A of a silver alloy 
containing 3 percent by weight palladium on the surface of 
the glass element shapes. The electrochromic devices were 
constructed and tested in accordance with Example 1. 

35 ing approximately 700 A chromium, approximately 100 A 
rhodium and approximately 500 A of silver on the surface of 
the glass element shapes. A second set of multilayer com­
bination reflector/electrodes were also prepared by sequen­
tially depositing approximately 700 A of chromi!lm, 

40 approximately 100 A rhodium, and approximately 500 A of 
a silver alloy containing 3 percent by weight palladium on 
the surface of the glass element shapes. A third set of 
multilayer combination reflector/electrodes was also pre­
pared by sequentially depositing approximately 700 A of 

45 chromium, a1;proximately 100 A rhodium, and approxi­
mately 500 A of a silver alloy containing 6 percent by 
weight platinum on the surface of the glass element shapes. 
A fourth set of multilayer combination reflector/electrodes 
was a]so prepared by sequentially depositin~ approximately 

so 700 A of chromium, approximately 100 A rhodium, and 
approximately 500 A of a silver alloy containing 6 percent 
by weight gold on the surface of the glass element shapes. 
A fifth set of multilayer combination reflector/electrodes was 
also prepared by sequentially depositing approximately 700 

ss A of chromium, approximately 100 A rhodium, and approxi­
mately 500 A of a silver alloy containing 25 percent by 
weight gold on the surface of the glass element shapes. The 
electrochromic devices were constructed in accordance with 

The device incorporating the sequential multilayer com­
bination reflector electrode of chromium, molybdenum, and 
silver 3 percent palladium alloy withstood CASS testing 10 
times longer than devices in Example 1 before failure 60 

occurred. 

Example 1. 
Conductive clips were connected to the offset portions of 

the front and rear elements of the devices. A power source 
was connected to the clips and 1.2 volts was applied to the 
devices continuously for approximately 250 hours at 
approximately 20° C., with the connection arranged such 

EXAMPLE 4 

Other than as specifically mentioned, the devices in this 
example were constructed in accordance with the conditions 
and teachings in Example 1. Multilayer combination 
reflector/electrodes were prepared by sequentially deposit-

65 that the reflector/electrode was the cathode. The device 
incorporating the sequential multilayer combination reflec­
tor electrode of chromium, rhodium, and silver exhibited a 
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yellowing effect within the electrochromic medium. This below, the ½ wave and full wave ITO underlayer/thin silver 
yellowing phenomenon was not apparent in any of the silver film combination reach a maximum b* value of approxi-
alloy devices. mately 32 and 19, respectively, whereas as the ¼ and ¾ 

FIGS. 7A-7G illustrate various alternative constructions wave ITO underlayer/thin silver film only reaches a maxi-
for an electrochromic rearview mirror of the present 5 mum b* value of approximately 4 and 2. 
invention, particularly when a light source 170, such as an 
information display (i.e., compass/temperature display) or 
signal light, is positioned within the mirror assembly behind 

Quarter wave optical thickness of ITO is approximately 70 nm the electrochromic mirror. According to the first construe-
tion shown in FIG. 7A, the electrochromic rearview mirror 10 Film Thicknesses Color Values 065 illuminant 2 degree observer 
was constructed similar to those described above, with the 
exception that second electrode 120 includes a window 146 xx yy a* b* y 

in the layer 121 of reflective material in a region of second 140 0 5.81 -1.92 5.26 
electrode 120 that is in front of light source 170. Electrode 140 5 5.22 22.26 12.33 

120 further includes a coating 172 of electrically conductive 15 
140 10 3.03 31.48 24.04 

material that is applied over substantially all of the front 140 15 0.94 32.28 36.55 
140 20 -0.65 30.13 47.59 

surface 114a of rear element 114. Coating 172 is preferably 140 25 -1.68 27.17 56.44 
at least partially transmissive so as to enable light emitted 140 30 -2.28 24.24 63.14 

from light source 170 to be transmitted through the electro- 140 35 -2.59 21.69 68.06 

chromic mirror via window 146. By providing electrically 140 40 -2.73 19.6 71.59 
20 140 45 -2.77 17.95 74.1 

conductive coating 172 throughout the entire area of win- 140 50 -2.75 16.69 75.86 
dow 146, the electrochromic media 125 in the region of 140 60 -2.68 15.01 77.95 

window 146 will respond to the voltage applied to the clips 140 70 -2.61 14.09 78.95 

as though window 146 was not even present. Coating 172 140 80 -2.56 13.6 79.43 
140 100 -2.51 13.2 79.77 

may be a single layer of a transparent conductive material. 25 280 0 9.8 -9.03 5.63 
Such a single layer may be made of the same materials as 280 5 10.21 6.23 12.14 

that of first electrode 128 (i.e., indium tin oxide, etc.). 280 10 7.54 15.35 22.78 

Transparent electrodes made of ITO, indium zinc oxide, 280 15 5.02 18.66 34.2 
280 20 3.08 18.98 44.38 

zinc oxide, fluorine-doped tin oxide, or other transparent 280 25 1.71 18.01 52.6 
conductors have been optimized at thicknesses to maximize 30 280 30 0.79 16.62 58.87 

the transmission of visible light (typically centered around 280 35 0.2 15.22 63.5 

550 nm). These transmission optimized thicknesses are 280 40 -0.17 13.99 66.83 
280 45 -0.4 12.98 69.2 

either very thin layers ( <300 A.) or layers optimized at what 280 50 -0.54 12.18 70.87 
is commonly called ½ wave, full wave, 1 ½ wave, etc. 280 60 -0.67 11.09 72.86 

thickness. For ITO, the ½ wave thickness is about 1400 A 35 280 70 -0.71 10.47 73.81 

and the full wave thickness is around 2800 A. Surprisingly, 280 80 -0.72 10.13 74.27 
280 100 -0.71 9.85 74.59 

these thicknesses are not optimum for transflective (i.e., 70 0 -2.06 -8.75 6.73 
partially transmissive, partially reflective) electrodes with a 70 5 0.4 -8.94 10.91 

single underlayer of a transparent conductor under a metal 70 10 1.78 -3.83 20.03 
70 15 2.68 0.12 31.09 reflector such as silver or silver alloys. The optimum thick- 40 70 20 2.77 2.34 41.76 

nesses to achieve relative color neutrality of reflected light 70 25 2.52 3.34 50.86 
are centered around ¼ wave, ¾ wave, 1 ¼ wave, etc. optical 70 30 2.19 3.63 58.06 

thicknesses for light of 500 nm wavelength. In other words 70 35 1.89 3.56 63.5 

the optimal optical thickness for such a layer when under- 70 40 1.66 3.32 67.5 
70 45 1.5 3.03 70.38 

lying a metal reflector such as silver or silver alloy is mA/4, 45 70 50 1.38 2.76 72.42 
where A is the wavelength of light at which the layer is 70 60 1.26 2.3 74.86 

optimized (e.g., 500 nm) and m is an odd integer. These 70 70 1.21 2 76.04 

optimum thicknesses are ¼ wave different from the trans- 70 80 1.2 1.81 76.61 
70 100 1.19 1.64 77.01 

mission optima for the same wavelength. Such a single layer 210 0 -9.78 -1.15 6.25 
may have a thickness of between 100 A and 3500 A and 50 210 5 -8.08 -6.8 9.84 

more preferably between 200 A and 250 A, and a sheet 210 10 -2.57 -3.9 18.44 

resistivity of between about 3 Q/D and 300 Q/D and 210 15 0.4 -0.78 29.01 
210 20 1.61 1.13 39.2 

preferably less than about 100 Q/D. 210 25 1.99 2.05 47.84 

This technique for obtaining color neutral thin metallic 210 30 2.03 2.34 54.66 

films is also useful in technologies other than electrochro- 55 
210 35 1.96 2.3 59.79 
210 40 1.87 2.11 63.54 

mies. For instance, there is a technology described in U.S. 210 45 1.8 1.87 66.23 
Pat. No. 5,923,456 filed on Jul. 13, 1999 and in U.S. Pat. No. 210 50 1.75 1.62 68.14 

5,903,382 filed on May 11, 1999 called Reversible Electro- 210 60 1.7 1.21 70.41 

chemical Mirror, The entire disclosures of which are incor- 210 70 1.69 0.93 71.51 
210 80 1.69 0.76 72.03 

porated herein by reference. These patents describe plating 60 210 100 1.7 0.6 72.4 
a silver film over a transparent ITO electrode covered with 
a very thin platinum seed layer. Based on optical models of Air/glass(n - 1.52)/XX nm ITO/1.5 nm Platinum/YY nm Silver/Propylene 

silver thin films with increasing thickness ( and increasing Carbonate n - 1.43 

reflectivity) over a common transmission optimized ½ wave Layer 121 may be made of any of the reflective materials 
ITO film vs. a ¼ wave ITO film, the ¼ wave system remains 65 described above and is preferably made of silver or a silver 
more color neutral throughout the range of thin silver film alloy. The thickness of reflective layer 121 in the arrange-
thickness'. As can be seen in the tables of modeled color ment shown in FIG. 7Ais preferably between 30 A and 800 
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A. The thickness of layer 121 will depend on the desired 
reflectance and transmittance properties. For an inside rear­
view mirror, layer 121 preferably has a reflectance of at least 
60 percent and a transmittance through window 146 of 10 to 
50 percent. For an outside mirror, the reflectance is prefer­
ably above 35 percent and the transmittance is preferably 
approximately 10 to 50 percent and more preferably at least 
20 percent for those regions that are in front of one of the 
lights of a signal light (as described in more detail below). 

Window 146 in layer 121 may be formed by masking 
window area 146 during the application of the reflective 
material. At this same time, the peripheral region of the third 
surface may also be masked so as to prevent materials such 
as silver or silver alloy (when used as the reflective material) 
from being deposited in areas to which seal 116 must adhere, 

36 
A. If the layer of chromium is much thicker, it will not 
exhibit sufficient transmittance to allow light from a light 
source 170, such as a display or signal light, to be trans­
mitted through window 146. The thickness of layer 176 is 

5 selected based upon the material used so as to allow between 
10 to 50 percent light transmittance through both of layers 
174 and 176. Thus, for a second layer 176 formed of either 
rhodium, ruthenium, nickel, or molybdenum, layer 176 is 
preferably between 50 A and 150 A. While the thicknesses 

10 of layers 174 and 176 are preferably selected to be thin 
enough to provide adequate transmittance, they must also be 
thick enough to provide for adequate electrical conductivity 
so as to sufficiently clear or darken electrochromic media 
125 in the region of window 146. The coating 172 should 

15 thus have a sheet resistivity of less than 100 Q/D and 
preferably less than 50 Q/o to 60 Q/o. so as to create a stronger bond between seal 116 and coating 

172 or element 114. Additionally, an area in front of sensor 
160 (FIG. 2) may also be masked. Alternatively, an adhesion 
promoting material can be added to the seal to enhance 
adhesion between the seal and layer 121 as described in the 20 
above-referenced U.S. Pat. No. 6,157,480. 

The arrangement shown in FIG. 7B provides several 
advantages over the construction shown and described with 
respect to FIG. 7A. Specifically, the metals used in forming 
coating 172 contribute to the total reflectance of reflector 
electrode 120. Accordingly, the layer of the reflective mate-

The masking of window 146 in layer 121 may be a 
discrete mask such that none of the material of layer 121 is 
deposited within window area 146, or a gradient mask may 
be utilized, which gradually reduces the amount of the 
material of layer 121 from the periphery of window 146 to 
its center. The extent of the gradient masking may vary 
considerably such that virtually none of the material of layer 
121 is provided over much of the display area of window 
146 with just gradient edges surrounding window 146 to a 
configuration whereby all of window 146 is covered with at 
least some portion of the material of layer 121. 

An alternative construction to that shown in FIG. 7A is 
shown in FIG. 7B, where electrically conductive coating 172 
is formed of a plurality of layers 174 and 176. For example, 
coating 172 may include a first base layer 174 applied 
directly to front surface 114a of rear element 114, and an 
intermediate second layer 176 disposed on first layer 174. 
First layer 174 and second layer 176 are preferably made of 
materials that have relatively low sheet resistivity and that 
are at least partially transmissive. The materials forming 
layers 17 4 and 17 6 may also be partially reflective. If the 
light emitting display behind the partially transmissive win­
dow area 146 must be viewed often in bright ambient 
conditions or direct sunlight, it may be desirable to keep the 
reflectivity of the window area to a minimum by using 
metals with low reflectivity or other dark, black or trans­
parent coatings that are electrically conductive. 

The material forming layer 174 should exhibit adequate 
bonding characteristics to glass or other materials of which 
rear element 114 may be formed, while the material forming 
layer 176 should exhibit adequate properties so as to bond to 
the material of layer 174 and provide a good bond between 
the applied layer 121 and seal 116. Thus, the material used 

rial 121 need not be made as thick. If, for example, silver or 
a silver alloy is used to form layer 121, the layer of thickness 
is between 50 A and 150 A, thereby eliminating some of the 

25 material costs in providing the reflective layer. Further, the 
use of reflective metals in forming coating 172 provides for 
a degree of reflectance within window 146, thereby provid­
ing a much more ascetically pleasing appearance than if 
window 146 were devoid of any reflective material what-

30 soever. Ideally, coating 172 provides between 30 and 40 
percent reflectivity in window 146. If the reflectance in 
window 146 is too high, bright light will tend to wash out the 
display in the sense that it eliminates the contrast between 
the light of the display and light reflecting outward from 

35 coating 172. As shown in FIG. 7B, layer 121 is masked in 
the region of window 146. Such masking may be discrete or 
gradient as discussed above. 

Another benefit of utilizing metals to form conductive 
coating 172 is that such metals are much easier and less 

40 expensive to process than metal oxides, such as indium tin 
oxide. Such metal oxides require application in oxygen-rich 
chambers at very high temperatures, whereas metal layers 
may be deposited without special oxygen chambers and at 
much lower temperatures. Thus, the process for applying 

45 multiple metal layers consumes much less energy and is 
much less expensive than the processes for forming metal 
oxide layers. 

A third alternate arrangement for the electrochromic mir­
ror of the present invention is shown in FIG. 7C. The 

50 construction shown in FIG. 7C is essentially the same as that 
shown in FIG. 7B except that a thin silver or silver alloy 
layer 178 is formed on conductive coating 172 within 
window 146. By providing only a thin layer 178 of reflective 
material in window 146, adequate transmittance may still be 

55 provided through window 146 while increasing the reflec­
tivity and electrical conductivity in that area. Layer 178 may 
have a thickness of between 40 A and 150 A, whereas the 
layer of reflective material 121 in the ot~er areas ma¥ have 
a thickness in the order of between 200 A and 1000 A The 

for layer 174 is preferably a material selected from the group 
consisting essentially of: chromium, chromium­
molybdenum-nickel alloys, nickel-iron-chromium alloys, 
silicon, tantalum, stainless steel, and titanium. In the most 
preferred embodiment, layer 174 is made of chromium. The 
material used to form second layer 176 is preferably a 60 

material selected from the group consisting essentially of, 
thin layer 178 of reflective material may be formed by 
initially masking the area of window 178 while applying a 
portion of reflective layer 121 and then removing the mask 
during deposition of the remainder of layer 121. Conversely, 
a thin layer of reflective material may first be deposited and 

but not limited to: molybdenum, rhodium, ruthenium, 
nickel, tungsten, tantalum, stainless steel, gold, titanium, 
and alloys thereof. In the most preferred embodiment, 
second layer 176 is formed of nickel, rhodium, ruthenium, 65 

or molybdenum. If first layer 174 is formed of chromium, 
layer 174 preferably has a thickness of between 5 A and 50 

then a mask may be applied over window 146 while the 
remainder of reflective layer 121 is deposited. As will be 
apparent to those skilled in the art, thin layer 178 may also 
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be formed without masking by depositing reflective layer 
121 to its full thickness and subsequently removing a portion 
of layer 121 in the region of window 146. Further still, the 
masking may be gradient so as to gradually reduce the 
thickness of layer 121 in the region of window 146. 

A modification of the configuration shown in FIG. 7C is 
illustrated in FIG. 7D. As will be apparent from a compari-
son of the drawings, the construction of FIG. 7D only differs 
from that shown in FIG. 7C in that layers 174 and 176 
constituting conductive coating 172 are made thinner 
(designated as thin layers 180 and 181) in the region of 
reflector/electrode 120 that is in front of light source 170. As 
such, thin layer 180 may have a thickness of between 5 A 
and 50 A, whereas layer 174 may have thicknesses any­
where between 100 A and 1000 A. Similarly, thin layer 181 
may be made of the same material as layer 176 but would 
have a thickness of between 50 A and 150 A, while layer 176 
may have thicknesses on the order of 100 A to 1000 A. Thus, 
with the construction shown in FIG. 7D, the electrical 
conductivity, reflectivity, and transmittance within region 
146 may be optimized within that region while enabling the 
reflectance and electrical conductivity in the other regions to 
be optimized without concern as to the transmittance in 
those areas. 

FIG. 7E shows yet another alternative construction for 
second electrode 120. In the construction shown in FIG. 7E, 
second electrode 120 includes an electrically conductive 
coating 172 and a reflective coating 178 formed over the 
entire third surface 114a of the mirror. By making reflective 
coating 178 uniformly partially transmissive, a light source, 
such as a display or signal light, may be mounted in any 
location behind the mirror and is not limited to positioning 
behind any particular window formed in second electrode 
120. Again, for a rearview mirror, second electrode 120 
preferably has a reflectance of at least 35 percent for an 
outside mirror and at least 60 percent for an inside mirror 
and a transmittance of preferably at least 10 percent. Con­
ductive coating 172 is preferably a single layer of ITO or 
other transparent conductive materials, but may also consist 
of one or more layers of the partially reflective/partially 
transmissive electrically conductive materials discussed 
above. 

Reflective coating 178 may be constructed using a single, 
relatively thin, layer of a reflective electrically conductive 
material such as silver, silver alloy, or the other reflective 
materials discussed above. If the reflective material is silver 
or a silver alloy, the thickness of such a thin layer should be 
limited to about 500 A or less, and a transparent conductive 
material, such as ITO or the like, should be utilized as 
electrically conductive layer 172, such that second electrode 
120 may have sufficient transmittance to allow a display or 
signal light to be viewed from behind the mirror. On the 
other hand, the thickness of the single layer of reflective 
material should be about 10 A or more depending upon the 
material used to ensure sufficient reflectivity. 

To illustrate the features and advantages of an electro­
chromic mirror constructed in accordance with the embodi­
ment shown in FIG. 7E, ten examples are provided below. 
In these examples, references are made to the spectral 
properties of models of electrochromic mirrors constructed 
in accordance with the parameters specified in each 
example. In discussing colors, it is useful to refer to the 
Commission Internationale de I'Eclairage's (CIE) 1976 
CIELAB Chromaticity Diagram ( commonly referred to as 

38 
Technology, 2nd Edition, J. Wiley and Sons Inc. (1981), and 
the present disclosure, as it relates to color technology and 
terminology, generally follows that discussion. On the 
L*a*b* chart, L* defines lightness, a* denotes the red/green 

5 value, and b* denotes the yellow/blue value. Each of the 
electrochromic media has an absorption spectra at each 
particular voltage that may be converted to a three number 
designation, their L * a *b* values. To calculate a set of color 
coordinates, such as L*a*b* values, from the spectral trans-

10 
mission or reflectance, two additional items are required. 
One is the spectral power distribution of the source or 
illuminant. The present disclosure uses CIE Standard Illu­
minant A to simulate light from automobile headlamps and 
uses CIE Standard Illuminant D65 to simulate daylight. The 

15 
second item needed is the spectral response of the observer. 
The present disclosure uses the 2 degree CIE standard 
observer. The illuminant/observer combination generally 
used for mirrors is then represented as N2 degree and the 
combination generally used for windows is represented as 

20 
D65/2 degree. Many of the examples below refer to a value 
Y from the 1931 CIE Standard since it corresponds more 
closely to the spectral reflectance than L *. The value C*, 
which is also described below, is equal to the square root of 
(a*)2+(b*)2, and hence, provides a measure for quantifying 

25 
color neutrality. 

It should be noted that the optical constants of materials 
vary somewhat with deposition method and conditions 
employed. These differences can have a substantial effect on 
the actual optical values and optimum thicknesses used to 

30 attain a value for a given coating stock. 
According to a first example, an electrochromic mirror 

was modeled having a back plate 114 (FIG. 7E) of glass, a 
layer 172 of ITO of approximately 2000 A, a layer 178 of an 
alloy of silver containing 6 percent gold (hereinafter referred 

35 to as 6Au94Ag) of approximately 350 A, an electrochromic 
fluid/gel layer 125 having a thickness of approximately 140 
microns, a layer 128 of approximately 1400 A of ITO, and 
a glass plate 112 of 2.1 mm. Using D65 illuminant at 20 
degree angle of incidence, the model outputs were Y=70.7, 

40 a*=+l, and b*=+9.5. This model also indicated a spectrally 
dependent transmittance that was 15 percent over the blue­
green region decreasing in the red color region of the 
spectrum to approximately 17 percent in the blue-green 
region of the spectrum. Elements were constructed using the 

45 values and the model as target parameters for thickness, and 
the actual color, and reflection values corresponded closely 
to those models with transmission values of approximately 
15 percent in the blue and green region. In this example, 
1400 A ITO (½ wave) would produce a far more yellow 

50 element (b* of approximately 18). 
Typically, thin silver or silver alloy layers are higher in 

blue-green transmission and lower in blue-green light reflec­
tion which imparts a yellow hue to the reflected image. The 
2000 A ITO underlayer of approximately ¾ wave in thick-

55 ness supplements the reflection of blue-green light which 
results in a more neutral hue in reflection. Other odd quarter 
wave multiples (i.e., ¼, 5/4, 7/4, etc.) are also effective in 
reducing reflected color hue. It should be noted that other 
transparent coatings, such as (F)SnO or (AL)ZnO, or a 

60 combination of dielectric, semi-conductive, or conductive 
coatings, can be used to supplement blue-green reflection 
and produce a more neutral reflected hue in the same 
manner. 

the L*a*b* chart). The technology of color is relatively 65 

complex, but a fairly comprehensive discussion is given by 

According to a second example of the embodiment illus­
trated in FIG. 7E, an electrochromic mirror was modeled 
having a back plate 114 of glass, layer 172 including a 
sublayer of titanium dioxide of approximately 441 A and a F. W. Billmeyer and M. Saltzman in Principles of Color 

AMBILIGHT EX. 1006; Page 48 
Ambilight v. Lannray PGR2026-00053



US 6,700,692 B2 
39 

sublayer of ITO of 200 A, a layer 178 of 6Au94Ag of 
approximately 337 A, an electrochromic fluid/gel 125 hav-

40 
on glass 114, for this example, using D65 illuminant at 20 
degree angle of incidence, exhibited values of approxi­
mately Y=80.63, a*=-4.31, and b*=6.44. This model also 
indicated a relative transmittance peak at about 600 nm of 
approximately 17 percent. When this back plate system is 
incorporated into an electrochromic mirror, the predicted 
overall reflectance decreases and the transmittance 
increases. This stack also demonstrates, in part, a principle 
of a flash layer incorporation in these designs. In this 
particular case, the 50 A silica layer does not contribute 
substantially to the design when compared to the fourth 
example, nor does it detract from it greatly. The insertion of 
such layers would not, in the opinion of the inventors, 
circumvent any claims that might depend on the number of 

ing a thickness of approximately 140 microns, a layer 128 of 
approximately 1400 A of ITO, and a glass plate 112 of 2.1 
mm. In air, the model of the conductive thin film 120 on 5 
glass 114 for this example, using D65 illuminant at 20 
degree angle of incidence, exhibited values of approxi­
mately Y =82.3, a* =0.3, and b* =4.11. This model also indi­
cated a relatively broad and uniform transmittance of 10-15 
percent across most of the visible spectrum, making it an 10 
advantageous design for an interior rearview mirror with a 
multi-colored display or a white light display or illuminator. 
When this back plate system 114, 120 is incorporated into an 
electrochromic mirror, the predicted overall reflectance 
decreases and the transmittance increases. 

According to a third example of an electrochromic mirror 
constructed as shown in FIG. 7E, an electrochromic mirror 
was modeled having a back plate 114 of glass, a layer 172 
including a sublayer of titanium dioxide of approximately 
407 A and a sublayer of ITO of 200 A, a layer 178 of 20 
6Au94Ag of approximately 237 A, an electrochromic fluid/ 

15 layers or the relative refractive indices of layer sets. Flash 
layers have been shown to impart substantial advantages 
when used over layer 178 and are discussed above. It is also 
believed that such flash layers could have adhesion promo-

gel layer 125 having a thickness of approximately 140 
microns, a layer 128 of approximately 1400 A of ITO, and 

tion or corrosion resistance advantages when positioned 
between layers 172 and 178 as well as between glass 114 and 
layer(s) 120, especially when comprised of metal/alloys 
mentioned above as having such functions in thicker layers. 

According to a sixth example of the embodiment shown 
in FIG. 7E, an electrochromic mirror was modeled having a 
back plate 114 of glass, a layer 172 including a sublayer of 
titanium dioxide of approximately 450 A and a sublayer of 
ITO of 1600 A, a layer 178 of silver of 290 A and a flash 
layer of 6Au94Ag of approximately 50 A, an electrochromic 
fluid/gel layer 125 having a thickness of approximately 140 
microns, a layer 128 of approximately 1400 A of ITO, and 
a glass plate 112 of 2.1 mm. In air, on glass 114, the model 
of the conductive thin film 120 for this example, using D65 
illuminant at 20 degree angle of incidence, exhibited values 
of approximately Y=81.3, a*=-3.26, and b*=4.16. This 

a glass plate 112 of 2.1 mm. In air, the model of the 
conductive thin film 120 on glass 114, for this example, 25 
using D65 illuminant at 20 degree angle of incidence, 
exhibited values of approximately Y=68.9, a*=0.03, and 
b*=l.9. This model also indicated a relatively broad and 
uniform transmittance of approximately 25 to 28 percent 
across most of the visible spectrum, making it an advanta- 30 
geous design for an exterior rearview mirror with a multi­
color display or a white light display or illuminator. When 
this back plate system 114, 120 is incorporated into an 
electrochromic mirror, the predicted overall reflectance 
decreases and the transmittance increases. 35 model also indicated a relative transmittance peak at about 

600 nm of about 17 percent. When this back plate system 
114, 120 is incorporated into an electrochromic mirror, the 
predicted overall reflectance decreases and the transmittance 

According to a fourth example of the embodiment shown 
in FIG. 7E, an electrochromic mirror was modeled having a 
back plate 114 of glass, a layer 172 including a sublayer of 
titanium dioxide of approximately 450 A and a sublayer of 
ITO of 1600 A, a layer 178 of 6Au94Ag of approximately 40 

340 A, an electrochromic fluid/gel layer 125 having a 
thickness of approximately 140 microns, a layer 128 of 
approximately 1400 A of ITO, and a glass plate 112 of 2.1 
mm. In air, the model of the conductive thin film 120 on 
glass 114, for this example, using D65 illuminant at 20 45 

degree angle of incidence, exhibited values of approxi­
mately Y=80.3, a*=-3.45, and b*=5.27. This model also 
indicated a relative transmittance peak at about 600 nm of 
approximately 17 percent. When this back plate system 114, 
120 is incorporated into an electrochromic mirror, the pre- 50 

dieted overall reflectance decreases and the transmittance 
increases. As one compares this stack to the second example, 
it illustrates, in part, a principle of repeating optima in the 
primarily transmissive layer or layers ( e.g., layer 172) of 
these designs as one increases their thickness or thicknesses. 
The optima will be determined by several factors which will 
include good color neutrality, reflection, and transmission. 

According to a fifth example of the embodiment shown in 
FIG. 7E, an electrochromic mirror was modeled having a 
back plate 114 of glass; a layer 172 including a sublayer of 
titanium dioxide of approximately 450 A, a sublayer of ITO 
of 800 A, a sublayer of silica of 50 A, and an additional 
sublayer of ITO of 800 A; a layer 178 of 6Au94Ag of 
approximately 340 A; an electrochromic fluid/gel layer 125 
having a thickness of approximately 140 microns, a layer 
128 of approximately 1400 A of ITO; and a glass plate 112 
of 2.1 mm. In air, the model of the conductive thin film 120 

increases. As one compares this stack to the fourth example, 
it illustrates, in part, the principle of using a flash layer of a 
silver alloy over silver. The potential advantages of such a 
system for layer 178, as opposed to a single alloy layer per 
the fourth example, include, but are not limited to, reduced 
cost, increased reflectivity at the same transmission or 
increased transmissivity at the same reflectance, decreased 
sheet resistance, and the possibility of using a higher per-
centage of alloyed material in the flash overcoat layer to 
maintain enhanced electrode surface properties the silver 
alloy exhibits over pure silver. Similar potential advantages 
apply to the cases of different percentage alloys or a graded 
percentage alloy in layer 178. 

According to a seventh example of the embodiment 
shown in FIG. 7E, an electrochromic mirror was modeled 
having a back plate 114 of glass, a layer 172 of silicon of 

55 approximately 180 A, a layer 178 of 6Au94Ag of approxi­
mately 410 A, an electrochromic fluid/gel layer 125 having 
a thickness of approximately 140 microns, a layer 128 of 
approximately 1400 A of ITO, a glass plate 112 of 2.1 mm. 
In air, on glass 114, the model of the conductive thin film 

60 120 for this example, using D65 illuminant at 20 degree 
angle of incidence, exhibited values ofY=80.4, a*=0.9, and 
b*=-3.39. In contrast, a thin layer of 6Au94Ag on glass with 
similar reflectivity exhibits a yellow hue in reflection. The 
model also indicated a spectrally dependent transmittance 

65 that reached a peak of about 18 percent at 580 nm. When this 
back plate system 114, 120 is incorporated into an electro­
chromic mirror, the predicted overall reflectance and the 
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transmittance increases. In this case, the values would be 
appropriate for an automotive interior transflective mirror. 
This system would be especially useful if the silicon were 
deposited as a semi-conductive material, thereby allowing 
for masking of the silver alloy layer so that the silver alloy 
would be deposited primarily in the viewing area while still 
maintaining conductivity to the area to be darkened. 

According to an eighth example of the embodiment 
shown in FIG. 7E, an electrochromic rearview mirror was 
modeled having a back plate 114 of glass, a layer 172 
including a sublayer of silicon of approximately 111 A and 
a sublayer of ITO of approximately 200 A, a layer 178 of 
6Au94Ag of approximately 340 A, an electrochromic fluid/ 
gel layer 125 having a thickness of approximately 140 
microns, a layer 128 of approximately 1400 A of ITO, and 
a glass plate 112 of 2.1 mm. In air, on glass 114, the model 
of the conductive thin film 120 for this example using D65 
illuminant at 20 degree angle of incidence exhibited values 
of approximately Y=80.7, a*=0.1, and b*=-1.7. The model 
also indicated a spectrally dependent transmittance that 
reached a peak at about 18 percent at 600 nm. When this 
back plate system 114, 120 is incorporated into an electro­
chromic mirror, the predicted overall reflectance decreases 
and the transmittance increases. In this case, the values 
would be appropriate for an automotive transflective mirror. 
Also in this case, masking of the silver alloy layer could take 
place in the seal area, and the conductivity of the back 
electrode of the system would be maintained by the ITO 
layer whether or not the silicon were semi-conductive. This 
example is advantageous in that it utilizes thin layers, which 
are easier to form during high volume manufacturing. 

According to a ninth example of the embodiment shown 
in FIG. 7E, an electrochromic mirror was modeled having a 
back plate 114 of glass, a layer 172 including a sublayer of 
silicon of approximately 77 A and a sublayer of ITO of 
approximately 200 A, a layer 178 of 6Au94Ag of approxi­
mately 181 A, an electrochromic fluid/gel layer 125 having 
a thickness of approximately 140 microns, a layer 128 of 
approximately 1400 A of ITO, and a glass plate 112 of 2.1 
mm. In air, on glass, the model of the conductive thin film 
120 for this example, using D65 illuminant at 20 degree 
angle of incidence, exhibited values of approximately 
Y=64.98, a*=l.73, and b*=-2.69. The model also indicated 
a spectrally dependent transmittance that reached a peak of 
about 35 percent at 650 nm. When this back plate system is 
incorporated into an electrochromic mirror, the predicted 
overall reflectance decreases and the transmittance 
increases. In this case, the values would be appropriate for 
an automotive exterior transflective mirror. 

According to a tenth example of the embodiment shown 
in FIG. 7E, an electrochromic mirror was modeled having a 
back plate 114 of glass, a layer 172 of fluorine-doped tin 
oxide of approximately 1957 A(¾ wave optima thickness), 
a layer 178 of 6Au94Ag of approximately 350 A, an 
electrochromic fluid/gel layer 125 having a thickness of 
approximately 140 microns, a layer 128 of approximately 
1400 A of ITO, and a glass plate 112 of 2.1 mm. In air, on 
glass 114, the model of the conductive thin film 120, for this 
example, using D65 illuminant at 20 degree angle of 
incidence, exhibited outputs of approximately Y =80.38, 
a*=l.04, and b*=5.6. The model also indicated a spectrally 
dependent transmittance that overall diminished as wave­
length increased in the visible range. Transmittance at 630 

42 
In a mirror construction, such as that shown in FIG. 7E, 

the mirror preferably exhibits a reflectivity of at least 35 
percent, more preferably at least 50 percent, and more 
preferably at least 65 percent for an outside mirror and, for 

5 an inside mirror, the mirror preferably exhibits a reflectance 
of at least 70 percent and more preferably at least 80 percent. 
To obtain such reflectance levels, the reflective second 
electrode 120 should have a slightly higher reflectance. The 
mirror preferably exhibits a transmittance of at least about 5 

10 
percent, more preferably at least about 10 percent, and most 
preferably at least about 15 percent. To obtain these trans­
mittance levels, the second electrode 120 may have a 
slightly lower transmittance. 

Because electrochromic mirrors having a b* value of 
greater than + 15 have an objectionable yellowish hue, it is 

15 preferable that the mirror exhibits ab* value less than about 
15, and more preferably less than about 10. Thus, second 
electrode 120 preferably exhibits similar properties. 

To obtain an electrochromic mirror having relative color 
neutrality, the C* value of the mirror should be less than 20. 

20 Preferably, the C* value is less than 15, and more preferably 
is less than about 10. Second electrode 120 preferably 
exhibits similar C* values. 

The inventors have recognized that, when a thin layer of 
silver or silver alloy is used in a rearview mirror such as 

25 those described above, the thin layer may impart a light 
yellow hue (b* greater than +15) to objects viewed in the 
reflection particularly when the thin layer of silver or silver 
alloy is made thin enough to impart sufficient transmittance 
of 5 percent or more. This causes the mirror to no longer 

30 appear color neutral (C* greater than 20). Conversely, 
transmission through the film is higher for blue light than for 
red light. The ten preceding examples compensate for this 
liability by selection of the appropriate thicknesses of vari­
ous underlayer films. Another approach to minimizing the 

35 yellow hue of the reflected images is to reflect the transmit­
ted blue light back through the mirror. Typically, in the prior 
art signal or display mirrors a coating of black paint is 
applied to the fourth surface of the mirror in all areas except 
for where a display is mounted (if one is employed). Such 

40 a black coating was designed to absorb any light that is 
transmitted through the mirror and its reflective layer(s). To 
minimize the yellow hue of the reflected image appearing 
when a thin silver/silver alloy material is used, the black 
coating may be replaced with a coating 182 that reflects the 

45 blue light back through the mirror rather than absorbing such 
blue light. Preferably, blue paint is used in place of the black 
paint since the blue backing reflects blue light. Alternatively, 
coating 182 may be white, gray, or a reflective coating such 
as chrome, since they too would reflect blue light back 

50 through the reflective layer(s) and the remainder of the 
mirror. 

To demonstrate the effectiveness of blue coating 182 on 
the fourth surface 114b of a mirror, an electrochromic mirror 
was constructed with a thin layer of silver 178 over a 100 

55 Q/D ITO layer 172 as the third surface reflector/electrode 
120. The white light reflectivity of the mirror was about 52 
percent, and the white light transmission was about 30 
percent. The mirror had a noticeably yellow hue in reflection 
and a blue hue in transmission. The mirror was placed on a 

60 black background and the color was measured using a SP-68 
Spectrophotometer from X-Rite, Inc. of Grandville, Mich. 
The measured b* value was +18.72. The same mirror was 
then placed on a blue background and the color was again nm was predicted as approximately 10 percent. When this 

back plate system is incorporated into an electrochromic 
mirror, the predicted overall reflectance decreases and the 65 

transmittance increases. In this case, the values would be 
appropriate for an automotive interior transflective mirror. 

measured. With the blue background, the measured b* value 
fell to + 7.55. The mirror thus exhibited noticeably less 
yellow hue in reflection on the blue background as compared 
to a black background. 
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Yet another variation of reflector/electrode 120 is illus­
trated in FIG. 7F. As illustrated, reflector/electrode 120 is 
constructed across substantially the entire front surface 114a 

44 
layers 184 and 187, respectively, may be the same or a 
different material selected from the group consisting essen­
tially of indium tin oxide, fluorine-doped tin oxide, titanium 
dioxide, tin dioxide, tantalum pentoxide, zinc oxide, zirco-

5 nium oxide, iron oxide, silicon, or any other material having 
a relatively high refractive index. Second layer 186 may be 
made of silicon dioxide, niobium oxide, magnesium 
fluoride, aluminum oxide, or any other material having a low 
refractive index. First layer 184 may have a thickness of 

10 between about 200 A to 800 A, second layer 186 may have 
a thickness of between about 400 A to 1200 A, third layer 
187 may have a thickness between about 600 A to 1400 A, 
and layer 188 may have a thickness of about 150 A to 300 
A. Other optima thicknesses outside these ranges may also 

of rear element 114 with an electrically conductive multi­
layer interferential thin-film coating 190. Conductive thin­
film coating 190 is preferably tailored to maximize trans­
mittance to light having wavelengths within a narrow band 
corresponding to the wavelength of light emitted from light 
source 170. Thus, if light source 170 were a signal light 
including red, red-orange, or amber AlGaAs or AlinGaP 
LEDs, the light emitted from such LEDs would have wave­
lengths in the range of 585 nm to 660 nm, and conductive 
thin-film coating 190 would be tailored to maximize spectral 
transmittance at those wavelengths. By increasing the trans­
mittance preferentially within this relatively narrow band of 
wavelengths, the average luminous reflectance to white light 
remains relatively high. As will be apparent from the four 
examples provided below of electrodes constructed using 
such conductive thin-film coatings, the conductive thin-film 
coating as so constructed includes a first layer 184 of a first 
material having a relatively high refractive index, a second 
layer 186 of a second material formed on first layer 184 
where the second material has a relatively low refractive 
index, and a third layer 187 formed on second layer 186 and 
made of a material that has a relatively high refractive index. 25 
Conductive thin-film coating 190 may also include a thin 
fourth layer 188 of an electrically conductive material 
formed on third layer 187. If third layer 187 is not electri­
cally conductive, fourth layer 188 of an electrically conduc­
tive material must be disposed on third layer 187. If the first, 30 
second, and third layers provide sufficient reflectivity, such 
a fourth layer 188 may be made of a transparent conductive 
material. If not, fourth layer 188 may be made of a reflective 
material. 

15 be obtainable per the above description. Inserting additional 
layer sets of low and high index materials can raise reflec­
tance further. Preferably, the electrically conductive material 
forming fourth layer 188 is made of a reflective material 
such as silver or silver alloy, or of a transparent conductive 

20 material such as ITO. 
According to a first example of conductive thin-film 

coating 190, an electrochromic mirror was modeled having 
a front element 112 having a thickness of 2.2 mm, a first 
electrode 128 made of ITO and having a thickness of 
approximately 1400 A, an electrochromic fluid/gel having a 
thickness of approximately 137 to 190 microns, and a 
conductive thin-film coating 190 provided on a rear glass 
substrate 114. Conductive thin-film coating 190 in this first 
example included a first layer 184 made of ITO and having 
a thickness of approximately 750 A, a second layer 186 
made of SiO2 and having a thickness of approximately 940 

Conductive thin-film coating 190 preferably exhibits: a 35 
luminous reflectance of 35 to 95 percent, a reflected C* 
value of 20 or less, a signal light/display luminous trans­
mittance of 10 percent or more, and a sheet resistance of less 
than 100 Q/D. More preferably, C* is less than 15 and most 
preferably less than 10, and the value of a* is negative. As 40 
a measure of comparison, luminous reflection and reflected 

A, a third layer 187 made of ITO and having a thickness of 
approximately 845 A, and a fourth layer 188 made of silver 
and having a thickness of 275 A. In air, the conductive 
thin-film coating 190 modeled in this first example exhibited 
a luminous reflectance of approximately 80.2 percent for 
white light and a spectral transmittance of approximately 
22.5 percent on average for light having wavelengths 
between 620 nm and 650 nm. Such characteristics make the 
conductive thin-film coating 190 according to this first 
example suitable for use either in an inside or outside 
rearview mirror. When this conductive thin-film coating is 
applied to the front surface of rear glass element and 
incorporated into an electrochromic mirror, the overall 

C* for this coating may be measured using one or more of 
the CIE illuminants A, B, C, or D55, D65, an equal-energy 
white source or other broad-band source meeting the SAE 
definition of white. Luminous reflectance and reflected C* 45 reflectance decreases and the transmittance increases. 
for this coating may be measured at one or more angles of 
incidence between 10° and 45° from the surface normal. The 
signal light/display luminous transmittance for this coating 
may be measured using one or more signal or display 
sources such as amber, orange, red-orange, red, or deep red 
LEDs, vacuum fluorescent displays (VFDs), or other lamps 
or displays, and at one or more angles of incidence between 
20° and 55° from the surface normal. As will be apparent to 
those skilled in the art, "Luminous Reflectance" and "Signal 
light/display Luminous Transmittance" imply use of either 
or both of the 1931 CIE 2 degree observer V;,. or V ;,.' as the 
eye-weighting functions. 

By configuring conductive thin-film coating 190 to have 
a reflectance, transmittance, electrical conductivity, and a 
reflected C* value within the above parameters, an electrode 
may thus be constructed that has medium to high reflectance, 
substantially neutral reflectance for faithful rendering, 
medium to high in-band signal light/display transmittance 
for efficiency and brightness, and low sheet resistance for 
good electrochromic functionality. 

In the specific examples of such a conductive thin-film 
coating, the first and third materials forming first and third 

According to a second example, another electrochromic 
mirror was modeled having the same features as discussed 
above with the exception that conductive thin-film coating 
190 included a first layer 184 made of ITO and having a 

50 thickness of approximately 525 A, a second layer of SiO2 

having a thickness of approximately 890 A, a third layer 187 
made of ITO and having a thickness of approximately 944 
A, and a fourth layer 188 made of silver and having a 
thickness of approximately 168 A. In air, the conductive 

55 thin-film coating as constructed in the second example has 
a luminous reflectance of approximately 63 percent for 
white light incident thereupon at a 20° angle of incidence, 
and a spectral transmittance of approximately 41 percent on 
average for light having wavelengths in the 620 nm to 650 

60 nm wavelength range at 20° angle of incidence. Such a 
conductive thin-film coating 190 is particularly suitable for 
an outside rearview mirror. When this conductive thin-film 
coating is applied to the front surface of rear glass element 
and incorporated into an electrochromic mirror, the overall 

65 reflectance decreases and the transmittance increases. 
A conductive thin-film coating according to a third 

example was modeled that was made of the same materials 
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as described for the first two conductive thin-film coatings 
excei~t that first layer 184 had a thickness of approximately 
525 ~, second layer 186 had a thickness of approximately 
~90 A, third layer 187 had a thickness of approximately 945 

46 
illuminant D65 white light source at an angle of incidence of 
20°. When illuminated with such white light, the mirror 
exhibited a luminance reflectance of 52 percent and a* and 
b* values of approximately 1.0 and 5.0, respectively. When 
illuminated with a red LED source at 35° angle of incidence, 
the mirror exhibited a luminous transmittance of 40 percent. 

According to a second example of the structure shown in 
FIG. 7G, an electrochromic mirror was modeled having a 
first layer 184 of silicon deposited at a thickness of 184 A on 
the front surface of glass substrate 114, a second layer 186 
deposited on first layer 184 and formed of silicon dioxide at 
a thickness of 1147 A, and a third layer 188 of ITO of a 
thickness of 1076 A applied over second layer 186. The 
electrochromic mirror having such a coating was illuminated 

A, aqd fourth layer 188 had a thickness of approximately 5 
170 A In air, the conductive thin-film coating thus modeled 
had a luminous reflectance of 63 percent at 20° angle of 
incidence for illumination with white light, and an average 
spectral transmittance of approximately 41 percent for light 
having wavelengths between the 620 nm and 650 nm 10 
wavelength range at 20° angle of incidence. When this 
conductive thin-film coating is applied to the front surface of 
rear glass element and incorporated into an electrochromic 
mirror, the overall reflectance decreases and the transmit­
tance increases. 

According to a fourth example, a non-conductive three 
layer interference coating available from Libbey Owens 
Ford (LOF) of Toledo, Ohio, is used in combination with a 
conductive fourth layer 188 of ITO or the like. The thin film 
stack available from LOF has a first layer 184 of Si, a second 20 
layer 186 of SiO2 , and a third layer 187 of SnO2 . This 
coating has a reflectance of approximately 80 percent and a 
transmittance of approximately 4 percent for white light, and 
transmittance of 7 to 10 percent for light having wavelengths 

15 with a CIE illuminant D65 white light source at 20° angle of 
incidence. When modeled as illuminated with such white 
light, the modeled mirror exhibited a luminous reflectance of 
54 percent and a* and b* values of -2.5 and 3.0, respec-

in the 650 to 700 nm range. The transmittance in the 650 to 25 
700 nm range makes this thin film stack particularly suitable 
for a signal mirror that utilizes a red light source. While the 
SnO2 , SiO2 and Si used in the LOF thin film stack are not 
highly reflective materials by themselves (particularly when 
applied as a thin layer), the alternating layers of such 30 
materials having high and low refractive indices produce the 
requisite high level of reflectivity. The poor electrical con­
ductivity of this thin film stack requires that it be imple­
mented with an electrically conductive layer that has good 
electrical conductivity, such as a layer of ITO or the like. The 35 
LOF thin film stack overcoated with an ITO layer having a 
half-wave thickness exhibited a sheet resistance of 12 Q/D. 
When the ITO/LOF thin-film stack was used as a second 
electrode for an electrochromic mirror, the mirror had a 
reflectance of 65 percent. Several different displays were 40 
placed behind the assembled mirror and were all easily 
observed. 

tively. When modeled as illuminated with a red LED source 
at 35° angle of incidence, the modeled mirror exhibited a 
luminous transmittance of approximately 40 percent. 

Considering that the above two three-layer examples 
exhibited luminous reflectance in excess of 50 percent and 
transmittance of approximately 40 percent, a mirror con­
structed as shown in FIG. 7G meets the specific objectives 
noted above with respect to FIG. 7F, and is therefore suitable 
for use in an outside electrochromic rearview mirror incor­
porating a signal light. 

As will be apparent to those skilled in the art, the 
electrically conductive multi-layer thin-film coating 
described above may be implemented as a third surface 
reflector for an electrochromic mirror regardless of whether 
the electrochromic medium is a solution-phase, gel-phase, or 
hybrid (solid state/solution or solid state/gel). 

FIG. 7H shows yet another alternative construction for the 
present invention. This embodiment is similar to that shown 
in the above figures, and is most similar to that shown in 
FIGS. 7A and 7B. Specifically, in the most preferred form, 
a layer of highly reflective material 121 is provided along 
with a coating 172, which comprises a first layer 174 and a 
second layer 176. First layer 174 is preferably a transparent 
conductive material and most preferably is formed of ITO. 
Second layer 176 of coating 172 is preferably reflective and 

FIG. 7G shows yet another alternate construction that is 
very similar to that shown in FIG. 7F, with the exception that 
only three layers are utilized for the electrically conductive 
multi-layer thin-film coating 190. According to the construc­
tion shown in FIG. 7G, thin-film coating 190 includes a first 
layer 184 made of a material having a high refractive index 
such as the materials noted above in connection with FIG. 
7F, a second layer made of a material having a low refractive 
index such as those materials also discussed above for layer 
186 in FIG. 7F, and a third layer 188 of electrically con­
ductive material. Layer 188 need not be made of a material 
having a high refractive index, but rather may be made of 
any electrically conductive material suitable for use in an 
electrochromic mirror. For example, layer 188 may be a 
highly reflective metal, such as silver or a silver alloy, or 
may be a metal oxide, such as ITO. To illustrate the 
feasibility of such a coating, two examples are described 
below. 

45 most preferably made of chrome or a chrome alloy. Highly 
reflective layer 121 is preferably made of silver alloy or any 
of the other highly reflective materials noted above. As 
shown in FIG. 7H, highly reflective layer 121 is preferably 
masked within the region of window 146 to allow light from 

50 a display 170 to be transmitted through the mirror structure. 
Second layer 176 of coating 172 is also shown as being 
masked within the region of window 146. It should be noted, 
however, that one or both layers 121 and 176 need not be 
masked and may extend across the window 146, if it is 

55 desired to provide some reflectivity over and in front of 
display 170. 

Although the above alternative constructions shown and 
described with respect to FIGS. 7A-7H do not include a 
flash-over protective layer or layers such as layer 124 shown 

60 in FIG. 3, those skilled in the art will understand that such 
a flash-over layer may be applied over any of the various 
reflector/electrode 120 constructions shown in FIGS. 
7A-7H. 

In a first example, an electrochromic mirror was modeled 
having a first layer 184 of ITO deposited on a front surface 
of rear glass substrate 114 at a thickness of 590 A, a second 
layer 186 of silicon dioxide applied at a thickness of 324 A 
over first layer 184, and a third layer 188 of silver having a 65 

thickness of 160 A applied over second layer 186. The 
electrochromic mirror was then illuminated with a CIE 

FIG. 8 shows a cross section of one embodiment of the 
present invention as similarly illustrated in FIG. 7E above. 
Specifically, by mounting a light emitting display assembly, 
indicator, enunciator, or other graphics 170 behind a reflec-
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tive layer such as layer 178, spurious reflections occur at 
various interfaces within the electrochromic mirror that 
result in one or more ghost images being readily viewable by 

48 
The control circuit can determine whether daytime or night­
time conditions are present as a function of the ambient light 
level sensed by the ambient sensor. During daytime 
conditions, the control circuit responds to light levels sensed the vehicle occupants. The perceived separation between 

these images increases as the reflective surfaces move 
further apart. In general, the thinner the glass used in the 
mirror construction, the less objectionable the images 
become. However, eliminating or reducing the intensity of 

5 by the glare sensor to control a contrast ratio of light 
originating from the display and light reflecting from the 
transflective area of the reflector. To control the contrast 
ratio, the control circuit may increase the brightness of the 

the spurious reflections enhances the overall clarity of the 
display. As shown in FIG. 8, a point of illumination from 10 

display 170 emits light through element 114 as illustrated by 
light rays A and B, which are only two of an infinite number 
of light rays that could be traced from any one point source. 
Light rays A and B are then transmitted through transparent 
conductive layer 172 with little or no reflections at the 15 

interface between electrode 172 and element 114 due to the 

display and/or decrease the intensity of the light reflected 
from the transflective surface by slightly reducing the trans­
mittance of the electrochromic medium. Typically, in elec-
trochromic mirrors, the control circuit for controlling the 
electrochromic mirror determines whether daytime or night­
time conditions are present and, when daytime conditions 
are present, the control circuit does not apply a voltage to the 
electrochromic element such that the element is in its highest 
transmission state. This was done to protect the anodic and 
cathodic species within the electrochromic medium from 
damage due to ultraviolet radiation from the sun. However, 

closeness of the indices of refraction of these two compo­
nents. The light then reaches the interface between trans­
parent layer 172 and reflective layer 178, where between 10 
and 20 percent of the light is transmitted through reflective 
layer 178 into electrochromic medium 125. A large percent­
age of the light intensity striking reflective layer 178 is thus 
reflected back as illustrated by light rays C and D. While 
reflected light that is incident upon a paint layer 182 on rear 
surface 114b of element 114 (ray C) may be absorbed 
substantially in its entirety, light that is reflected back at 
display 170 (ray D) is not absorbed by the layer of absorbent 
paint 182. Because many light emitting displays, such as a 
vacuum fluorescent display with a glass top plate, an LCD, 

20 recent advances in UV protection now allow electrochromic 
mirrors to be darkened during daytime conditions. 
Accordingly, the contrast ratio may be enhanced during 
daytime conditions by slightly darkening the electrochromic 
medium and thereby reducing the reflectivity of the mirror 

25 as a whole. 

or any other display assembly mounted such that there is an 30 

air gap between surface 114b and the front surface of display 
170, typically include at least one specular surface 171, light 
reflected back at the specular surface(s) 171 of display 170 
(ray D) is reflected off surface 171 back through element 
114, reflective electrode 120, electrochromic medium 125, 35 

layers 128 and 130, and element 112. This spurious reflec­
tion off the specular surface 171 of display 170 thus creates 
a ghost image that is viewable by the vehicle occupants. 
Additional spurious reflections occur at the outer surface 
112a of element 112 due to the differences in refractive 40 

Because the ambient light levels may vary considerably 
during daytime conditions, as in the case of a bright sunny 
day versus an overcast day, the output of the rearward facing 
glare sensor may be utilized as a measure of the light levels 
incident upon the transflective layer of the mirror. Thus, the 
contrast ratio may be variably controlled as a function of the 
light sensed by the glare sensor during daytime conditions. 
By selectively etching one of the electrodes in the region in 
front of the display, selective darkening of the mirror may be 
accomplished to only darken that portion in front of the 
display. 

In prior art electrochromic mirrors utilizing displays, 
during daytime conditions, the brightness of the display is 
typically set to a maximum value without variation while, 
during nighttime conditions, the brightness of the display 
may be set to a lower fixed brightness level, or it may be 
variably controlled as a function of the dimming of the 
mirror element. In such prior art devices, when an LED 
display is utilized, the brightness of the LED(s) is varied 

45 using a pulse-width modulated signal having a duty cycle 
that varies anywhere from O to 100 percent. Such a pulse­
width modulated signal is typically output directly from the 
microprocessor. Depending upon the resolution of the 
microprocessor, the number of intermediate steps of the 

indices of element 112 and the air surrounding the electro­
chromic mirror. Thus, light represented by ray F is reflected 
back into the mirror from surface 112a and is subsequently 
reflected off of reflective layer 178 back though medium 
125, layers 128 and 130, and element 112. It is therefore 
desirable to implement various measures that eliminate or 
reduce the intensity of these spurious reflections and thereby 
eliminate the annoying ghost images that are visible to the 
vehicle occupants. FIGS. 9A-9D, which are described 
below, illustrate various modifications that may be made to 
reduce these spurious reflections. It should be noted that 
these spurious reflections are always lower in brightness 
than the nonreflected image. One approach to improving the 
clarity of the display without eliminating spurious reflec­
tions is to control the display brightness such that the 
intensity of the secondary images are below the visual 
perception threshold. This brightness level will vary with 
ambient light levels. The ambient light levels can be accu­
rately determined by photosensors in the mirror. This feed­
back can be used to adjust the display brightness so the 60 

secondary images are not bright enough to be objectionable. 
Another way to reduce ghost images while also increasing 

50 pulse-width modulated signal may vary. In any event, the 
range of brightness through which the LED(s) may be 
controlled is typically established by the range of brightness 
levels through which the LED may vary during nighttime 
conditions. Accordingly, the dynamic range of brightness is 

55 somewhat limited. This is because the LEDs are directly in 
the driver's field of view and they must be very dim at 
nighttime. During the day, for safety reasons, the brightness 
of the LED should be much brighter. 

the contrast ratio between the light originating from the 
display and light reflected from the surface of the transflec­
tive reflector is to provide a control circuit that is coupled to 65 

the display and coupled to the ambient and glare sensors 
typically provided in an electrochromic mirror assembly. 

To increase the dynamic range, a control circuit con­
structed in accordance with the present invention utilizes 
two different current ranges for driving the LED display 
depending upon whether nighttime or daytime conditions 
are present. An exemplary control circuit for performing this 
function is shown in FIG. 26. As illustrated, the circuit 
includes a control circuit 900, which may include a micro­
processor also functioning as an inside mirror control circuit 
230 (FIG. 12), which is coupled to an ambient light sensor 
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232, a glare sensor 234, and an electrochromic element 920 
having a construction similar to those disclosed above. Thus, 
control circuit 900 may perform various control functions 
for controlling the reflectivity of electrochromic mirror 
element 920 in response to light levels sensed by ambient 
sensor 232 and glare sensor 234. 

As mentioned above, one of the purposes of the circuit 
shown in FIG. 26 is to control the brightness of one or more 
LEDs 902 of an indicator, signal light, or display. In general, 
the brightness of light emitted from an LED is a function of 
the current flowing through the LED. Control circuit 900 
controls the amount of current flowing through LED 902 by 
generating a pulse-width modulated signal 904 that is pro­
vided through a resistor 906 (e.g., 10 kQ) to the base of a 
current-sourcing transistor 908. The source of transistor 908 
is coupled to LED 902 and the drain is coupled to ground via 
a resistor 910 (e.g., 3 kQ). The drain of transistor 908 is 
selectively coupled to ground via another current path 
through a resistor 912 (e.g., 300Q) and a switching transistor 
914. The resistance of second resistor 912 is preferably 
significantly less than the resistance of resistor 910 such that 
when switching transistor 914 is conducting, the amount of 
current flowing through sourcing transistor 908 and LED 
902 is significantly increased. The conducting status of 
switching transistor 914 is controlled in accordance with a 
day/night signal 916 issued from control circuit 900 and 
supplied to the base of transistor 914 via a resistor 918 (e.g., 
10 kQ). 

In operation, control circuit 900 monitors the output 
signal from ambient light sensor 232, which represents the 
ambient lighting conditions generally forward and above the 
vehicle. When the brightness sensed by ambient sensor 232 
exceeds a threshold, microprocessor 900 determines that 
daytime conditions are present. Otherwise, it determines that 
nighttime conditions are present. Control circuit 900 may 
utilize a hysteresis to avoid excessive switching between 
daytime and nighttime condition modes of operation. During 
nighttime conditions, control circuit 900 sets the level of 
day/night signal 916 to a level indicating that nighttime 
conditions exist, which correspondingly sets switching tran­
sistor 914 in a non-conductive state. Control circuit 900 may 
then set the brightness level for LED 902 by generating an 
appropriate PWM signal 904 causing sourcing transistor 908 
to conduct current at a level established by the PWM signal 
904. Control circuit 900 may maintain the brightness of LED 

50 
Accordingly, as apparent from the above description and 

the structure shown in FIG. 26, the brightness of LED 902 
may be varied throughout a first range appropriate for 
nighttime conditions by varying the PWM signal 904 

5 between duty cycles of O and 100 percent and, during 
daytime conditions, the brightness of LED 902 may be 
varied throughout a second range of brightness levels greater 
than that of the first range by also varying the duty cycle of 
the PWM signal 904 from between O and 100 percent. This 

10 
also allows the brightness level of the LED display to be 
more precisely controlled during daytime and nighttime 
conditions through ranges appropriate for such conditions. 

Although the above-described circuit is utilized for con­
trolling one or more LEDs of a display, a similar arrange-

15 ment may be configured for controlling the brightness of 
various other forms of displays that may be utilized within 
a rearview mirror assembly or other vehicle accessory. 

Insofar as control circuit 900 is utilized to detect daytime 
and nighttime conditions, control circuit 900 may be con-

20 figured to be coupled to various other displays 925c925n 
that are provided throughout the vehicle via a vehicle bus 
interface 930 and the vehicle bus 935. Presently, displays in 
the instrument panel may be manually switched between 
daytime and nighttime appropriate brightness levels or auto-

25 matically switched upon activation of the vehicle head­
lamps. By utilizing the determination by control circuit 900 
as to whether daytime or nighttime conditions are present, an 
appropriate control signal may be transmitted to the various 
displays 9251-925n so as to automatically change the bright-

30 ness levels of each of these displays simultaneously with the 
change in the brightness of any displays on the rearview 
mirror and/or in the overhead console. The control signal 
output by control circuit 900 may be a simple day/night 
signal to cause the displays to toggle between two levels of 

35 brightness, or it may generate a signal that represents one of 
various brightness levels throughout a continuum for gradu­
ally varying the brightness levels of all the displays as a 
function of the ambient light within and around the vehicle. 
The control circuit 900 may thus control the brightness of 

40 the display throughout two different ranges of brightness 
levels depending upon the determination of whether it is 
daytime or nighttime. The first brightness range, which is 
associated with daytime conditions, may be disjoint (i.e., not 
overlap) from the second brightness range, which is asso-

45 ciated with nighttime conditions. In such a case, the ranges 
together may nevertheless represent different portions of a 
wider continuous range of brightness levels. Alternatively, 
the ranges may overlap, and one range may be a subset of 

902 in a fixed state or may vary the brightness by varying the 
duty cycle of PWM signal 904 in response to light levels 
sensed by glare sensor 234 and, optionally, light levels 
sensed by ambient sensor 232. Also during nighttime 
conditions, control circuit 900 controls the reflectivity of 50 

electrochromic mirror element 920 as a function of the light 
sensed by glare sensor 234 and ambient sensor 232. 

the brightness levels of the other range. 
Although a specific embodiment is described above for 

determining whether daytime or nighttime conditions are 
present based upon an ambient light level sensed by an 
ambient light sensor disposed on the mirror housing, a 
similar determination may be made by monitoring ambient 

When daytime conditions are sensed by control circuit 
900, control circuit 900 switches the state of day /night signal 
916 thereby causing switching transistor 914 to conduct 
current. This immediately increases the current flowing 
through sourcing transistor 908 and LED(s) 902 thereby 
increasing the brightness of light output by LED 902. The 
brightness level of LED 902 either may then remain fixed or 
be varied by adjusting the duty cycle of PWM signal 904 as 
a function of the light sensed by glare sensor 234. 
Additionally, control circuit 900 may be configured to 
slightly reduce the reflectivity of EC mirror element 920 so 

55 light levels sensed by other light sensors in the vehicle, such 
as sky or sunload sensors. The control circuit 900 making the 
determination may also be used to transmit a signal to 
control the state of the vehicle's headlamps. As an alterna­
tive configuration, rather than determining whether daytime 

60 or nighttime conditions are present based on ambient light 
levels, the control circuit may be configured to receive a 
signal indicating the status of the headlamps and use this 
headlamp status information to determine whether daytime 

as to increase the contrast ratio of the display/electrochromic 
mirror. The amount of reduction in the reflectivity of the EC 65 

mirror element 920 may be varied as a function of the light 
levels sensed by glare sensor 234. 

or nighttime conditions are present. 
Also in the above embodiment, the control circuit 900 

varies the brightness of the display as a function of the light 
level sensed by the glare sensor provided in the mirror. 
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the inner surface of the display glass, but additionally or 
alternatively upon any of the surfaces of the display or 
mirror behind the reflective layer(s) of the mirror. Although 
a vacuum fluorescent display is discussed above, an anti-

Those skilled in the art will appreciate, however, that any 
other or additional light sensor may be utilized for this 
purpose. Preferably, such a light sensor would provide a 
measure of the light level of light directed at the mirror from 
the rear or sides of the vehicle. s reflective stack could be applied to surfaces of an OLED, 

LCD, etc. In the embodiment shown in FIG. 9A, anti-reflective 
means/structures 192 and 194 are provided for reducing or 
preventing reflections from specular surface 171 and front 
surface 112a of element 112, respectively. Anti-reflective 
means 192 may include an anti-reflective film applied to the 10 

rear surface 114b of element 114 or to any and all specularly 
reflecting surfaces of display assembly 170. Anti-reflective 
means 192 may also include a light absorbing mask applied 
to rear surface 114b or specular surface 171 of display 
assembly 170. Such a masking layer 192 may be made to 1s 

cover substantially the entirety of specular surface 171, with 
the exception of those regions lying directly over a light 
emitting segment of display 170. The masking may be made 
with any light absorbing material, such as black paint, black 
tape, black foam backing, or the like. It should be noted that 20 

vacuum florescent displays are available with an internal 
black mask in all areas around the individual light emitting 
elements. If anti-reflective means 192 is formed as an 
anti-reflective layer, substantially any known anti-reflective 
film may be employed for this purpose. The anti-reflective 2s 

film need only be constructed to prevent reflections at the 
particular wavelength of the light emitted from display 170. 

By providing anti-reflective means 192 as described 
above, any light that is reflected back from reflective layer 
178 toward specular surface 171 of display 170 is either 30 

absorbed or transmitted into display 170, such that it cannot 
be reflected from surface 171 through the device towards the 
eyes of the vehicle occupants. It should be noted that 
anti-reflective means 192 may also include any other struc­
ture capable of reducing or preventing the reflection of light 35 

from specular surface 171. Further, anti-reflective means 
192 may include a combination of an anti-reflective film and 
a masking layer and layer 192 may be incorporated on any 
specularly reflective surface that could reflect light reflected 
off reflector 178, for example, either the back surface of 40 

glass element 114, the front surface of display 170, or any 
internal surface in display 170. The anti-reflective structure 
192 may be in the form of a film or coating, or may be a 
structure provided by a surface treatment, such as a matte or 
other abraded or roughened finish. If an anti-reflection 45 

coating is applied to the internal surface of the front piece of 
glass in display 170, it is desirable to have the top surface of 
the anti-reflection coating be electrically conductive. In the 
case of vacuum fluorescent displays, the inner surface of the 
top piece of glass is preferably coated with a thin layer of a so 
transparent conductive material such as ITO. This conduc­
tive layer is provided to bleed off any electrical charge that 
may develop during display operation. A glass surface 
reflects about 4 percent of incident visible light. A glass 
surface coated with 100 A of ITO reflects about 6 percent of ss 
visible incident light. If a glass surface is coated with a thin 
film stack consisting of a base layer of 420 A of ITO 
followed by 870 A of Si02 and then 100 A of ITO, the 
surface reflectance can be reduced to about 0.5 percent at a 
wavelength of 550 nm. The surface sheet resistance of the 60 

above ITO/SiOiITO film stack is less than 500 Q/D. Other 
examples of conductive anti-reflective stacks with a reflec­
tance of about 0.5 percent near 550 nm are 122 A TiO2/985 
A SiO2/100 A ITO and 578 A TiO2/745 A ITO. An example 
of an anti-reflective stack with a broader low reflection range 65 

is 240 A TiOi242 A SiO2/553 A TiO2/694 A SiOilO0 A 
ITO. These anti-reflective stacks may be applied to not only 

To further reduce reflections that may occur at the inter­
faces between the mirror and the display, a refractive index 
matching material may be applied between the display and 
the rear surface of the mirror. 

To reduce the spurious reflections from the air interface 
with surface 112a of element 112, an anti-reflective film 194 
may be provided on surface 112a. Anti-reflective film 194 
may be formed of any conventional structure. A circular 
polarizer inserted between the transflective coating and the 
display is also useful in reducing spurious reflections. 

FIG. 9B shows an alternative solution to the problems 
relating to the reflection of light from display 170 off 
reflective layer 178 and the specular surface of the display. 
Specifically, display 170 is preferably selected from those 
displays that do not include any form of specular surface. 
Examples of such displays are available from Hewlett 
Packard and are referenced as the HDSP Series. Such 
displays generally have a front surface that is substantially 
light absorbing, such that little if any light would be reflected 
off the forward-facing surface of the display. 

Another example of a display construction that would not 
have a specularly reflecting surface (such as between glass 
and air) would be a back lit liquid crystal display (LCD) that 
is laminated directly onto the back mirror surface 114b to 
eliminate the air gap or air interface between the display and 
the mirror. Eliminating the air gap is an effective means of 
minimizing the first surface reflection of all display devices. 
If the type of LCD used was normally opaque or dark such 
as with a twisted nematic LCD with parallel polarizers or a 
phase change or guest host LCD with a black dye, the 
reflected light would be absorbed by the display and not 
re-reflected back toward the viewer. Another approach 
would be to use a back lit transmissive twisted nematic LCD 
with crossed polarizers. The entire display area would then 
be illuminated and contrasted with black digits. 
Alternatively, a positive or negative contrast electrochromic 
display could be used in place of the LCD, or an organic 
LED could be laminated or fixed to the back surface 114b. 

An alternative solution is shown in FIG. 9C, whereby 
display 170 is mounted in back of rear surface 114b of rear 
element 114, such that specular surface 171 is inclined at an 
angle to rear surface 114b. As apparent from the ray tracings 
in FIG. 9C, any light emitted from display 170 that reflects 
off of reflective layer 178 back toward specular surface 171 
of display 170 is reflected off of specular surface 171 at an 
angle which could direct the light beam away from the 
viewer towards, for instance, the roof of the vehicle or, if the 
angle of the display is great enough, the beam could be 
directed toward an absorbing surface such as a black mask 
applied to the back of the mirror on surface 114b. It should 
be noted that, rather than angling the display, the reflected 
beam could be deflected by some other means such as by 
laminating a transparent wedge shape on the front of the 
display, the goal being to redirect the reflected light out of 
the viewing cone of the display or to an absorbing media or 
surface. 

As shown in FIG. 9E, another useful technique to reduce 
spurious reflections is to reflect the display image off of a 
mirror surface 197 (preferably a first surface mirror) at about 
a 45° angle and then through the transflective layer 120. The 

AMBILIGHT EX. 1006; Page 55 
Ambilight v. Lannray PGR2026-00053



US 6,700,692 B2 
53 

image reflected off the transflective layer 120 can then be 
redirected away from the specular surfaces on the display by 
slightly angling the relationship of the display to the trans­
flective layer. 

FIG. 9D shows yet another approach for overcoming the 
problems noted above. Specifically, the embodiment shown 
in FIG. 9D overcomes the problem by actually mounting the 
display in front of reflective layer 178. To enable the display 

54 
display, it could show turns using a large arrow, display 
distance, and flash when a turn is missed, etc. Preferably, the 
LEPs 960 that are utilized are transparent such that when 
power is not applied, display 950 is clear. Such transparent 

5 LEPs are available, particularly when used in a single color 
display. 

to be mounted in front of the reflected layer, a substantially 
transparent display, such as an organic light emitting diode 10 
(OLED) 196 is utilized. OLEDs are available from Univer-

While the above structure is described above in connec­
tion with a rearview mirror, it would be possible to construct 
an electrochromic element similar to that above without the 
reflective layer for use in an electrochromic architectural 
window. In this case, the windows could be situated to be 
sources of light. A light emitting layer could thus make the sal Display Corporation. Such OLEDs can be constructed 

such that they are thin transparent displays that could be 
mounted inside the chamber in which the electrochromic 
medium is maintained. Because OLED 196 can be 15 

window a light source even if dimmed or at night. A light 
emitting layer could also be used as either an internal or 
external decoration. If a lighted window is desired, but 
without a compromise in privacy, the dimmed electrochro-transparent, it would not interfere with the image viewed by 

the driver of the vehicle. Additionally, by providing OLED 
196 inside the chamber between the substrates, display 196 
is protected from any adverse environmental effects. Thus, 
such an arrangement is particularly desirable when mount­
ing a display device in an exterior automotive rearview 
mirror. OLED 196 could be mounted on layer 178, layer 
128, between layers 128 and 130, between layer 130 and 
element 112, between layers 172 and 178, between layer 172 

mic layer could be positioned on the inside of the window 
to maintain privacy while the light emitting layer could be 
provided on the outside portion of the window to yield the 

20 desired effect. The lighted windows could be turned on and 
off to create other effects. 

To take advantage of the fact that the reflective layer in an 

and element 114, to rear surface 114b of element 114, or to 25 
surface 112a of element 112. Preferably, OLED display 196 

electrochromic mirror may be partially transmissive over its 
entire surface area, a light collector may be employed behind 
the reflective layer to collect the light impinging on the 
mirror over a much larger area than previously possible and 

is mounted in front of reflective layer 178 in the chamber 
between elements 112 and 114. 

FIG. 9F shows yet another implementation utilizing an 
OLED 196. In this implementation, OLED 196 replaces one 30 
of elements 112 and 114 of the electrochromic mirror 

to amplify the light as it is directed onto a photosensor. As 
will be described in more detail below, the use of such a light 
collector more than compensates for the lack of the provi­
sion of an opening in the reflective layer and actually can 
increase the sensitivity of the glare sensor in an electrochro-

structure. When used as a front element, the rear surface of 
OLED 196 may be covered with a transparent conductor to 
serve as first electrode 128 or both the first and second 
electrodes may be carried on the third surface (i.e., the front 
surface of rear element 114). Although not shown in FIG. 9F, 
OLED 196 may replace rear element 114, in which case 
either a transparent electrode or a transflective electrode 120 
would be provided on its forward-facing surface. It would 
also be possible to provide a reflector on the rear surface of 
OLED 196 with a transparent conductor provided on its 
front surface when replacing element 114. 

As shown in FIG. 9G, an electroluminescent display 950, 
preferably a light emitting polymer (LEP) display, may 
similarly be applied across the entire front surface of the 
rearview mirror. Such a display may readily be provided by 
depositing an electrode 956 on the front surface of front 
element 112 of the mirror and by providing a front display 
transparent substrate 952 having disposed thereon a second 
electrode 954 in sealed spaced-apart relation from the front 
surface of element 112. A peripheral seal 958 similar to seal 
116 may be provided between element 112 and substrate 
952. The sealed space defined between these elements may 
be filled with an LEP 960. By etching the transparent 
conductive surfaces of one or both of electrodes 954 and 
956, a segmented display can be created. 

In use, the light level of display 950 may be adjusted so 
the reflected image would dominate the total image. By 
flashing a large but weakly lit image, an easy-to-read display 

mic mirror. 
FIG. 10 is a front view of an inside rearview mirror 

constructed in accordance with the present invention. FIG. 
35 11 is a cross-section view taken along plane 11-11' of FIG. 

10. According to this construction, the light collector may be 
constructed as a plano-convex lens 609 mounted behind a 
partially transmissive reflecting surface 607 and a variable 
attenuating layer 608. As shown in FIG. 11, lens 609 projects 

40 light from source 601 onto focal point 604 and light from 
source 601a onto focal point 604a. A small area sensor, for 
example, the active light sensor of U.S. patent application 
Ser. No. 09/237,107, filed on Jan. 25, 1999, now abandoned, 
which is incorporated herein by reference, is provided to 

45 sense glare from the rear viewed through lens 609, partially 
transmissive layer 607, and optionally through variable 
attenuating layer 608. This construction takes advantage of 
the fact that the active sensing area of sensor 605 is small, 
for example, 100 microns on a side, and that a relative large 

50 light collector, lens 609 in this example, can be substantially 
hidden behind the partially transmissive mirror and config­
ured so that relatively high optical gain may be provided for 
the sensor while still providing a characterized and relatively 
large field of view over which glare is sensed. In the example 

55 shown in FIG. 11, light source 601a is approximately 20 
degrees off the central axis and is close to the edge of the 
amplified field of view. Note that unamplified light, part of 
which may not pass through the lens, may be used to 
maintain some sensitivity to glare over a larger field of view. 

When designing a construction such as those shown in 
FIGS. 10 and 11, there are several design considerations. 
Because the source of light that impinges upon the mirror 
and creates glare is the head lamps of automobiles to the rear 
of the vehicle, and such light sources are at a great distance 

can be created while still allowing full use of the mirror. A 60 

full-size, non-blocking display would eliminate the blind 
spot created by conventional displays. Being large and 
lighted, this display would serve as a better warning and 
information display since it would be able to get the driver's 
immediate attention as it is always in the field of view. Such 65 away from the mirror relative to the size of the lens, the rays 

from an automotive head lamp light source are substantially 
parallel. With a good lens, most of the rays impinging on the 

a large, easily seen display would be an ideal output for a 
GPS, navigational, or driver alert system. As a navigational 
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lens from a source are projected to a relatively small, intense 
spot at the focal point 604. For a sensing position other than 
at the focal point, as a first approximation, the optical gain 
is the ratio of the area of the lens through which light enters 
to that of the cross section of the focussed cone in the plane 5 
where the light is sensed. In FIG. 11, with a spherical or 
aspherical lens 609, this would be the square of the ratio at 
the diameter of lens 609 to the length of line 610. This is 
approximately 10 as depicted. If sensor 605 was placed at 
the focal point 604 as it would be if it were a pixel in an 10 
imaging array, nearly all of the light passing through the lens 
from light source 601 would strike sensor 605, making the 
optical gain very high. However, light from a light source 
601a would totally miss the sensor and the field of view 
would be extremely small. In FIG. 11, sensor 605 is placed 15 
at a highly de-focussed point, which is common to the cones 
of light from light sources having positions for which optical 
gain should be maintained. Note that the plane can option­
ally be chosen beyond the focal point or other methods of 
diffusion may be used alone or in combination to widen and 20 
characterize the field of view. For a substantially greater 
off-axis angle, the sensor will be outside of the projected 
cone of light and no optical gain will be provided. Note that 
to provide relatively high optical gain over a substantial field 
of view, the collecting area should be quite large compared 25 
to the sensor. The area of the aperture should exceed the area 
of the sensor first by approximately the ratio of the optical 
gain, and this ratio should be multiplied by another large 
factor to provide a field of view having a solid angle that is 
much larger than that which would be imaged onto the 30 
sensor were it to be placed in the focal plane of the lens. 

While this particular mirror construction has been 
described above as including a spherical or an aspherical 
lens 609, a Fresnel lens may replace the plano-convex lens 
depicted. Additionally, since for large fields of views the 35 

light rays must be redirected through even larger angles, 
totally internally reflecting (TIR) lenses or reflectors may be 
used and provide additional advantages. If, for example, a 
partially transmissive reflecting layer 607 with 20 percent 
transmission is chosen and an optical gain of 10 is used, the 40 

optical gain more than recovers the loss incurred in passing 
through partially transmissive reflector 607. Furthermore, no 
unsightly or expensive-to-produce aperture window needs to 
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sion is preferable in all the designs to prevent severe 
irregularity in the sensed light level due to severe localized 
irregularities in the projected light pattern that are often 
present. The extremely small area sensor will not average 
these irregularities to any useful degree. Some lens designs 
may optionally be cemented to the back of the mirror 
element. 

In each of the constructions described above with respect 
to FIGS. 10 and 11, any of the mirror constructions 
described above with respect to FIGS. 7A-7G may be 
employed for use as the electrochromic mirror (depicted as 
layers 607 and 608 in FIG. 11). 

FIG. 12 shows an outside rearview mirror assembly 200 
constructed in accordance with another embodiment of the 
present invention. Outside rearview mirror assembly 200 
includes a mirror 210, which is preferably an electrochromic 
mirror, an external mirror housing 212 having a mounting 
portion 214 for mounting mirror assembly 200 to the exte­
rior of a vehicle, and a signal light 220 mounted behind 
mirror 210. To enable the light from signal light 220 to 
project through electrochromnic mirror 210, a plurality of 
signal light areas 222 are formed in the electrode/reflector of 
mirror 210 that include window regions containing electri­
cally conductive material that is at least partially transmis­
sive similar to the information display and glare sensor 
window areas described above with respect to the other 
embodiments of the present invention. Electrochromic mir­
ror 210 may further include a sensor area 224 disposed 
within the reflective coating on electrochromic mirror 210 
and similarly include window regions containing electrically 
conductive material that is at least partially transmissive so 
as to allow some of the incident light to reach a sensor 
mounted behind sensor area 224. Alternatively, sensor 224 
could be used to sense glare in night driving conditions and 
control the dimming of the exterior mirror independently or 
verify that the mirrors are being sufficiently dimmed by the 
control circuit in the interior mirror. In such a case, a more 
sensitive photo sensor may be required, such as a CdS 
sensor. 

Signal light 220 is preferably provided to serve as a turn 
signal light and is thus selectively actuated in response to a 
control signal generated by a turn signal actuator 226. The 
control signal is therefore applied to signal light 220 as an 
intermittent voltage so as to energize signal light 220 when be provided for the sensor and control benefits of viewing 

through the layer are also realized. 45 a driver has actuated the turn signal lever. As shown in FIG. 
15, when vehicle B is in the blind spot of vehicle A where 
the driver of vehicle A cannot see vehicle B, the driver of 
vehicle B cannot see the turn signal on the rear of vehicle A. 

In configurations where the viewing angle needs to be 
large in one direction but relatively small in another, a 
cylindrical lens may be used. For example, to sense lights 
from vehicles in adjacent lanes, the viewing angle must be 
relatively large in the horizontal direction and the viewing 50 

field may be relatively narrow in the vertical direction. In 
this case, lens 609 may be replaced by a cylindrical lens with 
a horizontal axis. A stripe of light rather than a circle is 
projected, and since light gathering takes place in one rather 
than two directions, the benefit of the squaring effect for the 55 

relative areas of the lens aperture in the area of the projected 
light pattern in the plane of the sensor is lost. Optical gains 
of 5, for example, are still feasible, however. Composite 
lenses containing a patchwork of different elements 
including, for example, sections of aspheric lenses with 60 

different center positions and/or focal lengths, or even 
combinations of different kinds of elements such as aspheric 
and cylindrical lenses may be used to retain reasonable 
optical gain and characterize the field of view. A row of lens 
sections with stepped focal center points can serve well to 65 

widen the field of view in selected directions while main­
taining a good overall optical gain. Some amount of diffu-

Thus, if the driver of vehicle A activates the turn signal and 
attempts to change lanes while vehicle B is in a blind spot, 
the driver of vehicle B may not receive any advance notice 
of the impending lane change, and hence, may not be able 
to avoid an accident. By providing a turn signal light in an 
outside rearview mirror assembly 200 of vehicle A, the 
driver of an approaching vehicle B will be able to see that 
the driver of vehicle Ais about to change lanes and may thus 
take appropriate action more quickly so as to avoid an 
accident. As illustrated in FIG. 15 and described in more 
detail below, the signal light is preferably mounted within 
mirror assembly at an angle to the mirror surface to project 
the light from the signal light outward into the adjacent lanes 
in the blind spot areas proximate the vehicle. 

Referring again to FIG. 12, electrochromic mirror 220 
may be controlled in a conventional manner by a mirror 
control circuit 230 provided in the inside rearview mirror 
assembly. Inside mirror control circuit 230 receives signals 
from an ambient light sensor 232, which is typically 
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mounted on circuit board 250, a shroud 257 is also prefer­
ably mounted to shield sensor 256 from the light generated 
by LEDs 254. Also, if sensor 256 is provided in signal light 
220, a day/night sensing circuit 258 may also be mounted on 

mounted in a forward facing position on the interior rear­
view mirror housing. Control circuit 230 also receives a 
signal from a glare sensor 234 mounted in a rearward facing 
position of the interior rearview mirror assembly. Inside 
mirror control circuit 230 applies a control voltage on a pair 
of lines 236 in a conventional manner, such that a variable 
voltage is applied essentially across the entire surface of 
electrochromic mirror 210. Thus, by varying the voltage 
applied to lines 236, control circuit 230 may vary the 
transmittance of the electrochromic medium in mirror 210 in 
response to the light levels sensed by ambient sensor 232 
and glare sensor 234. As will be explained further below, an 
optional third control line 238 may be connected between 

5 circuit board 250 so as to vary the intensity of LEDs 254 in 
response to the detection of the presence or absence of 
daylight by sensor 256. Thus, if sensor 256 detects daylight, 
circuit 258 increases the intensity of the light emitted from 
LEDs 254 to their highest level and decreases the intensity 

10 
of the emitted light when sensor 256 detects that it is 
nighttime. The above-noted signal light disclosed in U.S. 
Pat. Nos. 5,361,190 and 5,788,357 includes such a day/night 
sensor 256 and associated control circuit 258, and therefore, 
further description of the operation of the signal light in this the inside mirror control circuit 230 and a variable attenuator 

260 provided in outside mirror assembly 200, so as to 
selectively attenuate the energizing signal applied on lines 15 

228 from turn signal actuator 226 to the signal light 220 in 
response to the control signal sent on line 238. In this 
manner, inside mirror control circuit 230 may selectively 

regard will not be provided. 
As an alternative to providing a day/night sensor 256 in 

each of the vehicle's exterior rearview mirrors, a variable 
attenuator 260 or other similar circuit may be provided to 
vary the driving voltage applied from the turn signal actuator 
226 on line 228 in response to a control signal delivered and remotely control the intensity of signal light 220 based 

upon information obtained from sensors 232 and 234 and 
thereby eliminate the need for a sensor to be mounted in 
each mirror assembly as well as the associated sensor area 
224. 

Mirror assembly 200 may further include an electric 
heater (not shown) provided behind mirror 210 that is 
selectively actuated by a heater control circuit 240 via lines 
242. Such heaters are known in the art to be effective for 
deicing and defogging such external rearview mirrors. Mir-

20 from inside mirror control circuit 230 on a dedicated line 
238. In this manner, inside mirror control circuit 230 may 
utilize the information provided from ambient light sensor 
232 as well as the information from glare sensor 234 to 
control the intensity of the light emitted from LEDs 254 and 

25 signal light 220. Since the ambient light and glare sensors 
232 and 234 are already provided in an internal electrochro­
mic rearview mirror, providing for such remote control by 
the inside mirror control circuit 230 eliminates the need for 

ror assembly 200 may optionally include a mirror position 
servomotor (not shown) that is driven by a mirror position 30 
controller 244 via lines 246. Such mirror position servomo­
tors and controls are also known in the art. As will be 
appreciated by those skilled in the art, mirror assembly 200 
may include additional features and elements as are now 
known in the art or may become known in the future without 35 
departing from the spirit and scope of the present invention. 

An exemplary signal light subassembly 220 is shown in 
FIG. 13. Such a signal light 220 is disclosed in U.S. Pat. 
Nos. 5,361,190 and 5,788,357, which disclose the signal 
light in combination with dichroic exterior rearview mirrors 40 
that are not electrochromic. The disclosures of the signal 
light assembly in U.S. Pat. Nos. 5,361,190 and 5,788,357 is 
incorporated herein by reference. As explained below, 
however, the same signal light subassembly may be used in 
connection with an electrochromic mirror as may modified 45 

versions of the signal light subassembly shown in FIG. 13. 
As shown in FIG. 13, signal light 220 includes a printed 

circuit board 250 that, in turn, is mounted within a housing 
252 having a peripheral edge that serves as a shroud (see 
FIGS. 6A and 6B) to block any stray light from exiting the 50 

signal light assembly. Signal light 220 preferably includes a 
plurality of LEDs 254 that are mounted to circuit board 250. 
LEDs 254 may be mounted in any pattern, but are preferably 
mounted in a pattern likely to suggest to other vehicle 
operators that the vehicle having such signal mirrors is about 55 

to turn. LEDs 254 may be LEDs that emit red or amber light 
or any other color light as may prove desirable. LEDs 254 
are also preferably mounted to circuit board 250 at an angle 
away from the direction of the driver. By angling LEDs 
relative to mirror 210, the light projected from LEDs 254 60 

may be projected outward away from the driver towards the 
area C in which the driver of another vehicle would be more 
likely to notice the signal light, as shown in FIG. 15. Hence, 

providing additional expensive sensors 256 in the signal 
light 220 of each exterior mirror assembly. As an alternative 
to running a separate wire 258 to each of the outside 
rearview mirrors, variable attenuator 260 may be provided in 
the dashboard proximate the turn signal actuator or other­
wise built into the turn signal actuator, such that a single 
control line 238' may be wired from inside mirror control 
circuit 230 to the turn signal actuator as shown in FIG. 12. 

The intensity of the light emitted from the LEDs may thus 
be varied as a function of the light level sensed by ambient 
sensor 232 or glare sensor 234, or as a function of the light 
levels sensed by both sensors 232 and 234. Preferably, LEDs 
254 are controlled to be at their greatest intensity when 
ambient sensor 232 detects daylight and at a lesser intensity 
when sensor 232 detects no daylight. Because the transmit­
tance of the electrochromic medium is decreased when 
excessive glare is detected using glare detector 234, the 
intensity of LEDs 254 is preferably correspondingly 
increased so as to maintain a relatively constant intensity at 
nighttime. 

Electrochromic mirror 210 may be constructed in accor­
dance with any of the alternative arrangements disclosed in 
FIGS. 7 A-7H above, where light source 170 represents one 
of LEDs 254 of signal light subassembly 220. Accordingly, 
each possible combination of the various constructions 
shown in FIGS. 7A-7H with signal light subassembly 220 
are not illustrated or described in further detail. As but one 
example, however, FIG. 14 shows the manner in which a 
signal light subassembly 220 could be mounted behind a 
preferred construction that is otherwise identical to that 
shown in FIG. 7C. As apparent from a comparison of FIG. 
7C and FIG. 14, each of signal light areas 222 corresponds 
to window 146 of FIG. 7C. As discussed above, for an 
outside rearview mirror the reflectance of reflector/electrode 
120 is preferably at least 35 percent and the transmittance is 
preferably at least 20 percent so as to meet the minimum the potential glare from the signal light as viewed by the 

driver may be effectively reduced. 
Signal light 220 may optionally include a day/night sensor 

256 also mounted to circuit board 250. If sensor 256 is 

65 reflectance requirements and yet allow sufficient transmit­
tance so that the light emitted from signal light 220 may be 
readily noticed by the driver of an approaching vehicle. 
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FIG. 16 shows a front elevational view schematically 
illustrating an inside mirror assembly 310 according to an 
alternative embodiment of the present invention. Inside 
mirror assembly 310 may incorporate light-sensing elec­
tronic circuitry of the type illustrated and described in the 
above-referenced Canadian Patent No. 1,300,945, U.S. Pat. 
No. 5,204,778, or U.S. Pat. No. 5,451,822, and other circuits 
capable of sensing glare and ambient light and supplying a 
drive voltage to the electrochromic element. 

Rearview mirrors embodying the present invention pref­
erably include a bezel 344, which conceals and protects the 
spring clips (not shown) and the peripheral edge portions of 
the sealing member and both the front and rear glass 
elements (described in detail below). Wide varieties of bezel 
designs are well known in the art, such as, for example, the 
bezel disclosed in above-referenced U.S. Pat. No. 5,448,397. 
There is also a wide variety of known housings for attaching 
the mirror assembly 310 to the inside front windshield of an 
automobile; a preferred housing is disclosed in above­
referenced U.S. Pat. No. 5,337,948. 

The electrical circuit preferably incorporates an ambient 
light sensor (not shown) and a glare light sensor 360, the 
glare light sensor being capable of sensing glare light and 
being typically positioned behind the glass elements and 
looking through a section of the mirror with the reflective 
material partially removed in accordance with this particular 
embodiment of the present invention. Alternatively, the glare 
light sensor can be positioned outside the reflective surfaces, 
e.g., in the bezel 344. Additionally, an area or areas of the 
third surface reflective electrode, such as 346, may be 
partially removed in accordance with the present invention 
to permit a display, such as a compass, clock, or other 
indicia, to show through to the driver of the vehicle. The 
present invention is also applicable to a mirror which uses 
only one video chip light sensor to measure both glare and 
ambient light and which is further capable of determining 
the direction of glare. An automatic mirror on the inside of 
a vehicle, constructed according to this invention, can also 
control one or both outside mirrors as slaves in an automatic 
mirror system. 

FIG. 17 shows a cross-sectional view of mirror assembly 
310 along the line 17-17'. Like the above-described 
embodiments, mirror 310 has a front transparent element 
112 having a front surface 112a and a rear surface 112b, and 
a rear element 114 having a front surface 114a and a rear 
surface 114b. Since some of the layers of the mirror are very 
thin, the scale has been distorted for pictorial clarity. A layer 
of a transparent electrically conductive material 128 is 
deposited on the second surface 112b to act as an electrode. 
Transparent conductive material 128 may be any of the 
materials identified above for the other embodiments. If 
desired, an optional layer or layers of a color suppression 
material 130 may be deposited between transparent conduc­
tive material 128 and front glass rear surface 112b to 
suppress the reflection of any unwanted portion of the 
electromagnetic spectrum. 

At least one layer of a material that acts as both a reflector 
and a conductive electrode 120 is disposed on third surface 
114a of mirror 310. Any of the materials/multi-layer films 
described above may similarly be used for reflector/ 
electrode 120. U.S. Pat. No. 5,818,625 entitled "DIM­
MABLE REARVIEW MIRROR INCORPORATING A 
THIRD SURFACE METAL REFLECTOR" and filed on or 
about Apr. 2, 1997, describes another reflector/electrode 120 
in detail. The entire disclosure of this patent is incorporated 
herein by reference. 

In accordance with this embodiment of the present 
invention, a portion of conductive reflector/electrode 120 is 

60 
removed to leave an information display area 321 comprised 
of a non-conducting area 321a (to view a display) and a 
conducting area 321b (to color and clear the electrochromic 
medium), as shown in FIG. 17. Although only shown in 

5 detail for the display area 321, the same design may be, and 
preferably is, used for the glare sensor area (160 in FIG. 16). 
FIG. 18 shows a front elevational view illustrating informa­
tion display area 321. Again, since some of the layers of this 
area are very thin, the scales of the figures have been 

10 distorted for pictorial clarity. The portion of conductive 
reflector/electrode that is removed 321a is substantially 
devoid of conductive material, and the portion not removed 
should be in electrical contact with the remaining area of 
reflector/electrode 120. That is to say, there are little or no 

15 isolated areas or islands of reflector/electrode 120 that are 
not electrically connected to the remaining portions of the 
reflector/electrode 120. Also, although the etched areas 321a 
are shown as U-shaped (FIG. 17), they may have any shape 
that allows sufficient current flow through lines 321b while 

20 allowing the driver to view and read the display 170 through 
etched areas 321a. The reflector/electrode 120 may be 
removed by varying techniques, such as, for example, by 
etching (laser, chemical, or otherwise), masking during 
deposition, mechanical scraping, sandblasting, or otherwise. 

25 Laser etching is the presently preferred method because of 
its accuracy, speed, and control. 

The information display area 321 is aligned with a display 
device 170 such as a vacuum fluorescent display, cathode 
ray tube, liquid crystal, OLED, flat panel display and the 

30 like, with vacuum fluorescent display being presently pre­
ferred. The display 170, having associated control 
electronics, may exhibit any information helpful to a vehicle 
occupant, such as a compass, clock, or other indicia, such 
that the display will show through the removed portion 321a 

35 to the vehicle occupant. 
The area that is substantially devoid of conductive 

reflector/electrode 321a and the area having conductive 
reflector/electrode present 321b may be in any shape or form 
so long as there is sufficient area having conductive material 

40 to allow proper coloring and clearing (i.e., reversibly vary 
the transmittance) of the electrochromic medium, while at 
the same time having sufficient area substantially devoid of 
conductive material to allow proper viewing of the display 
device 170. As a general rule, information display area 321 

45 should have approximately 70-80 percent of its area sub­
stantially devoid of conductive material 321a and the con­
ductive material 321b filling the remaining 20-30 percent. 
The areas (321a and 321b) may have a variety of patterns 
such as, for example, linear, circular, elliptical, etc. Also, the 

50 demarcation between the reflective regions and the regions 
devoid of reflective material may be less pronounced by 
varying the thickness of the reflective materials or by 
selecting a pattern that has a varying density of reflective 
material. It is presently preferred that areas 321a and 321b 

55 form alternating and contiguous lines (see FIG. 17). By way 
of example, and not to be construed in any way as limiting 
the scope of the present invention, the lines 321b generally 
may be approximately 0.002 inch wide and spaced approxi­
mately 0.006 inch apart from one another by the lines 

60 substantially devoid of conductive material. It should be 
understood that although the figures show the lines to be 
vertical (as viewed by the driver), they may be horizontal or 
at some angle from vertical. Further, lines 321a need not be 
straight, although straight vertical lines are presently pre-

65 ferred. 
If all of the third surface reflector/electrode 120 is 

removed in the information display area 321 or in the area 
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aligned with the glare light sensor 160, there will be sig­
nificant coloration variations between those areas and the 
remaining portion of the mirror where the reflector/electrode 
120 is not removed. This is because for every electrochromic 
material oxidized at one electrode there is a corresponding 5 
electrochromic material reduced at the other electrode. The 
oxidation or reduction ( depending on the polarity of the 
electrodes) that occurs on the second surface directly across 
from the information display area 321 will occur uniformly 
across the area of the information display area. The corre- 10 
sponding electrochemistry on the third surface will not, 
however, be uniform. The generation of light-absorbing 
species will be concentrated at the edges of the information 
display area (which is devoid of reflector/electrode). Thus, 
in the information display area 321, the generation of the 15 
light-absorbing species at the second surface will be uni­
formly distributed, whereas the light-absorbing species at 
the third surface will not, thereby creating aesthetically 
unappealing color discrepancies to the vehicle occupants. 
By providing lines of reflector/electrode 120 areas through- 20 
out the information display area 321, in accordance with the 
present invention, the generation of light-absorbing species 

62 
314 that acts as both a reflector and a conductive electrode. 
An electrochromic medium is disposed in a chamber defined 
between layers 128 and 120. All of the component elements 
of mirror 410 may be made using the same materials and 
applied using the same techniques as described above with 
respect to the preceding embodiments. Preferably, however, 
the reflector/electrode material of layer 120 is made using 
nickel, chrome, rhodium, ruthenium, stainless steel, silver, 
silver alloys, platinum, palladium, gold, or combinations/ 
alloys thereof. 

The reflectance of the mirror in the signal light areas 222 
or sensor area 224 may also be controlled by varying the 
percentage of those areas that are devoid of reflective 
material or by varying the thickness of the reflector/ 
electrode coating. Further, the reflector/electrode material 
used to form lines 222b in signal light area may be different 
from the reflector/electrode material used for the remainder 
of the mirror. For example, a reflector/electrode material 
having a higher reflectance may be used in the signal light 
area such that the reflectivity in the signal light area is the 
same as that of the remainder of the mirror despite the 
regions therein that are devoid of reflector material. 
Preferably, the region of the signal light area that is devoid 
of reflective material constitutes between 30 and 50 percent 
of the signal light area and the area occupied by the 

( at the second and third surfaces) in the information display 
area will be much closer to the uniformity seen in other areas 
of the mirror with completely balanced electrodes. 25 reflective material is between 50 and 70 percent of the signal 

light area. To achieve these percentages, the lines of 
reflector/electrode material are preferably about 0.010 inch 
wide and the spaces between the lines are about 0.006 inch 
wide. 

Although those skilled in the art will understand that 
many modifications may be made, the laser etching may be 
accomplished by using a 50 watt Nd:YAG laser, such as that 
made by XCEL Control Laser, located in Orlando, Fla. In 
addition, those skilled in the art will realize that the power 30 

settings, the laser aperture, the mode of the laser ( continuous 
wave or pulsed wave), the speed with which the laser moves 
across the surface, and the wave form of the laser may be 
adjusted to suit a particular need. In commercially available 
lasers, there are various wave forms that the laser follows 35 

while it ablates the surface coatings. These wave forms 
include straight lines, sine waves at various frequencies and 
ramp waves at various frequencies, although many others 
may be used. In the presently preferred embodiments of the 
present invention, the areas devoid of reflective material 40 

321a are removed by using the laser in a pulsed wave mode 
with a frequency of about 3 kHz, having a narrow (e.g., 
around 0.005 inch) beam width where the laser is moved in 
a straight line wave form. 

FIGS. 14B and 14C show two alternate arrangements for 45 

implementing the present invention. FIGS. 14B and 14C are 
partial cross-sectional views taken along lines 14--14' of 
FIG. 12. FIG. 14B shows an arrangement similar to that of 
the inside rearview mirror shown in FIG. 17 in which 
parallel lines of reflector/electrode material 222b are pro- 50 

vided across the signal light area 222 by either etching out 
or masking lines 222a in regions that are devoid of the 
reflector/electrode material. Each of the signal light areas 
222 is provided in a position on the rearview mirror corre­
sponding and overlying one of LEDs 254 as apparent from 55 

a comparison of FIGS. 12 and 13. Electrochromic mirror 
410 may be constructed in the same manner as described 
above for the inside rearview mirror 310 of the preceding 
embodiment. Specifically, mirror 410 includes a front trans­
parent element 112 having a front surface and a rear surface, 60 

and a rear element 114 having a front surface 114a and a rear 
surface 114b. Mirror 410 also includes a layer 128 of a 
transparent conductive material deposited on the rear surface 
of front element 112 or on an optional color suppression 
material 130 that is deposited on the rear surface of front 65 

element 112. Additionally, mirror 410 includes at least one 
layer 120 disposed on a front surface 114a of rear element 

The arrangement shown in FIG. 14C differs from that 
shown in FIG. 14B in that the reflective material is formed 
on the fourth surface (i.e., the rear surface 114b of rear 
element 114). With such an arrangement, the electrode 340 
on the third surface is preferably made of a transparent 
material similar to that of the electrode 128 formed on the 
rear surface of front element 112. Like the arrangement 
shown in FIG. 14B, the structure shown in FIG. 14C 
includes a signal light area 222 having alternating regions of 
reflective material 222b and regions devoid of such reflec­
tive material 222a. In this manner, LEDs 254 may be more 
covertly hidden from view by the driver and yet light from 
LEDs 254 may project through all the layers of electrochro­
mic mirror 410 so as to be visible by drivers of other 
vehicles. Similarly, if a day/night sensor 256 is provided, a 
sensor area 224 may be provided in the same manner with 
alternating regions of reflective material 224b and regions 
that are void of reflective material 224a. 

A benefit of utilizing the above-described structure in 
connection with a signal light is that the use of a dichroic 
coating may be avoided. Dichroic coatings are generally 
nonconductive and therefore cannot be used in an electro-
chromic mirror having a third surface reflector. Also, the 
only current dichroic coatings that are economically feasible 
are those that transmit red and infrared light and reflect other 
colors of light. Thus, to construct a practical signal light, 
only LEDs that emit red light may be utilized. Accordingly, 
there is little flexibility in this regard when a dichroic coating 
is utilized. To the contrary, with the structure of the present 
invention, any color signal light may be used. 

The concept of providing a window region having alter­
nating areas devoid of reflective material may similarly be 
applied to a non-electrochromic signal mirror. And although 
other materials may be used, chromium on the first or second 
surface of such a non-electrochromic mirror is the presently 
preferred reflective material. 

FIGS. 14D and 19 show yet another embodiment of the 
present invention as it pertains to signal mirrors. According 
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to this embodiment, the signal mirror includes an additional 
structure for rendering the signal light more covert with 
respect to the field of view of the driver. While each of the 
embodiments relating to the signal mirrors discussed above 
covertly hides the signal light behind the mirror when they 
are not energized and generally hides the signal light when 
activated, there remains the possibility with such embodi­
ments that the driver may be distracted during the periods in 
which the signal light is activated. Specifically, while the 
LEDs of the signal light are angled outward away from the 
driver's eyes, the driver may still be able to see the LEDs as 
points of light through portions of the mirror assembly. 
Accordingly, this embodiment provides means for reducing 
the transmission of light from the signal light through the 
mirror in the direction of the driver. As explained below, this 
additional means may take on several alternative or additive 
forms. 

Referring to FIG. 14D, a construction is shown whereby 
a baffle assembly 500 is positioned between signal light 
assembly 220 and the rear surface of mirror assembly 510. 
The particular baffle assembly 500 shown in FIG. 14D 
includes a forward, upper plate 502 and a rearward, lower 
plate 504 fixed in spaced and parallel relation by a plurality 
of legs 506. As illustrated in FIGS. 14D and 19, lower plate 
504 is laterally displaced relative to forward plate 502 in a 
more outward position away from the driver. Lower plate 
504 includes a plurality of apertures 508 corresponding in 
size and position to each of LEDs 254. Upper plate 502 is 
disposed relative to aperture 508 and slightly over LEDs 254 
so as to block the driver's view of LEDs 254. Upper plate 
502 includes an aperture 509 through which light may pass 

64 
block light from LEDs 254 to be transmitted through mirror 
510 into blind spot area C (FIG. 15). Alternatively, such a 
coating of paint could extend completely in front of LEDs 
254, provided it was configured to have some form of louver 

5 or equivalent structure formed in its surface in the areas of 
the intended transmission path of LEDs 254. For example, 
the thickness of such a paint coating could be controlled to 
create effective louvers using screen-printing, molding, 
stamping, or laser ablation. Further, if reflector/electrode 

10 120 is configured in the manner described above with 
respect to FIGS. 14B and 14C, element 520 could be a 
coating of black paint that has similar bars or stripes in the 
areas overlying LEDs 254 while having spacial relations 
relative to the bars 222b of reflector/electrode 120, so as to 

15 provide a transmission path at the appropriate angle for 
vehicles to view the lights when in the vehicle's blindspots, 
while blocking the light from the field of view of the driver. 
Further, as shown in FIG. 14D, the bars 222b of reflector/ 
electrode 120 may be configured to have varying widths that 

20 decrease with increasing distance from the driver, so as to 
reduce peripheral transmittance through area 222 in the 
direction of the driver, or may have a less pronounced edge 
definition, as discussed above. 

If element 520 is provided using a mirror heating element, 
25 the heating element could be provided to extend across the 

entire fourth surface of the mirror and have apertures formed 
in appropriate locations to allow light emitted from LEDs 
254 to be transmitted at the appropriate angle. 

Another mechanism for shielding the driver from light 
30 emitted from LEDs 254 is to increase the thickness of the 

so as to reach sensor 256. The spaces between upper plate 
502 and lower plate 504 as well as apertures 508 in lower 
plate 504 provide a sufficient opening for light projected 
from the angled LEDs 254 to be transmitted through mirror 35 
510 and into region C shown in FIG. 15. Baffle assembly 
500, as shown, is preferably made of a black plastic or the 
like. 

reflector/electrode 120 in a region 530 corresponding to that 
of upper plate 502 thereby reducing the transmittance 
through that portion of reflector/electrode 120. Currently, 
such reflector/electrodes have a transmittance of approxi­
mately 1-2 percent. To sufficiently shield the driver from 
light transmitted from LEDs 254, reflector/electrode 120 
preferably has a thickness in region 530 that reduces the 
transmittance therethrough to less than 0.5 percent, and 
more preferably to less than 0.1 percent. 

The functionality of baffle assembly 500 may be supple­
mented or alternatively performed by various other mecha­
nisms designated generally in FIG. 14D by reference 
numeral 520. Specifically, element 520 may be any one or a 
combination of a light control film, a layer of black or dark 
paint, or a heater element. A light control film, such as that 
available from the 3M Company under the trade designation 
LCF-P, may be used, which is a thin plastic film enclosing 
a plurality of closely spaced, black colored microlouvers. 
Such a light control film is disclosed for use in a conven­
tional signal mirror in U.S. Pat. Nos. 5,361,190 and 5,788, 
357, the disclosures of which are hereby incorporated by 
reference. As disclosed in those patents, such a light control 
film may have a thickness of 0.030 inches, with the 
microlouvers spaced approximately 0.005 inches apart. The 
microlouvers are typically black and are positioned at vari­
ous angular positions to provide a suitable viewing angle. 
Such a light control film permits light from LEDs 254 to be 
transmitted at the appropriate viewing angle to reach region 

40 
Element 520 may additionally or alternately include vari-

ous optical films, such as a prismatic or Fresnel film or a 
collimating optical element as described in U.S. Pat. No. 
5,788,357 so as to collimate and direct the light emitted from 

45 
LEDs 254 at the appropriate angle without also transmitting 
light in the direction of the driver. 

As yet another possible solution, sidewalls 252 of light 
assembly 220 may be extended so as to space LEDs 254 
further from the rear surface of mirror assembly 510, such 

50 that sidewalls 252 effectively block any light from LEDs 254 
from being transmitted in the direction of the driver of the 
vehicle. 

Although the structure shown in FIG. 14D shows mirror 
assembly 510 as including the reflector/electrode 120 as 

55 illustrated in the embodiment shown in FIG. 14B above, 
mirror assembly 510 could take on any of the other forms 
discussed above with respect to the embodiment described 
with respect to FIG. 14A or FIGS. 7A-7H. C (FIG. 15). The light control film also serves to block the 

light projected from LEDs 254 from travelling outside the 
appropriate viewing angle in the line of sight of the driver. 60 

Thus, unlike the baffle assembly 500 depicted in FIGS. 14D 

Although the present invention has been described as 
providing a signal light that is used as a turn signal, it will 
be appreciated by those skilled in the art that the signal light 
could function as any other form of indicator or signal light. 
For example, the signal light could indicate that a door is ajar 
so as to warn drivers of approaching vehicles that a vehicle 

and 19, such a light control film may be placed completely 
over and in front of each of LEDs 254. Further, such a light 
control film could also be made using other forms of optical 
elements, such as holograms and the like. 

If element 520 is a coating of an opaque paint, such a 
coating would not extend far enough in front of the LEDs to 

65 occupant may be about to open a door into oncoming traffic, 
or the light behind the mirror may be an indicator light to 
indicate that the mirror heaters have been turned on, that 
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another vehicle is in a blind spot, that the pressure is low, 
that a turn signal is on, or that freezing/hazardous conditions 
exist. 

While the signal light of the present invention has been 
described above as preferably being made of a plurality of 
LEDs, the signal light may nevertheless be made of one or 
more incandescent lamps, or any other light source, and an 
appropriately colored filter without departing from the spirit 
or scope of the present invention. 

Yet another embodiment of the present invention is shown 
in FIGS. 20-22. In this embodiment, an exterior rearview 
mirror assembly 700 is provided having a housing 710 
adapted for attachment to the exterior of a vehicle. Such 
mirrors are often mounted to the vehicle door 730 or to the 
A-pillar of the vehicle. Within housing 710 are a mirror 
structure 720 and a light source 725 mounted behind mirror 
structure 720. Mirror 720 may be constructed in accordance 
with any of the above-noted embodiments, such that light 
emitted from light source 725 may be projected through 
mirror 720. Mirror 720 may thus have a reflector having a 
masked window portion in front of light source 725 or may 
have a region 726 that is at least partially transmissive 
provided in front of light source 725. As yet another 
alternative, the region 726 in front of light source 725 may 
have a construction similar to that shown in FIG. 14 or the 
entire reflector in mirror 720 may be partially transmissive. 
As shown in FIGS. 21 and 22, light source 725 is preferably 
mounted such that it projects light onto a region of the 
vehicle door 730 on which the vehicle door handle 735 and 
lock mechanism 737 are provided. Lock mechanism 737 
may be a keyhole or touch pad as commonly used to enable 
the vehicle doors to be locked or unlocked. 

Light source 725 may be any type of light source, and is 
preferably a white light source. A preferred light source is 
disclosed in commonly-assigned U.S. patent application Ser. 
No. 09/426,795, entitled "SEMICONDUCTOR RADIA­
TION EMITTER PACKAGE," filed on Mar. 15, 1999, by 
John K. Roberts, now U.S. Pat. No. 6,335,548; U.S. patent 
application Ser. No. 09/425,792, entitled "INDICATORS 
AND ILLUMINATORS USING A SEMICONDUCTOR 
RADIATION EMITTER PACKAGE," filed on Oct. 23, 
1999, by John K. Roberts et al., now U.S. Pat. No. 6,441, 
943; and U.S. patent application Ser. No. 09/835,278, 
entitled "RADIATION EMITTER DEVICES AND 
METHOD OF MAKING THE SAME," filed on Apr. 13, 
2001, by John K. Roberts et al., now U.S. Pat. No. 6,521, 
916, the entire disclosures of which are incorporated herein 
by reference. 

Light source 725 may be activated so as to project light in 
response to the same actions to which the interior vehicle 
lights are turned on and off when providing illuminated entry 
into the vehicle. Thus, for example, light source 725 may 
illuminate a portion of door 730 when a person depresses the 
lock or unlock key on a key fob associated with the vehicle 
for remote keyless entry (RKE), when a person attempts to 
open the door, or when a person inserts a key into the lock 
mechanism 737. Alternatively, a motion sensor may be 
provided to activate light source 725. Preferably, light 
source 725 is disabled so as to be incapable of projecting 
light when the vehicle's ignition has been turned on. 

By providing such a light source 725 within exterior 
rearview mirror housing 710, a light source may be mounted 
on the vehicle for illuminating the area on the exterior of the 
vehicle where a vehicle occupant must contact to enter the 
vehicle. Such a feature is advantageous when the vehicle is 
parked in particularly dark locations. 

66 
While light source 725 has been described as being 

mounted to project light at door handle 735, it will be 
appreciated that light source 725 could be mounted so as to 
project light also onto the ground region or other areas of the 

5 exterior of the vehicle as well as to the door handle. This 
could be accomplished by providing appropriate optics 
between light source 725 and mirror structure 720. Addi­
tional light sources could also be mounted so as to project 
light onto these areas. 

10 The transflective (i.e., partially transmissive, partially 
reflective) rearview mirror described above allows the dis­
play of information to the driver without removing a portion 
of the reflective coating. This results in a more aesthetically 
pleasing appearance and allows the mirror to appear as a 

15 contiguous reflector when the display is off. An example of 
a display particularly suited to this application is a compass 
display. 

Many mirrors are sold each year which have the added 
feature of displaying the heading of a vehicle using an 

20 alpha-numeric Vacuum Fluorescent Display (VFD) capable 
of displaying eight compass directions (N, S, E, W, NW, SW, 
NE, SE). These types of displays are used in many other 
applications in motor vehicles such as radios and clocks. 
These displays have a glass cover over the phosphor digit 

25 segments. When used with a transflective mirror, the major­
ity of the light from the VFD is not transmitted through the 
mirror but reflected back to the display. A portion of this 
reflected light is then reflected off both the top and bottom 
surfaces of the cover glass of the VFD and back through the 

30 mirror. These multi-bounce reflections result is ghost or 
double images in the display which are highly undesired. As 
discussed above, a solution to this problem is to provide an 
anti-reflection coating on the cover glass of the VFD, 
however, such an anti-reflection coating adds to the cost of 

35 the display. Other disadvantages of VFD displays are that 
they are expensive and fragile. 

An LED alpha-numeric display is a viable alternative to 
a vacuum fluorescent display for use in a transflective 
mirror. As discussed above, LED displays do not have a 

40 specular cover glass and thus do not suffer from ghost 
reflection problems. Additionally, the area surrounding the 
LEDs can be colored black to further aid in suppressing 
spurious reflections. LEDs also have the advantage of hav­
ing extremely high reliability and long life. Segmented 

45 alpha-numeric LED displays are commercially available but 
are complicated to manufacture and it is difficult to maintain 
segment to segment brightness and color consistency. 
Finally, it is also difficult to prevent light from one segment 
from bleeding into another segment. LEDs are also only 

50 available in saturated highly monochromatic colors, with the 
exception of some phosphor-LED combinations, which are 
currently very expensive. Many automotive manufacturers 
have display color schemes which are more broad spectrum 
and difficult, if not impossible to match with LED technolo-

55 gies. Most cars manufactured in the United States have a 
blue display color scheme, which could only be matched 
with blue LEDs which are currently very expensive. 

An alternative to a segmented LED or VFD display is 
described below that overcomes the above problems asso-

60 ciated with LEDs and VFDs. While the following descrip­
tion is related to a compass display, the concepts could 
readily be extended to a variety of information displays, 
such as a temperature display and various warning lights. 
The compass display is used as an example in the preferred 

65 embodiment because it best illustrates the features and 
advantages of the invention. Also, the following description 
will concentrate on the use of LEDs as the preferred light 
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source. However, many other light sources are also 
applicable, such as incandescent bulbs or new emerging 
technologies such as light emitting polymers and organic 
LEDs. The graphical, rather than alpha-numerical, nature of 
this display clearly distinguishes it from other alpha­
numerical displays in a vehicle (such as the clock, etc.). 
Therefore, it will not look undesirable if this display does 
not match the color scheme of the VFD displays throughout 
the vehicle, allowing the use of more efficient and cost 
effective displays. In fact, the contrasting colors of the 
display should contribute to the aesthetics of the vehicle 
interior. 

The display in the preferred embodiment consists of 
multiple LEDs, a graphical applique masking layer, and a 
transflective mirror. A front view of the masking layer is 
shown in FIGS. 23A and 23B. The graphical applique shows 
eight points of a compass (801-808). The applique in FIG. 
23A includes all eight directions, however, only one of the 
eight directions, as shown in FIG. lb, will be lit depending 
on the direction of travel. The region of the mirror contain­
ing the other directions will be reflective and not indicate 
any content. A center graphic (809) may be an emblem, such 
as the globe in FIGS. 23A and 23B, can be added for 
cosmetic appeal. The globe can be illuminated by an LED of 
a color contrasting the color of the direction indicators. 

Various methods of controlling the segments are contem­
plated. In the simplest form, only one of the LEDs behind 

68 
be constructed with a parabolic bowl surrounding the LED 
to most effectively direct light forward. A lambertian scat­
tering surface on the spacer will also help diffuse the light 
and improve the uniformity of the indicator illumination. 

5 The empty region between the circuit board (811) and the 
mirror (815) formed by the openings in the spacer (813) may 
be filled with an epoxy or silicone containing a diffusant. 
This will help further diffuse the light and help the indicators 
appear more uniform. 

10 An applique (814) is provided in a masking layer made of 
a thin material which has a black matte mask covering all 
areas but the graphical indicators. The regions for the 
graphic are a clear or somewhat white and diffuse. The 
applique may be formed by silk-screening the black mask 
pattern onto a film of diffuse plastic. Preferably, the side of 

15 the applique facing the LEDs is also screened with a white 
ink. This will allow light which does not pass through the 
letters or graphical region to reflect back onto the LED and 
spacer where it may then partially reflect back forward. 
Alternatively, the applique can be formed by directly silk 

20 screening the black mask onto the back surface of mirror 
(815). The manner by which such an applique may be 
constructed is disclosed in U.S. Pat. No. 6,170,956, entitled 
"REARVIEW MIRROR DISPLAY," filed on May 13, 1999, 
by Wayne J. Rumsey et al, the entire disclosure of which is 

25 herein incorporated by reference. 
Electrochromic mirrors tend to have a very high attenu­

ation at specific wavelengths. For many commercially avail­
able electrochromic mirrors, the peak attenuation occurs in 
the amber region of the visible spectrum. Curve Ain FIG. 28 

30 represents the spectral percentage transmission of a conven­
tional electrochromic mirror in a darkened state. This makes 

the eight compass direction indicators is illuminated at a 
given time, depending on the direction of travel. In another 
scheme, all eight indicators are lit dimly and the indicator 
corresponding to the current direction of travel is lit more 
brightly than the other eight. In yet another scheme, bicolor 
LEDs are used and the LED indicator corresponding to the 
current direction of travel is set to a different color than the 
other eight. A final alternative would be to have only the 35 
indicator corresponding to the current direction of travel lit, 

amber colored displays and indicia difficult to implement 
behind the mirror, as the brightness has to be increased 
substantially when the mirror is in its low reflectance state 
(i.e., its fully darkened state). 

In accordance with one aspect of the present invention, 
amber light may be generated using a red-green binary 
complementary light source instead of by using a mono­
chromatic amber light source. Because the red and green 
light is not as severely attenuated by the darkened electro­
chromic mirror element, the loss through the mirror is much 

but gradually fade from one indicator to another as the car 
changes directions. 

The construction of the display is described with refer­
ence to FIGS. 24 and 25. FIG. 24 shows the arrangement of 40 

LEDs on a circuit board and FIG. 25 shows an exploded 
view of the display assembly. The LEDs (812) are arranged less than would occur when a monochromatic amber light 

source is used (see B and C in FIG. 28, which respectively 
represent the emission spectral of green and red LEDs). The 
red and green light nevertheless has the appearance of amber 
light due to the mixing of the light from these two sources. 
Other binary complementary combinations and mix ratios 
could be used to generate red-orange, yellow-green, or to 
accommodate other electrochromic chemistries. The two 

on a circuit board (811) in a pattern corresponding to the 
locations of the indicators and center graphic. LEDs (812) 
may be of the type trade named "Pixar" by Hewlett Packard. 45 

Due to the loss of light in the transflective coating, bright 
LEDs are needed. AlinGaP based LEDs are suitable for this 
application and are available in greed, red, amber, and 
various similar colors. Blue and green colors can be 
achieved by using InGaN LEDs. Although InGaN LEDs are 
currently expensive, there are many fewer LEDs needed 
than would be used in a segmented display. As an alternative 

50 colors may need to be individually controlled by the micro­
processor used to control the mirror element as the mirror is 
dimmed, since the attenuation versus wavelength functions 
for the two colors will likely be different. to using packaged LEDs such as the "Pixar" LED, they can 

be bonded to the circuit board directly using a technique 
commonly known in the industry as Chip-On-Board. 

The circuit board (811) is positioned behind the mirror 
using spacer (813). The spacer (813) serves multiple pur­
poses. First, the spacer positions the circuit board a distance 
from the mirror, ¼ inch for example, such that the light from 
the LED fully covers the indicator. Second, the spacer 
prevents cross talk between indicators by preventing light 
from one cavity from entering another cavity. To achieve 
this, the spacer should be made from a white, highly 
reflective material. At the least, the spacer must be opaque. 
Finally, the spacer serves to help reflect light exiting the 
LED at high angles back towards the indicator. This 
improves the efficiency of the system. The spacer may even 

This aspect of the present invention provides a rearview 
55 mirror assembly including an electrochromic mirror element 

having a variable reflectivity and a display device positioned 
behind the electrochromic mirror element for displaying 
information in a first color (such as amber) through the 
electrochromic mirror element. The display device com-

60 prises at least one first light source for emitting light of a 
second color (such as red) and at least one second light 
source for emitting light of a third color (such as green), the 
second and third colors being different from each other and 
different from the first color while mixing together to form 

65 light of the first color. 
FIG. 27 illustrates a preferred embodiment of this aspect 

of the present invention. As shown, an illumination device 
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1000 is positioned behind a display element 1010 for 
projecting light through the display element 1010. Display 
element 1010 may be an indicia symbol that is etched out of 

70 
defined herein, the inventive display structure may include 
first and second "light sources" for emitting light of first and 
second colors. Such light sources may include photolumi­
nescent light sources such as phosphorescent or fluorescent the reflective layer on the rear element 114 of the electro­

chromic mirror, an applique or other indicia panel, or may be 
a dynamically variable light shutter, such as a liquid crystal 
display (LCD) or an electrochromic display provided on or 
near rear element 114. Examples of display elements in the 
form of an applique positioned behind an electrochromic 
mirror are disclosed in commonly assigned U.S. patent 
application Ser. No. 09/586,813 entitled "REARVIEW 
MIRROR DISPLAY," filed on Jun. 5, 2000, by Bradley L. 
Northman et al., the entire disclosure of which is incorpo­
rated herein by reference. 

5 materials, and/or may include electroluminescent light 
sources, including, but not limited to, semiconductor radia­
tion emitters such as LEDs, OLEDs, LEPs, etc. 

As noted above, the display control firmware could be 
configured to increase brightness of the display backlight as 

10 the electrochromic element was darkened to maintain dis­
play readability and optionally to increase brightness of the 
display during bright daylight conditions. Separate darken­
ing and clearing time constants for each color LED may be 
desired to model the electrochromic element so that the 

Illumination device 1000 may include one or more light 15 

emitting packages, such as those disclosed in commonly 
assigned U.S. Pat. No. 6,335,548 entitled "SEMICONDUC­
TOR RADIATION EMITTER PACKAGE," the entire dis­
closure of which is incorporated herein by reference. In such 
a package, a plurality of light sources 1002 and 1004 such 20 

as LED chips or other semiconductor radiation emitters are 
provided in the single package and may be individually 
activated by selective application of power to different leads 
that are attached to the LED chips. In a preferred 
embodiment, at least two LED chips are included in the 25 

package, with one LED 1002 emitting red light and another 
LED 1004 emitting green light so as to mix and form amber 
light that is emitted from the package. It will be appreciated 
by those skilled in the art that illumination device 1000 may 
be positioned behind, about the edges, or slightly in front of 30 

display element 1010. Preferably, illumination device 1000 
is used to provide backlighting for display element 1010, 
which is most preferably an LCD element. The LCD ele­
ment used could be a twisted nematic, super twist, active 
matrix, dichroic, dichroic phase change, cholesteric, 35 

smectic, or ferroelectric type. Such backlight technology 
will work with any passive (non-light emitting) display 
technology that acts as a light shutter. A high contrast ratio 
between the transmissive and opaque states is desired. If 
light digits on a dark background are desired, a normally 40 

opaque twisted nematic display with parallel polarizers can 
be used. Since it is difficult to rotate all colors of polarized 
light uniformly, these types of devices are usually optimized 
for highest contrast at a single color. This limitation can be 
overcome by dissolving one or more dichroic dyes 45 

(generally a combination of dyes that produce black) in the 
liquid crystal media or using a modified twisted nematic cell. 
One technique, which is useful to achieve high contrast 
ratios for all colors, is to use a normally transmissive twisted 
nematic device with crossed polarizers with a black opaque 50 

mask around all the digits. The digits in the voltage "off" 
condition would be transparent. The digits in the voltage 
"on" condition would be opaque. If all the digits were in the 
voltage "on" condition, the entire display area would be 
opaque because either the black mask around all the digits 55 

or the voltage "on" opaque digits would absorb all the light. 
In order to transmit light to display information in such a 
device, the selected digits would be turned "off" such that no 
voltage is applied. 

Although the preferred embodiment described above 60 

includes a separate illumination device 1000 and display 
element 1010, these elements may be more or less integral 
with one another. Such a display may, for example, include 
a vacuum fluorescent display that utilizes a combination of 
red and green phosphors (or another combination of colors). 65 

Similarly, an LED display may be constructed that utilizes 
red and green or different colored LEDs. Thus, as broadly 

backlight intensity and color appear to be constant as the 
electrochromic mirror reflectivity is changed. It should be 
noted that the reflector of the electrochromic mirror may, but 
need not, be partially transmissive and partially reflective as 
described above. 

It should be noted that if the reflective layers that are 
discussed above are applied over a rough rather than a 
smooth surface on the rear element of the electrochromic 
structure, a reflector with more diffuse rather than specular 
reflection will result. For instance, if one of the reflective or 
transflective coatings over an approximately full-wave layer 
of fluorine-doped tin oxide (TEK 15 from LOF) is applied 
by atmospheric chemical vapor deposition, a reflector with 
significant diffuse reflection will result. This is because the 
atmospheric- chemical vapor deposition process generally 
produces a much rougher surface when compared to vacuum 
deposition processes such as for applying a layer of ITO at 
one-quarter or one-half wave thickness. Roughening the rear 
substrate will also produce diffuse reflection. For example, 
a diffuse reflector can be made by either sandblasting or 
chemically etching glass to produce a frosted surface that is 
then overcoated with a reflector. It should be noted that if 
soda lime glass is used, the large area of highly alkaline glass 
surface created by the sandblasting process can interact with 
certain electrochromic media even though it is overcoated 
with a thin metallic or transparent conductive layer. This 
interaction does not occur if borosilicate glass is used or if 
the rough surface on soda lime glass is created by chemical 
etching. If the diffuse reflector or transflector is made with 
a highly reflective material such as silver, silver alloys, 
rhodium, or aluminum, the reflector is white in appearance. 
If this reflector/transflector is incorporated into an electro-
chromic element, a near black on white or dark blue/gray on 
white contrast can be achieved between the bleached and 
colored states. Specular reflection off of the front glass 
surface of the electrochromic element can be reduced by 
lightly frosting or etching the surface or incorporating an 
anti-reflection coating on the front surface. This type of 
electrochromic element construction could be used where 
black on white contrast is desired. For instance, a sign for 
displaying information could be made by constructing an 
array of these black on white elements or pixels and selec-
tively coloring and bleaching the elements or pixels sepa­
rately. More than one separately addressed or multiplexed 
black on white pixel could be incorporated into an electro­
chromic element, if desired. If a transflective coating is used, 
the electrochromic element could be backlit for night view-
ing. The third surface metal reflector described above could 
be replaced with a transparent conductive layer such as ITO 
and the diffuse reflective layer could be on the fourth surface 
such as by coating a rough glass fourth surface with a silver 
layer and then painting it for protection. The reflective layer 
could also be a dichroic reflector. 
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One particularly useful implementation that would utilize 
72 

The displays disclosed above in connection with FIGS. 9F 
and 9G may be utilized as a computer video monitor for a 
personal computer that is integrated into the vehicle. Most 
preferably, the personal computer is integrated into the 

a diffuse reflecting electrochromic element would be display 
signs used to display gas prices at a gas station. The display 
would consume low levels of power as compared with other 
variable light emitting-type displays that must emit illumi­
nation during daylight hours. Additionally, such an electro­
chromic display would provide greater contrast than most of 
those types of displays. The following are three examples of 
electrochromic elements produced with diffuse reflectors. 

5 rearview mirror assembly itself. Such a monitor may be of 
the interlaced type, and may be an LCD or an electrolumi­
nescent display. 

When a computer video monitor is placed in front of the 
electrochromic mirror structure, the mirror is preferably 

In the first example, soda lime glass having a thickness of 
2.3 mm was cut into two inch by 5 inch pieces and 
sandblasted with aluminum oxide to frost the service. The 
sandblasted glass was coated with a multi-layer metal stack 
of about 450 A of chrome, 100 A of rhodium, and 600 A of 
silver/7 percent gold. Electrochromic elements were then 
made using fluorine-doped tin oxide (TEK 15) from Pilk­
ington cut into two inch by five inch pieces used as the front 
substrate, an epoxy seal around the perimeter, and the 
metallized sandblasted glass as the back substrate. The TEK 

10 constructed to provide a neutral gray appearance throughout 
its normal operating voltage range. Commonly assigned 
U.S. Pat. No. 6,020,987 discloses suitable electrochromic 
media for obtaining such results. The entire disclosure of 
this patent is incorporated herein by reference. As the 

15 electrochromic media darkens, it may be necessary to con­
trol the display such that the display colors would change 
accordingly for any compensation that is required to main­
tain constant display colors throughout the operating range 
of the electrochromic mirror. 15 and metal films were on the second and third surfaces, 

respectively, with a 317 µm spacing between them. The 20 

elements were then vacuum filled with electrochromic fluid 
containing 34 millimolar phenyl propyl viologen BF4 and 
DMP (dimethyl phenazine) with propylene carbonate as the 
solvent along with a UV inhibitor and thickener. The fill­
hole was plugged with a UV curing adhesive. The elements 25 

were bright silver white in the uncolored state and colored 
to a nearly black appearance when 1.1 VDC was applied 
across the electrochromic fluid media. The elements devel­
oped a blue color overnight when stored at room tempera­
ture and the blue color became more intense with time. It is 

30 
believed that the sandblasting caused extensive fracturing of 
the alkaline soda lime glass surface that the metallic films 
did not completely overcoat and the exposed alkaline sur­
face caused the electrochromic media to turn blue. 

By integrating a personal computer with a telematics 
system such as that disclosed in commonly assigned U.S. 
patent application Ser. No. 09/827,304 filed Apr. 5, 2001, by 
Robert R. Turnbull et al. entitled "VEHICLE REARVIEW 
MIRROR ASSEMBLY INCORPORATING A COMMUNI-
CATION SYSTEM," the computer monitor may be used for 
displaying various forms of information including e-mail 
messages and pages, turning indicators for navigational 
systems; service reminders based on speed and mileage; 
vehicle heading; school, hospital zone warnings, weather, 
traffic, and emergency vehicle warnings; night vision dis­
plays; advertisements; stock quotes; and other information. 
Textual messages and other alphanumeric data and/or sym­
bols may be superimposed over the video images displayed 
on the display device. If the vehicle is equipped with 

According to a second example, electrochromic elements 
were made as in the above example, but with borosilicate 
glass substituted for the soda lime glass. ITO was used as a 
transparent conductor. The elements did not develop a blue 
color after weeks of storage at room temperature. 

A third example was made utilizing soda lime glass (2.3 
mm thick) with a transparent conductive coating of fluorine­
doped tin oxide (TEK 15) available from Pilkington, which 
was chemically etched by Eagle Glass to a gloss level of 
120. The tin oxide surface was not protected and survived 

35 appropriate rear vision cameras, such as disclosed and 
described in commonly assigned U.S. patent application Ser. 
No. 09/001,855 filed on Dec. 31, 1997, by Jon H. Bechtel et 
al. entitled "VEHICLE VISION SYSTEM," now 
abandoned, and U.S. patent application Ser. No. 09/153,654 

40 filed on Sep. 15, 1998, by Frederick T. Bauer et al. entitled 
"SYSTEMS AND COMPONENTS FOR ENHANCING 

the etching process undamaged. An uncoated sheet of soda 
lime glass (2.3 mm thick) was chemically etched by Eagle 45 

Glass to a gloss level of 30. The glass was cut to 3 inch by 
3 inch pieces and washed. The 30-gloss glass was vacuum 
~oated with a metal layer stack of about 450 A chrome, 100 
A rhodium, and 600 A silver/7 percent gold. The glass was 
then assembled using an epoxy primary seal with the TEK 50 

15 on the second surface and the metal layer stack on the 
third surface. The spacing between the two pieces of glass 
was about 137 µm. The electrochromic elements were 
vacuum filled with an electrochromic fluid that gelled after 
filling and plugging the port opening with a UV curable 55 

adhesive. The electrochromic fluid consisted of a 7 percent 
solid gel formed by cross-linking BisphenolA with a 1 to 10 
isocyanato ethyl methacrylate/methyl methacrylate 
co-polymer at a 1.45 to 1 isocyanate to alcohol ratio in 
polypropylene carbonate with 38 millimolar methyl viola- 60 

gen BF4, 3.5 millimolar DMP (dimethyl phenozine), 5.0 
millimolar TMP (trimethyl phenozine) and 400 millimolar 
Uvinul N-35. The finished elements appeared bright silver/ 
white in the uncolored state and black in the colored state. 
The electrochromic elements were activated for two days at 65 

1.1 VDC and showed very little sign of segregation upon 
clearing. 

REAR VISION FROM A VEHICLE," now U.S. Pat. No. 
6,550,949, the entire disclosures of which are incorporated 
herein by reference, coupling such cameras to the display 
would allow a video display of a view at the rear of the 
vehicle to assist drivers while connecting the vehicle to a 
trailer and for proportional steering with respect to the 
trailer. Other graphics relating to the connection of the 
vehicle to a trailer may also be displayed. 

Provisional use of video images may be disabled or 
enabled depending upon the gear in which the vehicle is 
placed or based upon the speed or constant direction main­
tained by the vehicle as determined by the compass readout. 
Preferably, the displayed information fades in or out to 
reduce the amount of shock to the driver that would other­
wise occur by the sudden appearance of a bright image on 
the rearview mirror. The rearview mirror assembly may 
include a track ball and/or other buttons to allow the user to 
scroll through information displayed on the screen to change 
what is displayed on the display screen, and to select 
information displayed on the screen. Such track ball or other 
buttons for manipulating the display screen or functions 
within the personal computer may alternatively be provided 
remote from the rearview mirror assembly, such as in the 
overhead console, floor console, doors, instrument panel, 
etc. to be in a location most convenient for manipulation by 
the driver or other vehicle occupants. 
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to at least one additional display remote from the rearview 
mirror assembly to which the at least one additional display 
responds by varying its brightness level. 

While the invention has been described in detail herein in 
accordance with certain preferred embodiments thereof, 
many modifications and changes therein may be effected by 
those skilled in the art without departing from the spirit of 
the invention. Accordingly, it is our intent to be limited only 
by the scope of the appending claims and not by way of the 
details and instrumentalities describing the embodiments 
shown herein. 

8. The rearview mirror assembly of claim 7, wherein said 
5 control circuit transmits a display brightness control signal 

that varies the brightness level of the at least one additional 
display between two different brightness levels. 

The invention claimed is: 
1. A rearview mirror assembly for a vehicle comprising: 
a mirror comprising a reflector having a partially 

transmissive, partially reflective area; 
a first sensor for sensing light levels; 

9. The rearview mirror assembly of claim 7, wherein said 
control circuit transmits a display brightness control signal 

10 that varies the brightness level of the at least one additional 
display throughout a range of different brightness levels. 

10. The rearview mirror assembly of claim 1, wherein said 
control circuit varies the brightness level of said display 
during nighttime conditions. a display positioned behind the partially transm1ss1ve, 

partially reflective portion of said reflector for display- 15 

ing information therethrough; and 
a control circuit coupled to said first sensor and said 

display, said control circuit determines whether day­
time or nighttime conditions are present, and, during 
daytime conditions, said control circuit responds to 20 

light levels sensed by said first sensor to control a 
contrast ratio of light originating from said display and 
light reflecting from said partially transmissive, par­
tially reflective area of said reflector. 

2. The rearview mirror assembly of claim 1, wherein said 25 

mirror is an electrochromic mirror having a variable 
reflectivity, said electrochromic mirror comprising: 

front and rear elements each having front and rear sur­
faces; 

a transparent first electrode including a layer of conduc- 30 

tive material carried on a surface of one of said ele-
ments; 

a second electrode carried on a surface of one of said 
elements; 

35 
an electrochromic material contained between said ele-

ments and having a variable transmissivity; and 
a second sensor for sensing levels of ambient light, 
wherein said first sensor is a glare sensor for sensing 

levels of light directed at said mirror from the rear of 40 
the vehicle, 

wherein said reflector is carried on a surface of said rear 
element, wherein said second electrode is integrated 
with said reflector when said reflector is carried on the 
front surface of said rear element, and 45 

wherein said control circuit is coupled to said first and 
second electrodes for controlling the reflectivity of said 
electrochromic mirror in response to light levels sensed 
by said sensors. 

3. The rearview mirror assembly of claim 2, wherein said 50 

control circuit controls the contrast ratio during daytime 
conditions by reducing the reflectivity of at least a portion of 
said electrochromic mirror. 

4. The rearview mirror assembly of claim 3, wherein said 
control circuit controls the contrast ratio by additionally 55 

increasing the brightness level of said display. 
5. The rearview mirror assembly of claim 1, wherein said 

control circuit controls the contrast ratio during daytime 
conditions by increasing the brightness level of said display. 

6. The rearview mirror assembly of claim 2, wherein 60 

during nighttime conditions, said control circuit controls the 
reflectivity of said electrochromic mirror in response to light 
levels sensed by said sensors, and reduces the brightness 
level of said display relative to the display brightness levels 
during daytime conditions. 65 

7. The rearview mirror assembly of claim 6, wherein said 
control circuit transmits a display brightness control signal 

11. The rearview mirror assembly of claim 1, wherein said 
control circuit determines whether daytime or nighttime 
conditions are present by comparing light levels sensed by 
said first sensor to a threshold. 

12. The rearview mirror assembly of claim 1 and further 
including a second sensor for sensing ambient light levels, 
wherein said control circuit determines whether daytime or 
nighttime conditions are present by comparing ambient light 
levels sensed by said second sensor to a threshold. 

13. The rearview mirror assembly of claim 12, wherein 
said first sensor is a rearward facing sensor for sensing the 
level of light directed at the mirror from the rear of the 
vehicle. 

14. The rearview mirror assembly of claim 1, wherein said 
control circuit determines whether daytime or nighttime 
conditions are present in response to a signal representing 
the status of the vehicle's headlamps. 

15. A display device for a vehicle comprising: 
a light sensor for sensing ambient light levels; 
a display for displaying information to an occupant of the 

vehicle; and 
a control circuit coupled to said display and said light 

sensor, said control circuit determines whether daytime 
or nighttime conditions are present as a function of the 
ambient light level sensed by said light sensor, and, 
during daytime conditions, said control circuit varies 
the brightness level of said display within a first range 
of brightness levels, and, during nighttime conditions, 
said control circuit varies the brightness level of said 
display within a second range of brightness levels, 
which is different from the first range of brightness 
levels. 

16. The display device of claim 15, wherein said first and 
second ranges of brightness levels are disjoint. 

17. The display device of claim 16, wherein said first and 
second ranges of brightness levels represent separate por­
tions of a wider continuous range. 

18. The display device of claim 15, wherein said first and 
second ranges of brightness levels overlap. 

19. The display device of claim 15, wherein one of said 
first and second ranges of brightness levels is a subset of the 
other. 

20. A rearview mirror assembly for a vehicle comprising: 
a housing; 
a mirror supported by said housing; 
a first sensor supported by said housing for sensing levels 

of light; and 
a control circuit supported by said housing and coupled to 

said first sensor and coupled to a display device remote 
from the rearview mirror assembly, said control circuit 
determines whether daytime or nighttime conditions 
are present, and, during daytime conditions, said con-
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29. The rearview mirror assembly of claim 25, wherein 
said anti-reflective structure is an anti-reflective coating 
applied to a surface of said display assembly. 

trol circuit responds to light levels sensed by first 
sensor to generate a variable display brightness control 
signal and transmits the display brightness control 
signal to the remote display device to which the remote 
display device responds by varying its brightness level. 

30. The rearview mirror assembly of claim 25, wherein 
5 said anti-reflective structure is an anti-reflective treatment 

21. The rearview mirror assembly of claim 20, wherein 
said housing is configured for mounting to the inside of the 
vehicle. 

22. The rearview mirror assembly of claim 20 and further 
comprising a display supported by said housing and coupled 10 
to said control circuit, wherein said control circuit controls 
the brightness level of said display as a function of ambient 
light levels sensed by said ambient sensor. 

23. The rearview mirror assembly of claim 22, wherein 
said mirror is an electrochromic mirror. 

24. The rearview mirror assembly of claim 23 and further 
comprising: 

a glare sensor for sensing levels of light directed towards 
said electrochromic mirror from the rear of the vehicle; 

15 

an ambient sensor for sensing levels of ambient light; 20 

a display positioned behind said electrochromic mirror for 
displaying information therethrough; and 

a control circuit coupled to said sensors and said display, 
wherein, during daytime conditions, said control circuit 
responds to light levels sensed by said glare sensor to 25 

control a contrast ratio of light originating from said 
display and light reflecting from said electrochromic 
mirror. 

25. A rearview mirror assembly for a vehicle comprising: 
a housing adapted to be mounted to the vehicle; 
front and rear elements mounted in said housing, said 

elements each having front and rear surfaces; 
an electrochromic material contained between said ele-

30 

ments; 
35 

a transparent first electrode including a layer of conduc­
tive material carried on a surface of one of said ele-
ments; 

a second electrode disposed on said front surface of said 
rear element; 

a light emitting display assembly mounted in said 
housing, said display assembly having a cover having 
a rear surface and a front surface that is mounted 
adjacent said rear surface of said rear element; and 

40 

an anti-reflective structure applied to a surface of said 45 

display assembly, 
wherein either said second electrode is a reflective elec­

trode or a separate reflector is disposed over substan­
tially all of said rear surface of said rear element, said 
reflective electrode/reflector being partially transmis- 50 

sive and partially reflective in at least a location in front 
of said display assembly. 

26. The rearview mirror assembly of claim 25, wherein 
said second electrode is a reflective electrode being partially 
transmissive and partially reflective over substantially all of 55 

said front surface of said rear element. 
27. The rearview mirror assembly of claim 26, wherein 

said reflective electrode is formed over substantially all of 
said front surface of said rear element, said reflective elec­
trode including a transparent electrically conductive coating, 60 

and a thin reflective layer of silver or silver alloy applied 
over said transparent electrically conductive coating. 

28. The rearview mirror assembly of claim 26, wherein 
said reflective electrode is partially transmissive and par­
tially reflective with a reflectance of at least about 50 percent 65 

and a transmittance of at least about 10 percent in at least 
portions of the visible spectrum. 

applied to a surface of said display assembly. 
31. A rearview mirror assembly for a vehicle comprising: 
a housing adapted to be mounted to the vehicle; 
front and rear elements mounted in said housing, said 

elements each having front and rear surfaces; 
a transparent first electrode including a layer of conduc­

tive material carried on a surface of one of said ele-
ments; 

a second electrode disposed on said front surface of said 
rear element; and 

an electrochromic material contained between said 
elements, 

wherein one of said front and rear elements is an organic 
light emitting diode display, and 

wherein either said second electrode is a reflective elec­
trode or a separate reflector is disposed over substan­
tially all of said rear surface of said rear element. 

32. A rearview mirror assembly for a vehicle comprising: 
front and rear elements each having front and rear sur­

faces; 
a transparent first electrode including a layer of conduc­

tive material carried on a surface of one of said ele­
ments; 

a second electrode carried on a surface of one of said 
elements; 

an electrochromic material contained between said ele­
ments and having a variable transmissivity; 

a reflector carried on a surface of said rear element, 
wherein said second electrode is integrated with said 
reflector when said reflector is carried on the front 
surface of said rear element, at least a portion of said 
reflector is partially transmissive and partially reflec­
tive; and 

a light emitting display assembly mounted in said 
housing, said display assembly is mounted adjacent 
said rear surface of said rear element, 

wherein a region of said reflector in front of said display 
assembly exhibits a reflective gradient whereby the 
reflectivity of the reflector gradually decreases through­
out at least a portion of the region in front of said 
display assembly. 

33. An electrochromic display device comprising: 
front and rear elements each having front and rear sur­

faces; 
a transparent first electrode including a layer of conduc­

tive material carried on a surface of one of said ele­
ments; 

a second electrode carried on a surface of one of said 
elements; 

an electrochromic material contained between said ele­
ments and having a variable transmissivity; and 

a reflector carried on a surface of said rear element, 
wherein said second electrode is integrated with said 
reflector when said reflector is carried on the front 
surface of said rear element, at least a portion of said 
reflector is partially transmissive and partially 
reflective, 

wherein said reflector is a diffuse reflector for diffusing 
and reflecting light incident thereon, and wherein one 
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of said first and second electrodes is patterned to 
provide a plurality of separately addressable display 
elements. 

34. An electrochromic mirror for use in a rearview mirror 
assembly having a light source positioned behind the elec- 5 

trochromic mirror for selectively projecting light 
therethrough, said electrochromic mirror comprising: 

front and rear spaced elements, each having front and rear 
surfaces; 

a transparent first electrode including a layer of conduc- 10 

tive material disposed on said rear surface of said front 
element; 

an electrochromic medium contained between said ele­
ments; and 

15 
a second electrode overlying said front surface of said rear 

element, said second electrode including a first reflec­
tive coating and a second coating of transparent elec­
trically conductive material, wherein said second elec­
trode includes a region in front of the light source that 20 
is at least partially transmissive. 

35. The electrochromic mirror of claim 34, wherein said 
transparent electrically conductive material is indium tin 
oxide. 

36. The electrochromic mirror of claim 35, wherein said 25 
first reflective coating comprises a first layer of a first 
reflective material and a second layer of second reflective 
material. 

37. The electrochromic mirror of claim 36, wherein said 
first reflective material is a silver alloy. 

38. The electrochromic mirror of claim 37, wherein said 
second reflective material is chrome. 

39. The electrochromic mirror of claim 38, wherein said 
second layer is masked in the region in front of the light 

30 

source. 35 

40. The electrochromic mirror of claim 39, wherein said 
first layer is masked in the region in front of the light source. 

41. The electrochromic mirror of claim 34, wherein said 
first reflective coating comprises a first layer of a first 
reflective material and a second layer of second reflective 40 
material. 

42. The electrochromic mirror of claim 41, wherein said 
second reflective material is chrome. 

43. The electrochromic mirror of claim 41, wherein said 
first reflective material is a silver alloy. 45 

44. The electrochromic mirror of claim 41, wherein at 
least one of said first and second layers is masked in the 
region in front of the light source. 

45. A rearview mirror assembly for a vehicle comprising: 

78 
46. A rearview mirror assembly for a vehicle comprising: 
a housing adapted to be mounted to the vehicle; 
front and rear elements mounted in said housing, said 

elements each having front and rear surfaces; 
a transparent first electrode including a layer of conduc­

tive material carried on a surface of one of said ele­
ments; 

a second electrode disposed on said front surface of said 
rear element; 

an electrochromic material contained between said ele­
ments; and 

an electroluminescent display disposed over a surface of 
one of said front and rear elements, 

wherein either said second electrode is a reflective elec­
trode or a separate reflector is disposed over substan­
tially all of said rear surface of said rear element, and 

wherein said electroluminescent display is disposed in 
front of said reflector or said reflective electrode. 

47. An electrochromic mirror comprising: 
front and rear elements each having front and rear 

surfaces, wherein at least one of said front and rear 
elements has a thickness ranging from about 0.5 mm to 
about 1.8 mm; 

a transparent first electrode including a layer of conduc­
tive material carried on a surface of one of said ele­
ments; 

a second electrode carried on a surface of one of said 
elements; 

an electrochromic material contained between said ele­
ments and having a variable transmissivity; and 

a reflector carried on a surface of said rear element, 
wherein said second electrode is integrated with said 
reflector when said reflector is carried on the front 
surface of said rear element, at least a portion of said 
reflector is partially transmissive and partially reflec­
tive. 

48. The electrochromic mirror of claim 47, wherein both 
said front and rear elements have a thickness ranging from 
about 0.5 mm to about 1.8 mm. 

49. The electrochromic mirror of claim 47, wherein: 
said chamber contains a free-standing gel comprising a 

solvent and a cross-linked polymer matrix, 
said chamber further contains at least one electrochromic 

material; and 
said polymer matrix cooperatively interacts with said 

front and rear elements. 
50. The electrochromic mirror of claim 47, wherein said 

at least one electrochromic material is in solution with said 
a housing adapted to be mounted to the vehicle; 
front and rear elements mounted in said housing, said 

elements each having front and rear surfaces; 

50 solvent and, as part of said solution, interspersed in said 
cross-linked polymer matrix. 

a transparent first electrode including a layer of conduc­
tive material carried on a surface of one of said ele-
ments; 

a second electrode disposed on said front surface of said 
rear element; 

an electrochromic material contained between said ele­
ments; and 

a computer video monitor disposed over a surface of one 
of said front and rear elements and coupled to a 
personal computer for displaying information provided 
from the personal computer, 

55 

51. The electrochromic mirror of claim 47, wherein said 
front and rear elements each have a thickness ranging from 
about 0.8 mm to about 1.2 mm. 

52. The electrochromic mirror of claim 47, wherein said 
front and rear elements are bent to a convex shape. 

53. The electrochromic mirror of claim 47, wherein said 
front and rear elements are bent to an aspheric shape. 

54. The electrochromic mirror of claim 47, wherein at 
60 least one of said front and rear elements has a thickness 

ranging from about 0.5 mm to about 1.6 mm. 
55. The electrochromic mirror of claim 47, wherein at 

least one of said front and rear elements have a thickness 
ranging from about 0.5 mm to about 1.5 mm. 

wherein either said second electrode is a reflective elec- 65 56. The electrochromic mirror of claim 47, wherein at 
least one of said front and rear elements have a thickness 
ranging from about 0.5 mm to about 1.2 mm. 

trade or a separate reflector is disposed over substan­
tially all of said rear surface of said rear element. 
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57. An electrochromic mirror comprising: 
front and rear spaced elements, each having front and rear 

surfaces; 
a transparent first electrode including a layer of conduc­

tive material disposed on said rear surface of said front 
element; 

an electrochromic medium contained between said ele-
ments; and 

80 
other and from the first color while mixing together to 
form light of the first color. 

60. The electrochromic rearview mirror assembly of 
claim 59, wherein said light sources each comprising at least 

5 one LED chip. 

a second electrode overlying said front surface of said rear 10 
element, said second electrode includes a layer of white 
gold. 

61. The electrochromic rearview mirror assembly of 
claim 59, wherein said first light source is a first LED that 
emits red light, said second light source is a second LED that 
emits green light, and wherein the first color is amber. 

62. The electrochromic rearview mirror assembly of 
claim 59, wherein said electrochromic mirror element 
attenuates light of the first color. 

58. The electrochromic mirror of claim 57, wherein the 
electrochromic mirror is adapted for use in a rearview mirror 
assembly having a light source positioned behind the elec­
trochromic mirror for selectively projecting light 
therethrough, said second electrode includes a region in 
front of the light source that is at least partially transmissive. 

59. An electrochromic rearview mirror assembly com­
prising: 

an electrochromic mirror element having a variable 
reflectivity; and 

63. The electrochromic rearview mirror assembly of 
claim 59, wherein said display device further comprising a 

15 liquid crystal display element, wherein said light sources are 
arranged to transmit light through said liquid crystal display 
element. 

64. The electrochromic rearview mirror assembly of 
claim 63, wherein said light sources are arranged to provide 

20 backlighting for said liquid crystal display element. 

a display device positioned behind said electrochromic 
mirror element for displaying information in a first 
color through said electrochromic mirror element, said 25 

display device comprising at least one first light source 

65. The electrochromic rearview mirror assembly of 
claim 59, wherein said display device further comprises an 
indicia etched in a reflective layer of said electrochromic 
mirror. 

66. The electrochromic rearview mirror assembly of 
claim 59, wherein said display device further comprises an 
indicia formed in an applique panel. for emitting light of a second color and at least one 

second light source for emitting light of a third color, 
the second and third colors being different from each * * * * * 
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